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1.0  Executive Summary 

This report is a summary of the City of Durham, NC’s pavement condition assessment 
performed from June to November of 2018; and provides pavement condition data and 
maintenance recommendations for the city’s maintained roadway network. The report 
provides the information pertaining to the methodology used to perform the pavement 
condition survey and analysis, outlines the pavement maintenance and preservation methods 
that can be used by the city for the roadway network, and details funding guidelines and 
recommendations for pavement maintenance and preservation activities. 
 
MicroPAVER® Pavement Management Software was used to calculate a Pavement Condition 
Index (PCI). VUEWorks® Asset Management Software was used to analyze funding 
maintenance and preservation activities, and for the development of various ten-year 
pavement maintenance and preservation programs for the city’s consideration. 
 
The city’s roadway network system surveyed as part of this pavement condition project 
included: 
 
 

Item Description Miles 
% of CL 
Mileage 

1 Asphalt Segments with PCI 742.86 99.23% 

2 Concrete Segments with PCI 3.88 0.52% 

3 Construction 1.14 0.15% 

4 Not Collected – Does Not Exist 0.15 0.02% 

5 Not Collected – Inaccessible 0.36 0.05% 

6 Not Collected – Unsurfaced 0.22 0.03% 

TOTAL WITH PCI 747.88 99.75% 

TOTAL WITHOUT PCI 0.73 0.25% 

Total 748.61 100% 

Figure 1: City of Durham, NC Inspection Breakdown 

 
 
 
 
 
 
 
 
 



 

 
 

 

Figure 2: City of Durham, NC PCI Distribution Map 

 
 
 
 



 

 
 

Review of the city’s PCI value shows a general breakdown of the roadway by condition to be: 
 

Pavement 
Condition Index 

(PCI) Range 

Condition 
Description 

Percent of 
Network 

Legend 

86-100 Good 30.89%   

71-85 Satisfactory 25.11%   

56-70 Fair 15.37%   

26-55 Poor 25.60%   

0-25 Failed 3.03%   

Total 100%   

Figure 3: City of Durham, NC Ranges by Percent 

 
The following tables provide a summary of the network overall pavement condition based 
on surface type: 
 

 

City of Durham, NC 
Roadway Network by Surface Type 

Good 
(86-100) 

Satisfactory 
(71-85) 

Fair 
(56-70) 

Poor 
(26-55) 

Failed 
(0-25) 

Asphalt 30.70% 24.97% 15.23% 25.53% 3.02% 

Concrete 0.19% 0.14% 0.14% 0.07% 0.01% 

All 30.89% 25.11% 15.37% 25.60% 3.03% 

Figure 4: City of Durham, NC Roadway Network by Surface Type with PCI Percentile 

 
 

The average of the road segment PCI values for the collected roads was calculated to be 69 at 
the time of collection. This value indicates the roadway network is generally in ‘Fair’ 
condition. 
 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

In order to develop a ten-year long-term pavement maintenance and preservation program 
with corresponding funding, the City of Durham has set an available yearly pavement funding, 
$7,000,000.00, for its road network. Based on the pavement maintenance and preservation 
methods outlined in Section 7 of this report, the city is expected to maintain their current 
level in their network PCI if they optimize their current Funding for road maintenance  
relative to Section 7.5 “10-Year $10M Funding Scenario (Optimization).”  This and other 
Funding scenarios can be found in Section 7. 
 

 

Figure 5: 10-Year $10M Funding Scenario (Optimization) – PCI Plot 

 
 

5-Year Current Funding (Optimization) 

Year Avg. PCI Funding Required 

2019 72.00 $6,999,599.49 

2020 72.47 $6,999,473.32 

2021 72.04 $6,999,927.51 

2022 71.56 $6,999,981.08 

2023 70.76 $6,999,867.40 

Figure 6: 10-Year $10M Funding Scenario (Optimization) – Funding Information 

 
 
 



 

 
 

2.0  Introduction 

Data Transfer Solutions, LLC (DTS) performed a pavement condition survey from June to 
November of 2018 on 1,497 lane miles of the city’s roadways.  DTS used a Mobile Asset 
Collection (MAC) vehicle to collect street level right-of-way images and pavement images.  
The collected pavement images were used to determine street segment pavement conditions 
while the street level right-of-way images were used to identify area distresses.   
 
Roadway networks are usually divided into three pavement surface types: asphalt (AC), 
concrete (PCC), and unsurfaced (UNS). Due to the nature and scope of the project, pavement 
imagery and data were only collected on asphalt and concrete roads. These types of roads 
account for the entirety of the collected roadway network, with approximately 1495.8 
centerline miles (99.75%) of surveyed roadway.   
 
The project pavement condition survey employed a set of pre-defined parameters to develop 
a segment and network level index (number) that correlates to existing pavement surface 
conditions.  This project used the ASTM D6433 ‘Standard Practice for Roads and Parking Lots 
Pavement Condition Index Surveys’ pavement condition analysis method to determine the 
road segment and network pavement condition index (PCI).  The ASTM D6433 method covers 
the process of quantifying pavement conditions and identifies pavement distress types, 
distress extent measurements, and distress severity.  ASTM D6433 outlines the method of 
PCI value calculation. 
 
This pavement condition survey PCI becomes the basis for management, maintenance, 
project, and Funding decisions for the City of Durham.  Using the PCI value as the basis for 
pavement related decisions will allow the City to build a quantifiable, repeatable process for 
planning annual pavement maintenance or preservation project funding.  
 
This project used MicroPAVER® Pavement Management Software for calculating the PCI 
value, analyzing the network PCI ranges. Additionally, VUEWorks® was used for setting 
maintenance procedures and associated costs, developing Fundings, and planning projects to 
meet the city’s pavement maintenance requirements. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

3.0  Purpose 

The purpose of this document is to describe the tools, processes and procedures used to 
collect and analyze the pavement condition data as well as provide a summary of the results 
obtained from calculating each segment’s PCI using MicroPAVER® 
 

4.0 Project Scope & Methodology 

The overall project scope of work contains five tasks outlined below: 
 

• Verify City Street Network 

• Mobile Image Data Collection 

• Pavement Condition Index 

• Pavement Final Report and Analysis 

• Funding Scenarios 



 

 
 

 

 

Figure 7: City of Durham, NC Roadway Network 



 

 
 

5.0  Automated Data Collection and Equipment 

In order to determine the general distress characteristics of each roadway segment, DTS 
utilized one of our Mobile Asset Collection (MAC) vehicles to collect street-level right-of-way 
imagery and downward pavement imagery. The automated distress data collection was 
performed in general accordance with ASTM D6433 (Standard Practice for Roads and 
Parking Lots Pavement Condition Index Surveys) and ASTM Standard E1656 (Standard Guide 
for Classification of Automated Pavement Condition Survey Equipment), utilizing a Class 1 
device as defined by the specifications. 
 
DTS MAC vehicles combine multiple engineered technologies to collect real-time pavement 
data, right-of-way data and images at posted speed limits. This effectively eliminates the need 
to place pavement inspection technicians in the field in close proximity to vehicle traffic. 
Some MAC vehicle components include: 
 
Navigation System 

• IMU: Inertial Measurement Unit generates a true representation of vehicle motion in 
all three axes; producing continuous, accurate position and orientation information  

• PCS: POS Computer System enables raw GPS data from as few as one satellite to be 
processed directly into the system, to compute accurate positional information in 
areas of intermittent, or no GPS reception  

• GPS Receivers: Embedded GPS receivers provide heading aiding to supplement the 
inertial data 

• GPS Antennas: Two GPS antennas generate raw observables data 
• Sub-meter accuracy: The system is rated to get 0.3 m accuracy in the X,Y position 

and 0.5 m in the Z position 
 
Distance Measuring Indicator (DMI) 

• Allows for collection of high resolution imagery at posted speeds. Distance 
Measurement Indicator computes wheel rotation information to aid vehicle 
positioning. 

  
Cameras 

• High-definition cameras with precision lenses allow for accurate asset extraction and 
videolog recording 

• Frame rate: 15 images per second, with 1936x1456 color resolution 
  
Pavement Imaging System   

• Two line-scan cameras and lasers configured to image 4m transverse road sections 
with 1 mm resolution (4000 pixel) at speeds that can reach 100 km/h 

• Allows fully illuminated pavement image collection even in heavy shadow/canopy 
areas 

 
 



 

 
 

 
Downward-facing pavement imagery was collected to be used in quantifying distress type, 
severity and extents present on segments of road. The resolution of the imagery allowed for 
distresses to be easily identified and measured during the analysis portion of the contract.  
 
 
Mobile image collection of the city’s roadway network was accomplished through 
coordination with city’s staff.  Efforts associated with the mobile image collection included 
review of client GIS street centerline file, route planning based on GIS street centerline, and 
coordination of existing construction projects along the city’s streets. All MAC image 
collection routes were reviewed by both DTS and the city’s staff to assure all of the city’s 

streets attained complete image coverage.  This effort was accomplished by reviewing a GIS 
shapefile of the MAC daily GPS point associated to each image collected overlaid on the city’s 
GIS street centerline file.   
 

Figure 8: DTS MAC Vehicle 



 

 
 

 

Figure 9: City of Durham, NC Network Coverage Map 

 
 

 



 

 
 

DTS MAC image collection included a daily check of the on-board systems.  This vehicle 
component check consisted of a calibration site survey of a nine-point grid in state plane 
coordinates.  Each morning and afternoon, before and after a day’s image collection, the MAC 
vehicle drove over the surveyed location.  The MAC technician then extracted each point’s 
location to verify the location of the point extracted was within approximately 3 feet of the 
surveyed points.  DTS’ QA/QC manual includes further details regarding MAC quality control 
procedures. 
 
 

 

Figure 10: 9-Point Calibration Site Example 

 
 
The DTS MAC vehicle collected pavement and right-of-way images every 25 feet along each 
street segment.   
 
Each day’s image and road data collection was recorded on a MAC server.  Each night, the 
day’s collection data was backed up to an external hard drive.  The external hard drives were 
then mailed back to DTS’ project office where the data was placed on a production server for 
post-processing of images and data, quality control review, and pavement distress inventory. 



 

 
 

 

Figure 11: Pavement Image Example 

 

 

Figure 12: Zoomed Pavement Image Example 



 

 
 

Right-of-way (ROW) images were also collected as part of this contract. The MAC vehicle was 
configured with a four-camera setup for this; three forward-facing cameras and one rear-
facing camera. The images were captured at roughly 25-foot intervals and were post-
processed using collected inertial and GPS data. This allowed for more accurate asset 
extraction to be completed.  
 

 

Figure 13: Right-of-Way Image Example 

 
 
The automated data collection effort for the City of Durham roadway network began in June 
and was completed in November of 2018. 
 

  



 

 
 

6.0  Pavement Condition Assessment 

DTS post-processes the MAC GPS, IMU, DMI, and Right-of-Way (ROW) imagery for each day 
of image collection.  With a completed day of images and data, DTS pavement engineers and 
GIS analysts prepared a project data dictionary that includes all distress types and allowable 
severities.  This data library is provided to trained pavement condition technicians along with 
the images and associated data for a day’s image collection. 
 
DTS utilized our spatial image analysis software EarthShaper™ to analyze and digitize 
pavement distress types, extents and severities as a point, linear and/or polygon. Depending 
on the distress type measurement required by the project data dictionary, each pavement 
image’s distress data was digitized and recorded to a database and associated to the street 
section being surveyed. Each distress type, severity and extent is recorded to the project 
pavement condition database; and each street section’s total type, severity and extent is 
calculated. 
 
 

 

Figure 14: EarthShaper™ Pavement Tool Example 

 
 
This method of pavement distress inventory provides a quantifiable and repeatable process 
to the city. Each street segment, in conjunction with the pavement and right-of-way imagery, 
allows pavement engineers to review each pavement technician’s data, allowing for an open 
quality control process that is defendable and repeatable. This distress data was then 
imported into MicroPAVER® Pavement Management Software, where the PCI was calculated. 
The distribution of the roadway network by surface type can be observed below. 
 



 

 
 

 

Figure 15: City of Durham, NC Surface Type Distribution 

 
 
 
 
 



 

 
 

6.1  Pavement Distress Inventory 

A pavement distress inventory consists of identifying specific pavement surface distress 
types that are associated with the degradation of a pavement surface due to traffic loads, 
environmental factors, lack of maintenance and other man-made or natural occurrences. The 
distress type is then assigned a severity rating (low/medium/high), and the extents of the 
distress type and severity are recorded. For this project, the pavement distress types, severity 
definitions and measurements were inventoried utilizing the ASTM D6433 method of 
pavement condition assessment for both Asphalt Concrete surface (AC) and Portland Cement 
Concrete (PCC) pavements. The inspections covered 100% of the length of a Sample for the 
outside lane of travel and for roads with three or more lanes the inspection covered the 
outside and the inside lane. Those roads were inspected utilizing the ASTM D6433 sampling 
approach (completed for both directions of travel). 
 
Definitions (units of measure) 

• AC Bleeding & Pumping (ft2) represents excessive use of bituminous binder in the 
asphalt mix.  

• AC Fatigue (Alligator) Cracking (ft2) is associated with fatigue due to traffic loading 
and visually looks as interconnected cracks forming small pieces ranging in size from 
about 1” to 6” typically in the wheel path. 

• AC Block Cracking (ft2) usually intersect at nearly right angles and range from one 
foot to 10’ or more across. The closer spacing indicates more advanced aging caused 
by shrinking and hardening of the asphalt over time.  

• AC Edge Cracking (ft) is parallel to and usually within 1.5 feet of the outer edge of the 
pavement. This distress is accelerated by traffic loading and can be caused by frost-
weakened base or subgrade near the edge of the pavement. 

• AC/PCC Lane/Shoulder Drop-off (ft) is a difference in elevation between the 
pavement edge and the shoulder.  This distress is caused by shoulder erosion, 
shoulder settlement, or by building up the roadway without adjusting the shoulder 
level. 

• AC Linear Cracking (trans/long) (ft) typically occurs in overlays where the crack is 
reflected through the overlaying asphalt surface.  

• AC Patching (ft2) is an area of pavement that has been replaced with new material to 
repair existing pavement. 

• AC Potholes (count) are small, usually less than 30 inches in diameter, bowl-shaped 
depressions in the pavement surface.  Generally have sharp edges and vertical sides 
near the top of the hole.   

• AC Raveling & Weathering (ft2) is loss of pavement material from the asphalt surface.  
Typically raveling is caused by stripping of the bituminous film from the aggregate or 
hardening of asphalt due to aging.  Poor compaction, especially in cold weather 
construction, or insufficient asphalt content are also causes of raveling.  

• AC Slippage Cracking (ft2) are crescent of half-moon shaped cracks, usually transverse 
to the direction of travel. They are produced when braking or turning wheels cause 
the pavement to slide or deform. 

• AC Rutting (ft2) is a surface depression in the wheel paths. 
• PCC Corner Break (slab count) is a crack that intersects the joints.  Load repetition 

combined with loss of support and curling stresses usually cause corner breaks. 
• PCC Divided Slab (slab count) is when a slab is divided into four or more pieces due 

to overloading, or inadequate support. 



 

 
 

• PCC Durability “D” Cracking (slab count) is caused by freeze-thaw expansion of the 
large aggregate, which gradually breaks down the concrete.  Usually appears as a 
pattern of cracks running parallel and close to a joint or linear crack. 

• PCC Joint Sealant Damage (slab count) is any condition that enables soil or rocks to 
accumulate in the joints or allows significant water infiltration. 

• PCC Linear Cracking (trans/long) (slab count) divide the slab in two or three pieces 
and are usually caused by a combination of repeated traffic loading, thermal gradient 
curling and repeated moisture loading. 

• PCC Patching, Large/Utility Cut (slab count) is an area where the original pavement 
has been removed and replaced by new pavement. 

• PCC Patching, Small (slab count) is an area where the original pavement has been 
removed and replaced by filler material. 

• PCC Polished Aggregate (slab count) is caused by repeated traffic applications.  There 
are no rough or angular aggregate particles to provide good skid resistance. 

• PCC Popouts (slab count) is a small piece of pavement that breaks loose from the 
surface due to freeze-thaw action, combined with expansive aggregates.  Usually 
range in diameter from 1 to 4 inches and in depth from ½ to 2 inches. 

• PCC Punchout (slab count) is a localized area of the slab that is broken into pieces. 
This distress is caused by heavy repeated loads, inadequate slab thickness, loss of 
foundation support or localized concrete construction deficiency. 

• PCC Scaling/Map Cracking/Crazing (slab count) is a network of shallow, fine or 
hairline cracks that extend only through the upper surface of the concrete.  Usually 
caused by concrete over-finishing and may lead to scaling, which is the breakdown of 
the slab surface to a depth of ¼ to ½ in. 

• PCC Shrinkage Cracks (slab count) are hairline cracks usually less than 6 feet long and 
do not extend across entire slab.  They are formed during the setting and curing of the 
concrete and do not extend through the depth of the slab. 

• PCC Spalling, Corner (slab count) is the breakdown of the slab within 1.5 feet of the 
corner. Usually caused by traffic loading or infiltration of incompressible materials, 
weak concrete and/or water accumulation and freeze-thaw action. 

• PCC Spalling, Joint (slab count) is the breakdown of the slab edges within 1.5 feet of 
the joint.  Usually caused by traffic loading or infiltration of incompressible materials, 
weak concrete and/or water accumulation and freeze-thaw action. 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

6.2  Pavement Condition Index (PCI) Calculation  

Each street segment’s Pavement Condition Index (PCI) was calculated utilizing MicroPAVER® 
Pavement Management Software (PMS). This PMS is based on the ASTM D6433 method of 
calculating a street segment’s pavement condition index value using the pavement inventory 
database and ASTM D6433 deduct curve. 
 
With a completed pavement condition inventory database, DTS imported the street segment, 
inspection, sample and distress information into the PMS, where the PCI was calculated. 
ASTM D6433 is based on a 0 to 100 rating scale where 0 represents a failed roadway 
condition and 100 represent an excellent roadway condition. 
 
 

CITY OF DURHAM’S PAVEMENT CONDITION GROUPS 

PAVEMENT 
CONDIDTION 
INDEX (PCI) 

 CONDITION 
COLOR 

CONDITION 
DESCRIPTION 

100 
86 

  GOOD 

85 
71 

  SATISFACTORY 

70 
56 

  FAIR 

55 
26 

  POOR 

25 
0 

  FAILED 

Figure 16: City of Durham’s ASTM D6433 Based Pavement Condition Groups 

 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

 
Review of the City’s PCI values shows a general breakdown of the roadway by condition to 
be: 
 

Pavement 
Condition Index 

(PCI) Range 

Condition 
Description 

Percent of 
Network 

Legend 

86-100 Good 30.89%   

71-85 Satisfactory 25.11%   

56-70 Fair 15.37%   

26-55 Poor 25.60%   

0-25 Failed 3.03%   

Total 100%   

Figure 17: City of Durham, NC PCI Ranges by Percent 

 



 

 
 

 

Figure 18: City of Durham, NC PCI Distribution Map 



 

 
 

 

Figure 19: City of Durham, NC PCI Example Map 

 
 
 



 

 
 

The PCI value for each road segment can be viewed in the city’s MicroPAVER database. The 
average of the road segment PCI values for the collected roads was calculated to be 69 at the 
time of collection. This value indicates the roadway network is generally in ‘Fair’ condition. 
 

6.3  Pavement Condition Results 

The roadway network consists of 748.61 centerline miles of roadway. The distribution of the 
current roadway network by surface type is presented below and outlines the number of 
miles that were able to be collected and analyzed, as well as the number of miles that were 
not able to be collected (with reason why). 
 
 

Item Description Miles 
% of CL 
Mileage 

1 Asphalt Segments with PCI 742.86 99.23% 

2 Concrete Segments with PCI 3.88 0.52% 

3 Construction 1.14 0.15% 

4 Not Collected – Does Not Exist 0.15 0.02% 

5 Not Collected – Inaccessible 0.36 0.05% 

6 Not Collected – Unsurfaced 0.22 0.03% 

TOTAL WITH PCI 747.88 99.75% 

TOTAL WITHOUT PCI 0.73 0.25% 

Total 748.61 100% 

Figure 20: City of Durham, NC Inspection Breakdown 

 
 
 
 
 
 
 
 
 
 



 

 
 

The breakdown of the types of distresses for asphalt and concrete can be seen below. 
 

 

Figure 21: City of Durham, NC Asphalt Distress Breakdown 

 

Asphalt Distress Breakdown by Severity 

  Type                                                Severity LOW MODERATE HIGH 

AC Edge Cracking 2.845% 1.189% 0.232% 

AC Lane/Shoulder Dropoff 0.639% 0.180% 0.023% 

AC Linear Cracking 22.705% 8.326% 0.285% 

AC Pothole 0.093% 0.074% 0.015% 

AC Bleeding & Pumping 0.012% 0.010% 0.004% 

AC Block Cracking 8.241% 2.413% 0.021% 

AC Fatigue 5.369% 9.547% 0.633% 

AC Patching 6.756% 3.025% 0.167% 

AC Raveling/Weathering 23.294% 2.799% 0.467% 

AC Slippage Cracking 0.457% 0.170% 0.008% 

Figure 22: City of Durham, NC Asphalt Distress Breakdown by Severity 



 

 
 

 

Figure 23: City of Durham, NC Concrete Distress Breakdown 

 
 

Concrete Distress Breakdown by Severity 

  Type                                                Severity LOW MODERATE HIGH 

PCC Corner Breaks 2.262% 1.357% 0% 

PCC Divided Slab 2.262% 1.810% 1.357% 

PCC Joint Seal Damage 6.335% 12.217% 3.620% 

PCC Linear Cracking 12.217% 7.240% 1.357% 

PCC Patching,Large/Utility Cuts 6.787% 2.715% 0% 

PCC Patching,Small 0.452% 0.905% 0% 

PCC Scaling/Cracking/Crazing 14.932% 10.407% 0.452% 

PCC Spalling, Corner 0.905% 1.810% 0.452% 

PCC Spalling, Joint 5.430% 2.262% 0.452% 

Figure 24: City of Durham, NC Concrete Distress Breakdown by Severity 

 
 
 
 



 

 
 

Below is a summary of the network PCI based on surface type:  
 

 

City of Durham, NC 
Roadway Network by Surface Type 

Good 
(86-100) 

Satisfactory 
(71-85) 

Fair 
(56-70) 

Poor 
(26-55) 

Failed 
(0-25) 

Asphalt 30.70% 24.97% 15.23% 25.53% 3.02% 

Concrete 0.19% 0.14% 0.14% 0.07% 0.01% 

All 30.89% 25.11% 15.37% 25.60% 3.03% 

Figure 25: City of Durham, NC Roadway Network by Surface Type with PCI Percentile 

 
 
The graph below represents the overall pavement condition distribution based on centerline 
miles. 
 

 

Figure 26: City of Durham, NC Overall Pavement Condition Distribution 

 
 



 

 
 

7.0  Pavement Maintenance/Preservation Methods 

The specific activity to perform on each road depends upon the pavement distresses 
observed.  The following pavement maintenance and preservation methods are currently 
performed on the City of Durham’s roadways.    
 
Crack Sealing 
Sealing and filling asphalt concrete (AC) pavement cracks is a common road maintenance 
activity. Specialized materials are placed into or above cracks to prevent the intrusion of 
water and incompressible material into the cracks and to reinforce the adjacent pavement. 
This type of distress treatment will address alligator cracking, longitudinal/transverse 
cracking, and block cracking. 
 
Microsurface 
Microsurfacing is a surface treatment very similar to slurry seal, but is typically a more 
durable treatment that is used for higher volume roadways. Microsurfacing, however, 
typically uses a polymer-modified asphalt emulsion, which gives it more flexibility than a 
conventional asphalt binder. Microsurfacing is primarily used to mitigate raveling and 
oxidation of asphalt pavement surfaces, but also improves friction and appearance of both 
asphalt and concrete surfaces. Microsurfacing can be designed with larger aggregate for use 
in filling shallow to moderate depth ruts in asphalt pavement, and can also seal low-severity 
cracks.  
  
Cape Seal 
A Cape Seal is a chip seal covered with a slurry or micro-surface. The benefits from using a 
cape seal include a very smooth surface with an increased durability by sealing the subbase. 
Often the use of a chip seal is not popular with the public because of the rougher ride and 
loose stones. With the addition of the top treatment, a slurry seal or micro-surfacing, the road 
ends up with a smooth surface that binds any loose aggregate, reducing stone loss. 
 
Milling and Overlay 
Milling of the road’s surface is required to remove distresses that extend into the pavement.  
Asphalt overlay is a plant-mixed combination of asphalt cement and aggregate applied to the 
pavement in thicknesses usually between 1.5 inch and 2 inch for thick overlay and 0.625in 
and 1.125inch for thin overlay.  This type of rehabilitation will address alligator cracking, 
longitudinal/transverse cracking, raveling/weathering, friction loss, roughness, bleeding, 
block cracking, and rutting. 
 
Full Depth Reconstruction 
Full depth reconstruction consists of the complete removal of an existing asphaltic or 
concrete pavement, base re-work, and new pavement structure construction.  Typically this 
method of pavement rehabilitation is used on excessively deteriorated roads with high 
severity distresses for a majority of the roadway extents.  Additional analysis is typically 
required for a full depth rehabilitation including full depth pavement coring, traffic loading 
analysis, and storm water drainage analysis. 
 
 
 
 



 

 
 

7.1  Pavement Maintenance/Preservation Funding 

DTS performed various ten-year pavement maintenance and preservation program scenarios 
for the City’s consideration using VUEWorks® Asset Management Software.  The ccity’s 
available funding includes: 
 

• An available funding amount of $7,000,000.00 for maintenance 

The scenarios preformed for the City include: 
 

1. 10-Year Baseline Scenario:  no Funding was allocated to see how the network will 

deteriorate over 10 years with no work performed. 

2. 10-Year Available Funding Scenario (Best First): using the city’s available pavement 

funding, $7M/year, for ten years to perform maintenance to those roads at the highest PCI 

level first.  

3. 10-Year Available Funding Scenario (Worst First): using the city’s available pavement 

funding, $7M/year, for ten years to perform maintenance to those roads at the lowest PCI 

level first.  

4. 10-Year $10M Funding Scenario (Optimization): using an optimum distribution of 

10M/year, assuming 30% to preservation and 70% to rehabilitation, for ten years to 

perform maintenance to those roads at the highest PCI level first. 

5. 10-Year Increase PCI to 75 Scenario: using an unlimited pavement funding for ten years 

to increase the current roadway network PCI to 75 by performing maintenance to those 

roads at the highest PCI level first. 

6. 10-Year Increase PCI to 70 Scenario: using an unlimited pavement funding for ten years 

to increase the current roadway network PCI to 80 by performing maintenance to those 

roads at the highest PCI level first. 

7. 10-Year Maintain PCI at 70 Scenario: using an unlimited pavement funding for ten years 

to maintain the current roadway network PCI at 70 by performing maintenance to those 

roads at the highest PCI level first. 

 
As part of this project, an inventory of the ccity’s current activities, funding, conditions, and 
decision matrices was compiled and reviewed.  The City of Durham provided a list of current 
treatments types used within their Preservation, Rehabilitation, and Reconstruction work.  
Included in this list was the cost of each of these treatment types per square yard. These 
treatment activities and costs were entered into VUEWorks® within the Manage Jobs section. 
 
 

Treatment Type Activity Cost Per SY 

Preservation Crack Seal $0.50 

Preservation Surface Seal $1.00 

Rehabilitation Minor Rehab $10.00 

Rehabilitation Major Rehab $59.00 

Reconstruction Reconstruction $65.00 

Figure 27: City of Durham, NC Treatment Activities and Costs  



 

 
 

Each road segment’s construction date, and in turn its percent (%) life used, was back-
calculated based upon its current PCI rating and the VUEWorks® asphalt deterioration curve.  
Every road segment’s PCI value is anticipated to deteriorate according to this curve until 
pavement maintenance work is performed.  The VUEWorks® deterioration curves are based 
on the assumption of a 35-year life for asphalt roads.  
 

 

Figure 28: VUEWorks® Deterioration Curve 

 

Using information collected from the city, our experience with other pavement management 
systems, and industry standards, DTS assigned the impacts below to each treatment type 
within the Funding Forecasting – Job Assignments section of VUEWorks®. 
 

 

Treatment Type Activity Impact PCI Range 

Preservation Crack Seal 5 Points 85 – 95 

Preservation Surface Seal 10 Point 75 – 84 

Rehabilitation Minor Rehab 20 Fixed 65 – 74 

Rehabilitation Major Rehab 100 Fixed 50 – 64 

Reconstruction Reconstruction 100 Fixed 0 – 49 

Figure 29: City of Durham, NC Maintenance Activity Impacts  



 

 
 

7.2  10-Year Baseline Scenario 

At the time of inspection, November of 2018, the average pavement condition index (PCI) for 
the city’s network was 69.04 for asphalt roads only. For this funding analysis VUEWorks® 
uses this simple average of all roadways to calculate the change in network condition.  If no 
work is performed over the next ten years, this PCI rating would be expected to decrease to 
35.22. 
 
 

 

Figure 30: 10-Year “Do-Nothing” Baseline Plot for Asphalt Roads 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

7.3  10-Year Available Funding Scenario (Best First) 

 
The city’s available funding amount, $7,000,000.00, for road maintenance was applied to the 
network in VUEWorks® Budget Forecasting module. The detailed steps on how this budget 
forecasting was created are shown in the following figures. 
 
Step 1:   
 
The analysis type selected for this scenario was the ‘Automated Budget Forecast…’.  This is 
the best option to prioritize roads requiring funding based upon a multi-year Funding. 
 

 

Figure 31: 10-Year Available Funding Scenario (Best First) – Scenario Wizard – Step 1 

  



 

 
 

Step 2 & 3: 
 
For this project, only asphalt asset type was added to the scenario.  
 

 

Figure 32: 10-Year Available Funding Scenario (Best First) – Scenario Wizard – Steps 2 & 3 

  



 

 
 

Step 4: 
 
For this scenario, only the ‘Use Long Term Criteria’ was used.  The ‘Use Near Term Criteria’ 
can be used to prioritize a certain set of assets to be evaluated prior to the rest of the assets. 
 
If checked, the ‘Prioritize assets with less deterioration’ gives the option to have the scenario 
prioritize the road work recommendations from highest to lowest PCI instead of the Maintain 
Funding Only approach.  
 
The first criterion that this Funding prioritizes by is the ‘Deterioration Curve Value’ or the PCI 
value.  The second criteria used for prioritization is the ‘% Life Used’. This can only be used if 
the installation date has been provided by the client. If a known installation date is not 
provided, the amount of life used is based upon the deterioration curve and the second 
criterion is left blank. 
 
 

 

Figure 33: 10-Year Available Funding Scenario (Best First) – Scenario Wizard – Step 4 

 
 

 



 

 
 

Step 5: 
 
This is where the job criterion is set by asset type based on the Deterioration Curve 
Value/PCI of the road. 
 

 

Figure 34: 10-Year Available Funding Scenario (Best First) – Scenario Wizard – Step 5.1 

 
 



 

 
 

Step 6: 
 
The Target Deterioration Values were not set for this scenario. We want to try to reach the 
maximum average PCI with the current Funding. 
 

 

Figure 35: 10-Year Available Funding Scenario (Best First) – Scenario Wizard – Step 6 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

Step 7:   
 
This is where the funding cap and number of years for the scenario to run are set.  
 

 

Figure 36: 10-Year Available Funding Scenario (Best First) – Scenario Wizard – Step 7 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

Run Scenario: 
 
The final step was to run the scenario and review the summary and job details by year. 
 

 

Figure 37: 10-Year Available Funding Scenario (Best First) – Scenario Wizard – Run  

 
 



 

 
 

 

Figure 38: 10-Year Available Funding Scenario (Best First) – PCI Plot 

 
 
 
 

10-Year Available Funding (Best First) 

Year Avg. PCI Available Funding 

2018 69.04 - 

2019 70.10 $6,998,980.76 

2020 69.24 $6,999,773.18 

2021 67.36 $6,998,208.61 

2022 65.12 $6,997,432.79 

2023 62.94 $6,997,379.66 

2024 61.01 $6,998,051.68 

2025 59.70 $6,998,660.49 

2026 58.80 $6,997,374.28 

2027 58.22 $6,999,270.12 

2028 58.04 $6,998,040.34 

Figure 39: 10-Year Available Funding Scenario (Best First) – Funding Information 

 
 
 
 
 
 
 



 

 
 

2019 

Activity Total Cost Total Miles 
Percentage of 

Total Cost 
Percentage of 

Total Miles 

Crack Seal $1,643,488.65 204.82 23.48% 58.20% 

Surface Seal $2,071,686.91 127.94 29.60% 36.36% 

Minor Rehab $3,283,805.21 19.15 46.92% 5.44% 

2020 

Crack Seal $2,211,759.98 265.06 31.60% 87.09% 

Surface Seal $217,013.58 12.33 3.10% 4.05% 

Minor Rehab $4,570,999.62 26.97 65.30% 8.86% 

2021 

Crack Seal $1,743,642.89 204.59 24.92% 97.18% 

Surface Seal $9,117.07 0.60 0.13% 0.29% 

Major Rehab $5,245,448.67 5.33 74.95% 2.53% 

2022 

Crack Seal $1,336,046.00 147.67 19.09% 96.54% 

Major Rehab $5,661,386.79 5.29 80.91% 3.46% 

2023 

Crack Seal $911,215.54 97.86 13.02% 94.29% 

Major Rehab $6,086,164.12 5.92 86.98% 5.71% 

2024 

Crack Seal $836,853.75 88.25 11.96% 94.76% 

Reconstruction $6,161,197.94 4.88 88.04% 5.24% 

2025 

Crack Seal $1,080,718.56 114.89 15.44% 96.07% 

Reconstruction $5,917,941.94 4.70 84.56% 3.93% 

2026 

Crack Seal $1,278,394.01 124.56 18.27% 96.41% 

Reconstruction $5,718,980.28 4.64 81.73% 3.59% 

2027 

Crack Seal $970,080.61 92.87 13.86% 95.31% 

Reconstruction $6,029,189.51 4.56 86.14% 4.69% 

2028 

Crack Seal $995,228.44 93.12 14.22% 95.41% 

Reconstruction $6,002,811.91 4.48 85.78% 4.59% 

Figure 40: 10-Year Available Funding Scenario (Best First) – Works Breakdown 



 

 
 

 

Figure 41: 10-Year Available Funding Scenario (Best First) – Distribution of Cost 

  

 

Figure 42: 10-Year Available Funding Scenario (Best First) – Miles per Activity 



 

 
 

Synopsis: 
 
The overall network PCI would decline from an approximate 70.10 after maintenance in 2019 
to an approximate 58.04 in 2028 if the City utilized their available funding, $7,000,000.00, 
per year using the Best First methodology.  In this scenario, the city’s street segments with 
the highest PCI values would be targeted first; hence the majority of the projects consist of 
Crack Seal. The advantages of this scenario are that more streets can receive treatment and 
the good to fair condition roads will be improved and maintained in this level.  The negative 
to this approach is that very few of the very poor and serious condition roads will be treated.   
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

7.4  10-Year Available Funding Scenario (Worst First) 

This funding scenario was setup to use the city’s available funding, $7,000,000.00, for ten 
years by targeting the roads in worst condition first (Lowest PCI). 
  
Steps 1 through 7 in VUEWorks® are identical to section 7.3 “10-Year Available Funding 
Scenario (Best First),” with an exception of step 3. For step 3, the ‘prioritize assets with less 
deterioration’ was not checked.  
 

 

Figure 43: 10-Year Available Funding Scenario (Worst First) – PCI Plot 

 
 

10-Year Available Funding (Worst First) 

Year Avg. PCI Available Funding 

2018 69.04 - 

2019 67.64 $6,999,992.43 

2020 65 $6,999,982.97 
2021 62.12 $6,999,995.98 

2022 59.09 $6,999,999.79 

2023 56.23 $6,999,982.45 

2024 53.4 $6,999,984.95 

2025 50.93 $6,999,998.15 
2026 48.44 $6,999,981.92 

2027 46.06 $6,999,997.43 

2028 43.76 $6,999,997.62 

Figure 44: 10-Year Available Funding Scenario (Worst First) – Funding Information 

 
 



 

 
 

2019 

Activity Total Cost 
Total 
Miles 

Percentage of 
Total Cost 

Percentage of 
Total Miles 

Reconstruction $6,997,720.55 6.92 99.97% 98.98% 

Minor Rehab $1,232.03 0.01 0.02% 0.11% 

Surface Seal $1,039.84 0.06 0.01% 0.91% 

2020 

Reconstruction $6,994,947.68 6.46 99.93% 99.61% 

Surface Seal $257.33 0.02 0.00% 0.27% 

Major Rehab $4,777.95 0.01 0.07% 0.12% 

2021 

Reconstruction $6,998,725.64 6.35 99.98% 99.50% 

Minor Rehab $966.64 0.01 0.01% 0.12% 

Surface Seal $303.70 0.02 0.00% 0.38% 

2022 

Crack Seal $39.97 0.00 0.00% 0.06% 

Reconstruction $6,997,624.25 6.14 99.97% 98.77% 

Minor Rehab $1,314.06 0.01 0.02% 0.12% 

Surface Seal $1,021.51 0.07 0.01% 1.05% 

2023 

Crack Seal $23.80 0.01 0.00% 0.10% 

Reconstruction $6,999,877.57 5.77 100.00% 99.83% 

Surface Seal $81.07 0.00 0.00% 0.07% 

2024 

Reconstruction $6,999,723.80 6.30 100.00% 99.74% 

Surface Seal $261.15 0.02 0.00% 0.26% 

2025 

Crack Seal $29.75 0.01 0.00% 0.11% 

Reconstruction $6,998,871.74 6.12 99.98% 99.40% 

Minor Rehab $620.10 0.00 0.01% 0.07% 

Surface Seal $476.56 0.03 0.01% 0.42% 

Figure 45: 10-Year Available Funding Scenario (Worst First) – Works Breakdown 

 
 
 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

2026 

Crack Seal $31.94 0.00 0.00% 0.08% 

Reconstruction $6,997,721.53 5.67 99.97% 99.43% 

Minor Rehab $1,981.45 0.01 0.03% 0.24% 

Surface Seal $247.00 0.01 0.00% 0.25% 

2027 

Reconstruction $6,995,762.13 5.12 99.94% 99.09% 

Minor Rehab $3,557.80 0.02 0.05% 0.33% 

Surface Seal $677.51 0.03 0.01% 0.58% 

2028 

Crack Seal $27.59 0.01 0.00% 0.11% 

Reconstruction $6,995,197.00 5.10 99.93% 98.85% 

Minor Rehab $3,951.08 0.02 0.06% 0.38% 

Surface Seal $821.95 0.03 0.01% 0.66% 

Figure 46: 10-Year Available Funding Scenario (Worst First) – Works Breakdown Continuation 

 
 
 

 

Figure 47: 10-Year Available Funding Scenario (Worst First) – Distribution of Cost 

 



 

 
 

 

Figure 48: 10-Year Available Funding Scenario (Worst First) – Miles per Activity 

 
Synopsis: 
 
The overall network PCI would decline from an approximate 67.64 after maintenance in 2019 
to an approximate 43.76 in 2028 if the City utilized their available funding, $7,000,000.00, 
per year using the Worst First methodology.  In this scenario, the city’s street segments with 
the lowest PCI values would be targeted first; hence the majority of the projects consist of 
Reconstruction. The benefit of this scenario is the worst conditions are addressed and the 
very poor to failed roads are reconstructed, thus improving those areas to a 100 condition.  
However, the negative effect of this scenario is that no preventive treatment is being 
performed and the entire funding is expended on reconstruction treatment. Thus, the good 
to fair roads continue to deteriorate into the conditions requiring rehabilitation and 
reconstruction.  The City will always be catching up to the roads requiring reconstruction and 
never slowing down the deterioration of other roads until they reach a need for 
reconstruction. 
 
 
 
 
 
 
 
 
 



 

 
 

7.5  10-Year $10M Funding Scenario (Optimization) 

This funding scenario was setup to optimize a $10,000,000.00 funding for ten years by 
targeting the roads in best condition first (highest PCI). For this scenario 30% of the funding 
was allocated to preservation activities and 70% to rehabilitation activities.  
  
Steps 1 through 7 in VUEWorks® are identical to section 7.4 “10-Year Available Funding 
Scenario (Worst First),” with an exception of step 7. For step 7, we set a limit to how much of 
the total funding ($10M) goes to preservation (30%) and rehabilitation (70%). 
 
 

 

Figure 49: 10-Year $10M Funding Scenario (Optimization) – Scenario Wizard – Step 7 – Funding Cap 

 



 

 
 

 

Figure 50: 10-Year $10M Funding Scenario (Optimization) – PCI Plot 

 
 
 
 

10-Year $10M Funding (Optimization) 

Year Avg. PCI Required Funding 

2018 69.04 - 

2019 70.07 $9,999,299.44 

2020 69.99 $9,874,606.19 

2021 68.38 $8,397,805.32 

2022 66.59 $8,126,050.32 

2023 64.68 $7,764,397.20 

2024 63.18 $7,748,936.99 

2025 61.67 $7,956,586.94 

2026 60.35 $8,213,707.74 

2027 59.39 $7,918,021.74 

2028 58.91 $7,908,789.44 

Figure 51: 10-Year $10M Funding Scenario (Optimization) – Funding Information 

 
 
 
 
 
 
 



 

 
 

2019 

Activity Total Cost 
Total 
Miles 

Percentage of 
Total Cost 

Percentage of 
Total Miles 

Crack Seal $928,306.41 115.38 9.28% 46.11% 

Reconstruction $6,999,306.12 6.91 70.00% 2.76% 

Surface Seal $2,071,686.91 127.94 20.72% 51.13% 

2020 

Crack Seal $2,657,794.03 321.28 26.92% 94.51% 

Reconstruction $6,995,020.63 6.34 70.84% 1.87% 

Surface Seal $217,013.58 12.33 2.20% 3.63% 

Major Rehab $4,777.95 0.01 0.05% 0.00% 

2021 

Crack Seal $1,398,219.81 162.89 16.65% 96.17% 

Reconstruction $6,995,928.29 6.48 83.31% 3.82% 

Major Rehab $3,657.21 0.01 0.04% 0.01% 

2022 

Crack Seal $1,128,645.06 126.15 13.89% 95.39% 

Reconstruction $6,997,405.26 6.09 86.11% 4.61% 

2023 

Crack Seal $765,165.68 83.40 9.85% 92.82% 

Reconstruction $6,999,231.52 6.45 90.15% 7.18% 

2024 

Crack Seal $755,708.83 80.34 9.75% 93.61% 

Reconstruction $6,993,228.17 5.48 90.25% 6.39% 

2025 

Crack Seal $957,204.34 100.12 12.03% 94.82% 

Reconstruction $6,999,382.59 5.46 87.97% 5.18% 

2026 

Crack Seal $1,214,201.11 119.89 14.78% 96.02% 

Reconstruction $6,999,506.63 4.97 85.22% 3.98% 

2027 

Crack Seal $921,798.39 89.86 11.64% 93.93% 

Reconstruction $6,996,223.35 5.81 88.36% 6.07% 

2028 

Crack Seal $911,102.63 85.82 11.52% 94.21% 

Reconstruction $6,997,686.81 5.27 88.48% 5.79% 

Figure 52: 10-Year $10M Funding Scenario (Optimization) – Works Breakdown 



 

 
 

 

Figure 53: 10-Year $10M Funding Scenario (Optimization) – Distribution of Cost 

 

 

Figure 54: 10-Year $10M Funding Scenario (Optimization) – Miles per Activity 



Synopsis: 

The overall network PCI would decline from an approximate 70.07 after maintenance in 2019 
to an approximate 58.91 in 2028 if the City utilized their proposed funding, $10,000,000.00, 
per year using the Optimization methodology.  In this scenario the distribution of cost is 
controlled by the 30% preservation and 70% rehabilitation split.  This scenario provides a 
good balance between repairing highly damaged roads to benefit from a large improvement 
upon their conditions, while also spending money on preservation to keep marginal roads 
from deteriorating further into the rehabilitation categories. Even though, the overall 
network PCI is slightly better than the Best First scenario, the condition of each street is 
completely different due to the fact that more funding is allocated in rehabilitation; as a 
result, more damaged roads are repaired unlike the best first scenario where only a few of 
them would be treated. 



 

 
 

7.6  10-Year Increase PCI to 75 Scenario 

This funding scenario was setup to increase the overall network PCI to 75 in a period of 10 
years by targeting the roads in best condition first (highest PCI) and by using an unlimited 
pavement funding for maintenance.  
 
 

 

Figure 55: 10-Year Increase PCI to 75 Scenario– PCI Plot 

 
 
 

10-Year Increase PCI to 75 

Year Avg. PCI Available Funding 

2018 69.04 - 

2019 72.16 $21,996,564.63  

2020 71.54 $21,998,782.37  

2021 69.70 $21,999,633.66  

2022 68.58 $21,999,245.08  

2023 67.81 $21,997,508.30  

2024 68.16 $21,995,257.49  

2025 69.17 $21,999,607.06  

2026 71.30 $21,996,145.40  

2027 73.05 $21,997,244.96  

2028 75.00 $19,642,916.84  

Figure 56: 10-Year Increase PCI to 75 Scenario– Funding Information 



 

 
 

2019 

Activity Total Cost Total Miles 
Percentage of Total 

Cost 
Percentage of Total 

Miles 

Crack Seal $1,643,488.65 204.82 7.47% 47.93% 

Surface Seal $2,071,686.91 127.94 9.42% 29.94% 

Minor Rehab $14,879,513.85 91.04 67.64% 21.30% 

Major Rehab $3,401,875.22 3.57 15.47% 0.84% 

2020 

Crack Seal $1,731,335.60 207.51 7.87% 91.12% 

Major Rehab $20,267,446.76 20.23 92.13% 8.88% 

2021 

Crack Seal $10,649.35 1.36 0.05% 6.26% 

Major Rehab $10,832,663.96 10.53 49.24% 48.43% 

Reconstruction $11,156,320.35 9.86 50.71% 45.31% 

2022 

Crack Seal $238,958.74 22.94 1.09% 53.86% 

Reconstruction $21,760,286.33 19.65 98.91% 46.14% 

2023 

Crack Seal $32,447.80 3.57 0.15% 16.12% 

Reconstruction $21,965,060.50 18.60 99.85% 83.88% 

2024 

Crack Seal $193,315.17 20.23 0.88% 38.63% 

Surface Seal $266,416.16 14.45 1.21% 27.60% 

Reconstruction $21,535,526.16 17.69 97.91% 33.77% 

2025 

Crack Seal $199,912.97 20.39 0.91% 41.96% 

Minor Rehab $2,515,782.13 12.33 11.44% 25.38% 

Reconstruction $19,283,911.96 15.87 87.66% 32.67% 

2026 

Crack Seal $317,958.12 31.98 1.45% 42.55% 

Surface Seal $513,240.53 26.09 2.33% 34.71% 

Reconstruction $21,164,946.75 17.09 96.22% 22.74% 

2027 

Crack Seal $190,168.23 18.60 0.86% 43.56% 

Surface Seal $140,530.05 7.04 0.64% 16.48% 

Reconstruction $21,666,546.68 17.06 98.50% 39.96% 

2028 

Crack Seal $186,449.42 17.69 0.95% 30.44% 

Surface Seal $527,496.84 25.52 2.69% 43.93% 

Reconstruction $18,928,970.57 14.89 96.37% 25.63% 

Figure 57: 10-Year Increase PCI to 75 Scenario– Work Breakdown 

 
 



 

 
 

 

Figure 58: 10-Year Increase PCI to 75 Scenario– Distribution of Cost 

 

 

Figure 59: 10-Year Increase PCI to 75 Scenario– Miles per Activity 



 

 
 

Synopsis: 
 
The overall network PCI would increase from an approximate 71.26 after maintenance in 
2019 to an approximate 75.05 in 2028 if the city uses the funding amount shown in Figure 
56. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

7.7  10-Year Increase PCI to 80 Scenario 

This funding scenario was setup to increase the overall network PCI to 80 in a period of 10 
years by targeting the roads in best condition first (highest PCI) and by using an unlimited 
pavement funding for maintenance.  
 
 

 

Figure 60: 10-Year Increase PCI to 80 Scenario– PCI Plot 

 
 
 

10-Year Increase PCI to 80 

Year Avg. PCI Required Funding 

2018 69.04 - 

2019 72.34 $25,998,461.54  

2020 71.95 $25,999,321.22  

2021 70.48 $25,997,395.73  

2022 69.60 $25,998,917.53  

2023 69.45 $25,999,872.81  

2024 70.45 $25,995,143.83  

2025 72.45 $25,995,736.10  

2026 75.91 $25,998,888.38  

2027 78.14 $25,999,756.89  

2028 80.00 $25,667,151.38  

Figure 61: 10-Year Increase PCI to 80 Scenario– Funding Information 



 

 
 

2019 

Activity Total Cost 
Total 
Miles 

Percentage of Total 
Cost 

Percentage of Total 
Miles 

Crack Seal $1,643,488.65 204.82 6.32% 47.46% 

Surface Seal $2,071,686.91 127.94 7.97% 29.65% 

Minor Rehab $14,879,513.85 91.04 57.23% 21.10% 

Major Rehab $7,403,772.13 7.74 28.48% 1.79% 

2020 

Crack Seal $1,731,335.60 207.51 6.66% 89.55% 

Major Rehab $24,267,985.62 24.23 93.34% 10.45% 

2021 

Crack Seal $10,649.35 1.36 0.04% 5.44% 

Major Rehab $2,460,575.68 2.36 9.46% 9.42% 

Reconstruction $23,526,170.70 21.32 90.49% 85.14% 

2022 

Crack Seal $238,958.74 22.94 0.92% 49.90% 

Reconstruction $25,759,958.79 23.03 99.08% 50.10% 

2023 

Crack Seal $70,618.74 7.74 0.27% 26.43% 

Reconstruction $25,929,254.07 21.54 99.73% 73.57% 

2024 

Crack Seal $231,473.15 24.23 0.89% 40.01% 

Surface Seal $266,416.16 14.45 1.02% 23.86% 

Reconstruction $25,497,254.52 21.88 98.08% 36.13% 

2025 

Crack Seal $227,153.43 23.68 0.87% 43.21% 

Minor Rehab $2,515,782.13 12.33 9.68% 22.50% 

Reconstruction $23,252,800.53 18.80 89.45% 34.29% 

2026 

Crack Seal $352,586.32 35.36 1.36% 43.70% 

Surface Seal $513,240.53 26.09 1.97% 32.24% 

Reconstruction $25,133,061.53 19.47 96.67% 24.06% 

2027 

Crack Seal $224,489.26 21.54 0.86% 45.14% 

Surface Seal $140,530.05 7.04 0.54% 14.74% 

Reconstruction $25,634,737.58 19.14 98.60% 40.11% 

2028 

Crack Seal $220,749.12 21.88 0.86% 33.15% 

Surface Seal $527,496.84 25.52 2.06% 38.67% 

Reconstruction $24,918,905.43 18.60 97.08% 28.18% 

Figure 62: 10-Year Increase PCI to 80 Scenario– Work Breakdown 

 
 



 

 
 

 

Figure 63: 10-Year Increase PCI to 80 Scenario– Distribution of Cost 

 

 

Figure 64: 10-Year Increase PCI to 80 Scenario– Miles per Activity 



 

 
 

Synopsis: 
 
The overall network PCI would increase from an approximate 72.09 after maintenance in 
2019 to an approximate 80 in 2028 if the City uses the funding amount shown in Figure 61. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

7.8  10-Year Maintain PCI at 70 Scenario 

This funding scenario was setup to maintain the overall network PCI at 70 in a period of 10 
years by targeting the roads in best condition first (highest PCI) and by using an unlimited 
pavement funding for maintenance.  
 
 

 

Figure 65: 10-Year Maintain PCI at 70 Scenario– PCI Plot 

 
 
 

10-Year Maintain PCI at 70 

Year Avg. PCI Required Funding 

2018 69.04 - 

2019 70.94 $19,995,345.95  

2020 70.26 $19,999,605.79  

2021 68.47 $19,996,608.40  

2022 66.95 $19,999,990.52  

2023 65.74 $19,999,739.31  

2024 65.43 $19,998,392.35  

2025 65.88 $19,997,213.75  

2026 66.79 $19,998,654.75  

2027 68.60 $19,997,989.12  

2028 71.13 $19,999,166.80  

Figure 66: 10-Year Maintain PCI at 70 Scenario– Funding Information 



 

 
 

2019 

Activity Total Cost Total Miles Percentage of Cost Percentage of Miles 

Crack Seal $1,643,488.65 204.82 8.22% 56.71% 

Minor Rehab $2,713,609.24 15.47 13.57% 4.28% 

Reconstruction $13,566,561.15 12.96 67.85% 3.59% 

Surface Seal $2,071,686.91 127.94 10.36% 35.42% 

2020 

Crack Seal $1,104,791.52 131.94 5.52% 67.12% 

Major Rehab $8,324,197.16 8.67 41.62% 4.41% 

Minor Rehab $6,807,379.85 40.43 34.04% 20.56% 

Reconstruction $3,546,223.69 3.22 17.73% 1.64% 

Surface Seal $217,013.58 12.33 1.09% 6.27% 

2021 

Crack Seal $383,505.33 43.73 1.92% 59.29% 

Major Rehab $19,434,130.93 19.64 97.19% 26.63% 

Surface Seal $178,972.14 10.39 0.90% 14.08% 

2022 

Crack Seal $331,129.40 33.32 1.66% 65.08% 

Major Rehab $6,980,643.96 6.84 34.90% 13.36% 

Reconstruction $12,688,217.16 11.04 63.44% 21.56% 

2023 

Crack Seal $117,456.03 12.96 0.59% 44.09% 

Reconstruction $19,882,283.27 16.44 99.41% 55.91% 

2024 

Crack Seal $110,100.30 11.89 0.55% 28.18% 

Reconstruction $19,621,875.89 15.85 98.12% 37.57% 

Surface Seal $266,416.16 14.45 1.33% 34.25% 

2025 

Crack Seal $185,366.83 19.64 0.93% 40.77% 

Reconstruction $19,585,282.45 16.19 97.94% 33.61% 

Surface Seal $226,564.47 12.35 1.13% 25.62% 

2026 

Crack Seal $176,434.39 17.88 0.88% 34.00% 

Reconstruction $19,433,730.37 15.08 97.18% 28.67% 

Surface Seal $388,489.99 19.63 1.94% 37.33% 

2027 

Crack Seal $172,136.04 16.44 0.86% 38.75% 

Reconstruction $19,598,749.82 15.06 98.00% 35.51% 

Surface Seal $227,103.26 10.92 1.14% 25.74% 

2028 

Crack Seal $169,881.50 15.85 0.85% 26.58% 

Reconstruction $19,197,567.55 13.77 95.99% 23.09% 

Surface Seal $631,717.75 30.02 3.16% 50.33% 

Figure 67: 10-Year Maintain PCI at 70 Scenario– Work Breakdown 

 



 

 
 

 

 

Figure 68: 10-Year Maintain PCI at 70 Scenario– Distribution of Cost 

 

 

Figure 69: 10-Year Maintain PCI at 70 Scenario– Miles per Activity 



 

 
 

Synopsis: 
 
The overall network PCI would increase from an approximate 70.94 after maintenance in 
2019 to an approximate 71.13 in 2028 if the city uses the funding amount shown in Figure 
66. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



 

 
 

 

APPENDIX A 

SEGMENT LEVEL PCI DATA 
 



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::1 Aly::12681 W Club Bv Concrete Section Asphalt 266.18 12 36 268 Y

Durham::1 Aly::18610 Concrete Section Cul‐De‐Sac Concrete 114.54 14 54 594 Y

Durham::10 Aly::13110 Broad St Iredell St Concrete 358.30 16 61 177 Y

Durham::11 Aly::13120 N Duke St N Gregson St Concrete 774.02 12 65 463 Y

Durham::12 Aly::13119 WATTS ST N BUCHANAN BV 312.41 11 ‐1 ‐1 N Too Narrow For Van

Durham::13 Aly::13162 Watts St N Gregson St Asphalt 558.23 12 93 607 Y

Durham::13 Aly::13163 N Gregson St N Duke St Concrete 773.86 12 60 658 Y

Durham::13 Aly::18612 Watts St N Gregson St Concrete 294.73 12 57 666 Y

Durham::14 Aly::13187 Watts St N Gregson St Concrete 851.82 12 60 516 Y

Durham::14 Aly::13188 N Gregson St N Duke St Concrete 772.24 10 19 516 Y

Durham::15 Aly::13224 Watts St N Gregson St Asphalt 848.63 10 58 305 Y

Durham::16 Aly::13250 N Buchanan Bv Watts St Asphalt 379.49 12 78 240 Y

Durham::16 Aly::13251 Concrete Section N Gregson St Asphalt 689.12 12 86 358 Y

Durham::16 Aly::18613 Watts St Asphalt Section Concrete 163.20 12 96 730 Y

Durham::17 Aly::13289 Watts St N Gregson St Asphalt 854.36 12 79 417 Y

Durham::19 Aly::14517 Hermitage Ct 20 Aly Concrete 183.11 12 96 310 Y

Durham::20 Aly::14516 19 Aly Dead‐End Concrete 203.40 12 98 310 Y

Durham::20 Aly::14559 Dead‐End 19 Aly Concrete 199.68 12 96 310 Y

Durham::23 Aly::18464 Foster St Cul‐de‐sac 159.92 12 ‐1 ‐1 N Too Narrow For Van

Durham::24 Aly::13736 N MANGUM ST Cul‐de‐sac 117.67 16 ‐1 ‐1 N Too Narrow For Van

Durham::25 Aly::13630 25 Aly Orange St 99.70 8 ‐1 ‐1 N Too Narrow For Van

Durham::26 Aly::13629 E Chapel Hill St 25 Aly 301.86 8 ‐1 ‐1 N Too Narrow For Van

Durham::27 Aly::13493 W Seminary Av Gravel Section Concrete 295.29 18 87 358 Y

Durham::3 Aly::12761 Cul‐De‐Sac Englewood Ave Asphalt 276.98 14 88 442 Y

Durham::31 Aly::17567 W Markham Ave E Knox St Asphalt 475.07 12 82 800 Y

Durham::32 Aly::13022 E Markham Av Dead End Concrete 684.57 11 49 602 Y

Durham::35 Aly::14644 S Driver St Salem St Asphalt 310.57 14 12 346 Y

Durham::36 Aly::17165 Wedgedale Av End Of Road Asphalt 168.25 16 47 196 Y

Durham::4 Aly::18611 W Markham Av Gravel Section Concrete 162.32 14 30 299 Y

Durham::41 Aly::18811 324.99 8 ‐1 ‐1 N Does Not Exist

Durham::42 Aly::18812 Crown Pkwy Shakespeare Dr Concrete 431.99 12 85 445 Y

Durham::43 Aly::18808 Shakespeare Dr Hamlet Pl Concrete 390.06 12 98 378 Y

Durham::44 Aly::18813 King Lear Ln Crown Pkwy Concrete 187.71 12 95 178 Y

Durham::5 Aly::18463 Asbury Methodist Parking Lot W Markham Av Concrete 226.09 12 57 499 Y

Durham::6 Aly::12864 Englewood Ave W Knox St Concrete 656.15 12 90 527 Y

Durham::Abbey Pl::16332 Barcelona Ave Cul‐De‐Sac Asphalt 259.53 28 52 274 Y

Durham::Abbotsford::11028 Summerville Ln Circle Asphalt 227.76 28 75 124 Y

Durham::Abelia Ct::11627 Horton Rd Cul‐De‐Sac Asphalt 139.40 26 56 800 Y

Durham::Abernathy::17804 Barbee Chapel Rd Abernathy Dr Asphalt 182.50 22 72 499 Y

Durham::Abernathy::17805 Abernathy Dr Abernathy Dr Asphalt 411.41 21 63 297 Y

Durham::Abingdon W::16576 Churchwell Ct Cul‐De‐Sac Asphalt 137.05 24 21 370 Y

Durham::Academia C::17284 Chancellors Ridge Dr Cul‐De‐Sac Asphalt 508.86 18 47 410 Y

Durham::Academia C::19784 Chancellors Ridge Dr Cul‐De‐Sac Asphalt 60.51 28 18 424 Y

Durham::Academy Ri::17301 Ridge Rd Cul‐De‐Sac Asphalt 429.06 21 87 371 Y

Durham::Acadia St::12429 Greenwood Dr Dead End Asphalt 286.55 30 95 225 Y

Durham::Acadia St::12458 W Lavender Av Greenwood Dr Asphalt 265.67 32 90 341 Y

Durham::Acadia St::12599 W Club Bv W Ellerbee St Asphalt 836.52 30 82 162 Y

Durham::Acadia St::12810 Englewood Av Brookline St Asphalt 459.49 28 45 520 Y

Durham::Acadia St::12896 W Knox St Englewood Av Asphalt 649.45 28 92 381 Y

Durham::Acadia St::13036 W Markham Av W Knox St Asphalt 1020.98 27 60 416 Y

Durham::Acadia St::18339 Acadia St Elgin St Asphalt 337.45 34 66 274 Y

Durham::access roa::18625 Ellis Rd Train Track Asphalt 750.83 26 23 273 Y

Durham::Accura Ct::11219 Mystic Dr Cul De Sac Asphalt 329.08 19 45 293 Y

Durham::Accura Ct::11240 Cul‐De‐Sac Mystic Dr Asphalt 375.30 19 60 293 Y

Durham::Acorn Ct::18980 Carpenter Fletcher Rd Cul‐De‐Sac Asphalt 116.58 20 78 117 Y

Durham::Acornridge::15868 Dunsinane Dr Cul‐De‐Sac Asphalt 195.93 28 73 680 Y

Durham::Acornridge::15889 Chippenham Rd Dunsinane Dr Asphalt 387.55 28 80 212 Y

Durham::Addison Ct::11164 Stardust Dr Cul De Sac Asphalt 204.66 22 94 244 Y

Durham::Ader St::12073 Blair St Dearborn Dr Asphalt 599.57 25 73 234 Y

Durham::Ader St::12086 Blair St Dearborn Dr Asphalt 23.37 20 84 230 Y

Durham::Adler Ct::13449 Woodland Park R Cul De Sac Asphalt 99.76 28 23 456 Y

Durham::Afton Pl::15293 Vestrial Ln Cul‐De‐Sac Asphalt 127.24 23 29 461 Y

Durham::Ainsley Ct::16814 Herndon Rd Cul‐De‐Sac Asphalt 760.09 23 75 357 Y

Durham::Ainsworth::16795 Timmons Dr Cul‐De‐Sac Asphalt 242.36 31 82 204 Y

Durham::Akron Ave::15792 Alfred St Scranton Pl Asphalt 894.99 29 78 219 Y

Durham::Akron Ave::15796 Scranton Pl Jerome Rd Asphalt 465.04 29 83 226 Y

Durham::Alabama Av::11901 Cammie St End Of Street Asphalt 899.31 29 70 246 Y

Durham::Alabama Av::11959 Ellen St Cammie St Asphalt 549.03 28 50 315 Y

Durham::Alabama Av::11994 Melva St Ellen St Asphalt 304.77 28 27 222 Y

Durham::Alabama Av::12035 W Carver St Melva St Asphalt 468.96 28 27 304 Y

Durham::Alabama Av::12124 Verdun St W Carver St Asphalt 1229.07 30 25 345 Y

Durham::Alabama Av::12139 Fawn Ave Verdun St Asphalt 365.35 30 88 195 Y

Durham::Alabama Av::12305 Sovereign St Dead End Asphalt 357.30 18 55 270 Y

Durham::Alabama Av::12336 Drake Av Sovereign St Asphalt 431.06 17 86 200 Y

Durham::Alabama Av::12398 Indian Tr Drake Av Asphalt 525.60 18 93 189 Y

Durham::Alabama Av::12547 Pershing St Sprunt Av Asphalt 269.92 30 93 140 Y

Durham::Alabama Av::12572 Wilson St Pershing St Asphalt 353.47 30 64 487 Y

Durham::Alabama Av::12614 Woodrow St Wilson St Asphalt 348.24 26 57 534 Y

Durham::Alabama Av::12659 W Club Bv Woodrow St Asphalt 457.54 30 50 211 Y

Durham::Alabama Av::12734 Englewood Av W Club Bv Asphalt 600.28 30 52 302 Y

Durham::Alabama Av::12780 Lawndale Av Englewood Av Asphalt 350.59 29 89 297 Y

Durham::Alabama Av::12796 Lawndale Av Lawndale Av Asphalt 75.43 28 86 382 Y

Durham::Alabama Av::12834 W Knox St Lawndale Av Asphalt 431.85 28 93 330 Y

Durham::Alabama Av::12916 Oakland Av W Knox St Asphalt 821.38 31 91 275 Y

Durham::Alamo Ct::12722 Carson Cr Cul De Sac Asphalt 150.96 31 52 502 Y

Durham::Alamo Ct::12754 American Dr Carson Cr Asphalt 268.13 26 70 382 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Albany St::12225 Reichard St Woodmont Dr Asphalt 287.31 18 89 207 Y

Durham::Albany St::12243 Dead End Reichard St Asphalt 135.29 17 60 595 Y

Durham::Albany St::12296 Sovereign St Dead End Asphalt 268.31 19 78 408 Y

Durham::Albany St::12307 Sovereign St Sovereign St Asphalt 57.28 31 89 294 Y

Durham::Albany St::12340 Drake Av Sovereign St Asphalt 432.48 21 91 247 Y

Durham::Albany St::12404 Indian Tr Drake Av Asphalt 513.06 22 93 196 Y

Durham::Albany St::12456 Perennial Dr Indian Tr Asphalt 480.90 21 91 179 Y

Durham::Albany St::12475 Sunset Av Perennial Dr Asphalt 292.55 22 93 204 Y

Durham::Albany St::12518 Sprunt Av Sunset Av Asphalt 366.71 20 86 316 Y

Durham::Albany St::19743 Reichard St Woodmont Dr Asphalt 133.87 25 91 429 Y

Durham::Albemarle::13356 W Morgan St Lamond Av Asphalt 358.10 30 91 669 Y

Durham::Albemarle::13383 W Main St W Morgan St Asphalt 346.37 32 89 800 Y

Durham::Alben St::17905 Cook Rd Spring Meadow Ct Asphalt 179.89 24 83 107 Y

Durham::Alben St::17906 Spring Meadow Dr Cultivar Ln Asphalt 266.90 22 87 207 Y

Durham::Alben St::17907 Cultivar Ln Caliper Way Asphalt 272.78 22 84 324 Y

Durham::Alben St::17908 Uc Caliper Way Asphalt 150.16 22 88 241 Y

Durham::Albert Ct::15832 Buxton St Cul‐De‐Sac Asphalt 172.55 22 32 548 Y

Durham::Albritton::18098 Harkness Cir Corby Ln Asphalt 278.17 21 91 389 Y

Durham::Albritton::18100 Albritton Dr Albritton Dr Asphalt 719.04 18 95 351 Y

Durham::Albritton::18101 Corby Ln Albritton Dr Asphalt 686.28 22 93 208 Y

Durham::Alcott St::13089 Colonial St Camden Av Asphalt 681.12 28 92 183 Y

Durham::Alderbrook::16004 Brynwood Av Gaithers Pointe Dr Asphalt 175.10 23 42 519 Y

Durham::Alderbrook::16025 Gaithers Pointe Dr Tapestry Te Asphalt 451.22 22 84 295 Y

Durham::Alderbrook::16034 Tapestry Te Linden Oaks Av Asphalt 305.96 23 49 297 Y

Durham::Alderbrook::16062 Linden Oaks Av Linden Oaks Av Asphalt 1022.97 23 49 285 Y

Durham::Alderman L::14994 Ashland Dr Dead End Asphalt 440.00 29 30 357 Y

Durham::Alderman L::14999 Cul De Sac Ashland Dr Asphalt 143.76 20 23 478 Y

Durham::Aldershot::17335 Oxfordshire Ln Cul‐De‐Sac Asphalt 280.72 20 60 253 Y

Durham::Alexander::13253 Erwin Rd Pace St Asphalt 663.67 29 74 226 Y

Durham::Alexander::13320 Pace St Vance St Asphalt 676.93 29 34 302 Y

Durham::Alexander::13422 Vance St Campus Dr Asphalt 765.79 32 49 402 Y

Durham::Alexis Ct::17185 Cedar Grove Dr Cul‐De‐Sac Asphalt 391.88 20 83 346 Y

Durham::Alfred St::15793 Riddle Rd Akron Av Asphalt 180.07 30 88 249 Y

Durham::Alfred St::15828 Akron Av Jerome Rd Asphalt 764.11 29 92 294 Y

Durham::Alfred St::19853 Riddle Rd Akron Av Asphalt 176.93 41 83 352 Y

Durham::Alhambra C::13591 Fidelity Dr Cul De Sac Asphalt 160.19 26 36 316 Y

Durham::Alicia Ct::13117 Faucette Av Lyle Ct Asphalt 290.40 24 85 312 Y

Durham::Alicia Ct::13132 Lyle Ct Cul‐De‐Sac Asphalt 366.65 23 64 219 Y

Durham::Alleghany::11974 Alleghany St Cul‐De‐Sac Asphalt 213.58 30 46 483 Y

Durham::Alleghany::12010 W Carver St Barrymore Av Asphalt 320.92 32 61 228 Y

Durham::Allen Moor::15097 Guy Walker Way Cul‐De‐Sac Asphalt 214.52 22 42 526 Y

Durham::Allendown::16730 Nc 55 Hw Meadow Dr Asphalt 513.62 24 66 204 Y

Durham::Allgood St::11873 Pineland Av End Of Street Asphalt 234.87 29 66 371 Y

Durham::Allgood St::11908 Craven St Pineland Av Asphalt 358.69 29 71 335 Y

Durham::Allgood St::11953 Denver Av Craven St Asphalt 577.04 30 79 178 Y

Durham::Allgood St::12068 Piper St End Of Street Asphalt 47.47 26 69 600 Y

Durham::Allgood St::12099 Belvin Av Piper St Asphalt 529.06 22 94 326 Y

Durham::Alma St::13494 Juniper St Woodbark Ln Asphalt 207.67 17 89 445 Y

Durham::Alma St::13566 Evergreen St Juniper St Asphalt 446.36 28 83 256 Y

Durham::Alma St::13767 Holloway St Evergreen St Asphalt 1167.84 27 82 235 Y

Durham::Alman Dr::14892 Keohane Dr 3606 Alman Dr Asphalt 291.00 29 87 346 Y

Durham::Alman Dr::17790 Katie Ln 3515 Alman Dr Asphalt 541.74 23 90 206 Y

Durham::Alman Dr::18099 Kilgo Dr Katie Ln Asphalt 673.62 22 94 220 Y

Durham::Alman Dr::18359 3515 Alman Dr Keohane Dr Asphalt 152.04 22 82 180 Y

Durham::Alpha Dr::13378 Hounds Chase Dr End Of Street Asphalt 87.94 23 42 330 Y

Durham::Alpha Dr::13417 Alpha Dr Hounds Chase Dr Asphalt 324.90 21 22 273 Y

Durham::Alpha Dr::13435 Woodland Park R Chg Pvmt Asphalt 149.79 28 29 379 Y

Durham::Alpha Dr::13474 Kaplan Ct Woodland Park Rd Asphalt 302.54 22 91 287 Y

Durham::Alpha Dr::13504 Cul‐De‐Sac Kaplan Ct Asphalt 157.82 24 83 355 Y

Durham::Alpine Rd::15584 Hope Valley Rd Lucerne Ln Asphalt 1679.91 22 63 221 Y

Durham::Alpine Rd::15587 Dunbarton Cr Inglenook Rd Asphalt 285.96 29 92 237 Y

Durham::Alpine Rd::15588 Inglenook Rd Hope Valley Rd Asphalt 352.85 30 94 321 Y

Durham::Alpine Rd::15601 Lucerne Ln Dixon Rd Asphalt 526.71 20 61 244 Y

Durham::Alsey Pl::15429 Victor Ave Cul‐De‐Sac Asphalt 469.48 23 84 276 Y

Durham::Alsey Pl::19561 Victor Ave Cul‐De‐Sac Asphalt 135.60 24 78 800 Y

Durham::Altmont Ct::14487 Stonegate Dr Cul De Sac Asphalt 830.51 23 83 208 Y

Durham::Alumni Ave::17291 Chancellors Ridge Dr Graduate Ct Asphalt 870.08 22 35 453 Y

Durham::Alumni Ave::17293 Graduate Ct Cul‐De‐Sac Asphalt 271.66 22 52 358 Y

Durham::Alumwood P::18512 Horsebarn Dr Cul‐De‐Sac Asphalt 285.98 29 95 304 Y

Durham::Alyea Ct::17929 Prospect Pkwy Cul‐De‐Sac Asphalt 255.80 18 83 206 Y

Durham::Amador Pl::11131 Cul De Sac Vivaldi Dr Asphalt 256.63 23 69 315 Y

Durham::Amarillo R::18345 Hidden Treasure Dr Birchrun Dr Asphalt 660.34 20 72 238 Y

Durham::Amaryllis::18175 Birchrun Dr Hidden Treasure Dr Asphalt 381.12 21 85 137 Y

Durham::Amaryllis::18176 Hidden Treasure Dr Lakeview Rd Asphalt 167.49 24 80 242 Y

Durham::Amayo Ct::16726 Mccormick Rd Cul De Sac Asphalt 180.00 33 92 294 Y

Durham::Ambassador::16080 S Miami Bv Rolling Pines Av Asphalt 430.61 20 48 246 Y

Durham::Ambassador::19710 S Miami Bv Rolling Pines Av Asphalt 249.33 34 89 229 Y

Durham::Amber Ston::17080 Cul‐De‐Sac Glennstone Dr Asphalt 701.55 20 82 137 Y

Durham::Amber Ston::17702 Glennstone Dr Amber Stone Way Asphalt 1047.88 28 80 165 Y

Durham::Amber Ston::18381 Glennstone Dr Amber Stone Way Asphalt 97.22 22 70 199 Y

Durham::Amber Ston::18382 Glennstone Dr Amber Stone Way Asphalt 94.89 23 85 132 Y

Durham::Amberglen::17852 Fairwoods Dr Cul‐De‐Sac Asphalt 132.42 23 92 360 Y

Durham::Amberley D::12876 Lindmont Av Overland Dr Asphalt 398.65 19 77 302 Y

Durham::Amberley D::12939 Winburn Av Lindmont Av Asphalt 494.09 20 66 171 Y

Durham::Amberley D::13007 Faucette Av Winburn Av Asphalt 570.80 22 63 282 Y

Durham::Amberwood::11923 Richwood Rd Fairlawn Rd Asphalt 360.56 20 93 193 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Ambridge S::12600 Cul De Sac E Club Bv Asphalt 762.64 23 83 264 Y

Durham::American D::12344 Minuteman Ct Neal Rd Asphalt 593.16 29 47 260 Y

Durham::American D::12384 Cumberland Dr Minuteman Ct Asphalt 340.56 27 84 222 Y

Durham::American D::12431 Chiswell Ct Cumberland Dr Asphalt 548.92 29 87 198 Y

Durham::American D::12471 Governors Pl Chiswell Ct Asphalt 451.26 29 34 396 Y

Durham::American D::12490 Annapolis Ct Governors Pl Asphalt 284.86 29 83 231 Y

Durham::American D::12608 Valley Forge Rd Talcott Dr Asphalt 434.34 30 82 139 Y

Durham::American D::12711 Brandywine Ct Valley Forge Rd Asphalt 912.39 28 85 217 Y

Durham::American D::12712 White Pine Dr Constitution Dr Asphalt 197.30 38 38 454 Y

Durham::American D::12723 Constitution Dr Barrington Pl Asphalt 353.97 33 84 231 Y

Durham::American D::12729 Tarawa Te Brandywine Ct Asphalt 246.09 28 95 206 Y

Durham::American D::12738 Sunrise Pl White Pine Dr Asphalt 740.86 36 71 254 Y

Durham::American D::12748 Westfield Dr Sunrise Pl Asphalt 154.13 34 70 312 Y

Durham::American D::12753 Barrington Pl Alamo Ct Asphalt 715.83 34 82 211 Y

Durham::American D::12755 Alamo Ct Tarawa Te Asphalt 814.74 29 94 169 Y

Durham::American D::12771 Hillgrand Dr Westfield Dr Asphalt 482.13 36 66 250 Y

Durham::American D::12795 Inwood Dr Hillgrand Dr Asphalt 358.63 31 29 306 Y

Durham::American D::12817 Linden Te Inwood Dr Asphalt 461.63 31 73 237 Y

Durham::American D::12855 Morreene Rd Linden Te Asphalt 899.15 34 73 236 Y

Durham::American D::17484 Talcott Dr Annapolis Ct Asphalt 491.69 30 85 183 Y

Durham::American D::17485 Annapolis Ct Sycamore Shoals Rd Asphalt 334.48 31 83 257 Y

Durham::Amesbury L::16174 Thetford Rd Worcester Pl Asphalt 1206.58 28 78 187 Y

Durham::Amesbury L::16202 Worcester Pl Brookshire Rd Asphalt 277.39 27 69 345 Y

Durham::Amesbury L::16248 Brookshire Rd Swarthmore Rd Asphalt 404.52 29 84 217 Y

Durham::Anacosta S::15393 Hope Av Dakota St Asphalt 714.69 29 75 258 Y

Durham::Anacosta S::15428 Dakota St Cul De Sac Asphalt 376.51 30 83 674 Y

Durham::Ancient Oa::17862 Medallion Dr Cul‐De‐Sac Asphalt 162.61 24 85 287 Y

Durham::Ancroft Av::15731 Delray St Delray St Asphalt 606.47 31 65 257 Y

Durham::Ancroft Av::15745 Delray St Riddle Rd Asphalt 237.17 30 68 566 Y

Durham::Anderson S::13155 Ramp W Main St Asphalt 303.59 49 52 453 Y

Durham::Anderson S::13161 W Main St Durham Fwy Concrete 48.61 45 96 113 Y

Durham::Anderson S::13164 Durham Fwy Durham Fwy Concrete 64.32 44 96 115 Y

Durham::Anderson S::13167 Durham Fwy Erwin Rd Asphalt 135.64 43 41 506 Y

Durham::Anderson S::13219 Erwin Rd Yearby Av Asphalt 352.56 30 22 191 Y

Durham::Anderson S::13246 Yearby Ave Lewis St Asphalt 545.93 30 55 247 Y

Durham::Anderson S::13277 Lewis St Bynum St Asphalt 196.95 30 48 221 Y

Durham::Anderson S::13314 Bynum St Vance St Asphalt 379.68 30 68 195 Y

Durham::Anderson S::13418 Vance St Campus Dr Asphalt 761.24 30 41 253 Y

Durham::Anderson S::13515 Campus Dr Duke University Rd Asphalt 603.86 30 56 340 Y

Durham::Anderson S::13900 Duke University Rd Morehead Av Asphalt 2352.69 32 53 178 Y

Durham::Anderson S::13906 Morehead Ave Cranford Rd Asphalt 31.84 36 91 285 Y

Durham::Anderson S::14044 Cranford Rd Auburn St Asphalt 508.42 36 76 206 Y

Durham::Anderson S::14159 Auburn St Bruton Rd Asphalt 538.38 34 67 262 Y

Durham::Anderson S::14189 Bruton Rd Perkins Rd Asphalt 147.93 34 82 185 Y

Durham::Anderson S::14225 Perkins Rd Elmwood Av Asphalt 154.23 34 81 190 Y

Durham::Anderson S::14276 Elmwood Av Wrightwood Av Asphalt 363.66 34 72 189 Y

Durham::Anderson S::14369 Wrightwood Av Prince St Asphalt 442.10 35 80 163 Y

Durham::Anderson S::14533 Prince St Vesson Av Asphalt 794.96 37 70 197 Y

Durham::Anderson S::14594 Vesson Av Chapel Hill Rd Asphalt 349.98 35 52 244 Y

Durham::Anderson S::19538 Erwin Rd Yearby Av Asphalt 190.45 40 81 442 Y

Durham::Anderson S::19567 Prince St Vesson Av Asphalt 85.83 32 75 271 Y

Durham::Anderson S::19568 Wrightwood Av Prince St Asphalt 84.94 30 75 288 Y

Durham::Anderson S::19769 Cranford Rd Auburn St Asphalt 319.08 38 79 191 Y

Durham::Andi Ct::15843 Kaitlin Dr Cul‐De‐Sac Asphalt 258.88 25 34 321 Y

Durham::Andover Dr::13268 Cheek Rd Radford Pl Asphalt 329.20 29 51 269 Y

Durham::Andover Dr::17815 Wittenberg Way End Of Street Asphalt 219.41 28 79 264 Y

Durham::Andrews Rd::12831 Starmont Dr Dupont Dr Asphalt 464.61 21 89 267 Y

Durham::Andrews Rd::12882 Morreene Rd Starmont Dr Asphalt 524.04 21 88 214 Y

Durham::Angier Ave::14185 E Main St S Elm St Asphalt 675.72 33 73 219 Y

Durham::Angier Ave::14243 S Elm St Dale St Asphalt 295.47 29 38 430 Y

Durham::Angier Ave::14259 Dale St Lyon St Asphalt 159.00 26 85 355 Y

Durham::Angier Ave::14274 Lyon St Laurel St Asphalt 210.79 26 89 317 Y

Durham::Angier Ave::14298 Laurel St Stokes St Asphalt 333.79 27 93 277 Y

Durham::Angier Ave::14319 Stokes St S Alston Av Asphalt 341.99 33 60 451 Y

Durham::Angus Rd::14725 Cromwell Rd Cul De Sac Asphalt 751.72 22 81 257 Y

Durham::Anita St::13107 Hollywood St Shawnee St Asphalt 293.11 31 64 564 Y

Durham::Annandale::13992 Erwin Rd Chelmsford Dr Asphalt 622.37 24 64 237 Y

Durham::Annandale::14053 Chelmsford Dr Fallsworth Dr Asphalt 284.06 24 67 227 Y

Durham::Annandale::14155 Fallsworth Dr Lochinvar Dr Asphalt 469.89 22 68 193 Y

Durham::Annandale::14197 Lochinvar Dr Sinclair Cr Asphalt 254.29 27 93 341 Y

Durham::Annandale::14246 Sinclair Cr Macgregor Ct Asphalt 419.30 24 89 231 Y

Durham::Annandale::14327 Macgregor Ct Bermouth Ct Asphalt 562.07 23 88 241 Y

Durham::Annandale::14349 Bermouth Ct Lochnora Pw Asphalt 253.19 26 88 322 Y

Durham::Annapolis::12491 American Dr Cul‐De‐Sac Asphalt 153.48 26 86 250 Y

Durham::Anson St::15310 Person St Cul‐De‐Sac Asphalt 302.87 28 77 203 Y

Durham::Anthony Dr::12113 Cul De Sac Pinedale Dr Asphalt 714.68 22 41 271 Y

Durham::Anthony Dr::12146 Pinedale Dr Hillsborough Rd Asphalt 575.59 22 40 195 Y

Durham::Antioch Ct::17940 Hemlock Hill Dr Cul‐De‐Sac Asphalt 132.63 19 92 520 Y

Durham::Antler Poi::17330 Fayetteville Rd Bravehart Ct Asphalt 201.53 23 57 691 Y

Durham::Antler Poi::17386 Bravehart Ct Caribou Xing Asphalt 560.98 22 84 205 Y

Durham::Antler Poi::17387 Caribou Xing Cul‐De‐Sac Asphalt 231.55 22 92 320 Y

Durham::Apex St::14786 South St Fargo St Asphalt 270.27 24 80 274 Y

Durham::Apollo St::12082 Raven St Dearborn Dr Asphalt 318.92 24 81 315 Y

Durham::Appleton P::12062 Faison Rd Fairgreen Pl Asphalt 435.56 30 84 281 Y

Durham::Appleton P::12067 Fairgreen Pl Cul De Sac Asphalt 795.56 30 77 366 Y

Durham::Appling Wa::16343 Long Ridge Rd Cherry Blossom Dr Asphalt 403.98 24 18 305 Y
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Durham::Appling Wa::16360 Rolling Meadows Dr Long Ridge Rd Asphalt 200.78 30 17 332 Y

Durham::Appling Wa::16379 Blue Ridge Ct Rolling Meadows Dr Asphalt 190.95 30 8 245 Y

Durham::Appling Wa::16390 Home Croft Ct Blue Ridge Ct Asphalt 207.59 30 22 631 Y

Durham::Appling Wa::16401 Seville Ct Home Croft Ct Asphalt 226.20 30 78 273 Y

Durham::Appling Wa::16410 Forest Grove Ct Seville Ct Asphalt 229.63 30 93 300 Y

Durham::Appling Wa::16418 Huxey Glenn Ct Forest Grove Ct Asphalt 144.07 32 17 663 Y

Durham::Appling Wa::16435 Lumley Rd Huxey Glenn Ct Asphalt 239.96 32 12 800 Y

Durham::Appling Wa::16456 Shagbark Dr Lumley Rd Asphalt 653.52 29 46 358 Y

Durham::Appling Wa::16467 Lumley Rd Honeysuckle Ln Asphalt 622.77 31 63 245 Y

Durham::Appling Wa::16480 Honeysuckle Ln Shagbark Dr Asphalt 355.37 28 57 222 Y

Durham::Appling Wa::16491 Shagbark Dr Muscadine Ct Asphalt 322.68 30 72 268 Y

Durham::Appling Wa::16500 Muscadine Ct Scuppernong Ln Asphalt 1019.20 29 51 243 Y

Durham::Appling Wa::17082 Cherry Blossom Dr Pagemore Ct Asphalt 529.95 22 34 229 Y

Durham::Appling Wa::17083 Pagemore Ct Page Rd Asphalt 1043.26 22 39 321 Y

Durham::Appling Wa::17097 Scuppernong Ln Shagbark Dr Asphalt 681.06 29 55 320 Y

Durham::Appling Wa::19704 Long Ridge Rd Cherry Blossom Dr Asphalt 148.46 30 17 563 Y

Durham::Arbor St::12838 Everett Pl Englewood Av Asphalt 324.14 30 94 259 Y

Durham::Arbor St::12888 W Knox St Everett Pl Asphalt 324.43 29 89 355 Y

Durham::Arborfield::16196 Juliette Dr Wood Valley Ct Asphalt 181.53 40 91 487 Y

Durham::Arborfield::16222 Wood Valley Ct Cul‐De‐Sac Asphalt 263.51 27 85 428 Y

Durham::Arcola Ln::14462 Middlebrook Dr Cul De Sac Asphalt 110.23 27 26 526 Y

Durham::Arden Ln::16275 Rolling Pines Ave End Of Street Asphalt 411.06 17 44 261 Y

Durham::Argonne Dr::11490 Chateau Rd Chateau Rd Asphalt 122.23 21 62 174 Y

Durham::Argonne Dr::11492 Versailles St Chateau Rd Asphalt 1174.70 20 49 404 Y

Durham::Argonne Dr::11493 N Roxboro St Versailles St Asphalt 440.22 22 66 297 Y

Durham::Argonne Dr::11520 Chateau Rd Chateau Rd Asphalt 1596.99 19 86 239 Y

Durham::Argonne Dr::11526 Chateau Rd David St Asphalt 435.53 23 73 351 Y

Durham::Argonne Dr::11527 David St Rhew Dr Asphalt 463.12 30 86 252 Y

Durham::Arlington::15643 Timothy Av Trident Pl Asphalt 326.39 29 95 370 Y

Durham::Arlington::15669 Trident Pl Tralea Dr Asphalt 572.50 29 66 329 Y

Durham::Armitage D::14090 Thistlerock Ln N Indiancreek Pl Asphalt 329.16 26 38 290 Y

Durham::Armitage D::14139 N Indiancreek Pl Redear Pl Asphalt 311.01 26 34 313 Y

Durham::Armitage D::14180 Redear Pl Fire Rock Pl Asphalt 310.03 25 35 213 Y

Durham::Armitage D::14191 Fire Rock Pl Stallings Rd Asphalt 753.93 25 49 220 Y

Durham::Arnette Av::13697 W Chapel Hill St Jackson St Asphalt 490.65 28 89 205 Y

Durham::Arnette Av::13779 Jackson St Yancey St Asphalt 540.15 28 86 271 Y

Durham::Arnette Av::13836 Yancey St Parker St Asphalt 400.94 27 66 707 Y

Durham::Arnette Av::13936 Parker St Morehead Av Asphalt 448.87 27 81 375 Y

Durham::Arnette Av::14005 Morehead Av Proctor St Asphalt 442.95 28 90 210 Y

Durham::Arnette Av::14106 Proctor St Cobb St Asphalt 444.11 25 53 800 Y

Durham::Arnette Av::14253 Cobb St W Lakewood Ave Asphalt 752.13 34 83 264 Y

Durham::Arnette Av::14355 W Lakewood Ave Wells St Asphalt 627.56 27 87 287 Y

Durham::Arnette Av::14434 Wells St Bivins St Asphalt 441.34 30 75 276 Y

Durham::Arnette Av::14448 Bivins St Hermitage Ct Asphalt 50.00 76 91 587 Y

Durham::Arnold Rd::15266 University Dr End Of Street Asphalt 616.77 14 84 280 Y

Durham::Arringdon::17074 Page Rd Westleigh Dr Asphalt 354.39 57 85 276 Y

Durham::Arringdon::17836 Westleigh Dr Langdon Dr Asphalt 290.15 37 57 323 Y

Durham::Arringdon::19807 Westleigh Dr Langdon Dr Asphalt 119.99 20 60 660 Y

Durham::Arringdon::19808 Westleigh Dr Langdon Dr Asphalt 276.60 45 65 266 Y

Durham::Arringdon::19809 Westleigh Dr Langdon Dr Asphalt 159.31 28 64 256 Y

Durham::Arringdon::19810 Westleigh Dr Langdon Dr Asphalt 385.39 35 79 249 Y

Durham::Arringdon::19822 Westleigh Dr Langdon Dr Asphalt 55.10 26 83 421 Y

Durham::Arrington::14967 University Dr Whitley Dr Asphalt 283.44 30 84 221 Y

Durham::Arrington::15041 Whitley Dr Stuart Dr Asphalt 636.07 30 91 241 Y

Durham::Arrowhead::18760 Indian Trl End Of Pavement Asphalt 263.01 20 33 403 Y

Durham::Arrowwood::11019 Loblolly Dr Iron Tree Ct Asphalt 589.80 23 87 201 Y

Durham::Arrowwood::11024 Iron Tree Ct Circle Asphalt 459.43 23 91 273 Y

Durham::Arthur Ln::12568 Sturdivant Rd Mckinley St Asphalt 707.35 24 48 285 Y

Durham::Ascott Way::16061 Spring Meadow Dr Houston Rdg Asphalt 295.97 29 45 293 Y

Durham::Ascott Way::16063 Houston Rdg Woodward Ln Asphalt 271.15 30 57 325 Y

Durham::Ascott Way::16082 Woodward Ln Juliette Dr Asphalt 325.06 29 48 223 Y

Durham::Ashburn Ln::17338 Ravenstone Ln Grandimere Ct Asphalt 536.38 28 93 154 Y

Durham::Ashburn Ln::17339 Grandimere Ct Woodtrellis Ct Asphalt 428.21 28 80 148 Y

Durham::Ashburn Ln::17733 Woodtrellis Ct Hillview Dr Asphalt 515.92 29 80 200 Y

Durham::Ashburn Ln::18169 603 Ashburn Ln English Ivy Dr Asphalt 1121.64 29 94 185 Y

Durham::Ashburn Ln::18170 English Ivy Dr Rondelay Dr Asphalt 592.27 28 95 158 Y

Durham::Ashburn Ln::18356 Hillview Dr 603 Ashburn Ln Asphalt 194.79 30 91 196 Y

Durham::Ashe St::14489 S Maple St Clay St Asphalt 261.02 30 26 484 Y

Durham::Ashe St::14524 Clay St S Driver St Asphalt 616.70 30 32 340 Y

Durham::Ashe St::14550 S Driver St Harvard Av Asphalt 400.82 27 24 403 Y

Durham::Ashe St::14555 Harvard Av S Guthrie Av Asphalt 99.03 27 35 428 Y

Durham::Ashe St::14565 S Guthrie Av S Briggs Av Asphalt 286.82 27 22 245 Y

Durham::Ashe St::14574 S Briggs Av Cody St Asphalt 333.55 28 77 409 Y

Durham::Ashe St::14617 Cody St Bingham St Asphalt 790.96 28 85 240 Y

Durham::Ashe St::14622 Bingham St S Benjamine St Asphalt 538.79 29 70 202 Y

Durham::Ashe St::14626 S Benjamine St Creasy St Asphalt 610.52 27 82 282 Y

Durham::Ashe St::14631 Creasy St Ashe St Asphalt 361.85 21 79 215 Y

Durham::Ashe St::14633 E Ashe St S Hoover Rd Asphalt 492.77 20 79 281 Y

Durham::Ashe St::14634 S Hoover Rd S Hoover Rd Asphalt 352.42 24 78 252 Y

Durham::Ashe St::19352 Bingham St S Benjamine St Asphalt 87.20 33 50 214 Y

Durham::Ashfield D::17236 Paces Ferry Dr Guess Rd Asphalt 418.36 27 79 399 Y

Durham::Ashford Ln::16087 Silhouette Dr Gable Ridge Dr Asphalt 637.96 28 39 331 Y

Durham::Ashford Ln::16112 Gable Ridge Dr Silhouette Dr Asphalt 290.41 25 35 781 Y

Durham::Ashland Dr::14965 Dead End Lindenshire Dr Asphalt 406.48 29 70 257 Y

Durham::Ashland Dr::14993 Lindenshire Dr Alderman Ln Asphalt 347.74 28 56 293 Y

Durham::Ashland Dr::15035 Alderman Ln Paradise Pl Asphalt 347.16 29 44 371 Y
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Durham::Ashland Dr::15069 Paradise Pl Pickett Rd Asphalt 201.16 30 71 367 Y

Durham::Ashton Gln::18214 Palmetto Cir Sherron Rd Asphalt 364.46 34 93 276 Y

Durham::Ashton Gln::18215 Windrush Ln Palmetto Cir Asphalt 378.04 46 73 295 Y

Durham::Ashton Gln::18220 Willowcrest Rd Windrush Ln Asphalt 1654.28 29 87 218 Y

Durham::Ashton Gln::18226 Daneborg Rd Willowcrest Rd Asphalt 159.58 28 94 403 Y

Durham::Ashton Gln::18406 Daneborg Rd Willowcrest Rd Asphalt 215.42 29 95 339 Y

Durham::Ashworth D::15942 Garrett Rd Skipwith Ct Asphalt 438.27 22 52 310 Y

Durham::Ashworth D::15961 Skipwith Ct Cul‐De‐Sac Asphalt 552.46 24 86 172 Y

Durham::Athens Ave::15416 Majestic Dr Nixon St Asphalt 1525.55 29 84 178 Y

Durham::Athens Ave::15421 Nixon St Nixon St Asphalt 90.34 29 53 230 Y

Durham::Athens Ave::15466 Nixon St Sherman Av Asphalt 574.98 28 67 285 Y

Durham::Athens Ave::15477 End Of Street Hearthside St Asphalt 40.07 34 89 210 Y

Durham::Athens Ave::15500 Hearthside St Capps St Asphalt 580.28 29 92 216 Y

Durham::Atka Ct::14118 Rochelle St Cul‐De‐Sac Asphalt 213.96 23 87 232 Y

Durham::Atlantic S::15352 Columbia Av Red Oak Av Asphalt 1147.14 28 84 246 Y

Durham::Atlantic S::15417 Red Oak Av Utah St Asphalt 651.10 31 40 261 Y

Durham::Atlantic S::15441 Utah St Cul‐De‐Sac Asphalt 276.67 32 71 296 Y

Durham::Atlantic S::15533 Mutual Ct Cul‐De‐Sac Asphalt 272.19 34 95 248 Y

Durham::Atlantic S::15553 Cornwallis Ct Mutual Dr Asphalt 265.13 31 93 295 Y

Durham::Atlantic S::15579 E Cornwallis Rd Cornwallis Ct Asphalt 299.30 31 92 237 Y

Durham::Atterbury::11286 Guinevere Ct Mandel Rd Asphalt 429.70 28 31 222 Y

Durham::Atterbury::11290 Northbury Cr Guinevere Ct Asphalt 496.19 29 42 291 Y

Durham::Atterbury::11292 Kendridge Dr Northbury Cr Asphalt 408.88 19 77 195 Y

Durham::Atterbury::19480 Northbury Cr Guinevere Ct Asphalt 180.04 20 45 185 Y

Durham::Auburn St::14047 Anderson St Norwood Av Asphalt 354.81 27 35 310 Y

Durham::Auburn St::14060 Cranford Rd End Of Street Asphalt 117.47 29 36 582 Y

Durham::Auburn Vil::19154 Mallory Ln E Woodcroft Pw Asphalt 441.99 36 82 214 Y

Durham::Auburn Vil::19160 Barbee Rd Crimson Dr Asphalt 313.73 26 91 152 Y

Durham::Auburn Vil::19163 Crimson Dr Pebble Creek Cn Asphalt 314.47 26 91 212 Y

Durham::Auburn Vil::19164 Pebble Creek Cn Mallory Ln Asphalt 994.08 26 62 321 Y

Durham::Auburndale::16689 Huntsman Dr Larmack Ct Asphalt 524.43 30 64 221 Y

Durham::Auburndale::16696 Larmack Ct Mccormick Rd Asphalt 258.03 32 57 207 Y

Durham::Aucuba Ct::11645 Wyldewood Rd Cul‐De‐Sac Asphalt 156.07 21 38 622 Y

Durham::Audubon La::17039 Starling Ln Shearwater Dr Asphalt 840.38 36 87 194 Y

Durham::Audubon La::17040 Cottage Ln Starling Ln Asphalt 434.65 33 25 300 Y

Durham::Audubon La::17041 Highgate Dr Cottage Ln Asphalt 179.81 37 73 258 Y

Durham::Audubon La::19393 Shearwater Dr Johnson Victory Cir Asphalt 78.95 30 91 497 Y

Durham::Audubon La::19837 Johnson Victory Cir Johnson Victory Cir Asphalt 72.50 20 85 569 Y

Durham::Augusta Dr::15215 E Woodridge Dr Steele Av Asphalt 685.99 21 24 509 Y

Durham::Augusta Dr::15273 Steele Av W Cornwallis Rd Asphalt 883.23 23 93 224 Y

Durham::Augusta Dr::15314 W Cornwallis Rd Monticello Av Asphalt 356.39 17 26 379 Y

Durham::Aurora Ct::16532 Westridge Dr Cul‐De‐Sac Asphalt 217.81 23 76 349 Y

Durham::Austin Ct::15751 Reynolds Ave N Cul‐De‐Sac Asphalt 278.93 28 84 237 Y

Durham::Autrey Mil::14504 Barrington Overlook Dr Cul‐De‐Sac Asphalt 458.69 24 93 210 Y

Durham::Autumn Dr::11206 Redmond Dr Miramont Dr Asphalt 468.20 21 54 291 Y

Durham::Autumn Dr::11234 Cassandra Dr Redmond Dr Asphalt 458.00 21 92 198 Y

Durham::Autumn Dr::11276 Latta Rd Cassandra Dr Asphalt 1063.57 21 93 201 Y

Durham::Autumn Lea::17858 Medallion Dr Autumn Leaf Ln Asphalt 360.84 24 87 222 Y

Durham::Autumn Lea::17859 Autumn Leaf Ln Autumn Leaf Ln Asphalt 812.34 25 81 201 Y

Durham::Autumn Rid::11178 Crystal Creek Dr Carey Pl Asphalt 444.06 22 90 361 Y

Durham::Autumn Rid::11194 Smoketree Ct Yellowwood Ln Asphalt 324.14 22 79 276 Y

Durham::Autumn Rid::11197 Yellowwood Ln Turning Leaf Ln Asphalt 444.34 22 90 295 Y

Durham::Autumn Rid::11199 Turning Leaf Ln Crystal Creek Dr Asphalt 528.25 22 87 359 Y

Durham::Autumn Rid::11213 Queensland Ct Smoketree Ct Asphalt 475.91 22 73 290 Y

Durham::Autumn Rid::11229 Umstead Rd Queensland Ct Asphalt 249.25 24 67 241 Y

Durham::Autumn Woo::16454 Streamview Ct Cul‐De‐Sac Asphalt 288.38 30 71 297 Y

Durham::Autumn Woo::16464 W Bridlewood Tr Streamview Ct Asphalt 388.73 32 92 738 Y

Durham::Autumn Woo::16477 Woodcroft Pw W Bridlewood Tr Asphalt 313.19 28 61 356 Y

Durham::Avery St::14641 Burnette St Linwood Av Asphalt 221.97 25 44 644 Y

Durham::Avon Rd::15842 Dover Rd Stratford Rd Asphalt 453.21 18 39 427 Y

Durham::Avon Rd::15845 Stratford Rd Cul‐De‐Sac Asphalt 239.84 16 25 800 Y

Durham::Avonlea Ct::16838 Stinhurst Dr Cul‐De‐Sac Asphalt 333.64 22 79 355 Y

Durham::Azalea Dr::17428 Skybrook Ln Lumley Rd Asphalt 215.02 28 68 240 Y

Durham::Baccalaure::17266 Scholastic Cr Freshman Dr Asphalt 207.39 23 76 328 Y

Durham::Baccalaure::17268 Freshman Dr Professor Pl Asphalt 428.16 21 46 385 Y

Durham::Baccalaure::17287 Professor Pl Chancellors Ridge Dr Asphalt 271.15 25 40 347 Y

Durham::Bacon St::14735 E Pettigrew St Joplin St Asphalt 318.05 30 84 183 Y

Durham::Bacon St::14783 Joplin St Durham Freeway Asphalt 271.38 32 84 221 Y

Durham::Bacon St::14792 N Durham Freeway S Durham Freeway Asphalt 70.78 34 63 155 Y

Durham::Bacon St::14804 Durham Freeway Bowen St Asphalt 97.99 34 82 325 Y

Durham::Bacon St::14874 Bowen St Sima Av Asphalt 603.37 32 80 295 Y

Durham::Bacon St::15031 Sima Av E Lawson St Asphalt 1223.58 32 88 180 Y

Durham::Bacon St::15145 E Lawson St Cooper St Asphalt 771.33 32 72 238 Y

Durham::Bacon St::15335 Cooper St Hearthside St Asphalt 1542.84 30 88 202 Y

Durham::Bacon St::15380 Hearthside St Savannah Av Asphalt 504.68 29 91 205 Y

Durham::Bacon St::15426 Savannah Av Capps St Asphalt 570.58 30 77 235 Y

Durham::Bacon St::15443 Capps St Hearthside St Asphalt 219.92 28 37 279 Y

Durham::Bacon St::15455 Hearthside St Lantern Pl Asphalt 255.50 30 72 185 Y

Durham::Bacon St::15465 Lantern Pl End Of Road Asphalt 27.16 35 72 443 Y

Durham::Bair Cir::11613 Calumet Dr Cul‐De‐Sac Asphalt 139.61 34 45 400 Y

Durham::Baker St::15899 Buxton St Larchwood Dr Asphalt 1257.49 28 73 395 Y

Durham::Baldwin Dr::11649 Cole Mill Rd Cul De Sac Asphalt 1911.25 28 63 304 Y

Durham::Ballard Ct::17652 Paces Ferry Dr Cul De Sac Asphalt 270.37 24 66 341 Y

Durham::Ballard Ct::17654 Garden Hills Ct Paces Ferry Dr Asphalt 688.35 29 72 278 Y

Durham::Bally Cast::17345 End Of Street Martry Rd Asphalt 465.33 19 80 238 Y

Durham::Balmoray C::14925 Bedford St Cul‐De‐Sac Asphalt 280.75 28 88 250 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Balthrope::16847 Copeland Way Cul‐De‐Sac Asphalt 141.81 30 77 231 Y

Durham::Baltic Ave::15538 Capps St Crowell St Asphalt 654.53 30 78 181 Y

Durham::Banbury Wa::15678 Cambridge Rd Dover Rd Asphalt 669.36 21 63 287 Y

Durham::Banner St::12247 Bon Air Av E Delafield Av Asphalt 646.79 25 54 390 Y

Durham::Banner St::12312 E Maynard Av Bon Air Av Asphalt 641.94 28 50 266 Y

Durham::Banner St::12445 E Lavender Av Hammond St Asphalt 454.48 26 46 454 Y

Durham::Banner St::12529 E Ellerbee St E Lavender Av Asphalt 710.87 27 91 210 Y

Durham::Banner St::12592 E Club Bv E Ellerbee St Asphalt 689.97 27 89 250 Y

Durham::Banneret P::19034 Loyal Ave Cul‐De‐Sac Asphalt 175.93 20 100 212 Y

Durham::Barbary St::16347 Barcelona Ave Cul‐De‐Sac Asphalt 504.91 29 93 286 Y

Durham::Barbee Rd::16593 I40 I40 Concrete 79.18 24 70 161 Y

Durham::Barbee Rd::16611 Nightshade Dr E Hw 54 Asphalt 856.04 25 87 233 Y

Durham::Barbee Rd::18820 I40 Nightshade Dr Asphalt 388.59 19 87 267 Y

Durham::Barbee Rd::18938 Fayetteville St Beebe Dr Asphalt 381.46 24 83 190 Y

Durham::Barbee Rd::18941 Beebe Dr Wortley Dr Asphalt 441.23 24 83 195 Y

Durham::Barbee Rd::18944 Wortley Dr Orindo Dr Asphalt 916.13 18 80 154 Y

Durham::Barbee Rd::18946 Orindo Dr Ebon Rd Asphalt 132.24 18 87 228 Y

Durham::Barbee Rd::18949 Ebon Rd Tuggle St Asphalt 437.39 18 90 176 Y

Durham::Barbee Rd::18951 Tuggle St Denton St Asphalt 168.05 18 88 275 Y

Durham::Barbee Rd::18952 Denton St Uzzle St Asphalt 255.99 18 73 191 Y

Durham::Barbee Rd::18960 Uzzle St Obie Dr Asphalt 337.78 18 88 152 Y

Durham::Barbee Rd::18968 Obie Dr Carpenter Fletcher Rd Asphalt 207.81 18 83 177 Y

Durham::Barbee Rd::18995 Carpenter Fletcher Rd Coronado Ln Asphalt 519.23 22 81 122 Y

Durham::Barbee Rd::19115 Forest Ridge Dr E Woodcroft Pw Asphalt 510.23 40 92 187 Y

Durham::Barbee Rd::19161 E Woodcroft Pw Auburn Village Dr Asphalt 423.18 36 77 134 Y

Durham::Barbee Rd::19171 Auburn Village Dr Windcrest Rd Asphalt 199.73 34 86 201 Y

Durham::Barbee Rd::19186 Windcrest Rd Exchange Pl Asphalt 431.72 36 95 104 Y

Durham::Barbee Rd::19192 Exchange Pl I40 Asphalt 406.98 18 82 162 Y

Durham::Barbee Rd::19207 Forest Creek Dr Forest Ridge Dr Asphalt 230.72 18 80 129 Y

Durham::Barbee Rd::19210 Coronado Ln Forest Creek Dr Asphalt 551.63 18 83 131 Y

Durham::Barbee Rd::19214 Windcrest Rd Exchange Pl Asphalt 406.93 18 84 133 Y

Durham::Barbee Rd::19222 Fayetteville St Beebe Dr Asphalt 192.05 36 84 289 Y

Durham::Barbee Rd::19223 Fayetteville St Beebe Dr Asphalt 183.62 32 93 160 Y

Durham::Barbee Rd::19224 Carpenter Fletcher Rd Coronado Ln Asphalt 379.78 40 84 184 Y

Durham::Barbee Rd::19225 Coronado Ln Forest Creek Dr Asphalt 279.42 40 86 139 Y

Durham::Barbee Rd::19226 Forest Creek Dr Forest Ridge Dr Asphalt 224.02 34 81 120 Y

Durham::Barbee Rd::19227 Forest Ridge Dr E Woodcroft Pw Asphalt 254.13 40 91 122 Y

Durham::Barbee Rd::19228 Forest Ridge Dr E Woodcroft Pw Asphalt 486.68 18 88 108 Y

Durham::Barbee Rd::19229 E Woodcroft Pw Auburn Village Dr Asphalt 492.41 40 95 179 Y

Durham::Barbee Rd::19230 E Woodcroft Pw Auburn Village Dr Asphalt 419.09 18 80 143 Y

Durham::Barbee Rd::19231 Auburn Village Dr Windcrest Rd Asphalt 195.58 18 79 129 Y

Durham::Barbee Rd::19232 Exchange Pl I40 Asphalt 243.02 36 92 154 Y

Durham::Barcelona::16303 End Of Street Barbary St Asphalt 190.95 26 24 414 Y

Durham::Barcelona::16317 Barbary St Abbey Pl Asphalt 417.99 28 99 340 Y

Durham::Barcelona::16318 Abbey Pl Hope Valley Rd Asphalt 210.28 32 40 348 Y

Durham::Bardeck Dr::11135 Pearce Pl Dead End Asphalt 174.72 20 38 487 Y

Durham::Bardeck Dr::11147 Briardale Pearce Pl Asphalt 275.25 21 33 425 Y

Durham::Barkridge::16473 W Bridlewood Trl Cul‐De‐Sac Asphalt 486.81 26 94 233 Y

Durham::Barley Cir::15254 Cottonwood Dr Cul De Sac Asphalt 202.37 23 35 455 Y

Durham::Barn View::11988 Trail Wood Dr Cul De Sac Asphalt 601.60 28 51 465 Y

Durham::Barn View::11997 Cul De Sac Trail Wood Dr Asphalt 162.64 30 36 402 Y

Durham::Barnhill S::15574 S Roxboro St Deadend Asphalt 1226.83 25 84 202 Y

Durham::Barnsdale::16158 Birkdale Ct Cul‐De‐Sac Asphalt 476.96 24 61 304 Y

Durham::Barnsdale::16167 Valley Ridge Dr Birkdale Ct Asphalt 168.76 24 40 391 Y

Durham::Baronet Ct::18450 Victorian Oaks Dr Cul‐De‐Sac Asphalt 154.11 24 95 205 Y

Durham::Barrington::12724 American Dr Cul De Sac Asphalt 347.26 24 92 225 Y

Durham::Barrington::14424 Chasewood Ct Cul‐De‐Sac Asphalt 341.78 23 40 293 Y

Durham::Barrington::14466 Autrey Mill Cr Chasewood Ct Asphalt 247.39 23 35 521 Y

Durham::Barrington::14552 Oak Grove Pw Autrey Mill Cr Asphalt 401.97 23 40 166 Y

Durham::Barry St::12277 Steadman St Wiley Av Asphalt 427.23 24 62 433 Y

Durham::Barrymore::11975 Alleghany St Pinewood Dr Asphalt 557.90 30 87 217 Y

Durham::Barrymore::11977 Pinewood Dr End Of Street Asphalt 397.58 18 73 800 Y

Durham::Bartlett D::11434 Trevor Cr Trevor Cr Asphalt 905.78 20 61 209 Y

Durham::Barton St::15551 Homeland Av End Of Pavement Asphalt 1019.02 29 74 363 Y

Durham::Barwinds C::16549 Rollingwood Dr Cul‐De‐Sac Asphalt 213.00 25 83 350 Y

Durham::Basil Dr::16616 Hardwick Dr Cul‐De‐Sac Asphalt 270.74 23 88 507 Y

Durham::Basil Dr::16622 Upton Ct Hardwick Dr Asphalt 232.58 23 47 309 Y

Durham::Basil Dr::16637 Wellingham Dr Upton Ct Asphalt 408.71 24 81 273 Y

Durham::Baxter St::17954 Pattersons Mill Rd Waddell Ct Asphalt 310.60 21 85 449 Y

Durham::Bay Bush C::11414 Continental Dr Cul‐De‐Sac Asphalt 125.25 22 59 197 Y

Durham::Bay Point::17221 Lake Camp Dr Newtown Ct Asphalt 237.84 31 83 251 Y

Durham::Bay Point::17222 Newtown Ct Stepney Ct Asphalt 308.52 30 81 295 Y

Durham::Bay Point::17223 Overby Dr Pearson Dr Asphalt 1036.69 28 37 283 Y

Durham::Bay Point::17746 Stepney Ct Overby Dr Asphalt 385.43 30 79 229 Y

Durham::Baylor St::15968 Angier Av Bethesda Av Asphalt 338.93 17 55 180 Y

Durham::Baynes Ct::18015 Oxfordshire Ln Defoe Ct Asphalt 506.71 20 77 299 Y

Durham::Baynes Ct::18016 Defoe Ct Cul‐De‐Sac Asphalt 236.29 22 90 240 Y

Durham::Bayridge C::16329 Heatherwood Ln Cul‐De‐Sac Asphalt 223.77 22 28 574 Y

Durham::Baytree Ct::11593 Peppertree St Cul De Sac Asphalt 298.77 30 91 195 Y

Durham::Beacon Pl::17406 Thoreau Dr Cul‐De‐Sac Asphalt 103.46 19 66 431 Y

Durham::Bearkling::16772 Downing Creek Pw Benwick Ct Asphalt 239.68 23 41 241 Y

Durham::Bearkling::17397 Benwick Ct Falmouth Ct Asphalt 503.25 23 90 231 Y

Durham::Bearkling::17398 Falmouth Ct Cul‐De‐Sac Asphalt 308.89 27 65 658 Y

Durham::Beaufort C::18313 South Bend Dr Cul‐De‐Sac Asphalt 193.25 23 95 299 Y

Durham::Beaver Cre::17453 Cedar Grove Dr Cul‐De‐Sac Asphalt 394.78 21 87 178 Y

Durham::Beaver Pl::12147 Stoneybrook Dr Cul De Sac Asphalt 315.06 30 38 227 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Beckford P::11946 Kimball Dr Cul De Sac Asphalt 326.36 23 63 626 Y

Durham::Beckham Pl::13811 Melbourne St Cul‐De‐Sac Asphalt 518.18 23 16 283 Y

Durham::Bedford St::14926 Nation Av Balmoray Ct Asphalt 515.31 30 27 222 Y

Durham::Bedford St::14972 Balmoray Ct Midvale Rd Asphalt 438.85 30 30 272 Y

Durham::Bedford St::14978 Midvale Rd Lexington St Asphalt 759.48 31 94 195 Y

Durham::Bedford St::17195 End Of Street Nation Av Asphalt 300.93 29 95 260 Y

Durham::Bee Hill P::18516 Horsebarn Dr Cul‐De‐Sac Asphalt 247.54 28 94 95 Y

Durham::Beebe Dr::18856 Cul‐De‐Sac Barbee Rd Asphalt 536.15 20 89 198 Y

Durham::Beech Grov::11736 Myers Park Dr Sparger Rd Asphalt 1730.57 20 74 195 Y

Durham::Beech Slop::16978 Whisperwood Dr Cul De Sac Asphalt 409.51 25 76 441 Y

Durham::Beecham Wa::16794 Tanyard Pl Cul De Sac Asphalt 158.29 30 87 607 Y

Durham::Beecham Wa::16808 Downing Creek Pw Tanyard Ct Asphalt 293.77 26 90 303 Y

Durham::Beechtree::18988 Carpenter Fletcher Rd Cul‐De‐Sac Asphalt 158.11 20 79 152 Y

Durham::Beechwood::15598 E Cornwallis Rd Dark Cr Asphalt 758.60 30 87 236 Y

Durham::Beechwood::15609 Dark Cr Dark Cr Asphalt 306.85 29 98 209 Y

Durham::Beechwood::15618 Dark Cr Springdale Dr Asphalt 372.71 29 94 201 Y

Durham::Beechwood::15686 Springdale Dr Willowdale Dr Asphalt 1086.99 30 56 366 Y

Durham::Beechwood::15721 Willowdale Dr End Of Street Asphalt 402.47 29 27 380 Y

Durham::Belfair Wa::16703 Dunmore Pl Cul‐De‐Sac Asphalt 459.30 23 80 209 Y

Durham::Belgrave P::15121 Linganore Pl Cul‐De‐Sac Asphalt 207.53 25 24 572 Y

Durham::Belgreen R::18933 Fayetteville St Robinwood Rd Asphalt 1166.52 26 94 204 Y

Durham::Belgreen R::18939 Belgreen Rd Silver Star Dr Asphalt 1282.84 26 100 219 Y

Durham::Bell St::14908 End Of Street Concord St Asphalt 637.65 20 52 413 Y

Durham::Belleflowe::16239 Magnolia Oak Pl Cherry Blossom Dr Asphalt 322.07 20 29 500 Y

Durham::Belleflowe::16240 Cherry Blossom Dr End Of Street Asphalt 183.11 22 31 531 Y

Durham::Bellenden::17570 Bellenden Dr Longford Ct Asphalt 444.98 23 43 268 Y

Durham::Bellenden::17571 Bellenden Dr Hedfield Way Asphalt 365.57 22 63 308 Y

Durham::Bellenden::17572 Bellenden Dr Bellenden Dr Asphalt 1331.42 22 59 252 Y

Durham::Bellenden::18138 Longford Ct Panthers Run Dr Asphalt 302.68 23 64 354 Y

Durham::Bellenden::18139 Panthers Run Dr Hunting Chase Asphalt 280.80 22 95 336 Y

Durham::Bellenden::18140 Hunting Chase Ramcat Rd Asphalt 290.09 22 93 297 Y

Durham::Bellenden::18141 Ramcat Rd Cul‐De‐Sac Asphalt 299.12 23 71 275 Y

Durham::Bellevue A::12646 Hillsborough Rd Sprunt Av Asphalt 1591.86 37 59 170 Y

Durham::Bellmeade::15009 Cul‐De‐Sac Crossview Ln Asphalt 220.58 22 58 291 Y

Durham::Bellmeade::15036 Crossview Ln Marsh Landing Ct Asphalt 251.33 22 48 289 Y

Durham::Bellmeade::15079 Marsh Landing Ct Lake Valley Ln Asphalt 301.58 22 32 379 Y

Durham::Bellmeade::15159 Lake Valley Ln Leacroft Wy Asphalt 605.85 24 52 249 Y

Durham::Bellmore C::17411 Skybrook Ln Cul‐De‐Sac Asphalt 155.13 21 76 366 Y

Durham::Belmont Dr::13874 Ross Rd Independence Av Asphalt 1460.31 30 82 179 Y

Durham::Belmont Dr::17204 Dodson St Mansfield Av Asphalt 492.42 19 81 332 Y

Durham::Belmont Dr::17639 Founders Cir Chorley Rd Asphalt 333.75 22 68 257 Y

Durham::Belmont Dr::17640 Lutz Ln Founders Cir Asphalt 169.81 22 84 378 Y

Durham::Belmont Dr::17647 Lutz Ln Dodson St Asphalt 323.42 22 95 173 Y

Durham::Belt St::13921 Hopkins St Liberty St Asphalt 316.17 19 88 394 Y

Durham::Belt St::14058 Worth St Franklin St Asphalt 184.65 28 53 196 Y

Durham::Belt St::14098 Morning Glory Av Worth St Asphalt 200.92 28 48 323 Y

Durham::Beltre Ct::14381 Middlebrook Dr Cul De Sac Asphalt 212.45 23 58 455 Y

Durham::Belvin Ave::12100 Danube Ln Allgood St Asphalt 160.23 18 38 587 Y

Durham::Belvin Ave::12102 Old Oxford Rd Danube Ln Asphalt 568.47 18 60 326 Y

Durham::Belvin Ave::12103 Allgood St Prudence St Asphalt 1035.84 30 76 200 Y

Durham::Belvin Ave::12105 Prudence St Emily St Asphalt 254.99 30 48 536 Y

Durham::Belvin Ave::12110 Emily St Cul‐De‐Sac Asphalt 1318.60 26 65 302 Y

Durham::Belvin Ave::19736 Old Oxford Rd Danube Ln Asphalt 180.14 28 54 675 Y

Durham::Belvins Tr::18674 Horne Creek Dr Clay Hill Way Asphalt 525.52 28 95 303 Y

Durham::Ben Frankl::11699 Medical Park Dr Danube Ln Asphalt 425.86 51 40 258 Y

Durham::Ben Frankl::11701 Technology Dr Medical Park Dr Asphalt 572.32 51 20 381 Y

Durham::Ben Frankl::11708 Medical Park Dr Technology Dr Asphalt 791.78 41 49 232 Y

Durham::Ben Frankl::11717 Freedom Lake Dr Medical Park Dr Asphalt 393.63 58 74 203 Y

Durham::Ben Frankl::11730 Pacific Av Freedom Lake Dr Asphalt 477.90 46 39 249 Y

Durham::Ben Frankl::11812 William Penn Pl Pacific Av Asphalt 1006.64 56 71 252 Y

Durham::Ben Frankl::11916 E Carver St William Penn Pl Asphalt 313.19 56 52 393 Y

Durham::Ben Frankl::19750 E Carver St William Penn Pl Asphalt 193.17 48 73 260 Y

Durham::Ben Frankl::19755 E Carver St William Penn Pl Asphalt 396.15 36 55 259 Y

Durham::Ben Frankl::19756 E Carver St William Penn Pl Asphalt 167.76 48 65 332 Y

Durham::Ben Frankl::19765 Freedom Lake Dr Medical Park Dr Asphalt 41.73 20 39 360 Y

Durham::Ben Frankl::19766 Medical Park Dr Technology Dr Asphalt 57.70 20 52 218 Y

Durham::Bender St::13298 Fay St Drew St Asphalt 173.31 30 75 259 Y

Durham::Bengel Dr::17512 Magna Dr Pebblestone Dr Asphalt 268.71 29 95 317 Y

Durham::Bengel Dr::17513 Knightwood Dr Magna Dr Asphalt 883.24 29 83 276 Y

Durham::Bengel Dr::17522 Pebblestone Dr Dead End Asphalt 168.55 30 83 612 Y

Durham::Bennett Ct::13118 Cul‐De‐Sac Glendale Ave Asphalt 343.73 32 85 265 Y

Durham::Bennett Me::12156 Greenfield Ct Hillsborough Rd Asphalt 472.36 19 56 273 Y

Durham::Bennett Me::12165 Sparger Rd Greenfield Ct Asphalt 460.90 18 36 265 Y

Durham::Bennett Me::12181 Conestoga Dr Sparger Rd Asphalt 504.19 18 43 288 Y

Durham::Bennett Me::12200 Gentry Dr Conestoga Dr Asphalt 486.86 18 51 242 Y

Durham::Bennett Me::12219 Dead End Operations Dr Asphalt 942.32 18 64 219 Y

Durham::Bennett Me::12227 Operations Dr Neal Rd Asphalt 1411.80 19 58 208 Y

Durham::Bennett Me::12228 Neal Rd Gentry Dr Asphalt 1607.48 18 44 220 Y

Durham::Bennett Me::19850 Dead End Operations Dr Asphalt 487.13 16 ‐1 ‐1 N Blocked

Durham::Benning St::13362 Castlebay Rd Hardee St Asphalt 956.66 31 78 152 Y

Durham::Benning St::13510 Landon St Castlebay Rd Asphalt 1011.77 30 86 207 Y

Durham::Benning St::13553 Fiske St Landon St Asphalt 349.53 31 89 258 Y

Durham::Bent Branc::17855 Medallion Dr Cul‐De‐Sac Asphalt 237.04 24 92 458 Y

Durham::Bent Oak C::11715 Dula St Cul De Sac Asphalt 146.78 26 55 420 Y

Durham::Bent Pine::11680 Graceview Wy Cul De Sac Asphalt 169.94 24 38 252 Y

Durham::Bentgrass::12089 Berini Dr Cul De Sac Asphalt 581.94 26 56 251 Y
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Durham::Bentley Dr::17581 Nottaway Rd Regent Rd Asphalt 550.70 21 48 436 Y

Durham::Bentley Dr::17582 Regent Rd Darwin Rd Asphalt 1689.15 20 90 315 Y

Durham::Bentwood P::13840 Grandview Dr Cul‐De‐Sac Asphalt 435.09 24 93 204 Y

Durham::Benwick Ct::16771 Bearkling Pl Cul De Sac Asphalt 197.66 26 67 238 Y

Durham::Berg Pl::11160 Meadston Dr Cul‐De‐Sac Asphalt 171.00 28 44 289 Y

Durham::Berini Dr::11868 Dubarry Ct Fleming Dr Asphalt 446.78 20 87 286 Y

Durham::Berini Dr::11897 League Wy Dubarry Ct Asphalt 479.18 19 93 245 Y

Durham::Berini Dr::12017 Clarion Dr League Wy Asphalt 1239.96 21 92 234 Y

Durham::Berini Dr::12034 Cole Mill Rd Chippers Wy Asphalt 773.38 20 53 147 Y

Durham::Berini Dr::12042 Chippers Wy Bentgrass Ln Asphalt 402.05 18 84 124 Y

Durham::Berini Dr::12048 Bentgrass Ln Colewood Dr Asphalt 131.09 19 90 177 Y

Durham::Berini Dr::12058 Marshall Wy Clarion Dr Asphalt 512.28 22 56 294 Y

Durham::Berini Dr::12071 Colewood Dr Kimball Dr Asphalt 1546.41 17 29 338 Y

Durham::Berini Dr::12075 Kimball Dr Duluth St Asphalt 407.00 18 69 204 Y

Durham::Berini Dr::12076 Duluth St Marshall Wy Asphalt 1002.34 20 51 310 Y

Durham::Berkeley S::12560 Guess Rd Cul De Sac Asphalt 553.88 28 56 246 Y

Durham::Berkeley S::12688 W Club Bv Edgewater St Asphalt 974.32 30 81 302 Y

Durham::Berkeley S::12772 Englewood Av W Club Bv Asphalt 659.05 30 76 341 Y

Durham::Berkeley S::12860 W Knox St Englewood Av Asphalt 659.14 29 86 279 Y

Durham::Berkeley S::12955 Green St W Knox St Asphalt 658.34 32 89 344 Y

Durham::Berkeley S::13052 W Markham Av Green St Asphalt 663.07 29 88 332 Y

Durham::Bermouth C::14457 Annandale Rd Cul De Sac Asphalt 867.20 26 90 249 Y

Durham::Bermuda Ct::14624 Newberry Ln Cul‐De‐Sac Asphalt 78.62 24 21 558 Y

Durham::Bermuda Gr::14443 Epping Ct Lanier Valley Dr Asphalt 265.96 24 25 440 Y

Durham::Bermuda Gr::14514 Oak Grove Pw Epping Ct Asphalt 393.07 24 27 273 Y

Durham::Bern St::14807 Dunstan Av Moline St Asphalt 322.72 21 80 341 Y

Durham::Bernice St::14719 E Pettigrew St Joplin St Asphalt 333.23 13 84 160 Y

Durham::Bernice St::14739 Joplin St Dead End Asphalt 147.68 11 84 182 Y

Durham::Bernice St::14859 End Of Street Sima Ave Asphalt 382.06 28 36 315 Y

Durham::Bernice St::14933 Sima Ave End Of Street Asphalt 493.91 32 90 283 Y

Durham::Berry Ct::17451 Forrestal Dr Cul‐De‐Sac Asphalt 289.96 20 95 214 Y

Durham::Bertland A::12170 Omah St Leyburn Pl Asphalt 382.83 28 93 437 Y

Durham::Bertland A::12172 Leyburn Pl End Of Street Maint Asphalt 128.95 29 92 309 Y

Durham::Bertland A::12196 End Of Street Hillandale Rd Asphalt 342.30 30 39 251 Y

Durham::Bertland A::18446 End Of Street Maint Bertland Ave Of Hillandale Asphalt 588.98 30 79 451 Y

Durham::Berwyn Ave::12134 Prudence St Hinson Dr Asphalt 1693.85 31 70 200 Y

Durham::Bess Ct::15203 E Shoreham St Cul‐De‐Sac Asphalt 220.55 24 80 399 Y

Durham::Bethesda A::15957 S Miami Bv Thomas St Asphalt 364.78 17 76 299 Y

Durham::Bethesda A::15969 Thomas St Baylor St Asphalt 433.52 16 72 263 Y

Durham::Bethesda A::19711 S Miami Bv Thomas St Asphalt 171.27 24 91 473 Y

Durham::Bettie Ln::15647 Williamsburg Rd Dead End Asphalt 119.01 24 61 103 Y

Durham::Bevel Ct::18084 Framer Ln Cul‐De‐Sac Asphalt 299.14 20 93 313 Y

Durham::Beverly Dr::14989 E Forest Hills Bv Carolina Cr Asphalt 1068.81 20 61 212 Y

Durham::Beverly Dr::19624 E Forest Hills Bv Carolina Cr Asphalt 1577.65 25 84 174 Y

Durham::Beverly Dr::19625 E Forest Hills Bv Carolina Cr Asphalt 690.89 28 67 282 Y

Durham::Bevington::13363 Saddle Creek Ln Dead End Asphalt 130.18 24 72 705 Y

Durham::Bevington::13364 Saddle Creek Ln Gladstone Dr Asphalt 172.43 24 58 715 Y

Durham::Bexley Ave::15361 Stanford Dr Cul‐De‐Sac Asphalt 279.20 25 67 227 Y

Durham::Bexley Ave::15363 Oxford Dr Stanford Dr Asphalt 346.09 18 35 241 Y

Durham::Bexley Ave::15372 Hope Valley Rd Oxford Dr Asphalt 410.95 22 91 268 Y

Durham::Bexley Ave::15373 Manchester Dr Hope Valley Rd Asphalt 366.38 29 59 361 Y

Durham::Bexley Ave::15374 Thistlecone Wy Manchester Dr Asphalt 477.49 30 38 319 Y

Durham::Bexley Ave::15375 Monticello Av Thistlecone Wy Asphalt 712.13 30 89 173 Y

Durham::Bexley Ave::15376 End Of Street Monticello Av Asphalt 488.83 31 45 273 Y

Durham::Biddle Ct::14393 Middlebrook Dr Cul De Sac Asphalt 116.62 26 51 530 Y

Durham::Big Bluff::11336 Lazyriver Dr Cul‐De‐Sac Asphalt 249.24 24 31 277 Y

Durham::Big Fork R::11332 Big Fork Rd Cul‐De‐Sac Asphalt 50.91 24 88 168 Y

Durham::Big Fork R::11333 Big Fork Rd Cul‐De‐Sac Asphalt 49.20 21 31 714 Y

Durham::Big Leaf W::17478 Weeping Willow Dr Danube Ln Asphalt 827.78 23 96 179 Y

Durham::Big Oak Ct::15178 Sugar Pine Ln Cul De Sac Asphalt 237.20 25 21 649 Y

Durham::Big Stone::13793 Stonelick Dr Cul De Sac Asphalt 160.36 23 33 389 Y

Durham::Big Twig L::17456 Blue Iris Ln Blue Iris Ln Asphalt 1162.46 24 85 224 Y

Durham::Big Twig L::17457 S Adams St Red Sunset Ln Asphalt 680.78 30 80 243 Y

Durham::Big Twig L::17458 Red Sunset Ln Big Twig Ln Asphalt 412.13 29 91 247 Y

Durham::Biltmore P::11122 Cul De Sac Vivaldi Dr Asphalt 477.41 24 28 279 Y

Durham::Bingham St::14707 E Ashe St Owen St Asphalt 398.59 26 74 238 Y

Durham::Bingham St::14778 Owen St Angier Av Asphalt 446.18 27 55 323 Y

Durham::Birchcrest::16525 Highgate Dr Cobbleridge Ct Asphalt 168.45 28 86 219 Y

Durham::Birchcrest::16533 Cobbleridge Ct Cul‐De‐Sac Asphalt 344.12 25 94 315 Y

Durham::Birchrun D::18173 Milton Rd Amaryllis Ln Asphalt 620.08 22 87 172 Y

Durham::Birchrun D::18174 Amaryllis Ln Ph 1 Asphalt 190.56 22 79 252 Y

Durham::Birchrun D::18346 Hidden Treasure Dr Amarillo Rose Ln Asphalt 556.50 22 93 140 Y

Durham::Birchrun D::18348 Ph1 Hidden Treasure Dr Asphalt 131.82 23 78 197 Y

Durham::Birchrun D::18351 Amarillo Rose Ln Cul‐De‐Sac Asphalt 121.02 23 87 500 Y

Durham::Birchwood::18192 Gathering Pl Cul‐De‐Sac Asphalt 92.47 60 80 555 Y

Durham::Birds Nest::13640 Adlett Ln Cul‐De‐Sac Asphalt 534.99 20 66 254 Y

Durham::Birkdale C::16159 Barnsdale Ct Cul‐De‐Sac Asphalt 239.28 24 45 544 Y

Durham::Birmingham::12119 Stadium Dr W Carver St Asphalt 2120.35 24 72 254 Y

Durham::Biscayne R::17053 Dresden Dr W Hw 54 Asphalt 1511.62 22 78 195 Y

Durham::Biscayne R::19272 Dresden Dr W Hw 54 Asphalt 167.42 31 71 329 Y

Durham::Bishopston::12326 Neal Rd Benefactor Ln Asphalt 190.15 35 42 212 Y

Durham::Bishopston::12343 Benefactor Ln Remington Cr Asphalt 130.85 36 27 259 Y

Durham::Bishopston::12386 Remington Cr Remington Cr Asphalt 211.24 27 87 205 Y

Durham::Bishopston::12417 Remington Cr Liddington Dr Asphalt 270.92 28 87 308 Y

Durham::Bishopston::12434 Liddington Dr Ellisfield Dr Asphalt 232.37 28 38 290 Y

Durham::Bishopston::12464 Ellisfield Dr Cul De Sac Asphalt 196.80 33 28 547 Y
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Durham::Bishopston::19468 Remington Cr Remington Cr Asphalt 198.95 36 46 314 Y

Durham::Bitterswee::11744 Millspring Dr Trail Wood Dr Asphalt 2756.12 27 74 162 Y

Durham::Bitterswee::11764 Croasdaile Farm Pw Millspring Dr Asphalt 346.94 30 36 262 Y

Durham::Bitterswee::19476 Croasdaile Farm Pw Millspring Dr Asphalt 122.08 32 64 234 Y

Durham::Bivins St::14308 Jersey Ave Cul‐De‐Sac Asphalt 810.03 28 91 207 Y

Durham::Bivins St::14386 James St Chapel Hill Rd Asphalt 660.75 29 83 299 Y

Durham::Bivins St::14392 Echo Rd James St Asphalt 582.01 29 78 252 Y

Durham::Bivins St::14395 Rosedale Av Echo Rd Asphalt 336.52 32 83 205 Y

Durham::Bivins St::14404 Kent St Rosedale Av Asphalt 654.13 30 88 318 Y

Durham::Bivins St::14408 Forestview St Kent St Asphalt 613.36 28 22 535 Y

Durham::Bivins St::14412 Carroll St Forestview St Asphalt 392.78 31 48 455 Y

Durham::Bivins St::14435 Arnette Av Carroll St Asphalt 582.45 31 79 206 Y

Durham::Bivins St::18497 James St Chapel Hill Rd Asphalt 363.39 32 93 208 Y

Durham::Bivins St::19461 Arnette Av Carroll St Asphalt 167.97 52 74 275 Y

Durham::Black Boul::17629 Brightfield Ln Paces Ferry Dr Asphalt 161.06 19 74 320 Y

Durham::Black Boul::18212 Cul‐De‐Sac Brightfield Ln Asphalt 195.94 20 82 329 Y

Durham::Black Boul::18478 Brightfield Ln Paces Ferry Dr Asphalt 110.37 20 75 356 Y

Durham::Blackford::11015 Haddington Dr Cul‐De‐Sac Asphalt 479.62 28 89 165 Y

Durham::Blackstone::17547 Guess Rd Scottsdale St Asphalt 298.92 30 93 295 Y

Durham::Blackstone::17548 Scottsdale St Cul‐De‐Sac Asphalt 709.95 20 94 169 Y

Durham::Blackwell::13766 S Corcoran St Vivian St Asphalt 215.28 34 82 360 Y

Durham::Blackwell::13959 Vivian St Jackie Robinson Dr Asphalt 323.09 28 71 326 Y

Durham::Blackwell::13999 Jackie Robinson Dr Morehead Av Asphalt 324.91 66 82 341 Y

Durham::Blackwell::14238 Morehead Av W Lakewood Ave Asphalt 782.31 48 74 212 Y

Durham::Blackwell::19286 Morehead Av W Lakewood Ave Asphalt 376.24 58 74 172 Y

Durham::Blackwell::19634 Vivian St Jackie Robinson Dr Asphalt 453.96 33 67 402 Y

Durham::Blackwell::19635 Vivian St Jackie Robinson Dr Asphalt 281.11 23 73 395 Y

Durham::Blackwell::19636 Vivian St Jackie Robinson Dr Asphalt 223.34 40 63 331 Y

Durham::Bladenboro::18137 Belleden Dr Cul‐De‐Sac Asphalt 77.40 28 92 343 Y

Durham::Blake Ct::11104 Devereaux Ln Cul De Sac Asphalt 122.01 22 46 406 Y

Durham::Blakeford::16260 S Roxboro St Victoria Dr Asphalt 237.37 31 61 344 Y

Durham::Blakeford::16283 Victoria Dr Glendarion Dr Asphalt 240.80 28 77 323 Y

Durham::Blakeford::16321 Glendarion Dr Cul‐De‐Sac Asphalt 357.01 26 91 230 Y

Durham::Blakely Dr::16837 Carriage Wy End Of Street Asphalt 365.36 23 89 180 Y

Durham::Blanchard::16663 E Hw 54 Morse Cr Asphalt 339.70 30 88 228 Y

Durham::Blanchard::16668 Morse Cr Morse Cr Asphalt 171.25 27 56 241 Y

Durham::Blanchard::16684 Morse Cr Euclid Rd Asphalt 357.89 28 73 237 Y

Durham::Bloem Ct::15484 Victor Ave Cul‐De‐Sac Asphalt 168.64 22 34 518 Y

Durham::Bloomsbury::18677 Horne Creek Dr Dead End Asphalt 171.39 28 95 461 Y

Durham::Bloomsbury::18680 Clay Hill Way Horne Creek Dr Asphalt 495.11 28 84 185 Y

Durham::Bloomsbury::18681 Palmer Hill Dr Clay Hill Way Asphalt 155.51 27 85 224 Y

Durham::Bloomsbury::18721 Daniels Post Ct Daniels Post Ct Asphalt 1029.52 27 95 186 Y

Durham::Bloomsbury::18727 Del Webb Arbors Dr Burlington Mill Ct Asphalt 213.56 28 95 243 Y

Durham::Bloomsbury::18728 Burlington Mill Ct Virginia Crest Way Asphalt 314.68 28 95 117 Y

Durham::Bloomsbury::18729 Virginia Crest Way Henry Mill Pl Asphalt 331.05 28 95 184 Y

Durham::Bloomsbury::18730 Caswell Ridge Ln Daniels Post Ct Asphalt 306.21 27 95 358 Y

Durham::Bloomsbury::18736 Henry Mill Pl Caswell Ridge Ln Asphalt 306.40 28 95 244 Y

Durham::Bloomsbury::18739 Raiford Ct Dare Pines Way Asphalt 245.35 28 95 195 Y

Durham::Bloomsbury::18744 Palmer Hill Dr Clay Hill Way Asphalt 151.73 28 95 264 Y

Durham::Bloomsbury::18745 Dare Pines Way Palmer Hill Dr Asphalt 304.93 27 76 200 Y

Durham::Bloomsbury::18746 Del Webb Arbors Dr Raiford Ct Asphalt 209.24 28 95 212 Y

Durham::Blossomwoo::16207 Magnolia Oak Pl Carnation Dr Asphalt 262.73 20 23 408 Y

Durham::Blount St::14601 Jua Vly Wallace St Asphalt 516.43 32 84 234 Y

Durham::Blue Iris::17492 Big Twig Ln Big Twig Ln Asphalt 222.70 30 86 374 Y

Durham::Blue Iris::17493 Big Twig Ln End Of Street Asphalt 123.34 30 78 721 Y

Durham::Blue Ridge::16387 Appling Wy Indian Head Ct Asphalt 211.43 22 87 434 Y

Durham::Blue Ridge::17100 Indian Head Ct Cul‐De‐Sac Asphalt 129.30 24 86 352 Y

Durham::Bluebird C::16135 Greyfield Blvd Cul‐De‐Sac Asphalt 187.93 26 86 557 Y

Durham::Bluestone::18874 Nutmeg Ct Carpenter Fletcher Rd Asphalt 865.91 18 85 228 Y

Durham::Bluestone::18875 Carpenter Fletcher Rd Granite Pl Asphalt 1264.29 18 90 187 Y

Durham::Bluestone::18876 Granite Pl Marble Dr Asphalt 419.32 18 93 229 Y

Durham::Bluestone::18879 Marble Dr Sandstone Dr Asphalt 548.20 18 52 479 Y

Durham::Bluestone::18880 Sandstone Dr Carpenter Fletcher Rd Asphalt 724.62 18 74 216 Y

Durham::Bluestone::19057 Kemmont Dr Nutmeg Ct Asphalt 513.82 18 24 340 Y

Durham::Bluffside::11180 Stardust Dr Cul De Sac Asphalt 227.43 23 23 209 Y

Durham::Bob Wilkes::15180 Guy Walker Way Cul‐De‐Sac Asphalt 319.96 23 73 410 Y

Durham::Bobby Park::15026 Guy Walker Way Cul‐De‐Sac Asphalt 149.84 24 27 300 Y

Durham::Bobcat Ct::16856 Caribou Xing Cul De Sac Asphalt 199.06 23 59 363 Y

Durham::Bogarde St::11769 Crystal Ct Camellia Dr Asphalt 717.23 32 75 136 Y

Durham::Bogarde St::11775 Astor Dr Crystal Ct Asphalt 155.48 32 56 246 Y

Durham::Bogarde St::11783 Ramblegate Ln Crystal Ct Asphalt 42.39 33 80 328 Y

Durham::Bogarde St::11795 Guess Rd Ramblegate Ln Asphalt 440.14 35 82 384 Y

Durham::Bogie Ct::17635 Nicklaus Dr Cul‐De‐Sac Asphalt 158.05 22 91 143 Y

Durham::Bolter Ct::18308 Shiley Dr Cul‐De‐Sac Asphalt 96.51 19 94 800 Y

Durham::Bolton St::13100 Alley End Of Right‐Of‐Way Asphalt 305.98 17 84 289 Y

Durham::Bolton St::18849 Alley End Of Right‐Of‐Way Asphalt 257.70 15 83 248 Y

Durham::Bombay Dr::17378 Shiva Ct Suda Dr Asphalt 864.85 20 65 286 Y

Durham::Bon Air Av::12210 Firth Rd Dominion St Asphalt 174.08 28 26 281 Y

Durham::Bon Air Av::12233 State St Firth Rd Asphalt 1244.32 30 58 366 Y

Durham::Bon Air Av::12246 Banner St State St Asphalt 363.02 30 55 348 Y

Durham::Bon Air Av::12260 N Roxboro St Banner St Asphalt 334.61 30 48 347 Y

Durham::Bonaparte::15524 Old Chapel Hill Rd Little Spring Ln Asphalt 710.76 29 36 427 Y

Durham::Bonaparte::15548 Little Spring Ln Valley Rn Asphalt 388.28 27 29 351 Y

Durham::Bond St::14728 S Roxboro St South St Asphalt 530.49 29 57 196 Y

Durham::Bonham Ct::17102 Rolling Meadows Dr Cul‐De‐Sac Asphalt 111.23 22 36 295 Y

Durham::Bonhill Dr::11339 Brooklane Dr Lochaven Dr Asphalt 250.02 20 28 304 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Bonnie Bra::16199 Azalea Dr Windy Hill Rd Asphalt 456.02 21 44 254 Y

Durham::Bonnie Bra::16274 Windy Hill Rd Willa Wy Asphalt 814.94 22 31 245 Y

Durham::Bonnie Bra::16415 Willa Wy Lumley Rd Asphalt 1691.81 21 39 229 Y

Durham::Bonsell Pl::15683 Cul‐De‐Sac Tralea Dr Asphalt 414.19 29 88 290 Y

Durham::Booker Ave::15775 Cook Rd Lucas Dr Asphalt 274.49 31 87 262 Y

Durham::Booker Ave::15812 Lucas Dr Buxton St Asphalt 871.93 30 40 446 Y

Durham::Booker Ave::15901 Buxton St Larchwood Dr Asphalt 1311.73 28 30 417 Y

Durham::Boone St::15475 Mossdale Av Lassiter St Asphalt 353.40 30 83 248 Y

Durham::Boone St::18067 S Hoover Rd Barricade Asphalt 803.04 29 79 184 Y

Durham::Boswell St::15481 Midway Av Pleasant Dr Asphalt 889.07 18 49 432 Y

Durham::Bougainvil::18584 Shadow Hawk Dr Shadow Hawk Dr Asphalt 269.88 24 95 305 Y

Durham::Boulder Rd::17431 E Hw 54 Flint Ln Asphalt 359.76 38 66 220 Y

Durham::Boulder Rd::17439 Flint Ln Wellingham Dr Asphalt 434.81 34 23 319 Y

Durham::Bounty Ln::16738 Huntsman Dr Cul De Sac Asphalt 446.45 25 96 174 Y

Durham::Bowen St::14822 Bacon St Troy St Asphalt 298.20 27 57 412 Y

Durham::Bowen St::14849 Troy St Middle St Asphalt 402.09 24 77 156 Y

Durham::Bowen St::14866 Middle St Reservoir St Asphalt 292.68 23 47 185 Y

Durham::Bowen St::19279 Bacon St Troy St Asphalt 54.75 34 83 464 Y

Durham::Bowler Dr::13084 Clearfield Dr Weber Ct Asphalt 235.30 30 88 230 Y

Durham::Bowler Dr::13087 Weber Ct Cove Hollow Dr Asphalt 295.91 30 93 170 Y

Durham::Bowler Dr::17155 Cove Hollow Dr Fletcher Chapel Asphalt 366.16 29 93 166 Y

Durham::Bowler Dr::17170 Pebblestone Dr Clearfield Dr Asphalt 475.29 30 79 159 Y

Durham::Boxley Ct::17210 Crescent Hill Ct Cul‐De‐Sac Asphalt 214.14 18 54 377 Y

Durham::Boxwood Dr::19004 Cedar Hill Dr Cul‐De‐Sac Asphalt 497.14 18 70 312 Y

Durham::Bracada Dr::11771 Freemont Rd Newquay St Asphalt 614.15 20 90 213 Y

Durham::Bracada Dr::11773 Ferrand Rd Freemont Rd Asphalt 1137.17 22 90 113 Y

Durham::Braddock C::16782 Revere Rd Revere Rd Asphalt 497.83 19 100 Y Construction

Durham::Bradley Ci::16768 Brentwood Rd Brentwood Rd Asphalt 945.40 23 96 367 Y

Durham::Brambury X::11836 Grammercy Pl Stratton Wy Asphalt 255.93 25 43 309 Y

Durham::Brambury X::11865 Pickwick Tr Grammercy Pl Asphalt 295.47 22 77 243 Y

Durham::Bramerton::11713 West Wyndham Ln Cul De Sac Asphalt 169.00 30 43 334 Y

Durham::Branchview::16128 Fallenwood Ave Cul‐De‐Sac Asphalt 166.67 32 76 339 Y

Durham::Branchview::16148 Juliette Dr Fallenwood Av Asphalt 180.66 32 77 184 Y

Durham::Branchwood::15114 Shady Oak Tr Cul De Sac Asphalt 668.80 29 20 491 Y

Durham::Branchwood::15167 Forest Edge Tr Shady Oak Tr Asphalt 464.46 28 29 353 Y

Durham::Branchwood::15232 Cambridge Rd Sugar Pine Ln Asphalt 640.22 30 23 452 Y

Durham::Branchwood::15237 Sugar Pine Ln Forest Edge Tr Asphalt 830.50 28 30 480 Y

Durham::Brandermil::16368 Cul‐De‐Sac Fortunes Ridge Dr Asphalt 1081.80 30 92 230 Y

Durham::Brandon Rd::15866 Chowan Av Kirby St Asphalt 1393.60 25 38 335 Y

Durham::Brandon Rd::15935 Lansing Av Chowan Av Asphalt 1142.64 25 73 243 Y

Durham::Brandywine::12731 American Dr Cul De Sac Asphalt 240.24 26 93 457 Y

Durham::Brassy Cre::11358 High Meadow Rd Omega Rd Asphalt 956.43 26 69 198 Y

Durham::Bravehart::17329 Antler Point Dr Cul‐De‐Sac Asphalt 463.42 22 66 282 Y

Durham::Braxton St::13380 Robinhood Rd N Miami Bv Asphalt 522.28 28 81 263 Y

Durham::Braxton St::13385 Dead End Robinhood Rd Asphalt 59.15 35 72 660 Y

Durham::Brenda Ct::11254 Ponderosa Ln Cassandra Dr Asphalt 502.42 20 80 165 Y

Durham::Brenda Ct::11272 Donphil Rd Ponderosa Ln Asphalt 455.77 21 83 239 Y

Durham::Brenmar Ln::15964 Ramblewood Av Cherry Blossom Cr Asphalt 690.15 20 81 210 Y

Durham::Brenmar Ln::15976 Cherry Blossom Cr Cherry Blossom Cr Asphalt 193.67 20 82 167 Y

Durham::Brenmar Ln::17054 Cherry Blossom Cr Carlton Crossing Dr Asphalt 180.65 20 77 451 Y

Durham::Brennan Ct::18619 Magnolia Tree Ln Cul‐De‐Sac Asphalt 81.46 24 83 270 Y

Durham::Brenrose C::12221 Hillsborough Rd Cul De Sac Asphalt 864.56 24 78 187 Y

Durham::Brentwood::16723 Euclid Rd Lattimore Ln Asphalt 382.40 25 61 182 Y

Durham::Brentwood::16737 Lattimore Ln Sinnott Cr Asphalt 359.06 25 93 201 Y

Durham::Brentwood::16756 Sinnott Cr Bradley Cir Asphalt 282.14 26 75 389 Y

Durham::Brentwood::16777 Sinnott Cr Spears Ln Asphalt 559.72 23 49 233 Y

Durham::Brentwood::16780 Spears Ln Revere Rd Asphalt 458.76 24 42 241 Y

Durham::Breton Pl::16381 Malvern Rd Cul‐De‐Sac Asphalt 447.49 26 61 433 Y

Durham::Brevard Ct::19176 Windcrest Rd Cul‐De‐Sac Asphalt 264.09 22 35 341 Y

Durham::Brewster S::13579 Burch Av Exum St Asphalt 231.75 28 100 168 Y

Durham::Brewster S::13625 Exum St W Chapel Hill St Asphalt 242.20 28 91 321 Y

Durham::Briana Dr::11095 Ficklin Ct Ph 2 Asphalt 257.37 22 50 311 Y

Durham::Briana Dr::11099 Walsenburg Dr Ficklin Ct Asphalt 187.69 22 70 369 Y

Durham::Briana Dr::18342 Hidden Treasure Dr Walsenburg Dr Asphalt 648.92 22 95 157 Y

Durham::Briana Dr::18354 Ph 2 Hidden Treasure Dr Asphalt 75.10 22 95 304 Y

Durham::Briar Clif::14867 University Dr E Forest Hills Blvd Asphalt 743.96 30 77 289 Y

Durham::Briar Clif::19629 University Dr E Forest Hills Blvd Asphalt 167.65 32 58 165 Y Does Not Match Shapefile

Durham::Briardale::11138 City Limits Ventoria Rd Asphalt 140.46 20 33 262 Y

Durham::Briardale::11148 Ventoria Rd Bardeck Dr Asphalt 940.05 21 28 282 Y

Durham::Briardale::11163 Bardeck Dr Meadston Dr Asphalt 422.10 21 25 358 Y

Durham::Briarfield::16461 Thorne Ridge Dr Cul‐De‐Sac Asphalt 486.68 25 36 363 Y

Durham::Briarhaven::14669 Willowbrook Dr Cul‐De‐Sac Asphalt 342.80 23 83 185 Y

Durham::Briarhaven::14682 Heatherstone Ct Willowbrook Dr Asphalt 449.47 23 86 217 Y

Durham::Briarhaven::14710 Oak Grove Pw Heatherstone Ct Asphalt 139.44 23 54 312 Y

Durham::Briarwood::18962 Lacy Rd Cul‐De‐Sac Asphalt 108.37 22 78 382 Y

Durham::Brickstone::17235 Paces Ferry Dr Cul‐De‐Sac Asphalt 575.84 19 58 271 Y

Durham::Bridgefiel::12567 Neal Rd Neal Rd Asphalt 1582.25 28 44 249 Y

Durham::Bridgefiel::18629 Neal Rd Chg Pvmt Asphalt 644.69 23 30 377 Y

Durham::Bridgeport::19009 Tippecanoe Ct Cul‐De‐Sac Asphalt 140.93 22 92 347 Y

Durham::Bridgeport::19018 Wateree Dr Tippecanoe Ct Asphalt 341.83 22 94 246 Y

Durham::Bridgeport::19037 Forest Ridge Dr Wateree Dr Asphalt 308.38 22 55 237 Y

Durham::Bridgewood::16142 Elmridge Ct Cedar Glen Dr Asphalt 828.28 28 64 377 Y

Durham::Bridgewood::16156 Valley Ridge Dr Elmridge Ct Asphalt 631.75 29 44 266 Y

Durham::Bridgewood::16172 Cedar Glen Dr Cul‐De‐Sac Asphalt 363.21 23 48 220 Y

Durham::Bridle Pl::11392 Red Carriage Ave Cul‐De‐Sac Asphalt 262.84 30 100 268 Y

Durham::Brightfiel::18211 Black Boulder Trl Cul‐De‐Sac Asphalt 459.62 20 78 274 Y
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Durham::Brightleaf::16281 Tall Oaks Dr Cul‐De‐Sac Asphalt 137.15 36 89 218 Y

Durham::Brightleaf::18806 Golden Belt Pkwy Hemlock Hill Dr Concrete 911.66 12 56 412 Y

Durham::Brightleaf::18807 Live Oak Cir Golden Belt Pkwy Concrete 422.97 12 67 216 Y

Durham::Brightleaf::18809 Pattersons Mill Rd Creighton Hall Way Concrete 1136.07 12 77 380 Y

Durham::Brightleaf::18810 Pattersons Mill Rd Creighton Hall Way Concrete 1196.09 12 78 312 Y

Durham::Brighton R::15771 Hamstead Ct Hope Valley Rd Asphalt 621.07 23 73 265 Y

Durham::Brighton R::15772 Manford Dr Hamstead Ct Asphalt 501.70 23 42 342 Y

Durham::Brighton R::15774 Courtland Dr Manford Dr Asphalt 460.16 24 53 326 Y

Durham::Brimmer St::17403 Hamilton Green Dr Cul‐De‐Sac Asphalt 436.42 20 75 296 Y

Durham::Brimmer St::17404 Thoreau Dr Hamilton Green Dr Asphalt 459.52 27 93 331 Y

Durham::Bristol Rd::15940 Dover Rd Eton Rd Asphalt 440.05 26 73 209 Y

Durham::Bristol Rd::16001 Eton Rd Rugby Rd Asphalt 1170.33 24 77 288 Y

Durham::Bristol Rd::16059 Rugby Rd Cul‐De‐Sac Asphalt 1323.66 21 87 252 Y

Durham::Britney Ct::19015 Lacy Rd Cul‐De‐Sac Asphalt 140.42 18 55 800 Y

Durham::Britt St::11761 Rowemont Dr Cul‐De‐Sac Asphalt 558.59 26 91 258 Y

Durham::Britt St::11831 Kirkwood Dr Rowemont Dr Asphalt 831.65 19 54 358 Y

Durham::Brixton Ln::16295 Malvern Rd Garrett Rd Asphalt 648.04 19 92 284 Y

Durham::Broad St::12054 Wisteria Av W Carver St Asphalt 972.01 18 83 186 Y

Durham::Broad St::12097 Stadium Dr Wisteria Av Asphalt 494.01 18 90 164 Y

Durham::Broad St::12144 Eatondale Rd Stadium Dr Asphalt 926.42 42 89 122 Y

Durham::Broad St::12199 Dovershire Pw Eatondale Rd Asphalt 785.37 40 89 112 Y

Durham::Broad St::12240 W Murray Av Dovershire Pw Asphalt 846.83 40 92 109 Y

Durham::Broad St::12298 North Pointe Dr Other Asphalt 756.18 40 95 217 Y

Durham::Broad St::12328 Leon St North Pointe Dr Asphalt 537.48 41 95 119 Y

Durham::Broad St::12349 Hudson Av Leon St Asphalt 311.55 51 91 133 Y

Durham::Broad St::12376 I85 Hudson Av Asphalt 224.71 48 95 181 Y

Durham::Broad St::12380 I85 I85 Concrete 56.96 49 93 117 Y

Durham::Broad St::12391 Forest Rd I85 Asphalt 217.08 48 95 282 Y

Durham::Broad St::12419 Hillcrest Dr Forest Rd Asphalt 308.29 46 95 110 Y

Durham::Broad St::12453 Guess Rd Hillcrest Dr Asphalt 185.24 54 95 499 Y

Durham::Broad St::19524 Guess Rd Hillcrest Dr Asphalt 178.24 43 95 168 Y

Durham::Broad St::19589 Stadium Dr Wisteria Av Asphalt 197.02 34 93 152 Y

Durham::Broad St::19590 Wisteria Av W Carver St Asphalt 29.28 13 95 792 Y

Durham::Broad St::19592 Wisteria Av W Carver St Asphalt 60.50 20 93 270 Y

Durham::Broadfield::17917 Paces Ferry Dr Cul‐De‐Sac Asphalt 275.00 18 95 382 Y

Durham::Broadway S::13374 North St Rigsbee Av Asphalt 631.51 30 74 311 Y

Durham::Broadway S::13408 N Mangum St North St Asphalt 550.66 30 90 274 Y

Durham::Bronze Lea::18514 Trail Wood Dr Cul‐De‐Sac Asphalt 383.76 30 86 356 Y

Durham::Brook Chas::18025 Stoneybrook Dr 103 Brook Chase Ln Asphalt 176.96 22 88 224 Y

Durham::Brook Chas::18026 Fox Run Ct Hay Sedge Ct Asphalt 192.75 27 93 192 Y

Durham::Brook Chas::18027 Fox Run Ct Fox Run Ct Asphalt 156.95 25 93 204 Y

Durham::Brook Chas::18039 Hay Sedge Ct End Of Pavement Asphalt 117.65 28 78 323 Y

Durham::Brook Chas::18564 103 Brook Chase Ln Fox Run Ct Asphalt 211.15 23 94 225 Y

Durham::Brookhaven::15724 End Of Street Westbury Pl Asphalt 47.95 31 92 800 Y

Durham::Brookhaven::15738 Westbury Pl Dixon Rd Asphalt 527.64 29 58 355 Y

Durham::Brookhollo::16594 Weybridge Pl Waltham Pl Asphalt 24.88 27 22 169 Y

Durham::Brookhollo::16598 Banstead Pl Weybridge Pl Asphalt 313.66 28 34 262 Y

Durham::Brookhollo::16601 Huntingridge Rd Bayswater Pl Asphalt 83.02 28 36 504 Y

Durham::Brookhollo::17583 Waltham Pl Dartford Ct Asphalt 168.25 27 49 297 Y

Durham::Brookhollo::17584 Banstead Pl Bayswater Pl Asphalt 24.83 26 25 376 Y

Durham::Brookhollo::17600 Paddington Pl Huntingridge Rd Asphalt 106.49 28 33 800 Y

Durham::Brookhollo::17601 Vauxhall Pl Paddington Pl Asphalt 297.54 28 24 462 Y

Durham::Brookhollo::17602 Tilbury Ct Vauxhall Pl Asphalt 146.55 27 33 628 Y

Durham::Brookhollo::17603 Tottenham Ln Tilbury Ct Asphalt 59.27 29 30 746 Y

Durham::Brooklane::11386 Wildwood Dr Bonhill Dr Asphalt 1178.04 21 78 206 Y

Durham::Brookshire::16205 Amesbury Ln Cobscook Dr Asphalt 464.15 28 82 255 Y

Durham::Brookside::11950 Trail Wood Dr Windrow Pl Asphalt 363.83 29 89 173 Y

Durham::Brookside::11962 Windrow Pl Cul‐De‐Sac Asphalt 758.46 29 85 160 Y

Durham::Brookstone::16365 Pinebrook Dr Longwood Dr Asphalt 1154.44 29 57 212 Y

Durham::Brookview::17798 Morrell Ln Morrell Ln Asphalt 380.45 20 79 407 Y

Durham::Brookwood::11279 Umstead Rd Cul De Sac Asphalt 116.51 22 32 800 Y

Durham::Brookwood::15330 End Of Street Hope Valley Rd Asphalt 831.91 26 92 205 Y

Durham::Brookwood::19566 End Of Street Hope Valley Rd Asphalt 336.70 34 88 210 Y

Durham::Broomfield::12242 Medford Rd Medford Rd Asphalt 1123.73 30 74 194 Y

Durham::Broomsedge::11477 Elk Ridge Rd Cul De Sac Asphalt 215.43 24 37 490 Y

Durham::Broomsedge::11487 Cul De Sac Elk Ridge Rd Asphalt 396.41 23 31 376 Y

Durham::Broomstraw::17845 Cooksbury Dr Stone Fence Ct Asphalt 208.50 30 62 187 Y

Durham::Broomstraw::17846 Stone Fence Ct Tulip Poplar Cir Asphalt 339.58 28 61 194 Y

Durham::Brower Cir::17576 Montgomery St Cul De Sac Asphalt 183.31 30 88 503 Y

Durham::Brown Ave::13080 Beg Maint Louise Cr Asphalt 488.80 23 91 270 Y

Durham::Brown Bark::11245 Stephens Ln Cul De Sac Asphalt 437.67 23 57 205 Y

Durham::Brownlee P::15529 Crowell St Cul De Sac Asphalt 209.36 30 73 447 Y

Durham::Brunswick::12509 Governors Pl Cul De Sac Asphalt 150.92 25 40 256 Y

Durham::Bryant St::15106 Odell St Sparella St Asphalt 331.29 23 95 319 Y

Durham::Bryant St::15120 Sparella St Commonwealth St Asphalt 326.15 24 79 331 Y

Durham::Brye St::13895 Lathrop St Holloway St Asphalt 345.81 30 93 173 Y

Durham::Brye St::13953 Liberty St Lathrop St Asphalt 467.57 30 86 264 Y

Durham::Brye St::19355 Lathrop St Holloway St Asphalt 109.60 38 88 139 Y

Durham::Bryncastle::16224 Cul‐De‐Sac Swarthmore Rd Asphalt 215.11 26 82 300 Y

Durham::Brynhurst::16367 Tall Oaks Dr Cul‐De‐Sac Asphalt 388.65 27 91 357 Y

Durham::Brynwood A::15987 Cranbrook Ct Canary Ct Asphalt 215.95 28 93 229 Y

Durham::Brynwood A::15996 Canary Ct Carlton Crossing Dr Asphalt 166.05 28 79 319 Y

Durham::Brynwood A::17067 Cherry Blossom Cr Cranbrook Ct Asphalt 139.80 28 91 315 Y

Durham::Buchanan D::16017 Marvin Dr Butler St Asphalt 511.08 27 75 217 Y

Durham::Buck Cross::16765 Crichton Ln Huntscroft Ct Asphalt 292.38 30 35 359 Y

Durham::Buck Cross::16783 Huntscroft Ct Mill Haven Ct Asphalt 542.21 28 20 413 Y
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Durham::Buck Cross::16789 Mill Haven Ct Mackenzie Ct Asphalt 308.03 28 24 444 Y

Durham::Buck Cross::16791 Mackenzie Ct Nc 751 Hwy Asphalt 223.01 29 20 269 Y

Durham::Buck Cross::19303 Huntscroft Ct Mill Haven Ct Asphalt 175.61 29 37 397 Y

Durham::Buckhead C::17884 Ember Dr Cul‐De‐Sac Asphalt 99.39 35 90 445 Y

Durham::Buckingham::15785 Dixon Rd Devon Rd Asphalt 1898.87 24 100 210 Y

Durham::Buckingham::15788 Hope Valley Rd Dixon Rd Asphalt 1223.33 19 61 277 Y

Durham::Buffalo Wa::17085 Landon Farms Ln Lime St Asphalt 348.69 24 92 227 Y

Durham::Buffalo Wa::17086 Lime St Great Bend Dr Asphalt 250.11 22 93 303 Y

Durham::Buffalo Wa::17147 Great Bend Dr 2304 Buffalo Way Asphalt 138.57 22 91 800 Y

Durham::Buffalo Wa::17698 Glenbrittle Dr Great Bend Dr Asphalt 1014.72 22 95 219 Y

Durham::Buffalo Wa::17699 Great Bend Dr Landon Farms Ln Asphalt 1347.87 24 27 611 Y

Durham::Buffalo Wa::18437 2304 Buffalo Way Cul‐De‐Sac Asphalt 95.63 25 91 602 Y

Durham::Bunker Hil::12641 Valley Forge Rd Cul De Sac Asphalt 135.59 29 31 241 Y

Durham::Burbank Ci::16661 Euclid Rd Euclid Rd Asphalt 399.59 20 78 336 Y

Durham::Burch Ave::13525 S Gregson St Dead End Asphalt 284.32 33 100 566 Y

Durham::Burch Ave::13528 S Buchanan Bv Gattis St Asphalt 854.00 34 70 285 Y

Durham::Burch Ave::13534 Gattis St Brewster St Asphalt 528.95 30 92 237 Y

Durham::Burch Ave::13545 Maplewood Av Swan St Asphalt 688.09 28 96 221 Y

Durham::Burch Ave::13546 Brewster St Maplewood Av Asphalt 532.77 27 68 441 Y

Durham::Burch Ave::17130 End Of Street S Buchanan Blvd Asphalt 112.20 35 33 563 Y

Durham::Burgess Ln::15338 W Cornwallis Rd Cul‐De‐Sac Asphalt 1322.83 29 92 182 Y

Durham::Burke St::13955 House Av Morehead Av Asphalt 305.67 32 93 466 Y

Durham::Burlington::15278 Lincoln St Hwy 55 Asphalt 470.24 30 82 231 Y

Durham::Burlington::15280 Nebo St Lincoln St Asphalt 632.50 30 51 213 Y

Durham::Burlington::15281 Fayetteville St Nebo St Asphalt 969.01 30 85 211 Y

Durham::Burlington::18726 Bloomsbury Manor Dr Cul‐De‐Sac Asphalt 757.55 27 95 279 Y

Durham::Burnette S::14587 Sawyer St Avery St Asphalt 282.88 26 35 370 Y

Durham::Burnt Oak::17362 Woodside Park Ln Dead End Asphalt 141.03 28 71 258 Y

Durham::Burnwood P::16643 Falconbridge Rd Cul‐De‐Sac Asphalt 396.07 28 93 216 Y

Durham::Burrell Rd::13722 Onyx Ct Freeman Rd Asphalt 184.50 30 92 372 Y

Durham::Burrell Rd::13773 Portico Ln Onyx Ct Asphalt 454.55 29 100 189 Y

Durham::Burrell Rd::13822 Play Gate Ln Portico Ln Asphalt 298.66 43 100 228 Y

Durham::Burrell Rd::13932 Destrier Dr Play Gate Ln Asphalt 578.53 28 96 241 Y

Durham::Burrell Rd::13987 Cul‐De‐Sac Burrell Rd Asphalt 402.91 28 98 238 Y

Durham::Burwell Ct::12460 Ellisfield Dr Cul‐De‐Sac Asphalt 100.43 40 24 394 Y

Durham::Bushwood C::18791 Searstone Ct Cul‐De‐Sac Asphalt 193.11 22 100 149 Y

Durham::Butler St::16029 Buchanan Dr Farrington Rd Asphalt 915.26 28 86 172 Y

Durham::Butner St::12333 W Maynard Av Herring Bv Asphalt 680.40 29 84 347 Y

Durham::Butternut::16022 Five Oaks Dr Pine Cone Dr Asphalt 1026.27 28 82 300 Y

Durham::Butterwick::12132 Stoneybrook Dr Cul‐De‐Sac Asphalt 402.62 29 93 156 Y

Durham::Buttonbush::11314 Lazyriver Dr Cul‐De‐Sac Asphalt 1050.61 28 53 238 Y

Durham::Buttonwood::16942 Cul‐De‐Sac Sedwick Rd Asphalt 244.87 30 32 385 Y

Durham::Buxton St::15811 Booker Av Fayetteville St Asphalt 348.53 28 24 585 Y

Durham::Buxton St::15817 Baker St Booker Av Asphalt 385.56 30 23 425 Y

Durham::Buxton St::15820 Tranquil Rd Baker St Asphalt 366.49 28 26 435 Y

Durham::Buxton St::15821 Ludgate Dr Tranquil Rd Asphalt 371.80 29 27 464 Y

Durham::Buxton St::15823 Albert Ct Ludgate Dr Asphalt 685.03 29 27 419 Y

Durham::Buxton St::15824 Halyard Ct Albert Ct Asphalt 229.67 30 83 274 Y

Durham::Buxton St::15825 Pedder Ct Halyard Ct Asphalt 287.88 28 25 482 Y

Durham::Buxton St::15826 Cul‐De‐Sac Pedder Ct Asphalt 133.13 28 59 457 Y

Durham::Byerly Ct::19075 Forest Ridge Dr Cul‐De‐Sac Asphalt 223.84 22 40 387 Y

Durham::Byrd Rd::17043 Sparger Rd End Of Street Asphalt 567.71 28 87 246 Y

Durham::Byrd St::14917 Reservoir St Middle St Asphalt 288.88 29 72 374 Y

Durham::C View St::16130 Eastwood Dr Catalina St Asphalt 458.69 18 54 228 Y

Durham::C View St::16195 C View St S Alston Av Asphalt 1522.71 17 22 303 Y

Durham::Cabes Mill::11521 Synnotts Pl Cul De Sac Asphalt 287.63 23 80 394 Y

Durham::Cabin Bran::17541 Wright Hill Dr Snow Hill Dr Asphalt 197.82 24 92 280 Y

Durham::Cabin Bran::17542 Wright Hill Dr Wright Hill Dr Asphalt 1104.91 21 88 221 Y

Durham::Cabin Bran::17543 Vintage Hill Pkwy Wright Hill Dr Asphalt 355.05 22 93 169 Y

Durham::Cabin Bran::18019 Cabin Branch Dr Springtree Cir Asphalt 450.36 23 74 188 Y

Durham::Cabin Bran::18020 Vintage Hill Pkwy Springtree Cir Asphalt 617.82 23 70 233 Y

Durham::Cairn Ct::11753 Rowemont Dr Cul‐De‐Sac Asphalt 155.68 27 32 353 Y

Durham::Calaveras::18982 Coronado Ln Cul‐De‐Sac Asphalt 337.27 18 71 455 Y

Durham::Caliper Wa::17847 Alben St Spring Meadow Dr Asphalt 462.98 28 94 319 Y

Durham::Calis Way::17337 Farrington Rd Oxfordshire Ln Asphalt 381.22 30 79 230 Y

Durham::Calis Way::19258 Farrington Rd Oxfordshire Ln Asphalt 131.02 34 72 365 Y

Durham::Callahan C::13337 Hounds Chase Dr Cul‐De‐Sac Asphalt 119.94 22 33 531 Y

Durham::Callandale::18500 Lantern View Ln Cul‐De‐Sac Asphalt 544.28 21 93 322 Y

Durham::Callandale::18501 Oxmoor Dr Windrush Ln Asphalt 400.08 29 95 212 Y

Durham::Callandale::18504 Windrush Ln Longview Trl Asphalt 1355.28 28 95 176 Y

Durham::Callandale::18505 Longview Trl Lantern View Ln Asphalt 235.96 28 95 371 Y

Durham::Callandale::18507 Cul‐De‐Sac Oxmoor Dr Asphalt 295.72 21 95 245 Y

Durham::Callaway C::11603 Cherrycrest Dr Cul‐De‐Sac Asphalt 137.10 31 27 119 Y

Durham::Calle Luna::17897 Denada Path Cul‐De‐Sac Asphalt 172.18 22 74 366 Y

Durham::Calumet Dr::11614 Bair Cr Townsend St Asphalt 212.46 29 27 233 Y

Durham::Calumet Dr::11617 Wheaton Rd Bair Cr Asphalt 337.99 30 27 268 Y

Durham::Calumet Dr::11623 Porter Cr Wheaton Rd Asphalt 377.99 30 27 335 Y

Durham::Calumet Dr::11624 Shaftsbury St Porter Cr Asphalt 218.91 30 25 312 Y

Durham::Calumet Dr::11625 Cul‐De‐Sac Shaftsbury St Asphalt 289.16 28 70 314 Y

Durham::Calvander::17681 Cozart St Cul‐De‐Sac Asphalt 187.51 21 93 346 Y

Durham::Calvin St::13476 Juniper St Elmo St Asphalt 346.37 22 88 332 Y

Durham::Calvin St::13648 Fern St Lowry Av Asphalt 224.78 29 81 800 Y

Durham::Calvin St::13754 Holloway St Fern St Concrete 658.73 38 55 218 Y

Durham::Calvin St::18282 Elmo St Granby St Asphalt 235.56 24 78 236 Y

Durham::Calwell Cr::18298 Hales Wood Rd Cul‐De‐Sac Asphalt 108.49 30 92 562 Y

Durham::Camberwell::15606 Denada Path Cul‐De‐Sac Asphalt 272.19 18 70 366 Y
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Durham::Cambian Pl::12725 E Geer St Cul De Sac Asphalt 548.21 23 31 245 Y

Durham::Cambridge::15243 Branchwood Dr Hulon Dr Asphalt 221.82 23 26 329 Y

Durham::Cambridge::15670 Old Chapel Hill Rd Banbury Wy Asphalt 822.68 19 43 282 Y

Durham::Cambridge::15717 Banbury Wy Tonbridge Wy Asphalt 627.24 21 49 243 Y

Durham::Cambridge::18561 3537 Cambridge Rd Devon Rd Asphalt 314.60 20 87 347 Y

Durham::Camellia D::11681 Moorefield Ct Crystal Lake Rd Asphalt 266.42 29 93 202 Y

Durham::Camellia D::11685 Justin Ct Moorefield Ct Asphalt 252.88 28 41 241 Y

Durham::Camellia D::11690 Justin Ct Justin Ct Asphalt 159.25 28 70 304 Y

Durham::Camellia D::11695 Hitchcock Dr Justin Ct Asphalt 130.57 30 34 146 Y

Durham::Camellia D::11735 Bogarde St Hitchcock Dr Asphalt 779.16 29 94 201 Y

Durham::Camellia D::11746 Hitchcock Dr Bogarde St Asphalt 440.86 28 41 226 Y

Durham::Camellia D::11774 Astor Dr Hitchcock Dr Asphalt 660.03 28 71 272 Y

Durham::Camelot Ct::14628 Cul‐De‐Sac Cromwell Rd Asphalt 704.98 19 84 177 Y

Durham::Cameroons::15258 Gunston Ln Cul‐De‐Sac Asphalt 251.78 22 78 294 Y

Durham::Cammie St::11900 Charlotte St Hillandale Rd Asphalt 416.93 29 90 117 Y

Durham::Cammie St::11902 Alabama Av Charlotte St Asphalt 398.61 29 85 150 Y

Durham::Cammie St::11904 Guess Rd Alabama Av Asphalt 906.27 29 90 191 Y

Durham::Cammie St::11906 Preston Av Guess Rd Asphalt 649.39 31 94 120 Y

Durham::Cammie St::19748 Preston Av Guess Rd Asphalt 142.00 29 91 582 Y

Durham::Campus Wal::13067 S Lasalle St Morreene Rd Asphalt 1811.51 31 30 326 Y

Durham::Cana St::15646 Cul‐De‐Sac Mclaurin Ave Asphalt 324.73 29 53 467 Y

Durham::Cana St::15649 Mclaurin Av Elmira Av Asphalt 488.24 29 43 499 Y

Durham::Cana St::15652 Elmira Av Red Oak Av Asphalt 366.85 30 66 257 Y

Durham::Cana St::15653 Red Oak Ave Chalmers St Asphalt 421.39 30 75 199 Y

Durham::Canadian C::16618 Amhurst Rd Cul‐De‐Sac Asphalt 266.55 17 24 612 Y

Durham::Canadian C::18771 Amhurst Rd Cul‐De‐Sac Asphalt 221.70 18 28 499 Y

Durham::Canadian G::11375 Country Club Dr Cul De Sac Asphalt 200.70 22 93 259 Y

Durham::Canal St::13507 N Queen St Gurley St Asphalt 455.57 30 78 261 Y

Durham::Canal St::13508 N Roxboro St N Queen St Asphalt 311.29 30 79 342 Y

Durham::Canal St::13514 Gurley St N Elizabeth St Asphalt 378.60 30 60 185 Y

Durham::Canal St::13517 N Elizabeth St Hazel St Asphalt 503.62 31 65 238 Y

Durham::Canal St::13518 Hazel St Gearwood Av Asphalt 328.91 28 93 358 Y

Durham::Canary Ct::17068 Brynwood Ave Cul‐De‐Sac Asphalt 258.90 20 81 222 Y

Durham::Candlewick::11610 Horton Rd Cul‐De‐Sac Asphalt 840.07 21 52 305 Y

Durham::Candlewood::11439 Old Well St Cul De Sac Asphalt 131.92 30 83 260 Y

Durham::Cannada Av::12019 Draper St Dearborn Dr Asphalt 143.93 24 85 261 Y

Durham::Cannada Av::12043 Shari Ct Draper St Asphalt 321.89 20 82 190 Y

Durham::Cannon Dr::11653 Zenith Pl Hermine St Asphalt 543.81 29 89 172 Y

Durham::Cannon Dr::11654 Hermine St Guess Rd Asphalt 462.03 30 83 225 Y

Durham::Canoe Broo::18693 Capstone Dr Cul‐De‐Sac Asphalt 202.87 21 100 450 Y

Durham::Capitol St::11691 Freedom Lake Dr Cul‐De‐Sac Asphalt 326.65 32 50 445 Y

Durham::Capitol St::11728 Pacific Av Freedom Lake Dr Asphalt 694.49 28 51 393 Y

Durham::Capitola D::16899 S Alston Ave End Of Street Asphalt 1051.99 37 21 310 Y

Durham::Capitola D::19324 S Alston Ave End Of Street Asphalt 144.22 48 18 377 Y

Durham::Capitola D::19325 S Alston Ave End Of Street Asphalt 142.88 52 18 636 Y

Durham::Capitola D::19326 S Alston Ave End Of Street Asphalt 224.12 44 26 383 Y

Durham::Capps St::15479 Matilene Av Bacon St Asphalt 688.32 30 84 182 Y

Durham::Capps St::15499 Athens Av Matilene Av Asphalt 350.75 29 42 322 Y

Durham::Capps St::15508 Baltic Av Athens Av Asphalt 300.43 29 70 190 Y

Durham::Capps St::15517 S Alston Av Baltic Av Asphalt 351.10 29 62 306 Y

Durham::Capri Ter::14426 Marlin Dr Cul‐De‐Sac Asphalt 108.95 26 92 483 Y

Durham::Capstone D::18695 Crisp Rd Gregmoor Ct Asphalt 511.34 28 99 244 Y

Durham::Capstone D::18696 Gregmoor Ct Canoe Brook Ct Asphalt 260.13 28 100 166 Y

Durham::Capstone D::18698 Crisp Rd Magic Hollow Rd Asphalt 757.50 29 100 210 Y

Durham::Capstone D::18700 Canoe Brook Ct Crisp Rd Asphalt 237.34 28 100 251 Y

Durham::Capstone D::18706 Magic Hollow Rd Crisp Rd Asphalt 296.53 28 97 188 Y

Durham::Capstone D::18707 1238 Capstone Dr Magic Hollow Rd Asphalt 88.56 30 100 387 Y

Durham::Capstone D::18772 Magic Hollow Rd Cul‐De‐Sac Asphalt 578.71 28 100 251 Y

Durham::Cardens Ln::17190 Cardens Ln E Peabody St Concrete 594.08 14 60 519 Y

Durham::Cardens Ln::17191 Clay St Cardens Ln Concrete 271.96 13 49 562 Y

Durham::Cardinal D::16072 Tanager Tr Hope Valley Rd Asphalt 453.74 30 91 248 Y

Durham::Cardinal D::16075 End Of Street Tanager Trl Asphalt 390.54 30 77 277 Y

Durham::Cardinal L::17206 Heatherford Ct Hidden Meadow Ct Asphalt 200.07 33 51 313 Y

Durham::Cardinal L::17207 Hidden Meadow Ct Crescent Hill Ct Asphalt 185.56 33 62 227 Y

Durham::Cardinal L::17220 Crescent Hill Ct Fletchers Chapel Rd Asphalt 312.41 38 66 318 Y

Durham::Cardinal L::17792 Falling Star Way Scarlet Sage Dr Asphalt 527.99 37 59 225 Y

Durham::Cardinal L::17794 Red Feather Ct Heatherford Ct Asphalt 846.24 37 64 190 Y

Durham::Cardinal L::17861 Medallion Dr Falling Star Way Asphalt 448.18 37 82 282 Y

Durham::Cardinal L::17864 Na Golden Eagle Dr Asphalt 136.90 38 85 188 Y

Durham::Cardinal L::17865 Golden Eagle Dr Golden Eagle Dr Asphalt 444.72 39 82 136 Y

Durham::Cardinal L::18457 Cardinal Lake Dr Whispering Oak Ln Asphalt 550.17 37 66 186 Y

Durham::Cardinal L::18458 Scarlet Sage Dr Scarlet Sage Dr Asphalt 509.08 37 87 287 Y

Durham::Cardinal L::19603 Cardinal Lake Dr Whispering Oak Ln Asphalt 53.06 23 87 384 Y

Durham::Cardinal L::19604 Red Feather Ct Heatherford Ct Asphalt 59.60 23 83 510 Y

Durham::Cardinal L::19606 Cardinal Lake Dr Whispering Oak Ln Asphalt 48.62 32 76 172 Y

Durham::Cardinal L::19607 Red Feather Ct Heatherford Ct Asphalt 50.10 32 67 234 Y

Durham::Carey Pl::11173 Bivins Rd Autumn Ridge Dr Asphalt 165.02 22 85 736 Y

Durham::Carey Pl::11182 Mystic Dr Bivins Rd Asphalt 456.93 23 26 521 Y

Durham::Carey Pl::11184 Cul‐De‐Sac Mystic Dr Asphalt 219.68 20 40 238 Y

Durham::Carey Pl::17048 Autumn Ridge Dr Crystal Creek Dr Asphalt 434.54 23 92 319 Y

Durham::Caribou Xi::16846 Caribou Xing Bobcat Ct Asphalt 197.69 23 81 409 Y

Durham::Caribou Xi::16861 Bobcat Ct Panthers Run Dr Asphalt 699.09 23 92 337 Y

Durham::Caribou Xi::17385 Panthers Run Dr Antler Point Dr Asphalt 592.27 22 88 271 Y

Durham::Carlisle D::15895 Wentworth Dr Northampton Rd Asphalt 634.33 28 24 375 Y

Durham::Carlisle D::15904 St Marks Rd Wentworth Dr Asphalt 361.93 32 49 411 Y

Durham::Carlton Av::13689 Gurley St N Elizabeth St Asphalt 409.15 28 72 188 Y
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Durham::Carlton Av::13706 Oakwood Av Gurley St Asphalt 390.74 28 56 452 Y

Durham::Carlton Av::13712 N Queen St Oakwood Av Asphalt 457.62 28 28 473 Y

Durham::Carlton Cr::15984 Saxford Pl Regency Dr Asphalt 607.46 29 37 339 Y

Durham::Carlton Cr::16123 Wickersham Dr Montcrest Dr Asphalt 272.42 28 44 436 Y

Durham::Carlton Cr::16133 Montcrest Dr S Roxboro St Asphalt 221.69 28 31 380 Y

Durham::Carlton Cr::17069 S Roxboro St Brynwood Av Asphalt 516.10 29 73 233 Y

Durham::Carlton Cr::17070 Brenmar Ln Saxford Pl Asphalt 128.24 28 27 376 Y

Durham::Carlton Cr::17071 Wild Flower Ln Brenmar Ln Asphalt 291.95 28 32 276 Y

Durham::Carlton Cr::17072 Brenmar Ln Saxford Pl Asphalt 180.48 28 35 307 Y

Durham::Carlton Cr::17182 Regency Dr Spreading Oak Ct Asphalt 1488.19 29 44 368 Y

Durham::Carlton Cr::17524 Regency Dr Wickersham Dr Asphalt 1769.56 31 29 343 Y

Durham::Carmel Ln::16945 Sedwick Rd Cul De Sac Asphalt 258.75 30 81 190 Y

Durham::Carmen Ln::16232 Dutchess Ln Stockton Wy Asphalt 895.74 22 73 390 Y

Durham::Carmen Ln::16267 Dutchess Ln Knights Arm Dr Asphalt 288.03 22 79 320 Y

Durham::Carnation::16191 Page Rd Blossomwood Dr Asphalt 472.85 21 35 502 Y

Durham::Carnation::16203 Blossomwood Dr Oleander Dr Asphalt 297.74 20 41 318 Y

Durham::Carnation::16208 Oleander Dr Mayflower Ct Asphalt 760.04 21 59 443 Y

Durham::Carnation::16279 Mayflower Ct Mistletoe Ln Asphalt 607.69 21 35 227 Y

Durham::Carnation::16313 Mistletoe Ln Oleander Dr Asphalt 301.07 20 55 356 Y

Durham::Carolina A::12355 Walnut St Sovereign St Asphalt 649.10 25 76 181 Y

Durham::Carolina A::12524 Sprunt Av Sunset Av Asphalt 450.59 26 73 386 Y

Durham::Carolina A::12556 Pershing St Sprunt Av Asphalt 350.79 28 27 747 Y

Durham::Carolina A::12590 Wilson St Pershing St Asphalt 350.46 32 22 598 Y

Durham::Carolina A::12627 Woodrow St Wilson St Asphalt 349.87 29 52 619 Y

Durham::Carolina A::12672 W Club Bv Woodrow St Asphalt 456.06 31 59 539 Y

Durham::Carolina A::12745 Englewood Av W Club Bv Asphalt 601.37 28 40 381 Y

Durham::Carolina A::12822 W Knox St Englewood Av Asphalt 592.18 28 56 526 Y

Durham::Carolina A::12932 Green St W Knox St Asphalt 783.87 27 89 524 Y

Durham::Carolina A::12990 Gin St Green St Asphalt 404.14 27 74 220 Y

Durham::Carolina A::13002 Hillsborough Rd Gin St Asphalt 114.45 28 85 800 Y

Durham::Carolina A::18647 Carolina Arbors Dr Del Webb Arbors Dr Asphalt 227.76 26 93 202 Y

Durham::Carolina A::18723 Henry Mill Pl Caswell Ridge Ln Asphalt 301.20 27 95 176 Y

Durham::Carolina A::18732 Carolina Arbors Dr Virginia Crest Way Asphalt 113.80 28 95 144 Y

Durham::Carolina A::18733 Caswell Ridge Ln Daniels Post Ct Asphalt 323.06 28 95 135 Y

Durham::Carolina A::18737 Virginia Crest Way Henry Mill Pl Asphalt 293.90 28 95 189 Y

Durham::Carolina C::14766 Apex St Beverly Dr Asphalt 46.01 75 79 238 Y

Durham::Carolina C::14769 Compton Pl Apex St Asphalt 742.44 30 76 272 Y

Durham::Carolina C::14772 #21 Aly Compton Pl Asphalt 21.61 30 85 254 Y

Durham::Carolina C::14787 Beverly Dr #21 Aly Asphalt 343.12 30 81 310 Y

Durham::Caroline D::12117 Pinedale Dr Cul‐De‐Sac Asphalt 846.69 22 93 181 Y

Durham::Carolwood::16241 Cul De Sac Vistawood Wy Asphalt 183.33 24 76 475 Y

Durham::Carolwood::16293 Vistawood Wy Greenview Dr Asphalt 724.52 23 91 267 Y

Durham::Carolyn Dr::14919 Sybil Dr Sybil Dr Asphalt 2192.60 29 30 273 Y

Durham::Carpenter::16568 Hwy 55 S Alston Av Asphalt 652.23 21 51 273 Y

Durham::Carpenter::18973 Barbee Rd Timbermill Ln Asphalt 417.56 18 85 182 Y

Durham::Carpenter::18987 Timbermill Ln Beechtree Ct Asphalt 326.70 18 92 187 Y

Durham::Carpenter::19006 Beechtree Ct Lone Tree Ct Asphalt 360.53 18 90 252 Y

Durham::Carpenter::19017 Lone Tree Ct Lacy Rd Asphalt 385.03 18 95 222 Y

Durham::Carpenter::19045 Lacy Rd Bluestone Rd Asphalt 534.44 18 80 228 Y

Durham::Carpenter::19068 Bluestone Rd Sandstone Dr Asphalt 440.42 18 53 193 Y

Durham::Carpenter::19090 Sandstone Dr Kemmont Dr Asphalt 753.18 18 84 207 Y

Durham::Carpenter::19108 Kemmont Dr Wedgewood Ln Asphalt 532.36 18 64 227 Y

Durham::Carpenter::19122 Wedgewood Ln Bluestone Rd Asphalt 235.98 18 48 274 Y

Durham::Carpenter::19134 Bluestone Rd E Woodcroft Pw Asphalt 290.86 18 67 201 Y

Durham::Carpenter::19142 E Woodcroft Pw North Bend Dr Asphalt 1103.80 18 36 229 Y

Durham::Carpenter::19145 North Bend Dr Loyal Av Asphalt 694.85 18 73 154 Y

Durham::Carpenter::19148 Loyal Av Hwy 55 Asphalt 884.61 18 72 184 Y

Durham::Carpenter::19242 Bluestone Rd E Woodcroft Pw Asphalt 192.34 30 68 294 Y

Durham::Carpenter::19243 E Woodcroft Pw North Bend Dr Asphalt 275.27 36 48 232 Y

Durham::Carpenter::19244 Loyal Av Hwy 55 Asphalt 330.44 50 82 341 Y

Durham::Carpenter::19838 Hwy 55 S Alston Av Asphalt 155.27 33 61 556 Y

Durham::Carriage W::16812 Downing Creek Pw Daventry Ct Asphalt 186.84 24 78 405 Y

Durham::Carriage W::16820 Carriage Way Carriage Way Asphalt 566.31 25 87 235 Y

Durham::Carriage W::16825 Blakely Dr Circle Asphalt 110.20 28 80 321 Y

Durham::Carriage W::16826 Daventry Ct Blakely Dr Asphalt 797.62 24 84 292 Y

Durham::Carrickfer::17347 Castlebar Ln Martry Rd Asphalt 373.30 22 75 245 Y

Durham::Carrickfer::17348 End Of Street Castlebar Ln Asphalt 336.66 21 42 383 Y

Durham::Carroll St::13693 W Chapel Hill St Carroll Aly Asphalt 466.85 26 67 468 Y

Durham::Carroll St::13775 Jackson St Yancey St Asphalt 539.16 28 53 544 Y

Durham::Carroll St::13798 Yancey St Morehead Ave Asphalt 834.23 26 48 576 Y

Durham::Carroll St::14002 Morehead Av Proctor St Asphalt 445.06 28 31 317 Y

Durham::Carroll St::14102 Proctor St Cobb St Asphalt 443.07 26 91 327 Y

Durham::Carroll St::14249 Cobb St W Lakewood Ave Asphalt 805.41 30 45 340 Y

Durham::Carroll St::14289 W Lakewood Ave Huntington Av Asphalt 261.41 28 55 427 Y

Durham::Carroll St::14351 Huntington Av Wells St Asphalt 338.75 29 96 369 Y

Durham::Carson Cir::12721 Alamo Ct Cul De Sac Asphalt 191.61 22 62 448 Y

Durham::Carter Ave::15337 Rowena Av Angier Av Asphalt 886.44 21 65 201 Y

Durham::Carter Ave::15347 Spring St Rowena Av Asphalt 1330.66 21 77 182 Y

Durham::Carylynn C::14640 Weslyn Trace Dr Cul‐De‐Sac Asphalt 113.40 26 47 603 Y

Durham::Casa St::11570 Corrida Av Valley Dr Asphalt 308.18 28 68 436 Y

Durham::Casa St::11586 Garcia Av Corrida Av Asphalt 682.68 30 40 469 Y

Durham::Casa St::11595 Horton Rd Garcia Av Asphalt 417.20 28 75 576 Y

Durham::Casabelle::19128 Woodlake Dr Madeira Ct Asphalt 240.28 22 27 538 Y

Durham::Casabelle::19133 Madeira Ct Cul‐De‐Sac Asphalt 142.77 22 27 800 Y

Durham::Cascadilla::17585 E Club Blvd E Ellerbee St Asphalt 544.13 28 83 229 Y

Durham::Cascadilla::17586 E Ellerbee St E Lavender Av Asphalt 720.76 27 82 230 Y
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Durham::Cascadilla::17587 E Lavender Ave Hammond St Asphalt 460.20 25 49 563 Y

Durham::Cascadilla::17588 Hammond St Hugo St Asphalt 354.98 29 31 262 Y

Durham::Cascadilla::17589 Hugo St E Maynard Av Asphalt 739.53 28 57 331 Y

Durham::Caspian Ct::19016 Tahoe Dr Cul‐De‐Sac Asphalt 205.83 22 49 797 Y

Durham::Cassandra::11237 Cul‐De‐Sac Autumn Dr Asphalt 336.50 20 89 400 Y

Durham::Castell Dr::18887 Windcrest Rd Yosemite Cr Asphalt 354.29 22 62 258 Y

Durham::Castell Dr::18890 Yosemite Cr Forge Rd Asphalt 699.92 22 73 282 Y

Durham::Castlebar::17342 Castlebar Ln Martry Rd Asphalt 420.13 20 86 250 Y

Durham::Castlebay::17590 Castlebay Dr Benning St Asphalt 392.57 30 93 541 Y

Durham::Castlerock::15990 Nc 55 Hwy Cul‐De‐Sac Asphalt 819.56 21 92 199 Y

Durham::Castlewell::17408 Thoreau Dr Cul‐De‐Sac Asphalt 158.62 20 76 289 Y

Durham::Caswell Pl::13302 Powe St Other Asphalt 412.71 23 48 281 Y

Durham::Caswell Pl::19539 Powe St Other Asphalt 86.31 16 41 600 Y

Durham::Caswell Ri::18724 Bloomsbury Manor Dr Carolina Arbors Dr Asphalt 576.11 27 95 196 Y

Durham::Cat Tail C::16433 Huxey Glenn Ct Cul De Sac Asphalt 86.68 24 25 441 Y

Durham::Catalina S::16131 C View St S Alston Av Asphalt 748.26 20 95 180 Y

Durham::Catalpa Dr::17310 Ellington St Cheek Rd Asphalt 730.34 23 85 351 Y

Durham::Catamount::17525 Cul‐De‐Sac Toms Rock Pl Asphalt 153.64 20 81 329 Y

Durham::Catamount::17526 Toms Rock Pl Locust Hollow Ln Asphalt 152.00 19 84 202 Y

Durham::Catamount::17527 Locust Hollow Ln Panther Creek Pkwy Asphalt 209.14 19 91 197 Y

Durham::Cathy Dr::14205 Lynn Rd Jenee Ln Asphalt 133.69 28 52 349 Y

Durham::Cathy Dr::14220 Jenee Ln Phauff Ct Asphalt 459.00 29 86 149 Y

Durham::Catskill C::18903 Coronado Ln Cul‐De‐Sac Asphalt 276.84 20 79 359 Y

Durham::Catskill C::18904 Coronado Ln Coronado Ln Asphalt 606.16 20 77 164 Y

Durham::Catskill C::18914 Coronado Ln Cul‐De‐Sac Asphalt 336.76 20 80 228 Y

Durham::Cauldwell::12564 Talcott Dr Cul De Sac Asphalt 303.30 22 56 292 Y

Durham::Caverstone::17437 Winding Arch Dr Cul‐De‐Sac Asphalt 605.66 26 35 658 Y

Durham::Cayman Ct::14704 Willowbrook Dr Cul‐De‐Sac Asphalt 111.40 24 74 617 Y

Durham::Cecil St::15024 End Of Street Nelson St Asphalt 122.93 34 87 190 Y

Durham::Cecil St::15125 Nelson St Otis St Asphalt 928.19 35 93 208 Y

Durham::Cecil St::15165 Otis St Chautauqua Av Asphalt 297.72 27 90 277 Y

Durham::Cecil St::15192 Chautauqua Av Fitzgerald Av Asphalt 287.22 26 69 275 Y

Durham::Cecil St::15196 Fayetteville St Lincoln St Asphalt 1279.03 29 41 306 Y

Durham::Cecil St::15200 Fitzgerald Av Concord St Asphalt 247.46 26 41 330 Y

Durham::Cecil St::15201 Lincoln St Hwy 55 Asphalt 612.22 29 38 385 Y

Durham::Cecil St::15204 Dead End Fayetteville St Asphalt 578.60 29 67 305 Y

Durham::Cecil St::15211 Hwy 55 S Alston Av Asphalt 140.20 38 76 419 Y

Durham::Cecil St::19253 Hwy 55 S Alston Av Asphalt 98.62 40 66 296 Y

Durham::Cedar Bluf::11538 Sanderson Dr Cul De Sac Asphalt 267.29 24 63 279 Y

Durham::Cedar Cree::11982 Howe St County Line Asphalt 827.22 22 51 208 Y

Durham::Cedar Cree::18374 County Line Cul De Sac Asphalt 472.24 22 56 263 Y

Durham::Cedar Glen::16157 Valley Ridge Dr Bridgewood Dr Asphalt 828.84 30 71 383 Y

Durham::Cedar Grov::17186 Alexis Ct T W Alexander Dr Asphalt 1077.31 29 61 212 Y

Durham::Cedar Grov::17211 Stirrup Ln Alexis Ct Asphalt 649.09 30 65 226 Y

Durham::Cedar Grov::17471 Sagebrush Ln White Dove Rd Asphalt 532.00 26 62 283 Y

Durham::Cedar Grov::17499 White Dove Rd Beaver Creek Ln Asphalt 217.44 24 77 228 Y

Durham::Cedar Grov::17500 Beaver Creek Ln Stirrup Ln Asphalt 500.25 29 62 297 Y

Durham::Cedar Grov::19705 White Dove Rd Beaver Creek Ln Asphalt 157.09 27 75 287 Y

Durham::Cedar Hill::19205 Boxwood Dr Cul‐De‐Sac Asphalt 685.91 18 80 249 Y

Durham::Cedar Hill::19206 Boxwood Dr Lakeshore Dr Asphalt 94.88 18 36 338 Y

Durham::Cedar St::14870 Sycamore St Starlight Dr Asphalt 327.17 29 89 261 Y

Durham::Cedar St::14924 Starlight Dr University Dr Asphalt 332.67 27 49 225 Y

Durham::Cedarwood::15690 Springdale Dr Willowdale Dr Asphalt 1210.03 29 76 309 Y

Durham::Cedarwood::15743 Willowdale Dr Halsey Pl Asphalt 580.19 29 93 282 Y

Durham::Cedarwood::15761 Halsey Pl Degaulle Pl Asphalt 199.09 30 26 644 Y

Durham::Cedarwood::15765 Degaulle Pl End Of Street Asphalt 280.47 28 70 463 Y

Durham::Celeste Ci::17591 W Nc 54 Hwy Service Rd Macy Grove Drive Asphalt 1461.03 20 83 210 Y

Durham::Celeste Ci::18830 Macy Grove Drive Crossland Dr Asphalt 598.12 19 91 168 Y

Durham::Center St::13226 Cheek Rd Dead End Asphalt 946.77 28 84 183 Y

Durham::Centervill::18155 Lyon Farm Dr Six Mill Ct Asphalt 233.82 19 64 216 Y

Durham::Centervill::18156 Six Mill Ct Cul‐De‐Sac Asphalt 235.19 19 56 233 Y

Durham::Centerway::14284 Middlebrook Ct Cul De Sac Asphalt 143.81 27 33 800 Y

Durham::Centerway::14347 Olney Dr Middlebrook Ct Asphalt 732.73 29 33 197 Y

Durham::Centerway::14378 Randolph Rd Olney Dr Asphalt 391.19 38 32 182 Y

Durham::Chadbourne::13966 Maymount Dr Cul De Sac Asphalt 190.65 24 64 781 Y

Durham::Chadbourne::13972 Seagrove Ct Maymount Dr Asphalt 482.77 30 22 362 Y

Durham::Chadbourne::14083 Hertford Pl Seagrove Ct Asphalt 633.42 28 30 252 Y

Durham::Chadbourne::14161 Weatherby Dr Hertford Pl Asphalt 371.60 30 36 393 Y

Durham::Chalcedony::18096 Portico Ln Cul‐De‐Sac Asphalt 808.79 23 100 210 Y

Durham::Chalice St::11738 Sunny Ct Clarion Dr Asphalt 581.83 21 87 183 Y

Durham::Chalice St::11857 Clarion Dr Sunny Ct Asphalt 1816.86 21 83 200 Y

Durham::Chalk Leve::11658 Townsend St Stadium Dr Asphalt 458.69 28 32 326 Y

Durham::Chalk Leve::11662 Ruggles St Townsend St Asphalt 614.26 29 46 281 Y

Durham::Chalk Leve::11664 Portsmouth St Shaftsbury St Asphalt 335.98 28 35 362 Y

Durham::Chalk Leve::11665 Horton Rd Portsmouth St Asphalt 1101.25 33 73 201 Y

Durham::Chalk Leve::18044 Shaftsbury St Ruggles St Asphalt 227.07 29 28 312 Y

Durham::Chalk Leve::18045 Shaftsbury St Ruggles St Asphalt 151.10 29 54 247 Y

Durham::Chalmers S::15540 Hemlock Av Gaston Av Asphalt 682.52 31 47 356 Y

Durham::Chalmers S::15593 Gaston Av Crete St Asphalt 784.63 30 74 211 Y

Durham::Chalmers S::15607 Crete St Crowell St Asphalt 339.32 30 80 283 Y

Durham::Chalmers S::15624 Crowell St Medina St Asphalt 434.04 30 27 318 Y

Durham::Chalmers S::15650 Medina St Cana St Asphalt 521.16 30 76 247 Y

Durham::Chamberlin::12606 Glendale Av Northgate St Asphalt 711.29 30 66 244 Y

Durham::Chambers F::18743 Palmer Hill Dr Cul‐De‐Sac Asphalt 185.82 30 83 489 Y

Durham::Chamfer Pl::18083 Framer Ln Cul‐Da‐Sac Asphalt 356.07 22 95 281 Y

Durham::Champaign::15918 Dunsinane Dr Garrett Rd Asphalt 197.44 30 35 406 Y
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Durham::Champaign::15920 Chippenham Rd Dunsinane Dr Asphalt 355.76 30 35 392 Y

Durham::Champaign::17224 Cul‐De‐Sac Chippenham Rd Asphalt 329.49 28 78 181 Y

Durham::Champions::11081 Highland Ridge Ct Cul‐De‐Sac Asphalt 1071.90 23 80 267 Y

Durham::Champions::11083 Vintage Hill Pw Highland Ridge Ct Asphalt 455.49 26 43 528 Y

Durham::Chance Rd::13502 Regan Ct Woodland Park Rd Asphalt 346.07 28 75 245 Y

Durham::Chance Rd::13542 Saturn Ct Regan Ct Asphalt 334.61 29 88 241 Y

Durham::Chance Rd::13635 Moonlight Ct Saturn Ct Asphalt 462.85 28 78 256 Y

Durham::Chance Rd::13678 Venus Dr Moonlight Ct Asphalt 293.39 28 77 214 Y

Durham::Chance Rd::13733 Chandler Rd Venus Dr Asphalt 301.58 28 26 253 Y

Durham::Chancellor::16929 Alumni Ave Graduate Ct Asphalt 262.89 34 47 230 Y

Durham::Chancellor::16947 Tenure Cr College Av Asphalt 255.23 34 24 421 Y

Durham::Chancellor::16949 College Av Chancellors Ridge Alley B Aly Asphalt 151.75 35 64 238 Y

Durham::Chancellor::16950 Collegiate Cr Trustee St Asphalt 170.20 35 33 502 Y

Durham::Chancellor::16951 Trustee St Collegiate Cr Asphalt 258.31 35 79 229 Y

Durham::Chancellor::16955 Nc 751 Hwy Tenure Cr Asphalt 271.45 37 92 328 Y

Durham::Chancellor::17279 Marist Ct Baccalaureate Bv Asphalt 311.88 27 30 335 Y

Durham::Chancellor::17280 Diploma Dr Education Av Asphalt 295.79 28 44 165 Y

Durham::Chancellor::17281 Coach Te Diploma Dr Asphalt 232.84 29 82 214 Y

Durham::Chancellor::17285 Graduate Ct Marist Ct Asphalt 680.76 30 22 304 Y

Durham::Chancellor::17286 Baccalaureate Bv Coach Te Asphalt 735.66 28 70 191 Y

Durham::Chancellor::17288 Education Ave Chancellors Ridge Dr Asphalt 307.21 30 60 243 Y

Durham::Chancellor::17289 Trustee St Alumni Ave Asphalt 596.44 33 24 297 Y

Durham::Chancellor::17322 College Ave College Ave Concrete 645.94 16 83 505 Y

Durham::Chancellor::17324 Chancellors Ridge Dr Chancellors Ridge Dr Alley B Concrete 677.40 16 89 297 Y

Durham::Chancellor::18614 Chancellors Ridge Alley A Aly Chancellors Ridge Dr Concrete 255.95 16 90 367 Y

Durham::Chancellor::19298 Nc 751 Hwy Tenure Cr Asphalt 131.85 38 87 300 Y

Durham::Chancellor::19299 College Av Chancellors Ridge Alley B Aly Asphalt 148.72 35 34 430 Y

Durham::Chancellor::19781 Coach Te Diploma Dr Asphalt 72.92 28 40 293 Y

Durham::Chancellor::19783 Diploma Dr Education Av Asphalt 63.00 28 34 617 Y

Durham::Chancery P::15869 St Marks Rd Cul‐De‐Sac Asphalt 558.87 27 72 261 Y

Durham::Chandellay::11684 Dead End Hermine St Asphalt 733.61 29 83 159 Y

Durham::Chandler R::13732 Chance Rd Clayton Rd Asphalt 728.37 34 73 128 Y

Durham::Chandler R::13768 Lakecrest Dr Chance Rd Asphalt 1064.96 34 67 170 Y

Durham::Chandler R::13876 Ross Rd Lakecrest Dr Asphalt 767.02 34 71 139 Y

Durham::Chandler R::14072 Greenmount Dr Ross Rd Asphalt 730.43 18 27 173 Y

Durham::Chandler R::14248 Cathy Dr Fenimore St Asphalt 868.09 18 59 168 Y

Durham::Chandler R::14326 Holloway St Cathy Dr Asphalt 351.54 18 27 242 Y

Durham::Chandler R::18216 Fenimore St Greenmount Dr Asphalt 390.46 18 36 212 Y

Durham::Chandler R::19611 Holloway St Cathy Dr Asphalt 114.37 26 55 302 Y

Durham::Chanter Ct::11796 Rowemont Dr Cul‐De‐Sac Asphalt 254.86 24 93 274 Y

Durham::Chantilly::14980 Cul‐De‐Sac Wilshire Dr Asphalt 255.48 33 90 261 Y

Durham::Chapel Hil::13730 Maplewood Av Jackson St Asphalt 552.93 30 74 248 Y

Durham::Chapel Hil::13772 Jackson St Whitcomb St Asphalt 1176.81 33 71 253 Y

Durham::Chapin St::15369 Hope Av Nash St Asphalt 556.76 30 81 206 Y

Durham::Charing Pl::18984 Middleton Rd Cul‐De‐Sac Asphalt 201.24 18 51 462 Y

Durham::Charles St::15357 S Roxboro St W Cornwallis Rd Asphalt 2077.72 30 76 185 Y

Durham::Charles St::15457 W Cornwallis Rd Cisco St Asphalt 1091.82 30 84 178 Y

Durham::Charles St::15506 Cisco St S Roxboro St Asphalt 483.79 31 32 360 Y

Durham::Charlotte::11899 Cammie St Dead End Asphalt 892.07 27 40 266 Y

Durham::Charlotte::12037 W Carver St Cammie St Asphalt 1341.63 18 54 445 Y

Durham::Charringto::16624 Shallowford Ln Cul De Sac Asphalt 500.45 30 86 250 Y

Durham::Chartwell::14877 Nichols Farm Dr Cul‐De‐Sac Asphalt 398.97 23 95 303 Y

Durham::Chase St::15048 Wilshire Dr Dead End Asphalt 366.98 31 93 397 Y

Durham::Chasewood::14425 Barrington Overlook Dr Cul‐De‐Sac Asphalt 146.76 23 26 278 Y

Durham::Chateau Rd::11483 N Roxboro St Versailles St Asphalt 445.96 25 85 271 Y

Durham::Chateau Rd::11489 Versailles St Argonne Dr Asphalt 1004.22 19 63 416 Y

Durham::Chateau Rd::11519 Argonne Dr Argonne Dr Asphalt 827.98 19 84 192 Y

Durham::Chateau Rd::19586 Argonne Dr Argonne Dr Asphalt 121.13 51 64 324 Y

Durham::Chateau Rd::19587 Versailles St Argonne Dr Asphalt 147.22 64 43 661 Y

Durham::Chatham Pl::14478 E Pettigrew St Gann St Asphalt 261.69 40 80 250 Y

Durham::Chatsworth::16750 Eagle View Dr Morrell Ln Asphalt 580.20 28 55 287 Y

Durham::Chatton Pl::14265 Annandale Rd Cul‐De‐Sac Asphalt 309.54 24 89 293 Y

Durham::Chaucer Dr::11465 Landis Dr Cul‐De‐Sac Asphalt 1798.99 19 47 221 Y

Durham::Chautauqua::15164 Nelson St Cecil St Asphalt 531.14 31 43 308 Y

Durham::Chautauqua::15197 Cecil St Honor St Asphalt 227.87 30 74 356 Y

Durham::Chedworth::16743 Downing Creek Pw Cul‐De‐Sac Asphalt 191.74 29 62 437 Y

Durham::Cheek Rd::13227 Fay St E Geer St Asphalt 292.65 33 23 276 Y

Durham::Cheek St::18199 E Geer St Dead End Asphalt 429.00 28 85 251 Y

Durham::Chelan Ct::19030 Tahoe Dr Cul‐De‐Sac Asphalt 191.43 22 21 319 Y

Durham::Chelmsford::14074 Annandale Rd Cul De Sac Asphalt 694.24 22 76 312 Y

Durham::Chelsea Ci::15963 Hope Valley Rd Hope Valley Rd Asphalt 1776.86 17 62 430 Y

Durham::Chenault D::15599 S Alston Av Chicago St Asphalt 672.76 28 25 591 Y

Durham::Cherry Blo::15965 Stepping Stone Dr Shadow Rock Ln Asphalt 149.63 27 83 272 Y

Durham::Cherry Blo::15966 Ramblewood Av Stepping Stone Dr Asphalt 201.75 26 76 329 Y

Durham::Cherry Blo::15970 Thaxton Pl Ramblewood Av Asphalt 164.02 28 94 180 Y

Durham::Cherry Blo::15977 Brenmar Ln Shadow Rock Ln Asphalt 139.05 27 83 248 Y

Durham::Cherry Blo::16301 Appling Wy Belleflower Dr Asphalt 528.74 22 20 427 Y

Durham::Cherry Blo::17062 Brynwood Av Thaxton Pl Asphalt 166.70 28 75 202 Y

Durham::Cherry Blo::17063 Stepping Stone Dr Brynwood Av Asphalt 201.76 26 77 304 Y

Durham::Cherry Blo::17064 Shadow Rock Ln Stepping Stone Dr Asphalt 148.85 27 81 490 Y

Durham::Cherry Blo::17065 Shadow Rock Ln Brenmar Ln Asphalt 139.35 29 83 280 Y

Durham::Cherry Dr::15568 Hwy 55 Dead End Asphalt 378.97 28 49 315 Y

Durham::Cherry Gro::14338 E Main St Taylor St Asphalt 1118.52 28 51 242 Y

Durham::Cherrybark::18071 Tulip Poplar Cir Tulip Poplar Cir Asphalt 1023.78 31 90 159 Y

Durham::Cherrybark::18072 End Of Cul‐De‐Sac Tulip Poplar Cir Asphalt 103.29 30 84 402 Y

Durham::Cherrycres::11596 Stadium Dr Sidbrook Ct Asphalt 400.76 28 28 288 Y
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Durham::Cherrycres::11599 Sidbrook Ct Severna Ct Asphalt 179.90 28 33 206 Y

Durham::Cherrycres::11604 Callaway Ct Cul‐De‐Sac Asphalt 509.23 30 85 235 Y

Durham::Cherrycres::11605 Severna Ct Callaway Ct Asphalt 537.98 30 83 213 Y

Durham::Cheryl Ave::11188 N Roxboro St Larrime St Asphalt 976.01 20 25 309 Y

Durham::Cheryl Ave::11189 Larrime St Dittmar Dr Asphalt 786.93 18 42 329 Y

Durham::Cheryl Ave::11190 Treetop Dr Crestview Dr Asphalt 616.47 17 78 219 Y

Durham::Cheryl Ave::11191 Dittmar Dr Treetop Dr Asphalt 348.00 18 54 352 Y

Durham::Chesapeake::11168 Dittmar Dr Crestview Dr Asphalt 964.09 20 66 187 Y

Durham::Chesden Dr::19095 Woodlake Dr Greers Ferry Ct Asphalt 148.28 26 89 378 Y

Durham::Chesden Dr::19097 Greers Ferry Ct Willoughby Ct Asphalt 230.64 26 91 337 Y

Durham::Chesden Dr::19118 Waconda Ct Woodlake Dr Asphalt 391.52 26 24 553 Y

Durham::Chesden Dr::19119 Willoughby Ct Chesden Dr Asphalt 726.26 26 36 437 Y

Durham::Cheselden::16906 Bennington Pkwy City Limits Asphalt 347.52 21 76 273 Y

Durham::Cheselden::16910 Leapale Ln Cul‐De‐Sac Asphalt 191.10 21 64 229 Y

Durham::Cheshire B::11140 Laurent Dr Garden Hills Ct Asphalt 366.01 29 45 346 Y

Durham::Cheshire B::11142 Summer Ridge Ct Laurent Dr Asphalt 488.33 29 38 274 Y

Durham::Cheshire B::11144 Dover Ridge Ln Summer Ridge Ct Asphalt 460.60 29 46 330 Y

Durham::Cheshire B::17646 Garden Hills Ct Cul De Sac Asphalt 220.12 26 68 161 Y

Durham::Cheshire C::11972 Clarion Dr Cul De Sac Asphalt 407.25 21 77 228 Y

Durham::Cheshire C::11986 Marshall Wy Clarion Dr Asphalt 429.31 20 90 219 Y

Durham::Chester Sp::17528 Ward St Cul‐De‐Sac Asphalt 497.90 19 80 353 Y

Durham::Chester St::13649 Fern St Lowry Av Asphalt 241.69 23 34 164 Y

Durham::Chester St::13755 Holloway St Fern St Asphalt 662.36 29 47 335 Y

Durham::Chestnut B::16380 Wythebrook Ln Cul‐De‐Sac Asphalt 453.40 22 68 282 Y

Durham::Chestnut B::16397 Porters Glen Pl Wythebrook Ln Asphalt 278.30 32 46 429 Y

Durham::Chestnut B::16417 Highgate Dr Porters Glen Pl Asphalt 221.92 29 25 458 Y

Durham::Chestnut B::19399 Highgate Dr Porters Glen Pl Asphalt 180.61 29 26 452 Y

Durham::Chestnut S::14309 South St S Roxboro St Asphalt 949.23 29 84 229 Y

Durham::Chestnut S::18622 S Roxboro St Memphis St Asphalt 745.12 29 83 171 Y

Durham::Cheviot Av::15707 Cheviot Ave Cul‐De‐Sac Asphalt 230.84 30 82 450 Y

Durham::Cheviot Av::15708 Dixon Rd Colchester St Asphalt 452.57 28 44 229 Y

Durham::Chevoit Ct::11068 Turnberry Cr Chevoit Ct Asphalt 195.24 28 36 243 Y

Durham::Chicago St::15567 Emerson Pl Wintergreen Pl Asphalt 100.88 30 71 434 Y

Durham::Chicago St::15580 Chenault Dr Emerson Pl Asphalt 254.15 28 70 476 Y

Durham::Chicago St::15595 Collier Rd Chenault Dr Asphalt 259.36 29 95 344 Y

Durham::Chicopee T::16097 Cul‐De‐Sac Farrington Rd Asphalt 1387.84 21 67 249 Y

Durham::Chicory Ct::15962 Ramblewood Av Cul De Sac Asphalt 201.28 21 88 219 Y

Durham::Chimney St::17656 Glennstone Dr End Of Street Asphalt 820.77 23 89 177 Y

Durham::Chimney St::18384 Glennstone Dr End Of Street Asphalt 92.08 22 59 93 Y

Durham::Chimney To::14359 Annandale Rd Cul De Sac Asphalt 428.08 23 72 225 Y

Durham::Chintelly::15017 Grove Ridge Dr Cul‐De‐Sac Asphalt 139.18 22 89 235 Y

Durham::Chipley Ct::13913 Penn Dr Cul‐De‐Sac Asphalt 170.01 24 93 301 Y

Durham::Chippenham::15888 Westchester Rd Acornridge Ct Asphalt 512.25 28 48 407 Y

Durham::Chippenham::15919 Acornridge Ct Champaign Dr Asphalt 341.12 28 74 410 Y

Durham::Chippenham::15947 Champaign Dr Cricket Ln Asphalt 924.35 28 44 394 Y

Durham::Chippenham::15948 Cricket Ln Cul‐De‐Sac Asphalt 130.20 29 38 667 Y

Durham::Chippers W::12069 Berini Dr Duffers Pl Asphalt 600.60 26 91 173 Y

Durham::Chippers W::12070 Duffers Pl Cul De Sac Asphalt 343.27 22 71 202 Y

Durham::Chiswell C::12432 American Dr Cul‐De‐Sac Asphalt 194.55 26 87 488 Y

Durham::Chorley Rd::18839 Belmont Dr Dead‐End Asphalt 56.51 21 95 256 Y

Durham::Chorley Rd::18840 Dead‐End Belmont Dr Asphalt 55.47 22 95 800 Y

Durham::Chowan Ave::15861 Cul‐De‐Sac Jerome Rd Asphalt 271.45 30 66 279 Y

Durham::Chowan Ave::15867 Jerome Rd Brandon Rd Asphalt 457.30 29 66 222 Y

Durham::Chowan Ave::15871 Brandon Rd Rockford Rd Asphalt 441.57 29 85 359 Y

Durham::Chowan Ave::15873 Rockford Rd Kirby St Asphalt 507.59 28 65 150 Y

Durham::Christian::12467 Wortham St Dead End Asphalt 540.54 26 92 205 Y

Durham::Christian::12500 Hillsborough Rd Wortham St Asphalt 354.82 34 28 394 Y

Durham::Christie L::19077 Penrith Dr Lorelei Ct Asphalt 658.88 20 70 253 Y

Durham::Christie L::19080 Lorelei Ct Cul‐De‐Sac Asphalt 147.57 20 48 257 Y

Durham::Christophe::13024 Logan St Cul‐De‐Sac Asphalt 107.17 43 82 285 Y

Durham::Churchill::15933 Westover Rd Darby Rd Asphalt 1237.44 18 88 218 Y

Durham::Churchland::16228 Dutchess Ln Cul De Sac Asphalt 158.45 18 82 754 Y

Durham::Churchwell::16575 Abingdon Way Cul‐De‐Sac Asphalt 189.37 34 94 365 Y

Durham::Churchwell::16578 Highgate Dr Abingdon Wy Asphalt 650.43 25 88 260 Y

Durham::Churment C::18763 Cul‐De‐Sac Torpoint Rd Asphalt 442.62 24 100 321 Y

Durham::Churment C::18764 Torpoint Rd Zante Currant Rd Asphalt 139.38 22 98 302 Y

Durham::Cibola Ct::18991 Coronado Ln Cul‐De‐Sac Asphalt 194.38 18 69 455 Y

Durham::Cilantro C::17167 Turmeric Ln Cul‐De‐Sac Asphalt 171.12 19 73 314 Y

Durham::Circle Dr::14831 Dogwood Rd Woodburn Rd Asphalt 1132.94 24 68 364 Y

Durham::Cisco St::15478 Charles St North Oak Ridge Bv Asphalt 791.84 32 70 281 Y

Durham::Citrine Ct::18120 Lodestone Dr Cul‐De‐Sac Asphalt 301.77 22 100 252 Y

Durham::City Hall::13673 N Mangum St Liberty St Asphalt 542.55 25 93 410 Y

Durham::Claire Ct::19194 Whitney Ln Cul‐De‐Sac Asphalt 135.04 26 38 250 Y

Durham::Clarendon::12550 Sprunt Av Hillcrest Dr Asphalt 625.35 30 59 318 Y

Durham::Clarendon::12612 F St Sprunt Av Asphalt 661.09 31 73 342 Y

Durham::Clarendon::12683 W Club Bv F St Asphalt 666.24 28 58 263 Y

Durham::Clarendon::12765 Englewood Av W Club Bv Asphalt 656.12 27 37 358 Y

Durham::Clarendon::12856 W Knox St Englewood Av Asphalt 658.52 27 44 397 Y

Durham::Clarendon::12949 Green St W Knox St Asphalt 659.31 28 78 273 Y

Durham::Clarendon::13045 W Markham Av Green St Asphalt 662.05 29 63 284 Y

Durham::Clarion Dr::11723 Chalice St Cole Mill Rd Asphalt 293.70 23 90 474 Y

Durham::Clarion Dr::11822 Sunny Ct Chalice St Asphalt 1344.61 21 87 212 Y

Durham::Clarion Dr::11856 Chalice St Sunny Ct Asphalt 437.01 24 74 255 Y

Durham::Clarion Dr::12001 Drucilla Ct League Wy Asphalt 1099.45 20 37 368 Y

Durham::Clarion Dr::12016 Cheshire Ct Berini Dr Asphalt 563.13 21 43 460 Y

Durham::Clarion Dr::12022 Berini Dr Dalton Ct Asphalt 260.95 20 39 278 Y
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Durham::Clarion Dr::12023 Dalton Ct Drucilla Ct Asphalt 460.24 20 39 333 Y

Durham::Clark St::12944 Glendale Av Washington St Asphalt 906.68 27 39 361 Y

Durham::Clay Hill::18679 Lincoln Mill Dr Belvins Trace Dr Asphalt 376.40 28 95 165 Y

Durham::Clay Hill::18682 Hines Forest Dr Horne Creek Dr Asphalt 351.87 27 95 194 Y

Durham::Clay Hill::18684 Bloomsbury Manor Dr Hines Forest Dr Asphalt 318.36 28 95 142 Y

Durham::Clay Hill::18688 Belvins Trace Dr Bloomsbury Manor Dr Asphalt 300.93 28 95 251 Y

Durham::Clay St::14538 Ashe St Angier Av Asphalt 219.75 21 45 294 Y

Durham::Clay St::14572 Angier Av Carden Aly Asphalt 221.45 22 41 194 Y

Durham::Clay St::14603 Cardens Ln Vale St Asphalt 159.26 22 43 157 Y

Durham::Clay St::14686 Vale St E Peabody St Asphalt 407.82 22 94 514 Y

Durham::Clearfield::13008 Pebblestone Dr Cul De Sac Asphalt 155.28 21 86 490 Y

Durham::Clearfield::13083 Bowler Dr Pebblestone Dr Asphalt 516.62 20 94 142 Y

Durham::Clearview::16086 Langford Ter Cul‐De‐Sac Asphalt 322.47 25 62 376 Y

Durham::Clearview::16100 Greyfield Bv Langford Te Asphalt 269.40 25 30 275 Y

Durham::Clearwater::16077 Colorado Ave Cul‐De‐Sac Asphalt 931.71 29 87 192 Y

Durham::Clermont R::16835 Euclid Rd End Of Pavement Asphalt 290.81 28 62 364 Y

Durham::Clermont R::16864 Revere Rd Euclid Rd Asphalt 1163.11 27 61 213 Y

Durham::Clermont R::16884 Newhall Rd Revere Rd Asphalt 883.42 28 42 211 Y

Durham::Clermont R::16885 Pelham Rd Newhall Rd Asphalt 572.79 30 40 300 Y

Durham::Clermont R::16886 Grandale Dr Pelham Rd Asphalt 1118.90 29 66 213 Y

Durham::Cleveland::13391 Dowd St N Mangum St Asphalt 300.95 31 70 236 Y

Durham::Cleveland::13441 Gray Av Dowd St Asphalt 290.48 30 68 189 Y

Durham::Cleveland::13521 Mallard Av Gray Av Asphalt 592.01 28 63 191 Y

Durham::Cleveland::13560 E Seminary Av Mallard Av Asphalt 298.33 31 77 251 Y

Durham::Cleveland::13668 E Morgan St E Seminary Av Asphalt 541.95 30 65 214 Y

Durham::Cleveland::19440 E Morgan St E Seminary Av Asphalt 50.39 50 61 460 Y

Durham::Cliff St::17503 Rosedale Ave Moreland Ave Asphalt 390.51 29 98 187 Y

Durham::Clifford D::13116 Faucette Av Hellen Ct Asphalt 503.72 23 36 346 Y

Durham::Clifford D::13133 Cul‐De‐Sac Faucette Ave Asphalt 181.57 22 36 496 Y

Durham::Clifford D::17106 Hellen Ct Midland Te Ex Asphalt 225.91 24 76 387 Y

Durham::Clifford D::17107 Midland Te Ex Cynthia Dr Asphalt 512.51 23 44 290 Y

Durham::Clinton Rd::15639 Glover Rd Kristy Pl Asphalt 228.66 28 88 229 Y

Durham::Clinton Rd::17094 Jane Ln Southern Dr Asphalt 1204.81 31 75 218 Y

Durham::Clinton Rd::17095 Kristy Pl Jane Ln Asphalt 521.50 32 67 182 Y

Durham::Clover Hil::11365 S Riverdale Dr Cul‐De‐Sac Asphalt 802.53 20 85 154 Y

Durham::Clover Pl::12236 Farm Gate Ave Cul‐De‐Sac Asphalt 607.44 30 72 258 Y

Durham::Cloverdale::13523 Ledgerock Wy Gladstone Dr Asphalt 224.77 25 32 268 Y

Durham::Cloverdale::13581 Duxford Ct Ledgerock Wy Asphalt 519.69 25 54 311 Y

Durham::Cloverdale::13603 Daniel Rd Duxford Ct Asphalt 195.59 24 36 575 Y

Durham::Clubstone::16969 Whisperwood Dr Cul De Sac Asphalt 256.33 25 42 319 Y

Durham::Clyde Ct::17178 Kinross Ct Cul‐De‐Sac Asphalt 140.14 21 62 583 Y

Durham::Coach Ter::17282 Chancellors Ridge Dr Cul‐De‐Sac Asphalt 221.77 20 24 528 Y

Durham::Cobb St::14107 Arnette Av Carroll St Asphalt 418.68 25 24 717 Y

Durham::Cobb St::14109 Shepherd St Arnette Av Asphalt 354.57 38 80 249 Y

Durham::Cobb St::14110 Vickers Av Shepherd St Asphalt 358.32 30 83 468 Y

Durham::Cobb St::14111 Hill St Vickers Av Asphalt 351.73 29 85 295 Y

Durham::Cobb St::14116 S Duke St Hill St Asphalt 501.31 26 80 314 Y

Durham::Cobb St::14119 Willard St S Duke St Asphalt 368.16 31 93 281 Y

Durham::Cobble Gle::16286 Tall Oaks Dr Cul‐De‐Sac Asphalt 262.10 31 43 251 Y

Durham::Cobbleridg::16537 Birchcrest Ct Cul‐De‐Sac Asphalt 478.18 25 91 259 Y

Durham::Cobbleston::16384 Trotter Ridge Rd Cul‐De‐Sac Asphalt 842.98 29 92 251 Y

Durham::Cobscook D::16136 Thetford Rd Duxbury Ct Asphalt 352.72 28 61 327 Y

Durham::Cobscook D::16204 Duxbury Ct Brookshire Rd Asphalt 714.72 28 83 303 Y

Durham::Cobscook D::16230 Brookshire Rd Cul‐De‐Sac Asphalt 251.14 26 82 236 Y

Durham::Cody St::14484 Hart St Harvard Av Asphalt 307.48 16 74 318 Y

Durham::Cody St::14573 Harvard Av E Ashe St Asphalt 478.31 30 78 331 Y

Durham::Coggins Mi::18271 Hemler Dr Cul‐De‐Sac Asphalt 181.51 20 93 177 Y

Durham::Cohnwood D::11948 Rocky Springs Rd Ferrand Rd Asphalt 1152.81 18 45 323 Y

Durham::Colbury Ct::18314 South Bend Dr Cul‐De‐Sac Asphalt 100.28 32 95 800 Y

Durham::Colchester::15736 Shropshire Pl Cheviot Av Asphalt 330.01 30 24 510 Y

Durham::Colchester::18110 Cheviot Ave End Of Public Right Of Way Asphalt 244.50 28 10 562 Y

Durham::Cole St::14562 Colfax St Dead End Asphalt 190.00 21 69 410 Y

Durham::Colewood D::11922 Richsand St Cole Mill Rd Asphalt 436.14 23 36 467 Y

Durham::Colewood D::12049 Berini Dr Richsand St Asphalt 1326.92 21 88 233 Y

Durham::Colfax St::14461 E Pettigrew St Gillette Av Asphalt 445.17 23 52 473 Y

Durham::Colfax St::14556 Cul De Sac Cole St Asphalt 129.88 24 55 410 Y

Durham::Colfax St::14605 Cole St Simmons St Asphalt 288.83 26 80 329 Y

Durham::Colfax St::14684 Simmons St Jacob St Asphalt 354.62 24 47 431 Y

Durham::Colfax St::14742 Jacob St Linwood Av Asphalt 338.37 23 42 488 Y

Durham::Colfax St::14809 Linwood Av Massey Av Asphalt 389.42 28 71 346 Y

Durham::Colfax St::14834 Massey Av Price Av Asphalt 220.77 25 55 308 Y

Durham::Colfax St::14890 Price Av Cox Av Asphalt 363.16 30 92 233 Y

Durham::Colgate St::12482 Washington St Ruffin St Asphalt 610.59 28 81 493 Y

Durham::Colindale::11502 Stadium Dr Cul De Sac Asphalt 113.81 19 45 281 Y

Durham::Collander::15313 Cottonwood Dr Dead End Asphalt 283.37 24 38 566 Y

Durham::College Av::17323 Chancellors Ridge Dr Cul‐De‐Sac Asphalt 633.91 23 32 541 Y

Durham::College Av::19300 Chancellors Ridge Dr Cul‐De‐Sac Asphalt 151.20 23 34 410 Y

Durham::Collegiate::17529 Chancellors Ridge Dr Chancellors Ridge Dr Asphalt 920.17 22 32 375 Y

Durham::Collegiate::19301 Chancellors Ridge Dr Chancellors Ridge Dr Asphalt 201.33 29 57 444 Y

Durham::Collier Rd::15589 Collier Rd Jonathan Cir Asphalt 206.76 22 38 358 Y

Durham::Collier Rd::15590 Melody Cir Collier Rd Asphalt 233.54 24 93 231 Y

Durham::Collier Rd::15591 Jonathan Cir Collier Rd Asphalt 1889.57 23 79 191 Y

Durham::Collier Rd::15594 Chicago St Collier Rd Asphalt 176.54 29 85 352 Y

Durham::Collier Rd::15604 S Alston Av Chicago St Asphalt 674.38 30 77 265 Y

Durham::Collier Rd::19254 Chicago St Collier Rd Asphalt 77.78 30 80 526 Y

Durham::Collinswoo::14211 Quartz Dr Cul‐De‐Sac Asphalt 303.49 23 73 342 Y
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Durham::Colonial S::13057 Mcgill Pl Camden Av Asphalt 406.24 31 92 251 Y

Durham::Colonial S::13088 Alcott St Mcgill Pl Asphalt 347.22 28 56 324 Y

Durham::Colonial S::13093 E Markham Ave Alcott St Asphalt 32.97 30 79 308 Y

Durham::Colony Rd::14848 Witburn St Colony Rd Asphalt 257.58 29 85 192 Y

Durham::Colony Rd::14850 Stoneridge Rd Whitburn Pl Asphalt 303.92 29 90 210 Y

Durham::Colony Rd::14861 Colony Rd Stoneridge Rd Asphalt 195.15 29 93 243 Y

Durham::Colony Rd::14876 Pinnacle Rd Stoneridge Rd Asphalt 319.64 30 88 174 Y

Durham::Colony Rd::14976 Stoneridge Rd Pickett Rd Asphalt 1005.09 30 87 191 Y

Durham::Colorado A::16040 Garrett Rd Clearwater Dr Asphalt 559.16 27 88 193 Y

Durham::Colorado A::16051 Clearwater Dr Montana Wy Asphalt 815.34 29 91 223 Y

Durham::Colorado A::16065 Montana Wy Woodberry Rd Asphalt 565.73 19 87 254 Y

Durham::Colorado A::19721 Montana Wy Woodberry Rd Asphalt 358.13 28 93 247 Y

Durham::Colton Ct::16848 Millstone Dr Cul‐De‐Sac Asphalt 298.05 26 91 232 Y

Durham::Columbia A::15255 Atlantic St Fayetteville St Asphalt 427.63 30 44 304 Y

Durham::Colville R::15830 Westchester Rd Cul‐De‐Sac Asphalt 436.58 28 93 284 Y

Durham::Colville R::15834 Northampton Rd Westchester Rd Asphalt 411.05 29 51 201 Y

Durham::Comet Ct::12182 Strebor St Cul De Sac Asphalt 177.81 28 41 469 Y

Durham::Commerce S::13968 E Main St N Elizabeth St Asphalt 871.24 35 48 232 Y

Durham::Commons Bl::11971 E Carver St End Of Street Asphalt 704.31 35 74 202 Y

Durham::Commonweal::15119 Other Bryant St Asphalt 491.56 23 80 295 Y

Durham::Commonweal::15217 Bryant St Angier Av Asphalt 695.58 23 87 229 Y

Durham::Compton Pl::14797 Carolina Cr E Forest Hills Bv Asphalt 566.82 29 81 255 Y

Durham::Concord St::14841 Dunstan Av Moline St Asphalt 407.65 29 54 260 Y

Durham::Concord St::14888 Moline St Dupree St Asphalt 290.96 18 93 359 Y

Durham::Concord St::14907 Dupree St Bell St Asphalt 194.31 20 92 525 Y

Durham::Concord St::14942 Bell St E Lawson St Asphalt 156.16 21 75 711 Y

Durham::Concord St::14975 E Lawson St Brant St Asphalt 353.31 28 60 419 Y

Durham::Concord St::15006 Brant St Otis St Asphalt 232.45 27 58 438 Y

Durham::Concord St::15020 Otis Formosa Av Asphalt 113.13 30 58 349 Y

Durham::Concord St::15073 Formosa Av Pekoe Av Asphalt 356.09 29 91 359 Y

Durham::Concord St::15132 Pekoe Av Nelson St Asphalt 441.05 27 95 306 Y

Durham::Conder Pl::14399 Marlin Dr Cul‐De‐Sac Asphalt 90.43 23 87 800 Y

Durham::Cone Ave::12709 Milan St Dead End Asphalt 497.42 20 82 342 Y

Durham::Conestoga::12252 Stafford Dr Bennett Memorial Rd Asphalt 938.06 21 66 179 Y

Durham::Conifer Ct::11211 Flagstone Wy Cul De Sac Asphalt 231.22 24 27 298 Y

Durham::Conklin Dr::16038 Gaithers Pointe Dr Tapestry Te Asphalt 537.13 21 28 364 Y

Durham::Conover Rd::18200 Hillview Dr Rondelay Dr Asphalt 1904.06 22 100 118 Y

Durham::Constituti::12607 50' South Of Mckinley St Westfield Dr Asphalt 417.92 27 88 191 Y

Durham::Constituti::12655 Westfield Dr Talcott Dr Asphalt 500.63 31 72 399 Y

Durham::Constituti::12713 Talcott Dr American Dr Asphalt 449.27 36 80 204 Y

Durham::Constituti::12819 American Dr River Birch Pl Asphalt 829.02 35 37 253 Y

Durham::Constituti::12905 River Birch Pl Post Oak Pl Asphalt 653.13 34 73 275 Y

Durham::Constituti::12951 Post Oak Pl White Pine Dr Asphalt 316.48 36 32 240 Y

Durham::Constituti::13014 White Pine Dr City Limit Line Asphalt 559.06 34 44 283 Y

Durham::Constituti::17592 Intuition Cir 44' North Of Mckinley St Asphalt 355.79 28 90 120 Y

Durham::Constituti::18413 Neal Rd Salmon River Dr Asphalt 113.97 41 73 169 Y

Durham::Constituti::18414 Mount Evans Dr Dinara Dr Asphalt 451.41 28 80 254 Y

Durham::Constituti::18415 Salmon River Dr Sangre De Cristo Dr Asphalt 229.70 28 77 209 Y

Durham::Constituti::18416 Pocono Dr Constitution Dr Asphalt 288.23 27 84 198 Y

Durham::Constituti::18508 Dinara Dr Pocono Dr Asphalt 474.43 28 70 138 Y

Durham::Constituti::18579 Constitution Dr Intuition Cir Asphalt 152.83 28 80 178 Y

Durham::Constituti::18580 Intuition Cir Pilatus Dr Asphalt 180.36 28 76 213 Y

Durham::Constituti::18581 Pilatus Dr Intuition Cir Asphalt 349.51 28 95 148 Y

Durham::Constituti::18600 44' North Of Mckinley St Mckinley St Asphalt 43.34 31 88 323 Y

Durham::Constituti::18601 Mckinley St 50' South Of Mckinley St Asphalt 50.81 30 91 800 Y

Durham::Constituti::19465 Neal Rd Salmon River Dr Asphalt 179.82 28 78 124 Y

Durham::Constituti::19466 Neal Rd Salmon River Dr Asphalt 96.64 37 68 270 Y

Durham::Continenta::11398 Country Club Dr Cul De Sac Asphalt 623.28 22 71 213 Y

Durham::Continenta::11413 Bay Bush Ct Country Club Dr Asphalt 531.79 22 71 187 Y

Durham::Continenta::11418 Lady Aster Ct Bay Bush Ct Asphalt 272.77 21 52 198 Y

Durham::Continenta::11422 Umstead Rd Lady Aster Ct Asphalt 260.29 21 78 332 Y

Durham::Contravest::17593 Oakmont Av Courtney Creek Bv Asphalt 430.03 39 81 304 Y

Durham::Contravest::17594 Wyntercrest Ln Courtney Creek Blvd Asphalt 458.08 37 75 208 Y

Durham::Contravest::17595 End Of Street Wyntercrest Ln Asphalt 572.00 37 91 156 Y

Durham::Conway Dr::16024 Nc 55 Hwy Cul‐De‐Sac Asphalt 694.28 18 42 363 Y

Durham::Cook Rd::15754 Fayetteville St Booker Av Asphalt 412.15 24 86 217 Y

Durham::Cook Rd::15762 Booker Av Willowdale Dr Asphalt 824.92 20 73 147 Y

Durham::Cook Rd::15779 Willowdale Dr Tripoli Dr Asphalt 294.14 21 91 349 Y

Durham::Cook Rd::15786 Tripoli Dr Hawaii Ct Asphalt 368.90 20 94 150 Y

Durham::Cook Rd::15802 Hawaii Ct Trinness Dr Asphalt 1270.11 21 71 134 Y

Durham::Cook Rd::15813 Trinness Dr Ardmore Dr Asphalt 374.94 24 90 203 Y

Durham::Cook Rd::15831 Ardmore Dr Missell Av Asphalt 587.86 21 89 159 Y

Durham::Cook Rd::15839 Missell Av Dunn Av Asphalt 372.67 20 88 132 Y

Durham::Cook Rd::15885 Dunn Av Orchard Oriole Ln Asphalt 572.11 19 82 144 Y

Durham::Cook Rd::15910 Orchard Oriole Ln Martin Luther King Jr Pw Asphalt 300.42 40 93 280 Y

Durham::Cook Rd::15983 Martin Luther King Jr Pw Brown St Asphalt 581.82 31 69 177 Y

Durham::Cook Rd::16018 Brown St Alben St Asphalt 600.98 18 58 163 Y

Durham::Cook Rd::16053 Alben St Juliette Dr Asphalt 697.08 18 36 155 Y

Durham::Cook Rd::16146 Juliette Dr Victorian Oaks Dr Asphalt 308.84 40 65 268 Y

Durham::Cook Rd::16297 Southwest Dr Tall Oaks Dr Asphalt 189.65 18 53 314 Y

Durham::Cook Rd::16370 Tall Oaks Dr Fayetteville St Asphalt 865.20 40 80 182 Y

Durham::Cook Rd::17909 Victorian Oaks Dr Kings Cross Ln Asphalt 455.75 19 51 275 Y

Durham::Cook Rd::17910 Kings Cross Ln Southwest Dr Asphalt 484.12 18 74 220 Y

Durham::Cook Rd::18793 Searstone Ct Alben St Asphalt 422.20 31 96 170 Y

Durham::Cook Rd::19249 Dunn Av Orchard Oriole Ln Asphalt 86.35 38 86 300 Y

Durham::Cook Rd::19378 Tall Oaks Dr Fayetteville St Asphalt 126.25 17 45 361 Y
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Durham::Cook Rd::19379 Tall Oaks Dr Fayetteville St Asphalt 271.90 31 82 212 Y

Durham::Cook Rd::19380 Victorian Oaks Dr Kings Cross Ln Asphalt 354.64 28 91 245 Y

Durham::Cook Rd::19714 Martin Luther King Jr Pw Brown St Asphalt 344.47 27 100 197 Y

Durham::Cook Rd::19715 Martin Luther King Jr Pw Brown St Asphalt 544.57 18 36 247 Y

Durham::Cook Rd::19854 Dunn Av Orchard Oriole Ln Asphalt 272.68 31 79 141 Y

Durham::Coolidge P::12494 Sturdivant Rd Cul De Sac Asphalt 290.34 27 36 191 Y

Durham::Cooper St::15144 End Of Street Bacon St Asphalt 1742.58 29 56 196 Y

Durham::Copeland W::16842 Downing Creek Pw Balthrope Pl Asphalt 298.24 28 78 232 Y

Durham::Copeland W::16857 Balthrope Pl Cul‐De‐Sac Asphalt 883.95 25 84 237 Y

Durham::Copley Mou::18517 Horsebarn Dr Rose Of Sharon Rd Asphalt 350.42 35 95 273 Y

Durham::Copley Mou::18519 Trail Wood Dr Horsebarn Dr Asphalt 1114.78 29 94 163 Y

Durham::Copper Cre::19147 E Woodcroft Pw Red Hat Ln Asphalt 205.13 26 74 238 Y

Durham::Copper Cre::19152 Red Hat Ln Goldmist Ln Asphalt 256.57 26 34 435 Y

Durham::Copper Cre::19169 Goldmist Ln Crimson Creek Dr Asphalt 701.57 26 65 325 Y

Durham::Copper Hil::16499 Woodcroft Pkwy Cul‐De‐Sac Asphalt 748.45 30 90 252 Y

Durham::Copper Lea::17840 Hemlock Hill Dr New Raleigh Hwy Asphalt 1957.56 37 84 172 Y

Durham::Copper Lea::18281 Live Oak Cir Tennis Club Ct Asphalt 339.03 39 95 323 Y

Durham::Copper Lea::18752 Tennis Club Ct Hemlock Hill Dr Asphalt 478.93 37 91 220 Y

Durham::Coral Dr::18158 Hanson Rd Coral Dr (Green Garden Phii) Asphalt 536.70 22 94 249 Y

Durham::Coral Dr::18160 Lemongrass Ln Turmeric Ln Asphalt 548.37 22 88 248 Y

Durham::Coral Dr::18451 Coral Dr (Green Garden Phii) Lemongrass Ln Asphalt 130.86 24 93 394 Y

Durham::Coral Dr::18452 Turmeric Ln Dead End Asphalt 173.83 22 95 247 Y

Durham::Corby Ln::18097 Stonegate Dr Albritton Dr Asphalt 370.38 23 93 196 Y

Durham::Cordoba St::11577 Garcia Ave Cul‐De‐Sac Asphalt 331.80 22 14 347 Y

Durham::Coriander::17166 Turmeric Ln Cul‐De‐Sac Asphalt 169.92 19 75 408 Y

Durham::Corinth Ln::12270 Hawick Ln Holbrook St Asphalt 591.00 23 86 201 Y

Durham::Corinth Ln::12273 Cul‐De‐Sac Hawick Ln Asphalt 166.00 23 28 561 Y

Durham::Corktree C::17045 Crystal Creek D Cul De Sac Asphalt 174.05 21 92 444 Y

Durham::Cornell St::14084 Morehead Av Halley St Asphalt 901.51 27 85 246 Y

Durham::Cornell St::14301 Halley St W Lakewood Ave Asphalt 1120.05 26 77 271 Y

Durham::Corning Ct::15422 Riceland Dr Cul De Sac Asphalt 77.16 25 67 556 Y

Durham::Cornstalk::17752 Ganyard Farm Way Cul‐De‐Sac Asphalt 109.95 21 60 168 Y

Durham::Cornwall R::15862 Surrey Ln Dover Rd Asphalt 1472.50 23 87 420 Y

Durham::Corona St::15492 End Of Street Gaston Ave Asphalt 1095.87 31 47 250 Y

Durham::Coronado L::18902 Catskill Ct Catskill Ct Asphalt 654.30 20 79 234 Y

Durham::Coronado L::18905 Barbee Rd Catskill Ct Asphalt 507.43 20 78 245 Y

Durham::Coronado L::18981 Cul‐De‐Sac Grand Mesa Dr Asphalt 264.02 18 80 398 Y

Durham::Coronado L::18983 Grand Mesa Dr Calaveras Ct Asphalt 402.44 20 90 320 Y

Durham::Coronado L::18989 Calaveras Ct Cibola Ct Asphalt 186.87 20 79 327 Y

Durham::Coronado L::18996 Cibola Ct Barbee Rd Asphalt 183.00 20 65 285 Y

Durham::Corrida Av::11571 Casa St Cul‐De‐Sac Asphalt 253.22 31 29 554 Y

Durham::Cotswold P::16408 Trotter Ridge Rd Cul‐De‐Sac Asphalt 572.23 27 53 302 Y

Durham::Cottage Wo::16431 Fortunes Ridge Dr Cul‐De‐Sac Asphalt 516.06 27 89 306 Y

Durham::Cottendale::16071 Glenco Rd Woodgrove St Asphalt 375.88 33 54 291 Y

Durham::Cottendale::16074 Woodgrove St Cottendale Dr ‐ Phase Ii Asphalt 490.05 32 52 270 Y

Durham::Cottendale::17823 Wood Meadow Ln Wood Chapel Ln Asphalt 449.18 27 79 184 Y

Durham::Cottendale::17824 Wood Meadow Ln Wood Meadow Ln Asphalt 1134.39 28 86 221 Y

Durham::Cottendale::18492 Cottendale Dr ‐ Phase I Wood Meadow Ln Asphalt 247.63 30 80 297 Y

Durham::Cottonseed::18399 Holly Blossom Dr Vintage Holly Dr Asphalt 149.28 22 94 295 Y

Durham::Cottonseed::18401 Wellwater Ave Holly Blossom Dr Asphalt 163.25 30 98 307 Y

Durham::Cottonseed::18602 Vintage Holly Dr Laurel Mist Way Asphalt 1036.39 22 98 180 Y

Durham::Cottonseed::18606 Holly Blossom Dr Vintage Holly Dr Asphalt 149.29 22 64 264 Y

Durham::Cottonwood::15252 Garrett Rd Plowlan Ct Asphalt 159.70 46 81 316 Y

Durham::Cottonwood::15263 Pulley Pl Barley Cr Asphalt 332.49 29 32 496 Y

Durham::Cottonwood::15269 Barley Cr N Poston Ct Asphalt 1061.78 28 82 260 Y

Durham::Cottonwood::15274 Gatesway Ct Pulley Pl Asphalt 192.22 30 72 292 Y

Durham::Cottonwood::15276 Plowlan Ct Collander Dr Asphalt 517.43 29 83 249 Y

Durham::Cottonwood::15277 Peachway Dr Dead End Asphalt 130.51 28 68 415 Y

Durham::Cottonwood::15287 Peachway Ct Taulton Ct Asphalt 614.14 28 59 329 Y

Durham::Cottonwood::15288 Collander Dr Porchlight Ct Asphalt 295.88 29 33 456 Y

Durham::Cottonwood::15290 Porchlight Ct Gatesway Ct Asphalt 331.15 30 36 472 Y

Durham::Cottonwood::15291 Taulton Ct Peachway Dr Asphalt 248.39 28 51 193 Y

Durham::Cottonwood::15297 N Poston Ct Hulon Dr Asphalt 372.79 28 77 421 Y

Durham::Cottonwood::15307 Hulon Dr Peachway Ct Asphalt 645.96 29 40 270 Y

Durham::Cottonwood::19271 Garrett Rd Plowlan Ct Asphalt 96.29 42 86 282 Y

Durham::Cougar Ct::12202 Strebor St Cul De Sac Asphalt 178.14 29 28 345 Y

Durham::Country Cl::11352 Reliant Pl Wild Goose Cr Asphalt 514.65 21 83 237 Y

Durham::Country Cl::11360 Horizon Cr Reliant Pl Asphalt 527.34 22 67 280 Y

Durham::Country Cl::11374 Canadian Geese Dr Horizon Cr Asphalt 317.03 22 75 236 Y

Durham::Country Cl::11376 Wild Goose Cr Voyager Pl Asphalt 675.42 23 74 206 Y

Durham::Country Cl::11384 Voyager Pl Country Club Dr Asphalt 353.35 22 79 243 Y

Durham::Country Cl::11390 Umstead Rd Country Club Dr Asphalt 268.05 31 57 426 Y

Durham::Country Cl::11397 Country Club Dr Continental Dr Asphalt 277.40 22 74 244 Y

Durham::Country Cl::11399 Soft Tree Ln Canadian Geese Dr Asphalt 928.00 22 73 307 Y

Durham::Country Cl::11400 Continental Dr Soft Tree Ln Asphalt 547.55 22 67 235 Y

Durham::Court Jest::18470 Shakespeare Dr Excalibur Dr Asphalt 280.36 22 95 260 Y

Durham::Court Jest::18473 Excalibur Dr Cul‐De‐Sac Asphalt 275.62 20 95 284 Y

Durham::Courtland::15695 Hemsworth St Druid Pl Asphalt 518.08 30 79 233 Y

Durham::Courtland::15749 Druid Pl Reynolds Av Asphalt 671.68 29 92 239 Y

Durham::Courtland::15773 Reynolds Av Brighton Rd Asphalt 271.95 28 91 323 Y

Durham::Courtland::15882 Brighton Rd End Of Street Asphalt 1880.72 21 75 225 Y

Durham::Courtney C::17389 Nc 55 Hwy Holly Grove Way Asphalt 689.50 38 83 346 Y

Durham::Courtney C::17390 Holly Grove Way Contravest Pkwy Asphalt 436.08 38 75 216 Y

Durham::Courtney C::18276 Nc 55 Hwy Holly Grove Way Asphalt 220.39 42 33 282 Y

Durham::Courtney C::19698 Nc 55 Hwy Holly Grove Way Asphalt 121.52 38 48 357 Y

Durham::Courtney C::19699 Nc 55 Hwy Holly Grove Way Asphalt 334.29 37 95 196 Y
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Durham::Cove Hollo::13016 Pebblestone Dr Cul De Sac Asphalt 165.20 22 49 543 Y

Durham::Cove Hollo::13086 Bowler Dr Pebblestone Dr Asphalt 528.67 21 88 241 Y

Durham::Covewood C::16831 Wineberry Dr Cul‐De‐Sac Asphalt 321.26 24 80 254 Y

Durham::Covington::11023 Covington Ln Cul‐De‐Sac Asphalt 842.62 24 50 298 Y

Durham::Covington::11029 Covington Ln Covington Ln Asphalt 252.12 30 65 379 Y

Durham::Covington::11030 Covington Ln Covington Ln Asphalt 547.42 26 67 320 Y

Durham::Covington::11032 Old Trail Dr Covington Ln Asphalt 244.92 29 42 378 Y

Durham::Covington::19492 Old Trail Dr Covington Ln Asphalt 199.99 32 44 162 Y

Durham::Cox Ave::14891 Grant St Colfax St Asphalt 348.13 31 71 289 Y

Durham::Cox Ave::14903 Colfax St S Alston Av Asphalt 502.47 29 81 226 Y

Durham::Cozart St::17682 Hoppers Dr Calvander Ct Asphalt 267.96 29 95 178 Y

Durham::Cozart St::17684 Miller Dr Hoppers Dr Asphalt 364.30 28 89 254 Y

Durham::Cozart St::17687 Calvander Ct Swanns Mill Dr Asphalt 325.24 28 94 236 Y

Durham::Cozart St::17766 Swanns Mill Dr Shiley Dr Asphalt 398.65 28 90 324 Y

Durham::Cozart St::17767 Shiley Dr S Prop Line 1436 Cozart St Asphalt 962.63 28 84 226 Y

Durham::Cozart St::18307 Genlee Dr Cul‐De‐Sac Asphalt 179.39 28 88 271 Y

Durham::Cozart St::18692 S Prop Line 1436 Cozart St Genlee Dr Asphalt 47.51 28 89 292 Y

Durham::Cozy Hollo::18316 Dead End Swift Creek Xing Asphalt 181.23 23 100 243 Y

Durham::Crail Ct::17174 Rhum Dr Cul De Sac Asphalt 193.79 22 67 324 Y

Durham::Cranbrook::17061 Brynwood Ave Cul‐De‐Sac Asphalt 205.35 20 92 361 Y

Durham::Cranford R::14029 Anderson St Auburn St Asphalt 1551.39 29 59 318 Y

Durham::Cranford R::14061 Auburn St Perkins Rd Asphalt 412.72 28 21 376 Y

Durham::Cranford R::14068 Perkins Rd Academy Rd Asphalt 359.69 30 86 208 Y

Durham::Craven St::11909 Old Oxford Rd Allgood St Asphalt 346.98 24 49 368 Y

Durham::Craven St::11918 Allgood St Usher St Asphalt 911.88 21 53 373 Y

Durham::Craven St::11920 Usher St Martin St Asphalt 452.12 20 78 502 Y

Durham::Crawford C::17874 Gilman St Cul‐De‐Sac Asphalt 267.28 18 88 422 Y

Durham::Creek Fall::17706 End Of Street Creek Fall Rd Asphalt 193.45 28 83 156 Y

Durham::Creek Wood::15052 Cambridge Rd Sugar Pine Ln Asphalt 366.28 30 42 326 Y

Durham::Creek Wood::15071 Sugar Pine Ln Pine Bark Tr Asphalt 249.75 30 22 313 Y

Durham::Creeks Edg::19180 Crooked Creek Pkwy Cul‐De‐Sac Asphalt 881.37 22 66 394 Y

Durham::Creekstone::16971 Page Creek Ln Slater Rd Asphalt 1625.64 31 87 152 Y

Durham::Creekstone::19800 Page Creek Ln Slater Rd Asphalt 329.81 43 87 207 Y

Durham::Creekstone::19802 Page Creek Ln Slater Rd Asphalt 246.97 46 88 223 Y

Durham::Creighton::17986 Cul‐De‐Sac Hawkins St Asphalt 396.74 19 95 254 Y

Durham::Creighton::17987 Hawkins St Golden Belt Pkwy Asphalt 247.16 23 95 222 Y

Durham::Creighton::18834 Golden Belt Pkwy Brightleaf Alley 2 Asphalt 133.67 30 94 395 Y

Durham::Creighton::19678 Hawkins St Golden Belt Pkwy Asphalt 68.05 18 92 472 Y

Durham::Creighton::19679 Hawkins St Golden Belt Pkwy Asphalt 27.90 25 93 464 Y

Durham::Creighton::19682 Golden Belt Pkwy Brightleaf Alley 2 Asphalt 60.27 18 91 172 Y

Durham::Creighton::19683 Golden Belt Pkwy Brightleaf Alley 2 Asphalt 28.86 30 95 171 Y

Durham::Crenshaw L::16754 Eagle View Dr Morrell Ln Asphalt 605.11 26 63 358 Y

Durham::Crepe Myrt::12032 Hayfield Dr Cul De Sac Asphalt 333.62 28 33 325 Y

Durham::Crescent H::17209 Cardinal Lake Dr Boxley Ct Asphalt 150.94 23 74 421 Y

Durham::Crescent H::17911 Boxley Ct Cul‐De‐Sac Asphalt 512.95 22 80 197 Y

Durham::Crest St::12898 Douglas St Cul De Sac Asphalt 99.30 33 68 591 Y

Durham::Crest St::12899 Corbun St Shirley St Asphalt 464.66 22 47 244 Y

Durham::Crest St::12900 Shirley St Zelko Ct Asphalt 173.55 30 59 254 Y

Durham::Crest St::12902 Zelko Ct Douglas St Asphalt 675.50 28 51 271 Y

Durham::Crestbury::16309 Heatherwood Ln Cul‐De‐Sac Asphalt 184.20 25 32 413 Y

Durham::Crestmont::18427 Glenview Ln Cul‐De‐Sac Asphalt 216.32 20 94 235 Y

Durham::Crestview::11132 Deerfield Av Goodwin Rd Asphalt 1206.45 17 51 242 Y

Durham::Crestview::11149 Roseland Av Deerfield Av Asphalt 455.78 16 52 227 Y

Durham::Crestview::11166 Chesapeake Av Roseland Av Asphalt 466.31 17 51 213 Y

Durham::Crestview::11187 Cheryl Av Chesapeake Av Asphalt 455.07 17 70 247 Y

Durham::Crestview::11215 N Roxboro St Larrime St Asphalt 985.12 20 87 210 Y

Durham::Crestview::11217 Larrime St Treetop Dr Asphalt 1142.25 17 43 309 Y

Durham::Crestview::11218 Treetop Dr Cheryl Av Asphalt 890.58 17 86 185 Y

Durham::Crete St::15592 Chalmers St Hwy 55 Asphalt 327.79 29 46 206 Y

Durham::Crichton L::16741 Eagle View Dr Morrell Ln Asphalt 483.09 29 74 313 Y

Durham::Crichton L::16761 Morrell Ln Buck Crossing Dr Asphalt 256.77 29 58 282 Y

Durham::Crichton L::16769 Buck Crossing Dr Cul‐De‐Sac Asphalt 123.94 41 54 188 Y

Durham::Cricket Ln::15946 Cul‐De‐Sac Chippenham Rd Asphalt 461.32 28 80 273 Y

Durham::Crimson Cl::17479 Weeping Willow Dr Cul‐De‐Sac Asphalt 406.24 19 93 275 Y

Durham::Crimson Cr::19141 E Woodcroft Pw Red Hat Ln Asphalt 162.63 26 89 293 Y

Durham::Crimson Cr::19150 Red Hat Ln Goldmist Ln Asphalt 265.06 26 83 303 Y

Durham::Crimson Cr::19168 Goldmist Ln Copper Creek Dr Asphalt 634.66 26 70 539 Y

Durham::Crimson Cr::19173 Copper Creek Dr Cul De Sac Asphalt 233.89 20 92 508 Y

Durham::Crisp Rd::18697 Nc 751 Capstone Dr Asphalt 464.71 28 100 210 Y

Durham::Crisp Rd::18699 Capstone Dr Capstone Dr Asphalt 854.86 28 100 241 Y

Durham::Crisp Rd::19297 Nc 751 Capstone Dr Asphalt 278.48 40 100 202 Y

Durham::Croasdaile::11666 Trail Wood Dr Hillandale Rd Asphalt 680.48 36 34 212 Y

Durham::Croasdaile::11682 Wesley Chapel D Trail Wood Dr Asphalt 673.07 35 35 205 Y

Durham::Croasdaile::11716 Wesley Chapel Dr Wesley Chapel Dr Asphalt 856.42 35 90 115 Y

Durham::Croasdaile::11763 Bittersweet Dr Wesley Chapel Dr Asphalt 730.69 36 40 168 Y

Durham::Croasdaile::11834 Millspring Dr Bittersweet Dr Asphalt 605.16 32 94 203 Y

Durham::Croasdaile::11910 Stoneybrook Dr Millspring Dr Asphalt 797.01 38 93 182 Y

Durham::Croasdaile::12013 W Carver St Trail Wood Dr Asphalt 629.68 43 72 193 Y

Durham::Croasdaile::17530 Trail Wood Dr Other Asphalt 942.19 30 62 193 Y

Durham::Croasdaile::19471 Millspring Dr Bittersweet Dr Asphalt 250.20 37 93 186 Y

Durham::Croasdaile::19472 Trail Wood Dr Hillandale Rd Asphalt 445.24 39 31 248 Y

Durham::Cromwell R::14627 Harriman Rd Camelot Ct Asphalt 760.04 21 58 170 Y

Durham::Cromwell R::14724 Camelot Ct Angus Rd Asphalt 533.23 24 78 154 Y

Durham::Cromwell R::14801 Angus Rd Ogburn Ct Asphalt 448.85 20 80 166 Y

Durham::Cromwell R::14844 Ogburn Ct Pinafore Dr Asphalt 346.05 21 37 227 Y

Durham::Crooked Cr::19181 Creeks Edge Ct Windcrest Rd Asphalt 596.01 26 28 422 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Crooked Cr::19197 Fayetteville St Creeks Edge Ct Asphalt 1267.87 26 33 288 Y

Durham::Crooked Cr::19215 Fayetteville St Creeks Edge Ct Asphalt 247.72 42 33 421 Y

Durham::Crosby Rd::11675 Newby Dr Cul‐De‐Sac Asphalt 482.01 29 50 324 Y

Durham::Crosby Rd::11676 N Duke St Newby Dr Asphalt 693.29 32 55 316 Y

Durham::Crossing D::15285 Nichols Farm Dr Guy Walker Wy Asphalt 775.95 23 70 238 Y

Durham::Crossland::17596 W Hw 54 Service Celeste Cr Asphalt 455.66 20 29 571 Y

Durham::Crossview::15151 Bellmeade Bay Dr Leacroft Wy Asphalt 1279.04 22 57 361 Y

Durham::Crossview::15175 Crossview Ln Cul‐De‐Sac Asphalt 216.70 22 78 273 Y

Durham::Crosswind::14460 End Of Street Chapel Hill Rd Concrete 594.80 18 80 477 Y

Durham::Crosswood::14567 Oak Grove Pw Gateview Ct Asphalt 376.57 25 24 309 Y

Durham::Crosswood::14593 Gateview Ct Cul‐De‐Sac Asphalt 181.97 24 5 665 Y

Durham::Crowell St::15514 Emerson Pl Cul‐De‐Sac Asphalt 552.53 28 80 239 Y

Durham::Crowell St::15515 Brownlee Pl Emerson Pl Asphalt 307.74 27 71 332 Y

Durham::Crowell St::15518 Wintergreen Pl Brownlee Pl Asphalt 284.85 29 82 277 Y

Durham::Crowell St::15531 Wise Pl Wintergreen Pl Asphalt 253.83 30 90 281 Y

Durham::Crowell St::15537 Baltic Av Wise Pl Asphalt 148.39 30 81 183 Y

Durham::Crowell St::15543 Wyman Pl Baltic Av Asphalt 114.04 29 86 207 Y

Durham::Crowell St::15571 S Alston Av Wyman Pl Asphalt 249.32 31 75 274 Y

Durham::Crowell St::15608 Red Oak Av Chalmers St Asphalt 412.81 29 72 213 Y

Durham::Crown Hill::16011 Kelly Dr Woodberry Rd Asphalt 807.07 22 87 191 Y

Durham::Crown Pkwy::18326 Page Rd Jessip St Asphalt 779.14 57 90 248 Y

Durham::Crown Pkwy::18328 Jessip St Jessip St Asphalt 158.02 34 92 217 Y

Durham::Crown Pkwy::18454 44 Aly Shakespeare Dr Asphalt 148.01 38 93 267 Y

Durham::Crown Pkwy::18468 Shakespeare Dr Winifred Dr Asphalt 412.39 36 95 143 Y

Durham::Crown Pkwy::18758 Jessip St 44 Aly Asphalt 97.94 36 72 205 Y

Durham::Crown Pkwy::18788 Winifred Dr 42 Aly Asphalt 171.77 37 93 199 Y

Durham::Crown Pkwy::19340 Jessip St 44 Aly Asphalt 115.30 36 82 204 Y

Durham::Crutchfiel::11999 Pendergrass St N Duke St Asphalt 573.89 34 48 447 Y

Durham::Crutchfiel::12002 Crabtree Av Pendergrass St Asphalt 473.55 35 66 243 Y

Durham::Crutchfiel::12006 Turrentine St Crabtree Av Asphalt 469.41 36 87 179 Y

Durham::Crutchfiel::12009 N Roxboro St Turrentine St Asphalt 661.74 35 86 223 Y

Durham::Crystal Cr::17044 Autumn Ridge Dr Corktree Ct Asphalt 835.67 23 81 309 Y

Durham::Crystal Cr::17046 Corktree Ct Carey Pl Asphalt 438.77 24 92 217 Y

Durham::Crystal Cr::17047 Carey Pl Cul‐De‐Sac Asphalt 162.52 24 81 434 Y

Durham::Cullowee C::16094 Langford Ter Cul‐De‐Sac Asphalt 140.33 33 73 380 Y

Durham::Culp Hill::18324 Niagra Dr Dead End Asphalt 750.61 28 92 293 Y

Durham::Culp Hill::18325 Farrington Rd Niagra Dr Asphalt 329.49 28 94 249 Y

Durham::Culp Hill::19262 Farrington Rd Niagra Dr Asphalt 100.90 37 93 800 Y

Durham::Cultivar L::17848 Alben St Spring Meadow Dr Asphalt 491.36 22 87 234 Y

Durham::Cumberland::17772 Regiment Way Sycamore Shoals Rd Asphalt 384.98 23 78 194 Y

Durham::Cumberland::17810 American Dr Regiment Way Asphalt 475.74 28 47 301 Y

Durham::Cumberland::18146 Sycamore Shoals Rd Tannenbaum St Asphalt 636.23 22 84 223 Y

Durham::Cumberland::18147 Tannenbaum St Kettle Creek Way Asphalt 254.42 22 91 253 Y

Durham::Cumberland::18180 Kettle Creek Way Cul‐De‐Sac Asphalt 118.23 26 93 344 Y

Durham::Cumberland::18417 American Dr Regiment Way Asphalt 219.27 24 87 173 Y

Durham::Cumberland::18418 Tannenbaum St Kettle Creek Way Asphalt 210.74 22 93 253 Y

Durham::Curlew Dr::18375 Oxfordshire Ln City Limits Asphalt 167.62 28 66 260 Y

Durham::Current Ln::11356 Lazyriver Dr Cul‐De‐Sac Asphalt 668.83 24 83 334 Y

Durham::Curriculum::17264 Cul‐De‐Sac Scholastic Cir Asphalt 86.88 32 66 320 Y

Durham::Curtis St::15603 Elmira Av Mclaurin Av Asphalt 726.14 30 71 209 Y

Durham::Curtis St::15614 Mclaurin Ave Cul‐De‐Sac Asphalt 564.73 29 72 214 Y

Durham::Cushman St::14531 Walton St Plummer Pl Asphalt 944.27 30 45 391 Y

Durham::Cushman St::14611 Plummer Pl Walton St Asphalt 426.06 28 55 321 Y

Durham::Custer Cir::16718 Euclid Rd Euclid Rd Asphalt 372.64 22 40 235 Y

Durham::Cynthia Ct::13033 Faucette Ave Cul‐De‐Sac Asphalt 348.30 23 79 227 Y

Durham::Cynthia Dr::12988 Nadeau Ct Sue Ann Ct Asphalt 139.31 24 86 326 Y

Durham::Cynthia Dr::13010 Sue Ann Ct Faucette Av Asphalt 295.72 24 62 315 Y

Durham::Cynthia Dr::17104 Clifford Dr Nadeau Ct Asphalt 368.78 23 80 225 Y

Durham::Cynthia Dr::17105 Cul‐De‐Sac Clifford Dr Asphalt 264.70 22 85 177 Y

Durham::Da Vinci S::12160 Waring St Hinson Dr Asphalt 685.86 30 66 302 Y

Durham::Da Vinci S::12163 End Of Street Da Vinci St Asphalt 141.55 28 83 438 Y

Durham::Da Vinci S::12234 Hinson Dr Waring St Asphalt 1604.45 30 53 232 Y

Durham::Dacian Ave::13137 Watts St N Buchanan Bv Asphalt 310.14 28 50 308 Y

Durham::Dacian Ave::13140 N Gregson St Watts St Asphalt 857.78 28 77 489 Y

Durham::Dacian Ave::13141 N Duke St N Gregson St Asphalt 777.88 28 73 475 Y

Durham::Dacian Ave::13143 Washington St Orient St Asphalt 222.73 29 44 219 Y

Durham::Dacian Ave::13145 North St Washington St Asphalt 577.51 29 56 492 Y

Durham::Dacian Ave::13147 Glendale Av North St Asphalt 803.80 28 57 357 Y

Durham::Daile Ct::11860 W Carver St Cul De Sac Asphalt 640.89 23 64 299 Y

Durham::Dairy Pond::11858 Cul De Sac Trail Wood Dr Asphalt 194.57 27 30 627 Y

Durham::Dairy Pond::11872 Trail Wood Dr Cul De Sac Asphalt 504.23 28 41 356 Y

Durham::Dairy Rd::13442 Woodland Park R Dead End Asphalt 150.81 30 54 428 Y

Durham::Dakota St::15367 Hwy 55 Lincoln St Asphalt 415.19 35 48 384 Y

Durham::Dakota St::15387 Nebo St Nash St Asphalt 331.59 37 87 309 Y

Durham::Dakota St::15392 Lincoln St Anacosta St Asphalt 428.00 36 88 224 Y

Durham::Dakota St::15394 Anacosta St Nebo St Asphalt 319.44 36 81 330 Y

Durham::Dakota St::15411 Nash St Mcnair St Asphalt 329.08 38 75 438 Y

Durham::Dakota St::15450 Mcnair St Red Oak Av Asphalt 444.89 36 73 398 Y

Durham::Dakota St::15482 Red Oak Av Elmira Av Asphalt 396.79 38 68 402 Y

Durham::Dale St::14210 S Elm St Edgemont Ln Asphalt 200.83 24 31 577 Y

Durham::Dale St::14242 Edgemont Ln Angier Av Asphalt 434.14 22 54 350 Y

Durham::Dalidary C::15251 Gunston Ln Cul‐De‐Sac Asphalt 103.84 24 29 465 Y

Durham::Dallas St::15034 End Of Street W Weaver St (Unopened) Asphalt 210.04 29 63 306 Y

Durham::Dallas St::15077 W Alton St W Weaver St (Unopened) Asphalt 417.96 28 72 196 Y

Durham::Dallas St::15161 Normandy St Red Oak Av Asphalt 480.81 30 70 283 Y

Durham::Dallas St::15224 Red Oak Av White Oak Av Asphalt 434.42 31 75 269 Y
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Durham::Dalton Ct::12056 Clarion Dr Cul De Sac Asphalt 477.19 22 84 210 Y

Durham::Daly Ct::17632 Nicklaus Dr Cul‐De‐Sac Asphalt 235.87 20 87 357 Y

Durham::Damsel Way::17688 Hoppers Dr Swanns Mill Dr Asphalt 480.35 20 93 219 Y

Durham::Dandywood::18975 Hemmingwood Dr Cul De Sac Asphalt 189.21 22 84 248 Y

Durham::Daneborg R::18407 Token House Rd Ashton Gln Asphalt 876.04 29 95 242 Y

Durham::Daneborg R::18410 Ashton Gln Cul‐De‐Sac Asphalt 159.72 30 94 700 Y

Durham::Daneborg R::18411 Sherron Rd Token House Rd Asphalt 256.54 28 85 305 Y

Durham::Danesfield::16334 Sunningdale Way Danesfield Ct Asphalt 232.36 24 25 326 Y

Durham::Danesfield::16335 Danesfield Ct Danesfield Ct Asphalt 294.35 22 96 800 Y

Durham::Danforth P::11231 Stephens Ln Cul De Sac Asphalt 353.04 24 96 284 Y

Durham::Daniels Po::18722 Bloomsbury Manor Dr Carolina Arbors Dr Asphalt 432.77 28 95 265 Y

Durham::Daniels Po::18731 Bloomsbury Manor Dr Cul‐De‐Sac Asphalt 132.48 26 95 193 Y

Durham::Daniels Po::18734 Carolina Arbors Dr Bloomsbury Manor Dr Asphalt 227.89 28 95 251 Y

Durham::Danube Ln::11514 Summer Breeze Dr Summer Breeze Dr Asphalt 207.24 28 79 175 Y

Durham::Danube Ln::11531 Summer Storm Dr Summer Breeze Dr Asphalt 181.38 40 70 201 Y

Durham::Danube Ln::11536 Hebron Rd Summer Storm Dr Asphalt 213.24 44 83 321 Y

Durham::Danube Ln::12101 Belvin Av Old Oxford Rd Asphalt 403.53 19 41 216 Y

Durham::Danube Ln::17129 Summer Breeze Dr Big Leaf Wy Asphalt 396.46 24 66 151 Y

Durham::Danube Ln::17144 Big Leaf Wy Geranium St Asphalt 233.74 24 94 220 Y

Durham::Danube Ln::17460 Sun Dried Ct Cul‐De‐Sac Asphalt 149.43 22 92 367 Y

Durham::Danube Ln::17496 Geranium St Sun Dried Ct Asphalt 281.08 22 88 235 Y

Durham::Danube Ln::19571 Summer Storm Dr Summer Breeze Dr Asphalt 119.58 60 78 603 Y

Durham::Danziger D::17153 Dead End Witherspoon Bv Asphalt 600.30 36 74 292 Y

Durham::Danziger D::17316 Witherspoon Bv Mt Moriah Rd Asphalt 367.15 57 43 178 Y

Durham::Danziger D::19723 Witherspoon Bv Mt Moriah Rd Asphalt 59.34 15 38 655 Y

Durham::Danziger D::19724 Dead End Witherspoon Bv Asphalt 62.54 15 36 462 Y

Durham::Danziger D::19725 Dead End Witherspoon Bv Asphalt 56.78 30 50 445 Y

Durham::Danziger D::19726 Witherspoon Bv Mt Moriah Rd Asphalt 46.62 30 65 591 Y

Durham::Danziger D::19727 Witherspoon Bv Mt Moriah Rd Asphalt 190.43 36 40 382 Y

Durham::Danziger D::19728 Witherspoon Bv Mt Moriah Rd Asphalt 298.43 44 50 187 Y

Durham::Danziger D::19729 Witherspoon Bv Mt Moriah Rd Asphalt 181.04 39 53 355 Y

Durham::Danziger D::19730 Witherspoon Bv Mt Moriah Rd Asphalt 305.42 38 54 259 Y

Durham::Darby Rd::15932 Westover Rd Churchill Cr Asphalt 890.35 21 77 263 Y

Durham::Darby Rd::15958 Churchill Cr Somerset Dr Asphalt 498.93 20 92 228 Y

Durham::Dardanelle::18971 Ringwood Ct Cul‐De‐Sac Asphalt 491.42 20 93 356 Y

Durham::Darden Pl::11242 Cul‐De‐Sac Mystic Dr Asphalt 185.22 18 58 642 Y

Durham::Dare Pines::18742 Bloomsbury Manor Dr Cul‐De‐Sac Asphalt 514.61 28 95 139 Y

Durham::Darian Way::16337 Morningside Dr Cul‐De‐Sac Asphalt 201.73 30 93 407 Y

Durham::Dartmouth::12142 Fawn Av W Carver St Asphalt 1603.73 20 86 205 Y

Durham::Darwin Rd::15975 Bentley Dr Cul‐De‐Sac Asphalt 207.85 22 40 356 Y

Durham::Darwin Rd::15980 Regent Rd Bentley Dr Asphalt 503.54 20 67 258 Y

Durham::Darwin Rd::15981 Nottaway Rd Regent Rd Asphalt 502.06 29 43 359 Y

Durham::Darwin Rd::16007 Rugby Rd Nottaway Rd Asphalt 902.24 22 60 223 Y

Durham::Darwin Rd::19780 Regent Rd Bentley Dr Asphalt 276.26 29 35 232 Y

Durham::Dauphine P::15673 Four Seasons Dr Cul‐De‐Sac Asphalt 428.47 31 64 326 Y

Durham::Daventry C::16811 Carriage Wy Cul‐De‐Sac Asphalt 437.13 25 86 354 Y

Durham::David St::11503 Wellington Dr Dead End Asphalt 452.52 19 75 347 Y

Durham::David St::11525 Argonne Dr Wellington Dr Asphalt 322.56 16 67 378 Y

Durham::David St::19585 Argonne Dr Wellington Dr Asphalt 77.31 22 69 293 Y

Durham::Davidson A::12633 Farthing St Farthing St Asphalt 125.81 28 85 301 Y

Durham::Davidson A::12636 Farthing St N Roxboro St Asphalt 669.83 29 88 268 Y

Durham::Davidson A::12637 N Roxboro St Private Prop Asphalt 645.47 29 83 172 Y

Durham::Dawkins St::14653 E Umstead St Linwood Av Asphalt 567.41 23 69 327 Y

Durham::Dawson Ct::17873 Ember Dr Cul‐De‐Sac Asphalt 118.38 20 92 518 Y

Durham::Dayton St::15068 S Alston Av Rosewood St Asphalt 407.13 32 71 323 Y

Durham::Dayton St::15082 Rosewood St Lakeland St Asphalt 396.25 31 61 225 Y

Durham::Dayton St::15091 Lakeland St Wabash St Asphalt 501.86 30 58 219 Y

Durham::Dayton St::15099 Wabash St Ridgeway Av Asphalt 549.65 29 81 213 Y

Durham::De Mille S::12215 Glenbrook Dr End Of Street Asphalt 179.75 30 85 418 Y

Durham::De Mille S::12249 Hinson Dr Glenbrook Dr Asphalt 794.00 30 75 346 Y

Durham::Dean St::14178 End Of Street Chapel Hill Rd Asphalt 300.77 17 3 800 Y

Durham::Dearborn D::11995 Old Oxford Rd Keystone Pl Asphalt 480.37 24 89 358 Y

Durham::Deblyn Ct::16946 Revere Rd Cul‐De‐Sac Asphalt 247.13 29 71 241 Y

Durham::Dedmon Ct::16965 Sedwick Rd Cul‐De‐Sac Asphalt 341.67 29 70 306 Y

Durham::Deeds Dr::17773 Few Cir Harkness Cir Asphalt 350.07 18 93 235 Y

Durham::Deep Fores::15874 Cul‐De‐Sac Highplains Rd Asphalt 284.98 24 43 290 Y

Durham::Deep Fores::17115 Highplains Rd Kaitlin Dr Asphalt 294.88 31 28 412 Y

Durham::Deep Fores::17116 Kaitlin Dr Isaacs Wy Asphalt 308.56 29 36 400 Y

Durham::Deep Fores::17598 Isaacs Way Uc Asphalt 43.83 30 66 405 Y

Durham::Deep Wood::15692 Winding Wy Wateredge Dr Asphalt 173.41 24 75 184 Y

Durham::Deep Wood::15752 Wateredge Dr Winding Wy Asphalt 1726.27 22 88 181 Y

Durham::Deep Wood::17388 Ivy Creek Bv Wateredge Dr Asphalt 763.53 20 29 435 Y

Durham::Deer Run::12171 Kingdom Wy Dearborn Dr Asphalt 462.15 29 82 205 Y

Durham::Deerchase::11469 Marywood Dr Wilderness Rd Asphalt 891.95 25 60 277 Y

Durham::Deerchase::11488 Firethorn Ct Marywood Dr Asphalt 852.33 24 80 218 Y

Durham::Deerchase::11494 End of Road Leah Ln 28.10 24 ‐1 ‐1 N Driveway

Durham::Deerchase::11495 Leah Ln Firethorn Ct Asphalt 486.29 24 81 257 Y

Durham::Deerfield::11133 Reese Rd Crestview Dr Asphalt 462.88 19 100 166 Y

Durham::Deerfield::11134 Dittmar Dr Reese Rd Asphalt 503.40 18 91 189 Y

Durham::Deerwood C::11071 Fairwoods Dr Cul‐De‐Sac Asphalt 383.49 23 83 266 Y

Durham::Defoe Ct::18014 Baynes Ct Cul‐De‐Sac Asphalt 91.77 20 61 280 Y

Durham::Degaulle P::15776 Cedarwood Dr Cul‐De‐Sac Asphalt 225.18 24 72 434 Y

Durham::Dekalb St::14906 W Cornwallis Rd Mcdowell Rd Asphalt 776.74 31 71 215 Y

Durham::Del Webb A::18554 Andrews Chapel Rd Rosedale Creek Dr Asphalt 401.30 45 79 194 Y

Durham::Del Webb A::18556 Rosedale Creek Dr Gaston Manor Dr Asphalt 460.62 43 94 160 Y

Durham::Del Webb A::18558 Gaston Manor Dr Horne Creek Dr Asphalt 883.48 40 94 156 Y
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Durham::Del Webb A::18578 Farm Pond Rd Andrews Chapel Rd Asphalt 425.73 45 94 117 Y

Durham::Del Webb A::18634 Sharpwood Run Lynchwick Ln Asphalt 690.97 45 94 175 Y

Durham::Del Webb A::18643 Lincoln Mill Dr Bloomsbury Manor Dr Asphalt 364.11 43 95 170 Y

Durham::Del Webb A::18651 Horne Creek Dr Carolina Arbors Dr Asphalt 371.67 42 94 222 Y

Durham::Del Webb A::18652 Gaston Manor Dr Horne Creek Dr Asphalt 245.98 31 85 108 Y

Durham::Del Webb A::18654 Carolina Arbors Dr Lincoln Mill Dr Asphalt 465.87 42 86 191 Y

Durham::Del Webb A::18738 Bloomsbury Manor Dr Snowdrop Ln Asphalt 269.83 41 95 176 Y

Durham::Del Webb A::18751 Tw Alexander Dr Sharpwood Run Asphalt 35.43 45 78 170 Y

Durham::Del Webb A::18824 Lynchwick Ln Farm Pond Rd Asphalt 295.32 44 95 122 Y

Durham::Del Webb A::19343 Andrews Chapel Rd Rosedale Creek Dr Asphalt 277.24 43 95 145 Y

Durham::Del Webb A::19344 Farm Pond Rd Andrews Chapel Rd Asphalt 225.26 53 85 364 Y

Durham::Del Webb A::19700 Gaston Manor Dr Horne Creek Dr Asphalt 200.07 32 93 205 Y

Durham::Del Webb A::19701 Gaston Manor Dr Horne Creek Dr Asphalt 207.07 38 92 167 Y

Durham::Del Webb A::19702 Lincoln Mill Dr Bloomsbury Manor Dr Asphalt 178.00 41 77 212 Y

Durham::Delano St::17811 Fidelity Dr End Of Pavement Asphalt 1490.47 28 87 186 Y

Durham::Delaware A::12447 Sunset Ave Wagoner St Asphalt 483.45 30 94 230 Y

Durham::Delaware A::12534 Sprunt Av Sunset Av Asphalt 782.82 28 92 264 Y

Durham::Delbert Av::11567 Horton Rd Marne Av Asphalt 447.27 28 66 390 Y

Durham::Delchester::16085 Nc 55 Hwy Cul‐De‐Sac Asphalt 1002.13 20 74 366 Y

Durham::Dellwood D::12114 West Hills Dr End Of Street Asphalt 518.16 20 80 368 Y

Durham::Delray St::15729 Zepher Pl Ancroft Av Asphalt 307.43 30 54 228 Y

Durham::Delray St::15730 Ancroft Av Zepher Pl Asphalt 648.24 30 79 213 Y

Durham::Delray St::15746 Ancroft Av Dead End Asphalt 166.76 32 43 202 Y

Durham::Delwebb Ar::18635 Sharpwood Run Lynchwick Ln Asphalt 40.78 44 93 169 Y

Durham::Demerius S::12913 Dollar Av Watts St Asphalt 353.99 30 65 427 Y

Durham::Demerius S::12917 N Gregson St Dollar Av Asphalt 443.83 28 68 478 Y

Durham::Demerius S::12920 N Duke St N Gregson St Asphalt 796.33 27 50 369 Y

Durham::Demerius S::12925 Ruffin St N Duke St Asphalt 752.21 29 82 296 Y

Durham::Denada Pat::15617 Camberwell Ct Archdale Dr Asphalt 203.96 22 74 392 Y

Durham::Denada Pat::17020 Calle Luna Ct Camberwell Ct Asphalt 221.97 24 82 316 Y

Durham::Denada Pat::17898 End Of Street Calle Luna Ct Asphalt 225.95 24 87 675 Y

Durham::Denada Pat::18288 Calle Luna Ct Camberwell Ct Asphalt 178.65 22 81 377 Y

Durham::Denise St::11788 Kenan Rd Reta Rd Asphalt 680.48 27 55 308 Y

Durham::Denise St::11841 Frasier St Kenan Rd Asphalt 296.98 18 41 496 Y

Durham::Denise St::11882 Newsom St Frasier St Asphalt 526.10 27 71 384 Y

Durham::Denise St::19598 Frasier St Kenan Rd Asphalt 294.99 19 81 302 Y

Durham::Denton St::18864 Grundy St (Paper Street) Barbee Rd Asphalt 1137.99 20 31 366 Y

Durham::Denver Ave::11954 Allgood St Old Oxford Rd Asphalt 350.04 31 69 247 Y

Durham::Denver Ave::11966 Olivia Ct Allgood St Asphalt 402.08 29 23 395 Y

Durham::Denver Ave::11970 End Of Street Olivia Ct Asphalt 217.25 29 21 603 Y

Durham::Derbyshire::16775 Limerick Ln Cul De Sac Asphalt 343.90 26 94 181 Y

Durham::Destrier D::13947 Burrell Rd City Limits Asphalt 175.47 30 46 260 Y

Durham::Devereaux::11105 Blake Ct Walsenburg Dr Asphalt 313.70 20 42 184 Y

Durham::Devereaux::11107 Okeefe Ct Blake Ct Asphalt 338.94 21 40 240 Y

Durham::Devereaux::11112 Long Crescent Dr Okeefe Ct Asphalt 451.01 21 28 300 Y

Durham::Devon Rd::15768 Dover Rd Surrey Rd Asphalt 1341.63 16 41 454 Y

Durham::Devon Rd::15777 Cambridge Rd Dover Rd Asphalt 714.24 16 65 489 Y

Durham::Devon Rd::15783 Buckingham Rd Cambridge Rd Asphalt 221.55 15 63 368 Y

Durham::Devon Rd::15806 Hathaway Rd Dixon Rd Asphalt 641.47 17 31 491 Y

Durham::Devon Rd::15816 Hope Valley Rd Hathaway Rd Asphalt 852.85 17 27 549 Y

Durham::Devon Rd::15818 Norwich Wy Buckingham Rd Asphalt 609.67 15 53 318 Y

Durham::Devon Rd::19718 Norwich Wy Buckingham Rd Asphalt 288.34 23 51 446 Y

Durham::Dewitt St::11928 Richsand St Cul De Sac Asphalt 224.27 26 91 387 Y

Durham::Dexter St::12649 Linfield Dr End Of Street Asphalt 300.27 26 78 333 Y

Durham::Dexter St::12704 W Club Bv Linfield Dr Asphalt 362.54 28 90 376 Y

Durham::Dial Dr::16032 S Alston Av C View St Asphalt 324.77 24 81 334 Y

Durham::Dial Dr::16033 C View St End Of Street Asphalt 238.07 18 71 316 Y

Durham::Diamond Ct::13872 Thornwood Dr Cul‐De‐Sac Asphalt 294.95 22 81 223 Y

Durham::Diane St::11791 Kenan Rd Winston Rd Asphalt 606.12 31 44 213 Y

Durham::Diane St::11792 Winston Rd N Duke St Asphalt 429.50 30 39 260 Y

Durham::Dickson Mi::18544 Oysterwood Ln Rosedale Creek Dr Asphalt 198.82 29 55 254 Y

Durham::Digby Pl::12094 Stoneybrook Dr Cul De Sac Asphalt 171.83 31 88 502 Y

Durham::Dilbagh Dr::17372 Rathie Dr End Of Street Asphalt 268.41 20 77 333 Y

Durham::Dilbagh Dr::17374 Raj Dr Rathie Dr Asphalt 461.15 19 49 290 Y

Durham::Diploma Dr::17278 Professor Pl Chancellors Ridge Dr Asphalt 334.85 22 81 184 Y

Durham::Diploma Dr::19782 Professor Pl Chancellors Ridge Dr Asphalt 75.73 28 38 738 Y

Durham::Distributi::17018 Park Knoll Dr Cul‐De‐Sac Asphalt 1007.88 38 93 251 Y

Durham::Distributi::19331 Park Knoll Dr Cul‐De‐Sac Asphalt 712.18 28 97 171 Y

Durham::Dixon Rd::15448 University Dr Princeton Av Asphalt 618.67 19 39 291 Y

Durham::Dixon Rd::15493 Princeton Av Old Sugar Rd Asphalt 534.58 19 35 262 Y

Durham::Dixon Rd::15530 Old Sugar Rd Winton Rd Asphalt 654.75 20 39 238 Y

Durham::Dixon Rd::15562 Winton Rd Eubanks Rd Asphalt 287.42 20 34 288 Y

Durham::Dixon Rd::15602 Eubanks Rd Alpine Rd Asphalt 612.02 21 85 190 Y

Durham::Dixon Rd::15612 Alpine Rd Martin Luther King Jr Pkwy Asphalt 172.61 34 76 418 Y

Durham::Dixon Rd::15632 Archdale Dr Green Mill Ln Asphalt 369.52 28 90 328 Y

Durham::Dixon Rd::15655 Green Mill Ln Tarik Dr Asphalt 436.26 28 100 255 Y

Durham::Dixon Rd::15705 Tarik Dr Cheviot Av Asphalt 911.42 28 96 242 Y

Durham::Dixon Rd::15735 Cheviot Av Brookhaven Dr Asphalt 316.29 28 93 284 Y

Durham::Dixon Rd::15782 Brookhaven Dr Buckingham Rd Asphalt 579.70 29 89 274 Y

Durham::Dixon Rd::15805 Buckingham Rd Devon Rd Asphalt 672.39 20 84 203 Y

Durham::Dixon Rd::19558 Alpine Rd Martin Luther King Jr Pkwy Asphalt 150.82 22 51 314 Y

Durham::Dixon Rd::19559 University Dr Princeton Av Asphalt 552.95 36 76 298 Y

Durham::Dixon Rd::19717 Archdale Dr Green Mill Ln Asphalt 236.06 36 79 359 Y

Durham::Dobbs Pl::15434 Monticello Ave Cul‐De‐Sac Asphalt 401.22 26 80 266 Y

Durham::Dodson St::17203 Junction Rd Belmont Dr Asphalt 927.28 20 83 146 Y

Durham::Dodsworth::14328 Lochnora Pw Cul De Sac Asphalt 305.17 23 62 156 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Dogwood Rd::14788 Pinecrest Rd Woodburn Rd Asphalt 603.92 25 35 261 Y

Durham::Dogwood Rd::14830 Woodburn Rd Circle Dr Asphalt 670.06 26 53 229 Y

Durham::Dogwood Rd::14896 Circle Dr W Cornwallis Rd Asphalt 494.73 28 44 279 Y

Durham::Dollar Ave::12783 Englewood Av W Club Bv Asphalt 703.90 28 95 226 Y

Durham::Dollar Ave::12872 W Knox St Englewood Av Asphalt 662.54 30 87 252 Y

Durham::Dollar Ave::12912 Demerius St W Knox St Asphalt 327.57 30 95 533 Y

Durham::Dolwick Dr::16014 Cul‐De‐Sac Edenberry Dr Asphalt 428.81 23 32 633 Y

Durham::Dolwick Dr::16045 Edenberry Dr Kissimee Ct Asphalt 910.02 28 27 434 Y

Durham::Dominion S::12533 Cul‐De‐Sac E Club Bv Asphalt 334.58 22 32 332 Y

Durham::Dominion S::17230 End Of Pavement Hammond St Asphalt 338.57 30 58 374 Y

Durham::Dominion S::17231 Cul‐De‐Sac E Club Bv Asphalt 161.02 22 33 421 Y

Durham::Donnelly C::16992 Newhall Rd Cul De Sac Asphalt 179.65 25 47 407 Y

Durham::Donnybrook::16736 Mccormick Rd Cul De Sac Asphalt 351.08 27 95 179 Y

Durham::Donphil Rd::11269 Pine Trail Dr Long Leaf Dr Asphalt 423.82 20 93 217 Y

Durham::Donphil Rd::11271 Brenda Ct Pine Trail Dr Asphalt 697.20 18 92 205 Y

Durham::Donphil Rd::11274 Gatewood Dr Brenda Ct Asphalt 459.20 19 92 183 Y

Durham::Dorchester::16246 Swarthmore Rd Winthrop Ct Asphalt 494.95 22 45 315 Y

Durham::Dorset Pl::16546 Highgate Dr Cul‐De‐Sac Asphalt 348.81 25 74 423 Y

Durham::Doubleday::14387 Cul De Sac Harriman Rd Asphalt 184.89 28 38 469 Y

Durham::Doubleday::14528 Harriman Rd Haddon Rd Asphalt 735.71 18 77 196 Y

Durham::Douglas St::13090 Pratt St Erwin Rd Asphalt 534.82 41 76 314 Y

Durham::Douglas St::18171 Crest St Pratt St Asphalt 714.86 29 71 251 Y

Durham::Douglas St::18172 Pratt St Pratt St Asphalt 180.63 32 53 418 Y

Durham::Dover Rd::15679 Old Chapel Hill Rd Banbury Wy Asphalt 911.61 20 62 257 Y

Durham::Dover Rd::15713 Banbury Wy Tonbridge Wy Asphalt 436.10 18 63 238 Y

Durham::Dover Rd::15767 Tonbridge Wy Devon Rd Asphalt 533.80 24 65 299 Y

Durham::Dover Rd::15797 Devon Rd Surrey Ln Asphalt 713.62 22 66 214 Y

Durham::Dover Rd::15838 Surrey Ln Avon Rd Asphalt 998.31 22 65 242 Y

Durham::Dover Rd::15850 Avon Rd Exeter Wy Asphalt 262.89 22 59 335 Y

Durham::Dover Rd::15863 Exeter Wy Cornwall Rd Asphalt 338.95 20 57 223 Y

Durham::Dover Rd::15908 Cornwall Rd Eton Rd Asphalt 537.01 28 56 330 Y

Durham::Dover Rd::15926 Eton Rd Bristol Rd Asphalt 517.90 23 60 286 Y

Durham::Dover Rd::15929 Bristol Rd Plymouth Rd Asphalt 611.22 24 63 200 Y

Durham::Dover Rd::15986 Plymouth Rd Rugby Rd Asphalt 1493.75 21 63 225 Y

Durham::Dover Rd::16000 Rugby Rd Hope Valley Rd Asphalt 1609.01 23 62 264 Y

Durham::Dover Ridg::11136 Cheshire Bridge Cul De Sac Asphalt 246.60 24 82 209 Y

Durham::Dover Ridg::11139 Guess Rd Cheshire Bridge Asphalt 309.94 33 91 329 Y

Durham::Dover Ridg::19486 Guess Rd Cheshire Bridge Asphalt 88.35 31 56 791 Y

Durham::Dovetail D::12310 Renovators Pl Mortise Ct Asphalt 385.35 23 84 173 Y

Durham::Dovetail D::17142 Knothole Ln Renovators Pl Asphalt 545.96 22 78 202 Y

Durham::Dovetail D::17143 Knothole Ln Renovators Pl Asphalt 310.96 23 79 277 Y

Durham::Dowd St::13394 Gearwood Av Hanover St Asphalt 296.25 28 59 209 Y

Durham::Dowd St::13395 Hanover St N Alston Av Asphalt 296.50 28 31 276 Y

Durham::Dowd St::13396 Hazel St Gearwood Av Asphalt 295.88 28 47 247 Y

Durham::Dowd St::13397 Tucker St Hazel St Asphalt 196.71 25 40 620 Y

Durham::Dowd St::13399 N Elizabeth St Tucker St Asphalt 300.35 25 69 308 Y

Durham::Dowd St::13402 Gurley St N Elizabeth St Asphalt 366.78 24 40 426 Y

Durham::Dowd St::13403 Gurley St Gurley St Asphalt 130.26 24 55 493 Y

Durham::Dowd St::13405 N Roxboro St Gurley St Asphalt 512.61 26 85 244 Y

Durham::Dowd St::13406 Cleveland St N Roxboro St Asphalt 413.61 26 91 259 Y

Durham::Dowd St::17871 Mangum St Cleavland St Asphalt 276.32 27 48 243 Y

Durham::Downing Cr::16639 W Nc 54 Hwy Downing Creek Pkwy Asphalt 128.23 40 62 800 Y

Durham::Downing Cr::16647 Stancell Dr Kingswood Dr Asphalt 183.67 35 78 293 Y

Durham::Downing Cr::16658 Kingswood Dr Cranebridge Pl Asphalt 350.71 33 83 266 Y

Durham::Downing Cr::16687 Cranebridge Pl Kingswood Dr Asphalt 565.73 32 79 150 Y

Durham::Downing Cr::16705 Kingswood Dr Jamestowne Pl Asphalt 369.38 32 79 212 Y

Durham::Downing Cr::16722 Jamestowne Pl Dunmore Pl Asphalt 262.70 32 76 260 Y

Durham::Downing Cr::16742 Dunmore Pl Chedworth Ct Asphalt 361.27 32 87 180 Y

Durham::Downing Cr::16773 Chedworth Ct Bearkling Pl Asphalt 545.33 30 50 250 Y

Durham::Downing Cr::16807 Bearkling Pl Beecham Wy Asphalt 403.81 33 76 230 Y

Durham::Downing Cr::16827 Beecham Wy Winslow Pl Asphalt 501.27 33 82 181 Y

Durham::Downing Cr::16834 Winslow Pl Copeland Wy Asphalt 372.82 30 49 209 Y

Durham::Downing Cr::16849 Copeland Way Barbee Chapel Rd Asphalt 326.26 40 86 190 Y

Durham::Downing Cr::19256 Copeland Way Barbee Chapel Rd Asphalt 152.69 31 81 194 Y

Durham::Downing St::13101 Erwin Rd Na Asphalt 522.63 34 94 490 Y

Durham::Draebury L::17438 Winding Arch Dr Cul‐De‐Sac Asphalt 438.97 26 57 439 Y

Durham::Drakesway::19044 Loyal Ave Cul‐De‐Sac Asphalt 479.87 20 91 237 Y

Durham::Drayton Ct::11124 Cul De Sac Vivaldi Dr Asphalt 383.66 19 31 412 Y

Durham::Dresden Dr::17052 Biscayne Rd W Hw 54 Asphalt 975.17 28 93 223 Y

Durham::Drew St::13287 Bender St N Miami Bv Asphalt 93.32 32 81 637 Y

Durham::Drew St::13338 N Hyde Park Av Bender St Asphalt 1159.08 31 75 195 Y

Durham::Drew St::13352 Granby St N Hyde Park Av Asphalt 415.07 33 24 407 Y

Durham::Drew St::13366 Manteo St Granby St Asphalt 559.02 36 53 227 Y

Durham::Drew St::13370 N Alston Av Manteo St Asphalt 293.66 36 51 461 Y

Durham::Drew St::13373 Hanover St N Alston Av Asphalt 302.42 25 48 408 Y

Durham::Drew St::13376 Gearwood Av Hanover St Asphalt 293.59 24 92 336 Y

Durham::Drexall Av::17425 E Ellerbee St Cul‐De‐Sac Asphalt 257.23 20 87 162 Y

Durham::Driftwood::15693 Springdale Dr Willowdale Dr Asphalt 1232.57 29 55 317 Y

Durham::Driftwood::15700 Willowdale Dr Cul‐De‐Sac Asphalt 157.05 30 40 202 Y

Durham::Drucilla C::12040 Clarion Dr Cul De Sac Asphalt 565.17 23 93 210 Y

Durham::Druid Pl::15701 Courtland Dr Cul‐De‐Sac Asphalt 257.81 31 70 270 Y

Durham::Drummond C::19132 Woodlake Dr Cul‐De‐Sac Asphalt 473.01 22 37 423 Y

Durham::Dryden Ln::16908 Newhall Rd Cul‐De‐Sac Asphalt 210.45 25 94 429 Y

Durham::Drye Ln::19199 Mallory Ln Cul‐De‐Sac Asphalt 277.08 26 74 228 Y

Durham::Drysdale C::19020 Tahoe Dr Cul‐De‐Sac Asphalt 233.55 22 100 345 Y

Durham::Dubarry Ct::11911 Berini Dr Cul‐De‐Sac Asphalt 439.84 24 76 238 Y
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Durham::Dubonnet P::12362 Glenbrook Dr Cul‐De‐Sac Asphalt 448.43 29 39 384 Y

Durham::Duck Pond::17753 Ganyard Farm Way Cul‐De‐Sac Asphalt 269.75 20 74 306 Y

Durham::Dudley Cir::16119 Dudley Cir Dudley Cir Asphalt 2384.92 20 67 264 Y

Durham::Dudley Cir::16139 Holloman Rd Dudley Cir Asphalt 404.09 20 29 308 Y

Durham::Duffers Pl::12084 Chippers Wy Cul De Sac Asphalt 119.88 34 32 638 Y

Durham::Duke Homes::11697 Ferris Rd N Duke St Asphalt 605.68 20 87 148 Y

Durham::Duke Homes::11705 Fairfield Rd Ferris Rd Asphalt 225.29 26 45 333 Y

Durham::Duke Homes::11732 Reta Rd Fairfield Rd Asphalt 323.62 26 45 321 Y

Durham::Duke Homes::11768 Kenan Rd Reta Rd Asphalt 527.34 18 70 204 Y

Durham::Duke Homes::11784 Marquis Dr Kenan Rd Asphalt 333.51 18 27 262 Y

Durham::Duke Homes::11810 Shaftsbury St Marquis Dr Asphalt 413.06 18 35 252 Y

Durham::Duke Homes::11853 Ferncrest Dr Shaftsbury St Asphalt 427.71 18 34 244 Y

Durham::Duke Homes::11879 Kenmore Rd Ferncrest Dr Asphalt 544.25 18 38 233 Y

Durham::Duke Homes::11917 W Carver St Kenmore Rd Asphalt 308.52 21 38 289 Y

Durham::Duke Homes::12178 Guess Rd Kirk Rd Asphalt 1291.67 17 86 161 Y

Durham::Duke Homes::17564 Kirk Rd W Carver St Asphalt 2878.43 20 54 194 Y

Durham::Duke Homes::18847 Fairfield Rd Fairfield Rd Asphalt 245.46 28 39 265 Y

Durham::Duke Homes::19596 Kenan Rd Reta Rd Asphalt 71.58 24 68 772 Y

Durham::Duke Homes::19740 Guess Rd Kirk Rd Asphalt 369.62 31 47 262 Y

Durham::Duke Unive::13535 Oregon St Anderson St Asphalt 942.03 39 92 234 Y

Durham::Duke Unive::13571 Anderson St Chapel Dr Asphalt 919.56 38 78 186 Y

Durham::Duke Unive::13587 Swift Av Oregon St Asphalt 891.04 40 88 121 Y

Durham::Duke Unive::13596 Swan St Swift Av Asphalt 238.36 39 80 216 Y

Durham::Duke Unive::13597 Chapel Dr Edens Dr Asphalt 397.15 41 75 232 Y

Durham::Duke Unive::13617 Underwood Av Swan St Asphalt 384.09 39 85 246 Y

Durham::Duke Unive::13622 Maplewood Av Underwood Av Asphalt 344.88 40 49 317 Y

Durham::Duke Unive::13655 Edens Dr Towerview Dr Asphalt 438.45 45 72 198 Y

Durham::Duke Unive::13810 Towerview Dr Wannamaker Dr Asphalt 1097.56 29 93 219 Y

Durham::Duke Unive::13948 Wannamaker Dr Cameron Blvd Asphalt 638.81 28 79 230 Y

Durham::Duke Unive::19537 Wannamaker Dr Cameron Blvd Asphalt 313.08 35 88 341 Y

Durham::Duke Unive::19541 Towerview Dr Wannamaker Dr Asphalt 307.63 41 84 219 Y

Durham::Dula St::11704 Graceview Wy Bent Oak Ct Asphalt 1203.21 29 72 230 Y

Durham::Dula St::11714 Bent Oak Ct Myers Park Dr Asphalt 455.88 29 76 269 Y

Durham::Dula St::17430 Mid‐Block Dula St Myers Park Dr Asphalt 226.01 28 75 421 Y

Durham::Dula St::18312 Yorkshire Dr Mid‐Block Dula St Asphalt 216.42 28 88 273 Y

Durham::Dulaire Dr::18630 Dead End Rosemont Pkwy Asphalt 149.85 20 95 220 Y

Durham::Duluth St::11934 Kitchner Ct Fleming Dr Asphalt 911.92 20 71 214 Y

Durham::Duluth St::11964 Marshall Wy Kitchner Ct Asphalt 318.23 20 95 207 Y

Durham::Duluth St::12033 Samoa Ct Marshall Wy Asphalt 717.57 20 87 228 Y

Durham::Duluth St::12074 Berini Dr Samoa Ct Asphalt 521.83 19 91 211 Y

Durham::Dunbar St::14815 Fayetteville St Merrick St Asphalt 344.28 29 70 525 Y

Durham::Dunbar St::14839 Merrick St Lincoln St Asphalt 692.39 30 83 327 Y

Durham::Dunbrook D::16612 Farrington Rd Glen Forrest Dr Asphalt 224.40 30 54 277 Y

Durham::Dunbrook D::16613 Glen Forrest Dr Falconbridge Rd Asphalt 193.30 32 25 426 Y

Durham::Duncan St::15134 Pekoe Av Nelson St Asphalt 436.96 28 31 472 Y

Durham::Dunhill Dr::16557 Glen Eden Rd Cul‐De‐Sac Asphalt 376.24 24 90 296 Y

Durham::Dunhill Dr::16567 Glen Eden Rd Glen Eden Rd Asphalt 1342.71 20 82 247 Y

Durham::Dunhill Dr::16571 Fayetteville St Glen Eden Rd Asphalt 363.34 20 26 335 Y

Durham::Dunhill Dr::19786 Fayetteville St Glen Eden Rd Asphalt 263.92 38 56 239 Y

Durham::Dunmore Pl::16702 Belfair Wy Cul De Sac Asphalt 197.06 26 79 227 Y

Durham::Dunmore Pl::16715 Killington Ct Belfair Wy Asphalt 269.81 24 85 272 Y

Durham::Dunmore Pl::16721 Downing Creek Pw Killington Ct Asphalt 196.62 25 83 467 Y

Durham::Dunnhaven::11175 Stardust Dr Cul De Sac Asphalt 320.58 25 34 287 Y

Durham::Dunsinane::15917 Acornridge Ct Champaign Dr Asphalt 564.42 28 73 268 Y

Durham::Dunstan Av::14761 S Roxboro St Bern St Asphalt 479.24 30 83 278 Y

Durham::Dunstan Av::14790 Bern St Concord St Asphalt 279.49 32 90 352 Y

Durham::Dunstan Av::14816 Concord St Fayetteville St Asphalt 840.67 28 52 268 Y

Durham::Dupont Dr::12785 Cul De Sac Andrews Rd Asphalt 546.22 33 94 169 Y

Durham::Dupree St::14882 Merrick St Lincoln St Asphalt 720.01 27 89 301 Y

Durham::Dupree St::14884 Merrick St Merrick St Asphalt 41.63 31 84 692 Y

Durham::Dupree St::14885 Fayetteville St Merrick St Asphalt 315.75 29 84 246 Y

Durham::Dupree St::14887 Concord St Fayetteville St Asphalt 634.14 29 91 208 Y

Durham::Dupree St::14947 Lincoln St S Alston Av Asphalt 1236.71 30 85 226 Y

Durham::Durante Pl::12272 Waring St Cul‐De‐Sac Asphalt 430.28 30 88 389 Y

Durham::Dutchess L::16200 Cul De Sac Stockton Wy Asphalt 189.80 19 68 433 Y

Durham::Dutchess L::16227 Stockton Wy Churchland Ct Asphalt 296.24 17 74 316 Y

Durham::Dutchess L::16233 Churchland Ct Carmen Ln Asphalt 476.22 18 85 347 Y

Durham::Duxbury Ct::16137 Cobscook Dr Cul‐De‐Sac Asphalt 193.74 22 89 300 Y

Durham::Duxford Ct::13582 Cloverdale Dr Cul De Sac Asphalt 182.86 20 39 225 Y

Durham::Dwire Pl::14198 Bruton Rd Perkins Rd Asphalt 410.44 26 61 273 Y

Durham::Dwire Pl::17599 Perkins Rd Wrightwood Av Asphalt 496.64 29 49 295 Y

Durham::E Alton St::15247 Otis St Janet St Asphalt 257.40 30 74 304 Y

Durham::E Alton St::15268 Janet St E Weaver St Asphalt 233.05 30 72 312 Y

Durham::E Alton St::15326 E Weaver St Cul‐De‐Sac Asphalt 481.57 32 86 213 Y

Durham::E Bayberry::16523 Winterberry Ridge Dr Cul‐De‐Sac Asphalt 672.45 27 92 425 Y

Durham::E Bridlewo::16466 Autumn Woods Dr Cul‐De‐Sac Asphalt 176.15 30 91 308 Y

Durham::E Britania::12148 Spector St N Roxboro St Asphalt 433.83 21 93 205 Y

Durham::E Carver S::11819 Meriwether Dr Danube Ln Asphalt 1325.92 34 100 138 Y

Durham::E Carver S::11895 Commons Bv Meriwether Dr Asphalt 1209.65 33 100 136 Y

Durham::E Carver S::11915 Ben Franklin Bv Commons Bv Asphalt 560.77 35 100 123 Y

Durham::E Carver S::11930 Patrick Henry Dr Ben Franklin Bv Asphalt 392.96 48 99 143 Y

Durham::E Carver S::11939 N Roxboro St Patrick Henry D Asphalt 465.47 47 100 161 Y

Durham::E Channing::12175 W Channing Av N Roxboro St Asphalt 435.66 30 83 266 Y

Durham::E Chapel H::13599 W Main St Morris St Asphalt 56.86 23 96 412 Y

Durham::E Chapel H::13606 Rigsbee Av N Mangum St Asphalt 259.59 26 79 490 Y

Durham::E Chapel H::13608 Morris St Market St Asphalt 285.65 30 84 354 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::E Chapel H::13609 Orange St Rigsbee Av Asphalt 117.54 38 87 800 Y

Durham::E Chapel H::13611 Market St Foster St Asphalt 99.01 22 95 226 Y

Durham::E Chapel H::13612 Foster St Orange St Asphalt 150.61 36 83 288 Y

Durham::E Chapel H::19449 Foster St Orange St Asphalt 159.29 23 55 700 Y

Durham::E Chapel H::19450 Foster St Orange St Asphalt 98.61 37 76 387 Y

Durham::E Chapel H::19454 Morris St Market St Asphalt 102.74 23 81 449 Y

Durham::E Chapel H::19455 Morris St Market St Asphalt 98.18 30 67 284 Y

Durham::E Chapel H::19456 Morris St Market St Asphalt 62.76 23 78 245 Y

Durham::E Club Blv::12583 Farthing St Highland Av Asphalt 398.74 28 50 229 Y

Durham::E Club Blv::12589 Highland Av N Roxboro St Asphalt 397.01 53 60 314 Y

Durham::E Corporat::13358 N Mangum St N Roxboro St Asphalt 518.32 29 83 214 Y

Durham::E Corporat::13360 N Roxboro St Gurley St Asphalt 454.02 23 90 264 Y

Durham::E Delafiel::17225 Tipton St N Roxboro St Asphalt 224.45 16 50 279 Y

Durham::E Delafiel::17226 N Roxboro St Banner St Asphalt 335.40 30 65 263 Y

Durham::E Delafiel::17227 Banner St Dead End Asphalt 277.29 30 49 436 Y

Durham::E Delafiel::19734 Tipton St N Roxboro St Asphalt 210.75 27 61 373 Y

Durham::E Edgewood::12290 Farthing St N Roxboro St Asphalt 901.80 29 71 227 Y

Durham::E Ellerbee::12425 E Ellerbee St Cul‐De‐Sac Asphalt 370.23 22 30 800 Y

Durham::E Ellerbee::12443 Drexall Av Lindbergh St Asphalt 351.85 22 86 146 Y

Durham::E Ellerbee::12463 Dominion St Drexall Av Asphalt 346.10 28 51 245 Y

Durham::E Ellerbee::12483 Stephenson St Dominion St Asphalt 552.45 29 75 192 Y

Durham::E Ellerbee::12515 Farthing St Highland Av Asphalt 400.53 28 77 438 Y

Durham::E Ellerbee::12526 Highland Av N Roxboro St Asphalt 392.22 29 83 413 Y

Durham::E Ellerbee::12532 Cascadilla St Thorne St Asphalt 505.95 27 62 334 Y

Durham::E Enterpri::14476 Scout Dr S Roxboro St Asphalt 596.06 35 34 308 Y

Durham::E Enterpri::14480 S Roxboro St Sawyer St Asphalt 358.33 30 84 261 Y

Durham::E Enterpri::14495 Sawyer St Fisher Pl Asphalt 114.45 30 84 211 Y

Durham::E Enterpri::14543 Fisher Pl E Umstead St Asphalt 214.54 31 87 276 Y

Durham::E Forest H::14458 University Dr Shepherd St Asphalt 128.91 32 48 800 Y

Durham::E Forest H::14493 W Overhill Te University Dr Asphalt 669.10 29 33 410 Y

Durham::E Forest H::14599 Overhill Te W Overhill Te Asphalt 1186.35 22 59 471 Y

Durham::E Forest H::14773 Compton Pl Overhill Te Asphalt 1552.12 24 90 259 Y

Durham::E Forest H::14811 University Dr Briar Cliff Rd Asphalt 200.26 29 71 347 Y

Durham::E Forest H::14812 Beverly Dr Compton Pl Asphalt 343.43 23 72 233 Y

Durham::E Forest H::14813 Briar Cliff Rd Beverly Dr Asphalt 439.23 21 71 203 Y

Durham::E Forest H::19622 University Dr Briar Cliff Rd Asphalt 149.10 40 65 220 Y

Durham::E Forest H::19623 Briar Cliff Rd Beverly Dr Asphalt 70.90 40 57 284 Y

Durham::E Gleewood::19067 Loyal Av Circle Asphalt 642.32 20 90 286 Y

Durham::E Knox St::12904 N Roxboro St Knox Cr Asphalt 368.77 28 76 425 Y

Durham::E Knox St::12908 Avondale Dr End Maint Asphalt 469.58 32 36 274 Y

Durham::E Knox St::12910 Knox Cr Vista St Asphalt 260.84 28 61 602 Y

Durham::E Knox St::12926 W Knox St N Roxboro St Asphalt 594.94 30 65 440 Y

Durham::E Lakewood::14275 S Roxboro St Memphis St Asphalt 888.70 46 45 237 Y

Durham::E Lakewood::14306 Memphis St Fayetteville St Asphalt 444.91 45 42 218 Y

Durham::E Lakewood::14330 Fayetteville St Old Fayetteville St Asphalt 311.66 30 57 397 Y

Durham::E Lavender::12439 Farthing St Highland Av Asphalt 398.96 26 71 282 Y

Durham::E Lavender::12444 Highland Av N Roxboro St Asphalt 388.63 26 48 335 Y

Durham::E Lavender::12446 N Roxboro St Banner St Asphalt 365.48 28 83 390 Y

Durham::E Lavender::12449 Banner St State St Asphalt 364.19 28 70 439 Y

Durham::E Lavender::12450 State St Cascadilla St Asphalt 426.98 26 91 324 Y

Durham::E Lavender::12452 Cascadilla St Thorne St Asphalt 426.71 29 66 455 Y

Durham::E Lavender::12455 Thorne St Stephenson St Asphalt 198.68 28 32 800 Y

Durham::E Lavender::18511 Stephenson St Dead End Asphalt 52.23 28 72 300 Y

Durham::E Lawson S::14940 Fayetteville St Merrick St Asphalt 414.27 30 72 182 Y

Durham::E Lawson S::14941 Concord St Fayetteville St Asphalt 536.17 28 27 471 Y

Durham::E Lawson S::14984 Lincoln St S Alston Av Asphalt 1116.57 35 39 313 Y

Durham::E Lawson S::14991 S Alston Av Rosewood St Asphalt 244.42 47 35 370 Y

Durham::E Lawson S::15014 Rosewood St Sima Av Asphalt 332.38 30 31 374 Y

Durham::E Lawson S::15030 Bacon St S Briggs Av Asphalt 2608.47 43 76 159 Y

Durham::E Lawson S::15043 S Plum St Bacon St Asphalt 500.18 43 57 356 Y

Durham::E Lawson S::15051 Sima Av Wabash St Asphalt 615.55 30 40 267 Y

Durham::E Lawson S::15058 Ridgeway Av S Plum St Asphalt 330.04 29 30 425 Y

Durham::E Lawson S::15060 Wabash St Ridgeway Av Asphalt 483.48 28 45 380 Y

Durham::E Lawson S::17243 S Roxboro St Concord St Asphalt 1093.97 34 35 247 Y

Durham::E Lawson S::18203 Merrick St Cafeteria Dr Asphalt 286.79 29 70 161 Y

Durham::E Lawson S::18204 Cafeteria Dr Eagle Campus Dr Asphalt 101.16 28 70 198 Y

Durham::E Lawson S::18205 Eagle Campus Dr Lincoln St Asphalt 266.35 29 73 219 Y

Durham::E Lawson S::19284 S Alston Av Rosewood St Asphalt 131.83 31 14 480 Y

Durham::E Lawson S::19285 Lincoln St S Alston Av Asphalt 118.33 45 64 564 Y

Durham::E Lawson S::19291 S Roxboro St Concord St Asphalt 139.57 67 41 474 Y

Durham::E Lilyfiel::13985 Thistlerock Ln Cul De Sac Asphalt 146.66 24 31 660 Y

Durham::E Lynch St::13158 N Mangum St N Roxboro St Asphalt 389.27 28 69 648 Y

Durham::E Lynch St::13160 N Roxboro St Shawnee St Asphalt 320.03 28 47 693 Y

Durham::E Main St::13762 N Mangum St N Church St Asphalt 409.21 33 63 408 Y

Durham::E Main St::13797 N Church St N Roxboro St Asphalt 96.98 34 56 530 Y

Durham::E Main St::13844 N Roxboro St N Queen St Asphalt 559.53 40 100 167 Y

Durham::E Main St::13912 N Queen St N Dillard St Asphalt 281.09 43 100 160 Y

Durham::E Main St::13964 N Dillard St Commerce St Asphalt 628.56 41 100 158 Y

Durham::E Main St::13969 Commerce St S Elizabeth St Asphalt 39.93 44 100 156 Y

Durham::E Main St::14004 Walker St Hood St Asphalt 383.15 44 100 156 Y

Durham::E Main St::14033 Hood St N Elizabeth St Asphalt 184.15 46 100 267 Y

Durham::E Main St::14049 N Elizabeth St Angier Av Asphalt 158.00 44 68 745 Y

Durham::E Main St::14070 Angier Av Morning Glory Av Asphalt 220.63 38 57 179 Y

Durham::E Main St::14154 Morning Glory Av S Elm St Asphalt 609.77 40 79 186 Y

Durham::E Main St::14164 S Elm St N Elm St Asphalt 46.55 40 47 288 Y

Durham::E Main St::14196 N Elm St Stokes St Asphalt 284.95 40 45 178 Y
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Durham::E Main St::14233 N Felix St N Miami Bv Asphalt 438.56 37 55 211 Y

Durham::E Main St::14244 Stokes St N Alston Av Asphalt 345.93 40 53 400 Y

Durham::E Main St::14267 N Alston Av S Holman St Asphalt 396.02 31 45 413 Y

Durham::E Main St::14282 N Benjamine St N Felix St Asphalt 820.94 36 64 249 Y

Durham::E Main St::14292 S Holman St N Blacknall St Asphalt 302.82 29 63 246 Y

Durham::E Main St::14311 Gary St N Benjamine St Asphalt 723.80 36 75 256 Y

Durham::E Main St::14312 N Briggs Av Gary St Asphalt 1154.65 35 75 168 Y

Durham::E Main St::14315 N Blacknall St N Goley St Asphalt 345.07 28 50 367 Y

Durham::E Main St::14331 N Guthrie Av N Briggs Av Asphalt 368.90 36 40 186 Y

Durham::E Main St::14334 N Driver St N Guthrie Av Asphalt 536.08 29 45 336 Y

Durham::E Main St::14336 Roberson St N Driver St Asphalt 232.34 27 40 338 Y

Durham::E Main St::14337 Cherry Grove St Roberson St Asphalt 119.68 26 43 287 Y

Durham::E Main St::14339 S Goley St Young Av Asphalt 288.40 28 46 275 Y

Durham::E Main St::14353 N Maple St Cherry Grove St Asphalt 441.79 25 40 365 Y

Durham::E Main St::14360 N Hyde Park Av N Maple St Asphalt 382.79 26 44 496 Y

Durham::E Main St::14362 N Plum St N Hyde Park Av Asphalt 264.54 27 65 371 Y

Durham::E Main St::14364 Young Av N Plum St Asphalt 342.39 27 64 301 Y

Durham::E Main St::18705 N Goley St Young Av Asphalt 43.56 33 59 448 Y

Durham::E Main St::19359 N Church St N Roxboro St Asphalt 56.58 36 34 441 Y

Durham::E Main St::19361 N Queen St N Dillard St Asphalt 145.06 50 100 216 Y

Durham::E Main St::19362 N Church St N Roxboro St Asphalt 188.08 25 61 482 Y

Durham::E Main St::19363 N Church St N Roxboro St Asphalt 64.66 44 39 429 Y

Durham::E Markham::13006 Vista St Hollywood St Asphalt 279.23 28 46 445 Y

Durham::E Markham::13025 #32 Aly Vista St Asphalt 413.83 30 89 425 Y

Durham::E Markham::13027 Hollywood St Shawnee St Asphalt 282.33 26 60 640 Y

Durham::E Markham::13032 N Roxboro St #32 Aly Asphalt 311.95 30 60 395 Y

Durham::E Markham::13071 Shawnee St Peace St Asphalt 281.78 28 40 282 Y

Durham::E Markham::13085 Peace St Greenleaf St Asphalt 309.79 26 62 335 Y

Durham::E Markham::13092 Greenleaf St Avondale Dr Asphalt 199.72 28 52 417 Y

Durham::E Markham::13095 Avondale Dr Colonial St Asphalt 144.06 29 76 779 Y

Durham::E Markham::13102 Colonial St End Of Street Asphalt 1246.29 31 24 286 Y

Durham::E Maynard::12288 Holbrook St End Of Street Asphalt 751.67 28 54 304 Y

Durham::E Maynard::12292 Cascadilla St Holbrook St Asphalt 495.58 30 82 267 Y

Durham::E Maynard::12301 State St Cascadilla St Asphalt 371.31 29 71 289 Y

Durham::E Maynard::12311 Banner St State St Asphalt 355.19 29 92 373 Y

Durham::E Maynard::12316 N Roxboro St Banner St Asphalt 340.90 27 73 321 Y

Durham::E Maynard::12320 Highland Av N Roxboro St Asphalt 401.68 29 92 182 Y

Durham::E Maynard::12321 Farthing St Highland Av Asphalt 524.85 26 73 235 Y

Durham::E Murray A::12245 W Murray Av N Roxboro St Asphalt 868.58 31 59 350 Y

Durham::E Parrish::13742 N Mangum St N Church St Asphalt 409.45 28 67 612 Y

Durham::E Parrish::13765 N Church St N Roxboro St Asphalt 251.69 25 78 468 Y

Durham::E Parrish::19360 N Church St N Roxboro St Asphalt 94.64 30 82 311 Y

Durham::E Parrish::19368 N Church St N Roxboro St Asphalt 60.47 22 85 800 Y

Durham::E Peabody::14734 Cardens Ln S Driver St Asphalt 219.76 24 99 391 Y

Durham::E Peabody::14753 S Driver St Salem St Asphalt 296.92 20 34 603 Y

Durham::E Peabody::17869 S Queen St End Of Street Asphalt 256.19 26 49 800 Y

Durham::E Peabody::19296 Cardens Ln S Driver St Asphalt 131.00 16 19 443 Y

Durham::E Pettigre::13860 S Mangum St S Roxboro St Asphalt 806.66 48 79 356 Y

Durham::E Pettigre::14025 S Roxboro St S Dillard St Asphalt 1006.91 31 65 260 Y

Durham::E Pettigre::14181 S Dillard St Fayetteville St Asphalt 508.19 45 86 287 Y

Durham::E Pettigre::14374 Fayetteville St Grant St Asphalt 1214.95 34 81 227 Y

Durham::E Pettigre::14388 Grant St Colfax St Asphalt 244.66 35 74 366 Y

Durham::E Pettigre::14406 Colfax St Murphy St Asphalt 286.13 36 86 260 Y

Durham::E Pettigre::14438 Murphy St Chatham Pl Asphalt 244.52 34 75 197 Y

Durham::E Pettigre::14452 CHATHAM PL S ALSTON AV 231.50 34 ‐1 ‐1 N Construction

Durham::E Pettigre::14539 Motorcoach Wy Amber Pl Asphalt 868.76 36 88 210 Y

Durham::E Pettigre::14563 Amber Pl Sowell St Asphalt 237.19 35 62 209 Y

Durham::E Pettigre::14638 Sowell St S Plum St Asphalt 791.69 30 78 169 Y

Durham::E Pettigre::14665 S Plum St Bernice St Asphalt 277.98 35 84 215 Y

Durham::E Pettigre::14685 Bernice St Bacon St Asphalt 296.68 34 40 236 Y

Durham::E Pettigre::14760 Bacon St S Driver St Asphalt 929.97 31 81 256 Y

Durham::E Pettigre::14794 S Driver St Harnett St Asphalt 377.07 29 57 362 Y

Durham::E Pettigre::14818 Harnett St Scoggins St Asphalt 486.12 35 89 161 Y

Durham::E Pettigre::14853 Scoggins St S Briggs Av Asphalt 395.46 35 78 252 Y

Durham::E Pettigre::15042 S Briggs Av Indiana Av Asphalt 2392.50 35 60 333 Y

Durham::E Pettigre::15086 Indiana Av Duane St Asphalt 476.42 34 80 199 Y

Durham::E Pettigre::15129 Duane St Ellis Rd Asphalt 441.74 31 43 269 Y

Durham::E Pettigre::19295 Fayetteville St Grant St Asphalt 432.67 46 86 214 Y

Durham::E Pettigre::19637 S Dillard St Fayetteville St Asphalt 291.39 27 100 337 Y

Durham::E Piedmont::14431 Scout Dr S Roxboro St Asphalt 607.13 23 53 267 Y

Durham::E Piedmont::14445 S Roxboro St Fayetteville St Asphalt 564.40 30 61 262 Y

Durham::E Piedmont::18816 Memphis St Feyetteville St Asphalt 556.03 30 44 286 Y

Durham::E Pilot St::15304 Otis St Janet St Asphalt 254.96 31 70 263 Y

Durham::E Pilot St::15334 Janet St E Weaver St Asphalt 356.00 31 32 338 Y

Durham::E Pilot St::15379 E Weaver St Wyeth Av Asphalt 548.32 36 80 201 Y

Durham::E Pilot St::15423 Wyeth Av Jubilee Ln Asphalt 408.12 36 74 228 Y

Durham::E Pilot St::15490 Jubilee Ln Fayetteville St Asphalt 806.25 36 52 238 Y

Durham::E Ramseur::13830 E Ramseur St S Roxboro St Asphalt 613.26 28 72 269 Y

Durham::E Ramseur::13925 S Roxboro St S Queen St Asphalt 558.59 27 68 288 Y

Durham::E Ramseur::13970 S Queen St S Dillard St Asphalt 443.00 25 72 428 Y

Durham::E Ramseur::13995 S Dillard St S Elizabeth St Asphalt 241.28 38 100 162 Y

Durham::E Ramseur::14064 S Elizabeth St Hood St Asphalt 328.19 39 100 223 Y

Durham::E Ramseur::14115 Hood St Newman St Asphalt 248.33 38 100 242 Y

Durham::E Ramseur::14123 Newman St Fayetteville St Asphalt 81.96 34 80 800 Y

Durham::E Ramseur::14240 Fayetteville St S Elm St Asphalt 659.20 36 40 267 Y

Durham::E Ramseur::14325 S Elm St Lyon St Asphalt 427.50 35 49 293 Y
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Durham::E Ramseur::14342 Lyon St E Peabody St Asphalt 317.08 24 54 341 Y

Durham::E Ramseur::18055 Laurel Ave Stokes St Asphalt 295.42 24 91 367 Y

Durham::E Ramseur::18057 E Ramseur St Lyon St Asphalt 365.41 24 85 369 Y

Durham::E Ramseur::18058 Lyon St Laurel Ave Asphalt 297.92 24 71 407 Y

Durham::E Rockway::12061 N Roxboro St End Of Street Asphalt 959.40 19 44 538 Y

Durham::E Seeman S::13182 N Mangum St N Roxboro St Asphalt 427.57 23 86 453 Y

Durham::E Seeman S::13184 N Roxboro St Shawnee St Asphalt 286.46 24 61 564 Y

Durham::E Seminary::13561 N Mangum St Cleveland St Asphalt 427.29 42 71 247 Y

Durham::E Shoreham::15199 E Woodridge Dr Bess Ct Asphalt 360.29 28 82 250 Y

Durham::E Shoreham::15238 Bess Ct Steele Av Asphalt 393.27 29 28 476 Y

Durham::E Shoreham::15312 Steele Av W Cornwallis Rd Asphalt 880.44 30 85 316 Y

Durham::E Shoreham::15340 E Shoreham St Monticello Av Asphalt 349.52 18 91 348 Y

Durham::E Trinity::13165 N Alston Ave Avondale Dr Asphalt 419.04 33 40 240 Y

Durham::E Trinity::13166 Peace St N Alston Av Asphalt 84.78 29 72 311 Y

Durham::E Trinity::13185 Rosetta Dr Peace St Asphalt 485.16 30 34 229 Y

Durham::E Trinity::13189 Rosetta Dr Rosetta Dr Asphalt 102.32 30 35 306 Y

Durham::E Trinity::13192 Avondale Dr Edgar St Asphalt 1435.53 29 86 164 Y

Durham::E Trinity::13194 N Elizabeth St Rosetta Dr Asphalt 448.69 30 45 229 Y

Durham::E Trinity::13215 Shawnee St N Elizabeth St Asphalt 206.74 29 34 256 Y

Durham::E Trinity::13216 N Roxboro St Shawnee St Asphalt 240.87 28 52 229 Y

Durham::E Trinity::13217 N Mangum St N Roxboro St Asphalt 491.20 28 39 351 Y

Durham::E Trinity::18570 E Trinity Ave Avondale Dr Asphalt 383.94 18 26 324 Y

Durham::E Trinity::19370 N Alston Ave Avondale Dr Asphalt 208.76 26 53 279 Y

Durham::E Umstead::14534 Dawkins St Fayetteville St Asphalt 129.24 31 77 219 Y

Durham::E Umstead::14536 Fayetteville St Merrick St Asphalt 399.23 30 63 299 Y

Durham::E Umstead::14537 Merrick St Grant St Asphalt 1053.08 29 81 251 Y

Durham::E Umstead::14542 E Enterprise St Dawkins St Asphalt 437.47 22 87 319 Y

Durham::E Umstead::14545 Sawyer St E Enterprise St Asphalt 137.44 23 94 254 Y

Durham::E Umstead::14546 Sawyer St Sawyer St Asphalt 28.20 23 96 352 Y

Durham::E Umstead::14548 Cul‐De‐Sac Sawyer St Asphalt 294.94 23 95 236 Y

Durham::E Umstead::14558 Scout Dr S Roxboro St Asphalt 536.82 28 88 217 Y

Durham::E Umstead::19290 Dawkins St Fayetteville St Asphalt 122.76 23 88 229 Y

Durham::E Weaver S::15308 E Alton St Wayne Cr Asphalt 448.16 29 90 177 Y

Durham::E Weaver S::15333 Wayne Cr E Pilot St Asphalt 391.41 30 86 354 Y

Durham::E Weaver S::15381 E Pilot St Jesmond St Asphalt 736.02 30 35 378 Y

Durham::E Weaver S::15511 Jesmond St E Cornwallis Rd Asphalt 1997.40 30 71 210 Y

Durham::E Weaver S::18007 Otis St E Alton St Asphalt 690.36 30 80 215 Y

Durham::E Woodcrof::19032 Fayetteville St Lakeshore Dr Asphalt 478.79 42 35 274 Y

Durham::E Woodcrof::19098 Lakeshore Dr Mahone St Asphalt 913.26 30 51 165 Y

Durham::E Woodcrof::19099 Mahone St Lake Village Dr Asphalt 39.88 30 58 187 Y

Durham::E Woodcrof::19116 Pinestraw Wy Barbee Rd Asphalt 632.43 40 66 204 Y

Durham::E Woodcrof::19120 Lake Village Dr Lydias Wy Asphalt 446.89 30 34 187 Y

Durham::E Woodcrof::19126 Barbee Rd Pebble Creek Xing Asphalt 459.99 40 100 131 Y

Durham::E Woodcrof::19130 Lydias Wy Woodlake Dr Asphalt 318.24 30 46 170 Y

Durham::E Woodcrof::19135 Crimson Creek Dr Carpenter Fletcher Rd Asphalt 468.26 40 100 113 Y

Durham::E Woodcrof::19136 Copper Creek Dr Crimson Creek Dr Asphalt 628.28 40 100 112 Y

Durham::E Woodcrof::19137 Pebble Creek Cn Auburn Village Dr Asphalt 458.72 26 100 135 Y

Durham::E Woodcrof::19139 Auburn Village Dr Copper Creek Dr Asphalt 593.06 26 99 166 Y

Durham::E Woodcrof::19140 Woodlake Dr Pinestraw Wy Asphalt 2169.80 30 51 210 Y

Durham::E Woodcrof::19233 Fayetteville St Lakeshore Dr Asphalt 245.45 58 34 317 Y

Durham::E Woodcrof::19234 Fayetteville St Lakeshore Dr Asphalt 185.40 22 29 275 Y

Durham::E Woodcrof::19236 Lakeshore Dr Mahone St Asphalt 198.33 40 43 303 Y

Durham::E Woodcrof::19237 Pebble Creek Cn Auburn Village Dr Asphalt 195.78 40 100 132 Y

Durham::E Woodcrof::19238 Pebble Creek Cn Auburn Village Dr Asphalt 248.92 40 100 152 Y

Durham::E Woodcrof::19239 Auburn Village Dr Copper Creek Dr Asphalt 238.55 40 100 143 Y

Durham::E Woodcrof::19240 Crimson Creek Dr Carpenter Fletcher Rd Asphalt 551.70 42 100 118 Y

Durham::E Woodcrof::19241 Crimson Creek Dr Carpenter Fletcher Rd Asphalt 257.24 26 100 129 Y

Durham::E Woodridg::15087 University Dr Stuart Dr Asphalt 417.72 24 64 336 Y

Durham::E Woodridg::15126 Stuart Dr Augusta Dr Asphalt 413.65 25 85 292 Y

Durham::E Woodridg::15143 Augusta Dr E Shoreham St Asphalt 327.58 32 48 231 Y

Durham::Eagle Lodg::17990 Cul‐De‐Sac Hemlock Hill Dr Asphalt 174.03 18 95 491 Y

Durham::Eagle Lodg::17991 Hemlock Hill Dr Zumwalt Ct Asphalt 584.87 22 92 170 Y

Durham::Eagle Lodg::17992 Zumwalt Ct Live Oak Cir Asphalt 293.32 22 93 165 Y

Durham::Eagle Ridg::16307 Falcon Nest Ct Cul De Sac Asphalt 194.95 24 94 341 Y

Durham::Eagle Ridg::16326 S Roxboro St Falcon Nest Ct Asphalt 288.21 23 51 224 Y

Durham::Eagle View::16709 Morrell Ln Crichton Ln Asphalt 440.17 29 90 207 Y

Durham::Eagle View::16710 Crichton Ln Somerdale Dr Asphalt 313.68 28 26 424 Y

Durham::Eagle View::16711 Somerdale Dr Chatsworth Wy Asphalt 296.03 28 27 344 Y

Durham::Eagle View::16714 Chatsworth Wy Crenshaw Ln Asphalt 363.15 28 39 428 Y

Durham::Eagle View::16716 Crenshaw Ln Mackenzie Ct Asphalt 303.19 29 34 379 Y

Durham::Eagle View::16717 Mackenzie Ct Nc 751 Hwy Asphalt 222.99 29 34 563 Y

Durham::Eagle View::17131 Hwy 751 Sundance Cr Asphalt 223.48 22 75 711 Y

Durham::Eagle View::17132 Sundance Cr Sundance Cr Asphalt 613.54 21 62 325 Y

Durham::Eagle View::17133 Sundance Cr Cul‐De‐Sac Asphalt 144.88 25 82 304 Y

Durham::Easley St::11869 Regis Av Freemont Rd Asphalt 846.38 20 61 365 Y

Durham::Easley St::11889 Newquay St Sparger Rd Asphalt 463.85 18 27 254 Y

Durham::Easley St::11893 Sparger Rd Oberlin Dr Asphalt 695.79 17 34 308 Y

Durham::East End A::15016 Rowena Av Angier Av Asphalt 2131.17 30 36 220 Y

Durham::East End A::18201 Dural Rd Eastern Way Asphalt 464.96 21 44 199 Y

Durham::East End A::18202 S Miami Bv Dural Rd Asphalt 694.62 20 46 158 Y

Durham::East End A::19667 Rowena Av Angier Av Asphalt 524.47 20 41 199 Y

Durham::East Hudso::12422 N Duke St Cul‐De‐Sac Asphalt 451.00 29 53 371 Y

Durham::East Hudso::12424 Woodview Dr N Duke St Asphalt 404.52 27 88 267 Y

Durham::East Hudso::12427 Ruffin St Woodview Dr Asphalt 436.13 28 91 235 Y

Durham::East Oak D::11725 Hawthorne Dr Fleming Dr Asphalt 656.62 27 78 276 Y

Durham::East Oak D::11745 Meadowbrook Av Hawthorne Dr Asphalt 427.61 20 56 328 Y
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Durham::East Oak D::11807 Cole Mill Rd Meadowbrook Av Asphalt 1039.38 24 64 277 Y

Durham::East Oak D::11849 Coles Pond Dr Cole Mill Rd Asphalt 160.17 36 77 186 Y

Durham::East Oak D::11903 Webster Ct Coles Pond Dr Asphalt 614.59 28 22 260 Y

Durham::East Oak D::11940 Leathers Ct Webster Ct Asphalt 468.84 29 44 348 Y

Durham::East Oak D::11967 Cul De Sac Leathers Ct Asphalt 168.24 30 22 376 Y

Durham::East Oak D::19403 Coles Pond Dr Cole Mill Rd Asphalt 111.78 34 92 534 Y

Durham::East Oak D::19404 Coles Pond Dr Cole Mill Rd Asphalt 120.51 28 57 235 Y

Durham::East Point::11037 Woodhall Ln Cul‐De‐Sac Asphalt 468.65 28 44 542 Y

Durham::East Point::11041 Vintage Hill Pkwy East Pointe Dr Asphalt 393.93 32 41 316 Y

Durham::East Point::19495 Vintage Hill Pkwy East Pointe Dr Asphalt 127.53 28 48 192 Y

Durham::Eastcrest::18241 South Bend Dr Cul‐De‐Sac Asphalt 144.01 22 80 334 Y

Durham::Eastis Dr::14258 Welcome Cr Evans St Asphalt 693.07 18 86 425 Y

Durham::Eastview S::13190 E Geer St Fay St Asphalt 767.87 30 60 185 Y

Durham::Eastway Av::14101 Taylor St Liberty St Asphalt 1222.09 27 74 289 Y

Durham::Eastway Av::18075 N Plum St Mcneil Ln Asphalt 251.82 23 91 378 Y

Durham::Eastway Av::18078 Mcneil Ln Taylor St Asphalt 307.64 23 93 363 Y

Durham::Eastway Av::18133 Morning Glory Ave N Plum St Asphalt 131.72 23 79 450 Y

Durham::Eastway Av::19349 Morning Glory Ave N Plum St Asphalt 131.47 22 89 361 Y

Durham::Eastwind P::16665 Ridgefield Dr Cul De Sac Asphalt 479.22 23 93 236 Y

Durham::Eastwood D::16092 S Alston Av C View St Asphalt 649.25 28 49 262 Y

Durham::Eastwood D::16093 C View St So Hi Dr Asphalt 2514.60 29 40 240 Y

Durham::Ebon Rd::18859 Fayetteville St Wayne St Asphalt 1988.59 26 55 364 Y

Durham::Ebon Rd::18862 Wayne St Barbee Rd Asphalt 477.46 26 80 319 Y

Durham::Echo Rd::14498 Bivins St High St Asphalt 569.07 30 85 241 Y

Durham::Ed Cook Rd::15697 Ellis Rd Edgerton Dr Asphalt 599.94 20 100 122 Y

Durham::Ed Cook Rd::15748 Edgerton Dr Leonard Dr Asphalt 537.64 21 97 120 Y

Durham::Ed Cook Rd::15829 Leonard Dr Hickory Nut Dr Asphalt 947.24 21 96 121 Y

Durham::Ed Cook Rd::15859 Hickory Nut Dr Rustich Dr Asphalt 399.04 40 100 159 Y

Durham::Ed Cook Rd::15967 Rustica Dr Pear Tree Ln Asphalt 981.15 21 98 109 Y

Durham::Ed Cook Rd::18329 Pear Tree Ln So Hi Dr Asphalt 310.57 20 95 179 Y

Durham::Ed Cook Rd::19693 Rustica Dr Pear Tree Ln Asphalt 134.22 40 99 173 Y

Durham::Ed Cook Rd::19694 Pear Tree Ln So Hi Dr Asphalt 129.66 39 99 104 Y

Durham::Ed Cook Rd::19695 Pear Tree Ln So Hi Dr Asphalt 170.49 35 98 152 Y

Durham::Ed Cook Rd::19696 Hickory Nut Dr Rustich Dr Asphalt 157.67 26 97 205 Y

Durham::Ed Cook Rd::19697 Leonard Dr Hickory Nut Dr Asphalt 408.86 33 97 185 Y

Durham::Edenberry::16013 Nightfall Ct S Roxboro St Asphalt 228.45 28 50 582 Y

Durham::Edenberry::16015 Dolwick Dr Nightfall Ct Asphalt 557.82 30 26 494 Y

Durham::Edenton Ln::16220 Woodberry Rd New Bern Pl Asphalt 879.07 18 43 192 Y

Durham::Edgemont L::14209 Dale St Edgemont Ln Asphalt 131.33 23 55 626 Y

Durham::Edgemont L::19346 Dale St Edgemont Ln Asphalt 112.54 51 77 662 Y

Durham::Edgerton D::15698 End Of Street Ed Cook Rd Asphalt 995.14 24 90 284 Y

Durham::Edgestone::16692 Glen Forrest Dr Cul De Sac Asphalt 210.33 29 41 323 Y

Durham::Edgevale R::12806 Englewood Av End Of Street Asphalt 381.75 22 30 132 Y

Durham::Edgevale R::12846 Everett Pl Englewood Av Asphalt 326.38 30 95 264 Y

Durham::Edgevale R::12892 W Knox St Everett Pl Asphalt 323.31 30 93 362 Y

Durham::Edgevale R::13021 W Markham Av Green St Asphalt 299.61 24 92 380 Y

Durham::Edgewater::12584 Berkeley St Sedgefield St Asphalt 360.11 26 62 442 Y

Durham::Edgewater::12585 Dead End Berkeley St Asphalt 163.85 26 64 249 Y

Durham::Edith St::12791 Dead End Englewood Av Asphalt 169.37 20 91 225 Y

Durham::Edith St::12937 Green St W Knox St Asphalt 657.59 28 91 237 Y

Durham::Edith St::19422 Dead End Englewood Av Asphalt 111.80 30 82 646 Y

Durham::Edith St::19426 Green St W Knox St Asphalt 130.23 28 92 270 Y

Durham::Edmund St::12973 Trent Dr Hicks St Asphalt 690.18 31 82 213 Y

Durham::Education::17273 Cul‐De‐Sac Professor Pl Asphalt 196.52 19 54 320 Y

Durham::Education::17277 Professor Pl Chancellors Ridge Dr Asphalt 499.02 22 53 289 Y

Durham::Edward St::13220 N Alston Av Avondale Dr Asphalt 462.69 28 34 410 Y

Durham::Edward St::13238 Rosetta Dr N Alston Av Asphalt 698.29 29 81 242 Y

Durham::Edward St::13242 N Elizabeth St Rosetta Dr Asphalt 630.98 28 66 356 Y

Durham::Edward St::13244 N Roxboro St N Elizabeth St Asphalt 576.12 30 83 325 Y

Durham::Edwin Ave::12370 End Of Street Sovereign St Asphalt 716.77 23 63 266 Y

Durham::El Paso Av::18656 Plano Dr Cul‐De‐Sac Asphalt 796.34 22 95 167 Y

Durham::El Paso Av::18658 Cul‐De‐Sac Plano Dr Asphalt 129.39 21 90 207 Y

Durham::Elaine Cir::13727 Independence Ave Cul‐De‐Sac Asphalt 479.92 27 40 356 Y

Durham::Elam Ct::14956 Lindenshire Dr Cul De Sac Asphalt 200.56 19 81 585 Y

Durham::Elba St::13076 Elf St Fulton St Asphalt 372.16 46 67 343 Y

Durham::Elba St::13077 Trent Dr Ramp Asphalt 149.25 45 37 275 Y

Durham::Elba St::13078 Elba St Elf St Asphalt 484.45 47 57 176 Y

Durham::Elba St::19536 Trent Dr Ramp Asphalt 129.53 52 58 270 Y

Durham::Elcombe Ct::18022 Cul‐De‐Sac Oxfordshire Ln Asphalt 289.95 20 59 272 Y

Durham::Elder St::13031 Elf St Fulton St Asphalt 370.47 28 60 286 Y

Durham::Elf St::13030 Pratt St Elder St Asphalt 225.10 28 40 492 Y

Durham::Elf St::13075 Elder St Elba St Asphalt 278.64 27 34 420 Y

Durham::Elgin St::12268 W Murray Av W Delafield Av Asphalt 406.85 30 84 223 Y

Durham::Elgin St::12330 W Maynard Av W Murray Av Asphalt 812.50 29 77 262 Y

Durham::Elgin St::12382 Gresham Av W Maynard Av Asphalt 449.09 29 77 259 Y

Durham::Elgin St::12412 Greenwood Dr Gresham Av Asphalt 289.75 28 83 259 Y

Durham::Elgin St::12442 W Lavender Av Greenwood Dr Asphalt 302.34 30 82 277 Y

Durham::Elgin St::12485 Acadia St W Lavender Av Asphalt 395.50 28 62 371 Y

Durham::Elk Ridge::11479 Broomsedge Wy Wilderness Rd Asphalt 355.03 22 41 301 Y

Durham::Elk Ridge::11481 Wilderness Rd Mellwood Dr Asphalt 471.76 24 93 241 Y

Durham::Elk River::17305 Laurel Meadows Dr River Rock Dr Asphalt 435.75 25 88 231 Y

Durham::Elk River::17306 Cul‐De‐Sac Laurel Meadows Dr Asphalt 197.34 18 54 319 Y

Durham::Ellen St::11963 Guess Rd Alabama Av Asphalt 910.58 28 86 213 Y

Durham::Ellington::17262 Heidelberg St Rochester St Asphalt 366.66 24 41 493 Y

Durham::Ellington::17664 Heidelberg St Rochester St Asphalt 587.25 24 89 201 Y

Durham::Elliott St::13592 Cleveland St N Roxboro St Asphalt 383.55 40 64 332 Y
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Durham::Elliott St::13632 N Roxboro St N Queen St Asphalt 348.83 29 77 256 Y

Durham::Ellisfield::12459 Bishopstone Dr Burwell Ct Asphalt 258.52 31 43 312 Y

Durham::Ellisfield::12461 Cul De Sac Bishopstone Dr Asphalt 380.39 29 76 313 Y

Durham::Ellisfield::12472 Burwell Ct Radley Pl Asphalt 253.77 30 88 289 Y

Durham::Ellisfield::12503 Ellisfield Dr Cul‐De‐Sac Asphalt 279.59 26 88 268 Y

Durham::Ellisfield::19467 Cul De Sac Bishopstone Dr Asphalt 220.27 26 86 489 Y

Durham::Elm Tree C::18048 Magnolia Tree Ln Cul‐De‐Sac Asphalt 309.56 21 93 383 Y

Durham::Elmira Ave::15483 Fayetteville St Dakota St Asphalt 1170.80 36 64 215 Y

Durham::Elmira Ave::15535 Dakota St Hemlock Av Asphalt 750.32 22 46 219 Y

Durham::Elmira Ave::15561 Hemlock Av Curtis St Asphalt 332.58 31 88 195 Y

Durham::Elmira Ave::15581 Curtis St Gaston Av Asphalt 343.14 31 89 216 Y

Durham::Elmira Ave::15619 Gaston Av Medina St Asphalt 1002.76 31 74 252 Y

Durham::Elmira Ave::15648 Medina St Cana St Asphalt 546.57 30 27 269 Y

Durham::Elmira Ave::15681 Cana St Cul De Sac Asphalt 896.69 30 90 178 Y

Durham::Elmira Ave::19252 Dakota St Hemlock Av Asphalt 492.05 34 80 206 Y

Durham::Elmo St::13430 End Of Street N Hyde Park Ave Asphalt 348.92 24 88 269 Y

Durham::Elmridge C::16110 Bridgewood Dr Cul‐De‐Sac Asphalt 199.46 24 32 562 Y

Durham::Elmset Ln::16980 Newhall Rd Shamrock Rd Asphalt 761.85 31 89 193 Y

Durham::Elmsford S::18422 Willowcrest Rd Delmar Dr Asphalt 105.81 21 94 264 Y

Durham::Elmsford S::18704 Willowcrest Rd Delmar Dr Asphalt 992.47 21 94 172 Y

Durham::Elmsford S::18823 Willowcrest Rd Delmar Dr Asphalt 129.43 20 93 287 Y

Durham::Elmstead P::16628 Falconbridge Rd Cul De Sac Asphalt 208.82 30 90 355 Y

Durham::Elmwood Av::14165 Jersey Av Shelton Av Asphalt 350.04 28 92 269 Y

Durham::Elmwood Av::14204 Shelton Av Norwood Av Asphalt 643.20 32 48 256 Y

Durham::Elmwood Av::14224 Norwood Av Anderson St Asphalt 373.05 30 54 191 Y

Durham::Ember Dr::17883 Sherron Rd Dawson Ct Asphalt 366.32 29 59 260 Y

Durham::Ember Dr::17886 Dawson Ct Buckhead Ct Asphalt 229.84 30 90 226 Y

Durham::Ember Dr::17889 Buckhead Ct Gilman St Asphalt 349.12 29 92 198 Y

Durham::Ember Dr::17891 Gilman St 836 Ember Dr Asphalt 811.42 28 84 202 Y

Durham::Ember Dr::18490 Gilman St 836 Ember Dr Asphalt 95.47 28 74 233 Y

Durham::Ember Dr::18627 836 Ember Dr Gilman St Asphalt 701.14 28 94 111 Y

Durham::Emerald Ci::16824 Euclid Rd Euclid Rd Asphalt 1694.47 24 51 261 Y

Durham::Emerson Pl::15566 Crowell St Chicago St Asphalt 780.42 29 76 216 Y

Durham::Emily St::12081 Piper St Cul De Sac Asphalt 194.15 24 55 414 Y

Durham::Emily St::12104 Belvin Av Piper St Asphalt 363.71 22 68 269 Y

Durham::Enfield Dr::18562 Pear Tree Ln Dead End Asphalt 120.74 30 94 202 Y

Durham::Englert Dr::16806 Prospectus Dr S Alston Av Asphalt 843.63 24 46 221 Y

Durham::Englert Dr::19823 Prospectus Dr S Alston Av Asphalt 146.93 34 63 386 Y

Durham::Englewood::12732 Golf St Georgia Av Asphalt 481.76 30 95 308 Y

Durham::Englewood::12733 Georgia Av Dead End Asphalt 363.96 29 90 363 Y

Durham::Englewood::12735 Alabama Av Golf St Asphalt 340.67 30 90 544 Y

Durham::Englewood::12737 Virginia Av Alabama Av Asphalt 606.22 30 75 299 Y

Durham::Englewood::12740 Oakland Av Virginia Av Asphalt 262.37 30 82 199 Y

Durham::Englewood::12743 Rosehill Av Oakland Av Asphalt 352.42 30 86 291 Y

Durham::Englewood::12744 Hale St Rosehill Av Asphalt 347.03 29 87 274 Y

Durham::Englewood::12746 Carolina Av Hale St Asphalt 332.03 29 87 636 Y

Durham::Englewood::12749 Virgie St Carolina Av Asphalt 346.53 29 89 399 Y

Durham::Englewood::12750 Edith St Virgie St Asphalt 347.43 30 84 354 Y

Durham::Englewood::12752 Ninth St Edith St Asphalt 337.56 30 90 258 Y

Durham::Englewood::12758 Woodland Dr N Duke St Asphalt 373.24 28 87 468 Y

Durham::Englewood::12760 Iredell St Ninth St Asphalt 357.60 31 85 286 Y

Durham::Englewood::12763 Ruffin St Woodland Dr Asphalt 384.92 28 95 219 Y

Durham::Englewood::12764 Broad St Iredell St Asphalt 358.00 28 34 441 Y

Durham::Englewood::12766 Clarendon St Broad St Asphalt 361.99 28 57 524 Y

Durham::Englewood::12769 Sedgefield St Clarendon St Asphalt 358.37 31 93 188 Y

Durham::Englewood::12773 Berkeley St Sedgefield St Asphalt 357.70 31 91 214 Y

Durham::Englewood::12775 Onslow St Berkeley St Asphalt 358.59 30 93 204 Y

Durham::Englewood::12777 Lancaster St Onslow St Asphalt 364.20 32 84 365 Y

Durham::Englewood::12779 N Buchanan Blvd Lancaster St Asphalt 354.90 31 95 300 Y

Durham::Englewood::12782 Watts St N Buchanan Bv Asphalt 354.15 31 73 282 Y

Durham::Englewood::12784 Dollar Av Watts St Asphalt 357.79 29 65 412 Y

Durham::Englewood::12788 N Gregson St Dollar Av Asphalt 382.31 27 85 211 Y

Durham::Englewood::12793 Norton St N Gregson St Asphalt 383.58 28 49 703 Y

Durham::Englewood::12799 N Duke St Norton St Asphalt 432.18 28 71 400 Y

Durham::Englewood::12804 Tyler Ct Ruffin St Asphalt 298.32 25 91 715 Y

Durham::Englewood::12807 Edgevale Rd Washington St Asphalt 508.90 27 68 385 Y

Durham::Englewood::12809 Glendale Av Edgevale Rd Asphalt 367.04 29 70 245 Y

Durham::Englewood::12811 Acadia St Glendale Av Asphalt 460.17 27 93 140 Y

Durham::Englewood::19406 Ninth St Edith St Asphalt 93.03 43 81 448 Y

Durham::English Iv::18168 Ashburn Ln Holly Blossom Dr Asphalt 601.23 24 100 190 Y

Durham::English Iv::18405 Holly Blossom Dr Cul‐De‐Sac Asphalt 223.33 20 100 285 Y

Durham::English Pl::18777 Old Castle Dr Princess Pl Asphalt 415.41 22 95 318 Y

Durham::Enzo Ct::17181 Cul‐De‐Sac Regency Dr Asphalt 142.01 24 20 283 Y

Durham::Epping Ct::14444 Bermuda Green Dr Cul‐De‐Sac Asphalt 492.43 24 57 362 Y

Durham::Erie St::14825 S Roxboro St South St Asphalt 471.93 30 75 256 Y

Durham::Ernest Pl::15494 Pomona Dr Cul‐De‐Sac Asphalt 103.42 29 31 331 Y

Durham::Essex Rd::13245 Cheek Rd E Geer St Asphalt 1164.66 29 40 153 Y

Durham::Estelle Ct::13126 Faucette Ave Cul‐De‐Sac Asphalt 331.52 23 90 515 Y

Durham::Estelle Ct::13148 Faucette Av Cul‐De‐Sac Asphalt 106.00 24 76 646 Y

Durham::Esterbrook::13410 Pebblestone Dr Cul De Sac Asphalt 190.04 20 46 397 Y

Durham::Estes St::13685 W Chapel Hill St Jackson St Asphalt 387.49 29 82 363 Y

Durham::Estes St::13800 Jackson St End Of Street Asphalt 758.30 28 86 270 Y

Durham::Etna St::14968 Hilton Av University Dr Asphalt 317.23 24 28 420 Y

Durham::Eton Rd::15937 Dover Rd Somerset Dr Asphalt 1054.89 29 89 183 Y

Durham::Eton Rd::15941 Somerset Dr Bristol Rd Asphalt 244.21 26 21 381 Y

Durham::Eton Rd::15951 Bristol Rd Plymouth Rd Asphalt 245.66 28 37 425 Y
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Durham::Eton Rd::19776 Bristol Rd Plymouth Rd Asphalt 231.49 22 59 373 Y

Durham::Eubanks Rd::15546 Swansea St Old Chapel Hill Rd Asphalt 428.41 16 52 300 Y

Durham::Eubanks Rd::15550 Eubanks Rd (Unopened) Swansea St Asphalt 327.36 16 45 630 Y

Durham::Eubanks Rd::15557 Mossdale Ave Cul‐De‐Sac Asphalt 408.45 22 46 328 Y

Durham::Eubanks Rd::15563 Dixon Rd Lassiter St Asphalt 310.61 29 83 216 Y

Durham::Eubanks Rd::15564 Lassiter St Mossdale Ave Asphalt 317.77 28 73 332 Y

Durham::Euclid Rd::16656 Revere Rd Burbank Cr Asphalt 316.79 25 53 229 Y

Durham::Euclid Rd::16662 Burbank Cr Burbank Cr Asphalt 107.61 22 42 215 Y

Durham::Euclid Rd::16678 Burbank Cr Putnam Ln Asphalt 595.10 26 45 265 Y

Durham::Euclid Rd::16685 Putnam Ln Blanchard Rd Asphalt 405.73 25 69 235 Y

Durham::Euclid Rd::16701 Blanchard Rd Brentwood Rd Asphalt 530.41 26 37 378 Y

Durham::Euclid Rd::16708 Brentwood Rd Custer Cr Asphalt 141.48 24 76 264 Y

Durham::Euclid Rd::16719 Custer Cr Custer Cr Asphalt 160.25 25 75 187 Y

Durham::Euclid Rd::16787 Custer Cr Emerald Cr Asphalt 1064.28 21 81 218 Y

Durham::Euclid Rd::16823 Emerald Cr Emerald Cr Asphalt 594.10 22 51 284 Y

Durham::Euclid Rd::16836 Emerald Cr Clermont Rd Asphalt 307.61 24 60 316 Y

Durham::Eugene St::14754 End Of Street Mathison St Asphalt 512.53 17 90 441 Y

Durham::Eva St::13805 N Hyde Park Av Spruce St Asphalt 564.40 28 90 252 Y

Durham::Eva St::13807 Railroad St N Elm St Asphalt 761.49 24 88 257 Y

Durham::Eva St::13808 N Alston Av Dead End Asphalt 326.17 29 36 484 Y

Durham::Eva St::13809 N Elm St N Alston Av Asphalt 333.73 24 85 268 Y

Durham::Eva St::13816 Spruce St N Driver St Asphalt 537.76 28 81 176 Y

Durham::Evans St::14257 Lanier Pl Eastis Dr Asphalt 1363.37 19 70 257 Y

Durham::Evans St::14294 Eastis Dr W Cornwallis Rd Asphalt 282.67 20 39 478 Y

Durham::Evanshire::16924 Pelham Rd Cul De Sac Asphalt 347.65 27 38 325 Y

Durham::Evanston A::18362 Westgrove Ct Westgrove Ct Asphalt 690.39 22 90 235 Y

Durham::Evanston A::18366 Page Rd Torrey Heights Ln Asphalt 178.48 24 79 800 Y

Durham::Evanston A::18367 Torrey Heights Ln Westgrove Ct Asphalt 238.76 22 83 301 Y

Durham::Evanston A::18368 Westgrove Ct Torrey Heights Ln Asphalt 331.81 21 92 296 Y

Durham::Evanston A::18369 Torrey Heights Ln Tw Alexander Dr Asphalt 296.59 22 91 524 Y

Durham::Evanwald C::13980 Lodestone Dr Cul‐De‐Sac Asphalt 324.75 22 87 423 Y

Durham::Evelyn St::13384 Violet St Dead End Asphalt 103.01 15 39 435 Y

Durham::Evelyn St::19369 Violet St Dead End Asphalt 47.81 11 65 430 Y

Durham::Everett Pl::12843 Washington St Arbor St Asphalt 377.78 28 52 277 Y

Durham::Everett Pl::12847 Edgevale Rd Washington St Asphalt 516.57 30 93 260 Y

Durham::Evergreen::13564 Ivy St N Driver St Asphalt 265.78 31 82 800 Y

Durham::Everwood D::18060 Old Chapel Hill Rd Strolling Way Asphalt 140.92 31 93 259 Y

Durham::Everwood D::19323 Old Chapel Hill Rd Strolling Way Asphalt 134.42 32 90 449 Y

Durham::Excalibur::18472 King Arthur Ct Old Castle Dr Asphalt 752.79 22 95 199 Y

Durham::Excalibur::18778 Old Castle Dr Cul‐De‐Sac Asphalt 185.15 24 95 549 Y

Durham::Excalibur::18786 Court Jester Way King Arthur Ct Asphalt 298.62 23 95 174 Y

Durham::Exchange P::19211 Meridian Pkwy Meridian Pkwy Asphalt 994.82 26 47 205 Y

Durham::Exchange P::19212 Meridian Pw Unnamed Asphalt 793.89 26 68 285 Y

Durham::Exchange P::19213 Meridian Pw Unnamed Asphalt 645.13 26 100 189 Y

Durham::Exeter Way::15849 Dover Rd Surrey Ln Asphalt 795.30 25 79 245 Y

Durham::Exum St::13578 Gattis St Brewster St Asphalt 534.00 27 92 290 Y

Durham::Exum St::13584 S Buchanan Bv Gattis St Concrete 772.02 16 58 173 Y

Durham::F St::12613 Clarendon St Broad St Asphalt 362.48 30 93 281 Y

Durham::F St::12616 Sedgefield St Clarendon St Asphalt 353.47 29 91 393 Y

Durham::Faber St::13388 Powe St Swift Av Asphalt 484.31 22 8 495 Y

Durham::Facade St::15635 End Of Street Timothy Ave Asphalt 333.34 28 76 283 Y

Durham::Faircroft::18419 Glenview Ln Cul‐De‐Sac Asphalt 361.65 21 95 246 Y

Durham::Fairfax Rd::13295 Greenbriar Rd London Cr Asphalt 261.71 27 81 329 Y

Durham::Fairfax Rd::13316 London Cr Robinhood Rd Asphalt 588.45 29 80 323 Y

Durham::Fairfield::11707 N Roxboro St N Duke St Asphalt 782.20 35 88 245 Y

Durham::Fairfield::11710 N Duke St Winston Rd Asphalt 428.94 34 43 392 Y

Durham::Fairfield::11711 Winston Rd Duke Homestead Rd Asphalt 148.55 32 61 497 Y

Durham::Fairfield::18848 Winston Rd Duke Homestead Rd Asphalt 87.43 34 67 233 Y

Durham::Fairfield::18850 Fairfield Rd Duke Homestead Rd Asphalt 316.10 13 42 363 Y

Durham::Fairgreen::12077 Cul De Sac Appleton Pl Asphalt 183.38 38 73 380 Y

Durham::Fairlawn R::11876 Amberwood Dr Newport Dr Asphalt 420.89 18 29 416 Y

Durham::Fairlawn R::11877 Newport Dr Pinewood Dr Asphalt 418.51 16 34 483 Y

Durham::Fairlawn R::11878 Pinewood Dr End Of Street Asphalt 696.26 17 39 487 Y

Durham::Fairlawn R::11958 W Carver St Amberwood Dr Asphalt 1070.79 17 46 407 Y

Durham::Fairmont S::19183 Mallory Ln Mallory Ln Asphalt 1071.99 26 69 253 Y

Durham::Fairmont S::19185 Mallory Ln Richardson Cr Asphalt 254.17 26 87 288 Y

Durham::Fairmont S::19189 Richardson Cr Exchange Pl Asphalt 223.56 26 95 222 Y

Durham::Fairview S::13993 Morehead Av Proctor St Asphalt 440.55 30 69 267 Y

Durham::Fairview S::14095 Proctor St Halley St Asphalt 454.61 30 57 227 Y

Durham::Fairway Ln::17812 Vintage Hill Dr Rocky Point Ln Asphalt 701.81 27 91 163 Y

Durham::Fairway Ln::17813 Rocky Point Ln End Of Cul‐De‐Sac Asphalt 650.31 25 93 168 Y

Durham::Fairwoods::11072 Deerwood Ct Amberglen Ct Asphalt 807.43 28 70 251 Y

Durham::Fairwoods::11075 Vintage Hill Pw Deerwood Ct Asphalt 709.98 24 59 344 Y

Durham::Fairwoods::17853 Amberglen Ct Vintage Hill Pkwy Asphalt 407.72 22 93 176 Y

Durham::Faison Rd::12047 Appleton Pl W Carver St Asphalt 927.40 27 87 273 Y

Durham::Faison Rd::17198 Cole Mill Rd Appleton Pl Asphalt 780.29 28 66 211 Y

Durham::Falcon Nes::16311 Eagle Ridge Ct Cul De Sac Asphalt 111.99 21 64 398 Y

Durham::Falconbrid::16600 W Hw 54 Farmington Dr Asphalt 978.56 31 45 229 Y

Durham::Falconbrid::16604 Farmington Dr Willowspring Pl Asphalt 316.89 30 44 248 Y

Durham::Falconbrid::16606 Willowspring Pl Silver Birch Ct Asphalt 242.50 30 88 269 Y

Durham::Falconbrid::16610 Silver Birch Ct Foxhall Pl Asphalt 302.62 30 63 279 Y

Durham::Falconbrid::16614 Foxhall Pl Dunbrook Dr Asphalt 172.66 30 48 369 Y

Durham::Falconbrid::16627 Elmstead Pl Huntingridge Rd Asphalt 647.40 28 72 206 Y

Durham::Falconbrid::16633 Dunbrook Dr Shallowford Ln Asphalt 567.07 30 65 300 Y

Durham::Falconbrid::16644 Burnwood Pl Elmstead Pl Asphalt 402.89 27 35 199 Y

Durham::Falconbrid::16652 Shallowford Ln Huntingridge Rd Asphalt 635.08 31 77 243 Y
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Durham::Falconbrid::16664 Huntingridge Rd Burnwood Pl Asphalt 1470.46 28 48 177 Y

Durham::Fall Cir::19000 Lakeshore Dr Cul‐De‐Sac Asphalt 141.94 18 69 386 Y

Durham::Fallen Oak::16522 Highgate Dr Cul‐De‐Sac Asphalt 166.71 28 90 308 Y

Durham::Fallenwood::16144 Homestead Ct Branchview Dr Asphalt 249.51 32 60 254 Y

Durham::Fallenwood::16162 Kilbreth Av Homestead Ct Asphalt 269.34 30 65 306 Y

Durham::Fallenwood::16179 Nantahala Dr Kilbreth Av Asphalt 714.03 30 46 427 Y

Durham::Falling St::17860 Falling Star Way Cardinal Lake Dr Asphalt 365.19 23 81 247 Y

Durham::Falling St::18391 Golden Eagle Dr Falling Star Way Asphalt 108.75 21 91 324 Y

Durham::Falling Wa::16544 Westridge Dr Shepard Springs Ct Asphalt 223.26 25 94 306 Y

Durham::Falling Wa::16547 Shepard Springs Ct Falling Water Dr Asphalt 290.06 24 82 235 Y

Durham::Falling Wa::16550 Silverton Ct Cul‐De‐Sac Asphalt 315.71 26 92 173 Y

Durham::Fallsworth::14054 Annandale Rd Glenwood Dr Asphalt 348.06 24 76 236 Y

Durham::Falmouth C::17399 Bearkling Pl Cul‐De‐Sac Asphalt 345.79 27 86 244 Y

Durham::Falmouth C::19257 Bearkling Pl Cul‐De‐Sac Asphalt 108.81 54 66 468 Y

Durham::Fanning Wa::17358 New Bedford Ct Lillington Dr Asphalt 316.04 30 57 260 Y

Durham::Fanning Wa::17359 Danube Ln New Bedford Ct Asphalt 271.92 28 27 329 Y

Durham::Fanning Wa::17360 Saratoga Dr Cul‐De‐Sac Asphalt 472.64 23 80 252 Y

Durham::Fanning Wa::17625 Lillington Dr Saratoga Dr Asphalt 615.76 29 83 323 Y

Durham::Fargo St::14409 Hillside Av W Piedmont Av Asphalt 940.85 25 34 391 Y

Durham::Fargo St::14459 W Piedmont Av W Enterprise St Asphalt 263.52 25 67 497 Y

Durham::Fargo St::14576 W Enterprise St W Umstead St Asphalt 597.55 24 84 211 Y

Durham::Fargo St::14770 W Umstead St Apex St Asphalt 961.62 24 83 215 Y

Durham::Farintosh::18549 Dead End Rosedale Creek Dr Asphalt 174.38 34 92 361 Y

Durham::Farintosh::18552 Rosedale Creek Dr Gaston Manor Dr Asphalt 309.84 33 95 162 Y

Durham::Farintosh::18553 Gaston Manor Dr Manning Way Asphalt 329.29 29 95 238 Y

Durham::Farintosh::18794 Manning Way Cul‐De‐Sac Asphalt 57.01 28 95 310 Y

Durham::Farm Gate::12232 Clover Pl Cole Mill Rd Asphalt 990.02 38 94 245 Y

Durham::Farm Gate::12278 Medford Rd Clover Pl Asphalt 362.73 29 84 154 Y

Durham::Farm Gate::19745 Clover Pl Cole Mill Rd Asphalt 489.40 30 92 212 Y

Durham::Farm Gate::19747 Clover Pl Cole Mill Rd Asphalt 158.50 36 74 235 Y

Durham::Farm House::17758 Hayride Pl Cul‐De‐Sac Asphalt 506.21 21 77 274 Y

Durham::Farm House::17802 Ganyard Farm Way Harvest Oaks Ln Asphalt 169.28 22 85 322 Y

Durham::Farm House::17803 Harvest Oaks Ln Hayride Pl Asphalt 185.36 21 79 303 Y

Durham::Farmington::16596 Farrington Rd Bloomsbury Ct Asphalt 226.06 29 72 552 Y

Durham::Farmington::16597 Bloomsbury Ct Bloomsbury Ct Asphalt 255.47 29 75 151 Y

Durham::Farmington::16599 Bloomsbury Ct Falconbridge Rd Asphalt 237.26 31 77 147 Y

Durham::Farthing S::12218 W Delafield Av W Channing Av Asphalt 435.99 32 72 251 Y

Durham::Farthing S::12291 E Edgewood Dr E Murray Av Asphalt 493.11 28 82 221 Y

Durham::Farthing S::12322 E Maynard Av E Edgewood Dr Asphalt 409.47 30 72 214 Y

Durham::Farthing S::12377 Gresham Av E Maynard Av Asphalt 449.32 26 42 489 Y

Durham::Farthing S::12388 Hammond St Gresham Av Asphalt 179.24 28 50 508 Y

Durham::Farthing S::12436 W Lavender Av Hammond St Asphalt 454.89 26 42 430 Y

Durham::Farthing S::12510 W Ellerbee St W Lavender Av Asphalt 680.80 28 71 256 Y

Durham::Farthing S::12576 W Club Bv W Ellerbee St Asphalt 689.65 28 73 332 Y

Durham::Farthing S::12632 Davidson Av W Club Bv Asphalt 427.54 26 46 350 Y

Durham::Farthing S::12667 St Paul St Davidson Av Asphalt 398.96 28 81 281 Y

Durham::Farthing S::12717 Higbee St St Paul St Asphalt 402.19 30 83 141 Y

Durham::Fashion Pl::11721 Hitchcock Dr Cul De Sac Asphalt 448.68 23 93 229 Y

Durham::Faucette A::12993 Milan St Logan St Asphalt 463.02 25 80 262 Y

Durham::Faucette A::13009 Cynthia Dr Milan St Asphalt 940.76 28 84 218 Y

Durham::Faucette A::13011 E Geer St Midland Te Asphalt 1815.95 19 80 275 Y

Durham::Faucette A::13013 Midland Te Amberley Dr Asphalt 468.38 24 67 305 Y

Durham::Faucette A::13072 Willis Ct Cynthia Dr Asphalt 385.45 28 37 266 Y

Durham::Faucette A::13108 Mattie Ct Willis Ct Asphalt 347.44 28 61 340 Y

Durham::Faucette A::13127 Clifford Dr Estelle Ct Asphalt 356.00 25 67 255 Y

Durham::Faucette A::17110 Midland Te Ex Mattie Ct Asphalt 260.38 30 48 241 Y

Durham::Faucette A::17111 Estelle Ct Midland Te Ex Asphalt 545.32 22 93 206 Y

Durham::Fawn Ave::12135 Guess Rd Omah St Asphalt 484.27 18 41 457 Y

Durham::Fawn Ave::12138 Omah St Alabama Av Asphalt 358.68 19 67 527 Y

Durham::Fawn Ave::12141 Alabama Av Dartmouth Dr Asphalt 490.66 17 47 381 Y

Durham::Fawn Ave::12143 Dartmouth Dr Hillandale Rd Asphalt 516.06 18 61 344 Y

Durham::Fawn Ave::19742 Guess Rd Omah St Asphalt 110.85 31 94 291 Y

Durham::Fay St::13134 Eastview St Tobacco Rd Asphalt 647.42 22 39 344 Y

Durham::Fay St::13411 Violet St Bender St Asphalt 1029.45 31 76 232 Y

Durham::Fay St::13484 Juniper St Violet St Asphalt 580.76 29 85 309 Y

Durham::Fay St::17319 Cheek Rd Eastview St Asphalt 1105.95 38 73 199 Y

Durham::Fay St::19371 Eastview St Tobacco Rd Asphalt 189.16 29 35 461 Y

Durham::Fay St::19372 Eastview St Tobacco Rd Asphalt 73.78 36 21 340 Y

Durham::Fay St::19373 Eastview St Tobacco Rd Asphalt 196.27 38 65 299 Y

Durham::Feldspar W::14254 Lodestone Dr Sapphire Dr Asphalt 1593.74 28 87 324 Y

Durham::Felicia St::17494 Felicia St Weeping Willow Dr Asphalt 535.81 22 84 174 Y

Durham::Felicia St::17495 Weeping Willow Dr Uc Asphalt 81.06 22 47 585 Y

Durham::Fenton Pl::16832 Winslow Pl Cul‐De‐Sac Asphalt 356.29 26 93 278 Y

Durham::Fentress C::16809 Mccormick Rd Cul De Sac Asphalt 104.27 30 57 800 Y

Durham::Fenwick Pk::18112 Rockywalk Ct N/A Asphalt 154.69 28 90 157 Y

Durham::Fenwick Pk::18113 Herndon Rd Valleymede Dr Asphalt 205.57 29 78 642 Y

Durham::Fenwick Pk::18114 Valleymede Dr Rockywalk Ct Asphalt 445.18 28 84 230 Y

Durham::Fenwick Pk::18191 Lyon Farm Dr Gathering Pl Asphalt 362.55 29 87 160 Y

Durham::Fenwick Pk::18442 Lyon Farm Dr Fairfield Phase 2A Asphalt 181.58 28 80 220 Y

Durham::Fern St::13650 Calvin St Chester St Asphalt 309.25 29 42 410 Y

Durham::Fern St::13652 Chester St N Hyde Park Av Asphalt 306.76 30 93 277 Y

Durham::Fern St::13654 N Hyde Park Av Spruce St Asphalt 498.64 29 89 261 Y

Durham::Fern St::13659 Spruce St N Driver St Asphalt 608.14 29 93 184 Y

Durham::Fernando S::13889 Ross Rd Independence Av Asphalt 1447.60 28 32 333 Y

Durham::Ferncrest::11809 Cascade Ln Cul‐De‐Sac Asphalt 846.06 30 83 176 Y

Durham::Ferncrest::11854 Duke Homestead Rd Cascade Ln Asphalt 621.93 29 35 367 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Fernway Av::13390 Fuller St N Duke St Asphalt 328.71 27 100 474 Y

Durham::Fernway Av::13429 Liggett St Fuller St Asphalt 532.11 30 100 271 Y

Durham::Fernway Av::13432 Morris St Liggett St Asphalt 245.33 30 63 800 Y

Durham::Fernway Av::19441 Fuller St N Duke St Asphalt 87.90 16 99 532 Y

Durham::Ferrand Rd::11816 Regis Ave Bracada Dr Asphalt 441.09 21 91 125 Y

Durham::Ferrand Rd::11867 Cohnwood Dr Regis Ave Asphalt 480.42 22 91 275 Y

Durham::Ferrand Rd::11943 Rocky Springs Rd Cohnwood Dr Asphalt 756.88 30 45 345 Y

Durham::Ferriday D::19112 Lake Elton Rd Loyal Av Asphalt 476.06 20 84 160 Y

Durham::Ferris Rd::11688 Newby Dr Cul‐De‐Sac Asphalt 477.67 29 55 160 Y

Durham::Ferris Rd::11698 Duke Homestead Rd Newby Dr Asphalt 308.52 30 85 242 Y

Durham::Few Cir::17780 Kilgo Dr Keohane Dr Asphalt 296.78 28 93 222 Y

Durham::Few Cir::17781 Keohane Dr Deeds Dr Asphalt 412.11 28 95 222 Y

Durham::Few Cir::17782 Deeds Dr Kilgo Dr Asphalt 430.00 28 94 221 Y

Durham::Ficklin Ct::11094 Cul De Sac Briana Dr Asphalt 97.26 19 48 515 Y

Durham::Fidelity D::13499 Fidelity Dr Fidelity Dr Asphalt 1963.71 29 81 174 Y

Durham::Fidelity D::13538 Fidelity Dr Landon St Asphalt 315.78 28 81 258 Y

Durham::Fidelity D::13590 Landon St Alhambra Ct Asphalt 264.37 33 35 275 Y

Durham::Fidelity D::13620 Alhambra Ct Fiske St Asphalt 149.11 32 42 316 Y

Durham::Fidelity D::13691 Fiske St Delano St Asphalt 432.27 32 81 253 Y

Durham::Fidelity D::13751 Delano St Raynor St Asphalt 393.87 28 91 247 Y

Durham::Fidelity D::13786 Raynor St Wellons Dr Asphalt 481.23 28 44 231 Y

Durham::Fidelity D::13795 Wellons Dr Hardee St Asphalt 591.70 27 64 258 Y

Durham::Fieldcrest::16366 Heatherwood Ln Cul‐De‐Sac Asphalt 389.60 22 29 298 Y

Durham::Fielding C::17515 Knightwood Dr Cul De Sac Asphalt 382.63 20 92 223 Y

Durham::Fieldstone::11460 Whippoorwill St Cul‐De‐Sac Asphalt 140.00 34 89 265 Y

Durham::Fifteenth::13121 W Main St Hillsborough Rd Asphalt 906.76 44 92 175 Y

Durham::Finley St::12373 Neal Rd Grove Park Rd Asphalt 136.87 32 78 320 Y

Durham::Finley St::12462 Grove Park Rd Durbin Pl Asphalt 803.11 28 84 171 Y

Durham::Finley St::12497 Durbin Pl Galway Glenn Ln Asphalt 220.78 28 67 181 Y

Durham::Finley St::18559 Galway Glenn Ln Providence Ct Asphalt 179.57 28 76 258 Y

Durham::Fircrest C::13281 Glenrose Dr Cul De Sac Asphalt 357.05 24 85 285 Y

Durham::Fire Rock::14179 Armitage Dr Cul De Sac Asphalt 158.44 22 54 390 Y

Durham::Firethorn::11497 Deerchase Wynd Cul De Sac Asphalt 290.82 25 51 214 Y

Durham::Firth Rd::12235 Hawick Ln Bon Air Av Asphalt 575.91 22 34 179 Y

Durham::Firth Rd::12274 Cul‐De‐Sac Hawick Ln Asphalt 327.37 22 23 307 Y

Durham::Firth Rd::19735 Cul‐De‐Sac Hawick Ln Asphalt 222.77 28 34 306 Y

Durham::Fisher Pl::14494 E Enterprise St Cul‐De‐Sac Asphalt 324.39 26 92 147 Y

Durham::Fiske St::13552 Benning St Hardee St Asphalt 1007.72 30 74 191 Y

Durham::Fiske St::13619 Fidelity Dr Benning St Asphalt 745.64 30 90 173 Y

Durham::Fiske St::17604 N Miami Bv N Guthrie Av Asphalt 903.06 28 92 200 Y

Durham::Fitzgerald::15191 Nelson St Cecil St Asphalt 529.66 30 83 524 Y

Durham::Fitzgerald::15220 Cecil St Honor St Asphalt 303.41 25 70 184 Y

Durham::Fitzgerald::15249 Fitzgerald Ave Cul‐De‐Sac Asphalt 336.16 26 92 229 Y

Durham::Five Oaks::15944 Old Chapel Hill Dead End Asphalt 594.43 27 66 300 Y

Durham::Five Oaks::15979 Old Chapel Hill Rd Beechnut Ln Asphalt 658.96 30 83 249 Y

Durham::Five Oaks::15982 Beechnut Ln Butternut Rd Asphalt 133.14 28 57 376 Y

Durham::Five Oaks::15999 Butternut Rd Pine Cone Dr Asphalt 346.94 28 34 468 Y

Durham::Five Oaks::19856 Old Chapel Hill Dead End Asphalt 293.34 35 73 316 Y

Durham::Flagstaff::19047 Tahoe Dr Cul‐De‐Sac Asphalt 246.66 22 53 225 Y

Durham::Flagstone::11203 Stephens Ln Dead End Asphalt 460.90 23 22 469 Y

Durham::Flagstone::11210 Conifer Ct Stephens Ln Asphalt 640.13 22 94 264 Y

Durham::Flagstone::11221 Cul De Sac Conifer Ct Asphalt 166.82 22 51 220 Y

Durham::Flat River::17996 Morrow Ln Mesquite Dr Asphalt 427.08 37 94 215 Y

Durham::Flat River::18000 Long Meadow Ln Northerm Durham Pkwy Asphalt 198.67 31 93 365 Y

Durham::Flat River::18001 Northern Durham Pkwy Morrow Ln Asphalt 443.09 42 95 167 Y

Durham::Flat River::19848 Long Meadow Ln Northerm Durham Pkwy Asphalt 65.47 17 74 559 Y

Durham::Flatford C::17152 Spring Creek Dr Cul‐De‐Sac Asphalt 99.19 25 88 503 Y

Durham::Fleetwood::14909 S Alston Av Rosewood St Asphalt 375.04 26 57 332 Y

Durham::Fleetwood::14918 Rosewood St End Of Street Asphalt 133.35 26 55 800 Y

Durham::Fleming Dr::11749 Cole Mill Rd Powers Ln Asphalt 1113.37 21 86 200 Y

Durham::Fleming Dr::11776 Sunny Ct Cole Mill Rd Asphalt 404.67 25 89 235 Y

Durham::Fleming Dr::11825 Sunny Ct Sunny Ct Asphalt 534.13 23 87 341 Y

Durham::Fleming Dr::11866 Berini Dr Sunny Ct Asphalt 387.09 23 38 470 Y

Durham::Fleming Dr::17263 Dead End East Oak Dr Asphalt 1031.21 29 64 339 Y

Durham::Flowering::18322 Pear Tree Ln Cul‐De‐Sac Asphalt 405.50 21 95 226 Y

Durham::Floyd Dr::13129 Midland Te Dead End Asphalt 320.09 23 67 302 Y

Durham::Fontana Ct::19036 Tahoe Dr Cul‐De‐Sac Asphalt 183.74 22 20 273 Y

Durham::Forest Cre::19069 Forest Ridge Dr Barbee Rd Asphalt 919.79 26 72 347 Y

Durham::Forest Edg::15137 Shady Oak Tr Cul‐De‐Sac Asphalt 669.48 28 66 275 Y

Durham::Forest Edg::15157 Sugar Pine Ln Pine Bark Tr Asphalt 173.02 28 36 549 Y

Durham::Forest Edg::15166 Pine Bark Tr Branchwood Dr Asphalt 251.37 30 33 275 Y

Durham::Forest Edg::15193 Branchwood Dr Shady Oak Tr Asphalt 674.47 28 65 235 Y

Durham::Forest Gro::16411 Appling Way Cul‐De‐Sac Asphalt 652.47 22 81 391 Y

Durham::Forest Rd::12392 Broad St Guess Rd Asphalt 1302.83 28 89 263 Y

Durham::Forest Rd::12421 Sedgefield St Broad St Asphalt 379.74 30 88 231 Y

Durham::Forest Rd::12433 Dead End Sedgefield St Asphalt 175.78 25 87 180 Y

Durham::Forest Rid::19039 Bridgeport Dr Rattan Bay Ct Asphalt 349.79 24 84 290 Y

Durham::Forest Rid::19040 Tahoe Dr Bridgeport Dr Asphalt 491.17 24 75 263 Y

Durham::Forest Rid::19053 Rattan Bay Ct Red Bluff Ct Asphalt 347.28 24 78 173 Y

Durham::Forest Rid::19054 Red Bluff Ct Barbee Rd Asphalt 184.22 24 64 304 Y

Durham::Forest Rid::19058 Barbee Rd Byerly Ct Asphalt 175.05 26 61 265 Y

Durham::Forest Rid::19070 Byerly Ct Forest Creek Dr Asphalt 196.49 26 62 338 Y

Durham::Forest Rid::19085 Forest Creek Dr Penley Ct Asphalt 264.19 26 57 266 Y

Durham::Forest Rid::19086 Penley Ct End Of The Street Asphalt 189.78 26 53 258 Y

Durham::Forest Woo::14911 Briar Cliff Rd Forestwood Dr Asphalt 687.85 28 80 438 Y

Durham::Forest Woo::19628 Briar Cliff Rd Forestwood Dr Asphalt 107.95 42 44 652 Y
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Durham::Forestview::14345 W Lakewood Ave Wells St Asphalt 260.44 29 50 490 Y

Durham::Forestview::14407 Wells St Bivins St Asphalt 447.32 29 30 571 Y

Durham::Forestview::17325 Homer St W Forest Hills Bv Asphalt 208.84 31 74 357 Y

Durham::Forestview::17326 Forestview St Homer St Asphalt 419.70 28 41 486 Y

Durham::Forestwood::14922 Summit St Forest Wood Dr Asphalt 1244.28 30 84 273 Y

Durham::Forge Rd::18891 Wheeling Cir Castell Dr Asphalt 490.57 22 69 392 Y

Durham::Forge Rd::18893 Cul De Sac Windcrest Rd Asphalt 94.54 22 20 800 Y

Durham::Forge Rd::18894 Windcrest Rd Wheeling Cr Asphalt 213.54 22 26 312 Y

Durham::Forge Rd::18896 Castell Dr Yellowstone Dr Asphalt 1023.50 22 93 243 Y

Durham::Forge Rd::18897 Yellowstone Dr Cul‐De‐Sac Asphalt 459.31 22 80 255 Y

Durham::Forge Rd::18921 Windcrest Rd Wheeling Cir Asphalt 187.12 22 38 322 Y

Durham::Forge Rd::18922 Wheeling Cr Castell Dr Asphalt 258.17 22 56 632 Y

Durham::Formosa Av::15005 Masondale Av Otis St Asphalt 673.27 28 84 267 Y

Durham::Formosa Av::15019 Concord St Fayetteville St Asphalt 460.51 29 74 316 Y

Durham::Formosa Av::15021 Otis St Concord St Asphalt 182.57 29 57 383 Y

Durham::Forrestal::15133 Oriskony Wy Stennis Wy Asphalt 353.60 22 44 409 Y

Durham::Forrestal::17188 Cul De Sac Oriskony Wy Asphalt 512.06 19 90 320 Y

Durham::Forrestal::17468 Reedy Way Cul‐De‐Sac Asphalt 564.36 22 95 166 Y

Durham::Forrestal::17469 Berry Ct Cul‐De‐Sac Asphalt 207.79 22 95 221 Y

Durham::Forrestal::17491 End Of Phase I Berry Ct Asphalt 369.73 22 95 166 Y

Durham::Forrestal::18563 Stennis Wy End Of Phase I Asphalt 59.23 21 74 498 Y

Durham::Forrestdal::11579 Valley Springs Cul De Sac Asphalt 1027.32 18 42 245 Y

Durham::Fortunes R::16344 Morningside Dr Leeward Ct Asphalt 271.94 30 38 351 Y

Durham::Fortunes R::16349 Leeward Ct Tall Oaks Dr Asphalt 294.44 31 93 134 Y

Durham::Fortunes R::16369 Tall Oaks Dr Brandermill Dr Asphalt 308.76 29 75 328 Y

Durham::Fortunes R::16375 Montauk Pl Morningside Dr Asphalt 361.37 28 90 233 Y

Durham::Fortunes R::16389 Brandermill Dr Teakwood Ct Asphalt 252.19 30 76 427 Y

Durham::Fortunes R::16400 Teakwood Ct Montauk Pl Asphalt 1145.49 30 91 216 Y

Durham::Fortunes R::16429 Teakwood Ct Cottage Woods Ct Asphalt 652.33 30 92 288 Y

Durham::Fortunes R::16447 Cottage Woods Ct Greystone Ct Asphalt 366.92 26 90 253 Y

Durham::Fortunes R::16458 Greystone Ct Sheffield Dr Asphalt 374.47 28 91 241 Y

Durham::Fortunes R::16471 Sheffield Dr Woodcroft Pw Asphalt 315.33 48 87 347 Y

Durham::Fortunes R::19381 Greystone Ct Sheffield Dr Asphalt 211.06 35 89 540 Y

Durham::Fortunes R::19382 Greystone Ct Sheffield Dr Asphalt 160.72 40 85 269 Y

Durham::Foster St::13205 W Trinity Av Washington St Asphalt 413.68 38 75 381 Y

Durham::Foster St::13262 W Geer St W Trinity Av Asphalt 624.25 37 64 306 Y

Durham::Foster St::13327 W Corporation St W Geer St Asphalt 648.25 38 53 325 Y

Durham::Foster St::13413 Hunt St W Corporation St Asphalt 669.41 36 100 Y Construction

Durham::Foster St::13420 Hunt St Hunt St Asphalt 45.16 38 100 Y Construction

Durham::Foster St::13451 W Seminary Av Hunt St Asphalt 266.15 38 100 Y Construction

Durham::Foster St::13527 W Morgan St W Seminary Av Asphalt 421.97 36 100 261 Y

Durham::Foster St::13610 E Chapel Hill St W Morgan St Asphalt 290.37 36 81 251 Y

Durham::Foster St::19448 E Chapel Hill St W Morgan St Asphalt 143.54 36 85 308 Y

Durham::Founders C::17638 Belmont Dr Cul‐De‐Sac Asphalt 73.78 27 70 270 Y

Durham::Four Seaso::15660 Timothy Av Mirando Pl Asphalt 280.50 30 40 331 Y

Durham::Four Seaso::15674 Mirando Pl Dauphine Pl Asphalt 409.34 30 35 544 Y

Durham::Four Seaso::15712 Dauphine Pl Tralea Dr Asphalt 947.13 30 86 304 Y

Durham::Four Seaso::15728 Tralea Dr Cul‐De‐Sac Asphalt 485.14 30 65 281 Y

Durham::Foushee St::12742 Avondale Dr Parking Lot Asphalt 484.76 49 71 265 Y

Durham::Fox Chase::16489 Old Fox Trl Cul‐De‐Sac Asphalt 367.34 24 52 320 Y

Durham::Fox Hunt S::11319 Overlook Ave Uc Asphalt 256.11 28 29 675 Y

Durham::Fox Hunt S::11341 Omega Rd Overlook Ave Asphalt 358.43 30 32 328 Y

Durham::Fox Run Ct::18024 Brook Chase Ln Brook Chase Ln Asphalt 486.06 19 94 320 Y

Durham::Foxborough::17881 Poplar St Lumpkin St Asphalt 771.13 28 95 108 Y

Durham::Foxborough::17882 Lumpkin St Cul‐De‐Sac Asphalt 179.45 21 95 340 Y

Durham::Foxcroft L::16941 Newhall Rd Cul‐De‐Sac Asphalt 267.26 30 82 245 Y

Durham::Foxhall Pl::16609 Falconbridge Rd Cul De Sac Asphalt 205.46 29 77 498 Y

Durham::Foxlair Ct::11447 Cul De Sac Wilderness Rd Asphalt 275.76 23 68 256 Y

Durham::Foxwood Pl::11781 Cul De Sac Trail Wood Dr Asphalt 440.29 28 56 272 Y

Durham::Foxwood Pl::11806 Trail Wood Dr Cul De Sac Asphalt 1003.83 28 41 279 Y

Durham::Framer Ln::18089 Chamfer Pl Jigsaw Dr Asphalt 304.35 22 93 206 Y

Durham::Framer Ln::18090 Carpenter Rd Bevel Ct Asphalt 214.76 22 90 283 Y

Durham::Framer Ln::18091 Bevel Ct Chamfer Pl Asphalt 329.84 22 87 229 Y

Durham::Framer Ln::18092 Jigsaw Dr Renovators Pl Asphalt 322.43 22 86 260 Y

Durham::Framer Ln::18093 Renovators Pl Truss Way Asphalt 307.24 22 86 253 Y

Durham::Francis St::14988 Legion Av Nation Av Asphalt 345.72 22 86 452 Y

Durham::Francis St::14997 Sarah Ave Legion Ave Asphalt 355.67 22 85 326 Y

Durham::Francis St::18466 Lexington St Sarah Ave Asphalt 348.28 23 65 397 Y

Durham::Franklin S::14057 Belt St N Elm St Asphalt 349.85 25 46 485 Y

Durham::Franklin S::14091 N Elm St N Alston Av Asphalt 410.83 25 85 316 Y

Durham::Franklin S::14126 N Alston Av N Holman St Asphalt 408.96 26 92 204 Y

Durham::Franklin S::18132 N Holman St N Blacknall St Asphalt 298.66 24 91 495 Y

Durham::Frasier St::11842 Denise Rd Shaftsbury St Asphalt 499.26 30 49 234 Y

Durham::Frasier St::11844 Kenan Rd Denise Rd Asphalt 417.51 30 75 234 Y

Durham::Frasier St::11846 Winston Rd Kenan Rd Asphalt 419.76 28 90 173 Y

Durham::Frasier St::11847 N Duke St Winston Rd Asphalt 428.01 30 88 258 Y

Durham::Frasier St::11851 Crabtree Av N Duke St Asphalt 1054.72 35 65 177 Y

Durham::Frasier St::11852 N Roxboro St Crabtree Av Asphalt 456.14 35 76 263 Y

Durham::Freedom La::11718 Ben Franklin Bv Capitol St Asphalt 808.98 28 65 327 Y

Durham::Freemont R::11813 Regis Ave Bracada Dr 389.14 20 ‐1 ‐1 N Unpaved

Durham::Freemont R::11952 Rocky Springs Rd Easley St Asphalt 824.42 21 85 149 Y

Durham::Frenchmans::16926 Cul De Sac Sedwick Rd Asphalt 388.92 33 90 309 Y

Durham::Frenchmans::16935 Sedwick Rd Cul De Sac Asphalt 448.48 32 89 253 Y

Durham::Freshman D::17308 Baccalaureate Bv Strangford Ln Asphalt 416.75 19 74 280 Y

Durham::Freshman D::17309 Strangford Ln Cul‐De‐Sac Asphalt 946.83 21 67 503 Y

Durham::Friendship::14303 Cul‐De‐Sac Tryon Rd Asphalt 400.67 21 34 474 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Friendship::14652 Tryon Rd Tanglewood Dr Asphalt 1799.78 19 48 486 Y

Durham::Frinton Pl::17691 Glenbrittle Dr Cul‐De‐Sac Asphalt 265.31 22 95 613 Y

Durham::Front St::12167 Medford Rd W Carver St Asphalt 2059.39 36 45 211 Y

Durham::Front St::12217 Hillandale Rd Medford Rd Asphalt 1186.29 36 52 197 Y

Durham::Frontier W::17737 Grandhaven Dr Cul‐De‐Sac Asphalt 594.63 25 50 228 Y

Durham::Fuller St::13389 Fernway Av W Corporation St Asphalt 497.13 21 100 243 Y

Durham::Fuller St::13472 W Main St W Morgan St Asphalt 378.31 30 91 322 Y

Durham::Fuller St::19451 Fernway Av W Corporation St Asphalt 48.36 25 100 800 Y

Durham::Fuller St::19452 Fernway Av W Corporation St Asphalt 220.39 30 100 288 Y

Durham::Gable Ct::11576 Garcia Av Cul‐De‐Sac Asphalt 310.86 20 63 339 Y

Durham::Gable Ridg::16067 Juliette Dr Ashford Ln Asphalt 178.34 38 55 421 Y

Durham::Gable Ridg::16084 Ashford Ln Silhouette Dr Asphalt 247.76 32 73 402 Y

Durham::Gable Ridg::16111 Ashford Ln Juliette Dr Asphalt 350.78 29 19 539 Y

Durham::Gable Ridg::16115 Silhouette Dr Ashford Ln Asphalt 802.94 28 26 470 Y

Durham::Gablefield::16304 Cul‐De‐Sac Southwest Dr Asphalt 120.69 25 80 496 Y

Durham::Gablefield::16323 Southwest Dr Cul‐De‐Sac Asphalt 307.36 20 69 250 Y

Durham::Gaithers P::16005 Cul De Sac Alderbrook Ln Asphalt 164.52 20 31 776 Y

Durham::Gaithers P::16023 Alderbrook Ln Conklin Dr Asphalt 303.83 23 77 493 Y

Durham::Gaithers P::16041 Conklin Dr Tapestry Te Asphalt 394.17 23 60 270 Y

Durham::Gaithers P::16048 Tapestry Te S Roxboro St Asphalt 166.27 23 51 312 Y

Durham::Galax Ln::16483 Shagbark Dr Cul‐De‐Sac Asphalt 437.08 28 95 227 Y

Durham::Galaxy Ct::12179 Strebor St Cul‐De‐Sac Asphalt 197.87 28 89 475 Y

Durham::Gallery Ln::18460 King Lear Ln Shakespeare Dr Asphalt 217.19 43 95 262 Y

Durham::Gallery Ln::18461 Dead End King Lear Ln Asphalt 149.30 28 94 220 Y

Durham::Gallery Ln::19338 King Lear Ln Shakespeare Dr Asphalt 216.77 28 95 294 Y

Durham::Gamble Ct::11096 Cul De Sac Walsenburg Dr Asphalt 140.48 29 52 523 Y

Durham::Gandhi Dr::17091 Suda Dr Cul‐De‐Sac Asphalt 378.99 19 56 376 Y

Durham::Gann St::14500 S Alston Av Chatham Pl Asphalt 257.93 30 95 424 Y

Durham::Ganyard Fa::17755 Duck Pond Ct Tractor Trl Asphalt 348.81 28 72 147 Y

Durham::Ganyard Fa::17757 Pumpkin Pl Holloway St Asphalt 348.23 28 68 235 Y

Durham::Ganyard Fa::17759 Holloway St Duck Pond Ct Asphalt 343.26 34 53 256 Y

Durham::Ganyard Fa::17760 Tractor Trl Cornstalk Ct Asphalt 345.23 29 45 237 Y

Durham::Ganyard Fa::17761 Cornstalk Ct Farm House Ln Asphalt 710.49 29 82 144 Y

Durham::Ganyard Fa::17762 Farm House Ln Pumpkin Pl Asphalt 205.79 28 82 158 Y

Durham::Ganyard Fa::19658 Holloway St Duck Pond Ct Asphalt 202.12 34 91 381 Y

Durham::Ganyard Fa::19659 Pumpkin Pl Holloway St Asphalt 327.13 27 81 194 Y

Durham::Garcia Ave::11578 Cordoba St Gable Ct Asphalt 257.61 29 35 441 Y

Durham::Garcia Ave::11582 Madrid Ln Cordoba St Asphalt 219.19 28 92 244 Y

Durham::Garcia Ave::11584 Toroella St Madrid Ln Asphalt 249.84 30 45 369 Y

Durham::Garcia Ave::11587 Casa St Toroella St Asphalt 265.43 31 88 176 Y

Durham::Garcia Ave::17534 Gable Ct End Of Const Asphalt 366.97 28 77 278 Y

Durham::Garden Hil::17653 Ballard Ct Cul De Sac Asphalt 413.35 23 57 266 Y

Durham::Garden Hil::17655 Cheshire Bridge Rd Ballard Ct Asphalt 387.56 29 55 274 Y

Durham::Gardenview::17561 Morrell Ln Cul‐De‐Sac Asphalt 174.15 20 88 211 Y

Durham::Garland St::12331 Guess Rd Dead End Asphalt 701.16 32 93 167 Y

Durham::Garrett Rd::18227 Hope Valley Rd W Nc 54 Hwy Asphalt 264.12 84 90 230 Y

Durham::Garrett Rd::19273 Hope Valley Rd W Nc 54 Hwy Asphalt 125.28 76 93 624 Y

Durham::Gary St::13990 Liberty St N Miami Bv Asphalt 885.19 27 49 220 Y

Durham::Gary St::14065 Quincy St Liberty St Asphalt 351.64 27 65 480 Y

Durham::Gary St::14152 Taylor St Quincy St Asphalt 400.79 28 22 398 Y

Durham::Gary St::14235 Mozelle St Taylor St Asphalt 437.02 26 34 639 Y

Durham::Gary St::14310 E Main St Mozelle St Asphalt 474.28 28 30 392 Y

Durham::Gaston Ave::15521 Hwy 55 Corona St Asphalt 124.22 40 57 342 Y

Durham::Gaston Ave::15539 Corona St Chalmers St Asphalt 379.72 30 87 299 Y

Durham::Gaston Ave::15572 Chalmers St Red Oak Av Asphalt 374.81 30 90 199 Y

Durham::Gaston Ave::19852 Hwy 55 Corona St Asphalt 115.82 30 77 553 Y

Durham::Gaston Man::18542 Gaston Manor Dr Gaston Manor Dr Asphalt 1448.48 28 95 138 Y

Durham::Gaston Man::18547 Rosedale Creek Dr Farintosh Valley Ln Asphalt 715.10 29 94 176 Y

Durham::Gaston Man::18548 Farintosh Valley Ln Manning Way Asphalt 1153.48 28 91 154 Y

Durham::Gaston Man::18555 Manning Way Del Webb Arbors Dr Asphalt 191.39 34 91 239 Y

Durham::Gaston Man::18557 Areca Way Gaston Manor Dr Asphalt 417.54 29 95 186 Y

Durham::Gaston Man::18750 Gaston Manor Dr Dead End Asphalt 143.56 28 69 398 Y

Durham::Gaston Man::18819 Del Webb Arbors Dr Areca Way Asphalt 175.85 30 65 196 Y

Durham::Gate Hill::12151 Hillsborough Rd West Hills Dr Asphalt 672.67 22 50 252 Y

Durham::Gatesway C::15302 Cottonwood Dr Cul‐De‐Sac Asphalt 310.15 22 84 216 Y

Durham::Gateview C::14566 Crosswood Dr Cul‐De‐Sac Asphalt 104.87 26 38 698 Y

Durham::Gatewood D::11176 Unnamed Street Cul‐De‐Sac Asphalt 60.17 40 91 629 Y

Durham::Gatewood D::11200 Ripplebrook Dr Unnamed Asphalt 389.73 22 83 178 Y

Durham::Gatewood D::11233 Cassandra Dr Ripplebrook Dr Asphalt 556.18 20 76 166 Y

Durham::Gatewood D::11275 Donphil Rd Cassandra Dr Asphalt 979.21 20 82 172 Y

Durham::Gatewood D::11289 Latta Rd Donphil Rd Asphalt 416.74 20 76 141 Y

Durham::Gathering::18193 Fenwick Pkwy Birchwood Park Asphalt 885.85 23 77 175 Y

Durham::Gathering::18194 Birchwood Park Lyon Farm Dr Asphalt 537.43 24 77 151 Y

Durham::Gatlin Ct::15989 Kelly Dr Cul‐De‐Sac Asphalt 344.15 20 62 367 Y

Durham::Gattis St::13529 Wilkerson Av Burch Av Asphalt 489.64 24 97 205 Y

Durham::Gattis St::13558 Burch Av Exum St Asphalt 226.34 22 88 646 Y

Durham::Gattis St::13572 Exum St Exum St Asphalt 41.07 27 68 729 Y

Durham::Gattis St::13618 Exum St W Chapel Hill St Asphalt 258.73 27 76 492 Y

Durham::Gattis St::17295 End Of Street Wilkerson Ave Asphalt 228.52 22 88 324 Y

Durham::Gearwood A::13377 Drew St Lee St Asphalt 391.57 30 95 270 Y

Durham::Gearwood A::13392 Dowd St Drew St Asphalt 163.02 29 86 373 Y

Durham::Gearwood A::13458 Gray Av Dowd St Asphalt 425.77 29 91 194 Y

Durham::Gearwood A::13511 Canal St Gray Av Asphalt 277.70 29 88 184 Y

Durham::Gem Yarn L::18748 Lincoln Mill Dr Cul‐De‐Sac Asphalt 347.03 28 95 218 Y

Durham::Geneva Ct::19014 Tahoe Dr Cu‐De‐Sac Asphalt 125.40 22 59 714 Y

Durham::Genlee Ct::18063 Miller Dr Cul‐De‐Sac Asphalt 177.37 21 83 242 Y
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Durham::Genlee Dr::18124 Tennessee Rd Miller Dr Asphalt 352.42 28 83 254 Y

Durham::Genlee Dr::18125 Nethers Ct Tennessee Rd Asphalt 132.27 28 91 234 Y

Durham::Genlee Dr::18305 Shiley Dr Nethers Ct Asphalt 1186.28 29 93 194 Y

Durham::Genlee Dr::18309 Cozart St Shiley Dr Asphalt 249.41 28 95 336 Y

Durham::Gentry Dr::12263 Stafford Dr Bennett Memorial Rd Asphalt 867.96 22 77 151 Y

Durham::Georgia Av::12587 W Wilson St Cul‐De‐Sac Asphalt 185.68 30 83 330 Y

Durham::Georgia Av::12604 Par Pl W Wilson St Asphalt 193.54 31 78 221 Y

Durham::Georgia Av::12629 W Woodrow St Par Pl Asphalt 256.79 31 81 216 Y

Durham::Georgia Av::12653 W Club Bv W Woodrow St Asphalt 345.02 32 90 154 Y

Durham::Georgia Av::12727 Englewood Av W Club Bv Asphalt 613.16 29 83 272 Y

Durham::Georgia Av::12767 Hillsborough Rd Englewood Av Asphalt 328.29 31 85 193 Y

Durham::Geranium S::17145 135' S Of Weeping Willow Dr Danube Ln Asphalt 517.68 23 92 189 Y

Durham::Geranium S::18379 Weeping Willow Dr 135' S Of Weeping Willow Dr Asphalt 131.74 22 75 261 Y

Durham::Gerard St::13709 W Chapel Hill St Jackson St Asphalt 454.96 27 62 241 Y

Durham::Gerard St::13770 Jackson St Cul‐De‐Sac Asphalt 693.67 26 90 232 Y

Durham::Gibson Rd::15047 Lynn Rd Stennis Wy Asphalt 491.73 22 91 180 Y

Durham::Gibson Rd::15063 Redgate Dr Riverbark Ln Asphalt 344.70 29 38 290 Y

Durham::Gibson Rd::15066 Riverbark Ln Riverbark Ln Asphalt 422.13 29 73 151 Y

Durham::Gibson Rd::17475 Stennis Way Reedy Way Asphalt 627.52 20 83 119 Y

Durham::Gibson Rd::17476 Reedy Way Redgate Dr Asphalt 744.13 22 71 152 Y

Durham::Gilbert St::13676 N Elizabeth St Pearl St Asphalt 351.95 29 46 636 Y

Durham::Gilbert St::13680 Pearl St Neville St Asphalt 655.34 25 30 719 Y

Durham::Gilbert St::13681 Neville St N Alston Av Asphalt 426.58 26 37 490 Y

Durham::Gilbert St::13721 Spruce St N Driver St Asphalt 601.67 28 78 323 Y

Durham::Gilbert St::18541 N Alston Ave End Of Street Asphalt 135.70 28 13 800 Y

Durham::Gilbert St::19356 N Alston Ave End Of Street Asphalt 54.37 17 23 800 Y

Durham::Gillette A::14491 Colfax St Murphy St Asphalt 250.88 20 71 651 Y

Durham::Gillette A::14508 Murphy St Dead End Asphalt 196.49 22 90 315 Y

Durham::Gilman St::17887 Crawford Ct Ember Dr Asphalt 175.69 28 95 265 Y

Durham::Gilman St::17888 Ember Dr Poplar St Asphalt 312.12 28 93 174 Y

Durham::Gilman St::17890 Ember Dr Crawford Ct Asphalt 203.59 28 90 237 Y

Durham::Gilman St::17892 Poplar St Ember Dr Asphalt 329.22 28 94 660 Y

Durham::Gilman St::18491 Ember Dr Crawford Ct Asphalt 159.00 27 83 233 Y

Durham::Gilman St::18628 Crawford Ct Ember Dr Asphalt 171.31 28 92 222 Y

Durham::Gilmore Av::15354 Primrose Pl Majestic Dr Asphalt 362.16 29 74 210 Y

Durham::Gilmore Av::15355 S Alston Av Primrose Pl Asphalt 239.87 29 62 323 Y

Durham::Ginger Hil::13286 Hounds Chase Dr Clayton Rd Asphalt 167.25 23 48 623 Y

Durham::Ginger Hil::13290 End Of Street Hounds Chase Dr Asphalt 176.88 22 43 331 Y

Durham::Gingerwood::16989 Whisperwood Dr Cul De Sac Asphalt 438.36 25 65 277 Y

Durham::Glade Aste::17922 Golden Crest Dr Sweet Gale Dr Asphalt 390.89 22 71 204 Y

Durham::Glade Aste::17923 Cul‐De‐Sac Golden Crest Dr Asphalt 861.93 20 82 209 Y

Durham::Gladstone::13361 Bevington Ln Cul De Sac Asphalt 353.47 21 27 677 Y

Durham::Gladstone::13438 Saddle Creek Ln Bevington Ln Asphalt 586.22 23 34 464 Y

Durham::Gladstone::13501 Tumlin Ct Saddle Creek Ln Asphalt 397.30 24 74 395 Y

Durham::Gladstone::13533 Tarrywood Ct Cloverdale Dr Asphalt 274.58 23 16 349 Y

Durham::Gladstone::13551 Mineral Springs Tarrywood Ct Asphalt 173.95 24 45 283 Y

Durham::Glasgow St::11786 Rowemont Dr York Ct Asphalt 239.53 30 32 253 Y

Durham::Glasgow St::11787 Jason Ct Rowemont Dr Asphalt 472.39 27 92 418 Y

Durham::Glasgow St::11798 York Ct Harrigan Ct Asphalt 298.72 28 61 194 Y

Durham::Glasgow St::11800 Harrigan Ct Sedley Pl Asphalt 298.89 29 65 238 Y

Durham::Glasgow St::11802 Sedley Pl Haggis Ct Asphalt 330.62 28 26 334 Y

Durham::Glasgow St::11805 Haggis Ct Jason Ct Asphalt 345.70 29 93 330 Y

Durham::Glasson St::13210 Morreene Rd Sydnor St Asphalt 196.84 30 38 426 Y

Durham::Glasson St::13225 Sydnor St Holton St Asphalt 494.44 28 94 259 Y

Durham::Glasson St::13288 Holton St Mordecai St Asphalt 1090.52 30 42 288 Y

Durham::Glen Eden::16566 Dunhill Dr Dunhill Dr Asphalt 1036.27 20 21 437 Y

Durham::Glen Eden::19785 Dunhill Dr Dunhill Dr Asphalt 523.90 17 22 285 Y

Durham::Glen Forre::16659 Dunbrook Dr Huntingridge Rd Asphalt 1469.86 28 73 249 Y

Durham::Glen Forre::16682 Huntingridge Rd Edgestone Pl Asphalt 724.26 30 92 248 Y

Durham::Glen Forre::16683 Edgestone Pl Cul De Sac Asphalt 101.74 31 90 360 Y

Durham::Glenbrittl::17692 Frinton Pl Buffalo Way Asphalt 202.96 24 95 459 Y

Durham::Glenbrittl::17693 Cul‐De‐Sac Frinton Pl Asphalt 131.16 24 81 501 Y

Durham::Glenbrittl::17742 Buffalo Way 1507 Glenbrittle Dr Asphalt 145.99 24 95 488 Y

Durham::Glenbrittl::18440 1507 Glenbrittle Dr Great Bend Dr Asphalt 113.24 23 96 225 Y

Durham::Glenbrook::12276 Hinson Dr De Mille St Asphalt 1071.72 31 69 262 Y

Durham::Glenbrook::12327 Dubonnet Pl Hinson Dr Asphalt 527.12 28 14 464 Y

Durham::Glenbrook::12430 E Club Bv Dubonnet Pl Asphalt 1424.42 28 53 308 Y

Durham::Glenbrook::19737 Dubonnet Pl Hinson Dr Asphalt 242.08 30 20 345 Y

Durham::Glenbrook::19738 Dubonnet Pl Hinson Dr Asphalt 88.16 78 25 520 Y

Durham::Glenco Rd::16069 Angier Av Cottendale Dr Asphalt 1875.21 18 61 250 Y

Durham::Glenco Rd::16107 Cottendale Dr Lang St Asphalt 476.30 17 46 190 Y

Durham::Glenco Rd::16153 Lang St Holloman Rd Asphalt 505.31 18 65 230 Y

Durham::Glendale A::12255 W Murray Av N Duke St Asphalt 909.80 29 85 244 Y

Durham::Glendale A::12413 Ruffin St Leon St Asphalt 670.23 33 89 265 Y

Durham::Glendale A::12468 Washington St Ruffin St Asphalt 718.98 34 85 247 Y

Durham::Glendale A::12502 Northgate St Washington St Asphalt 561.01 28 45 552 Y

Durham::Glendale A::12513 W Lavender Av Northgate St Asphalt 426.72 28 92 401 Y

Durham::Glendale A::12571 Chamberlin Av W Lavender Av Asphalt 708.45 31 53 256 Y

Durham::Glendale A::12611 E Club Bv Chamberlin Av Asphalt 402.27 28 52 196 Y

Durham::Glendale A::12645 W Club Bv End Of Street Asphalt 386.32 20 68 265 Y

Durham::Glendale A::12808 Englewood Av Brookline St Asphalt 705.98 25 84 427 Y

Durham::Glendale A::12894 W Knox St Englewood Av Asphalt 648.39 26 82 282 Y

Durham::Glendale A::12943 Clark St W Knox St Asphalt 347.76 26 73 390 Y

Durham::Glendale A::12977 Green St Clark St Asphalt 292.25 28 36 339 Y

Durham::Glendale A::13019 W Markham Av Green St Asphalt 300.75 27 41 397 Y

Durham::Glendale A::13114 Bennett Ct Train Tracks Asphalt 689.32 25 71 347 Y
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Durham::Glendale A::13146 Dacian Av Bennett Ct Asphalt 248.00 29 72 232 Y

Durham::Glendale A::13156 W Lynch St Dacian Av Asphalt 97.50 28 72 412 Y

Durham::Glendale A::13176 Monmouth Av W Lynch St Asphalt 278.81 26 85 254 Y

Durham::Glendale A::13179 W Seeman St Monmouth Av Asphalt 63.31 28 90 480 Y

Durham::Glendale A::13211 W Trinity Av W Seeman St Asphalt 342.00 27 79 324 Y

Durham::Glendale A::13230 Hargrove St W Trinity Av Asphalt 355.14 36 37 302 Y

Durham::Glendale A::13255 W Geer St Hargrove St Asphalt 239.71 34 69 242 Y

Durham::Glendale A::13349 W Corporation St W Geer St Asphalt 746.35 34 59 262 Y

Durham::Glendarion::16231 Kettering Dr Victoria Dr Asphalt 767.37 28 83 198 Y

Durham::Glendarion::16266 Victoria Dr Wexford Dr Asphalt 345.11 28 91 335 Y

Durham::Glendarion::16282 Wexford Dr Blakeford Dr Asphalt 248.81 30 29 356 Y

Durham::Glenn Glad::11450 Golden Heather Dr Cul‐De‐Sac Asphalt 240.68 22 91 423 Y

Durham::Glennstone::17077 Little Valley Ct Chimney Stone Rd Asphalt 241.46 26 76 231 Y

Durham::Glennstone::17079 Amber Stone Wy Little Valley Ct Asphalt 285.14 27 80 241 Y

Durham::Glennstone::17703 Lady Slipper Ln Glenn Rd Asphalt 268.43 20 92 282 Y

Durham::Glennstone::17704 Lady Slipper Ln Glenn Rd Asphalt 222.28 27 75 176 Y

Durham::Glennstone::17711 Lady Slipper Ln Cul De Sac Asphalt 133.08 18 93 238 Y

Durham::Glennstone::17712 Amber Stone Wy Lady Slipper Ln Asphalt 147.67 26 73 232 Y

Durham::Glennstone::17713 Chimney Stone Rd Amber Stone Wy Asphalt 320.13 28 76 222 Y

Durham::Glennstone::17714 Chimney Stone Rd Amber Stone Wy Asphalt 293.45 28 81 153 Y

Durham::Glennstone::18383 Amber Stone Wy Lady Slipper Ln Asphalt 147.23 27 74 229 Y

Durham::Glenrose D::13241 Sidneys Wy Cul De Sac Asphalt 294.75 22 78 401 Y

Durham::Glenrose D::13280 Fircrest Ct Sidneys Wy Asphalt 435.99 23 82 348 Y

Durham::Glenrose D::13311 Stanwood St Fircrest Ct Asphalt 302.79 24 81 266 Y

Durham::Glenrose D::13341 Clayton Rd Stanwood St Asphalt 254.85 28 53 408 Y

Durham::Glenview L::18424 Cul‐De‐Sac Faircroft Ct Asphalt 701.63 21 95 242 Y

Durham::Glenview L::18426 Willowcrest Rd High Fox Dr Asphalt 332.00 29 93 286 Y

Durham::Glenview L::18428 High Fox Dr Cul‐De‐Sac Asphalt 818.86 21 95 246 Y

Durham::Glenview L::18430 Faircroft Ct Willowcrest Rd Asphalt 356.49 29 95 227 Y

Durham::Glenwood D::14045 Cul De Sac Fallsworth Dr Asphalt 639.20 23 92 139 Y

Durham::Glenwood D::14100 Fallsworth Dr Cul De Sac Asphalt 251.12 22 89 153 Y

Durham::Glidewell::17042 Archdale Dr Archdale Dr Asphalt 1065.51 22 91 279 Y

Durham::Gloria Ave::13273 Watts St N Buchanan Bv Asphalt 392.16 41 94 225 Y

Durham::Gloria Ave::13274 N Gregson St Watts St Asphalt 854.27 27 84 259 Y

Durham::Glorious S::18714 Swift Creek Xing Dead End Asphalt 254.63 20 100 188 Y

Durham::Glossy Lea::11248 Grist Mill Ln Cul De Sac Asphalt 208.96 23 47 180 Y

Durham::Golden Bel::17943 Pattersons Mill Rd Sherron Rd Asphalt 411.88 39 80 275 Y

Durham::Golden Bel::17956 Pattersons Mill Rd Creighton Hall Way Asphalt 983.88 36 95 163 Y

Durham::Golden Bel::17969 Hemlock Hill Dr Live Oak Cir Asphalt 306.89 38 95 158 Y

Durham::Golden Bel::17971 Creighton Hall Way Hemlock Hill Dr Asphalt 947.56 37 95 177 Y

Durham::Golden Bel::19669 Pattersons Mill Rd Sherron Rd Asphalt 68.44 16 91 491 Y

Durham::Golden Bel::19671 Pattersons Mill Rd Creighton Hall Way Asphalt 60.71 16 91 322 Y

Durham::Golden Bel::19674 Pattersons Mill Rd Creighton Hall Way Asphalt 28.99 39 95 170 Y

Durham::Golden Bel::19676 Pattersons Mill Rd Creighton Hall Way Asphalt 27.77 33 95 319 Y

Durham::Golden Bel::19677 Pattersons Mill Rd Creighton Hall Way Asphalt 66.10 18 94 356 Y

Durham::Golden Bel::19680 Creighton Hall Way Hemlock Hill Dr Asphalt 62.36 18 94 400 Y

Durham::Golden Bel::19681 Creighton Hall Way Hemlock Hill Dr Asphalt 28.07 36 95 170 Y

Durham::Golden Cre::17921 Glade Aster Dr Spicebush Ln Asphalt 677.37 23 86 189 Y

Durham::Golden Cre::17924 Spicebush Ln Sweet Gale Dr Asphalt 528.77 22 90 196 Y

Durham::Golden Cre::17926 Sweet Gale Dr Hamlin Rd Asphalt 761.32 22 93 199 Y

Durham::Golden Eag::17856 Uc Cardinal Lake Dr Asphalt 144.20 25 81 375 Y

Durham::Golden Eag::17863 Cardinal Lake Dr Golden Eagle Dr Asphalt 142.66 24 82 309 Y

Durham::Golden Eag::18389 Rosebud Ln Falling Star Way Asphalt 775.65 24 80 260 Y

Durham::Golden Eag::18392 Golden Eagle Dr Rosebud Ln Asphalt 108.24 23 58 393 Y

Durham::Golden Eag::18393 Rosebud Ln Rosebud Ln Asphalt 886.79 22 92 222 Y

Durham::Golden Eag::18394 Falling Star Way Uc Asphalt 397.01 22 81 268 Y

Durham::Golden Hea::11437 Reynolda Cir Cul‐De‐Sac Asphalt 267.22 18 94 176 Y

Durham::Golden Hea::11442 Glenn Glade Dr Reynolda Cir Asphalt 261.83 22 86 202 Y

Durham::Golden Hea::11458 Piney Ridge Ct Glenn Glade Dr Asphalt 357.94 23 98 140 Y

Durham::Golden Hea::11472 Rose Of Sharon Rd Piney Ridge Ct Asphalt 324.49 22 97 223 Y

Durham::Golden Mea::18447 Whispering Oak Ln Cul‐De‐Sac Asphalt 444.50 22 84 278 Y

Durham::Goldendale::13294 Trentwood Ct Yarrow Dr Asphalt 168.29 24 85 212 Y

Durham::Goldendale::13299 Yarrow Dr Cul‐De‐Sac Asphalt 196.37 24 83 306 Y

Durham::Goldendale::13339 Stanwood St Trentwood Ct Asphalt 517.08 23 81 206 Y

Durham::Goldendale::13351 Cul‐De‐Sac Stanwood St Asphalt 152.75 27 57 473 Y

Durham::Goldenrod::12024 Winterfield Pl Cul De Sac Asphalt 523.51 29 30 362 Y

Durham::Goldenrod::12025 Stoneybrook Dr Winterfield Pl Asphalt 225.50 27 29 210 Y

Durham::Goldenview::16887 Park Glen Pl Cul‐De‐Sac Asphalt 717.55 22 65 409 Y

Durham::Goldenview::16891 Grandhaven Dr Park Glen Pl Asphalt 270.14 24 32 454 Y

Durham::Goldenview::16900 Granbury Dr Grandhaven Dr Asphalt 406.21 22 36 339 Y

Durham::Goldenview::16904 Cul De Sac Granbury Dr Asphalt 139.78 22 38 414 Y

Durham::Goldflower::17021 Lyon Farm Dr Lacebark Ln Asphalt 344.50 23 81 305 Y

Durham::Goldflower::17022 Lacebark Ln Silver Pine Ct Asphalt 740.77 21 72 321 Y

Durham::Goldflower::17023 Silver Pine Ct Lacebark Ln Asphalt 251.84 22 73 184 Y

Durham::Goldflower::17024 Lacebark Ln Scott King Rd Asphalt 269.68 24 81 306 Y

Durham::Goldmist L::19151 Copper Creek Dr Crimson Creek Dr Asphalt 551.44 20 55 427 Y

Durham::Golf St::12789 Lawndale Av Englewood Av Asphalt 434.54 29 84 315 Y

Durham::Goodyear C::16693 Revere Rd Revere Rd Asphalt 580.28 20 70 339 Y

Durham::Gorham Pl::12638 Talcott Dr Cul De Sac Asphalt 747.67 25 82 210 Y

Durham::Governors::12499 American Dr Brunswick Ct Asphalt 432.97 25 91 256 Y

Durham::Governors::12511 Brunswick Ct Cul De Sac Asphalt 197.90 27 91 318 Y

Durham::Graceview::11671 North Ridge Pl Myers Park Dr Asphalt 370.14 28 86 212 Y

Durham::Graceview::11679 Bent Pine North Ridge Pl Asphalt 518.65 28 70 207 Y

Durham::Graceview::11693 Myers Park Dr Bent Pine Asphalt 769.95 28 59 203 Y

Durham::Graduate C::17290 Alumni Ave Cul‐De‐Sac Asphalt 309.53 26 38 609 Y

Durham::Graduate C::17292 Chancellors Ridge Dr Alumni Av Asphalt 460.73 23 53 440 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Grady Dr::11257 Guess Rd Kendridge Dr Asphalt 979.00 20 61 188 Y

Durham::Grady Dr::11258 Kendridge Dr Cul‐De‐Sac Asphalt 1023.24 22 70 290 Y

Durham::Grady Dr::19481 Guess Rd Kendridge Dr Asphalt 192.61 35 78 346 Y

Durham::Grammercy::11835 Brambury Cn Sudbury Rd Asphalt 414.15 22 28 283 Y

Durham::Granbury D::16901 Park Glen Pl Goldenview Ct Asphalt 611.99 22 54 339 Y

Durham::Granby St::13427 Manteo St Calvin St Asphalt 377.65 23 95 221 Y

Durham::Granby St::13462 N Alston Av Manteo St Asphalt 359.56 22 93 210 Y

Durham::Granby St::17200 Granby St Drew St Asphalt 474.28 25 95 202 Y

Durham::Granby St::17669 Juniper St Hanover St Asphalt 127.30 24 79 800 Y

Durham::Grand Mesa::19001 Coronado Ln Cul‐De‐Sac Asphalt 412.55 20 63 527 Y

Durham::Grandhaven::16913 Goldenview Ct Grandover Dr Asphalt 603.60 22 73 368 Y

Durham::Grandhaven::17720 Lyon Farm Dr Cul‐De‐Sac Asphalt 545.08 22 82 247 Y

Durham::Grandhaven::17727 Moortown Ct Lyon Farm Dr Asphalt 247.83 27 81 293 Y

Durham::Grandhaven::17738 Grandover Dr Frontier Way Asphalt 276.43 25 77 424 Y

Durham::Grandhaven::17739 Frontier Way Moortown Ct Asphalt 491.03 24 86 234 Y

Durham::Grandimere::17332 Ashburn Ln Cul‐De‐Sac Asphalt 305.41 19 100 420 Y

Durham::Grandover::16914 Cul‐De‐Sac Grandhaven Dr Asphalt 342.57 24 44 469 Y

Durham::Grandover::16916 Grandhaven Dr Lakedale Dr Asphalt 365.20 25 24 421 Y

Durham::Grandover::16917 Lakedale Dr Grandale Dr Asphalt 626.99 24 28 443 Y

Durham::Grandview::13719 Wetherburn Pl Greyson Dr Asphalt 525.07 30 94 263 Y

Durham::Grandview::13771 Thornwood Dr Wetherburn Pl Asphalt 505.04 29 65 210 Y

Durham::Grandview::13789 Bentwood Pl Thornwood Dr Asphalt 227.02 28 44 427 Y

Durham::Grandview::13790 Greyson Dr Bentwood Pl Asphalt 735.18 28 31 479 Y

Durham::Grandwood::17672 Rhododendron Dr Rhododendron Dr Asphalt 1149.63 22 91 209 Y

Durham::Granite Pl::18877 Bluestone Rd Cul‐De‐Sac Asphalt 387.79 18 41 379 Y

Durham::Grant St::14373 E Ramseur St E Pettigrew St Asphalt 130.47 24 63 800 Y

Durham::Grant St::14449 E Pettigrew St Durham Freeway Asphalt 457.09 29 91 302 Y

Durham::Grant St::14455 N Durham Freeway S Durham Freeway Asphalt 79.67 30 85 377 Y

Durham::Grant St::14473 Durham Freeway Merrick St Asphalt 114.89 30 69 486 Y

Durham::Grant St::14525 Merrick St E Umstead St Asphalt 265.95 28 31 379 Y

Durham::Grant St::14595 E Umstead St Simmons St Asphalt 379.70 27 70 322 Y

Durham::Grant St::14729 Cul De Sac Linwood Av Asphalt 143.16 26 40 800 Y

Durham::Grant St::14795 Linwood Av Massey Av Asphalt 383.75 24 82 435 Y

Durham::Grant St::14817 Massey Av Price Av Asphalt 220.96 27 31 392 Y

Durham::Grant St::14865 Price Av Cox Av Asphalt 336.63 27 23 317 Y

Durham::Grant St::19345 E Ramseur St E Pettigrew St Asphalt 61.92 38 72 575 Y

Durham::Gray Ave::13440 Cleveland St N Roxboro St Asphalt 344.29 28 64 359 Y

Durham::Gray Ave::13454 Gurley St N Elizabeth St Asphalt 372.10 27 31 440 Y

Durham::Gray Ave::13457 Gearwood Av Hanover St Asphalt 292.64 26 45 301 Y

Durham::Gray Ave::13459 Hazel St Gearwood Av Asphalt 297.57 26 33 231 Y

Durham::Gray Ave::13461 N Elizabeth St Hazel St Asphalt 499.01 27 48 539 Y

Durham::Gray Ave::13464 N Roxboro St Gurley St Asphalt 710.44 29 87 288 Y

Durham::Gray Bluff::11606 Trail Wood Dr Cul De Sac Asphalt 401.39 29 91 231 Y

Durham::Gray Fox C::16271 Tall Oaks Dr Cul‐De‐Sac Asphalt 346.39 31 87 346 Y

Durham::Great Bend::17087 Buffalo Wy E Geer St Asphalt 208.90 31 82 506 Y

Durham::Great Bend::17146 Buffalo Way Lime St Asphalt 320.25 24 91 254 Y

Durham::Great Bend::17150 Landon Farms Ln Spring Creek Dr Asphalt 288.62 24 57 428 Y

Durham::Great Bend::17450 1607 Great Bend Dr Glenbrittle Dr Asphalt 423.93 23 88 235 Y

Durham::Great Bend::17487 Smoky River Ct Landon Farms Ln Asphalt 293.73 23 28 384 Y

Durham::Great Bend::17488 Spring Creek Dr Smoky River Ct Asphalt 373.21 22 68 274 Y

Durham::Great Bend::17695 Glenbrittle Dr Padstow Ct Asphalt 363.47 23 91 241 Y

Durham::Great Bend::17697 Padstow Ct Grosmont Ct Asphalt 182.11 23 93 224 Y

Durham::Great Bend::17700 Grosmont Ct Buffalo Way Asphalt 347.22 24 95 237 Y

Durham::Great Bend::17701 E Geer St Spring Creek Dr Asphalt 227.23 29 81 335 Y

Durham::Great Bend::18438 1734 Great Bend Dr Buffalo Way Asphalt 87.48 22 85 229 Y

Durham::Great Bend::18439 Great Bend Dr 1607 Great Bend Dr Asphalt 189.47 22 93 282 Y

Durham::Great Oak::19012 Lakeshore Dr Cul‐De‐Sac Asphalt 389.09 18 67 271 Y

Durham::Green Mill::15645 Dixon Rd Logging Tr Asphalt 280.62 35 84 254 Y

Durham::Green Mill::15677 Logging Trl Cul‐De‐Sac Asphalt 881.98 23 35 367 Y

Durham::Green Mill::19851 Dixon Rd Logging Tr Asphalt 95.37 37 63 437 Y

Durham::Green Oak::11232 Cassandra Dr Miramont Dr Asphalt 930.77 22 90 214 Y

Durham::Green Oak::11282 Latta Rd Cassandra Dr Asphalt 1213.32 21 92 193 Y

Durham::Green Spri::18183 Lyon Farm Dr Cul‐De‐Sac Asphalt 158.67 27 76 310 Y

Durham::Green St::12928 Rosehill Av Oakland Av Asphalt 284.35 28 88 387 Y

Durham::Green St::12930 Hale St Rosehill Av Asphalt 346.62 28 92 498 Y

Durham::Green St::12933 Carolina Av Hale St Asphalt 337.03 28 81 368 Y

Durham::Green St::12936 Virgie St Carolina Av Asphalt 369.22 28 25 333 Y

Durham::Green St::12938 Edith St Virgie St Asphalt 370.92 28 52 251 Y

Durham::Green St::12942 Ninth St Edith St Asphalt 377.30 28 64 332 Y

Durham::Green St::12946 Iredell St Ninth St Asphalt 358.74 28 58 352 Y

Durham::Green St::12947 Broad St Iredell St Asphalt 358.37 31 23 480 Y

Durham::Green St::12950 Clarendon St Broad St Asphalt 364.49 29 92 274 Y

Durham::Green St::12953 Trinity Heights Alley B Aly Clarendon St Asphalt 356.69 29 71 246 Y

Durham::Green St::12954 Trinity Heights Alley A Aly Sedgefield St Asphalt 179.75 30 78 209 Y

Durham::Green St::12956 Berkeley St Alley Asphalt 184.50 30 83 291 Y

Durham::Green St::12959 Onslow St Berkeley St Asphalt 355.17 27 82 288 Y

Durham::Green St::12961 Lancaster St Onslow St Asphalt 361.37 28 88 354 Y

Durham::Green St::12964 N Buchanan Blvd Lancaster St Asphalt 354.16 28 89 240 Y

Durham::Green St::12966 Watts St N Buchanan Bv Asphalt 353.90 27 70 432 Y

Durham::Green St::12975 N Gregson St Watts St Asphalt 816.89 29 52 241 Y

Durham::Green St::12976 N Duke St N Gregson St Asphalt 792.09 29 48 575 Y

Durham::Green St::12979 Ruffin St N Duke St Asphalt 755.48 30 68 240 Y

Durham::Green St::12981 Edgevale Rd Washington St Asphalt 567.87 32 70 291 Y

Durham::Green St::12982 Glendale Av Edgevale Rd Asphalt 364.13 30 55 546 Y

Durham::Green St::12983 Rand St Ruffin St Asphalt 291.01 32 74 264 Y

Durham::Green St::12984 Washington St Rand St Asphalt 866.00 31 53 214 Y
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Durham::Green St::19418 Rosehill Av Oakland Av Asphalt 80.21 46 89 577 Y

Durham::Greenbriar::13291 Fairfax Rd Robinhood Rd Asphalt 1038.36 30 89 173 Y

Durham::Greenbriar::13304 N Miami Bv Fairfax Rd Asphalt 240.22 28 80 280 Y

Durham::Greenfield::12207 Cul De Sac Bennett Memoria Asphalt 540.05 23 92 143 Y

Durham::Greenleaf::13125 End Of Street E Markham Ave Asphalt 381.37 26 46 800 Y

Durham::Greenview::16265 Cul De Sac Starcross Ln Asphalt 103.76 31 35 670 Y

Durham::Greenview::16294 Starcross Ln Carolwood Ln Asphalt 253.59 23 92 287 Y

Durham::Greenview::16320 Carolwood Ln S Roxboro St Asphalt 218.31 22 38 348 Y

Durham::Greenway C::17683 Stoneybrook Dr Brookchase Ln Asphalt 417.60 21 95 288 Y

Durham::Greenwich::11912 Vanderbilt Ct W Carver St Asphalt 585.68 23 93 333 Y

Durham::Greenwood::12428 Elgin St Acadia St Asphalt 574.07 29 88 270 Y

Durham::Greers Fer::19101 Chesden Dr Cul‐De‐Sac Asphalt 173.03 22 37 312 Y

Durham::Gregmoor C::18694 Capstone Dr Cul‐De‐Sac Asphalt 130.73 24 100 230 Y

Durham::Gresham Av::12378 Farthing St Shenandoah Av Asphalt 456.88 27 92 465 Y

Durham::Gresham Av::12381 Shenandoah Av Elgin St Asphalt 391.50 30 36 261 Y

Durham::Gresham Av::12385 Elgin St Cul‐De‐Sac Asphalt 922.55 30 90 145 Y

Durham::Gretmar Dr::14469 Ridge Rd Cul De Sac Asphalt 862.73 22 88 268 Y

Durham::Greyfield::16099 Clearview Ln Juliette Dr Asphalt 668.52 30 79 359 Y

Durham::Greyfield::16134 Bluebird Ct Clearview Ln Asphalt 839.22 29 86 443 Y

Durham::Greyfield::16145 S Roxboro St Shady Ridge Ct Asphalt 133.51 35 71 306 Y

Durham::Greyfield::16151 Kilary Dr Bluebird Ct Asphalt 391.37 30 40 497 Y

Durham::Greyfield::16154 Shady Ridge Ct Kilary Dr Asphalt 394.24 29 45 293 Y

Durham::Greymist D::16102 Spring Meadow Dr Cul‐De‐Sac Asphalt 405.28 25 28 318 Y

Durham::Greyson Dr::13628 Grandview Dr Freeman Rd Asphalt 347.34 29 92 228 Y

Durham::Greyson Dr::13644 Oakside Ct Grandview Dr Asphalt 283.77 29 32 384 Y

Durham::Greyson Dr::13671 Thebes Pl Oakside Ct Asphalt 245.71 28 17 350 Y

Durham::Greyson Dr::13725 Newland Pl Thebes Pl Asphalt 275.08 28 26 296 Y

Durham::Greyson Dr::13747 Grandview Dr Newland Pl Asphalt 203.61 28 20 444 Y

Durham::Greyson Dr::13812 Pineburr Pl Grandview Dr Asphalt 457.23 29 86 261 Y

Durham::Greyson Dr::13867 Penn Dr Pineburr Pl Asphalt 384.42 29 90 206 Y

Durham::Greyson Dr::13894 Clayton Rd Penn Dr Asphalt 98.47 36 41 535 Y

Durham::Greyson Dr::19614 Clayton Rd Penn Dr Asphalt 54.86 38 58 406 Y

Durham::Greyson Dr::19616 Clayton Rd Penn Dr Asphalt 97.84 38 37 800 Y

Durham::Greystone::13893 Stonelick Dr Clayton Rd Asphalt 433.73 28 77 177 Y

Durham::Greystone::13897 Cul De Sac Stonelick Dr Asphalt 118.79 32 30 248 Y

Durham::Greystone::16448 Fortunes Ridge Dr Cul‐De‐Sac Asphalt 318.79 26 91 248 Y

Durham::Greystone::19613 Stonelick Dr Clayton Rd Asphalt 77.40 30 47 388 Y

Durham::Greystone::19615 Stonelick Dr Clayton Rd Asphalt 91.69 32 66 283 Y

Durham::Griffith P::14371 Marlin Dr Cul‐De‐Sac Asphalt 362.02 24 30 233 Y

Durham::Grist Mill::11252 Dead End Glossy Leaf Pl Asphalt 896.26 22 88 185 Y

Durham::Grist Mill::11256 Glossy Leaf Pl Stephens Ln Asphalt 499.26 23 92 212 Y

Durham::Grosbeak L::15915 Orchard Oriole Ln Cul‐De‐Sac Asphalt 366.51 18 73 734 Y

Durham::Grosmont C::17696 Grosmont Ct Cul‐De‐Sac Asphalt 169.58 24 92 677 Y

Durham::Grouse Ct::11814 Grouse Ct Davie Rd Asphalt 407.23 20 61 261 Y

Durham::Grouse Ct::11862 Cul‐De‐Sac Camberley Dr Asphalt 568.54 20 71 211 Y

Durham::Grove Ridg::15010 Nichols Farm Dr Chintelly Ct Asphalt 933.43 22 94 173 Y

Durham::Grove Ridg::15028 Chintelly Ct Nichols Farm Dr Asphalt 213.84 24 93 285 Y

Durham::Guardian D::16833 S Miami Bv Edinborough Dr Asphalt 257.73 36 86 315 Y

Durham::Guardian D::16858 Edinborough Dr Beaver Dam Rn Asphalt 677.08 38 76 206 Y

Durham::Guardian D::16882 Beaver Dam Rn Beaver Dam Rn Asphalt 448.58 37 73 217 Y

Durham::Guardian D::16897 Beaver Dam Rn Dead End Asphalt 342.66 16 69 143 Y

Durham::Guardian D::19794 Beaver Dam Rn Dead End Asphalt 253.84 30 75 191 Y

Durham::Guardian D::19795 S Miami Bv Edinborough Dr Asphalt 148.94 44 80 149 Y

Durham::Guernsdel::12129 Windgate Dr Stoneybrook Dr Asphalt 740.53 28 95 153 Y

Durham::Guess Rd::12480 Hillcrest Dr Broad St Asphalt 477.78 47 92 242 Y

Durham::Guess Rd::12523 Sedgefield St Hillcrest Dr Asphalt 483.00 42 99 208 Y

Durham::Guess Rd::12542 Ida St Sedgefield St Asphalt 254.09 43 99 211 Y

Durham::Guess Rd::12561 Berkeley St Ida St Asphalt 199.08 42 99 161 Y

Durham::Guess Rd::12621 Lancaster St Berkeley St Asphalt 611.02 60 99 179 Y

Durham::Guess Rd::12695 W Club Bv Lancaster St Asphalt 555.42 58 99 142 Y

Durham::Guess Rd::19519 W Club Bv Lancaster St Asphalt 264.12 45 100 131 Y

Durham::Guess Rd::19520 Lancaster St Berkeley St Asphalt 95.17 56 100 152 Y

Durham::Guess Rd::19521 Lancaster St Berkeley St Asphalt 146.95 42 100 207 Y

Durham::Guess Rd::19523 Berkeley St Ida St Asphalt 129.35 44 100 207 Y

Durham::Guilder Cv::17432 Winding Arch Dr Cul‐De‐Sac Asphalt 250.56 24 28 625 Y

Durham::Guilford P::19172 Windcrest Rd Cul De Sac Asphalt 266.93 22 45 451 Y

Durham::Guinevere::11285 Atterbury Ln Cul‐De‐Sac Asphalt 331.08 22 59 241 Y

Durham::Guinevere::11307 Cul‐De‐Sac Atterbury Ln Asphalt 500.83 24 37 224 Y

Durham::Gunston Ln::15205 Nichols Farm Dr Southshore Pw Asphalt 188.69 26 46 246 Y

Durham::Gunston Ln::15246 Dalidary Ct Nichols Farm Dr Asphalt 338.18 23 55 354 Y

Durham::Gunston Ln::15257 Vestrial Ln Cameroons Pl Asphalt 341.21 23 81 255 Y

Durham::Gunston Ln::15259 Cameroons Pl Dalidary Ct Asphalt 362.22 24 69 260 Y

Durham::Gunter St::14172 Rosedale Av Chapel Hill Rd Asphalt 920.38 24 95 219 Y

Durham::Gunter St::14175 Moreland Av Rosedale Av Asphalt 237.72 25 56 676 Y

Durham::Gunter St::14177 Kent St Moreland Av Asphalt 242.47 25 27 296 Y

Durham::Gurley St::13345 Lyric St E Geer St Asphalt 578.51 24 34 291 Y

Durham::Gurley St::13359 E Corporation St Lyric St Asphalt 159.06 22 46 271 Y

Durham::Gurley St::13369 Wake Pl E Corporation St Asphalt 74.19 22 63 264 Y

Durham::Gurley St::13404 Dowd St Wake Pl Asphalt 239.91 22 58 396 Y

Durham::Gurley St::13455 Gray Av Dowd St Asphalt 398.36 27 79 191 Y

Durham::Gurley St::13506 Canal St Gray Ave Asphalt 247.86 28 27 368 Y

Durham::Gurley St::13540 Mallard Av Canal St Asphalt 288.21 28 36 334 Y

Durham::Gurley St::13567 Mallard Ave Mallard Ave Asphalt 115.32 28 84 650 Y

Durham::Gurley St::13601 Primitive St Mallard Av Asphalt 187.68 28 41 471 Y

Durham::Gurley St::13639 Primitive St Primitive St Asphalt 174.96 29 35 800 Y

Durham::Gurley St::13663 Ottawa Av Primitive St Asphalt 120.21 26 71 800 Y
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Durham::Gurley St::13690 Carlton Av Ottawa Av Asphalt 220.40 29 59 763 Y

Durham::Guy Walker::15025 Nichols Farm Dr Bobby Parker Pl Asphalt 182.46 23 28 255 Y

Durham::Guy Walker::15085 Bobby Parker Pl Harold Keen Ct Asphalt 470.74 21 28 306 Y

Durham::Guy Walker::15110 Harold Keen Ct Wateroaks Ct Asphalt 235.54 22 87 400 Y

Durham::Guy Walker::15147 Wateroaks Ct Bob Wilkes Ct Asphalt 275.39 22 38 326 Y

Durham::Guy Walker::15228 Bob Wilkes Ct Nichols Farm Dr Asphalt 592.11 23 93 221 Y

Durham::Guy Walker::15256 Nichols Farm Dr Waterview Ct Asphalt 312.31 24 60 409 Y

Durham::Guy Walker::15286 Waterview Ct Crossing Dr Asphalt 296.64 23 59 218 Y

Durham::Guy Walker::15301 Crossing Dr Cul‐De‐Sac Asphalt 104.07 24 76 274 Y

Durham::Gwendolyn::14757 Stoney Dr Stoneleigh Ct Asphalt 388.80 23 75 316 Y

Durham::Gwendolyn::14774 Stoneleigh Ct Cul‐De‐Sac Asphalt 205.31 23 41 223 Y

Durham::Hackney Ln::17978 Prospect Pkwy Mebane Ln Asphalt 288.32 28 95 126 Y

Durham::Hackney Ln::17979 Mebane Ln Woodsdale Dr Asphalt 255.49 28 93 233 Y

Durham::Haddington::11000 Haddington Dr Cul‐De‐Sac Asphalt 464.77 25 67 305 Y

Durham::Haddington::11002 Old Trail Dr Shadow Creek Ct Asphalt 603.90 24 69 335 Y

Durham::Haddington::11004 Hunters Green Ct Old Trail Dr Asphalt 465.01 29 84 313 Y

Durham::Haddington::11008 Hallbrook Ct Hunters Green Ct Asphalt 326.66 27 66 278 Y

Durham::Haddington::11013 Blackford Ct Hallbrook Ct Asphalt 408.82 29 30 307 Y

Durham::Haddington::11014 Old Trail Dr Blackford Ct Asphalt 945.27 30 87 147 Y

Durham::Haddon Rd::17321 Harriman Rd Doubleday Pl Asphalt 861.85 20 77 220 Y

Durham::Hadley Ln::16937 Pelham Rd Cul‐De‐Sac Asphalt 169.25 29 85 402 Y

Durham::Haggis Ct::11803 Glasgow St Cul‐De‐Sac Asphalt 231.87 26 95 416 Y

Durham::Hale St::12820 W Knox St Englewood Av Asphalt 594.70 30 34 565 Y

Durham::Hale St::12844 W Knox St W Knox St Asphalt 175.27 30 34 783 Y

Durham::Hale St::12929 Green St W Knox St Asphalt 606.15 29 74 525 Y

Durham::Hale St::12970 Dezern Pl Green St Asphalt 276.13 27 96 406 Y

Durham::Hale St::12991 Gin St Dezern Pl Asphalt 167.42 28 83 405 Y

Durham::Hale St::13001 Hillsborough Rd Gin St Asphalt 113.86 30 81 355 Y

Durham::Haledon Ci::16657 Revere Rd Revere Rd Asphalt 488.02 20 80 305 Y

Durham::Hales Wood::18297 Calwell Creek Dr Hayden Pond Ln Asphalt 1103.51 28 94 218 Y

Durham::Hales Wood::18299 Barbee Chapel Rd Calwell Creek Dr Asphalt 127.09 43 63 800 Y

Durham::Hales Wood::18301 Hayden Pond Ln Uc Asphalt 813.20 28 92 197 Y

Durham::Hales Wood::19255 Barbee Chapel Rd Calwell Creek Dr Asphalt 104.87 35 78 442 Y

Durham::Hallbrook::11009 Haddington Dr Cul‐De‐Sac Asphalt 127.19 31 45 445 Y

Durham::Halley St::14077 Moreland Av Rosedale Av Asphalt 238.85 28 45 483 Y

Durham::Halley St::14081 Kent St Moreland Av Asphalt 237.05 28 73 342 Y

Durham::Halley St::14088 Cornell St Kent St Asphalt 301.44 28 73 709 Y

Durham::Halley St::14096 Fairview St Cornell St Asphalt 283.96 30 39 284 Y

Durham::Halsey Pl::15742 Cedarwood Dr Cul‐De‐Sac Asphalt 237.77 25 93 512 Y

Durham::Halyard Ct::15840 Buxton St Cul‐De‐Sac Asphalt 293.03 23 33 440 Y

Durham::Hamilton G::17402 Lumley Rd Brimmer St Asphalt 375.15 27 44 322 Y

Durham::Hamlet Pl::18781 Shakespeare Dr Cul‐De‐Sac Asphalt 299.29 19 95 274 Y

Durham::Hamlet Pl::18804 Cul‐De‐Sac Shakespeare Dr Asphalt 147.04 27 63 271 Y

Durham::Hammond St::12383 Dominion St Lindbergh St Asphalt 704.44 30 93 175 Y

Durham::Hammond St::12394 Farthing St Highland Av Asphalt 473.24 27 30 520 Y

Durham::Hammond St::12395 Highland Av N Roxboro St Asphalt 388.15 28 66 800 Y

Durham::Hammond St::12400 N Roxboro St Banner St Asphalt 339.24 30 85 184 Y

Durham::Hammond St::12401 Cascadilla St Dominion St Asphalt 909.90 18 89 256 Y

Durham::Hammond St::12402 Banner St Cascadilla St Asphalt 888.23 23 92 255 Y

Durham::Hampshire::16561 Marlborough Way Cul‐Ed‐Sac Asphalt 163.47 35 66 583 Y

Durham::Hampstead::17296 Nichols Farm Dr Lick Creek Ln Asphalt 543.20 28 65 237 Y

Durham::Hampstead::17297 Lick Creek Ln Cul‐De‐Sac Asphalt 95.47 30 62 457 Y

Durham::Hampton Hi::16651 Huntingridge Rd Cul‐De‐Sac Asphalt 313.31 29 86 444 Y

Durham::Hamstead C::15928 Brighton Rd End Of Street Asphalt 2460.54 20 84 240 Y

Durham::Hamstead C::19719 Brighton Rd End Of Street 92.09 11 ‐1 ‐1 N Unpaved

Durham::Hannah Ct::15878 Ludgate Dr Cul‐De‐Sac Asphalt 204.70 22 49 478 Y

Durham::Hanover St::13393 Dowd St Drew St Asphalt 185.89 28 28 442 Y

Durham::Hanover St::13456 Gray Av Dowd St Asphalt 423.58 26 33 214 Y

Durham::Hanover St::13473 Juniper St Gray Av Asphalt 134.69 30 79 447 Y

Durham::Hanska Ct::19007 Tahoe Dr Cul‐De‐Sac Asphalt 175.74 22 90 417 Y

Durham::Hanson Rd::17392 Bay Point Dr Hanson Rd Asphalt 937.97 29 72 309 Y

Durham::Hanson Rd::17393 Hanson Rd Shady Side Ln Asphalt 293.85 30 74 284 Y

Durham::Hanson Rd::17395 Shady Side Ln Fayetteville Rd Asphalt 1869.88 21 78 177 Y

Durham::Hanson Rd::17396 Shady Side Ln Shady Side Ln Asphalt 814.54 29 88 242 Y

Durham::Hanson Rd::19716 Shady Side Ln Shady Side Ln Asphalt 93.21 24 86 280 Y

Durham::Hardee St::13222 Cheek Rd E Geer St Asphalt 1388.57 28 79 151 Y

Durham::Hardee St::13269 Naples Pl Cheek Rd Asphalt 352.29 21 42 219 Y

Durham::Hardee St::13278 Benning St Naples Pl Asphalt 129.99 25 32 387 Y

Durham::Hardee St::13348 Mimosa St Benning St Asphalt 583.50 22 34 318 Y

Durham::Hardee St::13425 Landon St Mimosa St Asphalt 780.31 23 35 276 Y

Durham::Hardee St::13481 Fiske St Landon St Asphalt 463.20 25 34 254 Y

Durham::Hardee St::13588 Delano St Fiske St Asphalt 591.26 22 42 204 Y

Durham::Hardee St::13683 Raynor St Delano St Asphalt 517.35 22 70 174 Y

Durham::Hardee St::13743 Wellons Dr Raynor St Asphalt 220.82 21 57 206 Y

Durham::Hardee St::13794 Fidelity Dr Wellons Dr Asphalt 337.45 33 46 174 Y

Durham::Hardee St::13924 Holloway St Fidelity Dr Asphalt 446.22 23 75 217 Y

Durham::Hardee St::14038 Liberty St Holloway St Asphalt 493.82 20 59 460 Y

Durham::Hardee St::19638 Liberty St Holloway St Asphalt 166.69 34 55 702 Y

Durham::Hardee St::19639 Cheek Rd E Geer St Asphalt 149.97 44 94 233 Y

Durham::Hardee St::19640 Cheek Rd E Geer St Asphalt 197.51 37 83 255 Y

Durham::Hardee St::19641 Naples Pl Cheek Rd Asphalt 232.78 36 93 508 Y

Durham::Hardee St::19642 Wellons Dr Raynor St Asphalt 128.77 29 47 130 Y

Durham::Hardee St::19644 Fidelity Dr Wellons Dr Asphalt 59.08 30 78 307 Y

Durham::Hardee St::19645 Holloway St Fidelity Dr Asphalt 69.20 35 67 121 Y

Durham::Hardee St::19646 Holloway St Fidelity Dr Asphalt 157.41 35 68 326 Y

Durham::Hardwick D::16617 Basil Dr Cul‐De‐Sac Asphalt 269.98 26 47 565 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Hardwick D::16621 Oxboro Cr Basil Dr Asphalt 273.86 23 38 448 Y

Durham::Hardwick D::16632 Wellingham Dr Oxboro Cr Asphalt 582.01 23 41 461 Y

Durham::Hardwick D::16636 Cul De Sac Wellingham Dr Asphalt 126.15 26 25 571 Y

Durham::Hargrove S::13233 Glendale Av Bay St Asphalt 272.19 28 78 274 Y

Durham::Hargrove S::13236 Bay St North St Asphalt 306.13 28 65 285 Y

Durham::Harkness C::17777 Kilgo Dr Katie Ln Asphalt 404.62 30 92 313 Y

Durham::Harkness C::17779 Albritton Dr Kilgo Dr Asphalt 348.36 27 88 231 Y

Durham::Harkness C::17783 Deeds Dr Albritton Dr Asphalt 913.17 28 94 218 Y

Durham::Harkness C::17784 Henningson Way Henningson Way Asphalt 417.19 30 93 183 Y

Durham::Harkness C::17785 Henningson Way Deeds Dr Asphalt 388.14 28 93 195 Y

Durham::Harkness C::17787 Keohane Dr Henningson Way Asphalt 394.31 29 92 260 Y

Durham::Harkness C::17789 Katie Ln Keohane Dr Asphalt 470.44 30 87 193 Y

Durham::Harnett St::14846 E Pettigrew St Dead End Asphalt 417.19 16 73 156 Y

Durham::Harnett St::18852 196.69 8 ‐1 ‐1 N Does Not Exist

Durham::Harold Kee::15084 Guy Walker Way Cul‐De‐Sac Asphalt 226.82 23 85 504 Y

Durham::Harrigan C::11799 Glasgow St Cul‐De‐Sac Asphalt 181.55 25 42 374 Y

Durham::Harriman R::14439 Haddon Rd Doubleday Pl Asphalt 642.09 27 78 329 Y

Durham::Harriman R::14485 Cromwell Rd Haddon Rd Asphalt 516.40 22 92 249 Y

Durham::Harriman R::14530 Ridge Rd Cromwell Rd Asphalt 372.49 22 54 305 Y

Durham::Harrington::15847 Kirby St Cul‐De‐Sac Asphalt 277.65 24 46 266 Y

Durham::Hart St::14421 Cody St Harvard Av Asphalt 820.08 28 40 266 Y

Durham::Hart St::14427 S Briggs Av Cody St Asphalt 310.39 26 58 281 Y

Durham::Hart St::14429 S Guthrie Av S Briggs Av Asphalt 309.47 28 83 296 Y

Durham::Hart St::14432 S Driver St S Guthrie Av Asphalt 503.31 27 70 262 Y

Durham::Hart St::14436 Roberson St S Driver St Asphalt 234.68 26 63 401 Y

Durham::Hart St::14440 S Maple St Roberson St Asphalt 575.02 27 68 372 Y

Durham::Hartley Pl::15214 Porchlight Ct Cul De Sac Asphalt 266.43 22 63 312 Y

Durham::Harvard Av::14293 S Felix St S Miami Bv Asphalt 460.42 22 92 243 Y

Durham::Harvard Av::14318 Marlin Dr S Felix St Asphalt 357.37 22 92 288 Y

Durham::Harvard Av::14348 Marlin Dr Marlin Dr Asphalt 443.44 22 95 314 Y

Durham::Harvard Av::14367 S Benjamine St Marlin Dr Asphalt 294.08 22 84 252 Y

Durham::Harvard Av::14411 Hart St S Benjamine St Asphalt 786.54 26 78 207 Y

Durham::Harvard Av::14456 Truce St Hart St Asphalt 557.71 28 88 263 Y

Durham::Harvard Av::14483 Cody St Truce St Asphalt 326.28 28 82 250 Y

Durham::Harvard Av::14509 S Briggs Av Cody St Asphalt 351.41 27 92 292 Y

Durham::Harvard Av::14540 S Guthrie Av S Briggs Av Asphalt 301.71 25 39 470 Y

Durham::Harvard Av::14549 Ashe St S Guthrie Av Asphalt 108.68 25 29 455 Y

Durham::Harvard Av::17580 S Miami Blvd End Of Street Asphalt 343.63 21 12 350 Y

Durham::Harvest Oa::18529 Farm House Ln End Of Street Asphalt 138.60 20 80 308 Y

Durham::Harvest St::13060 Inlet Ave End Of Street Asphalt 1403.02 34 79 150 Y

Durham::Harvest St::13186 Cheek Rd Inlet Ave Asphalt 1312.51 34 71 213 Y

Durham::Harvey Pl::14981 Wade Rd Cul De Sac Asphalt 460.10 30 83 289 Y

Durham::Harwood Ct::16244 Cul De Sac Starcross Ln Asphalt 239.77 22 89 479 Y

Durham::Hathaway R::15883 Devon Rd Surrey Ln Asphalt 1433.33 18 87 200 Y

Durham::Haventree::16998 Whisperwood Dr Rustic Wood Ln Asphalt 673.75 25 31 387 Y

Durham::Haventree::17000 Cul De Sac Whisperwood Dr Asphalt 455.44 24 92 291 Y

Durham::Haventree::17001 Rustic Wood Ln Woodsage Ln Asphalt 283.49 24 27 357 Y

Durham::Haventree::17007 Woodsage Ln Silverwood Ct Asphalt 293.29 24 25 398 Y

Durham::Haventree::17010 Silverwood Ct Piperwood Ct Asphalt 293.48 27 55 279 Y

Durham::Haverford::12368 Leon St Dead End Asphalt 669.17 30 86 193 Y

Durham::Haverford::12406 Hudson Av Leon St Asphalt 315.99 30 84 213 Y

Durham::Haverford::12414 Hudson Av Hudson Av Asphalt 142.10 56 77 291 Y

Durham::Hawaii Ct::15787 Cook Rd Cul‐De‐Sac Asphalt 226.70 26 39 356 Y

Durham::Hawick Ln::12271 Firth Rd Corinth Ln Asphalt 234.46 21 27 281 Y

Durham::Hawkins St::17948 Pattersons Mill Rd Pickard Pl Asphalt 524.07 23 94 150 Y

Durham::Hawkins St::17949 Pickard Pl Creighton Hall Way Asphalt 553.93 22 94 179 Y

Durham::Hawthorne::11767 Cole Mill Rd East Oak Dr Asphalt 2326.69 21 88 139 Y

Durham::Hay Sedge::18040 Brook Chase Ln Cul‐De‐Sac Asphalt 217.01 19 93 269 Y

Durham::Haycox Ct::16872 Stinhurst Dr Cul‐De‐Sac Asphalt 536.13 25 94 240 Y

Durham::Hayden Pon::18300 Hales Wood Rd Cul‐De‐Sac Asphalt 368.01 20 95 151 Y

Durham::Hayfield D::12012 Shadow Moss Pl Wild Meadow Dr Asphalt 242.94 30 38 145 Y

Durham::Hayfield D::12026 Crepe Myrtle Pl Shadow Moss Pl Asphalt 210.58 28 53 261 Y

Durham::Hayfield D::12050 W Carver St Crepe Myrtle Pl Asphalt 279.85 30 54 285 Y

Durham::Hayride Pl::17754 Farm House Ln Cul‐De‐Sac Asphalt 95.99 20 51 420 Y

Durham::Hayti Ln::14383 Old Fayetteville St Cul‐De‐Sac Asphalt 208.74 28 90 206 Y

Durham::Hayward Dr::15382 Springstop Ln Hulon Dr Asphalt 447.84 22 30 296 Y

Durham::Haywood Ct::12325 Meeting St Cul De Sac Asphalt 78.05 52 25 800 Y

Durham::Haywood Ct::12348 Indian Tr Meeting St Asphalt 207.14 24 23 499 Y

Durham::Hazel St::13460 Gray Av Dowd St Asphalt 429.71 27 90 212 Y

Durham::Hazel St::13516 Canal St Gray Av Asphalt 309.00 26 79 267 Y

Durham::Hazel St::13574 Mallard Av Canal St Asphalt 368.48 28 69 357 Y

Durham::Hazen Ct::11171 Berg Pl Cul‐De‐Sac Asphalt 251.64 27 54 141 Y

Durham::Hearthside::15343 Welch Pl Bacon St Asphalt 496.40 31 45 227 Y

Durham::Hearthside::15359 Sargent Pl Welch Pl Asphalt 337.63 30 73 175 Y

Durham::Hearthside::15400 Bacon St Savannah Av Asphalt 837.58 30 75 280 Y

Durham::Hearthside::15442 Bacon St Sargent Pl Asphalt 756.06 30 48 235 Y

Durham::Hearthside::15456 Savannah Av Matilene Av Asphalt 538.09 31 90 282 Y

Durham::Hearthside::15476 Matilene Av Athens Av Asphalt 295.11 31 85 133 Y

Durham::Heath Pl::14677 Woodburn Rd Cul De Sac Asphalt 451.79 29 20 432 Y

Durham::Heather Pl::16194 Swarthmore Rd Cul‐De‐Sac Asphalt 154.31 26 44 226 Y

Durham::Heatherfor::17872 Cardinal Lake Dr Cul‐De‐Sac Asphalt 652.36 22 81 180 Y

Durham::Heathersto::14683 Briarhaven Dr Cul‐De‐Sac Asphalt 93.04 26 38 368 Y

Durham::Heatherwoo::16300 Crestbury Ct Dead End Asphalt 77.63 34 55 800 Y

Durham::Heatherwoo::16328 Bayridge Ct Crestbury Ct Asphalt 337.41 35 38 276 Y

Durham::Heatherwoo::16352 Fieldcrest Ct Bayridge Ct Asphalt 236.00 33 38 295 Y

Durham::Heatherwoo::16392 S Roxboro St Fieldcrest Ct Asphalt 491.66 34 82 219 Y
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Durham::Hedfield W::17609 Bellenden Dr Massey Chapel Rd Asphalt 191.86 36 37 455 Y

Durham::Hedfield W::19302 Bellenden Dr Massey Chapel Rd Asphalt 93.65 38 96 462 Y

Durham::Hedgerow P::11372 Whippoorwill St Cul‐De‐Sac Asphalt 344.82 32 96 515 Y

Durham::Heidelberg::13297 Ellington St Cheek Rd Asphalt 748.96 24 47 357 Y

Durham::Hellen Ct::13070 Clifford Dr Cul‐De‐Sac Asphalt 84.89 44 39 371 Y

Durham::Hemler Dr::18270 Coggins Mine Ct Cul‐De‐Sac Asphalt 310.78 22 93 800 Y

Durham::Hemler Dr::18273 Kinsale Dr Coggins Mine Ct Asphalt 296.35 21 90 240 Y

Durham::Hemlock Av::15516 Red Oak Av Chalmers St Asphalt 367.99 20 70 106 Y

Durham::Hemlock Av::15534 Elmira Av Red Oak Av Asphalt 325.17 23 36 279 Y

Durham::Hemlock Hi::17967 Rencher Ct Strowd Ct Asphalt 535.88 22 95 108 Y

Durham::Hemlock Hi::17968 Strowd Ct Riverland Farm Ct Asphalt 224.92 23 95 168 Y

Durham::Hemlock Hi::17970 Riverland Farm Ct Golden Belt Pkwy Asphalt 227.86 22 94 101 Y

Durham::Hemlock Hi::17972 Golden Belt Pkwy Seawell Ct Asphalt 241.76 23 78 360 Y

Durham::Hemlock Hi::17973 Seawell Ct Antioch Ct Asphalt 183.95 23 83 393 Y

Durham::Hemlock Hi::17974 Antioch Ct Copper Leaf Pkwy Asphalt 635.11 23 92 267 Y

Durham::Hemlock Hi::17988 Eagle Lodge Ln Rencher Ct Asphalt 415.37 23 94 200 Y

Durham::Hemlock Hi::17989 Cul‐De‐Sac Eagle Lodge Ln Asphalt 265.08 18 94 242 Y

Durham::Hemming Wa::16564 Rollingwood Dr Cul‐De‐Sac Asphalt 340.17 22 93 276 Y

Durham::Hemmingwoo::18974 Dandywood Ln Stumpwood Ln Asphalt 403.07 22 72 285 Y

Durham::Hemmingwoo::18978 Walkenwood Ct Dandywood Ln Asphalt 249.70 22 69 226 Y

Durham::Hemmingwoo::18979 Fayetteville St Walkenwood Ct Asphalt 699.65 22 83 222 Y

Durham::Hemsworth::15671 Reynolds Ave N Courtland Dr Asphalt 406.55 30 78 233 Y

Durham::Hemsworth::15726 Courtland Dr Reynolds Av Asphalt 717.68 27 90 232 Y

Durham::Henderson::14223 End Of Street S Elm St Asphalt 466.52 28 36 642 Y

Durham::Henderson::19347 End Of Street S Elm St Asphalt 136.14 20 69 661 Y

Durham::Hendricks::15633 Shrewsbury St Cul De Sac Asphalt 134.09 24 72 460 Y

Durham::Henner Pl::19123 Wedgewood Ln Cul‐De‐Sac Asphalt 561.90 26 94 175 Y

Durham::Henningson::17774 Harkness Cir Harkness Cir Asphalt 867.92 18 77 215 Y

Durham::Henry Mill::18735 Bloomsbury Manor Dr Carolina Arbors Dr Asphalt 660.07 28 87 154 Y

Durham::Herbert St::13974 Holloway St #33 Aly Asphalt 215.61 26 71 266 Y

Durham::Herbert St::14036 #33 Aly Liberty St Asphalt 319.29 22 43 263 Y

Durham::Heritage D::11280 Mohegan Dr Umstead Rd Asphalt 266.34 28 62 194 Y

Durham::Heritage D::11327 Stacy Dr Mohegan Dr Asphalt 1167.66 20 79 269 Y

Durham::Heritage D::11363 Cul De Sac Stacy Dr Asphalt 861.94 20 75 233 Y

Durham::Hermine St::11677 Dead End Cannon Dr Asphalt 673.66 28 89 180 Y

Durham::Hermine St::11759 Rowemont Dr Chandellay Dr Asphalt 1348.82 27 59 354 Y

Durham::Hermine St::11828 Kirkwood Dr Rowemont Dr Asphalt 822.87 28 65 314 Y

Durham::Hermitage::14497 Arnette Av Homer St Asphalt 419.46 23 17 426 Y

Durham::Hermitage::14520 Hermitage Court Dr Arnette Av Asphalt 480.75 25 87 306 Y

Durham::Hermitage::14527 Hermitage Ct University Dr Asphalt 484.50 25 89 298 Y

Durham::Hermitage::14591 Homer St Hermitage Ct Asphalt 482.27 24 74 384 Y

Durham::Hermitage::14592 Hermitage Ct Hermitage Ct Dr Asphalt 497.23 24 91 254 Y

Durham::Hermitage::14679 Hermitage Ct W Forest Hills Blvd Asphalt 316.52 24 47 477 Y

Durham::Hermitage::19620 Hermitage Ct W Forest Hills Blvd Asphalt 104.37 66 39 179 Y

Durham::Hermitage::19621 Homer St Hermitage Ct Asphalt 75.25 22 34 369 Y

Durham::Herrick Pl::15719 Saxony Dr Cul‐De‐Sac Asphalt 192.17 25 79 695 Y

Durham::Herring Bl::12282 Butner St W Murray Av Asphalt 250.46 22 38 262 Y

Durham::Herring Bl::12334 W Maynard Av Butner St Asphalt 964.95 23 87 249 Y

Durham::Hertford P::14085 Chadbourne Dr Cul‐De‐Sac Asphalt 246.88 22 93 636 Y

Durham::Hewitt St::12107 Misty Pine Av N Roxboro St Asphalt 365.01 28 27 518 Y

Durham::Hibiscus S::13426 Ivy St Dead End Asphalt 234.48 29 86 315 Y

Durham::Hickory Gl::14321 Cul‐De‐Sac Wedgedale Ave Asphalt 474.44 23 40 343 Y

Durham::Hickory Gl::14492 Wedgedale Ave Cul‐De‐Sac Asphalt 993.07 23 45 200 Y

Durham::Hickory Nu::15835 Ed Cook Rd End Of Street Asphalt 908.59 20 44 232 Y

Durham::Hickory Nu::18754 Magnolia Tree Ln Hickory Nut Dr Asphalt 131.49 42 100 365 Y

Durham::Hickory Nu::18832 Dead End Magnolia Tree Ln Asphalt 154.99 41 86 337 Y

Durham::Hickory St::14711 Jacob St Simmons St Asphalt 409.30 21 69 505 Y

Durham::Hicks St::12907 Edmund St Hillsborough Rd Asphalt 350.65 30 62 169 Y

Durham::Hicks St::12922 W Main St Edmund St Asphalt 194.23 28 56 450 Y

Durham::Hico Way::18531 Plano Dr Rio Grande Ct Asphalt 267.08 19 95 342 Y

Durham::Hico Way::18534 Rio Grande Ct Cul‐De‐Sac Asphalt 84.30 30 95 260 Y

Durham::Hidcote Ci::16608 Wellingham Dr Cul De Sac Asphalt 177.28 26 31 180 Y

Durham::Hidden Hol::16439 Pickford Pl Long Ridge Rd Asphalt 473.11 32 21 392 Y

Durham::Hidden Hol::16444 Lumley Rd Pickford Pl Asphalt 192.22 30 64 213 Y

Durham::Hidden Mea::17208 Cardinal Lake Dr Cul‐De‐Sac Asphalt 440.76 21 75 359 Y

Durham::Hidden Rid::18059 Strolling Way Cul‐De‐Sac Asphalt 446.82 22 93 253 Y

Durham::Hidden Tre::18177 Amaryllis Ln Ph1 Asphalt 256.00 20 83 196 Y

Durham::Hidden Tre::18347 Birchrun Dr Amarillo Rose Ln Asphalt 264.63 22 90 206 Y

Durham::Hidden Tre::18349 Amaryllis Ln Birchrun Dr Asphalt 411.68 21 81 170 Y

Durham::Hidden Tre::18350 Amarillo Rose Ln 601 Hidden Treasure Dr Asphalt 107.57 22 86 163 Y

Durham::Hidden Tre::18565 601 Hidden Treasure Dr Briana Dr Asphalt 136.25 22 95 162 Y

Durham::Hiddenbroo::18397 Wellwater Ave Holly Blossom Dr Asphalt 170.29 29 69 360 Y

Durham::Hiddenbroo::18402 Holly Blossom Dr Vintage Holly Dr Asphalt 169.54 30 92 222 Y

Durham::Hiddenbroo::18603 Holly Blossom Dr Vintage Holly Dr Asphalt 159.65 29 86 359 Y

Durham::Hiddenbroo::18609 Vintage Holly Dr Dead‐End Asphalt 221.16 28 91 317 Y

Durham::Hideaway L::11267 Kendridge Dr Cul‐De‐Sac Asphalt 772.97 22 78 279 Y

Durham::Hideaway L::11273 Bowlings Creek Wy Kendridge Dr Asphalt 344.08 18 64 122 Y

Durham::Higbee St::12718 Farthing St N Roxboro St Asphalt 657.70 27 67 367 Y

Durham::High Fox D::18429 Pennock Rd Glenview Ln Asphalt 228.18 22 95 272 Y

Durham::High Meado::11317 Overlook Av Infinity Rd Asphalt 193.54 37 52 310 Y

Durham::High Meado::11338 Omega Rd Overlook Av Asphalt 339.84 30 67 506 Y

Durham::High Meado::11354 Brassy Creek Av Omega Rd Asphalt 300.31 30 81 285 Y

Durham::High Meado::11369 Omega Rd Meadow Lark Pl Asphalt 341.00 32 64 172 Y

Durham::High Meado::11370 Meadow Lark Pl Brassy Creek Av Asphalt 1009.73 30 81 194 Y

Durham::High Meado::19488 Overlook Av Infinity Rd Asphalt 186.99 41 50 507 Y

Durham::High St::14499 Echo Rd Blount St Asphalt 199.70 32 66 156 Y
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Durham::High St::14502 Rosedale Av Echo Rd Asphalt 333.07 31 90 375 Y

Durham::High St::14506 Moreland Av Rosedale Av Asphalt 399.69 28 61 278 Y

Durham::High St::14512 Kent St Moreland Av Asphalt 268.93 30 69 280 Y

Durham::Higher Lea::16995 Nc 751 Hwy Intern Way Asphalt 366.84 29 72 380 Y

Durham::Highgate D::16416 Hurdle Ct Chestnut Bluffs Ln Asphalt 299.23 26 83 260 Y

Durham::Highgate D::16419 Chimney Ridge Pl Hurdle Ct Asphalt 602.32 22 75 133 Y

Durham::Highgate D::16428 Chestnut Bluffs Ln Preakness Dr Asphalt 239.76 21 80 118 Y

Durham::Highgate D::16451 Thorne Ridge Dr Chimney Ridge Pl Asphalt 1360.03 22 81 156 Y

Durham::Highgate D::16455 Preakness Dr Woodwinds Dr Asphalt 782.94 23 77 130 Y

Durham::Highgate D::16463 Weathersfield Dr Thorne Ridge Dr Asphalt 385.55 23 81 119 Y

Durham::Highgate D::16472 Woodwinds Dr Cross Timbers Dr Asphalt 432.29 22 88 259 Y

Durham::Highgate D::16474 Woodcroft Pw Weathersfield Dr Asphalt 274.67 26 68 304 Y

Durham::Highgate D::16505 Cross Timbers Dr Woodcroft Pw Asphalt 449.78 23 88 163 Y

Durham::Highgate D::16512 Woodcroft Pw Running Brook Ct Asphalt 216.36 27 93 244 Y

Durham::Highgate D::16517 Running Brook Ct Saddlewood Ct Asphalt 453.44 31 74 429 Y

Durham::Highgate D::16521 Saddlewood Ct Fallen Oak Ct Asphalt 354.09 27 73 255 Y

Durham::Highgate D::16528 Fallen Oak Ct Sanderling Ct Asphalt 311.01 29 71 214 Y

Durham::Highgate D::16534 Sanderling Ct Woodbine Ct Asphalt 433.45 28 94 261 Y

Durham::Highgate D::16545 Woodbine Ct Dorset Pl Asphalt 854.29 28 75 272 Y

Durham::Highgate D::16555 Dorset Pl Parkridge Rd Asphalt 631.42 30 83 213 Y

Durham::Highgate D::16559 Parkridge Rd Marlborough Wy Asphalt 365.93 31 80 274 Y

Durham::Highgate D::16569 Marlborough Wy St James Ct Asphalt 660.33 29 92 225 Y

Durham::Highgate D::16577 St James Ct Churchwell Ct Asphalt 664.15 32 79 249 Y

Durham::Highgate D::16581 Churchwell Ct W Nc 54 Hwy Asphalt 227.14 39 87 578 Y

Durham::Highgate D::16584 W Nc 54 Hwy Audubon Lake Dr Asphalt 470.53 38 48 300 Y

Durham::Highgate D::16587 Touchstone Dr Southpark Dr Asphalt 287.12 37 21 480 Y

Durham::Highgate D::16588 Audubon Lake Dr Touchstone Dr Asphalt 355.40 40 59 351 Y

Durham::Highgate D::16590 Southpark Dr Harrier Ct Asphalt 486.04 32 12 562 Y

Durham::Highgate D::16591 Harrier Ct W Hw 54 Asphalt 579.52 29 34 298 Y

Durham::Highgate D::19388 Cross Timbers Dr Woodcroft Pw Asphalt 62.94 18 80 580 Y

Durham::Highgate D::19389 Woodcroft Pw Running Brook Ct Asphalt 65.07 18 87 458 Y

Durham::Highgate D::19392 Churchwell Ct W Nc 54 Hwy Asphalt 166.71 34 64 244 Y

Durham::Highgate D::19394 Harrier Ct W Hw 54 Asphalt 149.08 43 61 589 Y

Durham::Highgate D::19397 Woodcroft Pw Running Brook Ct Asphalt 111.45 30 84 193 Y

Durham::Highgate D::19398 Cross Timbers Dr Woodcroft Pw Asphalt 182.46 28 53 270 Y

Durham::Highgrove::18964 Kemmont Rd Cul‐De‐Sac Asphalt 313.49 18 73 285 Y

Durham::Highland A::12393 Hammond St E Maynard Av Asphalt 665.62 24 52 361 Y

Durham::Highland A::12438 E Lavender Av Hammond St Asphalt 448.24 28 37 497 Y

Durham::Highland A::12514 E Ellerbee St E Lavender Av Asphalt 695.31 26 37 633 Y

Durham::Highland A::12582 E Club Bv E Ellerbee St Asphalt 693.21 28 57 357 Y

Durham::Highplains::15864 Deep Forest Dr Cul‐De‐Sac Asphalt 290.25 26 34 425 Y

Durham::Highrock C::18997 Tahoe Dr Cul‐De‐Sac Asphalt 119.74 22 88 295 Y

Durham::Hildreth A::12623 End Of Street Ruffin St Asphalt 31.01 29 100 481 Y

Durham::Hildreth A::12624 Ruffin St End Of Street Asphalt 25.00 36 96 435 Y

Durham::Hill St::14380 W Lakewood Ave University Dr Asphalt 752.52 30 84 251 Y

Durham::Hillcrest::12420 Broad St Guess Rd Asphalt 746.14 30 31 185 Y

Durham::Hillcrest::12479 Guess Rd Broad St Asphalt 648.82 30 83 343 Y

Durham::Hillgrand::12719 Tremont Dr Tremont Dr Asphalt 1299.43 28 92 220 Y

Durham::Hillgrand::12770 Tremont Dr American Dr Asphalt 404.64 30 93 260 Y

Durham::Hillgrand::12812 American Dr Cul De Sac Asphalt 327.20 28 27 169 Y

Durham::Hillock Pl::11396 Indigo Creek Tr S Riverdale Dr Asphalt 1464.05 19 78 225 Y

Durham::Hillside A::14280 South St S Roxboro St Asphalt 1035.26 27 95 315 Y

Durham::Hillview D::17729 Bandock Dr Conover Rd Asphalt 824.24 28 100 171 Y

Durham::Hillview D::17730 Spicewood Ct Ashburn Ln Asphalt 432.65 29 100 184 Y

Durham::Hillview D::17731 Weathervane Dr Spicewood Ct Asphalt 551.29 28 100 245 Y

Durham::Hillview D::17732 Conover Rd Weathervane Dr Asphalt 618.12 28 100 175 Y

Durham::Hillview D::19665 Bandock Dr Conover Rd Asphalt 99.93 24 100 174 Y

Durham::Hilton Ave::14931 Etna St Cul‐De‐Sac Asphalt 197.89 26 61 774 Y

Durham::Hilton Ave::14939 University Dr Etna St Asphalt 427.38 24 44 588 Y

Durham::Hines Fore::18668 Clay Hill Way Horne Creek Dr Asphalt 485.60 28 94 143 Y

Durham::Hinson Dr::12158 Da Vinci St Berwyn Av Asphalt 540.54 35 39 246 Y

Durham::Hinson Dr::12222 Waring St Da Vinci St Asphalt 883.03 34 90 224 Y

Durham::Hinson Dr::12248 De Mille St Waring St Asphalt 389.39 35 81 189 Y

Durham::Hinson Dr::12275 Glenbrook Dr De Mille St Asphalt 225.36 32 93 331 Y

Durham::Hitchcock::11696 Hitchcock Dr Camellia Dr Asphalt 299.19 30 92 190 Y

Durham::Hitchcock::11720 Fashion Pl Hitchcock Dr Asphalt 830.98 30 89 203 Y

Durham::Hitchcock::11747 Camellia Dr Fashion Pl Asphalt 390.73 30 80 240 Y

Durham::Hitching R::16253 Tall Oaks Dr Cul‐De‐Sac Asphalt 128.90 33 89 277 Y

Durham::Hite Bluff::18715 Swift Creek Xing Dead End Asphalt 167.01 23 100 152 Y

Durham::Hoffler Ln::15764 New Hope Commons Dr Durham‐Chapel Hill Blvd Asphalt 390.67 30 64 255 Y

Durham::Holbrook S::12259 Corinth Ln Dead End Asphalt 32.28 25 87 243 Y

Durham::Holbrook S::12266 Ruskins Ave Corinth Ln Asphalt 34.05 25 62 800 Y

Durham::Holbrook S::12289 E Maynard Ave Corinth Ln Asphalt 362.42 23 93 176 Y

Durham::Holbrook S::12347 Hugo St E Maynard Av Asphalt 677.35 31 94 189 Y

Durham::Holland St::13550 W Morgan St End Of Street Asphalt 204.24 30 72 800 Y

Durham::Holloman R::16138 Dudley Cr Page Rd Asphalt 329.11 18 47 390 Y

Durham::Holloman R::16165 Glenco Rd Dudley Cr Asphalt 3291.77 18 45 276 Y

Durham::Holloman R::19712 Dudley Cr Page Rd Asphalt 93.25 26 49 768 Y

Durham::Holly Blos::18398 Cottonseed Way Hiddenbrook Dr Asphalt 896.73 29 84 276 Y

Durham::Holly Blos::18400 Wild Sage Way Cottonseed Way Asphalt 569.06 28 83 345 Y

Durham::Holly Blos::18403 English Ivy Dr English Ivy Dr Asphalt 386.43 28 95 282 Y

Durham::Hollyridge::11367 Lochaven Dr Kinlock Dr Asphalt 1545.22 19 86 161 Y

Durham::Hollywood::13073 Anita St E Markham Av Asphalt 618.02 29 93 305 Y

Durham::Hollywood::13079 Cul‐De‐Sac Anita St Asphalt 382.91 30 90 473 Y

Durham::Holmes Cir::16734 Revere Rd Revere Rd Asphalt 395.08 20 44 181 Y

Durham::Holston Dr::11540 Marne Av Dead End Asphalt 184.17 22 70 419 Y
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Durham::Holston Dr::11562 Red Ash Cr Marne Av Asphalt 342.40 21 69 364 Y

Durham::Holston Dr::11568 Horton Rd Red Ash Cr Asphalt 188.71 22 72 577 Y

Durham::Holt Schoo::11505 Wellington Dr Dead End Asphalt 409.39 20 39 276 Y

Durham::Holt Schoo::11534 Barenwood Cr Wellington Dr Asphalt 465.16 21 93 204 Y

Durham::Holt Schoo::11551 Valley Dr Barenwood Cr Asphalt 515.39 23 89 201 Y

Durham::Holt Schoo::11607 Newby Dr Valley Dr Asphalt 1482.83 19 75 218 Y

Durham::Holt Schoo::11626 N Duke St Newby Dr Asphalt 204.66 19 85 285 Y

Durham::Holt Schoo::19595 N Duke St Newby Dr Asphalt 176.42 36 87 252 Y

Durham::Holton St::13248 Glasson St Mordecai St Asphalt 426.40 30 71 278 Y

Durham::Home Croft::17099 Appling Wy Cul De Sac Asphalt 159.26 25 27 343 Y

Durham::Homeland A::15552 Fayetteville St Barton Av Asphalt 254.89 29 17 314 Y

Durham::Homeland A::15576 Barton St End Of Street Asphalt 1101.65 30 77 229 Y

Durham::Homer St::17327 Hermitage Ct Fairview St Asphalt 800.24 28 64 260 Y

Durham::Homestead::16143 Fallenwood Ave Cul‐De‐Sac Asphalt 237.24 24 88 307 Y

Durham::Homewood A::15616 End Of Street S Alston Ave Asphalt 772.06 16 77 286 Y

Durham::Honeycutt::17556 Watkins Rd Mcfarland Dr Asphalt 763.06 20 81 243 Y

Durham::Honeysuckl::16468 Appling Way Cul‐De‐Sac Asphalt 418.89 29 61 319 Y

Durham::Honor St::18757 Chautauqua Ave Fitzgerald Ave Asphalt 119.97 21 55 360 Y

Durham::Hood St::14028 E Main St Walker St Asphalt 240.44 24 100 236 Y

Durham::Hood St::14063 Walker St E Ramseur St Asphalt 635.36 24 100 237 Y

Durham::Hooper Pl::18648 Tunstall Way Horne Creek Dr Asphalt 128.73 30 93 211 Y

Durham::Hooper Pl::18670 Tunstall Way Horne Creek Dr Asphalt 469.19 28 95 189 Y

Durham::Hope Ave::15320 Lincoln St Hwy 55 Asphalt 434.50 30 64 237 Y

Durham::Hope Ave::15322 Nebo St Anacosta St Asphalt 313.75 29 88 216 Y

Durham::Hope Ave::15323 Anacosta St Lincoln St Asphalt 321.25 29 93 347 Y

Durham::Hope Ave::15327 Chapin St Rich St Asphalt 476.46 29 28 316 Y

Durham::Hope Valle::15242 W Cornwallis Rd University Dr Asphalt 910.07 22 82 263 Y

Durham::Hope Valle::17624 Durham Chapel Hill Blvd W Cornwallis Rd Asphalt 511.88 28 87 199 Y

Durham::Hopewell D::18046 Pickett Rd Cul‐De‐Sac Asphalt 591.56 21 93 150 Y

Durham::Hopkins St::13922 Taylor St Belt St Asphalt 176.93 24 40 477 Y

Durham::Hopkins St::13923 Belt St N Elm St Asphalt 548.63 25 27 326 Y

Durham::Hopkins St::13927 N Elm St N Alston Av Asphalt 381.97 26 73 392 Y

Durham::Hopkins St::17867 N Alston Av Liberty St Asphalt 127.06 26 34 524 Y

Durham::Hoppers Dr::17679 Damsel Way Swanns Mill Dr Asphalt 474.06 21 87 184 Y

Durham::Hoppers Dr::17680 Cul‐De‐Sac Cozart St Asphalt 157.08 22 91 480 Y

Durham::Hoppers Dr::17686 Cozart St Damsel Way Asphalt 357.61 22 93 171 Y

Durham::Horizon Ci::11361 Country Club Dr Cul De Sac Asphalt 125.00 22 88 474 Y

Durham::Hornbuckle::15503 Victor Ave Cul‐De‐Sac Asphalt 209.82 28 83 420 Y

Durham::Hornbuckle::15504 Cul‐De‐Sac Victor Ave Asphalt 277.12 26 95 319 Y

Durham::Horne Cree::18644 Tunstall Way Hooper Pl Asphalt 292.73 28 95 198 Y

Durham::Horne Cree::18653 Del Webb Arbors Dr Tunstall Way Asphalt 207.54 28 93 202 Y

Durham::Horne Cree::18671 Tunstall Way Hooper Pl Asphalt 553.88 28 95 156 Y

Durham::Horne Cree::18675 Lincoln Mill Dr Belvins Trace Dr Asphalt 312.36 27 95 235 Y

Durham::Horne Cree::18676 Belvins Trace Dr Bloomsbury Manor Dr Asphalt 468.75 28 95 236 Y

Durham::Horne Cree::18678 Hines Forest Dr Clay Hill Way Asphalt 546.41 28 94 202 Y

Durham::Horne Cree::18685 Bloomsbury Manor Dr Hines Forest Dr Asphalt 326.39 28 95 197 Y

Durham::Horne Cree::18686 Clay Hill Way Palmer Hill Dr Asphalt 306.28 28 95 152 Y

Durham::Horne Cree::18689 Hooper Pl Lincoln Mill Dr Asphalt 296.58 28 95 188 Y

Durham::Horsebarn::18518 Winrock Pl Alumwood Pl Asphalt 497.27 28 93 193 Y

Durham::Horsebarn::18520 Copley Mountain Dr Bee Hill Pl Asphalt 758.14 28 88 236 Y

Durham::Horsebarn::18521 Bee Hill Pl Cul‐De‐Sac Asphalt 458.60 28 91 129 Y

Durham::Horsebarn::18522 Alumwood Pl Copley Mountain Dr Asphalt 471.16 27 95 254 Y

Durham::Horton Rd::11569 Guess Rd Willow Creek Cr Asphalt 772.95 32 48 187 Y

Durham::Horton Rd::11574 Willow Creek Cr Willow Creek Cr Asphalt 551.47 31 42 176 Y

Durham::Horton Rd::18789 Willow Creek Cr Hillandale Rd Asphalt 422.22 30 36 169 Y

Durham::Horton Rd::19582 Guess Rd Willow Creek Cr Asphalt 258.81 48 92 297 Y

Durham::Horton Rd::19583 Guess Rd Willow Creek Cr Asphalt 325.52 40 60 279 Y

Durham::Hounds Cha::13336 Ginger Hill Ln Callahan Cir Asphalt 423.43 23 23 330 Y

Durham::Hounds Cha::13379 Callahan Cr Alpha Dr Asphalt 404.16 23 21 261 Y

Durham::House Ave::13952 Shoppers St Merrimac St Asphalt 219.50 30 77 418 Y

Durham::House Ave::13956 Burke St Shoppers St Asphalt 360.08 29 70 257 Y

Durham::House Ave::13958 Rex St Burke St Asphalt 424.30 31 70 242 Y

Durham::House Ave::13994 Chapel Hill Rd Rex St Asphalt 478.71 32 52 159 Y

Durham::Houston Rd::16068 Ascott Way Cul‐De‐Sac Asphalt 145.42 34 51 304 Y

Durham::Howard St::12706 Avondale Dr End Of Street Asphalt 495.01 27 80 238 Y

Durham::Howlett Pl::14256 Wedgedale Ave Cul‐De‐Sac Asphalt 609.54 30 91 214 Y

Durham::Huckleberr::16873 Settlers Mill Ln Cul‐De‐Sac Asphalt 142.21 28 75 443 Y

Durham::Hudson Ave::12408 Haverford St Broad St Asphalt 812.76 31 81 240 Y

Durham::Hudson Ave::12416 N Buchanan Bv Haverford St Asphalt 679.70 31 70 219 Y

Durham::Hugo St::12341 Dominion St Lindbergh St Asphalt 559.51 22 38 463 Y

Durham::Hugo St::12342 Dominion St Dominion St Asphalt 150.55 30 82 394 Y

Durham::Hugo St::12346 Holbrook St Dominion St Asphalt 342.27 28 27 410 Y

Durham::Hugo St::12353 N Roxboro St State St Asphalt 786.89 26 41 341 Y

Durham::Hugo St::12354 Cascadilla St Holbrook St Asphalt 502.39 28 48 586 Y

Durham::Hugo St::12356 State St Cascadilla St Asphalt 437.67 29 86 210 Y

Durham::Hull Ave::13313 Swift Av Case St Asphalt 617.21 28 90 466 Y

Durham::Hull Ave::13354 Powe St Swift Av Asphalt 503.46 20 84 466 Y

Durham::Hulon Dr::15298 Cambridge Rd Cottonwood Dr Asphalt 475.66 22 84 237 Y

Durham::Hulon Dr::15325 Cottonwood Dr Scythe Ct Asphalt 244.25 22 41 295 Y

Durham::Hulon Dr::15339 Scythe Ct Springstop Ln Asphalt 222.96 22 35 247 Y

Durham::Hulon Dr::15378 Springstop Ln Indigo Dr Asphalt 446.97 22 33 236 Y

Durham::Hulon Dr::15383 Hayward Dr Riceland Dr Asphalt 184.61 23 59 231 Y

Durham::Hulon Dr::15385 Indigo Dr Hayward Dr Asphalt 298.39 22 34 222 Y

Durham::Hulon Dr::15401 Riceland Dr Cul De Sac Asphalt 428.29 23 24 239 Y

Durham::Hulon Dr::18851 Sandy Ridge Ln Cambridge Rd Asphalt 174.39 22 39 281 Y

Durham::Hummingbir::11260 Lazyriver Dr Cul‐De‐Sac Asphalt 460.96 23 93 207 Y
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Durham::Humphrey S::14597 Dead End Amber Pl Asphalt 187.01 24 47 367 Y

Durham::Humphrey S::14609 Amber Pl Lakeland St Asphalt 98.95 25 61 436 Y

Durham::Humphrey S::14630 Lakeland St Sowell St Asphalt 157.12 25 84 283 Y

Durham::Hunt St::13414 Foster St Roney St Asphalt 222.47 30 93 505 Y

Durham::Hunt St::13421 Rigsbee Av Foster St Asphalt 399.87 28 12 407 Y

Durham::Hunt St::13436 N Mangum St Rigsbee Av Asphalt 987.37 27 59 292 Y

Durham::Hunt St::17320 Roney St Morris St Asphalt 389.83 24 95 362 Y

Durham::Hunt St::19444 Rigsbee Av Foster St Asphalt 66.14 40 25 412 Y

Durham::Hunters Gr::11005 Haddington Dr Circle Asphalt 185.78 28 47 509 Y

Durham::Hunters Ln::16648 Barbee Rd Little Creek Rd Asphalt 363.64 22 80 443 Y

Durham::Hunters Ln::16667 Little Creek Rd Cul De Sac Asphalt 502.57 22 54 377 Y

Durham::Hunters Ri::17745 Stockton Way Na Asphalt 193.72 22 86 248 Y

Durham::Hunting Ch::16860 Bellenden Dr Timber Wolf Dr Asphalt 598.65 21 93 246 Y

Durham::Huntingrid::16602 W Hw 54 Brookhollow Ln Asphalt 458.07 30 70 262 Y

Durham::Huntingrid::16615 Tottenham Ln Falconbridge Rd Asphalt 290.64 29 77 199 Y

Durham::Huntingrid::16626 Falconbridge Rd Shallowford Ln Asphalt 409.38 29 39 294 Y

Durham::Huntingrid::16641 Shallowford Ln Hampton Hill Pl Asphalt 488.47 32 79 298 Y

Durham::Huntingrid::16653 Hampton Hill Pl Falconbridge Rd Asphalt 352.39 32 95 217 Y

Durham::Huntingrid::16660 Falconbridge Rd Glen Forrest Dr Asphalt 366.49 31 90 341 Y

Durham::Huntingrid::16672 Glen Forrest Dr Ridgefield Dr Asphalt 415.74 30 59 235 Y

Durham::Huntingrid::16698 Ridgefield Dr Knotty Pine Dr Asphalt 604.12 32 85 224 Y

Durham::Huntingrid::18073 Brookhollow Ln Tottenham Ln Asphalt 426.28 28 53 280 Y

Durham::Huntingrid::18074 Brookhollow Ln Tottenham Ln Asphalt 260.77 29 58 115 Y

Durham::Huntington::14290 Carroll St W Lakewood Ave Asphalt 341.37 31 85 212 Y

Durham::Huntscroft::16774 Buck Crossing Dr Cul‐De‐Sac Asphalt 252.72 22 28 285 Y

Durham::Huntsman D::16690 Little Creek Rd Auburndale Dr Asphalt 1229.03 23 62 238 Y

Durham::Huntsman D::16712 Grandale Dr Bounty Ln Asphalt 864.70 24 67 125 Y

Durham::Huntsman D::16713 Bounty Ln Little Creek Rd Asphalt 845.27 23 65 179 Y

Durham::Hurdle Ct::16409 Highgate Dr Cul‐De‐Sac Asphalt 149.60 36 14 297 Y

Durham::Huron St::14747 Wa Wa Av Chapel Hill Rd Asphalt 882.02 29 89 187 Y

Durham::Huron St::14756 Nevada Ave Wa Wa Ave Asphalt 402.59 30 92 174 Y

Durham::Huron St::17196 Ward St Nevada Ave Asphalt 1158.51 28 92 219 Y

Durham::Huxey Glen::16425 Appling Wy Cat Tail Ct Asphalt 426.09 22 75 218 Y

Durham::Huxey Glen::17098 Cat Tail Ct Cul De Sac Asphalt 229.37 22 93 315 Y

Durham::Icon Ct::16355 Sweet Clover Ct Cul‐De‐Sac Asphalt 115.96 24 91 217 Y

Durham::Ida St::12541 Guess Rd Dead End Asphalt 581.02 28 91 247 Y

Durham::Idlewood D::13791 Welton Av Independence Av Asphalt 999.89 30 95 196 Y

Durham::Idlewood D::13868 Ross Rd Welton Av Asphalt 463.33 32 94 239 Y

Durham::Imperial D::11152 Laurent Dr Cul‐De‐Sac Asphalt 1009.76 20 69 181 Y

Durham::Imperial D::11154 Laurent Dr Memory Ln Asphalt 666.89 20 78 242 Y

Durham::Independen::13634 Dead End Idlewood Dr Asphalt 38.65 28 77 800 Y

Durham::Independen::13636 Idlewood Dr Belmont Dr Asphalt 453.54 30 79 286 Y

Durham::Independen::13637 Belmont Dr Elaine Cr Asphalt 505.72 28 64 251 Y

Durham::Independen::13642 Elaine Cr Lakecrest Dr Asphalt 471.11 31 89 251 Y

Durham::Independen::13643 Lakecrest Dr Fernando St Asphalt 494.58 28 93 232 Y

Durham::Indian Hea::17101 Blue Ridge Ct Cul‐De‐Sac Asphalt 198.85 23 83 299 Y

Durham::Indian Trl::12358 Haywood Ct Indian Trl Asphalt 151.74 16 54 440 Y

Durham::Indian Trl::12359 Indian Trl Meeting St Asphalt 213.57 26 26 245 Y

Durham::Indian Trl::12365 Indian Trl Haywood Ct Asphalt 151.82 16 48 474 Y

Durham::Indian Trl::12372 Meeting St Indian Trl Asphalt 216.84 24 69 232 Y

Durham::Indian Trl::12375 Indian Trl Indian Trl Asphalt 300.77 15 42 448 Y

Durham::Indian Trl::12387 Arrowhead Dr Meeting St Asphalt 533.90 24 48 338 Y

Durham::Indian Trl::12389 Hillandale Rd Arrowhead Dr Asphalt 240.55 20 83 240 Y

Durham::Indian Trl::12397 Tampa Av Hillandale Rd Asphalt 858.30 19 83 335 Y

Durham::Indian Trl::12399 Alabama Av Tampa Av Asphalt 391.88 18 79 206 Y

Durham::Indian Trl::12405 Albany St Alabama Av Asphalt 1048.27 21 66 189 Y

Durham::Indigo Dr::15418 Hulon Dr Klein Dr Asphalt 348.38 22 54 201 Y

Durham::Industry L::18923 E Cornwallis Rd Martin Luther King Jr Pw Asphalt 1649.08 30 36 207 Y

Durham::Industry L::18928 Martin Luther King Jr Pw United Dr Asphalt 797.96 26 66 212 Y

Durham::Inez Ct::15907 Larchwood Dr Cul‐De‐Sac Asphalt 355.96 24 51 594 Y

Durham::Ingram Ct::16116 Ingram Ct Cul‐De‐Sac Asphalt 132.86 30 29 534 Y

Durham::Intern Way::16977 Cul‐De‐Sac Student Pl Asphalt 158.50 29 79 285 Y

Durham::Intern Way::16984 Student Pl Higher Learning Dr Asphalt 280.05 29 74 248 Y

Durham::Intern Way::16996 Higher Learning Dr Cul‐De‐Sac Asphalt 491.32 29 59 252 Y

Durham::Intrepid C::17214 Oriskony Wy Cul‐De‐Sac Asphalt 260.39 20 86 397 Y

Durham::Inwood Dr::12794 Tremont Dr American Dr Asphalt 586.97 27 66 222 Y

Durham::Inwood Dr::12833 American Dr Dead End Asphalt 367.67 29 82 265 Y

Durham::Iredell St::12759 Englewood Av W Club Bv Asphalt 661.62 28 92 394 Y

Durham::Iredell St::12852 W Knox St Englewood Av Asphalt 658.30 29 89 192 Y

Durham::Iredell St::12945 Green St W Knox St Asphalt 659.41 29 94 283 Y

Durham::Iredell St::13034 W Markham Av Green St Asphalt 659.02 28 76 223 Y

Durham::Iredell St::13105 #8 Aly W Markham Av Asphalt 509.43 28 54 201 Y

Durham::Iredell St::13151 Perry St #8 Aly Asphalt 371.90 27 67 283 Y

Durham::Iredell St::13181 W Main St Perry St Asphalt 447.54 29 94 224 Y

Durham::Iron Tree::11018 Arrowwood Ct Circle Asphalt 153.17 25 87 352 Y

Durham::Isaacs Way::17114 Deep Forest Dr Cul‐De‐Sac Asphalt 218.91 19 84 800 Y

Durham::Ithaca St::15403 End Of Street Kamis St Asphalt 192.82 28 70 432 Y

Durham::Ithaca St::15458 Kamis St Princeton Av Asphalt 494.32 30 83 242 Y

Durham::Ivey Wood::17189 Lynn Rd St John Dr Asphalt 320.29 28 69 485 Y

Durham::Ivey Wood::18759 St John Dr End Pvmt Asphalt 241.24 22 36 261 Y

Durham::Ivey Wood::19666 St John Dr End Pvmt Asphalt 133.09 30 54 480 Y

Durham::Ivy St::13487 Juniper St Hibiscus St Asphalt 443.05 31 88 322 Y

Durham::Ivy St::13562 Evergreen St Juniper St Asphalt 446.63 26 74 412 Y

Durham::Jackson St::13694 Carroll St Pauli Murray Pl Asphalt 359.00 28 29 453 Y

Durham::Jackson St::13696 S Buchanan Bv Carroll St Asphalt 200.00 26 86 382 Y

Durham::Jackson St::13698 Arnette Av S Buchanan Bv Asphalt 232.75 30 63 626 Y
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Durham::Jackson St::13700 Shepherd St Arnette Av Asphalt 343.26 29 89 235 Y

Durham::Jackson St::13702 Gordon St S Gregson St Asphalt 204.55 32 72 541 Y

Durham::Jackson St::13703 S Duke St Gordon St Asphalt 244.13 33 68 368 Y

Durham::Jackson St::13704 Willard St S Duke St Asphalt 364.01 36 92 202 Y

Durham::Jackson St::13705 Ashton Pl Willard St Asphalt 277.88 34 84 163 Y

Durham::Jackson St::13708 S Gregson St William Vickers Av Asphalt 442.03 29 97 399 Y

Durham::Jackson St::13710 Gerard St Estes St Asphalt 267.64 28 62 478 Y

Durham::Jackson St::13717 Underwood Ave Cul‐De‐Sac Asphalt 328.23 27 72 399 Y

Durham::Jackson St::13723 Pauli Murray Pl Kent St Asphalt 468.22 27 98 261 Y

Durham::Jackson St::13724 Kent St Gerard St Asphalt 302.14 27 87 800 Y

Durham::Jackson St::13729 Estes St Chapel Hill Rd Asphalt 364.39 30 79 232 Y

Durham::Jackson St::13731 Chapel Hill Rd Underwood Av Asphalt 414.28 30 74 302 Y

Durham::Jackson St::13737 End Of Street Jackson St Asphalt 257.56 35 95 163 Y

Durham::Jackson St::19458 End Of Street Jackson St Asphalt 63.84 36 36 278 Y

Durham::Jacob St::14712 Colfax St Hickory St Asphalt 292.98 24 78 346 Y

Durham::Jacob St::14718 Hickory St Cul De Sac Asphalt 201.62 22 69 732 Y

Durham::Jadewood C::11618 Peppertree St Cul‐De‐Sac Asphalt 156.18 27 88 320 Y

Durham::Jamaica Pl::15740 Tripoli Dr Cul‐De‐Sac Asphalt 167.68 24 76 388 Y

Durham::James St::14385 W Lakewood Ave Bivins St Asphalt 664.77 30 85 359 Y

Durham::James St::14600 Bivins St Wallace St Asphalt 1120.19 26 69 219 Y

Durham::James St::14659 Wallace St Ward St Asphalt 217.74 26 80 240 Y

Durham::James St::14872 Ward St Nation Av Asphalt 799.91 28 56 283 Y

Durham::James St::14955 Nation Av Rainbow Wy Asphalt 589.86 38 67 198 Y

Durham::James St::14998 Rainbow Wy Durham‐Chapel Hill Blvd Asphalt 424.63 37 45 292 Y

Durham::James St::15038 Durham‐Chapel Hill Blvd University Dr Asphalt 342.47 23 60 443 Y

Durham::James St::19619 Ward St Nation Av Asphalt 583.48 37 56 231 Y

Durham::Jamestowne::16704 Downing Creek Pw Cul‐De‐Sac Asphalt 295.63 23 85 280 Y

Durham::Jane Ln::15666 Theodore Ln Clinton Rd Asphalt 231.88 20 49 344 Y

Durham::Jane Ln::19691 Theodore Ln Clinton Rd Asphalt 230.57 29 93 274 Y

Durham::Janet St::15303 E Alton St E Pilot St Asphalt 839.26 29 45 191 Y

Durham::Jarvis Ct::14852 Nichols Farm Dr Cul‐De‐Sac Asphalt 128.76 26 26 508 Y

Durham::Jason Ct::11797 Glasgow St Cul‐De‐Sac Asphalt 108.55 26 45 600 Y

Durham::Jean Ave::17216 Cavalier Ave Old Chapel Hill Rd Asphalt 437.23 18 55 695 Y

Durham::Jean Ave::17217 Old Chapel Hill Rd Cavalier Ave Asphalt 519.44 16 86 374 Y

Durham::Jean Ave::19779 Old Chapel Hill Rd Cavalier Ave Asphalt 238.96 22 89 638 Y

Durham::Jefferson::11726 Cole Mill Rd Powers Ln Asphalt 1131.51 24 77 174 Y

Durham::Jenee Ln::14143 Vermel Ct Cul De Sac Asphalt 380.79 24 47 323 Y

Durham::Jenee Ln::14193 Cathy Dr Vermel Ct Asphalt 289.02 23 91 254 Y

Durham::Jennel Way::17575 Marcella Ct Cul‐De‐Sac Asphalt 502.95 20 65 478 Y

Durham::Jennings L::16675 Blanchard Rd Cul‐De‐Sac Asphalt 393.90 24 51 244 Y

Durham::Jerome Rd::15795 Akron Av Kirby St Asphalt 457.28 28 66 246 Y

Durham::Jerome Rd::15827 Alfred St Akron Av Asphalt 912.25 28 78 188 Y

Durham::Jerome Rd::15860 Chowan Av Alfred St Asphalt 654.60 29 71 213 Y

Durham::Jerome Rd::15934 Lansing Av Chowan Av Asphalt 1220.88 32 80 179 Y

Durham::Jerome Rd::15945 End Of Street Lansing Ave Asphalt 217.06 23 92 253 Y

Durham::Jersey Ave::14160 Lafayette St Elmwood Av Asphalt 308.35 28 85 327 Y

Durham::Jersey Ave::14307 Elmwood Av Chapel Hill Rd Asphalt 833.49 28 71 212 Y

Durham::Jesmond St::15432 E Weaver St Wyeth Av Asphalt 514.74 30 77 243 Y

Durham::Jessica Ct::13003 Milan St Cul De Sac Asphalt 118.98 33 43 751 Y

Durham::Jessip St::18327 Crown Pkwy Crown Pkwy Asphalt 1018.44 35 90 181 Y

Durham::Jessip St::19342 Crown Pkwy Crown Pkwy Asphalt 349.96 24 95 211 Y

Durham::Jester Rd::16646 S Alston Av End Maint Asphalt 683.95 22 79 246 Y

Durham::Jewel Flow::18515 Trail Wood Dr Cul‐De‐Sac Asphalt 232.45 30 95 210 Y

Durham::Jigsaw Dr::18087 Framer Ln Truss Way Asphalt 414.13 23 95 220 Y

Durham::Jigsaw Dr::18088 Truss Way End Of Street Asphalt 97.89 22 95 213 Y

Durham::Joci Ct::13139 Cul‐De‐Sac Logan St Asphalt 438.78 29 84 242 Y

Durham::Joci Ct::17109 Logan St Midland Ter Ext Asphalt 352.70 28 89 529 Y

Durham::Joel Ct::14000 Ross Rd Cul‐De‐Sac Asphalt 660.32 22 32 478 Y

Durham::Johnstone::11044 Vintage Hill Dr Circle Asphalt 266.23 27 29 299 Y

Durham::Jonathan C::15586 Collier Rd Cul‐De‐Sac Asphalt 398.08 23 90 346 Y

Durham::Joplin St::14736 Bernice St Bacon St Asphalt 285.74 17 91 333 Y

Durham::Joycliff R::17893 Poplar St Dead‐End Asphalt 168.69 28 94 217 Y

Durham::Jubilee Ln::15467 E Pilot St Cul‐De‐Sac Asphalt 706.97 30 78 208 Y

Durham::Juliette D::16054 Cook Rd Gable Ridge Dr Asphalt 275.84 34 80 154 Y

Durham::Juliette D::16055 Gable Ridge Dr Greyfield Blvd Asphalt 284.13 34 64 216 Y

Durham::Juliette D::16057 Kissimee Ct S Roxboro St Asphalt 621.76 37 28 288 Y

Durham::Juliette D::16083 Ascott Way Cook Rd Asphalt 597.29 36 62 147 Y

Durham::Juliette D::16101 Gable Ridge Dr Ascott Way Asphalt 339.62 34 29 163 Y

Durham::Juliette D::16121 Cook Rd Gable Ridge Dr Asphalt 332.49 34 83 252 Y

Durham::Juliette D::16126 Spring Meadow Dr Cook Rd Asphalt 217.03 36 79 209 Y

Durham::Juliette D::16149 Branchview Dr Spring Meadow Dr Asphalt 421.78 37 77 201 Y

Durham::Juliette D::16187 Arborfield Ln Branchview Dr Asphalt 708.82 37 74 171 Y

Durham::Juliette D::16226 Nantahal Dr Arborfield Ln Asphalt 432.03 36 76 234 Y

Durham::Juliette D::16276 Fayetteville Rd Nantahala Dr Asphalt 515.79 36 47 281 Y

Durham::Juliette D::18915 Rosaline Ln Rosaline Ln Asphalt 853.25 26 94 218 Y

Durham::Juliette D::18918 Rosaline Ln Fayetteville Rd Asphalt 226.12 26 89 314 Y

Durham::Juniper St::13475 Hanover St Granby St Asphalt 56.99 30 75 800 Y

Durham::Juniper St::13477 Hanover St Granby St Asphalt 212.65 28 35 514 Y

Durham::Juniper St::13478 Manteo St Calvin St Asphalt 318.77 36 62 234 Y

Durham::Juniper St::13480 N Alston Av Manteo St Asphalt 291.87 34 36 358 Y

Durham::Juniper St::13483 Calvin St N Hyde Park Av Asphalt 627.03 36 94 233 Y

Durham::Juniper St::13485 N Hyde Park Av Fay St Asphalt 284.17 34 71 198 Y

Durham::Juniper St::13486 Fay St Spruce St Asphalt 210.50 36 30 321 Y

Durham::Juniper St::13488 Spruce St Ivy St Asphalt 352.03 35 52 347 Y

Durham::Juniper St::13489 Ivy St N Driver St Asphalt 282.03 36 66 364 Y

Durham::Juniper St::13490 N Miami Bv End Maint Asphalt 346.28 30 95 259 Y
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Durham::Juniper St::13492 N Driver St Park Av Asphalt 346.90 34 61 319 Y

Durham::Juniper St::13495 Park Av Alma St Asphalt 345.52 35 90 242 Y

Durham::Juniper St::13496 N Guthrie Av N Miami Bv Asphalt 52.97 37 87 197 Y

Durham::Juniper St::13498 Alma St N Guthrie Av Asphalt 349.18 36 66 294 Y

Durham::Jupiter Hi::11058 Rocky Point Ln Cul‐De‐Sac Asphalt 191.66 32 69 289 Y

Durham::Kaitlin Dr::15836 Cook Rd Andi Ct Asphalt 356.93 28 74 301 Y

Durham::Kaitlin Dr::15848 Andi Ct Deep Forest Dr Asphalt 349.90 28 41 363 Y

Durham::Kamis St::15408 Ithaca St Stanford Dr Asphalt 446.36 30 76 325 Y

Durham::Kandes Ct::16993 Grandale Dr Cul‐De‐Sac Asphalt 473.37 26 60 356 Y

Durham::Kanewood D::15689 Springdale Dr Willowdale Dr Asphalt 1187.12 25 40 511 Y

Durham::Kanewood D::15699 Willowdale Dr Cul‐De‐Sac Asphalt 207.01 30 86 255 Y

Durham::Kangaroo D::12880 S Lasalle St End Maint Asphalt 1442.15 28 83 160 Y

Durham::Kaplan Ct::13505 Alpha Dr Cul‐De‐Sac Asphalt 125.38 28 32 539 Y

Durham::Kara Pl::11486 Marywood Dr Cul De Sac Asphalt 159.86 20 89 302 Y

Durham::Kate St::14758 Grantham St S Briggs Av Asphalt 342.31 17 55 747 Y

Durham::Katie Ln::17775 3604 Katie Lan Alman Dr Asphalt 318.14 23 80 212 Y

Durham::Katie Ln::18357 Harkness Cir 3604 Katie Lan Asphalt 153.43 22 93 412 Y

Durham::Kayleen Ct::18712 Silk Tree Ln Cul‐De‐Sac Asphalt 549.93 18 86 174 Y

Durham::Kayleen Ct::18713 Cul‐De‐Sac Silk Tree Ln Asphalt 173.97 20 95 325 Y

Durham::Kellom Ct::16815 Watauga Ct Cul‐De‐Sac Asphalt 225.59 33 83 275 Y

Durham::Kelly Dr::15988 Garrett Rd Gatlin Ct Asphalt 1047.77 20 80 251 Y

Durham::Kelly Dr::16010 Gatlin Ct Crown Hill Dr Asphalt 348.48 21 43 129 Y

Durham::Kelly Dr::16037 Crown Hill Dr Woodberry Rd Asphalt 1014.73 21 39 212 Y

Durham::Kemmont Dr::19041 Highgrove Ln Penrith Dr Asphalt 2076.34 24 57 309 Y

Durham::Kemmont Dr::19056 Penrith Dr Bluestone Rd Asphalt 261.36 24 47 487 Y

Durham::Kemmont Dr::19089 Bluestone Rd Carpenter Fletcher Rd Asphalt 632.24 24 47 278 Y

Durham::Kemmont Dr::19247 Highgrove Ln Penrith Dr Asphalt 250.87 18 66 292 Y

Durham::Kemmont Rd::18954 Cul‐De‐Sac Middleton Rd Asphalt 902.42 18 56 294 Y

Durham::Kemmont Rd::18963 Middleton Rd Highgrove Ln Asphalt 351.32 20 54 272 Y

Durham::Kenan Rd::11789 Duke Homestead Rd Duke Homestead Asphalt 439.13 18 40 451 Y

Durham::Kenan Rd::11843 Frasier St Diane St Asphalt 513.17 20 61 396 Y

Durham::Kenan Rd::11884 Newsom St Frasier St Asphalt 504.48 28 81 256 Y

Durham::Kenan Rd::11941 W Carver St Newsom St Asphalt 480.67 27 93 146 Y

Durham::Kenan Rd::19591 W Carver St Newsom St Asphalt 34.50 13 95 602 Y

Durham::Kenan Rd::19593 W Carver St Newsom St Asphalt 50.81 24 95 391 Y

Durham::Kendridge::11266 Hideaway Ln Grady Dr Asphalt 416.78 22 67 139 Y

Durham::Kendridge::11291 Atterbury Ln Hideaway Ln Asphalt 461.07 20 62 241 Y

Durham::Kendridge::11322 Open Air Camp Rd Atterbury Ln Asphalt 896.49 20 65 161 Y

Durham::Kenmore Rd::11880 Duke Homestead Rd Stadium Dr Asphalt 932.07 20 47 315 Y

Durham::Kent St::14080 Morehead Av Halley St Asphalt 903.08 27 54 232 Y

Durham::Kent St::14176 Halley St Gunter St Asphalt 394.31 28 60 223 Y

Durham::Kent St::14299 Gunter St W Lakewood Ave Asphalt 710.23 28 54 236 Y

Durham::Kent St::14403 W Lakewood Ave Bivins St Asphalt 655.40 27 42 332 Y

Durham::Kent St::14511 Bivins St High St Asphalt 538.88 37 62 238 Y

Durham::Kent St::14696 High St Ward St Asphalt 881.33 38 81 275 Y

Durham::Kent St::14819 Ward St Sycamore St Asphalt 789.95 31 37 172 Y

Durham::Kent St::14868 Sycamore St Southwood Dr Asphalt 350.95 34 79 169 Y

Durham::Kent St::14938 Southwood Dr University Dr Asphalt 405.08 37 94 189 Y

Durham::Keohane Dr::17776 Alman Dr Randolph Rd Asphalt 314.91 29 65 305 Y

Durham::Keohane Dr::17786 Harkness Cir Alman Dr Asphalt 555.90 28 89 278 Y

Durham::Keohane Dr::17788 Few Cir Harkness Cir Asphalt 350.14 35 86 159 Y

Durham::Keohane Dr::19274 Alman Dr Randolph Rd Asphalt 102.25 43 83 306 Y

Durham::Keohane Dr::19275 Alman Dr Randolph Rd Asphalt 45.27 40 83 242 Y

Durham::Kerr Ct::19081 Walnut Cove Dr Cul‐De‐Sac Asphalt 212.36 22 30 437 Y

Durham::Kerrigan C::13576 Woodland Park Rd Cul‐De‐Sac Asphalt 122.90 26 31 400 Y

Durham::Kersey Ct::16572 Southpark Dr Cul‐De‐Sac Asphalt 416.25 24 65 465 Y

Durham::Kestrel He::17959 Cul‐De‐Sac Morehead Hill Ct Asphalt 170.41 19 93 246 Y

Durham::Kestrel He::17964 Morehead Hill Ct Brodgen Ln Asphalt 160.26 22 89 267 Y

Durham::Keswick Ct::16284 Cul‐De‐Sac Southwest Dr Asphalt 99.66 30 79 195 Y

Durham::Keswick Ct::16310 Southwest Dr Cul‐De‐Sac Asphalt 217.30 26 81 256 Y

Durham::Kettering::16184 S Roxboro St Glendarion Dr Asphalt 304.91 30 87 400 Y

Durham::Kettering::16210 Glendarion Dr Sturbridge Dr Asphalt 334.37 30 94 318 Y

Durham::Kettering::16288 Sturbridge Dr Wynfair Dr Asphalt 663.89 24 93 275 Y

Durham::Kettering::16316 Wynfair Dr Cul‐De‐Sac Asphalt 275.84 22 93 251 Y

Durham::Kettle Cre::18178 Moores Creek Rd Cumberland Dr Asphalt 727.55 18 86 154 Y

Durham::Kettle Cre::18179 End Of Street Moores Creek Rd Asphalt 185.76 18 93 214 Y

Durham::Kevin Ct::16760 Mccormick Rd Cul De Sac Asphalt 284.78 24 60 302 Y

Durham::Keystone P::11973 Keystone Pl Cul‐De‐Sac Asphalt 442.75 28 84 197 Y

Durham::Keystone P::18145 Park Knoll Dr Mainline Sta Asphalt 584.04 38 58 323 Y

Durham::Keystone P::19328 Park Knoll Dr Mainline Sta Asphalt 47.26 14 95 800 Y

Durham::Keystone P::19803 Park Knoll Dr Mainline Sta Asphalt 33.97 30 43 557 Y

Durham::Kilary Dr::16152 Greyfield Blvd Cul‐De‐Sac Asphalt 278.50 26 95 260 Y

Durham::Kilbreth A::16161 Fallenwood Ave Cul‐De‐Sac Asphalt 293.28 26 89 363 Y

Durham::Kilburn Ln::11518 Warren St Cul De Sac Asphalt 259.14 20 89 315 Y

Durham::Kilgo Dr::17778 Few Cir Harkness Cir Asphalt 348.79 35 94 175 Y

Durham::Kilgo Dr::18108 3603 Kilgo Dr Alman Dr Asphalt 357.81 29 95 240 Y

Durham::Kilgo Dr::18109 Alman Dr Randolph Rd Asphalt 233.58 28 95 221 Y

Durham::Kilgo Dr::18358 Harkness Cir 3603 Kilgo Dr Asphalt 179.95 29 93 274 Y

Durham::Kilgo Dr::19276 Alman Dr Randolph Rd Asphalt 100.65 41 95 376 Y

Durham::Kilgo Dr::19277 Alman Dr Randolph Rd Asphalt 104.16 42 94 231 Y

Durham::Kilkenny C::16801 Mccormick Rd Cul De Sac Asphalt 293.83 32 78 237 Y

Durham::Killington::16731 Dunmore Pl Cul‐De‐Sac Asphalt 207.41 25 83 338 Y

Durham::Kilmer Ter::13433 Kilmer Ter End Of Street Asphalt 485.59 28 88 241 Y

Durham::Kimball Dr::11850 Cole Mill Rd Cul De Sac Asphalt 1644.93 28 58 205 Y

Durham::Kimball Dr::11944 Lanecrest Pl Cole Mill Rd Asphalt 1125.00 28 57 310 Y

Durham::Kimball Dr::12015 Southampton Pl Lanecrest Pl Asphalt 705.34 28 92 166 Y
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Durham::Kimball Dr::12030 West Haven Pl Southampton Pl Asphalt 212.69 28 46 327 Y

Durham::Kimball Dr::12072 Berini Dr West Haven Pl Asphalt 624.71 28 80 358 Y

Durham::Kimberly D::16124 Rugby Rd Nottaway Rd Asphalt 2301.37 19 78 207 Y

Durham::Kimberly D::16140 Nottaway Rd Rugby Rd Asphalt 754.84 19 34 298 Y

Durham::Kimbrough::14477 Lanier Valley Dr Cul‐De‐Sac Asphalt 420.97 23 54 549 Y

Durham::Kincaid Ct::14384 Kincaid Ct Cul‐De‐Sac Asphalt 141.24 30 26 410 Y

Durham::Kindlewood::14650 Oak Grove Pw Newberry Ln Asphalt 332.77 30 49 249 Y

Durham::Kindlewood::14706 Newberry Ln Cul‐De‐Sac Asphalt 440.63 26 20 355 Y

Durham::King Arthu::18779 Excalibur Dr Cul‐De‐Sac Asphalt 536.11 20 95 231 Y

Durham::King Charl::16440 Garrett Rd King James Rd Asphalt 2593.61 18 45 307 Y

Durham::King Charl::16442 Malvern Rd Garrett Rd Asphalt 738.41 29 52 256 Y

Durham::King Charl::16446 End Of Street Malvern Rd Asphalt 272.66 29 51 272 Y

Durham::King Lear::18453 44 Aly Gallery Ln Asphalt 474.80 22 95 149 Y

Durham::King Lear::18469 Cul‐De‐Sac Shakespeare Dr Asphalt 495.15 18 95 227 Y

Durham::King Lear::19341 Shakespeare Dr 44 Aly Asphalt 152.62 24 93 439 Y

Durham::Kingdom Wa::12169 Kingdom Way Cul‐De‐Sac Asphalt 199.73 30 76 239 Y

Durham::Kingdom Wa::12208 Cul‐De‐Sac Deer Run Asphalt 303.36 28 45 314 Y

Durham::Kingfisher::15913 Orchard Oriole Ln Cul‐De‐Sac Asphalt 250.25 19 67 800 Y

Durham::Kinglet Ct::15890 Orchard Oriole Ln Cul‐De‐Sac Asphalt 172.73 18 69 473 Y

Durham::Kings Cros::17903 Cook Rd Piccadilly Ct Asphalt 210.53 26 93 597 Y

Durham::Kings Cros::17904 Piccadilly Ct Cul‐De‐Sac Asphalt 103.51 30 91 285 Y

Durham::Kings Gran::14914 Nichols Farm Dr Cul‐De‐Sac Asphalt 243.88 24 72 341 Y

Durham::Kingston M::14148 Walker St Cul‐De‐Sac Asphalt 215.00 23 93 720 Y

Durham::Kinlock Dr::11313 Hunter St Latta Rd Asphalt 343.38 22 91 133 Y

Durham::Kinlock Dr::11331 Kinlock Dr Hunter St Asphalt 281.66 20 93 128 Y

Durham::Kinlock Dr::11355 Parkview Dr Kinlock Dr Asphalt 761.75 20 84 178 Y

Durham::Kinlock Dr::11368 Hollyridge Dr Parkview Dr Asphalt 402.77 19 81 265 Y

Durham::Kinlock Dr::11383 Wildwood Dr Hollyridge Dr Asphalt 411.13 19 72 145 Y

Durham::Kinlock Dr::11402 Wanda Ridge Dr Wildwood Dr Asphalt 424.74 16 89 147 Y

Durham::Kinney Gle::18210 Kinney Glenn Ct Kinney Glenn Ct Asphalt 529.02 26 94 269 Y

Durham::Kinney Gle::18773 Victorian Oaks Dr Kinney Glenn Ct Asphalt 230.05 23 95 221 Y

Durham::Kinney Gle::18774 Victorian Oaks Dr Kinney Glenn Ct Asphalt 475.06 22 95 177 Y

Durham::Kinross Ct::17172 Rhum Dr Cul‐De‐Sac Asphalt 180.98 22 93 413 Y

Durham::Kinross Ct::17175 Clyde Ct Rhum Dr Asphalt 171.84 20 78 203 Y

Durham::Kinross Ct::17176 Cul‐De‐Sac Clyde Ct Asphalt 227.08 20 91 227 Y

Durham::Kinsale Dr::18268 Midstream Ct San Rimini Way Asphalt 564.76 21 94 201 Y

Durham::Kinsale Dr::18272 Hemler Dr George King Rd Asphalt 458.09 21 88 216 Y

Durham::Kinsale Dr::18274 San Rimini Way Hemler Dr Asphalt 102.94 22 87 357 Y

Durham::Kinsale Dr::18434 City Limits Midstream Ct Asphalt 176.99 22 92 222 Y

Durham::Kinsey Ct::12671 Valley Forge Rd Cul De Sac Asphalt 366.75 24 87 243 Y

Durham::Kirby St::15703 Riddle Rd Selby Av Asphalt 735.08 25 90 191 Y

Durham::Kirby St::15744 Selby Av Cul De Sac Asphalt 370.97 24 62 247 Y

Durham::Kirby St::15794 End Of Street Jerome Rd Asphalt 138.50 24 71 638 Y

Durham::Kirby St::15819 Jerome Rd Brandon Rd Asphalt 460.89 20 86 307 Y

Durham::Kirby St::15846 Brandon Rd Harrington Pl Asphalt 456.87 20 93 211 Y

Durham::Kirby St::15872 Harrington Pl Chowan Av Asphalt 457.62 19 91 271 Y

Durham::Kirby St::15924 Chowan Ave Ridge Wood St Asphalt 609.73 22 100 172 Y

Durham::Kirby St::15931 Ridge Wood St Rockford Rd Asphalt 587.21 22 100 183 Y

Durham::Kirk Rd::12112 Duke Homestead Rd Margaret Av Asphalt 170.34 18 85 177 Y

Durham::Kirk Rd::12118 Margaret Av Guess Rd Asphalt 894.18 16 60 389 Y

Durham::Kirk Rd::19741 Duke Homestead Rd Margaret Av Asphalt 84.84 25 61 357 Y

Durham::Kirk Rd::19749 Margaret Av Guess Rd Asphalt 198.85 26 60 444 Y

Durham::Kirkwood D::11829 Hermine St Guess Rd Asphalt 541.10 23 44 373 Y

Durham::Kirkwood D::11830 Preston Av Hermine St Asphalt 251.18 18 52 322 Y

Durham::Kirkwood D::11832 Britt St Preston Av Asphalt 212.80 18 52 218 Y

Durham::Kirkwood D::11848 Stadium Dr Britt St Asphalt 2675.86 17 57 394 Y

Durham::Kismet Dr::12640 Talcott Dr Cul De Sac Asphalt 285.36 24 43 346 Y

Durham::Kismet Dr::12644 Cul‐De‐Sac Talcott Dr Asphalt 191.30 25 32 509 Y

Durham::Kiss Dr::12409 E Club Bv Associates Bv Asphalt 760.00 29 73 322 Y

Durham::Kissimee C::16044 Dolwick Dr Cul‐De‐Sac Asphalt 202.12 23 21 503 Y

Durham::Kissimee C::16056 Juliette Dr Dolwick Dr Asphalt 215.02 30 36 317 Y

Durham::Kitchner C::11935 Duluth St Cul De Sac Asphalt 738.32 21 84 203 Y

Durham::Kitty Hawk::15081 Stennis Wy Cul De Sac Asphalt 173.37 20 89 381 Y

Durham::Klein Dr::15419 Dead End Indigo Dr Asphalt 156.37 21 41 238 Y

Durham::Klein Dr::15444 Indigo Dr Riceland Dr Asphalt 513.40 22 41 285 Y

Durham::Klein Dr::15454 Riceland Dr Cul De Sac Asphalt 145.51 24 64 615 Y

Durham::Knights Ar::16268 Carmen Ln Trenton Rd Asphalt 187.02 23 79 399 Y

Durham::Knights Ar::16269 Stockton Wy Carmen Ln Asphalt 1080.10 21 71 317 Y

Durham::Knightsbri::15800 Old Chapel Hill Rd Cul‐De‐Sac Asphalt 386.21 22 89 301 Y

Durham::Knightwood::17498 Magna Dr Pebblestone Dr Asphalt 253.39 29 53 335 Y

Durham::Knightwood::17516 Cul De Sac Statler Dr Asphalt 401.10 21 68 281 Y

Durham::Knightwood::17517 Statler Dr Feilding Ct Asphalt 247.08 28 86 252 Y

Durham::Knightwood::17518 Bengel Dr Magna Dr Asphalt 263.51 28 82 327 Y

Durham::Knightwood::17519 Feilding Ct Bengel Dr Asphalt 208.49 28 57 311 Y

Durham::Knob Ct::13744 Melbourne St Cul‐De‐Sac Asphalt 421.56 23 82 202 Y

Durham::Knollwood::11644 Nancy Rhodes Dr End Maint Asphalt 1327.90 18 90 242 Y

Durham::Knollwood::11669 Cole Mill Rd Nancy Rhodes Dr Asphalt 778.17 19 91 207 Y

Durham::Knothole L::17141 Mortise Ct Dovetail Dr Asphalt 475.48 24 89 211 Y

Durham::Knotty Pin::16697 Cul De Sac Huntingridge Rd Asphalt 471.23 25 93 304 Y

Durham::Knotty Pin::16706 Huntingridge Rd Lacrosse Pl Asphalt 380.87 30 29 310 Y

Durham::Knotty Pin::16727 Lacrosse Pl Ridgefield Dr Asphalt 379.34 30 30 420 Y

Durham::Knotty Pin::16735 Ridgefield Dr Cul De Sac Asphalt 475.49 23 93 365 Y

Durham::Knox Cir::12903 E Knox St Vista St Asphalt 587.59 28 61 470 Y

Durham::Kramer Pl::14614 Walton St Cul‐De‐Sac Asphalt 277.44 28 93 347 Y

Durham::Kristen Ma::16619 Kipling Wy End Maint Asphalt 585.60 21 76 204 Y

Durham::Kristen Ma::16649 E Hw 54 Kipling Wy Asphalt 574.98 23 59 231 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Kristen Ma::19731 E Hw 54 Kipling Wy Asphalt 194.05 34 84 330 Y

Durham::Kristy Pl::15640 Theodore Ln Clinton Rd Asphalt 722.07 21 89 226 Y

Durham::Lacebark L::17028 Goldenflower Dr Littleleaf Ln Asphalt 769.66 23 49 301 Y

Durham::Lacebark L::17029 Littleleaf Ln Goldenflower Dr Asphalt 274.67 23 39 321 Y

Durham::Lacrosse P::16707 Knotty Pine Dr Cul De Sac Asphalt 164.07 26 78 495 Y

Durham::Lacy Rd::18865 Tuggle St Uzzle St Asphalt 405.10 26 55 358 Y

Durham::Lacy Rd::18869 Uzzle St Briarwood Ct Asphalt 394.80 26 95 313 Y

Durham::Lacy Rd::18870 Briarwood Ct Timbermill Ln Asphalt 280.55 22 21 390 Y

Durham::Lacy Rd::18871 Timbermill Ln Sedgewood Ct Asphalt 416.51 18 31 425 Y

Durham::Lacy Rd::18872 Sedgewood Ct Britney Ct Asphalt 725.80 18 28 372 Y

Durham::Lacy Rd::18873 Britney Ct Carpenter Fletcher Rd Asphalt 511.80 18 20 457 Y

Durham::Ladle Dr::15784 Service Rd Mt Moriah Rd Asphalt 455.67 29 74 298 Y

Durham::Lady Aster::11419 Continental Dr Cul‐De‐Sac Asphalt 89.89 26 68 194 Y

Durham::Lady Banks::15305 Dead End Maidenhair Ct Asphalt 650.46 29 85 201 Y

Durham::Lady Banks::15329 Maidenhair Ct Pleasant Dr Asphalt 174.98 28 82 359 Y

Durham::Lady Slipp::17705 Glennstone Dr Cul‐De‐Sac Asphalt 197.44 19 65 552 Y

Durham::Lady Slipp::17707 Glennstone Dr Creek Fall Rd Asphalt 703.82 28 92 161 Y

Durham::Lady Slipp::17709 Creek Fall Rd Water Stone St Asphalt 666.04 28 87 131 Y

Durham::Lady Slipp::17710 Water Stone St 90' S Of Glennstone Dr Asphalt 455.60 26 69 199 Y

Durham::Lady Slipp::18378 90' S Of Glennstone Dr Glennstone Dr Asphalt 93.69 24 79 237 Y

Durham::Lafayette::14097 Jersey Av Shelton Av Asphalt 342.56 29 94 324 Y

Durham::Lafayette::14105 Shelton Ave Cul‐De‐Sac Asphalt 615.92 29 35 398 Y

Durham::Lake Elton::19024 End Of Street Penrith Dr Asphalt 929.57 22 91 194 Y

Durham::Lake Elton::19051 Penrith Dr Loyal Av Asphalt 435.73 22 89 316 Y

Durham::Lake Elton::19088 Loyal Av Wedgewood Ln Asphalt 656.97 22 76 318 Y

Durham::Lake Elton::19110 Wedgewood Ln Ferriday Dr Asphalt 551.84 22 49 239 Y

Durham::Lake Valle::15108 Lakemont Cr Bellmeade Bay Dr Asphalt 327.30 23 37 485 Y

Durham::Lake Valle::15123 Southshore Pw Lakemont Cr Asphalt 260.36 23 32 580 Y

Durham::Lakedale D::16915 Park Glen Pl Grandover Dr Asphalt 546.10 23 40 563 Y

Durham::Lakehurst::16879 Stinhurst Dr Cul‐De‐Sac Asphalt 1077.08 23 87 246 Y

Durham::Lakeland S::14656 Humphrey St Dead End Asphalt 88.36 22 82 226 Y

Durham::Lakeland S::14764 Dead End Mathison St Asphalt 436.35 23 54 356 Y

Durham::Lakeland S::14929 Mathison St Ridgeway Av Asphalt 1238.46 27 54 347 Y

Durham::Lakeland S::15003 Ridgeway Av Sima Av Asphalt 472.67 31 93 211 Y

Durham::Lakeland S::15152 Dayton St Truman St Asphalt 504.71 31 72 166 Y

Durham::Lakeland S::15206 Truman St End Of Street Asphalt 398.41 30 73 215 Y

Durham::Lakemist C::18909 Ranbir Dr Cul‐De‐Sac Asphalt 94.16 28 82 203 Y

Durham::Lakemont C::15127 Lake Valley Ln Cul‐De‐Sac Asphalt 156.67 24 28 681 Y

Durham::Lakeridge::15187 Southshore Pkwy Cul‐De‐Sac Asphalt 63.69 37 19 625 Y

Durham::Lakeshore::18999 Fall Cr Tahoe Dr Asphalt 713.70 18 66 203 Y

Durham::Lakeshore::19002 Cedar Hill Dr Fall Cr Asphalt 248.41 18 51 391 Y

Durham::Lakeshore::19011 Great Oak Ct Cedar Hill Dr Asphalt 249.22 18 67 339 Y

Durham::Lakeshore::19031 E Woodcroft Pw Great Oak Ct Asphalt 462.90 18 53 254 Y

Durham::Lakeshore::19235 E Woodcroft Pw Great Oak Ct Asphalt 223.85 40 62 315 Y

Durham::Lakeside L::17660 Treyburn Point Dr Cul‐De‐Sac Asphalt 787.91 22 89 163 Y

Durham::Lakeview R::17916 Salwood Ln Paces Ferry Dr Asphalt 272.97 26 82 217 Y

Durham::Lakeview R::18056 Blue Spruce Dr Tall Leaf Trl Asphalt 265.48 28 39 252 Y

Durham::Lakeview R::18142 Tall Leaf Ln End Of St Maint Asphalt 700.22 27 90 196 Y

Durham::Lakeview R::18480 Tall Leaf Ln End Of St Maint Asphalt 125.78 27 78 188 Y

Durham::Lamb Ct::11115 Long Crescent D Cul De Sac Asphalt 118.82 21 33 681 Y

Durham::Lambeth Ci::17744 Louise Cr Erwin Rd Asphalt 781.32 30 86 283 Y

Durham::Lambeth Ci::19531 Louise Cr Erwin Rd Asphalt 86.44 76 69 576 Y

Durham::Lambeth Ci::19532 Louise Cr Erwin Rd Asphalt 94.33 58 74 235 Y

Durham::Lamond Ave::13309 Albemarle St Watts St Asphalt 585.00 28 61 730 Y

Durham::Lamond Ave::13310 N Gregson St Albemarle St Asphalt 274.63 29 65 236 Y

Durham::Lancaster::12691 W Club Bv Guess Rd Asphalt 684.73 27 90 219 Y

Durham::Lancaster::12776 Englewood Av W Club Bv Asphalt 654.28 29 91 330 Y

Durham::Lancaster::12865 W Knox St Englewood Av Asphalt 660.92 28 92 230 Y

Durham::Lancaster::12960 Green St W Knox St Asphalt 661.05 28 93 316 Y

Durham::Lancaster::13061 W Markham Av Green St Asphalt 662.87 29 83 285 Y

Durham::Landis Dr::11433 Dartmoor Ct Canterbury Cr Asphalt 850.43 19 16 307 Y

Durham::Landis Dr::11453 Canterbury Cr Trevor Cr Asphalt 768.81 20 16 247 Y

Durham::Landis Dr::11464 Trevor Cr Chaucer Dr Asphalt 456.83 20 33 197 Y

Durham::Landis Dr::11473 Chaucer Dr Guess Rd Asphalt 273.41 26 84 411 Y

Durham::Landis Dr::19580 Chaucer Dr Guess Rd Asphalt 194.16 20 29 203 Y

Durham::Landmark P::12287 Medford Rd Cul‐De‐Sac Asphalt 209.78 31 91 292 Y

Durham::Landon Far::17073 E Geer St Great Bend Dr Asphalt 372.74 22 36 427 Y

Durham::Landon Far::17148 Lime St Buffalo Wy Asphalt 248.88 24 45 352 Y

Durham::Landon Far::17149 Buffalo Wy E Geer St Asphalt 164.73 30 40 439 Y

Durham::Landon Far::19609 Buffalo Wy E Geer St Asphalt 50.62 26 32 660 Y

Durham::Landon Far::19610 E Geer St Great Bend Dr Asphalt 182.52 32 36 500 Y

Durham::Landon St::13467 Mimosa St Hardee St Asphalt 583.14 30 83 195 Y

Durham::Landon St::13509 Benning St Mimosa St Asphalt 424.29 31 82 243 Y

Durham::Landon St::13537 Fidelity Dr Benning St Asphalt 525.50 31 85 235 Y

Durham::Landon St::13539 Fidelity Dr Cul‐De‐Sac Asphalt 175.21 26 35 410 Y

Durham::Landreth C::16763 Cul De Sac Shalimar Dr Asphalt 123.00 26 70 343 Y

Durham::Landreth C::17837 Shalimar Dr Cul De Sac Asphalt 767.97 22 60 247 Y

Durham::Landsbury::15413 Garrett Rd Garrett Rd Asphalt 2764.55 20 39 416 Y

Durham::Lane St::15405 Mcnair St Roosevelt St Asphalt 217.24 31 81 263 Y

Durham::Lane St::15424 Roosevelt St Red Oak Av Asphalt 228.13 34 87 348 Y

Durham::Lanecrest::11945 Cul De Sac Kimball Dr Asphalt 192.76 24 46 356 Y

Durham::Langdon Dr::17075 Arringdon Park Dr Cul‐De‐Sac Asphalt 436.39 30 88 298 Y

Durham::Langdon Dr::19811 Comstock Rd Arringdon Park Dr Asphalt 64.15 26 79 471 Y

Durham::Langdon Dr::19812 Comstock Rd Arringdon Park Dr Asphalt 55.45 34 92 458 Y

Durham::Langdon Dr::19813 Arringdon Park Dr Cul‐De‐Sac Asphalt 52.86 26 73 436 Y

Durham::Langdon Dr::19814 Arringdon Park Dr Cul‐De‐Sac Asphalt 61.65 25 45 800 Y
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Durham::Langdon Dr::19815 Comstock Rd Arringdon Park Dr Asphalt 300.36 34 92 173 Y

Durham::Langdon Dr::19816 Comstock Rd Arringdon Park Dr Asphalt 51.84 29 88 296 Y

Durham::Langdon Dr::19817 Comstock Rd Arringdon Park Dr Asphalt 62.34 25 63 316 Y

Durham::Langdon Dr::19818 Comstock Rd Arringdon Park Dr Asphalt 53.12 25 67 448 Y

Durham::Langdon Dr::19819 Comstock Rd Arringdon Park Dr Asphalt 53.14 26 67 374 Y

Durham::Langdon Dr::19820 Comstock Rd Arringdon Park Dr Asphalt 167.48 34 67 429 Y

Durham::Langdon Dr::19821 Comstock Rd Arringdon Park Dr Asphalt 256.49 37 63 487 Y

Durham::Langford T::16095 Cul‐De‐Sac Cullowee Ct Asphalt 164.40 25 28 308 Y

Durham::Langford T::16096 Cullowee Ct Clearview Ln Asphalt 520.37 26 45 425 Y

Durham::Lanier Pl::13986 Evans St Cul De Sac Asphalt 700.39 20 32 441 Y

Durham::Lanier Val::14390 Bermuda Green Dr Cul‐De‐Sac Asphalt 329.78 24 56 516 Y

Durham::Lanier Val::14397 Kimbrough Ct Bermuda Green Dr Asphalt 274.38 24 54 406 Y

Durham::Lanier Val::14518 Oak Grove Pw Kimbrough Ct Asphalt 713.28 24 25 484 Y

Durham::Lansgate C::16558 Parkridge Rd Cul‐De‐Sac Asphalt 1022.30 25 87 256 Y

Durham::Lansing Av::15936 Jerome Rd Brandon Rd Asphalt 461.76 30 77 190 Y

Durham::Lansing Av::15939 Brandon Rd Rockford Rd Asphalt 232.08 28 41 185 Y

Durham::Lansing Av::18826 Rockford Rd Jerome Rd Asphalt 264.22 24 100 272 Y

Durham::Lansing Av::18836 Brandon Rd Rockford Rd Asphalt 175.04 28 92 242 Y

Durham::Lantern Pl::15469 Bacon St Pomona Dr Asphalt 293.25 29 69 243 Y

Durham::Lantern Pl::15491 Pomona Dr Cul De Sac Asphalt 309.17 31 92 267 Y

Durham::Lantern Vi::18499 Callandale Ln Cul‐De‐Sac Asphalt 234.86 20 95 800 Y

Durham::Larch Ct::14995 Redgate Dr Cul De Sac Asphalt 311.35 23 85 332 Y

Durham::Larchmont::15471 Chapel Hill Bv Service Rd Alexan Dr Asphalt 869.92 28 70 209 Y

Durham::Larchmont::15498 Alexan Dr Glengary Ct Asphalt 369.04 28 75 279 Y

Durham::Larchmont::15512 Glengary Ct Gatehouse Ln Asphalt 197.61 27 77 258 Y

Durham::Larchmont::15544 Gatehouse Ln Stillwater Park Asphalt 599.92 29 71 199 Y

Durham::Larchmont::15547 Stillwater Park Melstone Turn Asphalt 326.74 32 71 231 Y

Durham::Larchmont::15555 Melstone Turn Melstone Turn Asphalt 255.22 36 73 280 Y

Durham::Larchmont::15570 Melstone Turn University Dr Asphalt 140.85 35 58 238 Y

Durham::Larchmont::19774 Glengary Ct Gatehouse Ln Asphalt 83.88 20 44 374 Y

Durham::Larchwood::15897 Ludgate Dr Tranquil Rd Asphalt 534.77 29 30 468 Y

Durham::Larchwood::15900 Tranquil Rd Baker St Asphalt 362.06 29 22 364 Y

Durham::Larchwood::15902 Baker St Booker Av Asphalt 360.24 29 54 356 Y

Durham::Larchwood::15905 Booker Av Fayetteville St Asphalt 363.31 29 77 206 Y

Durham::Larchwood::15906 Inez Ct Ludgate Dr Asphalt 641.32 29 70 337 Y

Durham::Larchwood::15909 Cul‐De‐Sac Inez Ct Asphalt 218.18 23 75 294 Y

Durham::Larkspur C::16922 Revere Rd Revere Rd Asphalt 1222.96 23 77 220 Y

Durham::Larmack Ct::16688 Auburndale Dr Cul‐De‐Sac Asphalt 278.53 33 86 271 Y

Durham::Larrime St::11214 Crestview Dr Cheryl Av Asphalt 459.20 22 92 169 Y

Durham::Lassiter S::15474 Cul‐De‐Sac Boone St Asphalt 433.37 24 77 615 Y

Durham::Lassiter S::15560 Boone St Eubanks Rd Asphalt 1142.05 28 74 198 Y

Durham::Lassiter S::19562 Cul‐De‐Sac Boone St Asphalt 374.56 28 94 219 Y

Durham::Lassiter S::19563 Cul‐De‐Sac Boone St Asphalt 85.10 73 90 402 Y

Durham::Lathrop St::13834 Park Av N Guthrie Av Asphalt 348.40 30 73 302 Y

Durham::Lathrop St::13854 N Guthrie Av N Briggs Av Asphalt 450.33 28 58 286 Y

Durham::Lathrop St::13896 N Briggs Av Brye St Asphalt 436.93 28 34 310 Y

Durham::Lattimore::16724 Brentwood Rd Circle Asphalt 805.95 26 84 228 Y

Durham::Laurel Ave::18054 E Main St Laurel Ave Asphalt 472.18 23 92 216 Y

Durham::Laurel Lea::16235 Oleander Dr Cul‐De‐Sac Asphalt 455.45 18 24 588 Y

Durham::Laurel Mea::17303 Elk River Dr Stadium Dr Asphalt 308.80 29 53 158 Y

Durham::Laurel Mea::17304 End Of Street Elk River Dr Asphalt 151.96 28 61 369 Y

Durham::Laurel Mis::18605 Vintage Holly Dr Cottonseed Way Asphalt 478.19 22 100 185 Y

Durham::Laurel Mis::18608 Cottonseed Way Cul‐De‐Sac Asphalt 147.70 20 90 694 Y

Durham::Lauren Ln::11558 Valley Dr Cul De Sac Asphalt 323.01 30 90 258 Y

Durham::Laurent Dr::11141 Cheshire Bridge Cul De Sac Asphalt 230.46 26 54 211 Y

Durham::Laurent Dr::11153 Imperial Dr Cheshire Bridge Rd Asphalt 383.52 24 39 382 Y

Durham::Laurent Dr::11185 Memory Ln Imperial Dr Asphalt 833.17 22 73 200 Y

Durham::Lawndale A::12787 Oakland Av Alabama Av Asphalt 821.64 28 35 498 Y

Durham::Lawndale A::12790 Golf St Hillsborough Rd Asphalt 331.09 28 78 232 Y

Durham::Lawndale A::12797 Alabama Av Golf St Asphalt 342.92 27 39 532 Y

Durham::Lazyriver::11261 Hummingbird Ln Infinity Rd Asphalt 450.52 30 79 190 Y

Durham::Lazyriver::11293 Cul‐De‐Sac Shadebush Dr Asphalt 456.41 24 51 276 Y

Durham::Lazyriver::11303 Lazyriver Ln Warbler Ln Asphalt 294.63 29 22 277 Y

Durham::Lazyriver::11308 Shadebush Dr Hummingbird Ln Asphalt 1293.30 28 84 202 Y

Durham::Lazyriver::11312 Buttonbush Dr Shadebush Dr Asphalt 150.89 28 56 336 Y

Durham::Lazyriver::11316 Warbler Ln Round Spring Ln Asphalt 526.43 28 46 321 Y

Durham::Lazyriver::11330 Big Bluff Pl Buttonbush Dr Asphalt 348.10 28 39 302 Y

Durham::Lazyriver::11337 Round Spring Ln Current Ln Asphalt 370.24 28 92 234 Y

Durham::Lazyriver::11345 Osage Pl Big Bluff Pl Asphalt 334.71 28 33 235 Y

Durham::Lazyriver::11371 Current Ln Osage Pl Asphalt 2003.03 28 74 255 Y

Durham::Leacroft W::15160 Bellmeade Bay Dr Crossview Ln Asphalt 270.31 23 74 238 Y

Durham::Leacroft W::15209 Nichols Farm Dr Bellmeade Bay Dr Asphalt 814.19 23 84 193 Y

Durham::Leader Ln::14050 Maymount Dr Cul‐De‐Sac Asphalt 195.96 22 43 574 Y

Durham::Leader Ln::14079 Cul‐De‐Sac Maymount Dr Asphalt 217.33 24 31 246 Y

Durham::League Way::11898 Clarion Dr Berini Dr Asphalt 371.14 23 87 177 Y

Durham::Leah Ln::11510 Marywood Dr Deerchase Wynd Asphalt 689.48 22 76 231 Y

Durham::Leapale Ln::16889 Cul‐De‐Sac Martry Rd Asphalt 202.21 20 75 326 Y

Durham::Leapale Ln::16907 Martry Rd Cheselden Dr Asphalt 507.41 22 69 239 Y

Durham::Leapale Ln::16911 Cheselden Dr Cul‐De‐Sac Asphalt 149.55 25 71 336 Y

Durham::Learned Pl::14586 Woodburn Rd Cul‐De‐Sac Asphalt 393.30 29 87 189 Y

Durham::Leathers C::11942 East Oak Dr Cul De Sac Asphalt 168.06 30 58 396 Y

Durham::Lebanon Ci::11359 Guess Rd Guess Rd Asphalt 2632.00 19 78 132 Y

Durham::Lebanon Ci::19483 Guess Rd Guess Rd Asphalt 180.90 34 93 294 Y

Durham::Lebanon Ci::19484 Guess Rd Guess Rd Asphalt 212.84 31 51 316 Y

Durham::Ledgerock::13524 Cloverdale Dr Cul De Sac Asphalt 386.96 22 76 294 Y

Durham::Lednum St::12363 Leon St W Murray Av Asphalt 1264.22 29 83 227 Y
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Durham::Lee St::13319 N Alston Ave End Of Street Asphalt 552.84 27 69 704 Y

Durham::Lee St::13333 Gearwood Av N Alston Av Asphalt 554.09 29 81 267 Y

Durham::Lee St::13342 Cul‐De‐Sac Gearwood Av Asphalt 297.50 30 72 282 Y

Durham::Leeds Ln::16027 Nottaway Rd Rugby Rd Asphalt 610.16 21 73 226 Y

Durham::Leeward Ct::16336 Fortunes Ridge Dr Cul‐De‐Sac Asphalt 208.47 31 93 236 Y

Durham::Legion Ave::14878 Nation Av Vineyard St Asphalt 282.73 18 83 361 Y

Durham::Legion Ave::14987 Vineyard St Francis St Asphalt 850.10 17 89 271 Y

Durham::Legion Ave::15027 Francis St Durham‐Chapel Hill Blvd Asphalt 202.19 28 38 656 Y

Durham::Legion Ave::15057 Durham‐Chapel Hill Blvd W Cornwallis Rd Asphalt 201.69 43 65 800 Y

Durham::Legion Ave::19617 Nation Av Vineyard St Asphalt 115.11 26 85 245 Y

Durham::Legion Ave::19618 Francis St Durham‐Chapel Hill Blvd Asphalt 124.62 18 79 465 Y

Durham::Leitzel Ct::16776 Mccormick Rd Cul De Sac Asphalt 305.39 31 62 184 Y

Durham::Lemongrass::18151 Coral Dr Turmeric Ln Asphalt 801.73 23 94 272 Y

Durham::Lenox Ln::17420 Rockport Dr Skybrook Ln Asphalt 273.27 22 58 372 Y

Durham::Lenox Ln::17424 Skybrook Ln Rockport Dr Asphalt 392.21 23 62 221 Y

Durham::Leon St::12360 Glendale Av N Duke St Asphalt 520.30 36 73 218 Y

Durham::Leon St::12361 N Duke St Lorain Ave Asphalt 687.24 36 63 250 Y

Durham::Leon St::12364 N Duke St Lorain Av Asphalt 586.26 35 58 214 Y

Durham::Leon St::12366 Lednum St N Buchanan Bv Asphalt 484.41 36 56 295 Y

Durham::Leon St::12367 N Buchanan Bv Haverford St Asphalt 712.52 36 60 214 Y

Durham::Leon St::12369 Haverford St Broad St Asphalt 546.45 37 35 211 Y

Durham::Leonardo D::16681 Renaissance Pw Trail View Ln Asphalt 206.01 25 76 377 Y

Durham::Leonardo D::17350 Trail View Ln Morrell Ln Asphalt 318.15 22 65 294 Y

Durham::Lexington::14959 Nation Av Bedford St Asphalt 876.00 30 29 421 Y

Durham::Lexington::15015 Bedford St Francis St Asphalt 450.85 30 44 204 Y

Durham::Liberty St::13829 Grace Ln N Elizabeth St Asphalt 182.53 39 72 438 Y

Durham::Liberty St::13842 N Elizabeth St Railroad St Asphalt 267.40 34 51 364 Y

Durham::Liberty St::13845 Railroad St Belt St Asphalt 285.85 32 67 174 Y

Durham::Liberty St::13846 Peachtree Pl Grace Ln Asphalt 519.47 34 53 263 Y

Durham::Liberty St::13848 N Dillard St Peachtree Pl Asphalt 455.49 35 67 249 Y

Durham::Liberty St::13850 Belt St N Elm St Asphalt 547.34 35 81 184 Y

Durham::Liberty St::13852 N Elm St N Alston Av Asphalt 383.78 35 26 275 Y

Durham::Liberty St::13859 N Alston Av Eastway Ave Asphalt 875.13 34 73 188 Y

Durham::Liberty St::13862 Eastway Ave N Hyde Park Av Asphalt 352.49 35 67 283 Y

Durham::Liberty St::13866 N Hyde Park Av N Maple St Asphalt 369.09 30 71 252 Y

Durham::Liberty St::13871 N Maple St Spruce St Asphalt 194.53 31 79 288 Y

Durham::Liberty St::13880 Spruce St N Driver St Asphalt 366.79 30 64 317 Y

Durham::Liberty St::13888 N Driver St N Driver St Asphalt 171.35 29 85 364 Y

Durham::Liberty St::13904 N Driver St Park Av Asphalt 244.10 29 93 210 Y

Durham::Liberty St::13910 Park Av Park Av Asphalt 102.88 34 90 196 Y

Durham::Liberty St::13916 Park Av N Guthrie Av Asphalt 146.18 36 65 211 Y

Durham::Liberty St::13941 N Guthrie Av N Briggs Av Asphalt 451.92 34 64 211 Y

Durham::Liberty St::13954 N Briggs Av Brye St Asphalt 251.67 34 75 233 Y

Durham::Liberty St::13971 Brye St Raynor St Asphalt 465.58 34 74 244 Y

Durham::Liberty St::13977 Raynor St Raynor St Asphalt 61.15 34 79 573 Y

Durham::Liberty St::13991 Raynor St Gary St Asphalt 453.02 34 72 226 Y

Durham::Liberty St::14035 Herbert St End Maint Asphalt 332.34 18 24 574 Y

Durham::Liberty St::14037 Hardee St Herbert St Asphalt 397.92 21 30 469 Y

Durham::Liberty St::14041 Gary St N Felix St Asphalt 821.60 34 71 198 Y

Durham::Liberty St::14042 N Miami Bv Hardee St Asphalt 305.38 28 47 530 Y

Durham::Liberty St::14043 N Felix St N Miami Bv Asphalt 368.40 34 56 292 Y

Durham::Liberty St::19351 Park Av N Guthrie Av Asphalt 119.83 36 86 259 Y

Durham::Lick Creek::17298 Hampstead Village Dr Mooring Ct Asphalt 384.04 28 81 205 Y

Durham::Lick Creek::17299 Mooring Ct Wake Forest Hwy Asphalt 1057.32 30 63 199 Y

Durham::Liddington::12418 Bishopstone Dr 4106 Liddington Dr Asphalt 320.95 28 43 370 Y

Durham::Liddington::18599 4106 Liddington Dr End Of Cul‐De‐Sac Asphalt 115.63 30 94 499 Y

Durham::Liggett St::13428 Fernway Ave W Corporation St Asphalt 940.24 28 95 271 Y

Durham::Lillington::11631 Fanning Way End Of Street Asphalt 153.85 27 66 765 Y

Durham::Lillington::11655 Saratoga Dr Fanning Wy Asphalt 613.51 27 56 300 Y

Durham::Lillington::17665 Minnestott Way Rochambeau Ct Asphalt 204.99 28 29 483 Y

Durham::Lillington::17666 Rochambeau Ct Saratoga Dr Asphalt 255.17 26 37 431 Y

Durham::Lillington::17667 Danube Ln Minnestott Way Asphalt 200.12 28 52 272 Y

Durham::Lillington::17668 Minnestott Way Minnestott Way Asphalt 731.49 28 46 361 Y

Durham::Lime St::17084 Landon Farms Ln Buffalo Wy Asphalt 511.30 23 91 201 Y

Durham::Lime St::17490 Great Bend Dr Landon Farms Ln Asphalt 852.56 24 93 174 Y

Durham::Limerick L::16762 Cul De Sac Derbyshire Rd Asphalt 269.14 26 67 382 Y

Durham::Limerick L::16764 Derbyshire Rd Wineberry Dr Asphalt 342.58 26 95 188 Y

Durham::Limerick L::16767 Wineberry Dr Summerglen Ct Asphalt 360.11 31 93 272 Y

Durham::Limerick L::16793 Summerglen Ct Waterford Dr Asphalt 443.73 30 49 369 Y

Durham::Limerick L::16799 Waterford Dr Cul‐De‐Sac Asphalt 104.42 39 21 760 Y

Durham::Lincoln Mi::18646 Del Webb Arbors Dr Tunstall Way Asphalt 239.55 28 91 221 Y

Durham::Lincoln Mi::18649 Tunstall Way Clay Hill Way Asphalt 202.27 28 95 233 Y

Durham::Lincoln Mi::18672 Horne Creek Dr Gem Yarn Ln Asphalt 291.81 22 63 235 Y

Durham::Lincoln Mi::18673 Clay Hill Way Horne Creek Dr Asphalt 471.24 28 95 226 Y

Durham::Lincoln Mi::18687 Tunstall Way Clay Hill Way Asphalt 66.22 27 95 404 Y

Durham::Lincoln Mi::18747 Horne Creek Dr Gem Yarn Ln Asphalt 143.48 21 95 120 Y

Durham::Lincoln Mi::18749 Gem Yarn Ln Dead End Asphalt 64.77 22 96 105 Y

Durham::Lincoln St::14713 Simmons St Linwood Av Asphalt 564.52 32 17 481 Y

Durham::Lincoln St::14751 Linwood Av Massey Av Asphalt 299.87 30 70 487 Y

Durham::Lincoln St::14805 Massey Av Price Av Asphalt 296.18 29 80 282 Y

Durham::Lincoln St::14838 Price Av Dunbar St Asphalt 296.83 28 83 269 Y

Durham::Lincoln St::14881 Dunbar St Dupree St Asphalt 295.73 30 78 220 Y

Durham::Lincoln St::14937 Dupree St E Lawson St Asphalt 371.76 30 67 415 Y

Durham::Lincoln St::15235 Cecil St Martha St Asphalt 323.03 30 64 349 Y

Durham::Lincoln St::15279 Martha St Burlington Av Asphalt 393.63 30 52 386 Y

Durham::Lincoln St::15321 Burlington Av Hope Av Asphalt 338.83 29 55 800 Y
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Durham::Lincoln St::15368 Hope Av Dakota St Asphalt 568.36 29 52 347 Y

Durham::Lincoln St::15470 Nc 55 Hwy End Of Street Asphalt 507.48 26 91 338 Y

Durham::Lincolnshi::18029 Vintage Hill Dr Cul‐De‐Sac Asphalt 152.01 25 83 163 Y

Durham::Lindbergh::12374 Hammond St Hugo St Asphalt 350.19 30 57 242 Y

Durham::Lindbergh::12465 E Club Bv E Ellerbee St Asphalt 372.76 22 87 502 Y

Durham::Lindbergh::17535 E Ellerbee St Cul‐De‐Sac Asphalt 262.47 20 90 405 Y

Durham::Linden Oak::16035 Cul De Sac Alderbrook Ln Asphalt 123.15 18 28 332 Y

Durham::Linden Oak::16058 Alderbrook Ln Alderbrook Ln Asphalt 569.63 22 62 246 Y

Durham::Linden Oak::16079 Alderbrook Ln S Roxboro St Asphalt 346.63 23 26 359 Y

Durham::Linden Ter::12816 Morreene Rd American Dr Asphalt 941.54 29 59 210 Y

Durham::Lindenshir::14946 Montcastle Ct Elam Ct Asphalt 298.99 28 93 245 Y

Durham::Lindenshir::14966 Elam Ct Ashland Dr Asphalt 256.28 28 89 260 Y

Durham::Lindenshir::18633 Ashland Dr Pickett Rd Asphalt 578.85 28 79 227 Y

Durham::Lindley Dr::14920 Hursey St Nantuckett Av Asphalt 1288.12 30 81 165 Y

Durham::Lindley Dr::14961 Nantuckett Av Dead End Asphalt 342.26 30 80 118 Y

Durham::Lindmont A::12824 Syracuse St Milan St Asphalt 460.58 20 77 228 Y

Durham::Lindmont A::12837 Wayne Dr Syracuse Pl Asphalt 410.34 17 81 155 Y

Durham::Lindmont A::12851 Watson Rd Wayne Dr Asphalt 287.56 24 91 200 Y

Durham::Lindmont A::12875 Amberley Dr Watson Rd Asphalt 947.19 24 54 390 Y

Durham::Lindmont A::18283 Syracuse Pl Syracuse St Asphalt 56.70 15 86 180 Y

Durham::Linfield D::12651 Dexter St Ruffin St Asphalt 422.13 31 93 333 Y

Durham::Linganore::15096 Belgrave Pl Cul‐De‐Sac Asphalt 100.14 24 95 139 Y

Durham::Linganore::15116 Parkside Dr Belgrave Pl Asphalt 263.66 25 95 150 Y

Durham::Links Cir::15809 Westover Rd Cul‐De‐Sac Asphalt 138.51 24 61 230 Y

Durham::Linkside C::14578 Morning View Ct Cul‐De‐Sac Asphalt 96.67 24 73 252 Y

Durham::Linville C::14112 Weatherby Dr Cul De Sac Asphalt 159.02 24 36 535 Y

Durham::Linwood Av::14642 Dead End Avery St Asphalt 48.04 24 24 350 Y

Durham::Linwood Av::14654 Avery St Dawkins St Asphalt 219.62 24 36 387 Y

Durham::Linwood Av::14666 Dawkins St Fayetteville St Asphalt 225.58 24 30 359 Y

Durham::Linwood Av::14675 Fayetteville St Merrick St Asphalt 350.13 29 22 289 Y

Durham::Linwood Av::14688 Merrick St Spaulding St Asphalt 341.65 29 35 345 Y

Durham::Linwood Av::14714 Spaulding St Lincoln St Asphalt 349.78 28 78 240 Y

Durham::Linwood Av::14730 Lincoln St Grant St Asphalt 423.44 29 56 324 Y

Durham::Linwood Av::14743 Grant St Colfax St Asphalt 292.37 28 80 426 Y

Durham::Linwood Av::14781 Colfax St S Alston Av Asphalt 554.66 27 55 317 Y

Durham::Linwood Av::14800 S Alston Av Ridgeway Av Asphalt 358.59 36 79 292 Y

Durham::Lions Ct::12018 Sundial Cir Cul‐De‐Sac Asphalt 218.62 22 83 239 Y

Durham::Litchfield::16177 Swarthmore Rd Cul‐De‐Sac Asphalt 199.93 24 85 260 Y

Durham::Little Cre::16654 Hunters Ln End Of Street Asphalt 483.91 22 86 257 Y

Durham::Little Cre::16691 Hunters Ln Huntsman Dr Asphalt 1292.83 23 88 172 Y

Durham::Little Cre::18577 Little Creek Rd Little Creek Rd Asphalt 438.37 20 89 242 Y

Durham::Little Cre::19317 Hunters Ln End Of Street Asphalt 216.26 21 59 201 Y

Durham::Little Cre::19318 Hunters Ln End Of Street Asphalt 176.60 21 91 197 Y

Durham::Little Spr::17536 Bonaparte Way Cul‐De‐Sac Asphalt 323.60 24 93 301 Y

Durham::Little Sto::13826 Stonelick Dr Cul De Sac Asphalt 120.66 22 36 228 Y

Durham::Little Val::17078 Glennstone Dr Cul‐De‐Sac Asphalt 186.50 20 67 446 Y

Durham::Littleleaf::17030 Lacebark Ln Lyon Farm Dr Asphalt 513.34 25 74 289 Y

Durham::Live Oak C::17896 Copper Leaf Pkwy Prospect Pkwy Asphalt 293.46 17 95 282 Y

Durham::Live Oak C::17997 Prospect Pkwy Eagle Lodge Ln Asphalt 318.90 19 93 295 Y

Durham::Live Oak C::17998 Eagle Lodge Ln Golden Belt Pkwy Asphalt 308.81 18 95 216 Y

Durham::Live Oak C::17999 Golden Belt Pkwy Copper Leaf Pkwy Asphalt 298.84 18 93 254 Y

Durham::Livingston::16340 Scaresdale Pl Wallingford Pl Asphalt 565.57 31 37 452 Y

Durham::Livingston::16374 Trotter Ridge Rd Scaresdale Pl Asphalt 399.48 30 83 374 Y

Durham::Livingston::16376 Wallingford Pl Yarmouth Pl Asphalt 872.73 29 84 264 Y

Durham::Livingston::16404 Yarmouth Pl Trotter Ridge Rd Asphalt 388.49 28 36 444 Y

Durham::Loblolly C::11026 Loblolly Dr Cul De Sac Asphalt 113.17 31 82 183 Y

Durham::Loblolly D::11010 Stagville Rd Arrowwood Ct Asphalt 301.63 30 63 388 Y

Durham::Loblolly D::11012 Arrowwood Ct Scarlet Oak Ct Asphalt 608.31 29 48 322 Y

Durham::Loblolly D::11021 Scarlet Oak Ct Red Cedar Cr Asphalt 682.59 28 71 307 Y

Durham::Loblolly D::11025 Red Cedar Cr Loblolly Ct Asphalt 318.04 28 87 250 Y

Durham::Loblolly D::11031 Tulip Tree Ct Loblolly Ct Asphalt 302.64 29 91 187 Y

Durham::Loblolly D::11034 Trillium Ct Tulip Tree Ct Asphalt 681.35 28 68 304 Y

Durham::Loblolly D::11039 Persimmon Ct Trillium Ct Asphalt 278.88 28 40 391 Y

Durham::Loblolly D::11040 Loblolly Ct Rhododendron Dr Asphalt 639.21 30 94 187 Y

Durham::Loblolly D::11043 Rhododendron Dr Persimmon Ct Asphalt 607.60 29 74 194 Y

Durham::Loch Ness::14300 Lochnora Pw Cul De Sac Asphalt 335.74 26 93 289 Y

Durham::Lochaven D::11340 Bonhill Dr Latta Rd Asphalt 390.21 20 65 219 Y

Durham::Lochaven D::11353 Parkview Dr Bonhill Dr Asphalt 208.39 19 53 251 Y

Durham::Lochaven D::11366 Hollyridge Dr Parkview Dr Asphalt 435.57 18 65 221 Y

Durham::Lochaven D::11381 Wildwood Dr Hollyridge Dr Asphalt 417.81 16 56 292 Y

Durham::Lochaven D::11389 Wildwood Dr Wildwood Dr Asphalt 148.86 17 57 228 Y

Durham::Lochaven D::11401 Wanda Ridge Dr Wildwood Dr Asphalt 279.43 16 73 240 Y

Durham::Lochinvar::14230 Annandale Rd Lochnora Pw Asphalt 827.97 24 89 173 Y

Durham::Lochnora P::14194 Ludwell Pl Scotland Pl Asphalt 374.56 22 91 207 Y

Durham::Lochnora P::14231 Lochinvar Dr Ludwell Pl Asphalt 373.60 24 80 258 Y

Durham::Lochnora P::14252 Loch Ness Ct Lochinvar Dr Asphalt 154.75 24 91 229 Y

Durham::Lochnora P::14277 Dodsworth Ct Loch Ness Ct Asphalt 296.60 27 93 174 Y

Durham::Lochnora P::14350 Annandale Rd Dodsworth Ct Asphalt 734.00 23 85 206 Y

Durham::Lochnora P::14398 Cul‐De‐Sac Annandale Rd Asphalt 423.49 26 82 210 Y

Durham::Lochnora P::17597 Scotland Pl Erwin Rd Asphalt 629.69 22 93 197 Y

Durham::Lochnora P::19278 Scotland Pl Erwin Rd Asphalt 236.83 33 88 238 Y

Durham::Locust Hol::17352 Catamount Ct Toms Rock Pl Concrete 400.92 12 79 456 Y

Durham::Lodestone::13960 Quartz Dr Cul De Sac Asphalt 245.28 24 99 329 Y

Durham::Lodestone::13979 Evanwald Ct Quartz Dr Asphalt 125.00 29 100 533 Y

Durham::Lodestone::14071 Slate Ct Evanwald Ct Asphalt 515.95 28 100 363 Y

Durham::Lodestone::14250 Feldspar Wy Quartz Dr Asphalt 250.82 28 100 241 Y
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Durham::Lodestone::14268 Pvmt Chg Feldspar Wy Asphalt 148.93 28 97 321 Y

Durham::Lodestone::18038 Quartz Dr Slate Ct Asphalt 620.14 29 99 314 Y

Durham::Lodestone::18121 Lodestone Dr Lodestone Dr Asphalt 816.49 20 100 153 Y

Durham::Lodestone::18122 Citrine Ct Pvmt Chg Asphalt 166.21 28 100 198 Y

Durham::Lodestone::18703 Lodestone Dr Citrine Ct Asphalt 577.50 20 100 131 Y

Durham::Lodestone::18843 Evanwald Ct Quartz Dr Asphalt 118.32 28 100 319 Y

Durham::Lodestone::18844 Quartz Dr Cul De Sac Asphalt 124.72 28 96 627 Y

Durham::Lodge St::14616 Scout Dr South St Asphalt 334.50 23 73 721 Y

Durham::Lodge St::14672 S Roxboro St Scout Dr Asphalt 400.19 30 81 250 Y

Durham::Logan St::12869 Melrose Av End Of Pavement Asphalt 230.84 22 85 300 Y

Durham::Logan St::12931 Winburn Av Melrose Av Asphalt 460.66 22 75 181 Y

Durham::Logan St::12992 Faucette Av Winburn Av Asphalt 498.81 22 81 212 Y

Durham::Logan St::13012 Christopher Ct Faucette Av Asphalt 151.57 28 86 285 Y

Durham::Logan St::13051 Milan St Christopher Ct Asphalt 209.14 28 78 352 Y

Durham::Logan St::13113 Rachel Ln Milan St Asphalt 541.97 30 70 268 Y

Durham::Logan St::13138 Joci Ct Rachel Ln Asphalt 283.96 30 90 263 Y

Durham::Loganbury::17444 Winding Arch Dr Cul‐De‐Sac Asphalt 430.37 26 49 548 Y

Durham::Logger Ct::18970 Timbermill Ln Cul‐De‐Sac Asphalt 352.83 18 91 319 Y

Durham::Logging Tr::15644 Green Mill Ln Cul‐De‐Sac Asphalt 435.13 23 83 406 Y

Durham::London Cir::13328 Fairfax Rd Cul‐De‐Sac Asphalt 251.77 27 91 491 Y

Durham::Lone Tree::19005 Carpenter Fletcher Rd Cul‐De‐Sac Asphalt 243.13 20 93 199 Y

Durham::Long Cresc::11111 Milton Rd Lamb Ct Asphalt 246.16 23 57 233 Y

Durham::Long Cresc::11113 Devereaux Ln Vivaldi Dr Asphalt 381.80 20 27 316 Y

Durham::Long Cresc::11114 Lamb Ct Devereaux Ln Asphalt 204.91 21 30 351 Y

Durham::Long Leaf::11268 Donphil Rd Dead End Asphalt 357.42 19 91 175 Y

Durham::Long Leaf::11295 Pine Valley Dr Donphil Rd Asphalt 600.90 20 78 332 Y

Durham::Long Meado::17952 Teermark Ln Irving Way Asphalt 68.87 17 54 584 Y

Durham::Long Meado::19690 Teermark Ln Irving Way Asphalt 32.60 30 93 519 Y

Durham::Long Ridge::16359 Sweet Clover Ct Appling Wy Asphalt 483.48 29 78 269 Y

Durham::Long Ridge::16396 Shady Point Ct Sweet Clover Ct Asphalt 441.30 30 20 231 Y

Durham::Long Ridge::16412 Hidden Hollow Dr Shady Point Ct Asphalt 356.22 31 87 247 Y

Durham::Long Ridge::16432 Cul‐De‐Sac Hidden Hollow Dr Asphalt 258.77 25 27 368 Y

Durham::Long St::14270 N Briggs Av Raynor St Asphalt 416.36 30 80 354 Y

Durham::Longford C::17606 Cul‐De‐Sac Bellenden Dr Asphalt 267.67 22 95 184 Y

Durham::Longview T::18498 Callandale Ln Delmar Dr Asphalt 349.45 22 95 203 Y

Durham::Longview T::18822 Callandale Ln Delmar Dr Asphalt 150.02 24 95 401 Y

Durham::Longwood D::16306 Oakbrook Dr Pinebrook Dr Asphalt 292.33 29 93 171 Y

Durham::Longwood D::16353 Pinebrook Dr Brookstone Dr Asphalt 974.71 28 53 228 Y

Durham::Longwood D::16372 Brookstone Dr Oakbrook Dr Asphalt 366.65 28 49 312 Y

Durham::Lorain Ave::12286 Dead End N Duke St Asphalt 322.37 30 93 354 Y

Durham::Lorain Ave::12313 N Duke St Tennyson Pl Asphalt 733.80 30 86 181 Y

Durham::Lorain Ave::12317 Tennyson Pl Dead End Asphalt 215.09 31 92 234 Y

Durham::Lorelei Ct::19087 Christie Ln Cul‐De‐Sac Asphalt 353.51 20 44 341 Y

Durham::Lost Tree::13647 Cul‐De‐Sac Adlett Ln Asphalt 379.76 20 50 450 Y

Durham::Louise Cir::13104 Brown Av Other Asphalt 769.58 35 82 172 Y

Durham::Louise Cir::13124 Louise Cr Brown Av Asphalt 271.05 34 99 222 Y

Durham::Louise Cir::17076 Louise Cir Louise Cir Asphalt 167.92 32 54 181 Y

Durham::Louise Cir::19533 Louise Cir Louise Cir Asphalt 133.70 36 51 246 Y

Durham::Louise Cir::19534 Louise Cir Louise Cir Asphalt 160.96 52 48 360 Y

Durham::Lowe Wood::18660 Rustica Dr Cul‐De‐Sac Asphalt 103.31 24 95 272 Y

Durham::Lowry Ave::13594 Chester St N Hyde Park Av Asphalt 311.05 24 47 471 Y

Durham::Lowry Ave::13615 Calvin St Chester St Asphalt 304.82 25 24 391 Y

Durham::Loyal Ave::19043 Banneret Pl Drakesway Ct Asphalt 187.23 26 73 210 Y

Durham::Loyal Ave::19050 Lake Elton Rd Banneret Pl Asphalt 669.11 26 96 193 Y

Durham::Loyal Ave::19059 Drakesway Ct W Gleewood Pl Asphalt 280.22 26 87 300 Y

Durham::Loyal Ave::19093 W Gleewood Pl Meadhall Ct Asphalt 534.48 26 91 174 Y

Durham::Loyal Ave::19102 Meadhall Ct Vanguard Pl Asphalt 288.25 26 88 202 Y

Durham::Loyal Ave::19111 Vanguard Pl Ferriday Dr Asphalt 158.93 26 82 242 Y

Durham::Loyal Ave::19144 Ferriday Dr Carpenter Fletcher Rd Asphalt 741.83 26 93 107 Y

Durham::Loyal Pl::19076 Cul‐De‐Sac Lake Elton Rd Asphalt 597.98 20 44 259 Y

Durham::Lucas Dr::15789 Booker Av Savi Ct Asphalt 345.29 23 37 340 Y

Durham::Lucas Dr::15799 Savi Ct Cul‐De‐Sac Asphalt 300.23 23 64 395 Y

Durham::Lucerne Ln::15585 Alpine Rd Cul‐De‐Sac Asphalt 198.94 20 36 209 Y

Durham::Lucknam Ln::16333 Sunningdale Way Cul‐De‐Sac Asphalt 539.20 24 33 379 Y

Durham::Ludgate Dr::15822 Cul‐De‐Sac Buxton St Asphalt 709.65 23 29 452 Y

Durham::Ludgate Dr::15857 Buxton St Rush Ct Asphalt 667.43 28 35 535 Y

Durham::Ludgate Dr::15875 Rush Ct Hannah Ct Asphalt 303.07 30 33 318 Y

Durham::Ludgate Dr::15898 Hannah Ct Larchwood Dr Asphalt 285.98 30 64 454 Y

Durham::Ludwell Pl::14192 Lochnora Pw Cul De Sac Asphalt 331.84 22 89 265 Y

Durham::Lullwater::15171 Southshore Pkwy Cul‐De‐Sac Asphalt 335.61 23 88 230 Y

Durham::Lumpkin St::17875 Foxborough Ln Dead‐End Asphalt 158.52 28 95 270 Y

Durham::Luther Rd::18165 Rose Of Sharon Rd End Of Street Asphalt 1126.35 26 93 166 Y

Durham::Lutz Ln::17644 Cul‐De‐Sac Belmont Dr Asphalt 250.79 18 89 188 Y

Durham::Lutz Ln::17645 Belmont Dr Cul‐De‐Sac Asphalt 227.54 18 90 650 Y

Durham::Lyckan Pkw::15510 University Dr End Maint Asphalt 1140.31 22 37 229 Y

Durham::Lyle Ct::13130 Alicia Ct Cul‐De‐Sac Asphalt 146.66 28 48 232 Y

Durham::Lynn Rd::14206 Dead End Cathy Dr Asphalt 254.44 36 69 209 Y

Durham::Lynn Rd::14264 Cathy Dr Holloway St Asphalt 411.93 35 52 362 Y

Durham::Lynn Rd::15397 S Miami Bv Midway Av Asphalt 1623.20 21 37 399 Y

Durham::Lynn Rd::15427 Midway Av Pleasant Dr Asphalt 313.43 21 68 166 Y

Durham::Lynnwood V::14651 Weslyn Trace Dr Cul‐De‐Sac Asphalt 103.62 27 36 639 Y

Durham::Lyon Farm::17031 Littleleaf Ln Lyon Tree Dr Asphalt 200.38 26 63 496 Y

Durham::Lyon Farm::17032 Goldenflower Dr Littleleaf Ln Asphalt 664.75 21 43 313 Y

Durham::Lyon Farm::17721 Grandale Dr Sutteridge Ct Asphalt 322.27 48 77 236 Y

Durham::Lyon Farm::17722 Begin City Main Grandhaven Dr Asphalt 597.38 43 80 297 Y

Durham::Lyon Farm::18154 End City Maint Centerville Ln Asphalt 483.85 36 77 180 Y
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Durham::Lyon Farm::18161 Centerville Ln Ware Creek Ct Asphalt 657.75 28 74 293 Y

Durham::Lyon Farm::18184 Reflection Way Green Springs Ct Asphalt 398.28 24 76 178 Y

Durham::Lyon Farm::18185 Ware Creek Ct Fenwick Pkwy Asphalt 399.20 28 78 254 Y

Durham::Lyon Farm::18186 Fenwick Pkwy Reflection Way Asphalt 311.87 23 75 251 Y

Durham::Lyon Farm::18189 Green Springs Ct Gathering Pl Asphalt 338.15 24 83 235 Y

Durham::Lyon Farm::18190 Lyon Farm Dr (Grandale Ph7) Goldflower Dr Asphalt 245.88 21 79 338 Y

Durham::Lyon Farm::18376 Grandhaven Dr End City Maint Asphalt 221.43 37 60 269 Y

Durham::Lyon Farm::18441 Gathering Pl Lyons Farm (Lyons Farm) Asphalt 184.29 24 79 237 Y

Durham::Lyon Farm::19305 Grandale Dr Sutteridge Ct Asphalt 305.47 43 58 238 Y

Durham::Lyon St::17747 Angier Ave E Ramseur St Asphalt 474.92 24 83 365 Y

Durham::Lyon Tree::17033 Cul‐De‐Sac Silverbell Ct Asphalt 421.93 26 82 186 Y

Durham::Lyon Tree::17034 Silverbell Ct Lyon Farm Dr Asphalt 215.36 24 82 207 Y

Durham::Lyon Tree::17035 Lyon Farm Dr Scott King Rd Asphalt 136.12 36 47 329 Y

Durham::Lyon Tree::19304 Lyon Farm Dr Scott King Rd Asphalt 98.14 41 73 666 Y

Durham::Lyric St::13343 N Elizabeth St Tucker St Asphalt 295.71 25 78 298 Y

Durham::Lyric St::13346 Gurley St N Elizabeth St Asphalt 476.50 21 24 359 Y

Durham::MacGregor::14245 Annandale Rd Cul De Sac Asphalt 560.58 24 74 184 Y

Durham::MacKenzie::16759 Eagle View Dr Morrell Ln Asphalt 646.65 29 91 177 Y

Durham::MacKenzie::16790 Morrell Ln Buck Crossing Dr Asphalt 481.61 30 91 250 Y

Durham::Macwood Dr::11125 Milton Rd N Roxboro St Asphalt 910.50 19 36 243 Y

Durham::Madeira Ct::19131 Casabelle Ct Cul De Sac Asphalt 177.19 22 28 356 Y

Durham::Madison St::13284 Northwood Cr W Geer St Asphalt 294.22 29 40 271 Y

Durham::Madison St::13323 W Corporation St Northwood Cr Asphalt 350.12 30 92 225 Y

Durham::Madrid Ln::11581 Garcia Ave Cul‐De‐Sac Asphalt 384.89 32 81 305 Y

Durham::Maere Ct::11158 Meadston Dr Cul De Sac Asphalt 234.65 22 75 245 Y

Durham::Magic Holl::18708 Dead End Capstone Dr Asphalt 145.08 30 100 800 Y

Durham::Magic Holl::18709 Capstone Dr Filigree Way Asphalt 151.97 29 100 268 Y

Durham::Magic Holl::18710 Capstone Dr Capstone Dr Asphalt 679.72 29 100 191 Y

Durham::Magna Dr::17510 Bengel Dr Statler Dr Asphalt 585.70 20 47 289 Y

Durham::Magna Dr::17511 Weather St Bengel Dr Asphalt 423.37 20 80 156 Y

Durham::Magna Dr::17626 Knightwood Dr Weather St Asphalt 548.90 21 76 232 Y

Durham::Magnolia D::15528 Nc 55 Hwy End Of Street Asphalt 397.87 31 82 187 Y

Durham::Magnolia O::16206 Cul‐De‐Sac Blossomwood Dr Asphalt 459.83 19 53 550 Y

Durham::Magnolia O::16237 Blossomwood Dr Belleflower Dr Asphalt 285.82 20 33 689 Y

Durham::Magnolia O::16255 Belleflower Dr Cul‐De‐Sac Asphalt 125.44 21 25 800 Y

Durham::Magnolia T::18049 Elm Tree Ct Pear Tree Ln Asphalt 225.57 30 95 251 Y

Durham::Magnolia T::18232 Oak Park Dr Elm Tree Ct Asphalt 279.90 28 94 261 Y

Durham::Magnolia T::18234 Rustica Dr Oak Park Dr Asphalt 122.39 28 89 199 Y

Durham::Magnolia T::18538 Rustica Dr Oak Park Dr Asphalt 229.72 22 81 462 Y

Durham::Magnolia T::18540 Brennan Ct Moss Grove Ln Asphalt 778.49 22 76 264 Y

Durham::Magnolia T::18620 Brennan Ct Moss Grove Ln Asphalt 95.78 22 93 270 Y

Durham::Magnolia T::18621 Hickory Nut Dr Brennan Ct Asphalt 186.84 22 95 298 Y

Durham::Magnolia T::18661 Hickory Nut Dr Brennan Ct Asphalt 165.78 23 94 221 Y

Durham::Magnolia T::18662 Moss Grove Ln Rustica Dr Asphalt 314.38 23 88 207 Y

Durham::Magnolia T::18753 Hickory Nut Dr Brennan Ct Asphalt 241.12 22 95 250 Y

Durham::Magnolia T::18756 Turner St Hickory Nut Dr Asphalt 267.12 24 95 400 Y

Durham::Mahala Dr::12212 Ora Ave Cul‐De‐Sac Asphalt 477.36 28 78 237 Y

Durham::Mahala Dr::12231 Cul‐De‐Sac Ora Ave Asphalt 333.80 28 32 292 Y

Durham::Maidenhair::15306 Cul De Sac Lady Banks Dr Asphalt 89.26 28 68 663 Y

Durham::Mainline S::18118 Station Dr Trolley Ct Asphalt 599.41 22 91 194 Y

Durham::Mainline S::18119 Keystone Park Dr Station Dr Asphalt 401.34 27 91 254 Y

Durham::Mainline S::18275 Trolley Ct Cul‐De‐Sac Asphalt 194.28 24 91 226 Y

Durham::Mainline S::19329 Keystone Park Dr Station Dr Asphalt 51.89 14 95 373 Y

Durham::Mainline S::19804 Keystone Park Dr Station Dr Asphalt 21.24 31 93 658 Y

Durham::Majestic D::15295 Athens Av S Alston Av Asphalt 344.02 31 83 317 Y

Durham::Majestic D::15345 S Alston Av Gilmore Av Asphalt 686.08 28 14 552 Y

Durham::Malbry Pl::12055 Sundial Cir Cul‐De‐Sac Asphalt 581.78 22 29 345 Y

Durham::Malik Dr::17382 Rathie Dr Raj Dr Asphalt 474.17 21 86 338 Y

Durham::Mallard Av::13536 Cleveland St N Roxboro St Asphalt 404.28 34 37 656 Y

Durham::Mallard Av::13547 Oakwood Av Gurley St Asphalt 404.75 29 84 546 Y

Durham::Mallard Av::13548 N Queen St Oakwood Av Asphalt 174.52 28 84 474 Y

Durham::Mallard Av::13557 N Roxboro St N Queen St Asphalt 317.29 34 83 433 Y

Durham::Mallard Av::13570 Gurley St N Elizabeth St Asphalt 387.40 26 85 288 Y

Durham::Mallard Av::13573 N Elizabeth St Pearl St Asphalt 361.08 28 40 463 Y

Durham::Mallard Av::13575 Pearl St Hazel St Asphalt 151.58 28 35 671 Y

Durham::Mallard Av::13580 Hazel St Neville St Asphalt 445.93 30 48 547 Y

Durham::Mallard Av::13585 Neville St N Alston Av Asphalt 445.49 31 48 410 Y

Durham::Mallory Ln::19143 Pebble Creek Xing Brafferton Ct Asphalt 361.28 28 56 370 Y

Durham::Mallory Ln::19149 Brafferton Ct Brafferton Ct Asphalt 131.36 28 80 308 Y

Durham::Mallory Ln::19153 Brafferton Ct Chowings St Asphalt 248.82 28 74 349 Y

Durham::Mallory Ln::19155 Chowings St Auburn Village Dr Asphalt 157.01 28 82 367 Y

Durham::Mallory Ln::19157 Auburn Village Dr Pebble Creek Cn Asphalt 225.36 26 72 248 Y

Durham::Mallory Ln::19167 Pebble Creek Cn Snyder St Asphalt 218.61 26 70 326 Y

Durham::Mallory Ln::19175 Snyder St Pebble Creek Cn Asphalt 428.99 26 79 237 Y

Durham::Mallory Ln::19178 Pebble Creek Cn Fairmont St Asphalt 207.51 26 92 335 Y

Durham::Mallory Ln::19182 Fairmont St Drye Ln Asphalt 563.71 26 56 342 Y

Durham::Mallory Ln::19184 Drye Ln Fairmont St Asphalt 213.46 26 52 247 Y

Durham::Malvern Rd::16229 Swarthmore Rd Wynford Dr Asphalt 469.08 20 56 417 Y

Durham::Malvern Rd::16291 Wynford Dr Brixton Ln Asphalt 495.51 19 37 309 Y

Durham::Malvern Rd::16342 Brixton Ln Breton Pl Asphalt 597.76 26 91 262 Y

Durham::Malvern Rd::16441 Breton Pl King Charles Rd Asphalt 1528.09 29 93 227 Y

Durham::Manchester::15436 Bexley Av Thistlecone Wy Asphalt 777.62 28 93 238 Y

Durham::Manchester::15439 Thistlecone Way Cul‐De‐Sac Asphalt 241.04 28 91 227 Y

Durham::Mandel Rd::11287 Atterbury Ln Mohegan Dr Asphalt 253.79 20 45 231 Y

Durham::Mandel Rd::11299 Wensley Dr Atterbury Ln Asphalt 305.83 21 67 243 Y

Durham::Mandel Rd::11318 Stacy Dr Wensley Dr Asphalt 580.25 19 75 275 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Mandel Rd::17192 Mohegan Dr Cul‐De‐Sac Asphalt 433.01 21 88 275 Y

Durham::Manford Dr::15879 Brighton Rd Cul‐De‐Sac Asphalt 1853.28 31 82 164 Y

Durham::Manning Wa::18543 Gaston Manor Dr Farintosh Valley Ln Asphalt 1224.66 28 92 167 Y

Durham::Mansfield::17202 Junction Rd Belmont Dr Asphalt 1726.86 17 44 446 Y

Durham::Manson Pl::17163 Wedgedale Dr Cul‐De‐Sac Asphalt 376.92 25 89 270 Y

Durham::Manteo St::13415 End Of Street Drew St Asphalt 345.37 28 82 800 Y

Durham::Manteo St::13479 Juniper St Granby St Asphalt 356.24 28 49 265 Y

Durham::Maple Ridg::17369 Northwood Hills Av Woodgreen Dr Asphalt 349.41 23 38 383 Y

Durham::Maple Ridg::18034 Sanderson Dr Northwood Hills Av Asphalt 335.54 26 31 384 Y

Durham::Maplewood::12137 Dearborn Dr Dearborn Dr Asphalt 1469.73 24 93 234 Y

Durham::Maplewood::12145 Dearborn Dr Dearborn Dr Asphalt 2120.29 24 84 227 Y

Durham::Maplewood::13621 Burch Av Duke University Rd Asphalt 393.87 26 68 244 Y

Durham::Marble Dr::18881 Bluestone Rd Cul‐De‐Sac Asphalt 263.56 18 87 281 Y

Durham::Marbrey Dr::13831 Whistler Woods Ct Thistlerock Ln Asphalt 225.85 25 27 400 Y

Durham::Marbrey Dr::18341 Marbrey Dr Whistler Woods Ct Asphalt 211.95 25 28 333 Y

Durham::Marcella C::17573 Farrington Rd Jennel Way Asphalt 222.81 23 69 491 Y

Durham::Marcella C::17574 Jennel Way Cul‐De‐Sac Asphalt 323.42 20 42 526 Y

Durham::Marchmont::14895 Stoneridge Rd Cul De Sac Asphalt 346.74 23 88 171 Y

Durham::Marena Pl::17819 Teahouse Ct Ephesus Church Rd Asphalt 391.92 21 87 206 Y

Durham::Marena Pl::18265 Weston Downs Dr Teahouse Ct Asphalt 225.30 21 85 234 Y

Durham::Marena Pl::18266 Merry Oaks Ln Weston Downs Dr Asphalt 127.51 33 81 260 Y

Durham::Marena Pl::18481 Merry Oaks Ln Weston Downs Dr Asphalt 490.65 28 94 316 Y

Durham::Marena Pl::18487 Cul‐De‐Sac Merry Oaks Ln Asphalt 121.12 29 95 615 Y

Durham::Marena Pl::18488 Weston Downs Dr Teahouse Ct Asphalt 183.13 27 91 447 Y

Durham::Margaret A::12111 Kirk Rd Dead End Asphalt 851.45 16 53 279 Y

Durham::Marigold P::12038 Stoneybrook Dr Cul De Sac Asphalt 450.32 29 82 172 Y

Durham::Marion Ave::14515 Pinecrest Rd Sevier St Asphalt 892.47 31 78 177 Y

Durham::Marist Ct::17283 Chancellors Ridge Dr Cul‐De‐Sac Asphalt 521.27 20 48 349 Y

Durham::Market St::13641 W Parrish St E Chapel Hill St Asphalt 184.96 28 95 433 Y

Durham::Market St::13669 W Main St W Parrish St Asphalt 183.02 18 79 369 Y

Durham::Marlboroug::16560 Cul‐De‐Sac Hampshire Ct Asphalt 390.54 24 95 263 Y

Durham::Marlboroug::16562 Hampshire Ct Southpark Dr Asphalt 274.28 24 19 335 Y

Durham::Marlboroug::16563 Southpark Dr Highgate Dr Asphalt 320.46 25 86 449 Y

Durham::Marlin Dr::14372 Griffith Pl Harvard Av Asphalt 332.28 28 91 204 Y

Durham::Marlin Dr::14391 Harvard Av Conder Pl Asphalt 312.05 29 87 259 Y

Durham::Marlin Dr::14401 Conder Pl Capri Te Asphalt 189.29 29 70 299 Y

Durham::Marlin Dr::14402 Capri Te Griffith Pl Asphalt 360.46 29 94 304 Y

Durham::Marlowe Dr::12128 Woodmont Dr Duke Homestead Rd Asphalt 467.55 28 20 312 Y

Durham::Marne Ave::11541 Marne Ave Thames Ave Asphalt 385.90 26 62 402 Y

Durham::Marne Ave::11544 Thames Av Oran Av Asphalt 348.43 30 81 248 Y

Durham::Marne Ave::11546 Oran Av Delbert Av Asphalt 351.94 29 88 198 Y

Durham::Marne Ave::11548 Cul‐De‐Sac Holston Dr Asphalt 282.56 19 46 651 Y

Durham::Marne Ave::11549 Delbert Av Cul De Sac Asphalt 328.58 29 72 325 Y

Durham::Marquis Dr::11758 Pierre Pl Cul‐De‐Sac Asphalt 563.79 30 35 295 Y

Durham::Marquis Dr::11785 Duke Homestead Rd Pierre Pl Asphalt 514.87 29 87 148 Y

Durham::Mars Ct::13662 Venus Dr Cul‐De‐Sac Asphalt 138.80 24 36 475 Y

Durham::Marsh Ct::12044 Weeping St Cul‐De‐Sac Asphalt 177.53 23 52 179 Y

Durham::Marsh Land::15064 Bellmeade Bay Dr Cul‐De‐Sac Asphalt 280.37 24 41 442 Y

Durham::Marshall W::11985 Cheshire Ct Duluth St Asphalt 310.74 21 72 278 Y

Durham::Marshall W::12057 Berini Dr Cheshire Ct Asphalt 1024.16 19 84 226 Y

Durham::Martha St::15236 Fayetteville St Lincoln St Asphalt 1350.43 28 70 184 Y

Durham::Martin Lut::15615 Shannon Rd Old Chapel Hill Rd Asphalt 1869.52 56 62 154 Y

Durham::Martin Lut::15630 Archdale Dr Hope Valley Rd Asphalt 405.16 75 63 220 Y

Durham::Martin Lut::15854 S Roxboro St Archdale Dr Asphalt 1067.72 72 92 135 Y

Durham::Martin Lut::15911 Cook Rd S Roxboro St Asphalt 731.86 78 87 178 Y

Durham::Martin Lut::17120 Lake Camp Dr Cook Rd Asphalt 1523.87 69 81 120 Y

Durham::Martin Lut::17121 Lake Cook Dr Lake Camp Dr Asphalt 613.88 67 89 83 Y

Durham::Martin Lut::18229 Fayetteville Rd Stratford Lakes Dr Asphalt 1589.41 65 77 134 Y

Durham::Martin Lut::18230 Stratford Lakes Dr Lake Cook Dr Asphalt 1573.38 67 95 79 Y

Durham::Martin Lut::18924 Industry Ln Fayetteville St Asphalt 519.69 72 92 187 Y

Durham::Martin Lut::18925 Cher Dr Industry Ln Asphalt 552.36 72 83 136 Y

Durham::Martin Lut::18926 Grandview Forest Dr Cher Dr Asphalt 395.91 58 83 88 Y

Durham::Martin Lut::18927 Grandview Forest Dr Grandview Forest Dr Asphalt 324.48 58 88 76 Y

Durham::Martin Lut::18936 Yorktown Av Grandview Forest Dr Asphalt 755.59 58 90 81 Y

Durham::Martin Lut::18943 Hwy 55 Yorktown Av Asphalt 2101.64 58 76 122 Y

Durham::Martin Lut::19216 Hwy 55 Yorktown Av Asphalt 355.59 72 81 91 Y

Durham::Martin Lut::19217 Yorktown Av Grandview Forest Dr Asphalt 379.71 72 90 117 Y

Durham::Martin Lut::19218 Yorktown Av Grandview Forest Dr Asphalt 341.04 72 79 82 Y

Durham::Martin Lut::19219 Industry Ln Fayetteville St Asphalt 356.35 72 74 82 Y

Durham::Martin Lut::19220 Industry Ln Fayetteville St Asphalt 328.68 58 93 74 Y

Durham::Martin Lut::19555 Shannon Rd Old Chapel Hill Rd Asphalt 287.70 70 77 214 Y

Durham::Martin Lut::19556 Shannon Rd Old Chapel Hill Rd Asphalt 468.83 60 51 155 Y

Durham::Martin Lut::19842 S Roxboro St Archdale Dr Asphalt 709.86 92 89 96 Y

Durham::Martin Lut::19843 S Roxboro St Archdale Dr Asphalt 1516.39 71 87 86 Y

Durham::Martin Lut::19844 S Roxboro St Archdale Dr Asphalt 722.49 71 79 79 Y

Durham::Martin Lut::19845 S Roxboro St Archdale Dr Asphalt 296.79 80 89 117 Y

Durham::Martin Lut::19846 Cook Rd S Roxboro St Asphalt 232.34 83 76 149 Y

Durham::Martin St::11919 Craven St Arlene St Asphalt 624.51 18 53 210 Y

Durham::Martin St::12027 Dearborn Dr Craven St Asphalt 1029.84 22 58 261 Y

Durham::Martry Rd::16890 Leapale Ln Herndon Rd Asphalt 391.18 22 65 460 Y

Durham::Martry Rd::17343 Bally Castle Dr Carrickfergus Ct Asphalt 300.68 22 67 297 Y

Durham::Martry Rd::17344 Herndon Rd Bally Castle Dr Asphalt 508.98 21 74 336 Y

Durham::Martry Rd::17346 Martry Rd Castlebar Ln Asphalt 412.44 22 81 347 Y

Durham::Martry Rd::17354 Castlebar Ln End Of Street Asphalt 99.68 22 84 390 Y

Durham::Marydell L::16113 Garrett Rd Thetford Rd Asphalt 237.31 34 88 662 Y

Durham::Marydell L::19722 Garrett Rd Thetford Rd Asphalt 91.66 39 96 800 Y
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Durham::Maryland A::12410 Wagoner St Guess Rd Asphalt 318.56 28 76 313 Y

Durham::Maryland A::12440 Sunset Av Wagoner St Asphalt 349.01 31 64 366 Y

Durham::Maryland A::12469 Sunset Av Sunset Av Asphalt 269.72 30 62 321 Y

Durham::Maryland A::12527 Sprunt Av Sunset Av Asphalt 449.78 29 78 216 Y

Durham::Maryland A::12558 Pershing St Sprunt Av Asphalt 383.49 30 77 173 Y

Durham::Maryland A::12595 Wilson St Pershing St Asphalt 352.67 28 52 236 Y

Durham::Maryland A::12634 Woodrow St Wilson St Asphalt 345.83 29 38 250 Y

Durham::Maryland A::12674 W Club Bv Woodrow St Asphalt 458.99 30 61 244 Y

Durham::Marywood D::11470 Park Pl Deerchase Wynd Asphalt 397.40 20 80 305 Y

Durham::Marywood D::11485 Kara Pl Park Pl Asphalt 540.79 21 81 243 Y

Durham::Marywood D::11511 Leah Ln Kara Pl Asphalt 1867.89 19 71 246 Y

Durham::Marywood D::11532 Rose Of Sharon Rd Leah Ln Asphalt 567.88 22 77 250 Y

Durham::Marywood D::19479 Park Pl Deerchase Wynd Asphalt 219.73 26 86 234 Y

Durham::Masondale::15004 S Roxboro St Formosa Av Asphalt 1040.44 28 65 515 Y

Durham::Massey Ave::14723 Fayetteville St Merrick St Asphalt 347.23 28 85 365 Y

Durham::Massey Ave::14738 Merrick St Spaulding St Asphalt 344.48 27 89 366 Y

Durham::Massey Ave::14752 Spaulding St Lincoln St Asphalt 349.51 28 82 448 Y

Durham::Massey Ave::14796 Lincoln St Grant St Asphalt 425.99 28 80 379 Y

Durham::Massey Ave::14810 Grant St Colfax St Asphalt 338.51 29 73 402 Y

Durham::Massey Ave::14824 Colfax St S Alston Av Asphalt 496.09 30 74 273 Y

Durham::Mathison S::14749 Ridgeway Av Potter St Asphalt 158.91 31 62 692 Y

Durham::Mathison S::14755 Potter St Eugene St Asphalt 171.21 31 75 221 Y

Durham::Mathison S::14765 Eugene St Lakeland St Asphalt 283.29 29 100 372 Y

Durham::Mathison S::14780 Lakeland St Sowell St Asphalt 210.62 35 93 317 Y

Durham::Mathison S::14793 Sowell St Dead End Asphalt 391.80 28 12 300 Y

Durham::Matilene A::15480 Hearthside St Capps St Asphalt 721.55 30 77 200 Y

Durham::Mattie Ct::13109 Faucette Ave Cul‐De‐Sac Asphalt 374.24 22 87 257 Y

Durham::Mayapple P::11961 Wild Meadow Dr Cul De Sac Asphalt 347.82 28 48 295 Y

Durham::Maybank Ct::16931 Newhall Rd Cul‐De‐Sac Asphalt 199.05 27 46 242 Y

Durham::Mayfair St::18334 Chapel Hill Bv Service Rd Weymouth St Asphalt 331.67 30 26 285 Y

Durham::Mayflower::16209 Carnation Dr Cul‐De‐Sac Asphalt 181.80 20 88 227 Y

Durham::Maymount C::13901 Penn Dr Cul‐De‐Sac Asphalt 173.11 30 82 221 Y

Durham::Maymount C::13962 Chadbourne Dr Maymount Ct Asphalt 406.84 30 35 597 Y

Durham::Maymount D::13998 Winnabow Ct Chadbourne Dr Asphalt 262.74 28 93 264 Y

Durham::Maymount D::14051 Leader Ln Winnabow Ct Asphalt 292.29 28 24 239 Y

Durham::Maymount D::14188 Weatherby Dr Leader Ln Asphalt 688.64 28 35 250 Y

Durham::Maymount D::14247 End Of Street Weatherby Dr Asphalt 325.31 28 33 545 Y

Durham::Mcbenson P::11765 Rowemont Dr Cul‐De‐Sac Asphalt 462.74 24 33 694 Y

Durham::McCool Ct::17928 Morehead Hill Ct Cul‐De‐Sac Asphalt 203.39 20 93 531 Y

Durham::McCormick::16695 Revere Rd Auburndale Dr Asphalt 476.75 25 40 303 Y

Durham::McCormick::16725 Tipperary Ct Amayo Ct Asphalt 760.40 29 60 275 Y

Durham::McCormick::16729 Auburndale Dr Timmons Dr Asphalt 587.19 28 39 235 Y

Durham::McCormick::16732 Timmons Dr Tipperary Ct Asphalt 432.60 29 23 267 Y

Durham::McCormick::16755 Amayo Ct Kevin Ct Asphalt 572.37 28 58 229 Y

Durham::McCormick::16786 Leitzel Ct Timmons Dr Asphalt 422.39 28 52 212 Y

Durham::McCormick::16788 Kevin Ct Waterford Dr Asphalt 511.70 26 56 229 Y

Durham::McCormick::16798 Waterford Dr Fentress Ct Asphalt 203.82 29 36 275 Y

Durham::McCormick::16800 Kilkenny Ct Leitzel Ct Asphalt 458.35 26 62 213 Y

Durham::McCormick::16803 Timmons Dr Watauga Ct Asphalt 313.19 29 62 170 Y

Durham::McCormick::16810 Fentress Ct Kilkenny Ct Asphalt 444.08 27 33 189 Y

Durham::McCormick::16818 Watauga Ct Seaton Rd Asphalt 364.65 30 86 167 Y

Durham::McDowell R::14568 Pinecrest Rd Woodburn Rd Asphalt 1062.66 31 83 290 Y

Durham::McDowell R::14847 Woodburn Rd W Cornwallis Rd Asphalt 1574.31 29 90 185 Y

Durham::McDowell R::14904 W Cornwallis Rd Dekalb St Asphalt 411.08 31 64 236 Y

Durham::McDowell R::14977 Dekalb St Pickett Rd Asphalt 574.90 31 76 193 Y

Durham::Mcfarland::17557 Witherspoon Bv Honeycutt Dr Asphalt 598.29 27 41 203 Y

Durham::Mcfarland::17558 Witherspoon Bv Mt Moriah Rd Asphalt 906.41 33 54 240 Y

Durham::Mcgehee St::14670 Chapel Hill Rd Vesson Av Asphalt 347.86 30 57 224 Y

Durham::Mcgill Pl::13063 Colonial St Parking Lot Asphalt 519.79 29 65 438 Y

Durham::McKinley S::12563 Constitution Dr Vinson Pl Asphalt 355.09 23 25 415 Y

Durham::McKinley S::12569 Vinson Pl Arthur Ln Asphalt 348.95 23 33 299 Y

Durham::McKinley S::12594 Arthur Ln Sturdivant Rd Asphalt 451.97 24 29 217 Y

Durham::McKinley S::12603 Sturdivant Rd Cul De Sac Asphalt 97.57 34 25 551 Y

Durham::Mckittrick::11265 Phillips Point Dr Cul‐De‐Sac Asphalt 199.04 22 92 107 Y

Durham::Mckittrick::11304 Murray Hill Dr Phillips Point Dr Asphalt 1229.20 22 92 171 Y

Durham::Mckittrick::11311 Latta Rd Murray Hill Dr Asphalt 256.39 22 93 293 Y

Durham::Mclamb Dr::18796 Bristlewood Dr Peninsula Ct Asphalt 309.96 28 95 174 Y

Durham::McLaurin A::15672 Cana St Dead End Asphalt 460.50 31 64 312 Y

Durham::McNair St::15412 Dakota St Lane St Asphalt 311.24 31 76 187 Y

Durham::McNeil Ln::18076 Mcneil Ln Cul‐De‐Sac Asphalt 183.56 23 91 551 Y

Durham::McNeil Ln::18077 N Blacknall St Eastway Ave Asphalt 341.92 23 93 336 Y

Durham::Meade Ln::15112 Medearis Ct Cul‐De‐Sac Asphalt 146.17 24 95 236 Y

Durham::Meade Ln::15140 Rockwood Cr Medearis Ct Asphalt 251.63 23 87 282 Y

Durham::Meade Ln::15150 Parkside Dr Rockwood Cr Asphalt 270.28 24 94 303 Y

Durham::Meade Ln::15168 Cul‐De‐Sac Parkside Dr Asphalt 465.62 24 94 180 Y

Durham::Meadhall C::19092 Loyal Ave Cul‐De‐Sac Asphalt 609.44 20 90 189 Y

Durham::Meadow Lar::11378 High Meadow Rd Cul De Sac Asphalt 200.35 29 75 107 Y

Durham::Meadow Ln::13335 Meadowcrest Dr Dead End Asphalt 104.37 31 59 422 Y

Durham::Meadowbroo::11779 Cole Mill Rd East Oak Dr Asphalt 1473.10 20 62 176 Y

Durham::Meadowcres::13334 Clayton Rd Meadowcrest Dr Asphalt 217.43 31 87 422 Y

Durham::Meadowcres::13401 Meadowcrest Dr Cul‐De‐Sac Asphalt 578.89 29 36 348 Y

Durham::Meadowrun::16423 Cul‐De‐Sac Sun Valley Dr Asphalt 557.97 22 80 405 Y

Durham::Meadowrun::16443 Summertime Ct Sun Valley Dr Asphalt 319.74 28 85 274 Y

Durham::Meadowrun::16460 Hope Valley Rd Summertime Ct Asphalt 638.22 30 43 258 Y

Durham::Meadston D::11156 Shelburn Ct City Limits Asphalt 312.94 21 81 193 Y

Durham::Meadston D::11159 Maere Ct Shelburn Ct Asphalt 414.35 21 77 190 Y
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Durham::Meadston D::11161 City Limits Berg Pl Asphalt 565.48 24 74 187 Y

Durham::Meadston D::11162 Briardale Ln Maere Ct Asphalt 407.32 22 22 319 Y

Durham::Meadston D::11169 Berg Pl Briardale Ln Asphalt 698.05 23 83 232 Y

Durham::Mebane Ln::17931 Woodsdale Dr Hackney Ln Asphalt 529.54 21 90 176 Y

Durham::Medallion::17801 Ancient Oak Ct Autumn Leaf Ln Asphalt 589.19 24 83 198 Y

Durham::Medallion::17857 Cardinal Lake Dr Bent Branch Ct Asphalt 262.31 24 83 266 Y

Durham::Medallion::17866 Bent Branch Ct Ancient Oak Ct Asphalt 214.43 26 72 198 Y

Durham::Medallion::18238 Autumn Leaf Ln City Limits Asphalt 204.22 23 67 170 Y

Durham::Medearis C::15111 Meade Ln Cul‐De‐Sac Asphalt 107.51 24 93 549 Y

Durham::Medford Rd::12168 Front St Staley Pl Asphalt 766.60 30 78 249 Y

Durham::Medford Rd::12176 Staley Pl Windgate Dr Asphalt 349.06 30 93 235 Y

Durham::Medford Rd::12214 Windgate Dr Broomfield Te Asphalt 464.53 30 91 200 Y

Durham::Medford Rd::12241 Broomfield Te Broomfield Te Asphalt 926.24 30 93 239 Y

Durham::Medford Rd::12279 Landmark Pl Farm Gate Av Asphalt 220.15 30 82 237 Y

Durham::Medford Rd::12281 Farm Gate Av Wayside Pl Asphalt 200.93 28 34 253 Y

Durham::Medford Rd::12284 Broomfield Te Landmark Pl Asphalt 1190.03 30 89 234 Y

Durham::Medford Rd::12293 Wayside Pl Cole Mill Rd Asphalt 1252.92 29 48 212 Y

Durham::Medical Pa::11700 Technology Dr Ben Franklin Blvd Asphalt 853.33 28 53 234 Y

Durham::Medical Pa::11709 Ben Franklin Bv Technology Dr Asphalt 1055.92 30 62 242 Y

Durham::Medical Pa::19764 Ben Franklin Bv Technology Dr Asphalt 41.00 20 78 687 Y

Durham::Medical Pa::19768 Ben Franklin Bv Technology Dr Asphalt 41.75 30 75 493 Y

Durham::Medina St::15625 Cul De Sac Elmira Av Asphalt 1014.66 27 90 302 Y

Durham::Meeting St::12351 Haywood Ct Indian Tr Asphalt 488.59 24 36 339 Y

Durham::Meeting St::12371 Indian Tr Haywood Ct Asphalt 496.67 24 26 374 Y

Durham::Meeting St::12403 Indian Tr Cul De Sac Asphalt 567.97 26 31 409 Y

Durham::Melbourne::13734 Knob Ct Pommel Ln Asphalt 286.32 29 54 460 Y

Durham::Melbourne::13764 Beckham Pl Knob Ct Asphalt 302.95 29 80 337 Y

Durham::Melbourne::13863 Ross Rd Beckham Pl Asphalt 649.66 29 85 177 Y

Durham::Melbourne::17205 Pommel Ln Cul‐De‐Sac Asphalt 854.72 28 86 172 Y

Durham::Mellon Ct::12087 Sundial Cir Cul‐De‐Sac Asphalt 201.33 25 18 547 Y

Durham::Mellwood D::11480 Elk Ridge Rd Cul De Sac Asphalt 309.76 22 33 363 Y

Durham::Mellwood D::11484 End Of Street Elk Ridge Rd Asphalt 165.59 26 28 800 Y

Durham::Melody Cir::15577 Collier Rd Cul‐De‐Sac Asphalt 183.53 27 80 154 Y

Durham::Melrose Av::12870 Milan St Logan St Asphalt 956.86 20 62 344 Y

Durham::Memorial S::13544 S Gregson St S Duke St Asphalt 438.69 32 60 372 Y

Durham::Memory Ln::11155 Imperial Dr End Of Street Asphalt 190.38 20 54 405 Y

Durham::Memory Ln::11186 Laurent Dr Imperial Dr Asphalt 580.87 21 80 204 Y

Durham::Memory Ln::11209 Redmond Dr Laurent Dr Asphalt 460.07 20 69 180 Y

Durham::Memphis St::18535 E Lakewood Ave Chestnut St Asphalt 370.88 29 93 242 Y

Durham::Memphis St::18818 Chestnut St Cypress Ct Asphalt 48.08 28 94 800 Y

Durham::Mercury Ct::13554 Chance Rd Cul‐De‐Sac Asphalt 158.21 24 27 479 Y

Durham::Meridian P::19179 Exchange Pl North Bend Dr Asphalt 2711.03 30 76 195 Y

Durham::Meridian P::19187 North Bend Dr Meridian Pkwy Asphalt 1369.13 30 90 219 Y

Durham::Meridian P::19190 Nc 55 Hw Meridian Pw Asphalt 1317.48 42 82 182 Y

Durham::Meridian P::19191 Meridian Pkwy Exchange Pl Asphalt 1994.07 30 79 174 Y

Durham::Meriwether::11838 Stratton Wy E Carver St Asphalt 261.41 38 26 310 Y

Durham::Meriwether::11871 Pickwick Tr Stratton Wy Asphalt 469.51 34 80 142 Y

Durham::Meriwether::12095 Old Oxford Rd Pickwick Tr Asphalt 2451.81 33 85 177 Y

Durham::Merrick St::14474 Grant St Shirley Caesar Ct Asphalt 1579.75 28 41 322 Y

Durham::Merrick St::14535 Shirley Caesar Ct E Umstead St Asphalt 490.92 31 85 284 Y

Durham::Merrick St::14569 E Umstead St Simmons St Asphalt 211.33 28 60 282 Y

Durham::Merrick St::14674 Simmons St Linwood Av Asphalt 464.10 33 70 257 Y

Durham::Merrick St::14776 Massey Av Price Av Asphalt 294.67 28 39 461 Y

Durham::Merrick St::14814 Price Av Dunbar St Asphalt 295.67 27 81 232 Y

Durham::Merrick St::14883 Dunbar St Dupree St Asphalt 496.07 28 82 269 Y

Durham::Merrick St::14936 Dupree St E Lawson St Asphalt 353.62 30 93 173 Y

Durham::Merrimac S::13949 Morehead Av House Av Asphalt 295.72 26 56 243 Y

Durham::Merry Oaks::18485 Marena Pl Myra Glen Pl Asphalt 299.61 35 95 227 Y

Durham::Middle St::14901 Bowen St Byrd St Asphalt 411.11 28 50 388 Y

Durham::Middle St::14935 Byrd St Dead End Asphalt 202.19 28 88 268 Y

Durham::Middlebroo::14285 Centerway Dr Cul De Sac Asphalt 557.85 24 25 446 Y

Durham::Middlebroo::14379 Centerway Dr Beltre Ct Asphalt 620.17 28 68 300 Y

Durham::Middlebroo::14413 Beltre Ct Olney Dr Asphalt 287.51 28 33 300 Y

Durham::Middlebroo::14454 Olney Dr Arcola Ln Asphalt 227.10 25 72 458 Y

Durham::Middlebroo::14463 Arcola Ln Cul De Sac Asphalt 231.79 24 27 615 Y

Durham::Middlebury::16822 Wineberry Dr Cul‐De‐Sac Asphalt 483.80 26 95 155 Y

Durham::Middleton::18956 Kemmont Rd Providence Ridge Ln Asphalt 372.23 18 66 258 Y

Durham::Middleton::18957 Silkwood Dr Reams Run Rd Asphalt 346.69 22 58 437 Y

Durham::Middleton::18959 Providence Ridge Ln Silkwood Dr Asphalt 300.73 18 36 422 Y

Durham::Middleton::18961 Reams Run Rd Ravenswood Pl Asphalt 528.78 22 45 426 Y

Durham::Middleton::18985 Ravenswood Pl Charing Pl Asphalt 674.13 26 43 407 Y

Durham::Middleton::19027 Charing Pl Penrith Dr Asphalt 1062.12 26 56 418 Y

Durham::Midgette P::14420 Walton St Cul‐De‐Sac Asphalt 389.13 26 93 238 Y

Durham::Midland Te::17108 Amberley Dr Clifford Dr Asphalt 428.89 23 37 226 Y

Durham::Midland Te::17112 Clifford Dr Faucette Av Asphalt 807.52 26 24 259 Y

Durham::Midpines C::16296 Tall Oaks Dr Cul‐De‐Sac Asphalt 108.71 39 41 373 Y

Durham::Midstream::18269 Kinsale Dr Cul‐De‐Sac Asphalt 199.12 19 92 338 Y

Durham::Midvale Rd::15022 Bedford St Durham‐Chapel Hill Blvd Asphalt 440.22 29 84 205 Y

Durham::Midway Ave::15391 Boswell St Angier Av Asphalt 1475.88 20 38 262 Y

Durham::Midway Ave::15396 Spring St Boswell St Asphalt 399.57 20 32 195 Y

Durham::Midway Ave::15398 Lynn Rd Spring St Asphalt 473.70 20 68 157 Y

Durham::Milan St::12710 Cone Av E Geer St Asphalt 560.97 23 80 131 Y

Durham::Milan St::12813 Lindmont Av Cone Av Asphalt 853.21 23 60 189 Y

Durham::Milan St::12839 Melrose Av Lindmont Av Asphalt 255.38 24 82 331 Y

Durham::Milan St::12914 Winburn Av Melrose Av Asphalt 555.65 21 34 399 Y

Durham::Milan St::12985 Faucette Av Winburn Av Asphalt 470.22 23 43 335 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Milan St::12998 Jessica Ct Faucette Av Asphalt 146.51 32 59 800 Y

Durham::Milan St::13069 Logan St Jessica Ct Asphalt 815.94 30 79 204 Y

Durham::Milford Ln::16747 Revere Rd Cul De Sac Asphalt 182.21 25 97 168 Y

Durham::Mill Ct::16881 Wenonah Way Cul‐De‐Sac Asphalt 108.00 43 35 754 Y

Durham::Mill Haven::16784 Buck Crossing Dr Cul‐De‐Sac Asphalt 227.71 20 27 450 Y

Durham::Mill Hill::17900 Yale Ln Taylor Hall Pl Asphalt 699.11 22 93 243 Y

Durham::Mill Hill::17901 End Of Street Yale Ln Asphalt 363.67 23 95 211 Y

Durham::Miller Ct::18128 Miller Dr Cul‐De‐Sac Asphalt 82.56 48 89 232 Y

Durham::Miller Dr::17685 Cozart St Swanns Mill Dr Asphalt 834.49 28 85 239 Y

Durham::Miller Dr::17690 Hebron Rd Cozart St Asphalt 486.96 29 69 212 Y

Durham::Miller Dr::18064 Swanns Mill Dr Genee Ct Asphalt 469.57 28 85 248 Y

Durham::Miller Dr::18143 Genlee Ct Miller Ct Asphalt 170.06 27 81 284 Y

Durham::Miller Dr::18144 Miller Ct Tennessee Rd Asphalt 718.69 28 85 196 Y

Durham::Miller Dr::18691 Genlee Ct Miller Ct Asphalt 183.74 27 86 180 Y

Durham::Millspring::19473 Croasdaile Farm Pw Bittersweet Dr Asphalt 184.72 39 89 224 Y

Durham::Millspring::19474 Croasdaile Farm Pw Bittersweet Dr Asphalt 672.85 36 90 207 Y

Durham::Millspring::19475 Croasdaile Farm Pw Bittersweet Dr Asphalt 1224.35 29 95 159 Y

Durham::Millstone::16845 Grandale Dr Colton Ct Asphalt 517.54 25 29 324 Y

Durham::Millstone::16868 Colton Ct Cul‐De‐Sac Asphalt 460.24 24 89 138 Y

Durham::Mimosa St::13468 Landon St Hardee St Asphalt 1015.76 29 88 269 Y

Durham::Mine Bluff::16526 Running Brook Ct Cul‐De‐Sac Asphalt 162.35 31 93 558 Y

Durham::Minerva Av::13232 Watts St N Buchanan Bv Asphalt 374.27 27 73 511 Y

Durham::Minerva Av::13234 N Gregson St Watts St Asphalt 854.51 28 69 620 Y

Durham::Minerva Av::13235 N Duke St N Gregson St Asphalt 773.76 29 41 605 Y

Durham::Minuteman::12345 American Dr Cul De Sac Asphalt 275.51 24 63 259 Y

Durham::Miramont D::11177 Green Oak Dr End Of Street Asphalt 269.63 21 81 269 Y

Durham::Miramont D::11179 Autumn Dr Green Oak Dr Asphalt 449.99 20 77 171 Y

Durham::Mirando Pl::15659 Four Seasons Dr Cul‐De‐Sac Asphalt 369.69 28 46 382 Y

Durham::Miriam Cir::12339 E Club Bv E Club Bv Asphalt 1063.36 23 60 360 Y

Durham::Mist Lake::12501 Camden Ave Cul‐De‐Sac Asphalt 1330.91 22 80 188 Y

Durham::Mistletoe::16278 Carnation Dr Oleander Dr Asphalt 614.73 21 50 232 Y

Durham::Misty Cree::12189 Strebor St Cul De Sac Asphalt 213.77 30 41 450 Y

Durham::Misty Morn::11431 Park Overlook D Cul De Sac Asphalt 206.96 24 59 307 Y

Durham::Misty Pine::12127 Acker Av Hewitt St Asphalt 233.01 28 94 350 Y

Durham::Misty Pond::18246 Sagerview Way Cul‐De‐Sac Asphalt 117.07 28 93 572 Y

Durham::Mitchell S::13266 End Of Street E Geer St Asphalt 173.84 28 60 800 Y

Durham::Mohegan Dr::11278 Reigal Wood Rd Mandel Rd Asphalt 529.54 20 76 204 Y

Durham::Mohegan Dr::11281 Heritage Dr Reigal Wood Rd Asphalt 597.50 20 88 114 Y

Durham::Moline St::14763 South St S Roxboro St Asphalt 452.44 30 32 302 Y

Durham::Moline St::14808 S Roxboro St Bern St Asphalt 477.22 26 94 269 Y

Durham::Moline St::14842 Bern St Concord St Asphalt 531.72 27 92 190 Y

Durham::Moline St::14854 Concord St Fayetteville St Asphalt 707.89 22 78 201 Y

Durham::Monaco Ct::17717 Sutteridge Ct Cul‐De‐Sac Asphalt 121.61 29 81 597 Y

Durham::Monarch Wa::16983 Solitude Wy Cul De Sac Asphalt 152.45 27 47 714 Y

Durham::Monk Rd::11547 N Roxboro St Ryan St Asphalt 530.41 24 87 207 Y

Durham::Monk Rd::11550 Ryan St Laymans Chapel Rd Asphalt 464.02 18 79 236 Y

Durham::Monk Rd::11561 Laymans Chapel Rd Denfield St Asphalt 671.10 19 83 173 Y

Durham::Monmouth A::13170 Watts St N Buchanan Bv Asphalt 331.88 27 54 191 Y

Durham::Monmouth A::13171 N Gregson St Watts St Asphalt 856.51 28 68 395 Y

Durham::Monmouth A::13172 N Duke St N Gregson St Asphalt 777.52 29 89 221 Y

Durham::Monmouth A::13175 North St Washington St Asphalt 756.44 28 66 505 Y

Durham::Monmouth A::13177 Glendale Av North St Asphalt 804.06 29 50 563 Y

Durham::Monroe Ave::15284 End Of Street University Dr Asphalt 739.96 17 57 352 Y

Durham::Montana Wa::16052 Colorado Ave Cul‐De‐Sac Asphalt 196.96 25 88 300 Y

Durham::Montauk Pl::16378 Fortunes Ridge Dr Cul‐De‐Sac Asphalt 175.01 29 85 285 Y

Durham::Montcastle::14910 Cul De Sac Lindenshire Dr Asphalt 240.28 19 41 438 Y

Durham::Montcastle::14923 Lindenshire Dr Cul De Sac Asphalt 309.48 18 87 312 Y

Durham::Montclair::16932 Newhall Rd Newhall Rd Asphalt 1162.04 25 84 213 Y

Durham::Montcrest::16122 Carlton Crossing Dr Cul‐De‐Sac Asphalt 483.40 23 48 337 Y

Durham::Monteith C::16870 Stinhurst Dr Cul‐De‐Sac Asphalt 386.60 22 74 248 Y

Durham::Monterey L::16919 Cul‐De‐Sac Pelham Rd Asphalt 652.99 26 61 187 Y

Durham::Montgomery::14767 Woodburn Rd W Cornwallis Rd Asphalt 1252.01 31 57 233 Y

Durham::Montgomery::14840 W Cornwallis Rd Womble Cr Asphalt 549.37 29 73 478 Y

Durham::Montgomery::14857 Womble Cr Tisdale St Asphalt 294.75 28 83 347 Y

Durham::Montgomery::14864 Tisdale St Brower Cr Asphalt 276.43 28 81 379 Y

Durham::Montgomery::14898 Brower Cr Cul De Sac Asphalt 290.42 30 80 543 Y

Durham::Monticello::15315 Augusta Dr Stuart Dr Asphalt 831.60 22 93 262 Y

Durham::Monticello::15341 Bexley Ave Augusta Dr Asphalt 440.02 18 73 475 Y

Durham::Monticello::15433 Dobbs Pl Bexley Av Asphalt 911.29 32 93 206 Y

Durham::Monticello::15440 Bexley Av Dobbs Pl Asphalt 946.06 30 81 230 Y

Durham::Monticello::19565 Dobbs Pl Bexley Av Asphalt 355.90 18 55 609 Y

Durham::Monxton Ct::17336 Oxfordshire Ln Cul‐De‐Sac Asphalt 182.45 21 49 245 Y

Durham::Moonbeam C::18344 Walsenburg Dr Cul‐De‐Sac Asphalt 327.70 22 94 183 Y

Durham::Moonlight::13646 Chance Rd Cul‐De‐Sac Asphalt 280.44 22 70 402 Y

Durham::Moonstone::13898 Play Gate Ln Cul De Sac Asphalt 364.75 20 84 273 Y

Durham::Moores Cre::17463 Sycamore Shoals Rd End Of Phase I Asphalt 699.46 28 80 219 Y

Durham::Moores Cre::18528 End Of Phase I Kettle Creek Way Asphalt 330.76 28 87 207 Y

Durham::Moorgate A::17367 Woodgreen Dr Woodside Park Ln Asphalt 495.08 27 74 331 Y

Durham::Mooring Ct::17300 Lick Creek Ln Cul‐De‐Sac Asphalt 97.30 24 83 521 Y

Durham::Moortown C::17715 Grandhaven Dr Cul‐De‐Sac Asphalt 457.63 22 81 244 Y

Durham::Mordecai S::13247 Morreene Rd Holton St Asphalt 450.26 29 51 271 Y

Durham::Mordecai S::13285 Glasson St Glasson St Asphalt 395.88 29 91 385 Y

Durham::Morehead A::13902 Norwood Av Anderson St Asphalt 343.67 44 78 170 Y

Durham::Morehead A::13903 Merrimac St Norwood Av Asphalt 992.18 42 86 165 Y

Durham::Morehead A::13905 Shoppers St Merrimac St Asphalt 213.55 42 74 267 Y

Durham::Morehead A::13907 Burke St Shoppers St Asphalt 376.33 41 84 183 Y
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Durham::Morehead A::13908 Rex St Burke St Asphalt 428.46 41 80 120 Y

Durham::Morehead A::13917 Chapel Hill Rd Rex St Asphalt 834.04 42 72 138 Y

Durham::Morehead A::13928 Cornell St Kent St Asphalt 305.43 29 51 230 Y

Durham::Morehead A::13929 Fairview St Cornell St Asphalt 255.36 27 47 242 Y

Durham::Morehead A::13931 Rock St Fairview St Asphalt 335.99 25 47 359 Y

Durham::Morehead A::13933 Carroll St Rock St Asphalt 282.00 27 54 384 Y

Durham::Morehead A::13934 Carroll St Carroll St Asphalt 66.68 29 51 279 Y

Durham::Morehead A::13937 Arnette Ave S Buchanan Blvd Asphalt 225.94 29 47 280 Y

Durham::Morehead A::13939 Shepherd St Arnette Av Asphalt 351.28 28 51 341 Y

Durham::Morehead A::13944 Vickers Av Shepherd St Asphalt 368.66 27 42 377 Y

Durham::Morehead A::13946 S Duke St Vickers Av Asphalt 885.41 32 72 245 Y

Durham::Morehead A::18287 S Buchanan Blvd Carroll St Asphalt 170.13 28 41 445 Y

Durham::Morehead H::17950 Pennypacker Ln Mccool Ct Asphalt 399.79 23 95 152 Y

Durham::Morehead H::17951 Cul‐De‐Sac Pennypacker Ln Asphalt 197.68 22 93 263 Y

Durham::Morehead H::17958 Mccool Ct Prospect Pkwy Asphalt 538.48 24 94 198 Y

Durham::Morehead H::17960 Prospect Pkwy Kestrel Heights Ct Asphalt 175.02 27 94 495 Y

Durham::Morehead H::17962 Teermark Ln Cul‐De‐Sac Asphalt 208.10 22 95 356 Y

Durham::Morehead H::17963 Kestrel Heights Ct Teermark Ln Asphalt 410.65 29 95 275 Y

Durham::Morehead H::19686 Prospect Pkwy Kestrel Heights Ct Asphalt 61.67 18 92 307 Y

Durham::Morehead H::19688 Mccool Ct Prospect Pkwy Asphalt 65.51 18 86 800 Y

Durham::Morehead H::19689 Mccool Ct Prospect Pkwy Asphalt 27.31 27 94 190 Y

Durham::Moreland A::14076 Morehead Av Halley St Asphalt 905.61 30 85 179 Y

Durham::Moreland A::14174 Halley St Gunter St Asphalt 393.52 28 94 366 Y

Durham::Moreland A::14295 Gunter St Unnamed Alley Asphalt 464.03 29 90 244 Y

Durham::Moreland A::14694 High St Ward St Asphalt 545.09 31 37 259 Y

Durham::Moreland A::17502 Cliff St End Of Const Asphalt 122.89 22 72 305 Y

Durham::Moreland A::17504 Cliff St End Of Const Asphalt 65.35 26 51 510 Y

Durham::Morgans Ri::16016 Sterling Ridge Ln Cul‐De‐Sac Asphalt 359.38 18 29 435 Y

Durham::Morning Gl::14069 E Main St Morning Glory A Asphalt 114.00 30 62 332 Y

Durham::Morning Gl::14099 Morning Glory A Belt St Asphalt 427.96 29 32 175 Y

Durham::Morning Gl::14121 Belt St N Elm St Asphalt 271.05 30 27 303 Y

Durham::Morning Gl::14131 N Elm St N Elm St Asphalt 107.61 30 49 355 Y

Durham::Morning Gl::14173 N Elm St N Alston Av Asphalt 412.19 26 59 249 Y

Durham::Morning Gl::14201 N ALSTON AV N HOLMAN ST 401.60 31 ‐1 ‐1 N Construction

Durham::Morning Gl::14228 N Holman St Kendrick Cr Asphalt 297.92 27 37 719 Y

Durham::Morning Gl::14251 N Blacknall St N Goley St Asphalt 345.77 29 45 380 Y

Durham::Morning Gl::14278 N Plum St N Hyde Park Av Asphalt 288.68 38 42 350 Y

Durham::Morning Gl::14279 Kendrick Cr N Plum St Asphalt 479.49 26 38 371 Y

Durham::Morning Su::17560 Morrell Ln Cul‐De‐Sac Asphalt 184.57 21 75 342 Y

Durham::Morning Vi::14577 Linkside Ct Cul‐De‐Sac Asphalt 580.88 23 70 236 Y

Durham::Morning Vi::14648 Oak Grove Pw Linkside Ct Asphalt 313.61 23 77 237 Y

Durham::Mornings W::11170 Stardust Dr Cul De Sac Asphalt 171.33 22 13 393 Y

Durham::Morningsid::16324 Darian Way Cul‐De‐Sac Asphalt 652.86 28 84 238 Y

Durham::Morningsid::16345 Fortunes Ridge Dr Darian Way Asphalt 610.35 30 74 289 Y

Durham::Morningsid::18591 Victorian Oaks Dr Cul‐De‐Sac Asphalt 129.65 28 95 257 Y

Durham::Morningsid::18592 Victorian Oaks Dr Victorian Oaks Dr Asphalt 805.31 22 95 237 Y

Durham::Morningsid::18593 Victorian Oaks Dr Sturbridge Dr Asphalt 1107.65 29 95 239 Y

Durham::Morrell Ln::16740 Eagle View Dr Crichton Ln Asphalt 659.03 28 73 239 Y

Durham::Morrell Ln::16744 Crichton Ln Somerdale Dr Asphalt 326.98 29 62 321 Y

Durham::Morrell Ln::16749 Somerdale Dr Chatsworth Wy Asphalt 303.92 29 74 333 Y

Durham::Morrell Ln::16753 Chatsworth Wy Crenshaw Ln Asphalt 302.90 28 64 295 Y

Durham::Morrell Ln::16758 Crenshaw Ln Mackenzie Ct Asphalt 299.50 28 64 349 Y

Durham::Morrell Ln::17538 Cul‐De‐Sac Water Garden Way Asphalt 161.11 24 80 597 Y

Durham::Morrell Ln::17539 Morrell Ln Rockwall Garden Way Asphalt 263.75 22 86 305 Y

Durham::Morrell Ln::17540 Rockwall Garden Way Leonardo Dr Asphalt 260.26 28 91 212 Y

Durham::Morrell Ln::17545 Leonardo Dr Morning Sun St Asphalt 272.13 29 73 314 Y

Durham::Morrell Ln::17562 Morning Sun St Gardenview Pl Asphalt 285.04 28 85 199 Y

Durham::Morrell Ln::17797 Gardenview Pl Brookview St Asphalt 559.25 28 81 234 Y

Durham::Morrell Ln::17799 Brookview St Brookview St Asphalt 116.88 31 84 299 Y

Durham::Morrell Ln::17800 Brookview St Eagle View Dr Asphalt 228.01 28 37 372 Y

Durham::Morris St::13317 W Corporation St Washington St Asphalt 288.54 28 63 214 Y

Durham::Morris St::13409 Hunt St W Corporation St Asphalt 692.91 30 60 422 Y

Durham::Morris St::13431 Fernway Av Hunt St Asphalt 185.45 29 100 402 Y

Durham::Morris St::13598 E Chapel Hill St W Morgan St Asphalt 436.09 31 63 479 Y

Durham::Morris St::17825 W Morgan St Roney St Asphalt 273.61 28 65 631 Y

Durham::Morris St::17826 Roney St Fernway Ave Asphalt 291.84 29 96 468 Y

Durham::Morris St::19438 W Corporation St Washington St Asphalt 105.13 36 60 183 Y

Durham::Morristown::17464 Sycamore Shoals Rd Dead End Asphalt 181.66 22 80 210 Y

Durham::Morrow Ln::17993 Flat River Dr Woodsdale Dr Asphalt 193.63 26 91 427 Y

Durham::Morse Cir::16669 Blanchard Rd Blanchard Rd Asphalt 382.87 20 32 256 Y

Durham::Mortise Ct::12285 Dovetail Dr Cul De Sac Asphalt 124.35 24 68 350 Y

Durham::Mortise Ct::17140 Cul‐De‐Sac Knothole Ln Asphalt 355.46 19 83 235 Y

Durham::Mortise Ct::18033 Knothole Ln Dovetail Dr Asphalt 453.33 23 45 277 Y

Durham::Morven Pl::14389 End of street S HOLMAN ST 276.99 14 ‐1 ‐1 N Does Not Exist

Durham::Moss Creek::11060 Rocky Point Ln Circle Asphalt 130.86 32 25 213 Y

Durham::Moss Sprin::18187 Sassafras Hill St Cul‐De‐Sac Asphalt 108.81 24 80 226 Y

Durham::Mossdale A::15399 University Dr Dewey St Asphalt 535.24 18 41 243 Y

Durham::Mossdale A::15449 Dewey St Victor Ave Asphalt 477.75 18 33 350 Y

Durham::Mossdale A::15473 Victor Av Boone St Asphalt 166.94 27 51 197 Y

Durham::Mossdale A::15525 Boone St Sherbon Dr Asphalt 743.71 20 87 346 Y

Durham::Mossdale A::15556 Sherbon Dr Eubanks Rd Asphalt 395.44 23 42 473 Y

Durham::Mossdale A::15578 Eubanks Rd Racine St Asphalt 222.62 28 89 296 Y

Durham::Mossdale A::15611 Racine St Archdale Dr Asphalt 711.16 28 91 290 Y

Durham::Mossdale A::15641 Archdale Dr Tarik Dr Asphalt 767.28 22 54 251 Y

Durham::Mossdale A::19560 Victor Av Boone St Asphalt 146.62 22 71 233 Y

Durham::Mountain B::17807 Cul‐De‐Sac Mountain Brook Cir Asphalt 662.56 22 76 152 Y
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Durham::Mountain B::17808 Mountain Brook Cir Vestavia Dr Asphalt 833.45 22 71 188 Y

Durham::Mountain B::17809 Vestavia Dr Mountain Brook Cir Asphalt 1408.08 22 89 182 Y

Durham::Mountain I::19062 Mountain Lake Ct Mountain Lake C Asphalt 288.93 22 65 256 Y

Durham::Mountain I::19065 Walnut Cove Dr Mountain Lake Ct Asphalt 473.58 22 32 677 Y

Durham::Mountain I::19066 Cul‐De‐Sac Walnut Cove Dr Asphalt 393.13 22 95 294 Y

Durham::Mountain L::19071 Mountain Island Dr Cul‐De‐Sac Asphalt 64.54 72 85 241 Y

Durham::Mountainvi::12552 Winters Ln Sprunt Av Asphalt 558.31 31 47 323 Y

Durham::Mountainvi::12601 Quebec Dr Winters Ln Asphalt 457.86 38 79 407 Y

Durham::Mountainvi::12631 Hillsborough Rd Quebec Dr Asphalt 322.47 37 51 382 Y

Durham::Mozelle St::14236 Raynor St Gary St Asphalt 761.47 30 89 237 Y

Durham::Mt Moriah::17154 Watkins Rd Ladle Dr Asphalt 437.49 78 83 135 Y

Durham::Mt Moriah::17314 Ladle Dr Danziger Dr Asphalt 1069.85 51 81 188 Y

Durham::Mt Moriah::17315 Danziger Dr Old Chapel Hill Rd Asphalt 925.98 19 57 209 Y

Durham::Mt Moriah::19266 Danziger Dr Old Chapel Hill Rd Asphalt 55.79 20 52 529 Y

Durham::Mt Moriah::19267 Danziger Dr Old Chapel Hill Rd Asphalt 271.32 32 66 325 Y

Durham::Mt Moriah::19268 Danziger Dr Old Chapel Hill Rd Asphalt 228.59 27 83 288 Y

Durham::Murphy St::14490 E Pettigrew St Gillette Av Asphalt 486.86 20 71 198 Y

Durham::Murray Hil::11305 Mckittrick Ln Cul‐De‐Sac Asphalt 654.99 21 90 216 Y

Durham::Muscadine::16503 Appling Wy Cul De Sac Asphalt 265.70 28 28 169 Y

Durham::Musket Ln::18135 Cul‐De‐Sac Tannenbaum St Asphalt 118.29 22 95 307 Y

Durham::Musket Ln::18136 Tannenbaum St Cul‐De‐Sac Asphalt 129.77 21 94 493 Y

Durham::Mustang Ct::12186 Strebor St Cul De Sac Asphalt 172.96 28 46 193 Y

Durham::Mutual Dr::15559 Fayetteville St Atlantic St Asphalt 458.95 32 92 190 Y

Durham::Myers Park::11694 Graceview Wy Graceview Wy Asphalt 751.98 28 52 277 Y

Durham::Myers Park::11712 Graceview Wy Dula St Asphalt 369.23 28 31 386 Y

Durham::Myers Park::11737 Beech Grove Dr Sparger Rd Asphalt 909.45 22 88 155 Y

Durham::Myers Park::11739 Beg Maint Beech Grove Dr Asphalt 570.36 21 88 200 Y

Durham::Myers Park::17197 Sparger Rd Graceview Wy Asphalt 524.13 29 86 190 Y

Durham::Myers Park::17401 Tocuvan Pl End Maint Asphalt 264.58 28 82 188 Y

Durham::Myers Park::17429 Dula St End Maint Asphalt 120.86 28 38 371 Y

Durham::Myers Park::17549 Dula St Tocuvan Pl Asphalt 305.87 28 75 199 Y

Durham::Myra Glen::18482 Weston Downs Dr Merry Oaks Ln Asphalt 630.35 28 93 184 Y

Durham::Myra Glen::18486 Merry Oaks Ln Cul‐De‐Sac Asphalt 165.13 27 95 239 Y

Durham::Myra St::15430 End Maint University Dr Asphalt 286.42 28 84 285 Y

Durham::Mystic Dr::11183 Carey Pl Cul‐De‐Sac Asphalt 481.18 20 30 238 Y

Durham::Mystic Dr::11207 Redding Ln Carey Pl Asphalt 492.24 23 76 422 Y

Durham::Mystic Dr::11220 Accura Ct Redding Ln Asphalt 212.95 24 63 318 Y

Durham::Mystic Dr::11227 Tacoma Ct Accura Ct Asphalt 286.03 23 65 438 Y

Durham::Mystic Dr::11243 Darden Pl Tacoma Ct Asphalt 321.30 22 49 371 Y

Durham::Mystic Dr::11249 Umstead Rd Darden Pl Asphalt 229.41 22 67 534 Y

Durham::N Adams St::13988 Rochelle St Ross Rd Asphalt 685.69 19 87 200 Y

Durham::N Adams St::14132 Holloway St Rochelle St Asphalt 556.58 19 87 187 Y

Durham::N Adams St::19656 Holloway St Rochelle St Asphalt 114.30 28 83 784 Y

Durham::N Alston A::13221 Edward St E Trinity Av Asphalt 677.75 30 24 380 Y

Durham::N Alston A::13240 N Alston Ave Edward St Asphalt 374.18 27 91 271 Y

Durham::N Berrymea::13855 Perigrine Wy Cul De Sac Asphalt 435.59 22 30 484 Y

Durham::N Berrymea::13882 Thistlerock Ln Perigrine Wy Asphalt 128.04 23 39 395 Y

Durham::N Blacknal::14291 E Main St Morning Glory Ave Asphalt 444.16 29 62 286 Y

Durham::N Blacknal::18079 Mcneil Ln Taylor St Asphalt 293.46 23 94 285 Y

Durham::N Blacknal::18082 Morning Glory Ave N Plum St Asphalt 265.83 24 94 240 Y

Durham::N Blacknal::18166 N Plum St Mcneil Ln Asphalt 123.21 24 83 240 Y

Durham::N Blacknal::18167 N Plum St Mcneil Ln Asphalt 125.00 23 87 163 Y

Durham::N Briggs A::13853 Lathrop St Holloway St Asphalt 423.67 26 84 314 Y

Durham::N Briggs A::13940 Liberty St Lathrop St Asphalt 422.16 30 83 278 Y

Durham::N Briggs A::14007 Southgate St Liberty St Asphalt 431.65 30 39 400 Y

Durham::N Briggs A::14127 Taylor St Southgate St Asphalt 558.84 26 91 311 Y

Durham::N Briggs A::14271 Long St Taylor St Asphalt 784.50 27 54 235 Y

Durham::N Briggs A::14313 E Main St Long St Asphalt 221.15 25 57 445 Y

Durham::N Buchanan::12415 Hudson Av Leon St Asphalt 489.99 29 40 319 Y

Durham::N Buchanan::12778 Englewood Av W Club Bv Asphalt 455.18 28 89 234 Y

Durham::N Buchanan::12867 W Knox St Englewood Av Asphalt 661.53 30 89 212 Y

Durham::N Buchanan::12963 Green St W Knox St Asphalt 660.47 30 89 250 Y

Durham::N Buchanan::13065 W Markham Av Green St Asphalt 515.74 29 87 195 Y

Durham::N Buchanan::13094 Urban Av W Markham Av Asphalt 345.84 27 83 231 Y

Durham::N Buchanan::13135 Dacian Ave Urban Av Asphalt 205.22 31 84 188 Y

Durham::N Buchanan::13168 Monmouth Ave Dacian Av Asphalt 377.15 30 83 204 Y

Durham::N Buchanan::13195 W Trinity Av Monmouth Av Asphalt 336.12 33 93 184 Y

Durham::N Buchanan::13231 Minerva Ave W Trinity Av Asphalt 297.69 35 65 173 Y

Durham::N Buchanan::13271 Gloria Ave Minerva Av Asphalt 375.49 31 92 197 Y

Durham::N Buchanan::13306 W Main St Gloria Av Asphalt 260.38 54 78 224 Y

Durham::N Buchanan::17537 Hudson Av Dead End Asphalt 498.17 29 44 316 Y

Durham::N Buchanan::18803 W Main St W Main St Asphalt 314.90 14 89 225 Y

Durham::N Buchanan::19410 W Markham Av Green St Asphalt 133.21 31 74 368 Y

Durham::N Buchanan::19411 Dacian Ave Urban Av Asphalt 181.77 30 89 334 Y

Durham::N Buchanan::19412 W Trinity Av Monmouth Av Asphalt 71.70 31 85 189 Y

Durham::N Buchanan::19413 Minerva Ave W Trinity Av Asphalt 84.73 30 71 320 Y

Durham::N Buchanan::19414 W Main St Gloria Av Asphalt 125.62 30 75 307 Y

Durham::N Buchanan::19415 W Main St Gloria Av Asphalt 55.62 36 91 381 Y

Durham::N Buchanan::19512 Englewood Av W Club Bv Asphalt 205.64 35 87 196 Y

Durham::N Church S::13741 E Parrish St Liberty St Asphalt 53.65 41 66 688 Y

Durham::N Church S::13761 E Main St E Parrish St Asphalt 241.71 23 80 523 Y

Durham::N Church S::19364 E Parrish St Liberty St Asphalt 125.90 24 85 425 Y

Durham::N Church S::19365 E Parrish St Liberty St Asphalt 166.00 32 68 387 Y

Durham::N Church S::19366 E Parrish St Liberty St Asphalt 90.99 32 79 800 Y

Durham::N Church S::19367 E Parrish St Liberty St Asphalt 40.05 47 76 650 Y

Durham::N Corcoran::13656 W Parrish St E Chapel Hill St Asphalt 241.81 27 93 318 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::N Dillard::13911 E Main St Liberty St Asphalt 469.97 44 31 339 Y

Durham::N Driver S::13563 Evergreen St Juniper St Asphalt 446.50 27 75 454 Y

Durham::N Driver S::13658 Fern St Evergreen St Asphalt 449.18 27 70 542 Y

Durham::N Driver S::13720 Gilbert St Fern St Asphalt 339.46 26 67 439 Y

Durham::N Driver S::13759 Holloway St Gilbert St Asphalt 323.49 27 78 219 Y

Durham::N Driver S::13815 Eva St Holloway St Asphalt 366.64 26 80 213 Y

Durham::N Driver S::13887 Liberty St Eva St Asphalt 370.52 26 75 256 Y

Durham::N Driver S::14015 Southgate St Liberty St Asphalt 751.52 40 75 168 Y

Durham::N Driver S::14134 Taylor St Southgate St Asphalt 558.36 40 77 175 Y

Durham::N Driver S::14335 E Main St Taylor St Asphalt 1112.26 39 82 224 Y

Durham::N Elizabet::13243 Edward St E Trinity Av Asphalt 506.23 27 77 267 Y

Durham::N Elizabet::13275 E Geer St Edward St Asphalt 321.48 29 82 332 Y

Durham::N Elizabet::13344 Lyric St E Geer St Asphalt 597.90 29 77 275 Y

Durham::N Elizabet::13367 Wake Pl Lyric St Asphalt 235.03 28 79 220 Y

Durham::N Elizabet::13400 Dowd St Wake Pl Asphalt 234.09 29 82 199 Y

Durham::N Elizabet::13452 Gray Av Dowd St Asphalt 390.60 27 78 291 Y

Durham::N Elizabet::13513 Canal St Gray Av Asphalt 303.74 27 58 208 Y

Durham::N Elizabet::13569 Mallard Av Canal St Asphalt 376.06 26 46 459 Y

Durham::N Elizabet::13633 Primitive St Mallard Av Asphalt 314.41 29 53 330 Y

Durham::N Elizabet::13674 Gilbert St Primitive St Asphalt 253.44 29 56 387 Y

Durham::N Elizabet::13687 Carlton Av Gilbert St Asphalt 91.22 41 79 126 Y

Durham::N Elizabet::13752 Holloway St Carlton Av Asphalt 384.63 59 70 214 Y

Durham::N Elizabet::13796 Grace Ln Holloway St Asphalt 289.57 60 62 219 Y

Durham::N Elizabet::13828 Liberty St Grace Ln Asphalt 273.06 60 62 281 Y

Durham::N Elizabet::13899 Taylor St Liberty St Asphalt 243.78 59 68 284 Y

Durham::N Elizabet::13967 Commerce St Taylor St Asphalt 471.58 61 55 168 Y

Durham::N Elizabet::14032 E Main St Commerce St Asphalt 413.48 60 77 213 Y

Durham::N Elm St::13806 Eva St Holloway St Asphalt 361.97 25 37 602 Y

Durham::N Elm St::13849 Liberty St Eva St Asphalt 276.99 21 78 482 Y

Durham::N Elm St::13926 Hopkins St Liberty St Asphalt 316.68 22 65 471 Y

Durham::N Elm St::13978 Taylor St Hopkins St Asphalt 373.36 20 72 292 Y

Durham::N Elm St::14023 Wall St Taylor St Asphalt 221.39 22 68 335 Y

Durham::N Elm St::14056 Franklin St Wall St Asphalt 192.09 24 73 592 Y

Durham::N Elm St::14086 Worth St Franklin St Asphalt 183.13 29 48 715 Y

Durham::N Elm St::14130 Morning Glory Av Worth St Asphalt 206.36 21 93 470 Y

Durham::N Elm St::14163 E Main St Morning Glory Av Asphalt 240.98 26 93 304 Y

Durham::N Goley St::14314 E Main St Morning Glory Av Asphalt 432.70 22 95 265 Y

Durham::N Guthrie::13497 Juniper St N Miami Bv Asphalt 83.26 12 83 652 Y

Durham::N Guthrie::13568 Evergreen St Juniper St Asphalt 445.33 28 92 212 Y

Durham::N Guthrie::13735 Fiske St Evergreen St Asphalt 876.41 27 72 205 Y

Durham::N Guthrie::13769 Holloway St Fiske St Asphalt 353.18 30 82 239 Y

Durham::N Guthrie::13833 Lathrop St Holloway St Asphalt 467.52 31 93 373 Y

Durham::N Guthrie::13918 Liberty St Lathrop St Asphalt 373.01 27 92 258 Y

Durham::N Guthrie::14008 Southgate St N Guthrie Ave Asphalt 481.64 28 61 299 Y

Durham::N Guthrie::14129 Taylor St Southgate St Asphalt 556.66 29 74 258 Y

Durham::N Guthrie::14332 E Main St Taylor St Asphalt 1098.88 26 87 189 Y

Durham::N Guthrie::18236 N Guthrie Ave Liberty St Asphalt 134.25 30 92 558 Y

Durham::N Guthrie::18237 N Guthrie Ave Liberty St Asphalt 120.36 31 84 204 Y

Durham::N Holman S::14093 Wall St Taylor St Asphalt 225.37 23 57 197 Y

Durham::N Holman S::14125 Franklin St Wall St Asphalt 192.82 28 65 196 Y

Durham::N Holman S::14167 Worth St Franklin St Asphalt 175.30 26 79 219 Y

Durham::N Holman S::14200 Morning Glory Av Worth St Asphalt 208.08 26 83 163 Y

Durham::N Holman S::14266 E Main St N Holman St Asphalt 454.69 28 83 237 Y

Durham::N Hoover R::13357 Southerland St Cheek Rd Asphalt 681.72 21 74 151 Y

Durham::N Hoover R::14001 Holloway St Southerland St Asphalt 2673.70 20 83 134 Y

Durham::N Hoover R::18841 Holloway St Southerland St Asphalt 207.89 30 94 710 Y

Durham::N Hoover R::19649 Southerland St Cheek Rd Asphalt 341.97 22 75 154 Y

Durham::N Hoover R::19650 Southerland St Cheek Rd Asphalt 234.39 31 73 176 Y

Durham::N Hoover R::19651 Southerland St Cheek Rd Asphalt 139.33 32 86 411 Y

Durham::N Hoover R::19652 Holloway St Southerland St Asphalt 364.77 32 81 128 Y

Durham::N Hoover R::19653 Holloway St Southerland St Asphalt 92.02 28 81 122 Y

Durham::N Hoover R::19654 Holloway St Southerland St Asphalt 665.63 22 71 172 Y

Durham::N Hoover R::19655 Holloway St Southerland St Asphalt 97.67 21 69 155 Y

Durham::N Hyde Par::13482 Juniper St Elmo St Asphalt 344.44 36 92 275 Y

Durham::N Hyde Par::13593 Lowry Av Juniper St Asphalt 643.83 32 79 163 Y

Durham::N Hyde Par::13651 Fern St Lowry Av Asphalt 249.68 31 67 373 Y

Durham::N Hyde Par::13757 Holloway St Fern St Asphalt 664.42 26 59 323 Y

Durham::N Hyde Par::13799 Eva St Holloway St Asphalt 293.22 29 71 303 Y

Durham::N Hyde Par::13861 Liberty St Eva St Asphalt 391.29 28 88 392 Y

Durham::N Hyde Par::14021 Southgate St Liberty St Asphalt 812.47 29 78 203 Y

Durham::N Hyde Par::14140 Taylor St Southgate St Asphalt 552.13 29 90 223 Y

Durham::N Hyde Par::14260 Morning Glory Av Taylor St Asphalt 677.16 27 86 221 Y

Durham::N Hyde Par::14361 E Main St Morning Glory Av Asphalt 588.71 30 88 204 Y

Durham::N Hyde Par::17201 Elmo St Drew St Asphalt 774.33 36 89 202 Y

Durham::N Indiancr::14089 Armitage Dr Cul De Sac Asphalt 605.07 22 87 237 Y

Durham::N Joyland::14078 Holloway St Rochelle St Asphalt 576.72 25 92 252 Y

Durham::N Lasalle::12570 Quebec Dr Sprunt Av Asphalt 854.93 30 67 197 Y

Durham::N Lasalle::12609 Hillsborough Rd Quebec Dr Asphalt 351.12 31 93 287 Y

Durham::N Lasalle::12682 W Pettigrew St Hillsborough Rd Asphalt 676.46 36 57 230 Y

Durham::N Mangum S::13058 W Markham Av E Knox St Asphalt 896.70 29 49 468 Y

Durham::N Maple St::14019 Southgate St Liberty St Asphalt 791.49 26 88 269 Y

Durham::N Maple St::14137 Taylor St Southgate St Asphalt 548.33 26 40 232 Y

Durham::N Maple St::14354 E Main St Taylor St Asphalt 1223.71 29 81 243 Y

Durham::N Miami Bl::13305 Greenbriar Rd Drew St Asphalt 306.84 42 47 287 Y

Durham::N Miami Bl::13331 Braxton St Greenbriar Rd Asphalt 179.67 42 56 214 Y

Durham::N Miami Bl::13382 Robinhood Rd Braxton St Asphalt 573.91 41 58 214 Y
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Durham::N Miami Bl::13434 Kilmer Te Robinhood Rd Asphalt 405.85 43 72 192 Y

Durham::N Miami Bl::13471 N Guthrie Av Kilmer Te Asphalt 323.54 42 82 204 Y

Durham::N Miami Bl::13491 Juniper St N Guthrie Av Asphalt 82.46 44 80 409 Y

Durham::N Miami Bl::13660 Fiske St Juniper St Asphalt 1024.55 42 74 159 Y

Durham::N Miami Bl::13746 Raynor St Fiske St Asphalt 1088.18 44 78 227 Y

Durham::N Miami Bl::13851 Holloway St Raynor St Asphalt 294.51 44 51 179 Y

Durham::N Miami Bl::17328 Drew St E Geer St Asphalt 301.40 29 87 353 Y

Durham::N Miami Bl::18571 Drew St E Geer St Asphalt 306.88 21 82 800 Y

Durham::N Miami Bl::19354 Holloway St Raynor St Asphalt 222.44 44 65 276 Y

Durham::N Oak Ridg::15600 Cisco St S Roxboro St Asphalt 1754.83 30 93 182 Y

Durham::N Plum St::14363 E Main St Morning Glory Ave Asphalt 465.14 23 45 363 Y

Durham::N Plum St::18080 Eastway Ave N Blacknall St Asphalt 339.38 23 87 235 Y

Durham::N Plum St::18081 Morning Glory Ave Eastway Ave Asphalt 445.81 24 93 258 Y

Durham::N Plum St::19348 Morning Glory Ave Eastway Ave Asphalt 182.67 23 64 220 Y

Durham::N Poston C::15270 Cottonwood Dr Cul De Sac Asphalt 280.27 23 81 385 Y

Durham::N Queen St::13549 Mallard Av Canal St Asphalt 329.43 29 84 168 Y

Durham::N Queen St::13556 Mallard Av Mallard Av Asphalt 76.36 28 65 543 Y

Durham::N Queen St::13614 Primitive St Mallard Av Asphalt 256.21 28 76 447 Y

Durham::N Queen St::13631 Elliott St Primitive St Asphalt 136.52 29 53 550 Y

Durham::N Queen St::13667 Ottawa Av Elliott St Asphalt 181.38 29 44 620 Y

Durham::N Queen St::13713 Carlton Av Ottawa Av Asphalt 273.17 30 66 398 Y

Durham::N Queen St::13740 Holloway St Carlton Av Asphalt 161.80 28 85 598 Y

Durham::N Queen St::13843 E Main St Liberty St Asphalt 483.93 29 74 357 Y

Durham::N Rugby Rd::16009 Trafalgar Pl Darwin Rd Asphalt 597.45 23 54 301 Y

Durham::N Singing::11344 Omega Rd Cul De Sac Asphalt 312.95 26 80 238 Y

Durham::N Woodcres::14075 End Of Street Rochelle St Asphalt 378.64 19 93 385 Y

Durham::Nadeau Ct::13040 Cynthia Dr Cul‐De‐Sac Asphalt 416.54 24 82 403 Y

Durham::Nancy St::12962 Avondale Dr End Of Paved Street Asphalt 541.02 29 94 342 Y

Durham::Nantahala::16178 Fallenwood Ave Cul‐De‐Sac Asphalt 391.13 31 68 313 Y

Durham::Nantahala::16214 Topeka Ct Fallenwood Av Asphalt 462.59 30 94 317 Y

Durham::Nantahala::16225 Juliette Dr Topeka Ct Asphalt 161.03 30 29 276 Y

Durham::Nantuckett::14921 Sybil Dr Lindley Dr Asphalt 576.70 31 91 195 Y

Durham::Nantuckett::14944 Lindley Dr Locust Dr Asphalt 310.04 32 85 190 Y

Durham::Nantuckett::14960 Artelia Dr Cul‐De‐Sac Asphalt 377.39 26 89 218 Y

Durham::Nantuckett::14962 Locust Dr Lynn Rd Asphalt 556.02 32 85 213 Y

Durham::Nantuckett::14969 Redgate Dr Artelia Dr Asphalt 252.21 30 93 268 Y

Durham::Nantuckett::14970 Lynn Rd Redgate Dr Asphalt 607.53 30 80 235 Y

Durham::Naples Pl::13293 Hardee St Cul‐De‐Sac Asphalt 807.06 29 77 228 Y

Durham::Nash St::15349 Fayetteville St Rich St Asphalt 400.30 31 77 204 Y

Durham::Nash St::15370 Rich St Chapin St Asphalt 637.28 31 77 197 Y

Durham::Nash St::15384 Chapin St Dakota St Asphalt 140.05 34 85 400 Y

Durham::Natchez Wa::11127 Plantation Dr Twin Oak Dr Asphalt 471.02 19 56 288 Y

Durham::Nation Ave::14827 Lexington St Legion Ave Asphalt 717.23 32 67 244 Y

Durham::Nation Ave::14856 Bedford St Lexington St Asphalt 463.77 32 88 293 Y

Durham::Nation Ave::14862 Legion Av Vineyard St Asphalt 582.89 26 38 413 Y

Durham::Nation Ave::14871 Wood Cottage Ct James St Asphalt 512.33 24 53 194 Y

Durham::Nation Ave::14873 James St Bedford St Asphalt 843.90 30 67 244 Y

Durham::Nation Ave::14974 Vineyard St Francis St Asphalt 848.65 25 89 175 Y

Durham::Nation Ave::15011 Francis St Durham‐Chapel Hill Blvd Asphalt 324.39 24 40 245 Y

Durham::Nc 54 Serv::16589 End Maint Celeste Cr Asphalt 482.79 22 85 252 Y

Durham::Nc 54 Serv::16592 Celeste Cr Huntingridge Rd Asphalt 1140.11 24 90 203 Y

Durham::Nc 54 Serv::16595 Huntingridge Rd Crossland Dr Asphalt 523.92 23 27 252 Y

Durham::Nc 54 Serv::16603 Crossland Dr Dead End Asphalt 726.04 23 44 284 Y

Durham::Nebo St::15319 Burlington Av Hope Av Asphalt 337.56 31 65 224 Y

Durham::Nebo St::15386 Hope Av Dakota St Asphalt 681.26 30 65 322 Y

Durham::Nellora Ln::18626 Bryam Road Poplar St Asphalt 171.36 28 89 409 Y

Durham::Nellowood::17157 Sundial Cr S Nipper Ct Asphalt 407.11 23 61 286 Y

Durham::Nellowood::17158 S Nipper Ct City Limits Asphalt 156.06 21 42 292 Y

Durham::Nelson St::15094 Cecil St Otis St Asphalt 966.68 29 78 213 Y

Durham::Nelson St::15107 Otis St Chautauqua Av Asphalt 291.12 29 68 337 Y

Durham::Nelson St::15128 Chautauqua Av Fitzgerald Av Asphalt 288.43 27 95 310 Y

Durham::Nelson St::15135 Concord St Duncan St Asphalt 252.13 28 53 326 Y

Durham::Nelson St::15136 Duncan St Fayetteville St Asphalt 320.49 29 78 524 Y

Durham::Nelson St::15139 Fitzgerald Av Concord St Asphalt 142.47 30 93 768 Y

Durham::Neptune Ct::11146 Cul De Sac Stardust Dr Asphalt 166.46 24 13 353 Y

Durham::Nethers Ct::18306 Genlee Dr Cul‐De‐Sac Asphalt 112.34 21 94 234 Y

Durham::Neville St::13679 Gilbert St Mallard Av Asphalt 547.56 31 52 178 Y

Durham::New Bedfor::17357 Fanning Way Cul‐De‐Sac Asphalt 312.39 24 53 259 Y

Durham::New Bern P::16219 Woodberry Rd Edenton Ln Asphalt 571.64 19 29 195 Y

Durham::New Bern P::16221 Edenton Ln Cul‐De‐Sac Asphalt 506.63 18 55 270 Y

Durham::New Castle::11678 Stadium Dr Wyldewood Rd Asphalt 1831.21 30 74 177 Y

Durham::New Hope C::15734 Mt Moriah Rd Hoffler Ln Asphalt 1127.25 44 42 258 Y

Durham::New Hope C::18068 End Of Street Mt Moriah Rd Asphalt 800.41 44 87 350 Y

Durham::New Hope C::18277 Hoffler Ln End Of Street Asphalt 236.65 39 56 249 Y

Durham::Newberry L::14649 Kindlewood Dr Bermuda Ct Asphalt 229.83 24 43 334 Y

Durham::Newberry L::14693 Bermuda Ct Spring Glen Ct Asphalt 541.42 26 39 248 Y

Durham::Newberry L::14717 Spring Glen Ct Cul‐De‐Sac Asphalt 118.41 24 48 626 Y

Durham::Newby Dr::11621 Stone Hill Ct Holt School Rd Asphalt 686.95 29 37 361 Y

Durham::Newby Dr::11638 Stone Village Ct Stone Hill Ct Asphalt 490.14 29 84 273 Y

Durham::Newby Dr::11652 Patriot Cr Stone Village Ct Asphalt 298.32 28 36 284 Y

Durham::Newby Dr::11660 Horton Rd Patriot Cr Asphalt 174.25 28 44 306 Y

Durham::Newby Dr::11674 Crosby Rd Horton Rd Asphalt 390.55 30 94 127 Y

Durham::Newby Dr::11687 Ferris Rd Crosby Rd Asphalt 573.42 30 82 361 Y

Durham::Newell St::13131 Morreene Rd Cul De Sac Asphalt 862.67 21 93 304 Y

Durham::Newent Ct::18767 Zante Currant Rd Torpoint Rd Asphalt 142.37 21 100 640 Y

Durham::Newgate Ct::19165 Pebble Creek Xing Cul‐De‐Sac Asphalt 255.01 26 58 359 Y
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Durham::Newhall Rd::16905 Clermont Rd Dryden Ln Asphalt 648.38 26 62 216 Y

Durham::Newhall Rd::16921 Dryden Ln Montclair Cr Asphalt 681.65 22 84 216 Y

Durham::Newhall Rd::16930 Montclair Cr Maybank Ct Asphalt 617.67 20 90 197 Y

Durham::Newhall Rd::16933 Maybank Ct Montclair Cr Asphalt 52.30 20 48 518 Y

Durham::Newhall Rd::16939 Montclair Cr Foxcroft Ln Asphalt 343.25 20 46 312 Y

Durham::Newhall Rd::16954 Foxcroft Ln Sedwick Rd Asphalt 447.04 25 91 194 Y

Durham::Newhall Rd::16958 Sedwick Rd Shamrock Rd Asphalt 263.97 31 57 233 Y

Durham::Newhall Rd::16973 Shamrock Rd Elmset Ln Asphalt 864.53 29 64 177 Y

Durham::Newhall Rd::16991 Elmset Ln Donnelly Ct Asphalt 303.54 31 27 329 Y

Durham::Newhall Rd::16994 Donnelly Ct Pendleton Ct Asphalt 103.40 28 58 268 Y

Durham::Newhall Rd::17003 Pendleton Ct Cul De Sac Asphalt 417.06 25 76 259 Y

Durham::Newhall Rd::18770 Elmset Ln Donnelly Ct Asphalt 145.91 30 49 386 Y

Durham::Newland Pl::13726 Greyson Dr Cul De Sac Asphalt 168.73 23 71 339 Y

Durham::Newman St::14114 E Ramseur St Walker St Asphalt 329.60 16 51 533 Y

Durham::Newman St::19358 E Ramseur St Walker St Asphalt 263.69 26 21 479 Y

Durham::Newport Dr::11925 Richwood Rd Fairlawn Rd Asphalt 360.40 22 85 238 Y

Durham::Newquay St::11821 Regis Av Bracada Dr Asphalt 541.04 21 74 241 Y

Durham::Newquay St::11875 Easley St Regis Av Asphalt 636.08 20 77 256 Y

Durham::Newquay St::11956 Rocky Springs Rd Easley St Asphalt 691.26 20 94 128 Y

Durham::Newsom St::11883 Denise Rd Shaftsbury St Asphalt 566.24 20 94 253 Y

Durham::Newsom St::11885 Kenan Rd Denise Rd Asphalt 270.50 20 53 421 Y

Durham::Newsom St::11887 Winston Rd Kenan Rd Asphalt 417.01 28 41 220 Y

Durham::Newsom St::11888 N Duke St Winston Rd Asphalt 419.80 32 82 328 Y

Durham::Newsom St::11891 Pendergrass St N Duke St Asphalt 466.13 17 43 359 Y

Durham::Newsom St::11894 Crabtree Av Pendergrass St Asphalt 470.83 16 21 381 Y

Durham::Newsom St::11896 N Roxboro St Crabtree Av Asphalt 402.44 18 76 342 Y

Durham::Newsom St::19597 Denise Rd Shaftsbury St Asphalt 83.77 35 65 378 Y

Durham::Newsom St::19759 Pendergrass St N Duke St Asphalt 111.63 37 66 614 Y

Durham::Newsom St::19760 N Roxboro St Crabtree Av Asphalt 288.04 20 49 327 Y

Durham::Newtown Ct::17179 Bay Point Dr Cul‐De‐Sac Asphalt 222.00 21 86 481 Y

Durham::Niagra Dr::18323 Culp Hill Dr Dead End Asphalt 425.76 28 95 308 Y

Durham::Nichols Fa::14851 Wake Forest Hwy Hampstead Village Dr Asphalt 330.44 37 75 270 Y

Durham::Nichols Fa::14894 Jarvis Ct Northlake Dr Asphalt 283.25 32 79 228 Y

Durham::Nichols Fa::14915 Northlake Dr Kings Grant Ct Asphalt 190.71 32 73 266 Y

Durham::Nichols Fa::15008 Grove Ridge Dr Guy Walker Wy Asphalt 264.82 31 64 155 Y

Durham::Nichols Fa::15029 Guy Walker Wy Grove Ridge Dr Asphalt 334.93 31 52 180 Y

Durham::Nichols Fa::15202 Grove Ridge Dr Crossing Dr Asphalt 1385.18 31 75 215 Y

Durham::Nichols Fa::15208 Gunston Ln Leacroft Wy Asphalt 428.91 30 72 294 Y

Durham::Nichols Fa::15212 Vestrial Ln Gunston Ln Asphalt 602.37 32 48 315 Y

Durham::Nichols Fa::15219 Southshore Pw Vestrial Ln Asphalt 419.09 33 35 289 Y

Durham::Nichols Fa::15227 Crossing Dr Guy Walker Wy Asphalt 418.69 32 51 211 Y

Durham::Nichols Fa::15231 Guy Walker Wy Southshore Pw Asphalt 670.82 33 32 326 Y

Durham::Nichols Fa::15260 Leacroft Way Holder Rd Asphalt 512.46 35 85 194 Y

Durham::Nichols Fa::17261 Kings Grant Ct Grove Ridge Dr Asphalt 610.48 31 63 199 Y

Durham::Nichols Fa::18361 Hampstead Village Dr Jarvis Ct Asphalt 200.96 30 92 397 Y

Durham::Nichols Fa::19660 Hampstead Village Dr Jarvis Ct Asphalt 83.13 38 93 354 Y

Durham::Nicklaus D::17634 Skyler Ln Daly Ct Asphalt 257.47 28 82 351 Y

Durham::Nicklaus D::17636 Bogie Ct Skyler Ln Asphalt 395.03 20 94 214 Y

Durham::Nicklaus D::17637 Daly Ct Victory Blvd Asphalt 617.09 27 91 243 Y

Durham::Nicklaus D::17643 Cul‐De‐Sac Bogie Ct Asphalt 330.20 20 95 161 Y

Durham::Nightfall::16012 Cul‐De‐Sac Edenberry Dr Asphalt 424.04 23 30 505 Y

Durham::Nightfall::16031 Edenberry Dr Cul‐De‐Sac Asphalt 282.40 23 45 558 Y

Durham::Ninth St::12751 Englewood Av W Club Bv Asphalt 607.46 35 35 420 Y

Durham::Ninth St::12756 Englewood Ave Englewood Ave Asphalt 51.57 36 49 393 Y

Durham::Ninth St::12829 W Knox St Englewood Av Asphalt 534.33 34 59 406 Y

Durham::Ninth St::12848 W Knox St W Knox St Asphalt 124.85 36 44 470 Y

Durham::Ninth St::12941 Green St W Knox St Asphalt 663.22 34 76 257 Y

Durham::Ninth St::13005 Hillsborough Rd Green St Asphalt 522.49 35 69 300 Y

Durham::Nixon St::15415 Athens Av Dead End Asphalt 666.39 30 77 263 Y

Durham::Nixon St::15447 Athens Av S Alston Av Asphalt 352.60 30 87 216 Y

Durham::Nixon St::15452 Pritchard Pl S Alston Av Asphalt 954.24 29 73 246 Y

Durham::Nobel Dr::18642 Dead‐End Sylvias Ct Asphalt 200.41 24 92 377 Y

Durham::Nordis Ave::14505 Cul‐De‐Sac Walton St Asphalt 135.01 24 52 511 Y

Durham::Nordstrom::18716 Swift Creek Xing Dead End Asphalt 167.48 24 100 386 Y

Durham::Normandy S::15102 Dallas St S Roxboro St Asphalt 391.39 31 87 186 Y

Durham::Normandy S::15172 Red Oak Av Dallas St Asphalt 531.54 31 93 173 Y

Durham::North Bend::19158 Carpenter Fletcher Rd Meridian Pw Asphalt 533.44 26 72 251 Y

Durham::North Poin::12209 Guess Rd North Pointe Dr Asphalt 236.37 69 95 237 Y

Durham::North Poin::12299 Broad St Woodmont Dr Asphalt 4385.41 41 95 135 Y

Durham::North Ridg::11668 Graceview Wy Cul De Sac Asphalt 200.26 25 72 356 Y

Durham::North St::13144 Dacian Ave End Of Street Asphalt 369.50 29 51 611 Y

Durham::North St::13174 Monmouth Av Dacian Av Asphalt 374.50 28 45 493 Y

Durham::North St::13204 W Trinity Av Monmouth Av Asphalt 403.69 28 56 481 Y

Durham::North St::13237 Hargrove St W Trinity Av Asphalt 377.22 28 89 233 Y

Durham::North St::13257 W Geer St Hargrove St Asphalt 232.50 27 69 441 Y

Durham::North St::13282 Northwood Cr W Geer St Asphalt 294.41 28 43 277 Y

Durham::North St::13321 W Corporation St Northwood Cr Asphalt 348.62 28 55 303 Y

Durham::North St::13371 Broadway St W Corporation St Asphalt 396.97 28 48 371 Y

Durham::North Wate::14986 Northlake Dr Sandy Bluff Ct Asphalt 557.02 24 28 238 Y

Durham::North Wate::15001 Sandy Bluff Ct Winward Pointe Dr Asphalt 286.80 26 28 250 Y

Durham::North Wate::15012 Winward Pointe Dr Cul‐De‐Sac Asphalt 221.31 24 23 409 Y

Durham::Northampto::15833 Old Chapel Hill Rd Colville Rd Asphalt 682.46 28 89 240 Y

Durham::Northampto::15876 Colville Rd Carlisle Dr Asphalt 844.45 28 91 262 Y

Durham::Northampto::15922 Carlisle Dr Westchester Rd Asphalt 542.20 29 58 380 Y

Durham::Northampto::15949 Westchester Rd St Marks Rd Asphalt 622.94 28 81 234 Y

Durham::Northbury::11306 Atterbury Ln Cul‐De‐Sac Asphalt 436.24 21 91 172 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Northeast::16420 Old Cornwallis Rd E Cornwallis Rd Asphalt 359.46 38 34 353 Y

Durham::Northeast::16436 Mcswiney Dr Old Cornwallis Rd Asphalt 413.44 37 22 289 Y

Durham::Northeast::16437 S Alston Av Mcswiney Dr Asphalt 423.13 38 43 278 Y

Durham::Northern W::18053 Goodwin Rd Cul‐De‐Sac Asphalt 730.27 22 98 221 Y

Durham::Northgate::12539 Ruby St Glendale Av Asphalt 282.38 27 90 422 Y

Durham::Northgate::12605 Chamberlin Av Ruby St Asphalt 747.06 28 81 238 Y

Durham::Northlake::14928 Cul‐De‐Sac North Waters Edge Dr Asphalt 826.19 27 68 311 Y

Durham::Northlake::14945 North Waters Edge Dr Winward Pointe Dr Asphalt 544.11 31 46 258 Y

Durham::Northlake::18104 Winward Pointe Dr Sylvias Ct Asphalt 399.78 31 49 235 Y

Durham::Northlake::18105 Sylvias Ct Nichols Farm Dr Asphalt 411.43 31 29 263 Y

Durham::Northwood::11529 Warren St Stadium Dr Asphalt 349.34 24 30 339 Y

Durham::Northwood::13283 North St Madison St Asphalt 351.33 29 26 361 Y

Durham::Northwood::13300 Cul De Sac North St Asphalt 497.31 28 18 800 Y

Durham::Northwood::18035 806 Northwood Hills Ave E Prop Warren St Asphalt 761.87 24 48 256 Y

Durham::Northwood::18616 Maple Ridge Dr 806 Northwood Hills Ave E Prop Asphalt 120.60 22 64 276 Y

Durham::Norton St::12792 Englewood Av W Club Bv Asphalt 729.47 30 68 249 Y

Durham::Norton St::12878 W Knox St Englewood Av Asphalt 665.54 27 43 318 Y

Durham::Norway Spr::18321 Pear Tree Ln Dead End Asphalt 155.50 29 95 387 Y

Durham::Norwich Wa::15855 Surrey Ln Devon Rd Asphalt 464.53 18 62 526 Y

Durham::Norwich Wa::19855 Surrey Ln Devon Rd Asphalt 140.11 60 57 404 Y

Durham::Norwood Av::13963 Morehead Av Myers St Asphalt 415.94 30 87 215 Y

Durham::Norwood Av::14030 Myers St Pike St Asphalt 348.33 31 92 231 Y

Durham::Norwood Av::14046 Pike St Auburn St Asphalt 96.19 27 35 800 Y

Durham::Nottaway R::16028 Darwin Rd Leeds Ln Asphalt 767.96 21 56 254 Y

Durham::Nottaway R::16043 Leeds Ln Bentley Dr Asphalt 341.41 20 43 310 Y

Durham::Nottaway R::19777 Bentley Dr Kimberly Dr Asphalt 2439.83 20 71 224 Y

Durham::Novaglen R::18701 Snow Hill Rd Cul‐De‐Sac Asphalt 445.92 32 95 165 Y

Durham::Nuttree Wa::16501 Woodcroft Pkwy Cul‐De‐Sac Asphalt 671.35 24 64 245 Y

Durham::Oak Dr::14746 Cedar St W Forest Hills Bv Asphalt 453.28 26 91 392 Y

Durham::Oak Dr::14782 W Forest Hills Bv Cedar St Asphalt 1001.30 25 72 331 Y

Durham::Oak Grove::17611 Crosswood Dr Bermuda Green Dr Asphalt 393.75 33 49 150 Y

Durham::Oak Grove::17612 Lanier Valley Dr Crosswood Dr Asphalt 207.32 34 50 269 Y

Durham::Oak Grove::17613 Barrington Overlook Dr Lanier Valley Dr Asphalt 513.54 42 37 288 Y

Durham::Oak Grove::17614 Kindlewood Dr Barrington Overlook Dr Asphalt 363.98 28 81 262 Y

Durham::Oak Grove::17615 Bermuda Green Dr Thorn Brook Ct Asphalt 1057.72 33 86 173 Y

Durham::Oak Grove::17616 Piedmont Forest Ct Stoney Dr Asphalt 556.16 32 56 215 Y

Durham::Oak Grove::17617 Weslyn Trace Dr Kindlewood Dr Asphalt 398.00 33 57 296 Y

Durham::Oak Grove::17618 Stoney Dr Morning View Ct Asphalt 350.47 32 35 322 Y

Durham::Oak Grove::17619 Windsor Glen Dr Weslyn Trace Dr Asphalt 302.86 48 85 327 Y

Durham::Oak Grove::17620 Morning View Ct Briarhaven Dr Asphalt 719.45 33 75 228 Y

Durham::Oak Grove::17621 Willowbrook Dr Stallings Rd Asphalt 326.86 33 78 296 Y

Durham::Oak Grove::17622 Briarhaven Dr Willowbrook Dr Asphalt 657.76 33 67 176 Y

Durham::Oak Grove::17623 Wake Forest Hwy Windsor Glen Dr Asphalt 380.30 47 39 256 Y

Durham::Oak Hill D::11251 End Of Street N Roxboro St Asphalt 1139.48 16 32 178 Y

Durham::Oak Park D::18231 Pear Tree Ln Magnolia Tree Ln Asphalt 646.91 20 89 261 Y

Durham::Oak Park D::18233 Magnolia Tree Ln Cul‐De‐Sac Asphalt 271.22 21 95 482 Y

Durham::Oakbrook D::16287 S Roxboro St Longwood Dr Asphalt 255.88 30 45 267 Y

Durham::Oakbrook D::16350 Longwood Dr Pinebrook Dr Asphalt 805.94 28 43 367 Y

Durham::Oakbrook D::16373 Longwood Dr S Roxboro St Asphalt 353.42 30 44 499 Y

Durham::Oakbrook D::16394 Pinebrook Dr Longwood Dr Asphalt 1559.16 28 49 298 Y

Durham::Oakchest C::17610 Ravenstone Ln 106 Oackchest Ct Asphalt 283.24 23 93 303 Y

Durham::Oakchest C::18355 106 Oackchest Ct Cul‐De‐Sac Asphalt 266.08 24 95 288 Y

Durham::Oakland Av::12554 Pershing St Sprunt Av Asphalt 318.15 28 34 305 Y

Durham::Oakland Av::12579 Wilson St Pershing St Asphalt 349.58 30 45 584 Y

Durham::Oakland Av::12626 Woodrow St Wilson St Asphalt 351.94 28 41 490 Y

Durham::Oakland Av::12663 W Club Bv Woodrow St Asphalt 519.86 30 33 470 Y

Durham::Oakland Av::12714 Oval Dr W Club Bv Asphalt 420.62 29 50 347 Y

Durham::Oakland Av::12739 Englewood Av Oval Dr Asphalt 202.45 30 34 561 Y

Durham::Oakland Av::12786 Lawndale Av Englewood Av Asphalt 345.48 26 33 665 Y

Durham::Oakland Av::12835 W Knox St Lawndale Av Asphalt 423.52 20 39 416 Y

Durham::Oakland Av::12915 Alabama Av W Knox St Asphalt 562.12 29 89 263 Y

Durham::Oakmont Av::15974 Hwy 55 Hwy 55 Hw Asphalt 2040.21 23 62 305 Y

Durham::Oakside Ct::13645 Greyson Dr Cul De Sac Asphalt 395.93 23 30 386 Y

Durham::Oakwood Av::13605 Primitive St Mallard Av Asphalt 299.41 27 93 335 Y

Durham::Oakwood Av::13665 Ottawa Av Primitive St Asphalt 299.96 27 68 319 Y

Durham::Oakwood Av::13707 Carlton Av Ottawa Av Asphalt 236.37 25 79 237 Y

Durham::Oakwood Av::13756 Holloway St Carlton Av Asphalt 256.80 30 76 285 Y

Durham::Oakwood Av::19357 Holloway St Carlton Av Asphalt 119.16 42 74 326 Y

Durham::Oberlin Dr::11892 Easley St Neff St Asphalt 1001.65 20 73 264 Y

Durham::Oberlin Dr::11983 Howe St Easley St Asphalt 799.03 20 60 272 Y

Durham::Obie Dr::18867 Fayetteville St Grundy St (Paper St) Asphalt 2544.27 26 100 180 Y

Durham::Obie Dr::18868 Grundy St (Paper St) Barbee Rd Asphalt 1104.70 26 100 165 Y

Durham::Obsidian W::17569 Turquoise Dr Freeman Rd Asphalt 1012.71 29 100 141 Y

Durham::Obsidian W::17764 Lodestone Dr Olivene Dr Asphalt 268.53 23 100 329 Y

Durham::Obsidian W::18008 Olivene Dr Thornwood Dr Asphalt 1358.92 23 100 148 Y

Durham::Obsidian W::18009 Thornwood Dr Turquoise Dr Asphalt 147.93 22 100 338 Y

Durham::Obsidian W::18845 Olivene Dr Thornwood Dr Asphalt 123.91 22 100 224 Y

Durham::Obsidian W::18846 Thornwood Dr Turquoise Dr Asphalt 133.41 22 100 138 Y

Durham::Ocean Ct::11512 Summer Breeze Dr Cul‐De‐Sac Asphalt 376.54 19 66 371 Y

Durham::October Dr::18595 Tanners Mill Dr Spacious Skies Ln Asphalt 529.00 28 95 177 Y

Durham::October Dr::18636 Tanners Mill Dr Spacious Skies Ln Asphalt 455.67 28 88 230 Y

Durham::Odell St::15095 Cul De Sac Bryant St Asphalt 290.08 22 34 367 Y

Durham::Odell St::15154 Bryant St Angier Av Asphalt 390.01 23 88 186 Y

Durham::Odyssey Dr::18900 Silver Star Dr Silver Star Dr Asphalt 537.56 24 88 328 Y

Durham::Odyssey Dr::18901 End Of Street Silver Star Dr Asphalt 221.90 24 85 133 Y

Durham::Odyssey Dr::18947 Abercromby Dr Ranbir Dr Asphalt 203.64 26 90 267 Y
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Durham::Odyssey Dr::18948 Ranbir Dr Penrith Dr Asphalt 267.19 26 41 245 Y

Durham::Odyssey Dr::18950 Penrith Dr Hwy 55 Asphalt 1559.79 32 54 159 Y

Durham::Odyssey Dr::19201 Yorktown Av Abercromby Dr Asphalt 327.09 26 79 218 Y

Durham::Odyssey Dr::19204 Silver Star Dr Yorktown Ave Asphalt 584.14 26 39 311 Y

Durham::Odyssey Dr::19221 Penrith Dr Hwy 55 Asphalt 184.25 32 72 161 Y

Durham::Odyssey Dr::19375 Silver Star Dr Silver Star Dr Asphalt 53.48 24 ‐1 ‐1 N Does Not Match Shapefile

Durham::Odyssey Dr::19377 Silver Star Dr Yorktown Ave Asphalt 48.44 24 ‐1 ‐1 N Does Not Match Shapefile

Durham::Ogburn Ct::14802 Cromwell Rd Cul De Sac Asphalt 412.29 20 41 231 Y

Durham::OKeefe Ct::11108 Devereaux Ln Cul De Sac Asphalt 145.31 22 42 333 Y

Durham::Old Barn A::11420 Old Well St Whippoorwill St Asphalt 1178.97 30 85 196 Y

Durham::Old Castle::18471 Shakespeare Dr Excalibur Dr Asphalt 216.45 29 95 508 Y

Durham::Old Castle::18711 Excalibur Dr English Pl Asphalt 207.09 23 95 360 Y

Durham::Old Castle::18775 English Pl Princess Pl Asphalt 263.49 22 93 338 Y

Durham::Old Castle::18785 English Pl Princess Pl Asphalt 204.54 22 95 340 Y

Durham::Old Cornwa::16421 E Cornwallis Rd Northeast Creek Pw Asphalt 797.01 21 79 267 Y

Durham::Old Cornwa::16469 Northeast Creek Pw End Of Right‐Of‐Way Asphalt 463.19 22 60 175 Y

Durham::Old Cornwa::19839 E Cornwallis Rd Northeast Creek Pw Asphalt 132.13 28 64 800 Y

Durham::Old Farm R::17232 N Roxboro St Riverwalk Te Asphalt 760.54 21 35 360 Y

Durham::Old Farm R::17233 Riverwalk Te Seven Oaks Rd Asphalt 363.49 24 79 311 Y

Durham::Old Farm R::19577 N Roxboro St Riverwalk Te Asphalt 151.84 44 35 456 Y

Durham::Old Fayett::14329 Dead End E Lakewood Av Asphalt 302.05 25 30 319 Y

Durham::Old Fayett::14382 E Lakewood Av Hayti Ln Asphalt 343.75 27 56 265 Y

Durham::Old Fayett::14410 Hayti Ln Fowler Av Asphalt 211.16 25 80 176 Y

Durham::Old Fayett::14442 Fowler Ave Fayetteville St Asphalt 310.06 28 79 224 Y

Durham::Old Fox Tr::16488 Highgate Dr Fox Chase Ln Asphalt 286.12 30 27 362 Y

Durham::Old Fox Tr::16494 Steeple Chase Ct Woodcroft Pw Asphalt 431.97 33 63 320 Y

Durham::Old Fox Tr::16507 Fox Chase Ln Rabbits Glen Te Asphalt 431.60 29 31 331 Y

Durham::Old Fox Tr::16514 Rabbits Glen Te Steeple Chase Ct Asphalt 940.89 31 86 248 Y

Durham::Old Harnes::11380 Rippling Stream Rd Cul De Sac Asphalt 314.32 30 100 306 Y

Durham::Old Hope C::15791 Old Chapel Hill Rd Old Hope Creek Pa Asphalt 386.53 22 16 441 Y

Durham::Old Orchar::11429 Old Well St Whippoorwill St Asphalt 710.47 29 100 133 Y

Durham::Old Oxford::12085 Sundial Cr Sundial Cr Asphalt 884.57 21 69 126 Y

Durham::Old Page R::16938 Central Park Dr Dead End Asphalt 680.80 19 59 165 Y

Durham::Old Page R::16940 Unnamed Central Park Dr Asphalt 478.13 21 56 187 Y

Durham::Old Page R::16943 S Miami Bv Unnamed Asphalt 549.05 22 83 205 Y

Durham::Old Page R::16957 Page Rd End Maint Asphalt 1236.57 37 59 174 Y

Durham::Old Page R::19796 Page Rd End Maint Asphalt 227.60 26 75 160 Y

Durham::Old Page R::19797 Page Rd End Maint Asphalt 264.60 19 81 433 Y

Durham::Old Page R::19798 Page Rd End Maint Asphalt 283.87 38 88 444 Y

Durham::Old Page R::19799 S Miami Bv Unnamed Asphalt 266.29 30 82 195 Y

Durham::Old Rd::11466 Guess Rd Rose Of Sharon Rd Asphalt 538.55 17 41 248 Y

Durham::Old Rd::19578 Guess Rd Rose Of Sharon Rd Asphalt 90.27 25 42 688 Y

Durham::Old Rd::19579 Guess Rd Rose Of Sharon Rd Asphalt 215.83 35 95 236 Y

Durham::Old Sugar::15507 Cul‐De‐Sac Dixon Rd Asphalt 1263.74 25 95 212 Y

Durham::Old Trail::11003 Haddington Dr Cul De Sac Asphalt 373.30 30 71 305 Y

Durham::Old Trail::11006 Ventana Ct Haddington Dr Asphalt 898.03 29 82 264 Y

Durham::Old Trail::11011 Haddington Dr Ventana Ct Asphalt 307.62 29 78 323 Y

Durham::Old Trail::11016 Treyburn Pw Haddington Dr Asphalt 265.65 41 48 397 Y

Durham::Old Trail::11033 Covington Ln Treyburn Pw Asphalt 868.21 52 89 160 Y

Durham::Old Trail::11042 Vintage Hill Pw Covington Ln Asphalt 359.20 53 50 262 Y

Durham::Old Trail::11055 Villa Dr Vintage Hill Pw Asphalt 802.78 39 42 223 Y

Durham::Old Trail::11063 Rocky Point Ln Villa Dr Asphalt 237.42 38 53 176 Y

Durham::Old Trail::19496 Haddington Dr Ventana Ct Asphalt 173.01 38 36 375 Y

Durham::Old Trail::19828 Treyburn Pw Haddington Dr Asphalt 198.37 35 39 355 Y

Durham::Old Well S::11409 Red Carriage Av Rippling Stream Rd Asphalt 371.69 30 95 167 Y

Durham::Old Well S::11411 Wheat Mill Rd Red Carriage Av Asphalt 456.20 30 82 187 Y

Durham::Old Well S::11421 Old Barn Av Wheat Mill Rd Asphalt 391.64 29 95 134 Y

Durham::Old Well S::11426 Saddle Ridge Av Old Barn Av Asphalt 440.14 31 95 130 Y

Durham::Old Well S::11427 Old Orchard Av Saddle Ridge Av Asphalt 323.04 28 95 161 Y

Durham::Old Well S::11438 Candlewood Pl Old Orchard Av Asphalt 392.58 30 95 157 Y

Durham::Old Well S::11467 Seven Oaks Rd Candlewood Pl Asphalt 688.44 28 92 201 Y

Durham::Old Well S::11474 Dead End Seven Oaks Rd Asphalt 161.36 31 94 498 Y

Durham::Olde Union::18420 Willowcrest Rd Cul‐De‐Sac Asphalt 158.35 20 93 386 Y

Durham::Oleander D::16234 Carnation Dr Laurel Leaf Ct Asphalt 290.48 21 85 377 Y

Durham::Oleander D::16270 Laurel Leaf Ct Mistletoe Ln Asphalt 281.91 21 79 291 Y

Durham::Oleander D::16312 Mistletoe Ln Carnation Dr Asphalt 656.56 21 38 304 Y

Durham::Oleander D::16422 Carnation Dr Lumley Rd Asphalt 1517.42 20 50 293 Y

Durham::Olive Pl::12052 S Nipper Ct Cul‐De‐Sac Asphalt 105.75 23 49 449 Y

Durham::Olivene Dr::17763 Obsidian Way Cul‐De‐Sac Asphalt 636.91 19 100 159 Y

Durham::Oliver Ln::16896 Revere Rd Cul De Sac Asphalt 462.86 28 39 299 Y

Durham::Olivia Ct::11965 Denver Ave Cul‐De‐Sac Asphalt 183.89 32 27 188 Y

Durham::Olney Dr::14414 Centerway Dr Middlebrook Dr Asphalt 693.17 23 37 314 Y

Durham::Olympic Av::17448 Stadium Dr N Roxboro St Asphalt 1569.98 42 85 158 Y

Durham::Om Ct::17376 Suda Dr Cul‐De‐Sac Asphalt 136.15 20 44 274 Y

Durham::Omah St::12136 Fawn Av End Pvmt Asphalt 375.39 29 86 201 Y

Durham::Omah St::12166 Bertland Av Fawn Av Asphalt 633.26 28 49 343 Y

Durham::Omah St::12224 Reichard St Bertland Ave Asphalt 744.52 28 75 329 Y

Durham::Omah St::17550 Verdun St 3019 Omah St Asphalt 698.75 30 91 185 Y

Durham::Omega Rd::11342 High Meadow Rd Fox Hunt Asphalt 880.32 30 26 299 Y

Durham::Omega Rd::11343 N Singing Woods Pl High Meadow Rd Asphalt 415.22 29 27 373 Y

Durham::Omega Rd::11348 Fox Hunt St Wakerobin Pl Asphalt 238.61 30 61 202 Y

Durham::Omega Rd::11350 N Roxboro St N Singing Woods Pl Asphalt 595.51 29 25 351 Y

Durham::Omega Rd::11357 Wakerobin Pl Brassy Creek Av Asphalt 321.28 29 81 179 Y

Durham::Onslow St::12774 Englewood Av W Club Bv Asphalt 657.22 28 91 265 Y

Durham::Onslow St::12862 W Knox St Englewood Av Asphalt 660.26 28 93 252 Y

Durham::Onslow St::12958 Green St W Knox St Asphalt 655.95 28 92 263 Y
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Durham::Onslow St::13055 W Markham Av Green St Asphalt 664.31 28 92 173 Y

Durham::Ontario Ct::19049 Tahoe Dr Cul‐De‐Sac Asphalt 106.02 22 30 190 Y

Durham::Onyx Ct::13728 Burrell Rd Cul De Sac Asphalt 92.98 26 92 430 Y

Durham::Open Air C::11323 Kendridge Dr Stacy Dr Asphalt 925.86 20 94 145 Y

Durham::Open Air C::11329 Guess Rd Kendridge Dr Asphalt 693.62 18 93 106 Y

Durham::Open Air C::11379 Stacy Dr Cul‐De‐Sac Asphalt 1084.89 15 30 250 Y

Durham::Open Air C::19482 Guess Rd Kendridge Dr Asphalt 229.37 22 94 290 Y

Durham::Operations::12154 Western Park Pl Hillsborough Rd Asphalt 397.32 34 62 312 Y

Durham::Operations::12220 Bennett Memorial Rd Western Park Pl Asphalt 893.77 34 57 169 Y

Durham::Ora Ave::12213 Dearborn Dr Mahala Dr Asphalt 313.93 30 47 319 Y

Durham::Oran Ave::11566 Horton Rd Marne Av Asphalt 459.59 27 28 405 Y

Durham::Orangewood::12155 Hillsborough Rd County Line Asphalt 908.19 19 54 201 Y

Durham::Orangewood::18373 County Line Byrd Rd Asphalt 523.56 20 59 294 Y

Durham::Orangewood::18838 County Line Byrd Rd Asphalt 768.22 20 64 170 Y

Durham::Orchard Or::15891 Cook Rd Kinglet Ct Asphalt 57.21 36 49 489 Y

Durham::Orchard Or::15916 Kinglet Ct Grosbeak Ln Asphalt 528.60 23 55 404 Y

Durham::Orchard Or::17318 Grosbeak Ln Cul‐De‐Sac Asphalt 757.90 22 85 271 Y

Durham::Orchard Or::19250 Cook Rd Kinglet Ct Asphalt 96.63 37 62 184 Y

Durham::Orchard Or::19251 Cook Rd Kinglet Ct Asphalt 44.22 37 46 296 Y

Durham::Orchard Wa::12198 Pecan Pl Roanoke St Asphalt 986.38 30 84 173 Y

Durham::Orchid Ct::16150 Greyfield Blvd Cul‐De‐Sac Asphalt 279.94 29 91 393 Y

Durham::Oregon St::13267 Erwin Rd Pace St Asphalt 339.33 30 100 284 Y

Durham::Oregon St::13332 Bynum St Vance St Asphalt 380.66 23 98 423 Y

Durham::Oregon St::13407 Vance St Campus Dr Asphalt 604.91 29 22 330 Y

Durham::Oregon St::19540 Bynum St Vance St Asphalt 267.31 28 98 384 Y

Durham::Oregon St::19544 Erwin Rd Pace St Asphalt 287.14 24 100 398 Y

Durham::Orient St::13200 W Trinity Av Dacian Av Asphalt 884.40 25 32 393 Y

Durham::Orindo Dr::18861 Barbee Rd Robinwood Rd Asphalt 1546.34 26 69 231 Y

Durham::Orindo Dr::18908 Robinwood Rd Paperbark Ct Asphalt 589.68 26 69 197 Y

Durham::Orindo Dr::18920 Robinwood Rd Paperbark Ct Asphalt 356.25 26 81 273 Y

Durham::Oriole Dr::16046 End Of Street Hope Valley Rd Asphalt 860.00 28 89 254 Y

Durham::Oriskony W::17187 Dead End Forrestal Dr Asphalt 164.06 22 92 379 Y

Durham::Oriskony W::17213 Forrestal Dr Intrepid Ct Asphalt 224.74 22 79 353 Y

Durham::Oriskony W::17215 Intrepid Ct Cul‐De‐Sac Asphalt 203.27 19 74 266 Y

Durham::Osage Pl::11349 Lazyriver Dr Cul‐De‐Sac Asphalt 159.32 26 44 366 Y

Durham::Osprey Pl::11301 Shadebush Dr Cul‐De‐Sac Asphalt 262.36 22 88 178 Y

Durham::Otis St::15007 Otis St Concord St Asphalt 142.25 36 52 359 Y

Durham::Otis St::15055 Formosa Av Pekoe Av Asphalt 458.03 28 35 316 Y

Durham::Otis St::15088 Pekoe Av Nelson St Asphalt 359.05 28 72 301 Y

Durham::Otis St::15093 Nelson St Nelson St Asphalt 51.34 39 35 432 Y

Durham::Otis St::15124 Nelson St Cecil St Asphalt 275.61 36 53 222 Y

Durham::Otis St::15148 Cecil St Cecil St Asphalt 205.63 34 34 259 Y

Durham::Otis St::15194 Cecil St W Weaver St Asphalt 389.55 35 37 369 Y

Durham::Otis St::15222 W Weaver St W Alton St Asphalt 437.64 36 24 457 Y

Durham::Otis St::15239 W Alton St Red Oak Av Asphalt 245.02 36 33 242 Y

Durham::Otis St::15271 Red Oak Av W Pilot St Asphalt 590.50 35 35 237 Y

Durham::Otis St::15282 W Pilot St End Of Road Asphalt 36.00 48 64 450 Y

Durham::Ottawa Ave::13664 Oakwood Av Gurley St Asphalt 423.28 28 51 768 Y

Durham::Ottawa Ave::13666 N Queen St Oakwood Av Asphalt 360.65 28 67 539 Y

Durham::Otters Run::11334 Cul De Sac Umstead Rd Asphalt 419.24 23 53 241 Y

Durham::Oval Dr::12665 W Club Bv Oakland Av Asphalt 492.16 29 95 338 Y

Durham::Oval Dr::12715 Oakland Av W Club Bv Asphalt 662.48 30 52 288 Y

Durham::Overby Dr::16020 Bay Point Dr Mimosa Dr Asphalt 538.48 22 64 285 Y

Durham::Overhill T::14598 W Enterprise St E Forest Hills Bv Asphalt 819.29 26 84 357 Y

Durham::Overland D::17103 Amberley Dr End Of Street Asphalt 575.60 19 90 225 Y

Durham::Overland D::17551 Dead End Amberley Dr Asphalt 230.80 21 91 222 Y

Durham::Overlook A::11320 High Meadow Rd Fox Hunt Asphalt 1111.06 26 69 248 Y

Durham::Owen St::14689 Angier Av Bruce St Asphalt 212.83 23 83 228 Y

Durham::Owen St::14703 Closed Weldon Te Asphalt 972.16 29 52 216 Y

Durham::Owen St::14708 Bruce St Bingham St Asphalt 704.94 24 36 286 Y

Durham::Owen St::14715 Boone St Closed Asphalt 444.03 28 20 342 Y

Durham::Owen St::14716 Bingham St Boone St Asphalt 314.29 29 45 314 Y

Durham::Owen St::14722 Weldon Ter Cul‐De‐Sac Asphalt 301.18 30 82 256 Y

Durham::Oxboro Cir::16620 Hardwick Dr Cul‐De‐Sac Asphalt 348.57 24 28 662 Y

Durham::Oxboro Cir::16630 Cul‐De‐Sac Hardwick Dr Asphalt 274.76 24 35 455 Y

Durham::Oxford Dr::15309 University Dr Yorkdale Ct Asphalt 421.46 19 69 402 Y

Durham::Oxford Dr::15362 Yorkdale Ct Bexley Av Asphalt 624.83 19 47 241 Y

Durham::Oxford Dr::15462 Bexley Av Princeton Av Asphalt 804.36 18 64 226 Y

Durham::Oxford Dr::15513 Princeton Ave Cul‐De‐Sac Asphalt 723.49 21 37 302 Y

Durham::Oxfordshir::17673 Aldershot Ct Oxfordshire Ln Asphalt 1877.79 22 67 274 Y

Durham::Oxfordshir::17674 Oxfordshire Ln Syston Ct Asphalt 317.43 22 67 215 Y

Durham::Oxfordshir::17675 Syston Ct Aldershot Ct Asphalt 377.09 21 75 365 Y

Durham::Oxfordshir::17676 Baynes Ct Monxton Ct Asphalt 227.61 28 76 327 Y

Durham::Oxfordshir::17677 Oxfordshire Ln Calis Way Asphalt 294.47 24 71 229 Y

Durham::Oxfordshir::17678 Calis Way Baynes Ct Asphalt 346.51 26 57 345 Y

Durham::Oxfordshir::18021 Elcombe Ct Cul‐De‐Sac Asphalt 481.26 20 94 245 Y

Durham::Oxfordshir::18023 Oxfordshire Ln Elcombe Ct Asphalt 470.72 27 68 202 Y

Durham::Oxmoor Dr::18506 Callandale Ln Cul‐De‐Sac Asphalt 604.44 22 95 289 Y

Durham::Ozark Ct::19074 Tahoe Dr Cul‐De‐Sac Asphalt 203.55 22 92 317 Y

Durham::Paces Ferr::11101 Starwood Ln Ashfield Dr Asphalt 201.75 22 69 258 Y

Durham::Paces Ferr::11109 Brickstone Pl Starwood Ln Asphalt 867.26 21 64 295 Y

Durham::Paces Ferr::17234 Paces Ferry Dr Brickstone Pl Asphalt 821.66 21 71 288 Y

Durham::Paces Ferr::17630 Paces Ferry Dr Black Boulder Trl Asphalt 284.18 21 88 299 Y

Durham::Paces Ferr::17631 Black Boulder Trl Paces Ferry Dr Asphalt 569.38 24 75 308 Y

Durham::Paces Ferr::17642 White Run Ct Paces Ferry Dr Asphalt 252.29 21 77 287 Y

Durham::Paces Ferr::17650 Powder Springs Pl Ballard Ct Asphalt 302.81 29 48 386 Y
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Durham::Paces Ferr::17651 Ballard Ct Cul De Sac Asphalt 393.40 23 52 460 Y

Durham::Paces Ferr::17914 Ashfield Dr Wicker Ct Asphalt 230.27 26 76 369 Y

Durham::Paces Ferr::17915 Wicker Ct Lakeview Rd Asphalt 605.46 27 66 274 Y

Durham::Paces Ferr::17918 Lakeview Rd Broadfield Ct Asphalt 304.36 23 50 295 Y

Durham::Paces Ferr::17919 Broadfield Ct White Run Ct Asphalt 781.92 22 72 356 Y

Durham::Pacific Av::11731 Capitol St Ben Franklin Bv Asphalt 188.58 40 56 260 Y

Durham::Pacific Av::11743 N Roxboro St Capitol St Asphalt 1275.76 28 60 205 Y

Durham::Pacific Av::19761 N Roxboro St Capitol St Asphalt 110.28 36 66 380 Y

Durham::Padstow Ct::17694 Padstow Ct Cul‐De‐Sac Asphalt 193.24 24 93 489 Y

Durham::Page Creek::16970 Page Rd Page Creek Ln Asphalt 202.62 39 85 480 Y

Durham::Pageford D::16478 Sagar Ct Lumley Rd Asphalt 707.55 27 48 262 Y

Durham::Pageford D::16485 Sameer Ct Sagar Ct Asphalt 260.06 26 34 290 Y

Durham::Pageford D::16486 Appling Wy Sameer Ct Asphalt 444.81 22 38 313 Y

Durham::Pageford D::19703 Sagar Ct Lumley Rd Asphalt 281.83 34 46 243 Y

Durham::Pagemore C::17081 Appling Way Cul‐De‐Sac Asphalt 115.45 24 69 536 Y

Durham::Paladin Ct::17768 Pearson Dr Cul‐De‐Sac Asphalt 443.21 19 89 227 Y

Durham::Palmer Hil::18669 Horne Creek Dr Leesville Asphalt 227.87 28 95 208 Y

Durham::Palmer Hil::18683 Chambers Field Ct Horne Creek Dr Asphalt 222.19 28 84 244 Y

Durham::Palmer Hil::18740 Bloomsbury Manor Dr Chambers Field Ct Asphalt 602.88 27 90 183 Y

Durham::Palmer St::14229 Ripley St Chapel Hill Rd Asphalt 499.87 27 88 239 Y

Durham::Palmetto C::18213 Ashton Gln Cul‐De‐Sac Asphalt 553.96 29 93 278 Y

Durham::Panther Cr::17353 Burton Rd Catamount Ct Asphalt 353.72 27 95 171 Y

Durham::Panther Cr::18510 Catamount Ct Tulip Poplar Cir Asphalt 596.21 28 74 221 Y

Durham::Panthers R::16855 Bellenden Dr Timber Wolf Dr Asphalt 548.35 23 75 289 Y

Durham::Panthers R::16862 Timber Wolf Dr Caribou Xing Asphalt 506.19 23 87 237 Y

Durham::Paperbark::18906 Ranbir Dr Orindo Dr Asphalt 494.48 28 76 152 Y

Durham::Paperbark::18907 Orindo Dr Cul‐De‐Sac Asphalt 349.83 26 83 211 Y

Durham::Par Pl::12620 Cul De Sac Georgia Av Asphalt 187.40 30 61 343 Y

Durham::Paradise P::15039 Ashland Dr Cul De Sac Asphalt 282.52 20 75 265 Y

Durham::Park Ave::13565 Evergreen St Juniper St Asphalt 446.56 28 67 319 Y

Durham::Park Ave::13760 Holloway St Evergreen St Asphalt 1111.24 29 69 234 Y

Durham::Park Ave::13832 Lathrop St Holloway St Asphalt 532.69 26 66 251 Y

Durham::Park Ave::13909 Liberty St Lathrop St Asphalt 283.42 28 77 248 Y

Durham::Park Ave::14013 Southgate St Liberty St Asphalt 682.34 28 94 128 Y

Durham::Park Glen::16883 End Of Street Granbury Dr Asphalt 78.92 37 41 800 Y

Durham::Park Glen::16888 Granbury Dr Goldenview Ct Asphalt 792.50 22 50 373 Y

Durham::Park Glen::16892 Scenic Ct Grandale Dr Asphalt 271.71 24 32 352 Y

Durham::Park Glen::16893 Goldenview Ct Lakedale Dr Asphalt 480.21 26 29 409 Y

Durham::Park Glen::16895 Lakedale Dr Scenic Ct Asphalt 263.34 23 53 375 Y

Durham::Park Knoll::17016 Davis Dr Distribution Dr Asphalt 378.88 53 55 176 Y

Durham::Park Knoll::17017 Distribution Dr Keystone Park Dr Asphalt 462.03 42 58 264 Y

Durham::Park Knoll::19327 Distribution Dr Keystone Park Dr Asphalt 75.80 36 41 331 Y

Durham::Park Knoll::19332 Davis Dr Distribution Dr Asphalt 132.21 58 32 390 Y

Durham::Park Knoll::19333 Davis Dr Distribution Dr Asphalt 215.37 52 44 238 Y

Durham::Park Knoll::19334 Davis Dr Distribution Dr Asphalt 243.63 51 57 320 Y

Durham::Park Knoll::19335 Distribution Dr Keystone Park Dr Asphalt 331.56 38 41 266 Y

Durham::Park Overl::11430 Misty Morning C Cul De Sac Asphalt 135.50 24 38 446 Y

Durham::Park Overl::11444 Wilderness Rd Misty Morning Ct Asphalt 434.12 23 70 274 Y

Durham::Park Overl::11456 Ridgestone Pw Wilderness Rd Asphalt 417.16 24 78 224 Y

Durham::Park Pl::11471 Marywood Dr Cul‐De‐Sac Asphalt 332.01 25 84 436 Y

Durham::Park Tryon::18817 S Miami Bv Cul‐De‐Sac Asphalt 678.53 26 100 170 Y

Durham::Parker St::13837 Vickers Av Shepherd St Asphalt 378.25 26 53 338 Y

Durham::Parker St::13839 Shepherd St Arnette Av Asphalt 348.90 26 62 359 Y

Durham::Parker St::13858 Durham Freeway Vickers Av Concrete 615.17 18 73 183 Y

Durham::Parker St::19460 Durham Freeway Vickers Av Asphalt 303.36 27 78 194 Y

Durham::Parkridge::12192 Strebor St Cul De Sac Asphalt 203.61 29 46 452 Y

Durham::Parkridge::16556 Lansgate Ct Highgate Dr Asphalt 284.76 29 19 293 Y

Durham::Parkridge::18624 W Nc 54 Hwy Lansgate Ct Asphalt 138.30 33 23 376 Y

Durham::Parkside D::15117 Stuart Dr Linganore Pl Asphalt 579.14 30 94 180 Y

Durham::Parkside D::15149 Linganore Pl Meade Ln Asphalt 200.10 28 26 345 Y

Durham::Parkside D::15186 Meade Ln Cul‐De‐Sac Asphalt 262.72 23 26 416 Y

Durham::Parkview D::17218 Carreras Ln Kinlock Dr Asphalt 486.62 18 52 169 Y

Durham::Parkview D::17219 Lochaven Dr Carreras Ln Asphalt 1169.14 18 54 121 Y

Durham::Parliament::17014 Cul‐De‐Sac Slater Rd Concrete 282.11 38 85 526 Y

Durham::Parquet St::15489 S Roxboro St Cul‐De‐Sac Asphalt 603.22 18 82 363 Y

Durham::Parsons Gr::17361 Woodside Park Ln Cul‐De‐Sac Asphalt 518.48 23 93 189 Y

Durham::Partridge::11440 Seven Oaks Rd Rippling Stream Rd Asphalt 1986.12 28 99 238 Y

Durham::Pathwood L::18129 Ridge Rd Rolling Hill Rd Asphalt 395.39 22 93 196 Y

Durham::Pathwood L::18130 Rolling Hill Rd Cul‐De‐Sac Asphalt 394.24 22 89 286 Y

Durham::Patrick He::11931 E Carver St William Penn Pl Asphalt 275.36 49 57 188 Y

Durham::Patrick He::19751 E Carver St William Penn Pl Asphalt 150.45 39 49 359 Y

Durham::Patrick He::19752 E Carver St William Penn Pl Asphalt 80.56 48 37 475 Y

Durham::Patrick He::19757 E Carver St William Penn Pl Asphalt 240.42 32 72 218 Y

Durham::Patrick He::19758 E Carver St William Penn Pl Asphalt 290.19 36 44 267 Y

Durham::Patrick He::19762 E Carver St William Penn Pl Asphalt 63.35 34 91 432 Y

Durham::Pattersons::17941 Wooten Ct Pearl Mill Ct Asphalt 222.59 28 94 183 Y

Durham::Pattersons::17942 Brightleaf Alley 2 Wooten Ct Asphalt 118.53 29 95 395 Y

Durham::Pattersons::17944 Waddell Ct Golden Belt Pkwy Asphalt 141.82 29 83 390 Y

Durham::Pattersons::17945 Dead‐End Swindell Ct Asphalt 313.57 29 90 228 Y

Durham::Pattersons::17946 Swindell Ct Baxter St Asphalt 374.84 29 85 188 Y

Durham::Pattersons::17984 Baxter St Hawkins St Asphalt 350.27 29 91 170 Y

Durham::Pattersons::17985 Hawkins St Waddell Ct Asphalt 164.73 28 95 203 Y

Durham::Pattersons::19670 Waddell Ct Golden Belt Pkwy Asphalt 65.27 16 93 506 Y

Durham::Pattersons::19672 Golden Belt Pkwy Brightleaf Alley 2 Asphalt 64.67 16 93 307 Y

Durham::Pattersons::19673 Golden Belt Pkwy Brightleaf Alley 2 Asphalt 28.13 30 95 236 Y

Durham::Pattersons::19675 Waddell Ct Golden Belt Pkwy Asphalt 30.13 32 89 229 Y
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Durham::Pattersons::19849 Golden Belt Pkwy Brightleaf Alley 2 Asphalt 88.30 29 93 137 Y

Durham::Pauli Murr::17317 Jackson St Cul‐De‐Sac Asphalt 605.57 22 61 272 Y

Durham::Pavillion::16120 Woodberry Rd Cul‐De‐Sac Asphalt 498.21 21 83 263 Y

Durham::Peace St::13123 End Of Street E Markham Ave Asphalt 534.06 29 93 159 Y

Durham::Peaceful P::16700 Ridgefield Dr Cul De Sac Asphalt 116.24 22 88 333 Y

Durham::Peachtree::13847 Liberty St Holloway St Asphalt 603.70 14 78 800 Y

Durham::Peachway C::15283 Cul De Sac Cottonwood Dr Asphalt 216.57 24 53 365 Y

Durham::Peachway D::15350 Peachway Ct Springstop Ln Asphalt 728.11 22 65 251 Y

Durham::Peachway D::15366 Springstop Ln Streamley Ct Asphalt 327.42 22 49 250 Y

Durham::Peachway D::15371 Streamley Ct Cottonwood Dr Asphalt 1189.78 22 48 258 Y

Durham::Pear Tree::18050 S Alston Ave Oak Park Dr Asphalt 386.97 29 95 279 Y

Durham::Pear Tree::18051 Oak Park Dr Magnolia Tree Ln Asphalt 273.92 29 93 275 Y

Durham::Pear Tree::18052 Magnolia Tree Ln White Spruce Ct Asphalt 162.00 30 93 263 Y

Durham::Pear Tree::18303 White Spruce Ct Enfield Dr Asphalt 385.81 28 93 213 Y

Durham::Pear Tree::18304 Enfield Dr Norway Spruce Dr Asphalt 403.96 29 76 277 Y

Durham::Pear Tree::18330 Flowering Apricot Dr Ed Cook Rd Asphalt 487.51 29 95 294 Y

Durham::Pear Tree::18331 Norway Spruce Dr Flowering Apricot Dr Asphalt 194.49 29 94 260 Y

Durham::Pearce Pl::11137 Bardeck Dr Cul De Sac Asphalt 206.73 21 32 398 Y

Durham::Pearl St::13675 Mallard Av Gilbert St Asphalt 550.91 30 72 298 Y

Durham::Pearson Dr::16103 Bay Point Dr Mimosa Dr Asphalt 1165.92 30 50 215 Y

Durham::Pearson Dr::16185 Southern Av Fayetteville St Asphalt 220.29 28 62 247 Y

Durham::Pearson Dr::17769 Paladin Ct Southern Ave Asphalt 339.72 28 64 295 Y

Durham::Pearson Dr::18332 Bay Point Dr Mimosa Dr Asphalt 602.05 29 35 282 Y

Durham::Pebble Cre::19138 E Woodcroft Pw Auburn Square Dr Asphalt 398.63 36 93 160 Y

Durham::Pebble Cre::19156 Snyder St Mallory Ln Asphalt 744.64 26 88 307 Y

Durham::Pebble Cre::19159 Newgate Ct Snyder St Asphalt 232.30 26 76 257 Y

Durham::Pebble Cre::19162 Auburn Square Dr Auburn Village Dr Asphalt 648.18 36 84 262 Y

Durham::Pebble Cre::19174 Mallory Ln Newgate Ct Asphalt 672.75 26 59 291 Y

Durham::Pebble Cre::19177 Auburn Village Dr Whitney Ln Asphalt 1014.58 28 69 309 Y

Durham::Pebble Cre::19245 Auburn Village Dr Whitney Ln Asphalt 169.26 28 59 377 Y

Durham::Pebble Cre::19246 Auburn Village Dr Whitney Ln Asphalt 525.79 28 76 270 Y

Durham::Pebble Way::14213 Quartz Dr Sapphire Dr Asphalt 587.90 29 83 260 Y

Durham::Pebbleston::13015 Cove Hollow Dr Fletcher Chapel Asphalt 292.27 36 45 278 Y

Durham::Pebbleston::13018 Clearfield Dr Cove Hollow Dr Asphalt 440.47 37 47 188 Y

Durham::Pebbleston::13530 Daniel Rd Esterbrook Ct Asphalt 808.86 30 39 353 Y

Durham::Pebbleston::17135 Redstone Ct Bowler Dr Asphalt 440.24 36 74 141 Y

Durham::Pebbleston::17136 Knightwood Dr Redstone Ct Asphalt 312.05 25 45 252 Y

Durham::Pebbleston::17137 Weather St Knightwood Dr Asphalt 551.84 36 44 387 Y

Durham::Pebbleston::17171 Bowler Dr Clearfield Dr Asphalt 632.61 36 75 163 Y

Durham::Pebbleston::17506 Esterbrook Ct Statler Dr Asphalt 959.10 32 20 311 Y

Durham::Pebbleston::17507 Statler Dr Red Spring Ct Asphalt 315.18 36 68 373 Y

Durham::Pebbleston::17520 Bengel Dr Weather St Asphalt 728.65 37 79 250 Y

Durham::Pebbleston::17521 Red Spring Ct Bengel Dr Asphalt 475.48 36 73 272 Y

Durham::Pebbleston::19661 Esterbrook Ct Statler Dr Asphalt 132.16 33 53 294 Y

Durham::Pebbleston::19662 Esterbrook Ct Statler Dr Asphalt 462.62 23 83 199 Y

Durham::Pebbleston::19663 Knightwood Dr Redstone Ct Asphalt 200.02 36 43 395 Y

Durham::Pebbleston::19664 Knightwood Dr Redstone Ct Asphalt 147.64 33 54 355 Y

Durham::Pecan Pl::12159 Cul‐De‐Sac Orchard Way Asphalt 107.07 29 64 213 Y

Durham::Pecan Pl::12162 Orchard Wy Roanoke St Asphalt 793.52 29 86 160 Y

Durham::Pedder Ct::15844 Buxton St Cul‐De‐Sac Asphalt 380.21 24 89 290 Y

Durham::Pedestal R::11283 Shadebush Dr Cul‐De‐Sac Asphalt 650.11 23 53 194 Y

Durham::Pegram Ct::17930 Prospect Pkwy Cul‐De‐Sac Asphalt 269.82 18 93 522 Y

Durham::Pekoe Ave::15056 Masondale Av Otis St Asphalt 559.95 29 86 246 Y

Durham::Pekoe Ave::15074 Otis St Concord St Asphalt 466.79 27 92 324 Y

Durham::Pekoe Ave::15075 Concord St Duncan St Asphalt 170.37 30 81 360 Y

Durham::Pekoe Ave::15076 Duncan St Fayetteville St Asphalt 331.30 30 79 489 Y

Durham::Pelham Rd::16902 Clermont Rd Wicklow Ln Asphalt 529.89 26 46 203 Y

Durham::Pelham Rd::16918 Wicklow Ln Monterey Ln Asphalt 660.12 24 60 223 Y

Durham::Pelham Rd::16923 Monterey Ln Evanshire Ln Asphalt 448.03 24 91 243 Y

Durham::Pelham Rd::16936 Evanshire Ln Hadley Ln Asphalt 558.58 23 90 186 Y

Durham::Pelham Rd::16959 Hadley Ln Sedwick Rd Asphalt 831.62 23 56 188 Y

Durham::Pendergras::11890 Pendergrass St End Of Street Asphalt 239.49 16 89 242 Y

Durham::Pendergras::11937 W Carver St Newsom St Asphalt 468.99 29 35 263 Y

Durham::Pendergras::11998 Crutchfield St W Carver St Asphalt 474.86 18 72 341 Y

Durham::Pendleton::17004 Newhall Rd Cul‐De‐Sac Asphalt 364.64 30 77 422 Y

Durham::Penhurst C::16314 Sturbridge Dr Cul‐De‐Sac Asphalt 87.60 28 81 223 Y

Durham::Peninsula::18798 Mclamb Dr Red Robin Rd Asphalt 312.40 24 95 157 Y

Durham::Peninsula::18799 Red Robin Rd Cul‐De‐Sac Asphalt 330.96 24 95 163 Y

Durham::Penley Ct::19091 Forest Ridge Dr Dead End Asphalt 224.78 38 82 330 Y

Durham::Penn Dr::13914 Greyson Dr Chipley Ct Asphalt 443.08 29 92 229 Y

Durham::Penn Dr::13915 Chipley Ct Maymount Ct Asphalt 412.24 29 93 167 Y

Durham::Pennsylvan::12543 Sprunt Av Sunset Av Asphalt 883.86 30 93 286 Y

Durham::Pennypacke::17932 Morehead Hill Ct Prospect Pkwy Asphalt 333.62 22 94 389 Y

Durham::Penrith Dr::19023 Odyssey Dr Lake Elton Rd Asphalt 3247.48 32 71 198 Y

Durham::Penrith Dr::19026 Welkin Ct Middleton Rd Asphalt 526.90 26 55 321 Y

Durham::Penrith Dr::19028 Lake Elton Rd Welkin Ct Asphalt 500.77 26 43 295 Y

Durham::Penrith Dr::19035 Middleton Rd Christie Ln Asphalt 209.42 26 25 401 Y

Durham::Penrith Dr::19042 Christie Ln Kemmont Dr Asphalt 383.12 26 38 194 Y

Durham::Penzance A::11642 Ruggles St Wyldewood Rd Asphalt 221.20 30 74 290 Y

Durham::Penzance A::11646 Townsend St Ruggles St Asphalt 494.75 30 47 286 Y

Durham::Peppercorn::11412 Shady Bluff St Rippling Stream Rd Asphalt 447.27 30 100 177 Y

Durham::Peppercorn::11461 Seven Oaks Rd Shady Bluff St Asphalt 2102.87 30 99 195 Y

Durham::Peppertree::11589 Baytree Ct Sugarwood Pl Asphalt 717.60 29 93 230 Y

Durham::Peppertree::11591 Sugarwood Pl Hillandale Rd Asphalt 451.44 29 93 230 Y

Durham::Peppertree::11594 Tiffany Pl Baytree Ct Asphalt 281.84 29 84 317 Y

Durham::Peppertree::11597 Guess Rd Tiffany Pl Asphalt 400.16 32 57 386 Y
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Durham::Peppertree::11601 Jadewood Ct Guess Rd Asphalt 329.75 29 94 329 Y

Durham::Peppertree::11602 Dead End Jadewood Ct Asphalt 285.95 27 62 286 Y

Durham::Peridot Pl::13857 Quartz Dr Cul‐De‐Sac Asphalt 354.60 22 90 153 Y

Durham::Perigrine::13877 N Berrymeadow L Cul De Sac Asphalt 141.44 23 45 800 Y

Durham::Perkins Rd::14120 Bruton Rd Cranford Rd Asphalt 321.33 28 89 264 Y

Durham::Perkins Rd::14199 Dwire Pl Bruton Rd Asphalt 649.60 28 91 271 Y

Durham::Perkins Rd::14216 Anderson St Dwire Pl Asphalt 847.93 25 91 273 Y

Durham::Perkins Rd::19569 Bruton Rd Cranford Rd Asphalt 92.65 66 93 291 Y

Durham::Perry St::13152 Iredell St Ninth St Asphalt 360.80 32 95 121 Y

Durham::Perry St::13154 Broad St Iredell St Asphalt 363.44 30 34 554 Y

Durham::Pershing S::12555 Oakland Av Virginia Av Asphalt 497.62 28 28 463 Y

Durham::Pershing S::12557 Carolina Av Oakland Av Asphalt 795.55 28 23 635 Y

Durham::Pershing S::12559 Maryland Av Carolina Av Asphalt 883.42 29 34 400 Y

Durham::Persimmon::11045 Phase I Construction Cul‐De‐Sac Asphalt 428.87 22 93 212 Y

Durham::Persimmon::18459 Loblolly Dr Phase I Construction Asphalt 149.02 24 25 722 Y

Durham::Person St::15311 S Briggs Av Anson St Asphalt 598.02 32 88 216 Y

Durham::Person St::15364 Anson St Yadkin St Asphalt 638.70 30 89 281 Y

Durham::Person St::15495 Yadkin St S Briggs Av Asphalt 1550.78 32 47 331 Y

Durham::Petersburg::13715 Greyson Dr Cul De Sac Asphalt 385.85 23 93 201 Y

Durham::Petty Rd::15198 Dead End Western Byp Asphalt 958.66 29 43 276 Y

Durham::Petty Rd::15294 Westgate Dr Dead End Asphalt 717.97 27 26 248 Y

Durham::Phauff Ct::14156 Thensia Ct Cul De Sac Asphalt 296.64 22 85 314 Y

Durham::Phauff Ct::14219 Cathy Dr Thensia Ct Asphalt 292.43 23 73 274 Y

Durham::Phillips P::11264 Mckittrick Ln Na Asphalt 232.42 23 95 107 Y

Durham::Piccadilly::17902 Kings Cross Ln Cul‐De‐Sac Asphalt 666.87 23 86 308 Y

Durham::Pickard Pl::17947 Hawkins St Cul‐De‐Sac Asphalt 185.93 18 95 189 Y

Durham::Pickett Rd::14943 Chapel Hill Rd W Cornwallis Rd Asphalt 1011.42 24 89 219 Y

Durham::Pickett Rd::14971 W Cornwallis Rd Academy Rd Asphalt 1084.97 20 48 281 Y

Durham::Pickford P::16426 Trump Ct Cul De Sac Asphalt 170.67 23 31 434 Y

Durham::Pickford P::16438 Hidden Hollow Dr Trump Ct Asphalt 421.53 22 16 402 Y

Durham::Pickwick T::11864 Brambury Cn Sudbury Rd Asphalt 169.33 28 35 203 Y

Durham::Pickwick T::11870 Meriwether Dr Brambury Cn Asphalt 224.74 30 25 217 Y

Durham::Piedmont F::14645 Oak Grove Pkwy Cul‐De‐Sac Asphalt 244.96 23 66 360 Y

Durham::Pierce St::17237 Prince St Dead End Asphalt 43.30 30 55 800 Y

Durham::Pierce St::17238 Wrightwood Av Prince St Asphalt 476.46 30 35 301 Y

Durham::Pierre Pl::11757 Marquis Dr Cul‐De‐Sac Asphalt 378.48 26 91 388 Y

Durham::Pike St::14034 Shelton Av Norwood Av Asphalt 602.13 30 69 172 Y

Durham::Pilling Pl::15852 Westchester Rd Cul‐De‐Sac Asphalt 346.42 26 61 185 Y

Durham::Pilton Pl::14886 Witburn St Cul De Sac Asphalt 289.11 24 69 296 Y

Durham::Pinafore D::14829 Cromwell Rd Westglen Rd Asphalt 1405.08 22 83 205 Y

Durham::Pinafore D::14843 Westglen Rd Cromwell Rd Asphalt 371.75 20 29 385 Y

Durham::Pinafore D::14845 Cromwell Rd Dead End Asphalt 655.59 21 66 226 Y

Durham::Pine Bark::15072 Creek Wood Tr Cul De Sac Asphalt 463.08 27 43 351 Y

Durham::Pine Bark::15092 Shady Oak Tr Creek Wood Tr Asphalt 205.02 28 78 369 Y

Durham::Pine Bark::15158 Forest Edge Tr Shady Oak Tr Asphalt 463.79 28 47 469 Y

Durham::Pine Cone::15997 Marvin Dr Beechnut Ln Asphalt 666.50 29 82 287 Y

Durham::Pine Cone::15998 Beechnut Ln Five Oaks Dr Asphalt 247.32 28 76 439 Y

Durham::Pine Cone::16021 Pine Cone Dr Butternut Rd Asphalt 563.01 28 81 308 Y

Durham::Pine Cone::16030 Butternut Rd Clubhouse Dr Asphalt 222.68 26 37 425 Y

Durham::Pine Top P::11741 Trail Wood Dr Cul De Sac Asphalt 970.04 29 62 244 Y

Durham::Pine Trail::11253 Ponderosa Ln End Of Street Asphalt 320.86 20 82 175 Y

Durham::Pine Trail::11270 Donphil Rd Ponderosa Ln Asphalt 462.54 20 75 152 Y

Durham::Pine Trail::11288 Pine Valley Dr Donphil Rd Asphalt 416.23 21 65 190 Y

Durham::Pine Trail::11310 Latta Rd Pine Valley Dr Asphalt 619.79 22 61 174 Y

Durham::Pine Valle::11296 Pine Trail Dr Long Leaf Dr Asphalt 455.82 22 95 177 Y

Durham::Pine Valle::11297 Long Leaf Dr Dead End Asphalt 357.15 18 85 201 Y

Durham::Pinebrook::16327 Longwood Dr Brookstone Dr Asphalt 290.05 29 95 190 Y

Durham::Pinebrook::16351 Brookstone Dr Oakbrook Dr Asphalt 266.11 28 87 224 Y

Durham::Pineburr P::13813 Cul‐De‐Sac Greyson Dr Asphalt 152.91 26 83 168 Y

Durham::Pineburr P::13820 Greyson Dr Cul‐De‐Sac Asphalt 335.74 24 24 273 Y

Durham::Pinecrest::14376 Mcdowell Rd Sevier St Asphalt 1461.01 31 90 222 Y

Durham::Pinecrest::14405 Academy Rd Mcdowell Rd Asphalt 429.69 31 91 262 Y

Durham::Pinecrest::14415 Sevier St Marion Av Asphalt 452.70 31 80 193 Y

Durham::Pinecrest::14744 Dogwood Rd Academy Rd Asphalt 2252.62 24 93 267 Y

Durham::Pinecrest::14791 Chapel Hill Rd Dogwood Rd Asphalt 537.36 23 63 537 Y

Durham::Pinedale D::12116 Anthony Dr Caroline Dr Asphalt 466.83 20 89 178 Y

Durham::Pinedale D::12123 Caroline Dr Sparger Rd Asphalt 682.35 20 92 166 Y

Durham::Pineland A::11874 End Of Street Allgood St Asphalt 469.15 28 74 182 Y

Durham::Pinestraw::19109 E Woodcroft Pkwy Cul‐De‐Sac Asphalt 705.60 22 58 367 Y

Durham::Pinetree C::11793 Camellia Dr Hillandale Rd Asphalt 220.01 36 91 346 Y

Durham::Pinetree C::11794 Cul De Sac Camellia Dr Asphalt 513.78 22 82 151 Y

Durham::Pineview R::15101 W Woodridge Dr End Of Street Asphalt 1084.31 24 78 399 Y

Durham::Pinewood D::11927 Richwood Rd Fairlawn Rd Asphalt 363.75 21 93 173 Y

Durham::Pinewood D::11976 Barrymore Av Richwood Rd Asphalt 462.40 20 73 333 Y

Durham::Pinewood D::12020 W Carver St Barrymore Av Asphalt 430.12 21 92 139 Y

Durham::Piney Park::19127 Pinestraw Way Cul‐De‐Sac Asphalt 404.42 22 63 349 Y

Durham::Piney Ridg::11457 Golden Heather Dr Cul‐De‐Sac Asphalt 97.79 20 86 428 Y

Durham::Piper St::12079 Allgood St Emily St Asphalt 974.02 24 37 334 Y

Durham::Piperwood::16963 Solitude Wy Revere Rd Asphalt 274.57 32 67 369 Y

Durham::Piperwood::16966 Revere Rd Weeping Beech Wy Asphalt 606.03 30 41 404 Y

Durham::Piperwood::16975 Weeping Beech Wy Wood Duck Ct Asphalt 323.15 30 66 489 Y

Durham::Piperwood::16985 Wood Duck Ct Solitude Wy Asphalt 295.90 44 71 395 Y

Durham::Piperwood::17011 Solitude Wy Haventree Rd Asphalt 757.68 23 41 319 Y

Durham::Piperwood::17013 Haventree Rd Cul De Sac Asphalt 273.95 26 47 259 Y

Durham::Pittsford::16125 Thetford Rd Cul‐De‐Sac Asphalt 249.09 23 90 238 Y

Durham::Placid Ct::19008 Tahoe Dr Cul‐De‐Sac Asphalt 347.21 22 89 206 Y
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Durham::Plano Dr::18292 Round Rock Blvd Cul‐De‐Sac Asphalt 348.60 19 86 317 Y

Durham::Plano Dr::18294 San Marcos Ave Round Rock Blvd Asphalt 161.01 22 95 497 Y

Durham::Plano Dr::18295 Hico Way San Marcos Ave Asphalt 61.23 23 89 366 Y

Durham::Plano Dr::18530 Hico Way San Marcos Ave Asphalt 254.73 23 86 361 Y

Durham::Plano Dr::18533 El Paso Ave Hico Way Asphalt 274.60 24 80 283 Y

Durham::Plano Dr::18655 El Paso Ave Cul‐De‐Sac Asphalt 751.20 20 95 223 Y

Durham::Plano Dr::18657 El Paso Ave Hico Way Asphalt 193.26 23 95 265 Y

Durham::Plantation::11119 N Roxboro St Twin Oak Dr Asphalt 408.23 25 74 207 Y

Durham::Plantation::11128 Twin Oak Dr Natchez Wy Asphalt 833.47 20 82 146 Y

Durham::Planters C::11236 Redding Ln Cul‐De‐Sac Asphalt 210.82 22 35 383 Y

Durham::Planters C::11241 Cul‐De‐Sac Redding Ln Asphalt 185.27 22 36 800 Y

Durham::Play Gate::13823 Cul De Sac Moonstone Ct Asphalt 273.55 19 78 313 Y

Durham::Play Gate::13824 Moonstone Ct Burrell Rd Asphalt 379.41 19 90 277 Y

Durham::Plowlan Ct::15267 Cottonwood Dr Cul De Sac Asphalt 159.51 30 35 317 Y

Durham::Plummer Pl::14532 Cushman St Cul‐De‐Sac Asphalt 509.08 25 82 252 Y

Durham::Plumtree C::14218 Weatherby Dr Cul‐De‐Sac Asphalt 290.81 22 79 365 Y

Durham::Plymouth R::15950 Dover Rd Eton Rd Asphalt 438.08 21 60 371 Y

Durham::Plymouth R::15995 Eton Rd Rugby Rd Asphalt 1019.23 19 50 232 Y

Durham::Pointe Vie::16540 Westridge Dr Cul‐De‐Sac Asphalt 123.62 29 60 413 Y

Durham::Pommel Ln::13682 Melbourne St Cul‐De‐Sac Asphalt 589.87 30 31 269 Y

Durham::Pomona Dr::15488 Lantern Pl Ernest Pl Asphalt 269.50 27 29 436 Y

Durham::Pomona Dr::15497 Ernest Pl Cul‐De‐Sac Asphalt 336.01 24 37 472 Y

Durham::Poplar St::17876 Sherron Rd Gilman St Asphalt 703.36 29 95 134 Y

Durham::Poplar St::17877 Gilman St Nellora Ln Asphalt 778.03 28 93 155 Y

Durham::Poplar St::17878 Nellora Ln Putters Ct Asphalt 502.36 28 94 152 Y

Durham::Poplar St::17879 Putters Ct Gilman St Asphalt 1018.27 28 93 218 Y

Durham::Poplar St::17880 Gilman St Foxborough Ln Asphalt 295.90 28 95 198 Y

Durham::Poplar St::17894 Foxborough Ln Joycliff Rd Asphalt 666.76 28 95 156 Y

Durham::Poplar St::17895 Joycliff Rd Cul‐De‐Sac Asphalt 168.46 20 94 209 Y

Durham::Poplar St::18489 Gilman St Nellora Ln Asphalt 144.96 30 93 185 Y

Durham::Poplar St::18801 Gilman St Foxborough Ln Asphalt 138.73 28 93 217 Y

Durham::Porchlight::15213 Hartley Pl Cul De Sac Asphalt 126.70 23 31 604 Y

Durham::Porchlight::15289 Cottonwood Dr Hartley Pl Asphalt 673.75 23 74 300 Y

Durham::Porter Cir::11622 Calumet Dr Cul‐De‐Sac Asphalt 165.19 30 30 487 Y

Durham::Porters Gl::16398 Chestnut Bluffs Ln Cul‐De‐Sac Asphalt 764.24 23 29 346 Y

Durham::Portico Ln::13774 Cul‐De‐Sac Burrell Rd Asphalt 342.32 28 95 251 Y

Durham::Portico Ln::18162 Chalcedony Ct Burrell Rd Asphalt 159.01 28 100 187 Y

Durham::Portico Ln::18163 Cul‐De‐Sac Chalcedony Ct Asphalt 337.23 21 100 265 Y

Durham::Portsmouth::11663 Chalk Level Rd Wyldewood Rd Asphalt 461.62 28 33 366 Y

Durham::Post Oak P::12885 White Pine Dr White Pine Dr Asphalt 46.20 53 29 435 Y

Durham::Post Oak P::12906 White Pine Dr Constitution Dr Asphalt 237.80 36 46 286 Y

Durham::Post Oak P::19463 White Pine Dr Constitution Dr Asphalt 128.29 34 42 336 Y

Durham::Potter St::14748 Dead End Mathison St Asphalt 500.10 18 85 333 Y

Durham::Powder Spr::17649 Paces Ferry Dr Cul De Sac Asphalt 220.00 24 67 322 Y

Durham::Powderhill::16302 Cul‐De‐Sac Wallingford Pl Asphalt 175.93 28 82 280 Y

Durham::Powe St::13353 Caswell Pl Hull Av Asphalt 408.22 16 61 268 Y

Durham::Powe St::13387 Hull Av Faber St Asphalt 417.79 22 74 293 Y

Durham::Powers Ln::11692 Fleming Dr Jefferson Dr Asphalt 576.39 20 76 345 Y

Durham::Pratt St::12997 Elf St Fulton St Asphalt 366.42 40 64 316 Y

Durham::Pratt St::12999 Elf St End Of Public R/W Asphalt 167.82 41 36 287 Y

Durham::Pratt St::13017 Douglas St Future Street Turnout Asphalt 445.45 32 67 335 Y

Durham::Pratt St::18360 Future Street Turnout Cul‐De‐Sac Asphalt 343.26 30 83 223 Y

Durham::Prentiss P::15437 Thistlecone Way Cul‐De‐Sac Asphalt 609.10 30 83 192 Y

Durham::Presidenti::17748 S Miami Bv T W Alexander Dr Asphalt 2592.21 38 65 266 Y

Durham::Presidenti::19709 S Miami Bv T W Alexander Dr Asphalt 441.48 55 23 395 Y

Durham::Preston Av::11905 Cammie St Kirkwood Dr Asphalt 715.36 28 90 130 Y

Durham::Preston Av::12028 W Carver St Cammie St Asphalt 1189.40 28 90 223 Y

Durham::Price Ave::14777 Fayetteville St Merrick St Asphalt 345.49 29 48 800 Y

Durham::Price Ave::14784 Cul‐De‐Sac Fayetteville St Asphalt 588.86 23 62 393 Y

Durham::Price Ave::14806 Merrick St Lincoln St Asphalt 692.97 28 35 362 Y

Durham::Price Ave::14835 Grant St Colfax St Asphalt 339.10 26 61 302 Y

Durham::Price Ave::14855 Colfax St S Alston Av Asphalt 498.63 28 86 202 Y

Durham::Primitive::13604 Oakwood Av Gurley St Asphalt 430.26 26 34 345 Y

Durham::Primitive::13613 N Queen St Oakwood Av Asphalt 273.28 28 42 456 Y

Durham::Primitive::13638 Gurley St N Elizabeth St Asphalt 401.23 28 53 224 Y

Durham::Primrose P::15389 Gilmore Av Cul De Sac Asphalt 271.43 25 78 800 Y

Durham::Prince St::14370 Anderson St Pierce St Asphalt 491.18 29 90 214 Y

Durham::Prince St::14416 Chapel Hill Rd Anderson St Asphalt 1090.31 30 65 247 Y

Durham::Princess A::13883 Ross Rd Independence Ave Asphalt 1455.56 28 91 159 Y

Durham::Princess P::18776 Old Castle Dr English Pl Asphalt 356.03 23 96 291 Y

Durham::Princess P::18783 English Pl Cul‐De‐Sac Asphalt 276.91 25 95 460 Y

Durham::Princess P::18784 Cul‐De‐Sac Old Castle Dr Asphalt 125.61 28 93 378 Y

Durham::Princeton::15459 Ithaca St Dixon Rd Asphalt 1008.10 21 64 204 Y

Durham::Princeton::15461 Stanford Dr Ithaca St Asphalt 452.67 20 91 288 Y

Durham::Princeton::15463 Hope Valley Rd Oxford Dr Asphalt 403.93 20 68 281 Y

Durham::Pritchard::15472 Nixon St Cul De Sac Asphalt 364.82 29 84 284 Y

Durham::Proctor St::13997 Rock St Fairview St Asphalt 340.94 24 90 119 Y

Durham::Proctor St::14006 Arnette Av Carroll St Asphalt 413.24 29 37 370 Y

Durham::Proctor St::14010 Shepherd St Arnette Av Asphalt 346.66 30 83 497 Y

Durham::Proctor St::14022 Hill St Vickers Av Asphalt 350.15 22 67 438 Y

Durham::Proctor St::14026 S Duke St Hill St Asphalt 513.91 32 43 321 Y

Durham::Professor::17272 Education Ave Cul‐De‐Sac Asphalt 185.20 20 33 330 Y

Durham::Professor::17274 Baccalaureate Bv Senior Av Asphalt 414.36 22 71 368 Y

Durham::Professor::17275 Diploma Dr Education Av Asphalt 271.71 23 77 305 Y

Durham::Professor::17276 Senior Av Diploma Dr Asphalt 597.97 22 65 352 Y

Durham::Progress P::18929 United Dr Cul‐De‐Sac Asphalt 252.57 30 43 351 Y
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Durham::Promenade::18449 Victorian Oaks Dr Cul‐De‐Sac Asphalt 105.10 30 95 164 Y

Durham::Prospect P::17957 Arendel St Morehead Hill Ct Asphalt 909.24 36 88 166 Y

Durham::Prospect P::17965 Morehead Hill Ct Pennypacker Ln Asphalt 595.48 37 95 200 Y

Durham::Prospect P::17976 Woodsdale Dr Hackney Ln Asphalt 586.62 30 89 243 Y

Durham::Prospect P::17981 Hackney Ln Pegram Ct Asphalt 257.83 28 71 237 Y

Durham::Prospect P::17982 Pegram Ct Alyea Ct Asphalt 415.40 28 77 379 Y

Durham::Prospect P::17983 Alyea Ct End Of Street Asphalt 254.74 28 95 296 Y

Durham::Prospect P::18002 Pennypacker Ln Northern Durham Pkwy Asphalt 423.39 44 82 265 Y

Durham::Prospect P::18003 Northern Durham Pkwy Woodsdale Dr Asphalt 352.50 40 84 182 Y

Durham::Prospect P::19684 Live Oak Cir Arundel St Asphalt 471.07 39 93 155 Y

Durham::Prospect P::19685 Arendel St Morehead Hill Ct Asphalt 61.98 18 64 355 Y

Durham::Prospect P::19687 Morehead Hill Ct Pennypacker Ln Asphalt 65.88 18 91 560 Y

Durham::Prospectus::16805 Dead End Englert Dr Asphalt 977.89 28 62 323 Y

Durham::Prospectus::16863 Englert Dr Sedwick Rd Asphalt 1220.93 25 79 216 Y

Durham::Providence::18955 Middleton Rd Cul‐De‐Sac Asphalt 180.49 18 60 398 Y

Durham::Prudence S::12125 Berwyn Av Belvin Av Asphalt 465.15 32 57 289 Y

Durham::Puller Ct::15756 Trinness Dr Cul‐De‐Sac Asphalt 130.63 24 38 436 Y

Durham::Pulley Pl::15262 Cottonwood Dr Cul De Sac Asphalt 381.73 23 89 501 Y

Durham::Pump Stati::17113 Rose Of Sharon Rd River Run Rd Asphalt 849.38 23 66 246 Y

Durham::Pump Stati::17658 River Run Rd River Run Rd Asphalt 286.93 23 91 271 Y

Durham::Pump Stati::17659 River Run Rd Cul‐De‐Sac Asphalt 359.92 24 67 208 Y

Durham::Pump Stati::19477 Rose Of Sharon Rd River Run Rd Asphalt 61.74 26 67 297 Y

Durham::Pump Stati::19478 Rose Of Sharon Rd River Run Rd Asphalt 155.35 26 50 257 Y

Durham::Pumpkin Pl::17756 Ganyard Farm Way Cul‐De‐Sac Asphalt 364.75 20 87 220 Y

Durham::Putnam Ln::16677 Euclid Rd Cul De Sac Asphalt 397.14 26 38 353 Y

Durham::Putters Ct::18802 Poplar St Cul‐De‐Sac Asphalt 263.03 20 92 255 Y

Durham::Quadrangle::16582 W Hw 54 Quadrangle Dr Asphalt 563.86 44 80 231 Y

Durham::Quadrangle::16586 Quadrangle Dr Quadrangle Dr Asphalt 730.63 16 96 480 Y

Durham::Quadrangle::19259 W Hw 54 Quadrangle Dr Asphalt 584.06 46 83 278 Y

Durham::Quadrangle::19260 W Hw 54 Quadrangle Dr Asphalt 140.50 43 85 154 Y

Durham::Quadrangle::19261 W Hw 54 Quadrangle Dr Asphalt 197.59 39 92 301 Y

Durham::Quail Hunt::11446 Cul De Sac Wilderness Rd Asphalt 589.83 23 63 178 Y

Durham::Quail Ridg::11968 Sweetberry Cr Cul De Sac Asphalt 163.85 30 92 133 Y

Durham::Quail Ridg::11980 Springview Ln Sweetberry Cr Asphalt 380.39 28 89 288 Y

Durham::Quail Ridg::11987 Cole Mill Rd Springview Ln Asphalt 276.66 30 28 336 Y

Durham::Quartz Dr::13856 Peridot Pl Thornwood Dr Asphalt 250.76 28 89 196 Y

Durham::Quartz Dr::13920 Topaz Ct Peridot Pl Asphalt 267.94 28 91 232 Y

Durham::Quartz Dr::13961 Lodestone Dr Topaz Ct Asphalt 303.86 28 91 304 Y

Durham::Quartz Dr::14150 Sapphire Dr Lodestone Dr Asphalt 1153.68 29 88 244 Y

Durham::Quartz Dr::14212 Lodestone Dr Collinswood Ct Asphalt 253.51 31 98 247 Y

Durham::Quartz Dr::14214 Collinswood Ct Pebble Wy Asphalt 252.75 29 78 423 Y

Durham::Quartz Dr::14215 Pebble Wy Sapphire Dr Asphalt 675.94 29 79 220 Y

Durham::Quartz Dr::17568 Turquoise Dr Thornwood Dr Asphalt 282.91 28 100 204 Y

Durham::Quebec Dr::12602 N Lasalle St Mountainview Av Asphalt 389.67 30 84 303 Y

Durham::Queen Ferr::11259 Umstead Rd Cul‐De‐Sac Asphalt 545.71 21 50 597 Y

Durham::Queensland::11212 Autumn Ridge Dr Cul‐De‐Sac Asphalt 290.93 20 63 253 Y

Durham::Quincy St::14066 Cul‐De‐Sac Gary St Asphalt 196.96 30 50 258 Y

Durham::Quincy St::14067 Gary St Cul‐De‐Sac Asphalt 215.46 30 78 674 Y

Durham::Rabbits Gl::16508 Old Fox Trl Cul‐De‐Sac Asphalt 205.24 25 57 392 Y

Durham::Rachel Ln::13115 Dead End Logan St Asphalt 150.41 28 49 160 Y

Durham::Racine St::15613 Mossdale Av Archdale Dr Asphalt 850.52 28 95 229 Y

Durham::Rada Dr::17092 Ellis Rd Cul‐De‐Sac Asphalt 1223.18 20 61 267 Y

Durham::Radcliff C::16909 Revere Rd Revere Rd Asphalt 933.44 26 32 285 Y

Durham::Radcliff C::18575 Radcliff Cir Radcliff Cir Asphalt 453.11 25 23 377 Y

Durham::Radcliff C::18576 Radcliff Cir Radcliff Cir Asphalt 298.44 27 28 277 Y

Durham::Radcliff C::19309 Revere Rd Revere Rd Asphalt 386.79 25 27 352 Y

Durham::Radcliff C::19310 Revere Rd Revere Rd Asphalt 180.84 23 25 231 Y

Durham::Radcliff C::19311 Revere Rd Revere Rd Asphalt 192.23 25 34 262 Y

Durham::Radcliff C::19312 Revere Rd Revere Rd Asphalt 359.29 27 45 251 Y

Durham::Radley Pl::12476 Ellisfield Dr Cul‐De‐Sac Asphalt 163.32 24 36 529 Y

Durham::Raiford Ct::18741 Bloomsbury Manor Dr Cul‐De‐Sac Asphalt 278.65 28 95 263 Y

Durham::Railroad S::13803 Eva St Holloway St Asphalt 382.27 30 23 308 Y

Durham::Railroad S::13841 Liberty St Eva St Asphalt 260.42 30 31 302 Y

Durham::Rainbow Wa::14954 End Of Street James St Asphalt 332.97 22 93 293 Y

Durham::Rainmaker::18257 Summer Storm Dr Summer Storm Dr Asphalt 962.12 22 75 250 Y

Durham::Rainmaker::18260 Summer Storm Dr Summer Storm Dr Asphalt 331.06 20 75 428 Y

Durham::Rainmaker::18261 Summer Storm Dr Cul‐De‐Sac Asphalt 139.50 23 89 158 Y

Durham::Raj Dr::17088 Cul‐De‐Sac Suda Dr Asphalt 268.51 18 44 333 Y

Durham::Raj Dr::17552 Dilbaugh Dr Malik Dr Asphalt 257.80 22 86 190 Y

Durham::Raj Dr::17553 Page Rd Dilbaugh Dr Asphalt 230.36 23 69 318 Y

Durham::Raj Dr::17554 Suda Dr Malik Dr Asphalt 745.54 21 62 332 Y

Durham::Ramblegate::17122 Bogarde St Ramblegate Ln Asphalt 166.12 24 30 319 Y

Durham::Ramblegate::17123 Ramblegate Ln Cul‐De‐Sac Asphalt 253.13 23 23 388 Y

Durham::Ramblegate::17124 Ramblegate Ln Cul‐De‐Sac Asphalt 86.79 24 33 766 Y

Durham::Ramblewood::17055 Brenmar Ln Chicory Ct Asphalt 147.29 28 79 337 Y

Durham::Ramblewood::17056 Cherry Blossom Cr Chicory Ct Asphalt 117.76 28 93 219 Y

Durham::Ramcat Rd::17117 Bellenden Dr Timber Wolf Dr Asphalt 567.40 22 94 244 Y

Durham::Ranbir Dr::18910 Dead End Lakemist Cir Asphalt 439.99 26 82 127 Y

Durham::Ranbir Dr::18911 Lakemist Cir Paperbark Ct Asphalt 286.59 26 85 156 Y

Durham::Ranbir Dr::18913 Paperbark Ct Sugar Tree Pl Asphalt 888.61 26 63 212 Y

Durham::Ranbir Dr::19203 Sana Ct Odyssey Dr Asphalt 262.89 20 38 461 Y

Durham::Ranbir Dr::19208 Sugar Tree Pl Sugar Tree Pl Asphalt 340.47 20 36 240 Y

Durham::Ranbir Dr::19209 Sugar Tree Pl Sana Ct Asphalt 919.73 20 60 283 Y

Durham::Ratcale Ln::12989 Shirley St Cul De Sac Asphalt 163.69 26 42 476 Y

Durham::Rathie Dr::17373 Dilbagh Dr Page Rd Asphalt 250.18 26 55 434 Y

Durham::Rathie Dr::17383 Suda Dr Dilbagh Dr Asphalt 256.81 22 56 180 Y
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Durham::Rathie Dr::17384 Dilbaugh Dr Malik Dr Asphalt 253.73 22 66 255 Y

Durham::Rattan Bay::19021 Wateree Dr Cul De Sac Asphalt 164.22 22 27 526 Y

Durham::Rattan Bay::19038 Forest Ridge Dr Wateree Dr Asphalt 278.08 22 30 318 Y

Durham::Raven St::12083 Thelma St Apollo St Asphalt 815.34 23 72 230 Y

Durham::Ravenstone::17333 Sherron Rd Ashburn Ln Asphalt 400.43 35 100 232 Y

Durham::Ravenstone::17340 Ashburn Ln Oakchest Ct Asphalt 452.14 24 100 194 Y

Durham::Ravenstone::17341 Oakchest Ct Cul‐De‐Sac Asphalt 190.91 20 100 256 Y

Durham::Ravenswood::18967 Middleton Rd Cul‐De‐Sac Asphalt 432.49 18 72 158 Y

Durham::Raynor St::13750 Fidelity Dr Hardee St Asphalt 1352.61 29 74 182 Y

Durham::Raynor St::13788 N Miami Bv Fidelity Dr Asphalt 308.05 30 51 312 Y

Durham::Raynor St::13827 Holloway St N Miami Bv Asphalt 301.39 43 75 298 Y

Durham::Raynor St::13976 Liberty St Holloway St Asphalt 897.63 30 88 189 Y

Durham::Raynor St::14039 Southgate St Liberty St Asphalt 354.36 26 93 303 Y

Durham::Raynor St::14145 Taylor St Southgate St Asphalt 537.17 27 91 232 Y

Durham::Raynor St::14237 Mozelle St Taylor St Asphalt 492.08 29 93 193 Y

Durham::Raynor St::14269 Long St Mozelle St Asphalt 233.82 29 87 181 Y

Durham::Raynor St::19643 N Miami Bv Fidelity Dr Asphalt 158.41 42 81 288 Y

Durham::Reams Pl::13555 Woodland Park Rd Cul‐De‐Sac Asphalt 130.16 27 63 408 Y

Durham::Reams Run::18953 Reams Run Rd Middleton Rd Asphalt 81.31 18 36 416 Y

Durham::Reams Run::18966 Middleton Rd Reams Run Rd Asphalt 445.15 18 38 376 Y

Durham::Red Ash Ci::11564 Holston Dr Cul‐De‐Sac Asphalt 336.12 18 73 371 Y

Durham::Red Bird D::18335 Whispering Oak Ln Red Crest Ln Asphalt 438.53 22 85 376 Y

Durham::Red Bird D::18337 Red Crest Ln Dead End Asphalt 129.24 24 94 301 Y

Durham::Red Bluff::19052 Forest Ridge Dr Cul‐De‐Sac Asphalt 205.70 22 89 301 Y

Durham::Red Carria::11395 Bridle Pl Whippoorwill St Asphalt 613.66 30 85 179 Y

Durham::Red Carria::11408 Old Well St Bridle Pl Asphalt 760.71 30 86 180 Y

Durham::Red Cedar::11022 Loblolly Dr Loblolly Dr Asphalt 1393.31 22 72 188 Y

Durham::Red Crest::18336 Cul‐De‐Sac Red Bird Dr Asphalt 561.59 23 82 451 Y

Durham::Red Feathe::17793 Cardinal Lake Dr Cul‐De‐Sac Asphalt 300.63 24 77 358 Y

Durham::Red Feathe::19602 Cardinal Lake Dr Cul‐De‐Sac Asphalt 61.02 23 70 384 Y

Durham::Red Hat Ln::19146 Copper Creek Dr Crimson Creek Dr Asphalt 528.71 20 55 473 Y

Durham::Red Oak Av::15173 Normandy St Dallas St Asphalt 378.33 30 86 248 Y

Durham::Red Oak Av::15210 White Oak Av Normandy St Asphalt 381.49 31 88 321 Y

Durham::Red Oak Av::15240 Otis St White Oak Av Asphalt 316.95 30 80 223 Y

Durham::Red Oak Av::15353 Cul‐De‐Sac Atlantic St Asphalt 232.93 32 63 236 Y

Durham::Red Oak Av::15377 Atlantic St Fayetteville St Asphalt 347.47 29 100 470 Y

Durham::Red Oak Av::15425 Fayetteville St Lane St Asphalt 690.23 30 79 275 Y

Durham::Red Oak Av::15451 Lane St Dakota St Asphalt 435.13 30 66 268 Y

Durham::Red Oak Av::15573 Hemlock Av Gaston Av Asphalt 677.10 22 79 180 Y

Durham::Red Oak Av::15605 End Of Street Maint Crowell St Asphalt 526.93 29 79 286 Y

Durham::Red Oak Av::15623 Crowell St Medina St Asphalt 426.93 31 78 218 Y

Durham::Red Oak Av::15651 Red Oak Ave Cana St Asphalt 540.57 31 74 204 Y

Durham::Red Robin::18800 Peninsula Ct Dead‐End Asphalt 300.90 23 95 183 Y

Durham::Red Sage C::17734 Weathervane Dr Cul‐De‐Sac Asphalt 280.80 20 100 167 Y

Durham::Red Spring::17508 Pebblestone Dr Cul De Sac Asphalt 131.84 22 83 566 Y

Durham::Red Sunset::17455 Big Twig Ln Cul‐De‐Sac Asphalt 469.01 25 84 244 Y

Durham::Redding Ln::11235 Mystic Dr Planters Ct Asphalt 503.05 22 34 460 Y

Durham::Redding Ln::11250 Planters Ct City Limits Asphalt 581.69 22 24 473 Y

Durham::Redear Pl::14138 Armitage Dr Cul‐De‐Sac Asphalt 429.15 23 75 292 Y

Durham::Redfern Wa::18493 Bivins St Redfern Way Asphalt 258.88 17 97 298 Y

Durham::Redfern Wa::18831 Redfern Way Dead End Asphalt 123.14 17 70 689 Y

Durham::Redfern Wa::18833 Dead End Redfern Way Asphalt 88.86 16 85 539 Y

Durham::Redgate Dr::14996 Nantuckett Av Larch Ct Asphalt 901.00 28 25 327 Y

Durham::Redgate Dr::15062 Larch Ct Gibson Rd Asphalt 562.70 31 51 258 Y

Durham::Redmond Dr::11208 Autumn Dr Memory Ln Asphalt 608.16 20 84 210 Y

Durham::Redmond Dr::11222 Memory Ln Guess Rd Asphalt 277.44 18 79 168 Y

Durham::Redmond Dr::19485 Memory Ln Guess Rd Asphalt 198.00 28 89 223 Y

Durham::Redstone C::17139 Pebblestone Dr Cul De Sac Asphalt 567.13 21 86 107 Y

Durham::Reedy Way::17472 Gibson Rd Forrestal Dr Asphalt 356.02 27 95 106 Y

Durham::Reflection::18182 Lyon Farm Dr Cul‐De‐Sac Asphalt 154.12 26 80 219 Y

Durham::Regan Ct::13503 Chance Rd Cul‐De‐Sac Asphalt 210.68 25 29 277 Y

Durham::Regency Dr::16050 Enzo Ct Carlton Crossing Dr Asphalt 615.04 23 41 388 Y

Durham::Regency Dr::17180 Carlton Crossing Dr Enzo Ct Asphalt 1150.63 23 71 219 Y

Durham::Regent Rd::16042 Darwin Rd Bentley Dr Asphalt 1197.34 24 88 243 Y

Durham::Regent Rd::16073 Bentley Dr Cul‐De‐Sac Asphalt 528.71 26 54 274 Y

Durham::Regiment W::17770 Cul‐De‐Sac Cumberland Dr Asphalt 251.79 20 95 309 Y

Durham::Regiment W::17771 Cumberland Dr Cul‐De‐Sac Asphalt 332.98 18 93 310 Y

Durham::Regis Ave::11815 Easley St Freemont Rd Asphalt 734.44 21 92 132 Y

Durham::Regis Ave::11817 Ferrand Rd Easley St Asphalt 451.81 19 91 150 Y

Durham::Regis Ave::11820 Freemont Rd Newquay St Asphalt 496.71 20 88 186 Y

Durham::Regis Ave::11833 Newquay St Sparger Rd Asphalt 464.14 22 95 128 Y

Durham::Reichard S::12226 Albany St Omah St Asphalt 796.54 28 12 349 Y

Durham::Reid Dr::18069 Shirley St End Maint Asphalt 214.52 23 27 477 Y

Durham::Reigal Woo::11298 Wensley Dr Mohegan Dr Asphalt 598.47 20 78 144 Y

Durham::Reigal Woo::11325 Stacy Dr Wensley Dr Asphalt 652.15 21 81 255 Y

Durham::Reigal Woo::17750 Cul‐De‐Sac Stacy Dr Asphalt 1446.08 21 82 150 Y

Durham::Reliant Pl::11346 Country Club Dr Cul De Sac Asphalt 118.37 22 88 523 Y

Durham::Renaissanc::16640 Country Ln Haven Hollow Wy Asphalt 1248.07 60 41 274 Y

Durham::Renaissanc::16670 Knoll Cr Leonardo Dr Asphalt 713.51 62 34 247 Y

Durham::Renaissanc::16673 Rolando Dr Country Ln Asphalt 1232.25 65 90 156 Y

Durham::Renaissanc::16676 Leonardo Dr Leonardo Dr Asphalt 862.31 61 34 289 Y

Durham::Renaissanc::16679 Fayetteville Rd Rolando Dr Asphalt 775.06 74 38 325 Y

Durham::Renaissanc::19732 Rolando Dr Country Ln Asphalt 1096.81 64 86 162 Y

Durham::Renaissanc::19733 Knoll Cr Leonardo Dr Asphalt 514.31 64 39 276 Y

Durham::Rencher Ct::17936 Hemlock Hill Dr Cul‐De‐Sac Asphalt 143.16 18 93 182 Y

Durham::Renovators::12309 Dovetail Dr Renovators Pl Mid‐Block Asphalt 203.19 23 67 332 Y
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Durham::Renovators::18377 Renovators Pl Mid‐Block Framer Ln Asphalt 197.68 23 88 554 Y

Durham::Reservoir::14916 Bowen St Byrd St Asphalt 369.80 30 64 319 Y

Durham::Reservoir::14934 Byrd St Dead End Asphalt 100.96 28 70 484 Y

Durham::Reta Rd::11733 Duke Homestead Cul De Sac Asphalt 399.44 24 39 366 Y

Durham::Reta Rd::11748 Denise Rd Duke Homestead Rd Asphalt 410.03 30 74 282 Y

Durham::Reta Rd::11751 Winston Rd Denise Rd Asphalt 216.67 29 42 285 Y

Durham::Reta Rd::11752 N Duke St Winston Rd Asphalt 274.63 28 80 224 Y

Durham::Reta Rd::19594 N Duke St Winston Rd Asphalt 155.87 33 69 275 Y

Durham::Revere Rd::16650 E Nc 54 Hwy Haledon Cr Asphalt 173.28 35 85 236 Y

Durham::Revere Rd::16655 Haledon Cr Euclid Rd Asphalt 252.15 29 87 221 Y

Durham::Revere Rd::16680 Euclid Rd Goodyear Cr Asphalt 439.78 29 68 155 Y

Durham::Revere Rd::16686 Goodyear Cr Mccormick Rd Asphalt 117.27 28 66 175 Y

Durham::Revere Rd::16694 Mccormick Rd Goodyear Cr Asphalt 141.29 28 58 162 Y

Durham::Revere Rd::16720 Goodyear Cr Holmes Cr Asphalt 457.31 29 61 188 Y

Durham::Revere Rd::16733 Holmes Cr Holmes Cr Asphalt 143.33 27 52 169 Y

Durham::Revere Rd::16739 Holmes Cr Travis Cr Asphalt 224.95 29 63 252 Y

Durham::Revere Rd::16746 Travis Cr Milford Ln Asphalt 75.87 28 74 158 Y

Durham::Revere Rd::16752 Milford Ln Travis Cr Asphalt 81.63 28 73 163 Y

Durham::Revere Rd::16770 Travis Cr Braddock Cr Asphalt 356.94 30 67 201 Y

Durham::Revere Rd::16781 Braddock Cr Brentwood Rd Asphalt 136.82 28 58 340 Y

Durham::Revere Rd::16804 Brentwood Rd Seaton Rd Asphalt 272.89 30 85 185 Y

Durham::Revere Rd::16865 Seaton Rd Clermont Rd Asphalt 1485.63 29 87 138 Y

Durham::Revere Rd::16894 Clermont Rd Oliver Ln Asphalt 874.56 29 64 190 Y

Durham::Revere Rd::16912 Oliver Ln Larkspur Cr Asphalt 486.52 25 92 176 Y

Durham::Revere Rd::16920 Larkspur Cr Larkspur Cr Asphalt 485.67 28 92 200 Y

Durham::Revere Rd::16925 Larkspur Cr Radcliff Cr Asphalt 374.97 28 93 241 Y

Durham::Revere Rd::16934 Radcliff Cr Sedwick Rd Asphalt 457.65 30 87 260 Y

Durham::Revere Rd::16944 Sedwick Rd Deblyn Ct Asphalt 587.68 28 72 210 Y

Durham::Revere Rd::16960 Deblyn Ct Piperwood Ct Asphalt 521.90 29 84 234 Y

Durham::Revere Rd::18573 E Nc 54 Hwy Revere Rd Asphalt 259.54 18 82 800 Y

Durham::Revere Rd::18574 E Nc 54 Hwy Revere Rd Asphalt 298.93 20 83 303 Y

Durham::Revere Rd::19315 E Nc 54 Hwy Haledon Cr Asphalt 185.18 28 60 296 Y

Durham::Revere Rd::19316 E Nc 54 Hwy Haledon Cr Asphalt 48.26 38 74 138 Y

Durham::Reynolda C::11436 Golden Heather Dr Scottsdale St Asphalt 908.54 22 84 241 Y

Durham::Reynolda C::18017 Scottsdale St Cul‐De‐Sac Asphalt 539.36 20 92 231 Y

Durham::Reynolda C::18479 Scottsdale St Golden Heather Dr Asphalt 228.68 21 91 214 Y

Durham::Reynolds A::15654 Hope Valley Rd Hemsworth St Asphalt 381.85 28 16 379 Y

Durham::Reynolds A::15710 Hope Valley Rd Sheridan Dr Asphalt 275.99 20 47 257 Y

Durham::Reynolds A::15727 Hemsworth St Hope Valley Rd Asphalt 384.69 29 43 310 Y

Durham::Reynolds A::15733 Hemsworth St Austin Ct Asphalt 1493.25 28 92 215 Y

Durham::Reynolds A::15750 Courtland Dr Hemsworth St Asphalt 901.44 30 88 200 Y

Durham::Reynolds A::15753 Austin Ct Courtland Dr Asphalt 469.63 29 89 289 Y

Durham::Rhew Dr::11506 Wellington Dr Dead End Asphalt 426.26 22 91 372 Y

Durham::Rhew Dr::11524 Argonne Dr Wellington Dr Asphalt 396.50 27 37 203 Y

Durham::Rhododendr::11056 Vintage Hill Pw Loblolly Dr Asphalt 1232.95 29 93 190 Y

Durham::Rhododendr::17671 Vintage Hill Dr Grandwood Cir Asphalt 188.49 31 91 355 Y

Durham::Rhum Dr::17173 Crail Ct Kinross Ct Asphalt 242.31 22 84 343 Y

Durham::Rhum Dr::17177 Craig Rd Crail Ct Asphalt 245.39 22 83 307 Y

Durham::Rhygate Ct::16850 Stinhurst Dr Cul‐De‐Sac Asphalt 308.49 26 88 800 Y

Durham::Rhyn Ct::12041 Sundial Cir Cul‐De‐Sac Asphalt 542.54 21 11 518 Y

Durham::Riceland D::15420 Hulon Dr Corning Ct Asphalt 315.54 23 63 328 Y

Durham::Riceland D::15445 Corning Ct Klein Dr Asphalt 296.55 22 61 294 Y

Durham::Riceland D::15464 Klein Dr Cul De Sac Asphalt 459.76 22 82 232 Y

Durham::Rich St::15348 Hope Av Nash St Asphalt 353.48 29 28 216 Y

Durham::Richardson::19196 Fairmont St Cul‐De‐Sac Asphalt 340.40 26 69 310 Y

Durham::Richsand S::11929 Colewood Dr Dewitt St Asphalt 240.02 24 89 364 Y

Durham::Richwood R::11924 Amberwood Dr Newport Dr Asphalt 417.00 29 91 215 Y

Durham::Richwood R::11926 Newport Dr Pinewood Dr Asphalt 420.79 19 66 329 Y

Durham::Richwood R::11978 W Carver St Amberwood Dr Asphalt 672.94 28 88 231 Y

Durham::Ridge Rd::14263 W Cornwallis Rd Tryon Rd Asphalt 973.90 22 76 159 Y

Durham::Ridge Rd::14529 Gretmar Dr Harriman Rd Asphalt 352.49 23 70 188 Y

Durham::Ridge Rd::14732 Harriman Rd Tanglewood Dr Asphalt 1265.15 23 73 147 Y

Durham::Ridge Rd::17244 Tanglewood Dr Academy Ridge Dr Asphalt 280.05 23 60 256 Y

Durham::Ridge Rd::17245 Academy Ridge D Pickett Rd Asphalt 897.99 22 66 228 Y

Durham::Ridge Rd::18148 Tryon Rd Gretmar Dr Asphalt 604.36 23 54 156 Y

Durham::Ridge Rd::18149 Tryon Rd Gretmar Dr Asphalt 525.38 23 65 192 Y

Durham::Ridge Rd::18150 Tryon Rd Gretmar Dr Asphalt 371.11 23 77 173 Y

Durham::Ridge Rd::18805 Pickett Rd Cul‐De‐Sac Asphalt 93.84 44 37 800 Y

Durham::Ridge Rd::19545 Academy Ridge D Pickett Rd Asphalt 274.78 37 93 232 Y

Durham::Ridge Rd::19546 Academy Ridge D Pickett Rd Asphalt 175.58 34 91 195 Y

Durham::Ridge Rd::19547 Academy Ridge D Pickett Rd Asphalt 47.14 28 79 336 Y

Durham::Ridge Rd::19548 W Cornwallis Rd Tryon Rd Asphalt 88.17 54 48 304 Y

Durham::Ridge Wood::15925 Rockford Rd Kirby St Asphalt 445.64 19 100 197 Y

Durham::Ridgefield::16666 Farrington Rd Eastwind Pl Asphalt 583.84 30 91 305 Y

Durham::Ridgefield::16671 Eastwind Pl Huntingridge Rd Asphalt 334.43 33 93 349 Y

Durham::Ridgefield::16699 Huntingridge Rd Peaceful Pl Asphalt 640.16 31 90 374 Y

Durham::Ridgefield::16728 Peaceful Pl Knotty Pine Dr Asphalt 388.08 30 28 450 Y

Durham::Ridgestone::11455 Park Overlook D Cul De Sac Asphalt 274.74 28 71 199 Y

Durham::Ridgestone::11500 Rose Of Sharon Rd Park Overlook Dr Asphalt 1462.45 29 42 329 Y

Durham::Ridgeway A::14799 Mathison St Linwood Av Asphalt 335.83 31 90 222 Y

Durham::Ridgeway A::14930 Linwood Av Lakeland St Asphalt 1006.91 34 75 235 Y

Durham::Ridgeway A::14952 Lakeland St Sima Av Asphalt 253.25 28 41 563 Y

Durham::Ridgeway A::14983 Sima Av Wabash St Asphalt 349.33 29 71 351 Y

Durham::Ridgeway A::15059 Wabash St E Lawson St Asphalt 586.38 28 63 263 Y

Durham::Ridgeway A::15098 E Lawson St Dayton St Asphalt 351.35 29 86 286 Y

Durham::Ridgeway A::15174 Dayton St Truman St Asphalt 508.71 28 43 216 Y
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Durham::Ridgeway A::15244 Truman St End Of Street Asphalt 496.53 30 94 276 Y

Durham::Rigsbee Av::13325 W Corporation St W Geer St Asphalt 645.36 29 21 343 Y

Durham::Rigsbee Av::13375 Broadway St W Corporation St Asphalt 398.56 29 51 435 Y

Durham::Rigsbee Av::13419 Hunt St Broadway St Asphalt 321.61 40 63 318 Y

Durham::Rigsbee Av::13465 W Seminary Av Hunt St Asphalt 318.11 29 47 367 Y

Durham::Rigsbee Av::13531 W Morgan St W Seminary Av Asphalt 383.04 29 64 539 Y

Durham::Rigsbee Av::13607 E Chapel Hill St W Morgan St Asphalt 423.73 29 72 294 Y

Durham::Ringwood C::18976 Dardanelle Ln Cul‐De‐Sac Asphalt 350.98 20 19 727 Y

Durham::Ringwood C::18993 Tahoe Dr Dardanelle Ln Asphalt 764.12 20 21 332 Y

Durham::Rio Grande::18532 Hico Way Cul‐De‐Sac Asphalt 169.81 19 79 260 Y

Durham::Rippling S::11373 Old Harness Pl Hedgerow Pl Asphalt 605.99 30 99 177 Y

Durham::Rippling S::11394 Old Well St Old Harness Pl Asphalt 1055.69 30 100 171 Y

Durham::Rippling S::11403 Peppercorn St Old Well St Asphalt 335.00 30 100 228 Y

Durham::Rippling S::11407 Partridge St Peppercorn St Asphalt 220.00 29 100 314 Y

Durham::Rippling S::11416 N Roxboro St Old Farm Rd Asphalt 1464.01 31 73 303 Y

Durham::Rippling S::19572 N Roxboro St Old Farm Rd Asphalt 229.88 43 100 196 Y

Durham::Rippling S::19573 N Roxboro St Old Farm Rd Asphalt 210.43 37 100 152 Y

Durham::River Birc::12798 White Pine Dr Cul De Sac Asphalt 82.35 40 35 374 Y

Durham::River Birc::12801 White Pine Dr White Pine Dr Asphalt 35.66 34 34 272 Y

Durham::River Birc::12818 Constitution Dr White Pine Dr Asphalt 145.66 33 28 307 Y

Durham::River Birc::19464 Constitution Dr White Pine Dr Asphalt 134.14 36 37 555 Y

Durham::River Rock::17302 Elk River Dr Cul‐De‐Sac Asphalt 105.64 19 87 436 Y

Durham::River Rock::18043 End Of Street Elk River Dr Asphalt 166.42 28 68 714 Y

Durham::River Run::17648 Pump Station Ln River Run Rd Asphalt 1055.86 22 87 246 Y

Durham::Riverbark::15065 Gibson Rd Gibson Rd Asphalt 1772.38 29 91 159 Y

Durham::Riverland::17938 Hemlock Hill Dr Cul‐De‐Sac Asphalt 193.49 19 93 194 Y

Durham::Roane St::13228 Cheek Rd Dead End Asphalt 927.55 22 73 239 Y

Durham::Roanoke St::12161 Pecan Pl Cul‐De‐Sac Asphalt 85.33 24 36 336 Y

Durham::Roanoke St::12197 Orchard Wy Pecan Pl Asphalt 291.16 26 60 252 Y

Durham::Roanoke St::12262 Royal Dr Orchard Wy Asphalt 1035.59 25 81 225 Y

Durham::Roberson S::14437 Hart St E Main St Asphalt 584.23 17 93 246 Y

Durham::Robinhood::13279 Greenbriar Rd Cheek Rd Asphalt 397.64 27 29 267 Y

Durham::Robinhood::13315 Fairfax Rd Greenbriar Rd Asphalt 355.52 27 90 309 Y

Durham::Robinhood::13381 N Miami Bv Fairfax Rd Asphalt 798.61 28 43 231 Y

Durham::Robinhood::13386 Braxton St N Miami Bv Asphalt 607.92 28 59 285 Y

Durham::Robinwood::18860 Belgreen Rd Orindo Dr Asphalt 1982.24 22 87 227 Y

Durham::Rochelle S::13975 Junction Rd N Joyland St Asphalt 828.51 19 82 279 Y

Durham::Rochelle S::13989 N Joyland St N Adams St Asphalt 792.88 20 75 225 Y

Durham::Rochelle S::14003 N Adams St Woodcrest St Asphalt 508.47 19 89 243 Y

Durham::Rochelle S::14117 Woodcrest St Atka Ct Asphalt 879.17 30 83 201 Y

Durham::Rochelle S::14149 Atka Ct Salvone Ct Asphalt 153.92 28 82 256 Y

Durham::Rochelle S::14190 Salvone Ct Holloway St Asphalt 243.51 29 87 338 Y

Durham::Rochester::13265 Kern St Cheek Rd Asphalt 436.27 28 81 269 Y

Durham::Rochester::13296 Ellington St Kern St Asphalt 412.52 30 42 316 Y

Durham::Rock St::13996 Morehead Av Proctor St Asphalt 439.76 24 82 150 Y

Durham::Rock St::14059 Proctor St Cul‐De‐Sac Asphalt 253.52 24 48 550 Y

Durham::Rockford R::15921 Chowan Ave Ridge Wood St Asphalt 285.09 24 94 213 Y

Durham::Rockford R::15930 Ridge Wood St Kirby St Asphalt 345.50 22 100 266 Y

Durham::Rockford R::15938 Kirby St Lansing Ave Asphalt 233.99 23 100 284 Y

Durham::Rockford R::18828 Chowan Ave Ridge Wood St Asphalt 236.14 21 100 225 Y

Durham::Rockport D::17413 Cul‐De‐Sac Lenox Ln Asphalt 255.45 20 75 317 Y

Durham::Rockport D::17414 Lenox Ln Skybrook Ln Asphalt 634.24 22 58 432 Y

Durham::Rockwall G::17349 Morrell Ln Cul‐De‐Sac Asphalt 225.39 21 87 380 Y

Durham::Rockwood C::15156 Meade Ln Cul‐De‐Sac Asphalt 121.60 23 98 739 Y

Durham::Rocky Poin::11059 Moss Creek Ct Jupiter Hills Ct Asphalt 357.19 26 34 338 Y

Durham::Rocky Poin::11064 Jupiter Hills Ct Old Trail Dr Asphalt 224.25 28 92 308 Y

Durham::Rocky Poin::11066 Fairway Ln Moss Creek Ct Asphalt 429.56 27 95 175 Y

Durham::Rocky Spri::11947 Ferrand Rd Cohnwood Dr Asphalt 417.08 17 21 306 Y

Durham::Rocky Spri::11951 Cohnwood Dr Freemont Rd Asphalt 508.85 16 29 356 Y

Durham::Rocky Spri::11955 Freemont Rd Newquay St Asphalt 447.79 19 26 384 Y

Durham::Rocky Spri::11957 Newquay St Sparger Rd Asphalt 452.35 20 86 148 Y

Durham::Rocky Spri::19402 Ferrand Rd Cohnwood Dr Asphalt 107.37 28 36 547 Y

Durham::Rockywalk::18111 Valleymede Dr Fenwick Pkwy Asphalt 1080.96 20 93 183 Y

Durham::Rolando Dr::17927 Matterhorn Rd Renaissance Pkwy Asphalt 288.90 33 89 347 Y

Durham::Rolling Hi::14681 End Of Phase Tanglewood Dr Asphalt 682.21 25 33 366 Y

Durham::Rolling Hi::14740 Tanglewood Dr Dead End Asphalt 426.02 25 40 348 Y

Durham::Rolling Hi::18462 Pathwood Ln End Of Phase Asphalt 553.54 22 94 181 Y

Durham::Rolling Me::16357 Cul‐De‐Sac Bonham Ct Asphalt 456.02 25 29 195 Y

Durham::Rolling Me::16361 Bonham Ct Appling Wy Asphalt 222.65 24 63 225 Y

Durham::Rolling Pi::16129 Ambassador Dr Methodist St Asphalt 700.71 20 70 194 Y

Durham::Rolling Pi::16189 Methodist St Drewry St Asphalt 655.55 18 50 159 Y

Durham::Rolling Pi::16273 Drewry St Arden Ln Asphalt 716.68 18 70 273 Y

Durham::Rolling Pi::16322 Arden Ln Lumley Rd Asphalt 457.42 19 61 203 Y

Durham::Rollingvie::16574 Rollingwood Dr Cul‐De‐Sac Asphalt 169.67 24 28 417 Y

Durham::Rollingwoo::16548 Highgate Dr Barwinds Cr Asphalt 1068.69 30 85 228 Y

Durham::Rollingwoo::16565 Barwinds Cr Hemming Wy Asphalt 1026.61 28 91 270 Y

Durham::Rollingwoo::16573 Hemming Wy Rollingview Ct Asphalt 531.73 29 83 252 Y

Durham::Rollingwoo::16579 Rollingview Ct Sir Gawain Wy Asphalt 576.01 29 93 302 Y

Durham::Rollingwoo::16583 Sir Gawain Wy W Hw 54 Asphalt 281.11 27 79 380 Y

Durham::Rollingwoo::19395 Sir Gawain Wy W Hw 54 Asphalt 107.88 35 67 514 Y

Durham::Rollingwoo::19396 Sir Gawain Wy W Hw 54 Asphalt 58.88 38 81 356 Y

Durham::Rondelay D::17740 Cul‐De‐Sac Weathervane Dr Asphalt 170.79 22 100 189 Y

Durham::Rondelay D::18195 Ashburn Ln Conover Rd Asphalt 729.54 28 100 125 Y

Durham::Rondelay D::18196 Conover Rd 410 Rondelay Dr Asphalt 361.23 28 99 118 Y

Durham::Rondelay D::18228 Weathervane Dr Ashburn Ln Asphalt 336.14 24 100 219 Y

Durham::Roney St::13469 Morris St Hunt St Asphalt 848.24 24 100 221 Y
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Durham::Roosevelt::15406 Fayetteville St Lane St Asphalt 687.78 31 85 225 Y

Durham::Rosaline L::18916 Juliette Dr Juliette Dr Asphalt 577.16 26 91 267 Y

Durham::Rosaline L::18917 Juliette Dr Cul‐De‐Sac Asphalt 778.52 26 88 286 Y

Durham::Rose Bay C::19083 Tahoe Dr Cul‐De‐Sac Asphalt 300.49 22 20 257 Y

Durham::Rose Brook::16395 Shady Creek Dr Cul‐De‐Sac Asphalt 257.47 24 76 365 Y

Durham::Rosebriar::11498 Rose Petal Dr Rosewood Dr Asphalt 452.95 24 91 195 Y

Durham::Rosebriar::11499 Rosewood Dr Rose Of Sharon Rd Asphalt 551.64 25 94 168 Y

Durham::Rosebriar::17605 Rosewood Dr Rose Petal Dr Asphalt 824.34 24 43 232 Y

Durham::Rosebud Ln::18390 Golden Eagle Dr Golden Eagle Dr Asphalt 812.23 23 82 265 Y

Durham::Rosedale A::14073 Morehead Av Halley St Asphalt 908.69 30 81 168 Y

Durham::Rosedale A::14171 Halley St Gunter St Asphalt 392.95 30 94 403 Y

Durham::Rosedale A::14288 Gunter St W Lakewood Ave Asphalt 702.15 32 79 264 Y

Durham::Rosedale A::14501 Bivins St High St Asphalt 560.74 29 86 299 Y

Durham::Rosedale A::14607 High St Wallace St Asphalt 515.82 31 94 187 Y

Durham::Rosedale A::14690 Wallace St Ward St Asphalt 378.79 27 79 274 Y

Durham::Rosedale A::17501 Cliff St Sycamore St Asphalt 437.60 29 99 235 Y

Durham::Rosedale C::18545 Gaston Manor Dr Cul‐De‐Sac Asphalt 227.81 32 94 153 Y

Durham::Rosedale C::18546 Dickson Mill Ln Gaston Manor Dr Asphalt 597.05 28 95 192 Y

Durham::Rosedale C::18550 Axelwood Ln Farintosh Valley Ln Asphalt 1173.73 30 87 173 Y

Durham::Rosedale C::18551 Farintosh Valley Ln Dickson Mill Ln Asphalt 466.50 27 93 178 Y

Durham::Rosedale C::18821 Del Webb Arbors Dr Axelwood Ln Asphalt 205.65 30 88 329 Y

Durham::Rosedawn C::17415 Skybrook Ln Cul‐De‐Sac Asphalt 133.13 19 78 440 Y

Durham::Rosehill A::12840 W Knox St Englewood Av Asphalt 769.47 29 92 294 Y

Durham::Rosehill A::12927 Green St W Knox St Asphalt 607.50 26 9 462 Y

Durham::Rosehill A::13000 Hillsborough Rd Green St Asphalt 567.32 26 92 242 Y

Durham::Roseland A::11150 Dittmar Dr Crestview Dr Asphalt 968.11 18 88 133 Y

Durham::Rosemary A::12548 Winters Ln Sprunt Av Asphalt 515.70 30 62 207 Y

Durham::Rosemeade::17827 Rosemeade Pl Cul‐De‐Sac Asphalt 134.68 24 53 474 Y

Durham::Rosemont P::18631 Dulaire Dr Cul‐De‐Sac Asphalt 548.30 20 95 286 Y

Durham::Rosemont P::18632 Queensbury Cir Dulaire Dr Asphalt 226.60 18 95 209 Y

Durham::Rosetta Dr::13239 Edward St E Trinity Av Asphalt 681.62 27 57 352 Y

Durham::Rosetta Dr::13270 E Geer St Edward St Asphalt 343.68 27 30 528 Y

Durham::Rosewood C::11509 Debonair Cr Rosebriar Dr Asphalt 267.97 18 87 252 Y

Durham::Rosewood C::11530 Rosebriar Dr Debonair Cr Asphalt 1971.51 17 41 186 Y

Durham::Rosewood C::19581 Debonair Cr Rosebriar Dr Asphalt 188.10 23 67 177 Y

Durham::Rosewood S::14990 Fleetwood St E Lawson St Asphalt 670.05 27 90 301 Y

Durham::Rosewood S::15067 E Lawson St Dayton St Asphalt 549.52 25 41 617 Y

Durham::Rosewood S::15207 Dayton St End Of Street Asphalt 1014.77 29 39 347 Y

Durham::Ross Rd::13864 Junction Rd Melbourne St Asphalt 1000.44 17 76 212 Y

Durham::Ross Rd::13865 Melbourne St N Adams St Asphalt 448.57 16 61 292 Y

Durham::Ross Rd::13869 N Adams St Idlewood Dr Asphalt 806.43 16 61 212 Y

Durham::Ross Rd::13875 Idlewood Dr Belmont Dr Asphalt 459.10 16 64 173 Y

Durham::Ross Rd::13878 Belmont Dr Charlestown Rd Asphalt 554.77 16 87 209 Y

Durham::Ross Rd::13879 Fountain St Chandler Rd Asphalt 196.43 16 66 203 Y

Durham::Ross Rd::13884 Charlestown Rd Princess Anne Dr Asphalt 417.73 16 59 307 Y

Durham::Ross Rd::13885 Alcona Av Fountain St Asphalt 335.25 16 69 191 Y

Durham::Ross Rd::13886 Princess Anne Dr Kilarney Dr Asphalt 245.46 16 44 202 Y

Durham::Ross Rd::13890 Kilarney Dr Fernando St Asphalt 251.05 16 71 195 Y

Durham::Ross Rd::13891 Fernando St Joel Ct Asphalt 115.62 16 46 368 Y

Durham::Ross Rd::13892 Joel Ct Alcona Av Asphalt 473.35 16 68 194 Y

Durham::Ross Rd::19612 Fountain St Chandler Rd Asphalt 126.07 22 83 349 Y

Durham::Roswell Ct::15886 Westchester Rd Cul De Sac Asphalt 142.66 24 32 800 Y

Durham::Round Rock::18291 Plano Dr Cul‐De‐Sac Asphalt 520.70 20 94 259 Y

Durham::Round Rock::18293 Northern Durham Pkwy Plano Dr Asphalt 266.27 27 92 384 Y

Durham::Round Spri::11335 Lazyriver Dr Cul‐De‐Sac Asphalt 667.89 23 30 422 Y

Durham::Roundhouse::18197 Keystone Park Dr County Line Asphalt 324.17 24 52 438 Y

Durham::Roundhouse::18219 Keystone Park Dr End Of Street Asphalt 124.08 24 84 354 Y

Durham::Roundhouse::19337 Keystone Park Dr End Of Street Asphalt 120.97 24 74 405 Y

Durham::Rowemont D::11754 Cairn Ct Tartan Ct Asphalt 411.63 29 29 375 Y

Durham::Rowemont D::11756 Tartan Ct Glasgow St Asphalt 406.63 28 90 216 Y

Durham::Rowemont D::11760 Glasgow St Britt St Asphalt 442.76 36 67 268 Y

Durham::Rowemont D::11762 Britt St Hermine St Asphalt 458.01 20 94 181 Y

Durham::Rowemont D::11766 Mcbenson Pl Cairn Ct Asphalt 251.39 30 32 414 Y

Durham::Rowemont D::11772 Glasgow St Mcbenson Pl Asphalt 407.13 30 22 408 Y

Durham::Rowemont D::11777 Stadium Dr Chanter Ct Asphalt 293.28 30 25 382 Y

Durham::Rowemont D::11778 Chanter Ct Glasgow St Asphalt 280.78 29 25 400 Y

Durham::Rowena Ave::15155 East End Av Checkerberry Ln Asphalt 1137.80 21 63 214 Y

Durham::Rowena Ave::15336 Checkerberry Ln Carter Av Asphalt 1544.69 21 68 263 Y

Durham::Royal Dr::12261 Roanoke St Wiley Av Asphalt 322.81 23 68 240 Y

Durham::Ruby Ridge::14584 Wedgedale Ave S Woodcrest St Asphalt 1707.99 29 73 252 Y

Durham::Ruby St::12477 N Duke St End Of Street Asphalt 1091.12 27 91 256 Y

Durham::Ruby St::12496 Woodview Dr N Duke St Asphalt 472.47 30 49 392 Y

Durham::Ruby St::12508 Ruffin St Woodview Dr Asphalt 383.41 29 80 237 Y

Durham::Ruby St::12537 Washington St Ruffin St Asphalt 661.39 28 93 208 Y

Durham::Ruby St::12540 Northgate St Washington St Asphalt 458.49 27 77 352 Y

Durham::Ruffin St::12426 East Hudson Av Glendale Av Asphalt 202.01 29 33 432 Y

Durham::Ruffin St::12478 Colgate St East Hudson Av Asphalt 510.28 31 92 199 Y

Durham::Ruffin St::12507 Ruby St Colgate St Asphalt 293.85 29 90 303 Y

Durham::Ruffin St::12545 End Of Street Ruby St Asphalt 285.99 29 70 350 Y

Durham::Ruffin St::12622 Hildreth Ave End Of Street Asphalt 76.27 28 94 571 Y

Durham::Ruffin St::12650 Linfield Dr Hildreth Av Asphalt 349.34 29 89 171 Y

Durham::Ruffin St::12701 W Club Blvd Linfield Dr Asphalt 357.09 28 93 397 Y

Durham::Ruffin St::12762 Englewood Av W Club Bv Asphalt 535.36 26 58 467 Y

Durham::Ruffin St::12802 Englewood Av Englewood Av Asphalt 228.97 27 88 575 Y

Durham::Ruffin St::12886 W Knox St Englewood Av Asphalt 659.15 25 93 454 Y

Durham::Ruffin St::12924 Demerius St W Knox St Asphalt 299.50 24 94 429 Y
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Durham::Ruffin St::12978 Green St Demerius St Asphalt 208.22 27 88 494 Y

Durham::Ruffin St::19517 Green St Demerius St Asphalt 191.15 28 94 372 Y

Durham::Rugby Rd::15994 Dover Rd Plymouth Rd Asphalt 389.82 26 56 194 Y

Durham::Rugby Rd::16002 Bristol Rd Trafalgar Pl Asphalt 1609.36 22 58 228 Y

Durham::Rugby Rd::16003 Plymouth Rd Bristol Rd Asphalt 574.03 24 50 246 Y

Durham::Rugby Rd::16026 Darwin Rd Leeds Ln Asphalt 282.82 23 64 173 Y

Durham::Rugby Rd::16168 Kimberly Dr Hope Valley Rd Asphalt 900.80 22 77 169 Y

Durham::Rugby Rd::19778 Leeds Ln Kimberly Dr Asphalt 2921.36 21 42 210 Y

Durham::Ruggles St::11661 Chalk Level Rd Penzance Av Asphalt 515.54 30 86 269 Y

Durham::Rummel St::14302 Holloway St Wedgedale Av Asphalt 527.21 29 90 235 Y

Durham::Running Br::16519 Mine Bluff Ct Cul‐De‐Sac Asphalt 216.67 26 68 339 Y

Durham::Running Br::16520 Highgate Dr Mine Bluff Ct Asphalt 227.70 27 80 350 Y

Durham::Rush Ct::15858 Ludgate Dr Cul‐De‐Sac Asphalt 290.10 24 29 431 Y

Durham::Rustic Woo::16999 Whisperwood Dr Haventree Rd Asphalt 1764.67 29 75 245 Y

Durham::Rustic Woo::17006 Haventree Rd Cul De Sac Asphalt 174.95 28 41 446 Y

Durham::Rustica Dr::15877 S Alston Ave Magnolia Tree Ln Asphalt 654.01 24 77 247 Y

Durham::Rustica Dr::18537 Magnolia Tree Ln Lowe Wood Ct Asphalt 125.50 21 82 366 Y

Durham::Rustica Dr::18539 S Alston Ave Magnolia Tree Ln Asphalt 33.17 36 95 516 Y

Durham::Rustica Dr::18659 Lowe Wood Ct Cul‐De‐Sac Asphalt 153.36 21 95 406 Y

Durham::Rustica Dr::19692 S Alston Ave Magnolia Tree Ln Asphalt 40.19 37 87 800 Y

Durham::Rutherford::13004 Bolton St Hillsborough Rd Asphalt 31.51 34 83 618 Y

Durham::Rutherford::13149 W Main St Bolton St Asphalt 410.98 33 69 357 Y

Durham::Rutherford::19419 W Main St Bolton St Asphalt 482.49 28 69 339 Y

Durham::Rutherford::19420 W Main St Bolton St Asphalt 117.32 34 82 418 Y

Durham::Rutherford::19421 W Main St Bolton St Asphalt 42.79 25 89 343 Y

Durham::Ryan St::11608 N Roxboro St Monk Rd Asphalt 1793.07 21 71 323 Y

Durham::Ryan St::19599 N Roxboro St Monk Rd Asphalt 169.04 22 80 629 Y

Durham::S Adams St::14226 N Adams St Tuckawanna Av Asphalt 460.95 31 88 195 Y

Durham::S Adams St::14296 Tuckawanna Av Wedgedale Av Asphalt 464.29 30 77 287 Y

Durham::S Adams St::14396 Kincaid Ct Cul‐De‐Sac Asphalt 161.66 30 66 327 Y

Durham::S Adams St::17473 Wedgedale Ave Big Twig Ln Asphalt 243.90 30 26 428 Y

Durham::S Adams St::17474 Wedgedale Av Kincaid Ct Asphalt 413.72 29 40 324 Y

Durham::S Benjamin::14368 E Main St Harvard Av Asphalt 470.53 26 63 165 Y

Durham::S Benjamin::14482 Harvard Av Sater St Asphalt 655.24 28 83 184 Y

Durham::S Benjamin::14621 Sater St E Ashe St Asphalt 695.55 27 80 280 Y

Durham::S Berrymea::13945 Thistlerock Ln Cul De Sac Asphalt 462.52 23 34 333 Y

Durham::S Blacknal::14365 N Blacknall St Angier Av Asphalt 456.54 28 94 190 Y

Durham::S Briggs A::14428 Keats Ave Hart St Asphalt 452.60 26 74 243 Y

Durham::S Briggs A::14510 Hart St Harvard Av Asphalt 432.56 25 93 353 Y

Durham::S Briggs A::14564 Harvard Av E Ashe St Asphalt 256.77 26 73 426 Y

Durham::S Briggs A::14676 E Ashe St Angier Ave Asphalt 525.80 27 51 422 Y

Durham::S Briggs A::15265 E Lawson St Person St Asphalt 1429.94 41 92 103 Y

Durham::S Briggs A::15496 Person St Person St Asphalt 2564.46 41 92 123 Y

Durham::S Briggs A::15627 Person St Adams Rd Asphalt 2201.78 41 55 138 Y

Durham::S Briggs A::18284 Adams Rd Riddle Rd Asphalt 141.44 41 46 710 Y

Durham::S Briggs A::18380 E Main St Keats Ave Asphalt 212.88 26 86 430 Y

Durham::S Briggs A::19841 E Lawson St Person St Asphalt 335.67 61 85 154 Y

Durham::S Buchanan::13372 W Main St Maxwell Av Asphalt 343.66 27 86 247 Y

Durham::S Buchanan::13416 Maxwell Av Durham Freeway Asphalt 330.43 26 81 213 Y

Durham::S Buchanan::13424 N Durham Freeway S Durham Freeway Asphalt 76.76 24 94 128 Y

Durham::S Buchanan::13446 Durham Freeway Wilkerson Av Asphalt 190.47 24 88 287 Y

Durham::S Buchanan::13526 Wilkerson Av Burch Av Asphalt 455.95 24 78 222 Y

Durham::S Buchanan::13583 Burch Av Exum St Asphalt 243.03 30 88 221 Y

Durham::S Buchanan::13616 Exum St W Chapel Hill St Asphalt 157.82 39 90 216 Y

Durham::S Buchanan::13695 W Chapel Hill St Jackson St Asphalt 484.86 22 38 686 Y

Durham::S Buchanan::13776 Jackson St Yancey St Asphalt 539.84 23 90 134 Y

Durham::S Buchanan::13935 Morehead Ave End Of Street Concrete 219.21 10 38 547 Y

Durham::S Buchanan::19416 W Main St Maxwell Av Asphalt 69.46 43 69 222 Y

Durham::S Buchanan::19417 W Main St Maxwell Av Asphalt 137.79 52 79 395 Y

Durham::S Buchanan::19457 Burch Av Exum St Asphalt 95.22 38 89 184 Y

Durham::S Corcoran::13739 W Ramseur St W Main St Asphalt 278.76 28 61 386 Y

Durham::S Corcoran::13745 W Pettigrew St W Ramseur St Asphalt 175.07 46 90 710 Y

Durham::S Dillard::13950 E Main St E Ramseur St Asphalt 473.10 34 64 327 Y

Durham::S Dillard::13965 S Roxboro St S Mangum St Asphalt 665.92 36 90 187 Y

Durham::S Dillard::14024 E Ramseur St E Pettigrew St Asphalt 125.18 57 75 787 Y

Durham::S Dillard::14031 E Pettigrew St S Roxboro St Asphalt 457.02 37 22 590 Y

Durham::S Dillard::18829 E Pettigrew St E Pettigrew St Asphalt 450.22 33 95 294 Y

Durham::S Dillard::19630 E Ramseur St E Pettigrew St Asphalt 166.40 38 46 695 Y

Durham::S Dillard::19631 E Ramseur St E Pettigrew St Asphalt 98.71 38 82 532 Y

Durham::S Driver S::14433 E Main St Hart St Asphalt 585.86 39 76 185 Y

Durham::S Driver S::14523 Hart St Ashe St Asphalt 473.18 40 47 366 Y

Durham::S Driver S::14583 Ashe St Angier Av Asphalt 315.40 38 64 321 Y

Durham::S Driver S::14733 Angier Av E Peabody St Asphalt 835.99 28 80 257 Y

Durham::S Driver S::14759 End Of Street E Pettigrew St Asphalt 157.42 32 63 419 Y

Durham::S Elizabet::13982 E Main St E Ramseur St Asphalt 692.67 25 100 229 Y

Durham::S Elm St::14169 E Main St Dale St Asphalt 258.95 29 37 342 Y

Durham::S Elm St::14184 Dale St Angier Av Asphalt 360.87 29 27 325 Y

Durham::S Elm St::14207 Angier Av Walker St Asphalt 364.67 25 93 414 Y

Durham::S Elm St::14222 Walker St Henderson St Asphalt 183.12 18 79 520 Y

Durham::S Elm St::14239 Henderson St E Ramseur St Asphalt 220.68 17 93 412 Y

Durham::S Goley St::14453 Angier Av Cross St Asphalt 433.38 21 51 408 Y

Durham::S Guthrie::14430 E Main St Hart St Asphalt 585.02 28 81 173 Y

Durham::S Guthrie::14541 Hart St Harvard Av Asphalt 540.65 27 83 220 Y

Durham::S Guthrie::14554 Harvard Av Ashe St Asphalt 67.29 22 66 552 Y

Durham::S Guthrie::14647 Ashe St Angier Av Asphalt 430.02 22 50 275 Y

Durham::S Holman S::14344 E Main St Angier Av Asphalt 458.47 25 91 146 Y
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Durham::S Holman S::14375 Angier Av Morven Pl Asphalt 207.39 24 39 279 Y

Durham::S Holman S::14446 Morven Pl Dead End Asphalt 449.58 25 36 211 Y

Durham::S Hoover R::14451 S Miami Bv S Felix St Asphalt 546.45 22 59 207 Y

Durham::S Hoover R::14832 Ashe St Boone St Asphalt 2257.60 22 92 256 Y

Durham::S Hoover R::14836 Boone St Angier Av Asphalt 49.38 47 59 712 Y

Durham::S Hoover R::17577 Holloway St Liberty St Asphalt 502.88 25 36 288 Y

Durham::S Hoover R::17578 Liberty St Harvard Ave Asphalt 454.22 21 38 148 Y

Durham::S Hoover R::17579 N HOOVER RD end of street 55.76 19 ‐1 ‐1 N Unpaved

Durham::S Hoover R::18004 Felix St Sater St Asphalt 272.75 22 68 139 Y

Durham::S Hoover R::18005 Sater St Ashe St Asphalt 655.06 22 65 154 Y

Durham::S Hoover R::19353 Ashe St Boone St Asphalt 456.82 35 95 214 Y

Durham::S Hyde Par::14472 E Main St Angier Av Asphalt 639.28 30 84 187 Y

Durham::S Indiancr::14122 Armitage Dr Cul‐De‐Sac Asphalt 443.48 23 47 284 Y

Durham::S Joyland::14186 Holloway St Tuckawanna Av Asphalt 463.07 30 71 200 Y

Durham::S Joyland::14261 Tuckawanna Av Wedgedale Av Asphalt 461.58 31 76 224 Y

Durham::S Lasalle::12730 N Lasalle St Durham Freeway Asphalt 407.45 38 38 281 Y

Durham::S Lasalle::12741 Durham Freeway Durham Freeway Concrete 107.06 38 90 181 Y

Durham::S Lasalle::12815 Durham Freeway Blue Crest Ln Asphalt 404.93 36 41 253 Y

Durham::S Lasalle::12849 Blue Crest Ln Blue Crest Ln Asphalt 276.50 36 42 130 Y

Durham::S Lasalle::12877 Kangaroo Dr Blue Crest Ln Asphalt 217.39 38 33 154 Y

Durham::S Lasalle::12940 Kangaroo Dr Sweeney Dr Asphalt 226.39 37 29 273 Y

Durham::S Lasalle::12974 Sweeney Dr Mcqueen Dr Asphalt 288.96 38 33 237 Y

Durham::S Lasalle::13054 Mcqueen Dr Campus Walk Av Asphalt 251.65 38 29 212 Y

Durham::S Lasalle::13068 S Lasalle St Brown Av Asphalt 53.95 36 49 517 Y

Durham::S Lasalle::13153 N Lasalle St Erwin Rd Asphalt 796.92 38 32 190 Y

Durham::S Lasalle::19527 Durham Freeway Blue Crest Ln Asphalt 343.54 35 35 141 Y

Durham::S Lasalle::19528 Kangaroo Dr Sweeney Dr Asphalt 219.11 53 28 263 Y

Durham::S Lasalle::19529 Mcqueen Dr Campus Walk Av Asphalt 236.26 47 31 179 Y

Durham::S Lasalle::19530 N Lasalle St Erwin Rd Asphalt 255.87 47 49 323 Y

Durham::S Maple St::14441 E Main St Hart St Asphalt 482.44 28 36 472 Y

Durham::S Maple St::14479 Hart St Ashe St Asphalt 237.28 28 40 301 Y

Durham::S Maple St::14507 Ashe St Angier Av Asphalt 153.18 27 50 689 Y

Durham::S Nipper C::12053 Nellowood St Olive Pl Asphalt 426.81 22 27 356 Y

Durham::S Nipper C::12059 Olive Pl Cul‐De‐Sac Asphalt 166.93 26 68 449 Y

Durham::S Plum St::14450 E Main St Angier Av Asphalt 495.58 22 87 278 Y

Durham::S Plum St::14519 Angier Av Vale St Asphalt 385.82 36 79 228 Y

Durham::S Plum St::14637 Vale St E Pettigrew St Asphalt 596.97 37 64 274 Y

Durham::S Plum St::14957 Sima Av Wabash St Asphalt 680.15 36 37 537 Y

Durham::S Plum St::15044 Wabash St E Lawson St Asphalt 712.27 36 90 216 Y

Durham::S Plum St::15299 E Lawson St End Of Street Asphalt 1861.38 35 40 403 Y

Durham::S Poston C::15300 Cottonwood Dr Cul De Sac Asphalt 289.47 22 54 218 Y

Durham::S Queen St::17868 E Peabody St E Ramseur St Asphalt 84.52 28 74 800 Y

Durham::S Queen St::17870 E Main St E Peabody St Asphalt 313.66 29 83 268 Y

Durham::S Riverdal::11364 Umstead Rd Clover Hill Pl Asphalt 688.25 21 65 191 Y

Durham::S Riverdal::11393 Clover Hill Pl Hillock Pl Asphalt 685.69 20 92 160 Y

Durham::S Riverdal::11415 Hillock Pl Cul‐De‐Sac Asphalt 1131.02 21 62 212 Y

Durham::S Roxboro::14241 Mangum‐Roxboro Connector Hillside Av Asphalt 276.52 58 81 222 Y

Durham::S Roxboro::14283 Hillside Av Chestnut St Asphalt 180.39 36 95 160 Y

Durham::S Roxboro::14394 Chestnut St Beamon St Asphalt 528.33 35 91 151 Y

Durham::S Roxboro::14475 E Piedmont Av E Enterprise St Asphalt 244.21 36 93 224 Y

Durham::S Roxboro::14551 E Enterprise St E Umstead St Asphalt 347.84 37 93 170 Y

Durham::S Roxboro::14671 E Umstead St Lodge St Asphalt 588.63 29 95 201 Y

Durham::S Roxboro::14720 Lodge St Dunstan Av Asphalt 326.85 30 65 310 Y

Durham::S Roxboro::14727 Dunstan Av Bond St Asphalt 63.86 32 93 351 Y

Durham::S Roxboro::14762 Bond St Moline St Asphalt 242.62 32 95 152 Y

Durham::S Roxboro::14823 Moline St Erie St Asphalt 486.24 32 94 262 Y

Durham::S Roxboro::14902 Erie St W Lawson St Asphalt 575.36 33 87 257 Y

Durham::S Roxboro::14912 W Lawson St E Lawson St Asphalt 57.67 33 95 479 Y

Durham::S Roxboro::14963 E Lawson St South St Asphalt 582.27 35 94 295 Y

Durham::S Roxboro::15033 Masondale Ave W Alton St Asphalt 806.30 28 81 168 Y

Durham::S Roxboro::15061 W Alton St Normandy St Asphalt 303.51 29 89 391 Y

Durham::S Roxboro::15189 Normandy St Summit St Asphalt 1052.06 29 80 179 Y

Durham::S Roxboro::15853 Cul‐De‐Sac Martin Luther King Jr Pkwy Asphalt 549.40 75 73 197 Y

Durham::S Roxboro::15971 Ramblewood Ave Thaxton Pl Asphalt 1062.58 69 100 124 Y

Durham::S Roxboro::16008 Thaxton Pl Carlton Crossing Dr Asphalt 729.99 71 100 131 Y

Durham::S Roxboro::16047 Carlton Crossing Dr Gaithers Pointe Dr Asphalt 692.39 66 100 132 Y

Durham::S Roxboro::16078 Gaithers Pointe Dr Linden Oaks Av Asphalt 724.29 53 100 123 Y

Durham::S Roxboro::16132 Linden Oaks Av Carlton Crossing Dr Asphalt 909.99 58 99 128 Y

Durham::S Roxboro::16164 Carlton Crossing Dr Kettering Dr Asphalt 492.61 59 99 159 Y

Durham::S Roxboro::16182 Kettering Dr Valley Ridge Dr Asphalt 482.79 50 99 115 Y

Durham::S Roxboro::16236 Valley Ridge Dr Blakeford Dr Asphalt 443.33 56 100 135 Y

Durham::S Roxboro::16262 Blakeford Dr Vistawood Wy Asphalt 324.99 57 100 120 Y

Durham::S Roxboro::16319 Vistawood Wy Greenview Dr Asphalt 766.56 50 100 107 Y

Durham::S Roxboro::16325 Greenview Dr Eagle Ridge Ct Asphalt 251.14 54 100 106 Y

Durham::S Roxboro::16354 Eagle Ridge Ct Oakbrook Dr Asphalt 667.21 58 99 130 Y

Durham::S Roxboro::16391 Oakbrook Dr Heatherwood Ln Asphalt 1204.51 52 100 138 Y

Durham::S Roxboro::16413 Heatherwood Ln Shady Creek Dr Asphalt 1218.56 54 100 102 Y

Durham::S Roxboro::16430 Shady Creek Dr Hope Valley Rd Asphalt 408.62 62 99 190 Y

Durham::S Roxboro::18386 Martin Luther King Jr Pkwy Grey Elm Trl Asphalt 916.10 73 99 170 Y

Durham::S Roxboro::18387 Grey Elm Trl Ramblewood Ave Asphalt 581.35 72 100 145 Y

Durham::S Roxboro::18815 Beamon St S Roxboro St Asphalt 192.97 36 95 165 Y

Durham::S Roxboro::19248 Cul‐De‐Sac Martin Luther King Jr Pkwy Asphalt 439.93 76 76 230 Y

Durham::S Roxboro::19287 E Umstead St Lodge St Asphalt 109.00 36 84 216 Y

Durham::S Roxboro::19288 Cypress Ct Beamon St Asphalt 121.85 34 89 162 Y

Durham::S Roxboro::19289 Hillside Av Chestnut St Asphalt 116.08 47 82 234 Y

Durham::S Roxboro::19292 Masondale Ave W Alton St Asphalt 202.62 36 85 195 Y
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Durham::S Roxboro::19293 Normandy St Summit St Asphalt 145.99 44 80 227 Y

Durham::S Roxboro::19294 Normandy St Summit St Asphalt 152.49 63 66 390 Y

Durham::S Roxboro::19825 Shady Creek Dr Hope Valley Rd Asphalt 326.38 51 100 229 Y

Durham::S Roxboro::19826 Valley Ridge Dr Blakeford Dr Asphalt 423.75 61 100 197 Y

Durham::S Singing::11362 Omega Rd Cul De Sac Asphalt 536.23 26 34 253 Y

Durham::S Woodcres::14323 Holloway St Wedgedale Av Asphalt 915.94 30 88 198 Y

Durham::S Woodcres::18012 Wedgedale Ave Ruby Ridge Rd Asphalt 2013.93 22 44 199 Y

Durham::S Woodcres::19657 Wedgedale Ave Ruby Ridge Rd Asphalt 979.03 29 64 244 Y

Durham::Sabre Ct::16245 Wood Valley Ct Cul‐De‐Sac Asphalt 98.30 32 35 785 Y

Durham::Saddle Cre::13437 Gladstone Dr Bevington Ln Asphalt 657.17 20 45 356 Y

Durham::Saddle Rid::11425 Old Well St Whippoorwill St Asphalt 971.19 29 100 128 Y

Durham::Saddlewood::16518 Cul‐De‐Sac Highgate Dr Asphalt 537.84 26 90 203 Y

Durham::Sagar Ct::16479 Pageford Dr Cul‐De‐Sac Asphalt 263.27 22 62 562 Y

Durham::Sagebrush::17454 Cedar Grove Dr Cul‐De‐Sac Asphalt 492.72 21 45 291 Y

Durham::Sagebrush::17483 Lumley Rd Cedar Grove Dr Asphalt 444.14 28 75 191 Y

Durham::Sagerview::18244 South Bend Dr Misty Pond Ct Asphalt 884.33 22 93 280 Y

Durham::Sagerview::18245 Dead End South Bend Dr Asphalt 188.95 22 93 336 Y

Durham::Sagerview::18248 Misty Pond Ct South Bend Dr Asphalt 395.35 23 95 275 Y

Durham::Sagewood P::11620 Trail Wood Dr Cul De Sac Asphalt 482.99 28 84 212 Y

Durham::Saint Andr::15610 Hope Valley Rd Cul‐De‐Sac Asphalt 476.73 29 79 218 Y

Durham::Saint Andr::19564 Hope Valley Rd Cul‐De‐Sac Asphalt 153.53 38 82 137 Y

Durham::Salem St::14643 Angier Av #35 Aly Asphalt 112.74 24 65 588 Y

Durham::Salem St::14750 #35 Alley E Peabody St Asphalt 714.97 22 87 168 Y

Durham::Salwood Ln::17912 Lakeview Rd Cul‐De‐Sac Asphalt 415.61 20 86 320 Y

Durham::Salzburg C::18255 Summer Storm Dr Cul‐De‐Sac Asphalt 121.12 22 91 427 Y

Durham::Sameer Ct::16502 Pageford Dr Cul‐De‐Sac Asphalt 317.87 18 44 615 Y

Durham::Samoa Ct::12051 Cul‐De‐Sac Duluth St Asphalt 369.40 20 61 203 Y

Durham::San Marcos::18290 Plano Dr Cul‐De‐Sac Asphalt 116.15 20 94 505 Y

Durham::Sana Ct::19202 Cul‐De‐Sac Sana Ct Asphalt 499.85 20 84 391 Y

Durham::Sanderling::16529 Highgate Dr Cul‐De‐Sac Asphalt 499.25 26 92 189 Y

Durham::Sanderson::11535 Cedar Bluff Ct Maple Ridge Dr Asphalt 770.33 30 86 172 Y

Durham::Sanderson::11542 Maple Ridge Dr Valley Dr Asphalt 656.58 29 90 203 Y

Durham::Sanderson::11543 Stillhouse Pl Stadium Dr Asphalt 353.92 29 33 257 Y

Durham::Sanderson::11545 Valley Dr Stillhouse Pl Asphalt 385.81 28 50 268 Y

Durham::Sanderson::11554 Valley Dr Cedar Bluff Ct Asphalt 717.09 30 65 293 Y

Durham::Sandhill L::17716 Sutteridge Ct End Of Cul‐De‐Sac Asphalt 313.07 23 74 335 Y

Durham::Sandhurst::11246 Stardust Dr Cul De Sac Asphalt 370.57 24 85 262 Y

Durham::Sandstone::16493 Sandstone Ridge Ct Cul‐De‐Sac Asphalt 307.21 34 80 322 Y

Durham::Sandstone::16497 Sandstone Ridge Dr Cul‐De‐Sac Asphalt 164.80 30 88 316 Y

Durham::Sandstone::16509 Woodcroft Pw Sandstone Ridge Ct Asphalt 396.96 26 91 427 Y

Durham::Sandstone::18878 Carpenter Fletcher Rd Bluestone Rd Asphalt 1455.88 18 92 224 Y

Durham::Sandy Bluf::14985 North Waters Edge Dr Cul‐De‐Sac Asphalt 206.87 24 93 315 Y

Durham::Sapphire D::14103 Pebble Way Cul‐De‐Sac Asphalt 437.49 22 96 212 Y

Durham::Sapphire D::14151 Quartz Dr Pebble Wy Asphalt 369.78 22 94 284 Y

Durham::Sapphire D::14158 Feldspar Wy Quartz Dr Asphalt 245.35 29 74 282 Y

Durham::Sapphire D::14170 N Mineral Springs Rd Feldspar Way Asphalt 361.31 29 96 271 Y

Durham::Sarah Ave::14899 End Of Street Vineyard St Asphalt 222.68 32 85 361 Y

Durham::Sarah Ave::14948 Vineyard St Bedford St (Unopened) Asphalt 399.71 30 51 292 Y

Durham::Sarah Ave::18465 Dead End Francis St Asphalt 298.01 29 92 382 Y

Durham::Sargent Pl::15388 Hearthside St Cul‐De‐Sac Asphalt 241.25 30 89 249 Y

Durham::Sassafras::17830 Rosemeade Pl Na Asphalt 367.84 28 63 354 Y

Durham::Sassafras::17831 Whispering Meadow Ln Moss Spring Ct Asphalt 325.56 20 81 257 Y

Durham::Sassafras::17833 Whispering Meadow Ln Rosemeade Pl Asphalt 594.89 28 81 213 Y

Durham::Sassafras::18188 Moss Spring Ct Cul‐De‐Sac Asphalt 203.50 23 89 234 Y

Durham::Sater St::14481 S Benjamine St Hilltop Dr Asphalt 501.71 15 34 748 Y

Durham::Sater St::14488 End Of Street S Benjamine St Asphalt 724.28 30 92 185 Y

Durham::Saturn Ct::13541 Chance Rd Cul‐De‐Sac Asphalt 138.24 26 57 299 Y

Durham::Savannah A::15402 Bacon St Hearthside St Asphalt 574.99 30 75 205 Y

Durham::Savi Ct::15790 Lucas Dr Cul‐De‐Sac Asphalt 193.08 22 55 493 Y

Durham::Sawmill Cr::11085 Sawmill Creek Pkwy Sawmill Creek Pkwy Asphalt 220.34 27 73 227 Y

Durham::Sawmill Cr::11086 Sawmill Creek Pkwy Vintage Hill Pkwy Asphalt 452.78 51 58 213 Y

Durham::Sawmill Cr::11087 End Of Street Sawmill Creek Pkwy Asphalt 41.23 35 61 204 Y

Durham::Sawmill Cr::11088 Sawmill Creek Pkwy Sawmill Creek Pkwy Asphalt 211.32 27 74 182 Y

Durham::Sawmill Cr::11089 Sawmill Creek Pkwy Sawmill Creek Pkwy Asphalt 209.83 27 60 214 Y

Durham::Sawmill Cr::11090 End Of Street Sawmill Creek Pkwy Asphalt 54.34 34 77 180 Y

Durham::Sawmill Cr::11091 Sawmill Creek Pkwy Sawmill Creek Pkwy Asphalt 225.97 27 72 293 Y

Durham::Sawmill Cr::11092 Snow Hill Rd Sawmill Creek Pkwy Asphalt 1285.70 23 89 104 Y

Durham::Sawmill Cr::19497 Snow Hill Rd Sawmill Creek Pkwy Asphalt 919.31 48 91 147 Y

Durham::Sawmill Cr::19498 Snow Hill Rd Sawmill Creek Pkwy Asphalt 178.27 32 85 166 Y

Durham::Sawmill Cr::19499 Snow Hill Rd Sawmill Creek Pkwy Asphalt 225.23 50 85 166 Y

Durham::Sawyer St::14547 E Enterprise St E Umstead St Asphalt 279.47 19 91 214 Y

Durham::Sawyer St::14582 E Umstead St Burnette St Asphalt 231.45 27 100 261 Y

Durham::Sawyer St::14619 Burnette St Dead End Asphalt 192.57 26 100 390 Y

Durham::Saxford Pl::15991 Carlton Crossin Cul De Sac Asphalt 420.43 21 85 256 Y

Durham::Saxony Dr::15702 Herrick Pl Suffolk St Asphalt 728.99 29 92 243 Y

Durham::Saxony Dr::15715 Shrewsbury St Herrick Pl Asphalt 251.43 30 21 539 Y

Durham::Scaresdale::16339 Livingstone Pl Cul‐De‐Sac Asphalt 170.45 26 28 395 Y

Durham::Scarlet Oa::11020 Loblolly Dr Cul‐De‐Sac Asphalt 681.99 23 71 432 Y

Durham::Scarlet Sa::18456 Cardinal Lake Dr Cardinal Lake Dr Asphalt 856.09 24 93 216 Y

Durham::Scenic Ct::16898 Park Glen Pl Cul‐De‐Sac Asphalt 201.07 25 93 206 Y

Durham::Scholastic::17265 Baccalaureate Bv Curriculum Ct Asphalt 581.58 22 75 301 Y

Durham::Scholastic::17267 Curriculum Ct Baccalaureate Bv Asphalt 1668.13 22 70 244 Y

Durham::Scotland P::14195 Lochnora Pw Cul De Sac Asphalt 166.70 24 75 271 Y

Durham::Scotney Ci::16635 Wellingham Dr Cul‐De‐Sac Asphalt 140.88 30 79 391 Y

Durham::Scotney Ci::16645 Herndon Rd Wellingham Dr Asphalt 226.95 38 53 378 Y

Durham::Scotney Ci::19321 Herndon Rd Wellingham Dr Asphalt 61.35 36 33 633 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Scott Pl::14636 Woodburn Rd Cul De Sac Asphalt 540.59 24 76 264 Y

Durham::Scottsdale::17546 Reynolda Cir Blackstone Dr Asphalt 314.31 22 88 311 Y

Durham::Scout Dr::14422 South St W Piedmont Av Asphalt 644.15 29 92 355 Y

Durham::Scout Dr::14467 W Piedmont Av W Enterprise St Asphalt 242.40 29 20 398 Y

Durham::Scout Dr::14557 W Enterprise St E Umstead St Asphalt 397.30 29 45 344 Y

Durham::Scout Dr::14615 E Umstead St Lodge St Asphalt 372.59 32 82 371 Y

Durham::Scout Dr::14657 Lodge St South St Asphalt 380.61 29 87 650 Y

Durham::Scranton P::15778 Akron Ave Cul‐De‐Sac Asphalt 302.68 25 45 362 Y

Durham::Scuppernon::16487 Shagbark Dr Appling Wy Asphalt 886.94 29 89 246 Y

Durham::Scuppernon::16492 Appling Way Cul‐De‐Sac Asphalt 154.65 28 84 330 Y

Durham::Scythe Ct::15324 Hulon Dr Cul De Sac Asphalt 121.35 25 47 299 Y

Durham::Seagrove C::13973 Chadbourne Dr Cul‐De‐Sac Asphalt 127.71 22 59 337 Y

Durham::Searstone::18790 Bushwood Ct Cul‐De‐Sac Asphalt 493.58 29 100 153 Y

Durham::Searstone::18792 Cook Rd Bushwood Ct Asphalt 528.82 28 100 141 Y

Durham::Searstone::19713 Bushwood Ct Cul‐De‐Sac Asphalt 82.00 20 100 126 Y

Durham::Seaton Rd::16817 Mccormick Rd Revere Rd Asphalt 674.73 28 85 204 Y

Durham::Seaton Rd::16841 Bluebell Ct Mccormick Rd Asphalt 828.05 28 39 255 Y

Durham::Seaton Rd::16854 Daisy Dr Bluebell Ct Asphalt 326.40 34 87 301 Y

Durham::Seaton Rd::16877 Wenonah Wy Daisy Dr Asphalt 356.24 32 42 274 Y

Durham::Seawell Ct::17939 Hemlock Hill Dr Cul‐De‐Sac Asphalt 285.62 18 93 436 Y

Durham::Sedgefield::12522 Guess Rd Forest Rd Asphalt 473.44 30 77 198 Y

Durham::Sedgefield::12578 Edgewater St Guess Rd Asphalt 656.51 25 82 402 Y

Durham::Sedgefield::12615 F St Edgewater St Asphalt 311.21 28 28 549 Y

Durham::Sedgefield::12685 W Club Bv F St Asphalt 665.20 28 88 248 Y

Durham::Sedgefield::12768 Englewood Av W Club Bv Asphalt 654.98 27 87 293 Y

Durham::Sedgefield::12858 W Knox St Englewood Av Asphalt 659.39 30 39 338 Y

Durham::Sedgefield::12952 Green St W Knox St Asphalt 659.72 28 72 346 Y

Durham::Sedgefield::13049 W Markham Av Green St Asphalt 661.36 32 91 317 Y

Durham::Sedgefield::19522 Guess Rd Forest Rd Asphalt 90.28 28 77 187 Y

Durham::Sedgefield::19525 Guess Rd Forest Rd Asphalt 175.07 29 82 386 Y

Durham::Sedgefield::19526 Guess Rd Forest Rd Asphalt 167.77 30 73 196 Y

Durham::Sedgewood::18986 Cul‐De‐Sac Lacy Rd Asphalt 118.53 18 46 629 Y

Durham::Sedley Pl::11801 Glasgow St Cul‐De‐Sac Asphalt 228.81 22 91 351 Y

Durham::Selby Ave::15704 Texanna Cr Kirby St Asphalt 385.44 23 71 429 Y

Durham::Selby Ave::15709 Dead End Texanna Cr Asphalt 138.90 23 69 455 Y

Durham::Senior Ave::17271 Sophomore Ct Professor Pl Asphalt 329.57 22 40 420 Y

Durham::September::18495 Tanners Mill Dr Cul‐De‐Sac Asphalt 392.50 20 95 145 Y

Durham::Serenity C::17791 Whispering Oak Ln Cul‐De‐Sac Asphalt 390.77 24 81 256 Y

Durham::Settlers M::16869 Grandale Dr Huckleberry Ct Asphalt 169.04 38 39 395 Y

Durham::Settlers M::16874 Settlers Mill Ln Settlers Mill Ln Asphalt 443.49 23 93 399 Y

Durham::Settlers M::16875 Huckleberry Ct Settlers Mill Ln Asphalt 311.16 23 71 297 Y

Durham::Settlers M::19313 Grandale Dr Huckleberry Ct Asphalt 120.73 33 64 262 Y

Durham::Settlers M::19314 Grandale Dr Huckleberry Ct Asphalt 143.98 24 52 411 Y

Durham::Seven Oaks::11432 N Roxboro St Old Farm Rd Asphalt 530.01 43 100 Y Construction

Durham::Seven Oaks::11441 Old Farm Rd Partridge St Asphalt 328.93 30 100 Y Construction

Durham::Seven Oaks::11452 Partridge St Shady Bluff St Asphalt 382.39 30 100 Y Construction

Durham::Seven Oaks::11462 Shady Bluff St Peppercorn St Asphalt 442.98 30 100 Y Construction

Durham::Seven Oaks::11468 Peppercorn St Old Well St Asphalt 408.50 31 100 Y Construction

Durham::Seven Oaks::11476 Old Well St Whippoorwill St Asphalt 445.30 31 96 317 Y

Durham::Seven Oaks::11482 Whippoorwill St Dead End Asphalt 161.18 30 100 242 Y

Durham::Seven Oaks::19574 Old Farm Rd Partridge St Asphalt 98.00 40 100 Y Construction

Durham::Seven Oaks::19575 Old Farm Rd Partridge St Asphalt 225.87 42 100 Y Construction

Durham::Seven Oaks::19576 Old Farm Rd Partridge St Asphalt 259.13 30 100 Y Construction

Durham::Severna Ct::11600 Cherrycrest Dr Cul‐De‐Sac Asphalt 157.39 31 26 450 Y

Durham::Sevier St::14513 Pinecrest Rd Marion Av Asphalt 1079.33 30 81 148 Y

Durham::Sevier St::14589 Marion Av Woodburn Rd Asphalt 394.23 31 82 209 Y

Durham::Sevier St::14821 Woodburn Rd W Cornwallis Rd Asphalt 1292.24 29 92 156 Y

Durham::Seville Ct::16402 Appling Way Cul‐De‐Sac Asphalt 106.12 23 76 332 Y

Durham::Shadebush::11284 Infinity Rd Pedestal Rock Ln Asphalt 661.92 30 86 183 Y

Durham::Shadebush::11294 Pedestal Rock Ln Lazyriver Dr Asphalt 466.20 29 90 209 Y

Durham::Shadebush::11302 Osprey Pl Lazyriver Ln Asphalt 342.47 29 50 182 Y

Durham::Shadebush::11309 Lazyriver Dr Osprey Pl Asphalt 521.12 30 54 199 Y

Durham::Shadow Cre::11001 Haddington Dr Circle Asphalt 174.87 26 60 319 Y

Durham::Shadow Haw::18583 Victorian Oaks Dr Bougainvillea  Ct Asphalt 517.05 25 95 265 Y

Durham::Shadow Haw::18585 Bougainvillea  Ct Bougainvillea  Ct Asphalt 121.77 24 95 275 Y

Durham::Shadow Haw::18586 Bougainvillea  Ct Victorian Oaks Dr Asphalt 524.10 21 74 243 Y

Durham::Shadow Haw::18587 Bougainvillea  Ct Victorian Oaks Dr Asphalt 315.14 22 95 207 Y

Durham::Shadow Haw::18589 Victorian Oaks Dr Cul‐De‐Sac Asphalt 242.13 22 95 236 Y

Durham::Shadow Mos::12011 Hayfield Dr Cul De Sac Asphalt 433.59 28 42 304 Y

Durham::Shadow Roc::17057 Ramblewood Av Cherry Blossom Cr Concrete 448.85 12 85 136 Y

Durham::Shadow Roc::17058 Cherry Blossom Cr Cherry Blossom Cr Concrete 193.67 12 72 289 Y

Durham::Shadow Roc::17059 Cherry Blossom Cr Wild Flower Ln Concrete 330.22 12 92 323 Y

Durham::Shadow Roc::17060 Wild Flower Ln Cranbrook Ct Concrete 111.75 13 73 415 Y

Durham::Shady Bluf::11451 Seven Oaks Rd Peppercorn St Asphalt 1937.46 29 92 214 Y

Durham::Shady Cree::16393 Rose Brook Dr Cul‐De‐Sac Asphalt 367.63 29 84 331 Y

Durham::Shady Cree::16414 S Roxboro St Rose Brook Dr Asphalt 363.76 29 76 276 Y

Durham::Shady Ln::11223 Stardust Dr Sourwood Rd Asphalt 651.48 28 60 223 Y

Durham::Shady Ln::11238 Stardust Dr Stardust Dr Asphalt 319.62 28 63 221 Y

Durham::Shady Oak::15113 Pine Bark Tr Branchwood Dr Asphalt 248.32 31 27 497 Y

Durham::Shady Oak::17555 Branchwood Dr End Maint Asphalt 250.72 28 38 358 Y

Durham::Shady Poin::16403 Long Ridge Rd Cul De Sac Asphalt 257.53 22 25 585 Y

Durham::Shady Ridg::16155 Greyfield Blvd Cul‐De‐Sac Asphalt 116.82 32 25 414 Y

Durham::Shady Side::17394 Hanson Rd Hanson Rd Asphalt 1011.40 22 95 192 Y

Durham::Shaftsbury::11635 Wyldewood Rd Calumet Dr Asphalt 322.47 32 91 477 Y

Durham::Shaftsbury::11659 Chalk Level Rd Wyldewood Rd Asphalt 553.30 30 89 265 Y

Durham::Shaftsbury::11780 Cascade Ln End Of Street Asphalt 216.77 27 81 279 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Shaftsbury::11811 Duke Homestead Rd Cascade Ln Asphalt 640.56 29 35 300 Y

Durham::Shaftsbury::11839 Frasier St Duke Homestead Rd Asphalt 328.88 29 66 306 Y

Durham::Shaftsbury::11881 Newsom St Frasier St Asphalt 505.46 28 55 298 Y

Durham::Shaftsbury::11936 W Carver St Newsom St Asphalt 494.32 28 80 276 Y

Durham::Shaftsbury::12063 Stadium Dr W Carver St Asphalt 1330.67 31 91 209 Y

Durham::Shagbark D::16459 Appling Wy Scuppernong Ln Asphalt 696.83 30 51 332 Y

Durham::Shagbark D::16470 Scuppernong Ln Galax Ln Asphalt 342.86 30 74 290 Y

Durham::Shagbark D::16481 Galax Ln Appling Wy Asphalt 300.03 29 76 278 Y

Durham::Shakespear::18455 King Lear Ln Crown Pkwy Asphalt 185.03 32 93 201 Y

Durham::Shakespear::18467 Crown Pkwy Winifred Dr Asphalt 405.32 22 95 186 Y

Durham::Shakespear::18474 Gallery Ln Court Jester Way Asphalt 247.73 29 87 260 Y

Durham::Shakespear::18475 Page Rd Old Castle Dr Asphalt 352.99 40 91 170 Y

Durham::Shakespear::18476 Old Castle Dr Gallery Ln Asphalt 462.18 36 95 177 Y

Durham::Shakespear::18477 Court Jester Way King Lear Ln Asphalt 381.65 30 95 192 Y

Durham::Shakespear::18782 42 Aly 43 Aly Asphalt 242.61 22 95 175 Y

Durham::Shakespear::18787 Winifred Dr 42 Aly Asphalt 179.26 23 95 177 Y

Durham::Shakespear::19339 43 Aly Hamlet Pl Asphalt 124.80 24 83 186 Y

Durham::Shalimar D::16840 Stinhurst Dr Landreth Ct Asphalt 968.96 22 72 275 Y

Durham::Shalimar D::17838 Landreth Ct Grandale Dr Asphalt 296.52 23 71 202 Y

Durham::Shalimar D::18769 Stinhurst Dr Landreth Ct Asphalt 789.12 23 59 301 Y

Durham::Shallowfor::16625 Charrington Pl Huntingridge Rd Asphalt 554.47 30 67 264 Y

Durham::Shallowfor::16634 Falconbridge Rd Charrington Pl Asphalt 427.05 28 82 257 Y

Durham::Shamrock R::16979 Newhall Rd Elmset Ln Asphalt 972.26 30 87 190 Y

Durham::Shamrock R::16987 Elmset Ln Dead End Asphalt 187.86 31 92 279 Y

Durham::Shannas Wa::19125 Wedgewood Ln Cul‐De‐Sac Asphalt 421.83 20 49 214 Y

Durham::Shannon Rd::15328 Durham‐Chapel Hill Blvd Auto Dr Asphalt 721.99 63 77 259 Y

Durham::Shannon Rd::15410 Auto Dr University Dr Asphalt 828.59 64 55 289 Y

Durham::Shannon Rd::15565 University Dr Martin Luther King Jr Pw Asphalt 899.39 22 47 235 Y

Durham::Shannon Rd::15597 Martin Luther King Jr Pw Consultant Pl Asphalt 546.15 40 44 328 Y

Durham::Shannon Rd::15657 Consultant Pl Old Chapel Hill Rd Asphalt 708.33 22 48 209 Y

Durham::Shannon Rd::19550 University Dr Martin Luther King Jr Pw Asphalt 308.99 58 87 235 Y

Durham::Shannon Rd::19551 University Dr Martin Luther King Jr Pw Asphalt 453.43 35 83 240 Y

Durham::Shannon Rd::19552 University Dr Martin Luther King Jr Pw Asphalt 88.14 36 53 236 Y

Durham::Shannon Rd::19553 University Dr Martin Luther King Jr Pw Asphalt 255.43 54 59 310 Y

Durham::Shannon Rd::19554 Consultant Pl Old Chapel Hill Rd Asphalt 662.05 37 61 229 Y

Durham::Shari Ct::12046 Cannada Ave Cul‐De‐Sac Asphalt 699.73 28 42 239 Y

Durham::Shasta Ct::18990 Tahoe Dr Cul‐De‐Sac Asphalt 344.04 20 70 455 Y

Durham::Shawnee St::13026 E Markham Av E Knox St Asphalt 751.91 24 82 225 Y

Durham::Shawnee St::13106 Anita St E Markham Av Asphalt 819.18 30 86 259 Y

Durham::Shawnee St::13112 Dead End Anita St Asphalt 40.97 29 80 286 Y

Durham::Shawnee St::13159 E Lynch St End Of Street Asphalt 300.43 19 70 167 Y

Durham::Shawnee St::13183 E Seeman St E Lynch St Asphalt 367.14 28 85 332 Y

Durham::Shawnee St::13214 E Trinity Av E Seeman St Asphalt 340.12 28 37 412 Y

Durham::Shelburn C::11157 Meadston Dr Cul De Sac Asphalt 634.35 21 87 199 Y

Durham::Shelly Pl::15759 Stonehedge Ave Cul‐De‐Sac Asphalt 175.46 26 51 631 Y

Durham::Shelter Cv::16813 Mccormick Rd Cul‐De‐Sac Asphalt 210.34 33 91 235 Y

Durham::Shelton Av::14092 Pike St Lafayette St Asphalt 299.73 28 29 527 Y

Durham::Shelton Av::14104 Lafayette St Lafayette St Asphalt 42.89 37 42 646 Y

Durham::Shelton Av::14166 Lafayette St Elmwood Av Asphalt 284.74 23 83 275 Y

Durham::Shenandoah::12258 W Murray Av W Delafield Av Asphalt 434.97 30 73 269 Y

Durham::Shenandoah::12324 W Maynard Av W Edgewood Dr Asphalt 423.57 28 95 272 Y

Durham::Shenandoah::12379 Gresham Av W Maynard Av Asphalt 447.81 26 91 266 Y

Durham::Shenandoah::12435 W Lavender Av Gresham Av Asphalt 598.40 26 73 473 Y

Durham::Shenandoah::12506 W Ellerbee St W Lavender Av Asphalt 677.95 28 93 266 Y

Durham::Shenandoah::12573 W Club Bv W Ellerbee St Asphalt 695.80 29 77 221 Y

Durham::Shepard Sp::16543 Falling Water Dr Cul‐De‐Sac Asphalt 375.18 23 36 357 Y

Durham::Shepherd S::13699 End Of Street Jackson St Asphalt 282.34 30 82 340 Y

Durham::Shepherd S::13783 Jackson St Yancey St Asphalt 540.40 28 87 236 Y

Durham::Shepherd S::13838 Yancey St Parker St Asphalt 399.95 27 67 531 Y

Durham::Shepherd S::13938 Parker St Morehead Av Asphalt 461.26 27 65 459 Y

Durham::Shepherd S::14009 Morehead Av Proctor St Asphalt 443.07 27 50 492 Y

Durham::Shepherd S::14108 Proctor St Cobb St Asphalt 436.96 28 55 561 Y

Durham::Shepherd S::14255 Cobb St W Lakewood Ave Asphalt 755.20 30 83 261 Y

Durham::Shepherd S::14357 W Lakewood Ave Wells St Asphalt 643.35 30 77 323 Y

Durham::Shepherd S::14522 E Forest Hills Plz University Dr Asphalt 329.15 28 84 335 Y

Durham::Sherbon Dr::15523 Victor Av Swansea St Asphalt 515.56 19 67 220 Y

Durham::Sherbon Dr::15526 Mossdale Av Victor Av Asphalt 581.98 20 89 233 Y

Durham::Sheridan D::15696 End Of Street Reynolds Ave Asphalt 1269.41 20 92 212 Y

Durham::Sheridan D::15766 Reynolds Ave Cul‐De‐Sac Asphalt 895.61 19 89 201 Y

Durham::Sherman Av::15485 Athens Av S Alston Av Asphalt 345.95 29 92 228 Y

Durham::Sherman Av::15501 S Alston Ave Cul‐De‐Sac Asphalt 1105.13 24 90 256 Y

Durham::Sherwood D::13193 Morreene Rd Dead End Asphalt 973.48 29 77 284 Y

Durham::Shiley Dr::17765 Cozart St Bolter Ct Asphalt 491.22 22 95 237 Y

Durham::Shiley Dr::18310 Bolter Ct Genlee Dr Asphalt 330.00 22 72 385 Y

Durham::Shirley Ca::14447 Cul‐De‐Sac Merrick St Asphalt 81.06 34 76 354 Y

Durham::Shirley St::12957 Reid Dr Crest St Asphalt 402.96 33 34 328 Y

Durham::Shirley St::12967 Webb Cr Reid Dr Asphalt 180.92 30 29 345 Y

Durham::Shirley St::12968 Fulton St Ratcale Ln Asphalt 290.26 30 37 620 Y

Durham::Shirley St::12969 Ratcale Ln Webb Cr Asphalt 295.77 29 81 382 Y

Durham::Shiva Ct::17375 Cul‐De‐Sac Bombay Dr Asphalt 346.95 20 64 454 Y

Durham::Shiva Ct::17380 Bombay Dr Suda Dr Asphalt 426.01 20 60 762 Y

Durham::Shoccoree::12216 Sunny Side Dr Dead End Asphalt 1402.07 18 56 240 Y

Durham::Shoccoree::12283 Oneluska Dr Sunny Side Dr Asphalt 591.73 18 29 289 Y

Durham::Shoccoree::12315 Cole Mill Rd Oneluska Dr Asphalt 432.63 20 47 217 Y

Durham::Shoccoree::19744 Cole Mill Rd Oneluska Dr Asphalt 382.75 22 91 170 Y

Durham::Shoccoree::19746 Oneluska Dr Sunny Side Dr Asphalt 275.65 21 66 262 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Shoppers S::13951 House Av Morehead Av Asphalt 305.63 36 77 300 Y

Durham::Shoreham S::15032 University Dr Stuart Dr Asphalt 664.52 31 93 151 Y

Durham::Shoreline::15118 Southshore Pkwy Cul‐De‐Sac Asphalt 65.75 37 32 493 Y

Durham::Shrewsbury::15636 Suffolk St Hendricks Ct Asphalt 255.51 28 95 277 Y

Durham::Shrewsbury::15665 Hendricks Ct Winchester Ct Asphalt 769.49 29 89 163 Y

Durham::Shrewsbury::15714 Winchester Ct Saxony Dr Asphalt 768.86 30 94 219 Y

Durham::Shrewsbury::15757 Saxony Dr Stonehedge Av Asphalt 398.08 29 95 231 Y

Durham::Shropshire::15737 Colchester St Cul‐De‐Sac Asphalt 205.80 25 92 284 Y

Durham::Shuford Dr::18278 Teermark Ln Dead‐End Asphalt 186.21 28 95 257 Y

Durham::Sidbrook C::11609 Cherrycrest Dr Cul‐De‐Sac Asphalt 137.80 30 28 529 Y

Durham::Sidneys Wa::13249 Glenrose Dr Cul De Sac Asphalt 562.42 24 72 269 Y

Durham::Silhouette::16089 Gable Ridge Dr Ashford Ln Asphalt 524.72 27 32 789 Y

Durham::Silicon Dr::16674 Cul‐De‐Sac Chin Page Rd Asphalt 448.77 36 24 320 Y

Durham::Silicon Dr::19790 Cul‐De‐Sac Chin Page Rd Asphalt 237.75 48 65 441 Y

Durham::Silicon Dr::19791 Cul‐De‐Sac Chin Page Rd Asphalt 532.97 54 23 271 Y

Durham::Silicon Dr::19792 Cul‐De‐Sac Chin Page Rd Asphalt 317.48 54 23 274 Y

Durham::Silicon Dr::19793 Cul‐De‐Sac Chin Page Rd Asphalt 252.66 55 43 183 Y

Durham::Silk Tree::17027 Silver Pine Ct End Of Construction Asphalt 226.93 22 100 203 Y

Durham::Silk Tree::18825 End Of Construction Kayleen Ct Asphalt 62.08 28 95 800 Y

Durham::Silkwood D::18958 Cul‐De‐Sac Middleton Rd Asphalt 244.04 22 94 583 Y

Durham::Silkwood D::18965 Middleton Rd Cul‐De‐Sac Asphalt 418.67 18 34 669 Y

Durham::Silver Bir::16605 Falconbridge Rd Cul De Sac Asphalt 205.70 31 90 296 Y

Durham::Silver Pin::17025 Silk Tree Ln Goldenflower Dr Asphalt 418.61 22 70 258 Y

Durham::Silver Pin::17026 Cul‐De‐Sac Silk Tree Ln Asphalt 165.57 23 56 219 Y

Durham::Silver Sta::18898 Odyssey Dr Odyssey Dr Asphalt 733.98 24 44 308 Y

Durham::Silver Sta::18899 Silver Star Dr Odyssey Dr Asphalt 504.35 24 81 239 Y

Durham::Silver Sta::18919 Belgreen Rd Silver Star Dr Asphalt 403.28 24 99 236 Y

Durham::Silver Sta::19376 Odyssey Dr Odyssey Dr Asphalt 51.64 23 ‐1 ‐1 N Does Not Match Shapefile

Durham::Silverbell::17036 Lyon Tree Dr Cul‐De‐Sac Asphalt 211.38 24 62 601 Y

Durham::Silverbush::18031 Denada Path Cul‐De‐Sac Asphalt 238.79 22 80 293 Y

Durham::Silverton::16551 Falling Water Dr Cul‐De‐Sac Asphalt 114.32 30 88 795 Y

Durham::Silverwood::17008 Cul De Sac Haventree Rd Asphalt 314.96 26 53 485 Y

Durham::Sima Ave::14860 S Plum St Bernice St Asphalt 318.77 31 43 416 Y

Durham::Sima Ave::14875 Bernice St Bacon St Asphalt 297.24 32 41 316 Y

Durham::Sima Ave::14951 Ridgeway Av S Plum St Asphalt 540.17 28 81 189 Y

Durham::Sima Ave::15002 Lakeland St Ridgeway Av Asphalt 442.02 28 28 411 Y

Durham::Sima Ave::15013 E Lawson St Lakeland St Asphalt 107.65 30 36 368 Y

Durham::Sima Ave::19280 Ridgeway Av S Plum St Asphalt 304.91 30 83 282 Y

Durham::Sima Ave::19281 Ridgeway Av S Plum St Asphalt 246.76 28 30 190 Y

Durham::Sima Ave::19282 Lakeland St Ridgeway Av Asphalt 234.57 28 31 326 Y

Durham::Simmons St::14570 Fayetteville St Merrick St Asphalt 369.73 29 72 498 Y

Durham::Simmons St::14596 Lincoln St Grant St Asphalt 342.17 31 74 322 Y

Durham::Simmons St::14606 Grant St Colfax St Asphalt 295.01 27 34 381 Y

Durham::Simmons St::14623 Colfax St Hickory St Asphalt 377.30 28 91 186 Y

Durham::Simmons St::14655 Hickory St Dead End Asphalt 283.35 26 61 391 Y

Durham::Sinclair C::14232 Annandale Rd Cul De Sac Asphalt 384.47 24 88 136 Y

Durham::Sinnott Ci::16757 Brentwood Rd Brentwood Rd Asphalt 1013.77 24 44 337 Y

Durham::Sir Gawain::16580 Rollingwood Dr Cul‐De‐Sac Asphalt 344.64 23 57 317 Y

Durham::Six Mill C::18153 Centerville Ln Cul‐De‐Sac Asphalt 92.88 36 70 311 Y

Durham::Skipwith C::15943 Ashworth Dr Cul‐De‐Sac Asphalt 353.65 23 59 337 Y

Durham::Skybrook L::17416 Rosedawn Ct Thorton Ct Asphalt 416.77 28 78 231 Y

Durham::Skybrook L::17417 Thorton Ct Azalea Dr Asphalt 204.11 30 47 283 Y

Durham::Skybrook L::17418 Lumley Rd Skybrook Ln Asphalt 217.96 28 80 276 Y

Durham::Skybrook L::17419 Skybrook Ln Bellmore Ct Asphalt 656.11 28 77 250 Y

Durham::Skybrook L::17421 Bellmore Ct Lenox Ln Asphalt 468.31 28 85 281 Y

Durham::Skybrook L::17422 Lenox Ln Rosedawn Ct Asphalt 577.28 28 91 235 Y

Durham::Skybrook L::17423 Azalea Dr Lenox Ln Asphalt 268.07 28 72 234 Y

Durham::Skybrook L::17426 Lenox Ln Rockport Dr Asphalt 381.84 28 71 238 Y

Durham::Skybrook L::17427 Rockport Dr Skybrook Ln Asphalt 278.94 28 72 305 Y

Durham::Skyler Ln::17633 Nicklaus Dr Victory Blvd Asphalt 418.51 29 79 252 Y

Durham::Slate Ct::14082 Lodestone Dr Cul‐De‐Sac Asphalt 249.50 23 100 568 Y

Durham::Slater Rd::16964 Creekstone Dr S Miami Bv Asphalt 477.09 64 100 159 Y

Durham::Slater Rd::16972 Terrace Pine Dr Creekstone Dr Asphalt 528.36 65 100 148 Y

Durham::Slater Rd::16990 Page Rd Terrace Pine Dr Asphalt 549.42 66 100 175 Y

Durham::Slater Rd::17009 Emperor Bv Page Rd Asphalt 1686.34 41 99 168 Y

Durham::Slater Rd::19801 Emperor Bv Page Rd Asphalt 233.32 56 90 571 Y

Durham::Smoke Ridg::16779 Wineberry Dr Cul De Sac Asphalt 180.24 31 92 174 Y

Durham::Smoketree::11193 Autumn Ridge Dr Cul De Sac Asphalt 327.92 18 85 380 Y

Durham::Smoky Rive::17489 Great Bend Dr Cul‐De‐Sac Asphalt 241.82 22 93 437 Y

Durham::Snowhill D::17563 Vintage Hill Pkwy Cabin Branch Dr Asphalt 671.56 20 66 208 Y

Durham::Snowhill D::17835 Snow Hill Rd Vintage Hill Pkwy Asphalt 785.28 19 42 294 Y

Durham::Snowhill D::18536 Cabin Branch Dr Cul‐De‐Sac Asphalt 191.62 22 78 174 Y

Durham::Snyder St::19166 Mallory Ln Pebble Creek Cn Asphalt 544.73 26 81 159 Y

Durham::So Hi Dr::15973 S Alston Av Eastwood Dr Asphalt 732.59 19 54 161 Y

Durham::So Hi Dr::15993 Eastwood Dr Enfield Dr Asphalt 589.69 19 69 135 Y

Durham::So Hi Dr::17391 Enfield Dr Ed Cook Rd Asphalt 594.22 30 80 228 Y

Durham::So Hi Dr::19840 Enfield Dr Ed Cook Rd Asphalt 174.78 18 66 183 Y

Durham::Solitude W::16952 Whisperwood Dr Sedwick Rd Asphalt 672.01 21 47 166 Y

Durham::Solitude W::16962 Piperwood Ct Whisperwood Dr Asphalt 1044.58 29 78 291 Y

Durham::Solitude W::16981 Piperwood Ct Monarch Wy Asphalt 623.94 29 73 335 Y

Durham::Solitude W::16988 Monarch Wy Piperwood Ct Asphalt 462.31 29 50 334 Y

Durham::Solitude W::19306 Whisperwood Dr Sedwick Rd Asphalt 225.13 42 25 243 Y

Durham::Solitude W::19307 Whisperwood Dr Sedwick Rd Asphalt 137.12 35 40 286 Y

Durham::Solitude W::19308 Whisperwood Dr Sedwick Rd Asphalt 298.83 30 55 278 Y

Durham::Solo Cv::16866 Wenonah Way Cul‐De‐Sac Asphalt 121.85 31 52 800 Y

Durham::Somerdale::16745 Eagle View Dr Morrell Ln Asphalt 523.59 23 72 240 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Somerknoll::17433 Winding Arch Dr Cul‐De‐Sac Asphalt 149.46 27 59 313 Y

Durham::Somerknoll::17434 Herndon Rd Winding Arch Dr Asphalt 526.72 23 62 314 Y

Durham::Somerset D::15959 Westover Rd Darby Rd Asphalt 2381.70 19 85 263 Y

Durham::Somerset D::15960 Darby Rd Eton Rd Asphalt 765.14 21 74 367 Y

Durham::Sophomore::17269 Cul‐De‐Sac Sophomore Ct Asphalt 330.78 19 56 403 Y

Durham::Sophomore::17270 Senior Ave Cul‐De‐Sac Asphalt 349.30 21 25 424 Y

Durham::South Bend::18240 Eastcrest Ct South Heritage Dr Asphalt 677.85 22 94 223 Y

Durham::South Bend::18247 Colbury Ct Swift Creek Xing Asphalt 1216.80 22 95 275 Y

Durham::South Bend::18249 Sagerview Way Sagerview Way Asphalt 525.22 22 95 250 Y

Durham::South Bend::18250 South Bend Dr Thompsonville Ct Asphalt 414.51 23 95 192 Y

Durham::South Bend::18251 Thompsonville Ct Woodcreek Ct Asphalt 238.12 22 92 182 Y

Durham::South Bend::18252 Woodcreek Ct Eastcrest Ct Asphalt 1197.06 23 87 236 Y

Durham::South Bend::18253 South Bend Dr Sagerview Way Asphalt 422.54 22 95 214 Y

Durham::South Bend::18254 South Heritage Dr South Bend Dr Asphalt 184.03 24 92 308 Y

Durham::South Bend::18318 Sagerview Way Beaufort Ct Asphalt 340.43 22 94 204 Y

Durham::South Bend::18319 Beaufort Ct Colbury Ct Asphalt 462.59 22 93 231 Y

Durham::South Heri::18239 Fayetteville Rd South Bend Dr Asphalt 224.36 27 95 328 Y

Durham::South St::14281 Blackwell St Hillside Av Asphalt 330.83 36 95 352 Y

Durham::South St::14305 Hillside Av Chestnut St Asphalt 152.67 34 66 288 Y

Durham::South St::14340 Chestnut St Scout Dr Asphalt 163.75 36 87 271 Y

Durham::South St::14417 Scout Dr W Piedmont Av Asphalt 499.50 28 79 386 Y

Durham::South St::14464 W Piedmont Av W Enterprise St Asphalt 249.92 34 42 451 Y

Durham::South St::14580 W Enterprise St W Umstead St Asphalt 588.90 34 49 381 Y

Durham::South St::14658 W Umstead St Scout Dr Asphalt 295.39 34 24 580 Y

Durham::South St::14698 Scout Dr Bond St Asphalt 218.45 34 42 562 Y

Durham::South St::14721 Bond St Moline St Asphalt 155.73 36 92 334 Y

Durham::South St::14785 Moline St Apex St Asphalt 370.45 38 41 403 Y

Durham::South St::14826 Apex St Erie St Asphalt 401.23 35 56 456 Y

Durham::South St::14905 Erie St W Lawson St Asphalt 568.37 36 56 358 Y

Durham::South St::14964 W Lawson St S Roxboro St Asphalt 432.31 36 48 371 Y

Durham::Southampto::12029 Kimball Dr Cul De Sac Asphalt 910.79 31 89 148 Y

Durham::Southerlan::13448 Duval St N Hoover Rd Asphalt 600.69 22 35 161 Y

Durham::Southerlan::13817 Rodham Rd Duval St Asphalt 2195.84 18 45 206 Y

Durham::Southerlan::13981 Holloway St Rodham Rd Asphalt 530.78 17 51 215 Y

Durham::Southerlan::18842 Holloway St Rodham Rd Asphalt 292.72 17 42 431 Y

Durham::Southerlan::19647 Holloway St Rodham Rd Asphalt 85.03 24 84 481 Y

Durham::Southerlan::19648 Duval St N Hoover Rd Asphalt 166.96 56 39 234 Y

Durham::Southern D::15769 Ellis Rd Lynley Rd Asphalt 527.51 26 100 208 Y

Durham::Southern D::15770 Lynley Rd Clinton Rd Asphalt 421.63 32 99 221 Y

Durham::Southern D::17093 Clinton Rd End Of Street Asphalt 344.49 34 95 235 Y

Durham::Southgate::14012 Park Av N Guthrie Av Asphalt 306.64 29 80 235 Y

Durham::Southgate::14014 N Driver St Park Av Asphalt 312.14 28 51 279 Y

Durham::Southgate::14016 Spruce St N Driver St Asphalt 422.17 30 93 279 Y

Durham::Southgate::14018 N Maple St Spruce St Asphalt 193.64 30 39 362 Y

Durham::Southgate::14020 N Hyde Park Av N Maple St Asphalt 365.54 30 74 247 Y

Durham::Southgate::14040 N Briggs Av Raynor St Asphalt 632.42 28 88 232 Y

Durham::Southpark::16585 W Hw 54 Highgate Dr Asphalt 317.34 38 93 342 Y

Durham::Southpark::17049 Marlborough Wy End Of Pavement Asphalt 174.03 23 32 326 Y

Durham::Southpark::17050 End Of Pavement Kersey Ct Asphalt 291.05 26 94 230 Y

Durham::Southpark::17051 Kersey Ct W Nc 54 Hwy Asphalt 578.13 27 47 329 Y

Durham::Southpark::18761 Kersey Ct W Nc 54 Hwy Asphalt 316.91 28 95 179 Y

Durham::Southpoint::17037 Johnson Victory Cir Nc 751 Asphalt 1022.96 37 77 279 Y

Durham::Southpoint::17038 Johnson Victory Cir Johnson Victory Cir Asphalt 621.81 42 92 300 Y

Durham::Southpoint::19832 Johnson Victory Cir Nc 751 Asphalt 566.08 53 90 281 Y

Durham::Southpoint::19833 Johnson Victory Cir Nc 751 Asphalt 230.42 46 92 301 Y

Durham::Southpoint::19834 Johnson Victory Cir Nc 751 Asphalt 389.46 47 66 240 Y

Durham::Southpoint::19835 Johnson Victory Cir Johnson Victory Cir Asphalt 82.92 20 80 415 Y

Durham::Southpoint::19836 Johnson Victory Cir Johnson Victory Cir Asphalt 526.09 39 83 360 Y

Durham::Southshore::15122 Lake Valley Ln Venetia Cv Asphalt 736.89 23 52 299 Y

Durham::Southshore::15130 Shoreline Cv Southshore Pkwy Asphalt 172.81 25 40 237 Y

Durham::Southshore::15131 Venetia Cv Southshore Pkwy Asphalt 443.30 23 43 338 Y

Durham::Southshore::15141 Lullwater Ct Shoreline Cv Asphalt 293.45 25 85 287 Y

Durham::Southshore::15169 Southshore Pkwy Lakeridge Cv Asphalt 418.96 26 27 297 Y

Durham::Southshore::15176 Southshore Pkwy Lake Valley Ln Asphalt 608.75 24 65 309 Y

Durham::Southshore::15181 Lakeridge Cv Gunston Ln Asphalt 251.97 25 35 414 Y

Durham::Southshore::15218 Nichols Farm Dr Lullwater Ct Asphalt 575.33 25 27 277 Y

Durham::Southwest::16285 Cook Rd Keswick Ct Asphalt 154.57 28 81 403 Y

Durham::Southwest::16305 Keswick Ct Gablefield Ln Asphalt 516.11 24 93 244 Y

Durham::Southwood::14869 Cul‐De‐Sac Kent St Asphalt 710.18 31 84 201 Y

Durham::Sovereign::12297 Edwin Av Albany St Asphalt 340.40 33 75 270 Y

Durham::Sovereign::12300 Walnut St Edwin Av Asphalt 346.31 32 66 248 Y

Durham::Sovereign::12302 Guess Rd Carolina Av Asphalt 170.02 32 61 311 Y

Durham::Sovereign::12303 Carolina Av Walnut St Asphalt 368.82 32 63 251 Y

Durham::Sovereign::12308 Albany St Stroller Av Asphalt 336.32 23 38 304 Y

Durham::Sowell St::14629 E Pettigrew St Humphrey St Asphalt 343.64 20 67 741 Y

Durham::Sowell St::14639 Humphrey St Sullivan St Asphalt 41.62 17 58 554 Y

Durham::Sowell St::14664 Sullivan St Dead End Asphalt 108.21 17 66 567 Y

Durham::Sowell St::14779 Dead End Mathison St Asphalt 420.09 16 48 414 Y

Durham::Spacious S::18637 Tanners Mill Dr October Dr Asphalt 305.46 28 67 221 Y

Durham::Spacious S::18640 Dead‐End Tanners Mill Dr Asphalt 140.56 28 99 339 Y

Durham::Spacious S::18641 October Dr Cul‐De‐Sac Asphalt 181.96 28 69 222 Y

Durham::Spacious S::18663 October Dr Cul‐De‐Sac Asphalt 471.03 28 99 228 Y

Durham::Sparella S::15105 Cul De Sac Bryant St Asphalt 385.87 24 79 194 Y

Durham::Sparella S::15188 Bryant St Angier Av Asphalt 543.36 24 87 197 Y

Durham::Sparger Rd::12164 Bennett Memorial Rd Hillsborough Rd Asphalt 330.94 40 58 316 Y

Durham::Sparger Rd::12237 Stafford Dr Bennett Memorial Rd Asphalt 961.48 22 89 174 Y
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Durham::Sparwood D::12109 West Hills Dr Dead End Asphalt 452.12 21 75 339 Y

Durham::Spaulding::14687 Cul De Sac Linwood Av Asphalt 355.24 25 36 336 Y

Durham::Spaulding::14737 Linwood Av Massey Av Asphalt 299.02 29 62 316 Y

Durham::Spears Ln::16797 Brentwood Rd Cul De Sac Asphalt 270.82 28 30 240 Y

Durham::Spector St::12149 E Britania Av Acker Av Asphalt 411.38 22 68 299 Y

Durham::Spencer St::14803 Woodburn Rd W Cornwallis Rd Asphalt 1183.21 30 87 171 Y

Durham::Spicebush::17920 Golden Crest Dr End Of Street Asphalt 140.70 22 81 221 Y

Durham::Spicers Ct::12203 Strebor St Cul De Sac Asphalt 176.32 28 63 551 Y

Durham::Spicewood::17728 Hillview Dr Cul‐De‐Sac Asphalt 117.74 23 100 336 Y

Durham::Spinnaker::14958 Winward Pointe Dr Cul‐De‐Sac Asphalt 121.47 24 55 407 Y

Durham::Spiralwood::15103 Wateroaks Ct Cul‐De‐Sac Asphalt 98.06 23 34 780 Y

Durham::Spreading::17559 5 Spreading Oak Ct Cul‐De‐Sac Asphalt 371.52 22 19 369 Y

Durham::Spreading::18615 Carlton Crossing Dr 5 Spreading Oak Ct Asphalt 211.75 23 70 523 Y

Durham::Spring Cre::17151 Cul‐De‐Sac Great Bend Dr Asphalt 425.81 23 76 435 Y

Durham::Spring Cre::17497 Great Bend Dr Flatford Ct Asphalt 270.25 24 57 469 Y

Durham::Spring Cre::18032 Flatford Ct 2038 Spring Creek Dr Asphalt 827.52 23 93 102 Y

Durham::Spring Cre::18435 2062 Spring Creek Dr Great Bend Dr Asphalt 98.14 22 88 506 Y

Durham::Spring Cre::18436 2038 Spring Creek Dr 2062 Spring Creek Dr Asphalt 697.06 24 93 213 Y

Durham::Spring Gle::14692 Newberry Ln Cul‐De‐Sac Asphalt 150.52 24 36 589 Y

Durham::Spring Mea::16060 Spring Meadow Dr Caliper Way Asphalt 483.78 28 81 241 Y

Durham::Spring Mea::16076 Windyrush Ct Ascott Wy Asphalt 226.19 30 71 276 Y

Durham::Spring Mea::16098 Greymist Dr Windyrush Ct Asphalt 366.49 30 29 420 Y

Durham::Spring Mea::16117 Ingram Ct Greymist Dr Asphalt 149.41 30 84 264 Y

Durham::Spring Mea::16127 Juliette Dr Ingram Ct Asphalt 200.06 32 88 317 Y

Durham::Spring Mea::17849 Caliper Way Cultivar Ln Asphalt 293.28 29 89 232 Y

Durham::Spring Mea::17850 Cultivar Ln Alben St Asphalt 681.71 30 83 295 Y

Durham::Spring Mea::18340 Ascott Way Spring Meadow Dr Asphalt 143.81 30 30 545 Y

Durham::Spring St::15346 Dead End Carter Av Asphalt 592.26 19 84 280 Y

Durham::Spring St::15395 Carter Av Midway Av Asphalt 420.59 21 91 205 Y

Durham::Spring St::15453 Midway Av Pleasant Dr Asphalt 564.23 20 56 286 Y

Durham::Spring Wat::17828 Whispering Meadow Ln Cul‐De‐Sac Asphalt 160.58 24 47 191 Y

Durham::Springdale::15620 Kanewood Dr Cedarwood Dr Asphalt 359.77 28 84 268 Y

Durham::Springdale::15621 Cedarwood Dr Driftwood Dr Asphalt 361.38 28 60 309 Y

Durham::Springdale::15622 Beechwood Dr Kanewood Dr Asphalt 272.72 29 47 383 Y

Durham::Springdale::15626 Dead End Sprucewood Dr Asphalt 84.35 32 81 528 Y

Durham::Springdale::15628 Springdale Dr Beechwood Dr Asphalt 196.34 29 90 269 Y

Durham::Springdale::15629 Sprucewood Dr Beechwood Dr Asphalt 416.92 30 85 272 Y

Durham::Springhous::11611 Trail Wood Dr Cul De Sac Asphalt 733.52 28 87 198 Y

Durham::Springstop::15342 Hulon Dr Hayward Dr Asphalt 400.17 22 28 276 Y

Durham::Springstop::15351 Hayward Dr Peachway Dr Asphalt 683.15 23 39 312 Y

Durham::Springtree::18018 Cabin Branch Dr Cul‐De‐Sac Asphalt 100.63 32 88 402 Y

Durham::Springview::11981 Quail Ridge Rd End Of Street Asphalt 357.78 27 39 218 Y

Durham::Spruce Kno::12201 Strebor St Cul De Sac Asphalt 212.25 24 84 218 Y

Durham::Spruce St::13559 Evergreen St Juniper St Asphalt 449.05 29 62 272 Y

Durham::Spruce St::13653 Fern St Evergreen St Asphalt 442.95 29 52 250 Y

Durham::Spruce St::13714 Gilbert St Fern St Asphalt 342.96 27 59 219 Y

Durham::Spruce St::13758 Holloway St Gilbert St Asphalt 323.43 28 45 171 Y

Durham::Spruce St::13804 Eva St Holloway St Asphalt 337.40 27 50 170 Y

Durham::Spruce St::13870 Liberty St Eva St Asphalt 371.28 22 45 377 Y

Durham::Spruce St::14017 Southgate St Liberty St Asphalt 778.29 23 65 266 Y

Durham::Sprucewood::15685 Springdale Dr Willowdale Dr Asphalt 1086.24 25 71 291 Y

Durham::Sprucewood::15747 Willowdale Dr Cul‐De‐Sac Asphalt 709.04 30 87 204 Y

Durham::Sprunt Ave::12487 Mountainview Av N Lasalle St Asphalt 359.93 31 60 164 Y

Durham::Sprunt Ave::12489 Rosemary Av Mountainview Av Asphalt 360.01 30 95 245 Y

Durham::Sprunt Ave::12492 Bellevue Av Rosemary Av Asphalt 482.55 32 40 247 Y

Durham::Sprunt Ave::12516 Hillandale Rd Bellevue Av Asphalt 1583.44 26 91 216 Y

Durham::Sprunt Ave::12517 Virginia Av Alabama Av Asphalt 623.75 29 74 239 Y

Durham::Sprunt Ave::12519 Albany St Virginia Av Asphalt 358.89 24 42 337 Y

Durham::Sprunt Ave::12520 Oakland Av Albany St Asphalt 141.26 32 80 251 Y

Durham::Sprunt Ave::12521 Carolina Av Oakland Av Asphalt 792.91 31 87 248 Y

Durham::Sprunt Ave::12525 Carolina Av Carolina Av Asphalt 79.63 29 41 800 Y

Durham::Sprunt Ave::12528 Maryland Av Carolina Av Asphalt 796.30 28 46 434 Y

Durham::Sprunt Ave::12535 Delaware Av Maryland Av Asphalt 319.38 29 38 317 Y

Durham::Sprunt Ave::12544 Pennsylvania Av Delaware Av Asphalt 334.95 28 34 335 Y

Durham::Sprunt Ave::12549 Broad St Pennsylvania Av Asphalt 344.34 30 95 193 Y

Durham::Sprunt Ave::12551 Clarendon St Broad St Asphalt 358.41 30 79 128 Y

Durham::Sprunt Ave::17814 ALABAMA AV HILLANDALE RD 192.58 25 ‐1 ‐1 N Blocked

Durham::St James C::16570 Highgate Dr Cul‐De‐Sac Asphalt 509.48 29 87 194 Y

Durham::St John Dr::17156 Lynn Rd Ivey Wood Ln Asphalt 594.82 22 57 335 Y

Durham::St Marks R::15814 Westover Rd Thackeray Pl Asphalt 341.60 32 36 366 Y

Durham::St Marks R::15870 Thackeray Pl Chancery Pl Asphalt 1365.41 29 81 235 Y

Durham::St Marks R::15903 Chancery Pl Carlisle Dr Asphalt 421.21 28 28 385 Y

Durham::St Marks R::15952 Northampton Rd Cul‐De‐Sac Asphalt 246.71 29 68 476 Y

Durham::St Marks R::15954 Wentworth Dr Northampton Rd Asphalt 285.12 28 40 423 Y

Durham::St Marks R::15955 Carlisle Dr Wentworth Dr Asphalt 1332.95 28 81 229 Y

Durham::St Paul St::12670 Farthing St N Roxboro St Asphalt 673.70 29 64 445 Y

Durham::Stacy Dr::11321 Open Air Camp Rd Mandel Rd Asphalt 548.81 22 91 192 Y

Durham::Stacy Dr::11324 Mandel Rd Reigal Wood Rd Asphalt 668.57 20 89 151 Y

Durham::Stacy Dr::11326 Reigal Wood Rd Heritage Dr Asphalt 505.20 20 71 391 Y

Durham::Stacy Dr::11328 Heritage Dr Dead End Asphalt 238.84 20 83 337 Y

Durham::Stadium Dr::11496 Woodgreen Dr Dead End Asphalt 83.45 36 77 648 Y

Durham::Stadium Dr::11501 N Prop Line 2814 Stadium Dr Woodgreen Dr Asphalt 274.82 36 45 229 Y

Durham::Stadium Dr::11523 Northwood Hills Av Colindale Ct Asphalt 444.93 37 42 200 Y

Durham::Stadium Dr::11537 Sanderson Dr Northwood Hills Av Asphalt 344.74 37 31 264 Y

Durham::Stadium Dr::11585 Horton Rd Sanderson Dr Asphalt 926.00 34 22 273 Y

Durham::Stadium Dr::11592 Cherrycrest Dr Horton Rd Asphalt 408.33 35 34 341 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Stadium Dr::11628 Wyldewood Rd Cherrycrest Dr Asphalt 544.21 36 25 261 Y

Durham::Stadium Dr::11657 Chalk Level Rd Wyldewood Rd Asphalt 676.61 34 24 191 Y

Durham::Stadium Dr::11670 New Castle Rd Chalk Level Rd Asphalt 316.15 36 30 325 Y

Durham::Stadium Dr::11727 Laurel Meadows Dr New Castle Rd Asphalt 792.10 34 68 164 Y

Durham::Stadium Dr::11770 Rowemont Dr Treeline Dr Asphalt 745.72 35 84 185 Y

Durham::Stadium Dr::11840 Kirkwood Dr Rowemont Dr Asphalt 770.70 34 28 252 Y

Durham::Stadium Dr::11933 W Carver St Kirkwood Dr Asphalt 970.33 37 73 258 Y

Durham::Stadium Dr::12064 Shaftsbury St W Carver St Asphalt 1802.26 37 70 138 Y

Durham::Stadium Dr::12078 Eldorado St Shaftsbury St Asphalt 315.59 36 70 156 Y

Durham::Stadium Dr::12090 Ashley St Eldorado St Asphalt 259.45 35 70 150 Y

Durham::Stadium Dr::12098 Broad St Ashley St Asphalt 351.68 37 72 187 Y

Durham::Stadium Dr::12106 Boyle St Broad St Asphalt 376.01 38 86 302 Y

Durham::Stadium Dr::12120 Birmingham Av Boyle St Asphalt 339.37 38 17 207 Y

Durham::Stadium Dr::12133 N Duke St Birmingham Av Asphalt 676.49 36 79 214 Y

Durham::Stadium Dr::17449 Olympic Av N Duke St Asphalt 1855.83 41 49 166 Y

Durham::Stadium Dr::18235 Laurel Meadows Dr New Castle Rd Asphalt 595.28 36 84 138 Y

Durham::Stadium Dr::18617 Colindale Ct N Prop Line 2814 Stadium Dr Asphalt 172.98 37 29 210 Y

Durham::Stadium Dr::19588 Horton Rd Sanderson Dr Asphalt 266.34 34 33 387 Y

Durham::Stafford D::12238 Sparger Rd Hillsborough Rd Asphalt 1826.67 22 82 170 Y

Durham::Stafford D::12253 Conestoga Dr Sparger Rd Asphalt 452.77 21 69 270 Y

Durham::Stafford D::12264 Gentry Dr Conestoga Dr Asphalt 401.72 23 91 145 Y

Durham::Staley Pl::12157 Medford Rd Cul De Sac Asphalt 644.81 31 62 206 Y

Durham::Stanford D::15360 Cul‐De‐Sac Bexley Ave Asphalt 231.71 24 97 316 Y

Durham::Stanford D::15407 Bexley Av Kamis St Asphalt 296.70 20 84 477 Y

Durham::Stanford D::15460 Kamis St End Of Street Asphalt 273.90 20 94 618 Y

Durham::Stanford D::15505 Princeton Ave End Of Street Asphalt 373.24 20 74 298 Y

Durham::Stanford D::18289 End Of Street Princeton Av Asphalt 191.01 20 91 431 Y

Durham::Stanwood S::13340 Glenrose Dr Goldendale Dr Asphalt 415.84 28 76 371 Y

Durham::Stanwood S::13347 Goldendale Dr Dead End Asphalt 125.20 30 40 641 Y

Durham::Starcross::16243 Vistawood Wy Harwood Ct Asphalt 339.85 23 93 470 Y

Durham::Starcross::16264 Harwood Ct Greenview Dr Asphalt 315.47 22 24 474 Y

Durham::Stardust C::11230 Shady Ln Cul De Sac Asphalt 525.83 24 28 339 Y

Durham::Stardust D::11145 Neptune Ct Stone Mill Pl Asphalt 463.86 29 40 385 Y

Durham::Stardust D::11165 Addison Ct Neptune Ct Asphalt 528.40 28 46 194 Y

Durham::Stardust D::11167 Stone Mill Pl Mornings Wy Asphalt 915.08 28 31 347 Y

Durham::Stardust D::11174 Mornings Wy Dunnhaven Ct Asphalt 264.92 28 53 339 Y

Durham::Stardust D::11181 Bluffside Ct Addison Ct Asphalt 395.38 27 88 222 Y

Durham::Stardust D::11196 Dunnhaven Ct Vandalia Pl Asphalt 272.07 28 82 237 Y

Durham::Stardust D::11202 Timbercreek Ct Bluffside Ct Asphalt 371.46 28 27 523 Y

Durham::Stardust D::11224 Vandalia Pl Shady Ln Asphalt 578.47 27 83 233 Y

Durham::Stardust D::11228 Sandhurst Ct Timbercreek Ct Asphalt 515.03 28 84 338 Y

Durham::Stardust D::11239 Shady Ln Sandhurst Ct Asphalt 320.40 28 82 280 Y

Durham::Stardust D::11247 Infinity Rd Shady Ln Asphalt 178.65 34 69 300 Y

Durham::Stardust D::19490 Infinity Rd Shady Ln Asphalt 100.11 35 67 631 Y

Durham::Starlight::14889 Cedar St University Dr Asphalt 735.68 29 86 282 Y

Durham::Starmont D::12832 End Of Street Andrews Rd Asphalt 1012.60 28 47 290 Y

Durham::Starwood L::11106 Paces Ferry Dr Cul‐De‐Sac Asphalt 442.81 18 70 364 Y

Durham::State St::12352 Hugo St E Maynard Av Asphalt 645.87 24 73 224 Y

Durham::State St::12530 E Ellerbee St E Lavender Av Asphalt 715.05 27 55 548 Y

Durham::State St::12586 E Club Bv E Ellerbee St Asphalt 659.27 28 89 218 Y

Durham::Station Dr::18117 Mainline Sta Roundhouse Ln Asphalt 481.69 24 95 269 Y

Durham::Station Dr::18385 Roundhouse Ln Keystone Park Dr Asphalt 562.55 24 86 304 Y

Durham::Station Dr::19330 Roundhouse Ln Keystone Park Dr Asphalt 48.64 17 59 574 Y

Durham::Station Dr::19336 Mainline Sta Roundhouse Ln Asphalt 372.13 23 91 402 Y

Durham::Station Dr::19805 Roundhouse Ln Keystone Park Dr Asphalt 34.90 30 94 500 Y

Durham::Station Dr::19806 Roundhouse Ln Keystone Park Dr Asphalt 152.85 30 91 495 Y

Durham::Statler Dr::17505 Dead End Pebblestone Dr Asphalt 786.48 29 70 205 Y

Durham::Statler Dr::17509 Magna Dr Knightwood Dr Asphalt 271.37 28 71 336 Y

Durham::Statler Dr::17514 Pebblestone Dr Magna Dr Asphalt 1067.83 28 79 234 Y

Durham::Steadman S::12280 Royal Dr Barry St Asphalt 539.64 24 73 227 Y

Durham::Steele Ave::15183 University Dr Stuart Dr Asphalt 411.87 22 32 437 Y

Durham::Steele Ave::15216 Stuart Dr Augusta Dr Asphalt 407.26 22 24 457 Y

Durham::Steeple Ch::16495 Old Fox Trl Cul‐De‐Sac Asphalt 170.65 28 46 494 Y

Durham::Stennis Wa::15080 Gibson Rd Kitty Hawk Ct Asphalt 207.92 22 70 115 Y

Durham::Stennis Wa::15100 Kitty Hawk Ct Forrestal Dr Asphalt 194.36 22 80 297 Y

Durham::Stephens L::11204 Flagstone Wy Goodwin Rd Asphalt 3235.63 22 48 222 Y

Durham::Stephens L::11225 Danforth Pl Flagstone Wy Asphalt 339.72 22 34 298 Y

Durham::Stephens L::11244 Brown Bark Ct Danforth Pl Asphalt 423.65 22 25 316 Y

Durham::Stephens L::11255 Grist Mill Ln Brown Bark Ct Asphalt 380.34 23 35 235 Y

Durham::Stephens L::11262 Wheatstone Ct Grist Mill Ln Asphalt 325.44 22 36 241 Y

Durham::Stephens L::11277 Infinity Rd Wheatstone Ct Asphalt 395.77 24 31 280 Y

Durham::Stephenson::12484 E Ellerbee St E Lavender Av Asphalt 407.59 30 77 276 Y

Durham::Stephenson::12531 E Club Bv E Ellerbee St Asphalt 376.23 29 31 354 Y

Durham::Stepney Ct::17126 Bay Point Dr Cul‐De‐Sac Asphalt 156.46 22 50 172 Y

Durham::Stepping S::15978 Cherry Blossom Cr Cherry Blossom Cr Asphalt 195.64 20 79 402 Y

Durham::Sterling R::15992 Garrett Rd Morgans Ridge Ln Asphalt 309.54 23 24 337 Y

Durham::Sterling R::16019 Morgans Ridge Ln Cul‐De‐Sac Asphalt 601.75 21 23 340 Y

Durham::Still Pond::17125 Bay Point Dr Cul‐De‐Sac Asphalt 91.21 23 78 377 Y

Durham::Stillhouse::11563 Cul‐De‐Sac Sanderson Dr Asphalt 388.22 28 49 292 Y

Durham::Stillview::11385 Wildwood Dr End Of Pavement Asphalt 720.16 20 34 354 Y

Durham::Stinhurst::16829 Lakehurst Ct Herndon Rd Asphalt 221.84 32 49 359 Y

Durham::Stinhurst::16839 Avonlea Ct Lakehurst Ct Asphalt 606.58 32 72 246 Y

Durham::Stinhurst::16844 Wineberry Dr Shalimar Dr Asphalt 463.24 31 88 314 Y

Durham::Stinhurst::16851 Rhygate Ct Avonlea Ct Asphalt 397.12 31 78 254 Y

Durham::Stinhurst::16852 Shalimar Dr Monteith Ct Asphalt 386.66 28 60 315 Y

Durham::Stinhurst::16853 Monteith Ct Rhygate Ct Asphalt 404.13 30 20 394 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Stirrup Cr::16552 Twin Creeks Ct T W Alexander Dr Asphalt 1170.01 69 46 299 Y

Durham::Stirrup Cr::16553 S Miami Bv Twin Creeks Ct Asphalt 2003.43 39 40 216 Y

Durham::Stirrup Cr::18814 Twin Creeks Ct Cul De Sac Asphalt 566.75 39 54 244 Y

Durham::Stirrup Cr::19707 S Miami Bv Twin Creeks Ct Asphalt 113.00 52 68 446 Y

Durham::Stirrup Cr::19708 S Miami Bv Twin Creeks Ct Asphalt 94.47 47 65 246 Y

Durham::Stirrup Ln::17212 Cedar Grove Dr Cul‐De‐Sac Asphalt 153.99 22 67 388 Y

Durham::Stockbridg::12206 Strebor St Cul De Sac Asphalt 198.27 32 33 518 Y

Durham::Stockton W::16169 Hunters Ridge Tr Farrington Rd Asphalt 239.21 24 80 349 Y

Durham::Stockton W::16201 Dutchess Ln Hunters Ridge Tr Asphalt 411.04 22 72 334 Y

Durham::Stockton W::16216 Knights Arm Dr Dutchess Ln Asphalt 301.47 22 74 451 Y

Durham::Stockton W::16256 Cul De Sac Knights Arm Dr Asphalt 442.88 19 86 529 Y

Durham::Stokes St::14343 Angier Av E Ramseur St Asphalt 424.49 27 53 613 Y

Durham::Stokes St::18286 E Main St Laurel Ave Asphalt 367.72 23 83 218 Y

Durham::Stone Fenc::17841 Stone Fence Ct Cul‐De‐Sac Asphalt 353.60 19 85 199 Y

Durham::Stone Mill::11151 Stardust Dr Cul De Sac Asphalt 341.52 23 31 296 Y

Durham::Stone Park::15801 Stone Rd Cross Park Dr Asphalt 525.92 39 27 277 Y

Durham::Stonebridg::11053 Vintage Hill Pkwy Thornblade Ct Asphalt 521.30 30 93 164 Y

Durham::Stonebridg::11061 Tennwood Ct Cul‐De‐Sac Asphalt 308.65 32 44 223 Y

Durham::Stonebridg::11062 Thornblade Ct Tennwood Ct Asphalt 654.75 29 56 198 Y

Durham::Stonebridg::19493 Vintage Hill Pkwy Thornblade Ct Asphalt 121.63 33 89 182 Y

Durham::Stonebridg::19494 Vintage Hill Pkwy Thornblade Ct Asphalt 129.95 35 92 180 Y

Durham::Stonegate::14471 Cul De Sac Vandora Pl Asphalt 361.06 28 94 231 Y

Durham::Stonegate::14486 Vandora Pl Altmont Ct Asphalt 497.87 29 42 339 Y

Durham::Stonegate::18106 Altmont Ct Corby Ln Asphalt 390.38 28 90 232 Y

Durham::Stonegate::18107 Corby Ln Randolph Rd Asphalt 1007.49 27 75 189 Y

Durham::Stoneglen::11074 Tennwood Ct Cul‐De‐Sac Asphalt 251.36 26 27 474 Y

Durham::Stonehedge::15758 Shrewsbury St Suffolk St Asphalt 526.52 30 88 280 Y

Durham::Stonehedge::15760 Colchester St Shrewsbury St Asphalt 661.81 28 23 320 Y

Durham::Stonehouse::17718 Sutteridge Ct Cul‐De‐Sac Asphalt 584.33 22 84 294 Y

Durham::Stoneleigh::14771 Gwendolyn Cir Cul‐De‐Sac Asphalt 123.02 24 29 478 Y

Durham::Stonelick::13753 Clayton Rd Waystone Pl Asphalt 373.17 29 24 231 Y

Durham::Stonelick::13792 Waystone Pl Big Stone Dr Asphalt 356.02 28 30 239 Y

Durham::Stonelick::13825 Big Stone Dr Little Stone Cr Asphalt 241.09 28 16 425 Y

Durham::Stonelick::13873 Little Stone Cr Greystone Dr Asphalt 230.65 28 24 500 Y

Durham::Stoney Dr::14709 Oak Grove Pw Gwendolyn Cr Asphalt 373.75 23 67 381 Y

Durham::Stoney Dr::14768 Gwendolyn Cir Cul‐De‐Sac Asphalt 574.65 23 29 390 Y

Durham::Stoneybroo::12004 Croasdaile Farm Pw Wild Meadow Dr Asphalt 969.89 30 93 145 Y

Durham::Stoneybroo::12021 Wild Meadow Dr Goldenrod Pl Asphalt 238.89 28 44 205 Y

Durham::Stoneybroo::12039 Goldenrod Pl Marigold Pl Asphalt 233.83 28 93 219 Y

Durham::Stoneybroo::12060 Marigold Pl W Carver St Asphalt 311.57 30 60 166 Y

Durham::Stoneybroo::12096 W Carver St Guernsdel St Asphalt 575.26 30 79 189 Y

Durham::Stoneybroo::12115 Digby Pl Butterwick Pl Asphalt 867.41 28 93 155 Y

Durham::Stoneybroo::12126 Guernsdel St Windgate Dr Asphalt 809.02 29 91 172 Y

Durham::Stoneybroo::12131 Beaver Pl Digby Pl Asphalt 1005.01 29 78 211 Y

Durham::Stoneybroo::12140 Windgate Dr Beaver Pl Asphalt 665.54 29 38 156 Y

Durham::Stoneybroo::17199 Butterwick Pl Cole Mill Rd Asphalt 1044.80 29 94 178 Y

Durham::Stoneybroo::17628 Cole Mill Rd Greenway Cir Asphalt 486.73 22 76 283 Y

Durham::Stradbrook::11706 Yorkshire Dr Cul‐De‐Sac Asphalt 151.82 34 62 312 Y

Durham::Strangford::17307 Freshman Dr Cul‐De‐Sac Asphalt 720.40 20 57 344 Y

Durham::Stratford::15841 Surrey Rd Avon Rd Asphalt 1158.54 23 60 203 Y

Durham::Stratford::18198 Martin Luther King Jr Pkwy End Of Street Asphalt 1561.99 37 90 213 Y

Durham::Stratford::19771 Martin Luther King Jr Pkwy End Of Street Asphalt 120.36 35 93 387 Y

Durham::Stratford::19772 Martin Luther King Jr Pkwy End Of Street Asphalt 341.51 30 83 299 Y

Durham::Stratford::19773 Martin Luther King Jr Pkwy End Of Street Asphalt 124.72 40 84 194 Y

Durham::Stratton W::11818 Brambury Cn Sudbury Rd Asphalt 553.71 28 31 251 Y

Durham::Stratton W::11837 Meriwether Dr Brambury Cn Asphalt 225.06 28 58 309 Y

Durham::Strawberry::16536 Winterberry Ridge Dr Cul‐De‐Sac Asphalt 504.23 25 95 209 Y

Durham::Streamley::15414 Peachway Dr Cul De Sac Asphalt 346.85 22 47 230 Y

Durham::Streamview::16453 Autumn Woods Dr Cul‐De‐Sac Asphalt 411.02 26 78 252 Y

Durham::Strebor St::12174 Spruce Knob Ct Woodmont Dr Asphalt 126.21 29 47 238 Y

Durham::Strebor St::12180 Galaxy Ct Spruce Knob Ct Asphalt 1162.01 30 40 298 Y

Durham::Strebor St::12183 Comet Ct Galaxy Ct Asphalt 354.84 29 37 258 Y

Durham::Strebor St::12184 Cougar Ct Comet Ct Asphalt 166.65 30 47 350 Y

Durham::Strebor St::12185 Dead End Stockbridge Ct Asphalt 393.22 27 80 344 Y

Durham::Strebor St::12187 Mustang Ct Cougar Ct Asphalt 193.42 29 72 204 Y

Durham::Strebor St::12188 Spicers Ct Mustang Ct Asphalt 167.95 28 73 311 Y

Durham::Strebor St::12190 Misty Creek Ct Spicers Ct Asphalt 262.97 30 33 523 Y

Durham::Strebor St::12191 Trimble Ct Misty Creek Ct Asphalt 97.27 28 46 491 Y

Durham::Strebor St::12193 Parkridge Ct Trimble Ct Asphalt 202.54 30 69 290 Y

Durham::Strebor St::12194 Stockbridge Ct Parkridge Ct Asphalt 132.51 30 64 319 Y

Durham::Striding R::16211 Swallows Ridge Ct Cul‐De‐Sac Asphalt 269.65 29 63 299 Y

Durham::Striding R::16249 Tall Oaks Dr Swallows Ridge Ct Asphalt 284.74 29 92 365 Y

Durham::Stroller A::12306 Sovereign St Dead End Asphalt 350.31 22 91 219 Y

Durham::Stroller A::12338 Drake Av Sovereign St Asphalt 427.62 26 93 168 Y

Durham::Strolling::18061 Hidden Ridge Ct Everwood Dr Asphalt 1189.57 28 93 279 Y

Durham::Strolling::18062 Everwood Dr Hidden Ridge Ct Asphalt 915.16 28 91 323 Y

Durham::Strowd Ct::17937 Hemlock Hill Dr Cul‐De‐Sac Asphalt 97.07 21 92 320 Y

Durham::Stuart Dr::15037 Summit St Parkside Dr Asphalt 463.65 31 89 237 Y

Durham::Stuart Dr::15040 Parkside Dr Arrington St Asphalt 194.51 31 78 365 Y

Durham::Stuart Dr::15046 Whitley Dr Shoreham St Asphalt 325.57 31 82 311 Y

Durham::Stuart Dr::15054 Arrington St Whitley Dr Asphalt 576.36 30 74 264 Y

Durham::Stuart Dr::15182 E Woodridge Dr Steele Av Asphalt 715.86 22 95 213 Y

Durham::Stuart Dr::15241 Steele Av W Cornwallis Rd Asphalt 912.23 24 77 384 Y

Durham::Stuart Dr::15253 W Cornwallis Rd Monticello Av Asphalt 465.16 27 68 328 Y

Durham::Stuart Dr::15296 Monticello Av Hope Valley Rd Asphalt 1128.01 27 80 296 Y

Durham::Student Pl::16982 Nc 751 Hwy Intern Way Asphalt 376.71 30 77 372 Y
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Durham::Sturbridge::16289 Kettering Dr Wynfair Dr Asphalt 643.29 26 45 397 Y

Durham::Sturbridge::16308 Wynfair Dr Penhurst Ct Asphalt 180.75 25 34 385 Y

Durham::Sturbridge::16315 Penhurst Ct Cul‐De‐Sac Asphalt 172.66 22 29 223 Y

Durham::Sturdivant::12486 Coolidge Pl Cul De Sac Asphalt 58.88 56 51 583 Y

Durham::Sturdivant::12538 Arthur Ln Coolidge Pl Asphalt 396.84 22 75 256 Y

Durham::Sturdivant::12593 Mckinley St Arthur Ln Asphalt 590.63 22 76 272 Y

Durham::Suda Dr::16449 Bombay Dr Lumley Rd Asphalt 151.76 22 46 592 Y

Durham::Suda Dr::17089 Raj Dr Gandhi Dr Asphalt 418.18 22 60 304 Y

Durham::Suda Dr::17090 Gandhi Dr Rathie Dr Asphalt 399.54 21 34 309 Y

Durham::Suda Dr::17377 Om Ct Bombay Dr Asphalt 266.33 23 33 247 Y

Durham::Suda Dr::17379 Rathie Dr Shiva Ct Asphalt 201.72 22 41 360 Y

Durham::Suda Dr::17381 Shiva Ct Om Ct Asphalt 268.48 22 37 338 Y

Durham::Sudbury Rd::11808 Grammercy Pl Stratton Wy Asphalt 445.19 29 37 291 Y

Durham::Sudbury Rd::11863 Pickwick Tr Grammercy Pl Asphalt 479.64 28 28 254 Y

Durham::Sue Ann Ct::12987 Cynthia Dr Cul‐De‐Sac Asphalt 110.60 26 34 304 Y

Durham::Suffolk St::15637 Old Chapel Hill Rd Shrewsbury St Asphalt 321.07 28 81 210 Y

Durham::Suffolk St::15676 Shrewsbury St Saxony Dr Asphalt 689.74 29 23 361 Y

Durham::Suffolk St::15741 Saxony Dr Stonehedge Av Asphalt 786.15 29 32 473 Y

Durham::Sugar Cree::16198 Wood Valley Ct Cul‐De‐Sac Asphalt 244.72 24 41 470 Y

Durham::Sugar Grov::13802 Marbrey Dr Cul De Sac Asphalt 121.57 24 28 366 Y

Durham::Sugar Mapl::13943 Thistlerock Ln Cul De Sac Asphalt 149.31 24 27 685 Y

Durham::Sugar Pine::15053 Creek Wood Tr Cul De Sac Asphalt 461.22 27 21 300 Y

Durham::Sugar Pine::15146 Forest Edge Tr Creek Wood Tr Asphalt 716.35 28 35 411 Y

Durham::Sugar Pine::15179 Big Oak Ct Forest Edge Tr Asphalt 273.50 29 29 527 Y

Durham::Sugar Pine::15233 Branchwood Dr Big Oak Ct Asphalt 388.28 31 26 377 Y

Durham::Sugar Tree::18912 Silver Star Dr Ranbir Dr Asphalt 383.72 32 71 255 Y

Durham::Sugar Tree::19374 Silver Star Dr Sugar Tree Pl Asphalt 51.25 24 ‐1 ‐1 N Does Not Match Shapefile

Durham::Sugarwood::11572 Horton Rd Horton Rd Asphalt 174.19 28 66 188 Y

Durham::Sugarwood::11573 Winding Creek C Weather Hill Cr Asphalt 14.78 27 79 208 Y

Durham::Sugarwood::11575 Winding Creek C Winding Creek C Asphalt 218.76 28 89 254 Y

Durham::Sugarwood::11588 Peppertree St Winding Creek C Asphalt 336.49 28 93 226 Y

Durham::Sugarwood::11590 Cul De Sac Peppertree St Asphalt 199.89 28 93 170 Y

Durham::Summer Bre::11513 Cul‐De‐Sac Ocean Ct Asphalt 140.97 22 87 250 Y

Durham::Summer Bre::11515 Ocean Ct Danube Ln Asphalt 558.74 23 85 230 Y

Durham::Summer Bre::11516 Danube Ln Danube Ln Asphalt 529.58 22 75 195 Y

Durham::Summer Rid::11143 Cheshire Bridge Cul De Sac Asphalt 328.75 24 50 638 Y

Durham::Summer Sto::17127 Vienna Dr Salzburg Ct Asphalt 485.56 28 91 215 Y

Durham::Summer Sto::17128 Danube Ln 518 Summer Storm Dr Asphalt 313.58 22 69 189 Y

Durham::Summer Sto::18258 Salzburg Ct Rainmaker Dr Asphalt 480.06 28 88 296 Y

Durham::Summer Sto::18259 Rainmaker Dr Rainmaker Dr Asphalt 420.04 22 89 249 Y

Durham::Summer Sto::18285 Rainmaker Dr Vienna Dr Asphalt 185.46 22 62 213 Y

Durham::Summer Sto::18690 518 Summer Storm Dr Rainmaker Dr Asphalt 138.60 22 68 347 Y

Durham::Summerglen::16766 Limerick Ln Cul De Sac Asphalt 485.65 24 88 328 Y

Durham::Summertime::16445 Meadowrun Dr Cul‐De‐Sac Asphalt 243.93 24 89 318 Y

Durham::Summervill::11027 Abbotsford Ct Circle Asphalt 337.22 28 91 245 Y

Durham::Summervill::11046 Vintage Hill Dr Abbotsford Ct Asphalt 712.20 28 87 220 Y

Durham::Summit St::15018 Forestwood Dr Stuart Dr Asphalt 544.71 35 66 271 Y

Durham::Summit St::15190 Stuart Dr S Roxboro St Asphalt 1099.26 20 55 206 Y

Durham::Summit St::19626 Stuart Dr S Roxboro St Asphalt 204.92 40 40 293 Y

Durham::Summit St::19627 Forestwood Dr Stuart Dr Asphalt 310.18 30 56 214 Y

Durham::Sun Dried::17459 Danube Ln Felicia St Asphalt 306.30 22 77 218 Y

Durham::Sun Dried::17461 Felicia St Weeping Willow Dr Asphalt 254.99 21 93 206 Y

Durham::Sun Dried::17462 Weeping Willow Dr Cul‐De‐Sac Asphalt 312.96 18 97 285 Y

Durham::Sun Valley::16424 Sunningdale Wy Meadowrun Dr Asphalt 1225.87 29 46 460 Y

Durham::Sun Valley::16427 Meadowrun Dr Cul‐De‐Sac Asphalt 415.83 22 43 376 Y

Durham::Sundance C::17134 Eagle View Dr Eagle View Dr Asphalt 1426.50 22 60 197 Y

Durham::Sundial Ci::11996 Lions Ct Weeping St Asphalt 268.11 22 41 276 Y

Durham::Sundial Ci::12000 Weeping St Rhyn Ct Asphalt 336.44 22 44 496 Y

Durham::Sundial Ci::12008 Rhyn Ct Malbry Pl Asphalt 341.91 22 43 390 Y

Durham::Sundial Ci::12014 Malbry Pl Old Oxford Connector Asphalt 316.14 22 46 313 Y

Durham::Sundial Ci::12088 Old Oxford Connector Mellon Ct Asphalt 252.34 22 68 238 Y

Durham::Sundial Ci::12091 Weeping St Lions Ct Asphalt 1619.85 22 43 195 Y

Durham::Sundial Ci::12093 Mellon Ct Weeping St Asphalt 643.67 23 40 205 Y

Durham::Sunningdal::16338 Sunningdale Way Lucknam Ln Asphalt 1225.86 28 29 285 Y

Durham::Sunningdal::16341 Sun Valley Dr Cul‐De‐Sac Asphalt 476.19 25 91 279 Y

Durham::Sunningdal::16346 Hope Valley Rd Sunningdale Wy Asphalt 159.06 39 49 441 Y

Durham::Sunningdal::16362 Sunningdale Way Sunningdale Way Asphalt 588.57 29 35 312 Y

Durham::Sunningdal::16363 Danesfield Ct Sunningdale Way Asphalt 301.54 30 26 406 Y

Durham::Sunningdal::16364 Sunningdale Way Sun Valley Dr Asphalt 532.18 29 29 483 Y

Durham::Sunny Ct::11823 Clarion Dr Chalice St Asphalt 1110.38 22 72 230 Y

Durham::Sunny Ct::11824 Fleming Dr Fleming Dr Asphalt 1148.70 20 75 233 Y

Durham::Sunny Ct::11826 Fleming Dr Clarion Dr Asphalt 552.83 21 82 297 Y

Durham::Sunrise Pl::12814 American Dr Cul De Sac Asphalt 612.45 27 60 289 Y

Durham::Sunset Ave::12448 Delaware Av Maryland Av Asphalt 341.71 30 80 330 Y

Durham::Sunset Ave::12451 Pennsylvania Av Delaware Av Asphalt 319.17 31 82 173 Y

Durham::Sunset Ave::12454 Broad St Pennsylvania Av Asphalt 336.27 30 79 255 Y

Durham::Sunset Ave::12470 Maryland Av Carolina Av Asphalt 795.40 30 91 213 Y

Durham::Sunset Ave::12474 Carolina Av Albany St Asphalt 1016.51 29 85 259 Y

Durham::Superior C::19064 Tahoe Dr Cul‐De‐Sac Asphalt 160.81 22 26 220 Y

Durham::Surles Ct::17019 S Miami Blvd Cul‐De‐Sac Asphalt 1721.48 38 94 187 Y

Durham::Surrey Gre::15914 Hope Valley Rd Trail 23 Asphalt 488.48 31 89 209 Y

Durham::Surrey Rd::15781 Stratford Rd Devon Rd Asphalt 478.33 22 74 261 Y

Durham::Surrey Rd::15798 Dover Rd Surrey Rd Asphalt 878.22 20 72 335 Y

Durham::Surrey Rd::15807 Exeter Wy Dover Rd Asphalt 407.75 20 93 239 Y

Durham::Surrey Rd::15837 Cornwall Rd Exeter Wy Asphalt 1313.50 20 71 239 Y

Durham::Surrey Rd::15856 Norwich Wy Cornwall Rd Asphalt 443.13 17 58 332 Y
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Durham::Surrey Rd::15884 Hathaway Rd Norwich Way Asphalt 1159.97 22 72 170 Y

Durham::Surrey Rd::15892 Hope Valley Rd Hathaway Rd Asphalt 401.28 22 79 192 Y

Durham::Surrey Rd::18795 Surrey Rd Dover Rd Asphalt 207.01 24 62 372 Y

Durham::Sutherland::18030 Vintage Hill Dr Cul‐De‐Sac Asphalt 260.02 28 95 276 Y

Durham::Sutteridge::17719 End Of Cul‐De‐Sac Sandhill Ln Asphalt 462.16 25 85 201 Y

Durham::Sutteridge::17723 Sandhill Ln Lyon Farm Dr Asphalt 223.79 28 80 339 Y

Durham::Sutteridge::17724 Lyon Farm Dr Monaco Ct Asphalt 180.34 24 74 246 Y

Durham::Sutteridge::17725 Stonehouse Ct Cul‐De‐Sac Asphalt 282.89 23 93 370 Y

Durham::Sutteridge::17726 Monaco Ct Stonehouse Ct Asphalt 354.06 22 83 384 Y

Durham::Sutton Pl::14202 Weatherby Dr Cul‐De‐Sac Asphalt 258.29 25 95 256 Y

Durham::Swabia Ct::17015 Emperor Blvd Cul‐De‐Sac Asphalt 623.15 34 29 397 Y

Durham::Swallows R::16212 Striding Ridge Ct Cul‐De‐Sac Asphalt 634.80 24 87 324 Y

Durham::Swan St::13595 Burch Av Duke University Rd Asphalt 308.91 25 37 313 Y

Durham::Swanns Mil::17689 Cozart St Damsel Way Asphalt 291.78 28 90 223 Y

Durham::Swanns Mil::17741 Hebron Rd Cozart St Asphalt 295.72 42 92 197 Y

Durham::Swanns Mil::18065 Damsel Way Miller Dr Asphalt 573.72 28 84 198 Y

Durham::Swanns Mil::18066 Damsel Way Hoppers Dr Asphalt 584.06 28 82 187 Y

Durham::Swanns Mil::19570 Hebron Rd Cozart St Asphalt 182.26 34 76 160 Y

Durham::Swansea St::15520 3312 Swansea St Sherbon Dr Asphalt 322.11 21 95 285 Y

Durham::Swansea St::15545 Sherbon Dr Eubanks Rd Asphalt 363.11 16 55 388 Y

Durham::Swansea St::15575 Eubanks Rd End Of Street Asphalt 146.54 16 43 692 Y

Durham::Swansea St::18702 Dead End 3312 Swansea St Asphalt 100.41 20 95 544 Y

Durham::Swarthmore::16176 Garrett Rd Litchfield Ct Asphalt 245.71 28 21 518 Y

Durham::Swarthmore::16181 Malvern Rd Garrett Rd Asphalt 1172.34 29 68 350 Y

Durham::Swarthmore::16190 Litchfield Ct Thetford Rd Asphalt 514.48 29 84 287 Y

Durham::Swarthmore::16192 Dorchester Dr Malvern Rd Asphalt 719.96 20 65 288 Y

Durham::Swarthmore::16193 Thetford Rd Heather Pl Asphalt 267.58 29 89 294 Y

Durham::Swarthmore::16218 Hope Valley Rd Dorchester Dr Asphalt 1376.33 20 60 255 Y

Durham::Swarthmore::16223 Heather Pl Bryncastle Ct Asphalt 457.74 29 96 251 Y

Durham::Swarthmore::16247 Bryncastle Ct Amesbury Ln Asphalt 540.97 28 96 332 Y

Durham::Swarthmore::16292 Amesbury Ln Cul‐De‐Sac Asphalt 913.98 28 89 274 Y

Durham::Sweet Clov::16356 Willow Point Ct Icon Ct Asphalt 297.87 22 91 295 Y

Durham::Sweet Clov::16358 Long Ridge Rd Willow Point Ct Asphalt 376.21 22 93 314 Y

Durham::Sweet Clov::16385 Icon Ct Cul‐De‐Sac Asphalt 351.50 22 79 267 Y

Durham::Sweet Gale::17925 Golden Crest Dr Hamlin Rd Asphalt 889.88 22 79 195 Y

Durham::Sweet Gale::18217 Glade Aster Dr Golden Crest Dr Asphalt 1073.05 22 90 196 Y

Durham::Sweet Gale::18218 Cul‐De‐Sac Glade Aster Dr Asphalt 500.62 21 91 149 Y

Durham::Sweetbay C::11648 Horton Rd Cul‐De‐Sac Asphalt 430.51 24 52 675 Y

Durham::Sweetberry::11979 Quail Ridge Rd Cul De Sac Asphalt 104.03 51 94 172 Y

Durham::Swift Ave::13312 Caswell Pl Hull Av Asphalt 168.15 48 82 189 Y

Durham::Swift Ave::13365 Hull Av Faber St Asphalt 449.79 27 37 201 Y

Durham::Swift Ave::13423 Faber St Campus Dr Asphalt 457.40 27 53 189 Y

Durham::Swift Ave::13519 Campus Dr Sylvan Rd Asphalt 655.08 31 56 315 Y

Durham::Swift Ave::13586 Sylvan Rd Duke University Rd Asphalt 400.87 29 56 248 Y

Durham::Swift Ave::19542 Caswell Pl Hull Av Asphalt 154.13 28 46 407 Y

Durham::Swift Ave::19543 Caswell Pl Hull Av Asphalt 70.21 62 79 234 Y

Durham::Swift Cree::18315 Fayetteville Rd Cozy Hollow Ln Asphalt 898.75 28 99 153 Y

Durham::Swift Cree::18317 Cozy Hollow Ln South Bend Dr Asphalt 365.46 24 100 217 Y

Durham::Swift Cree::18320 South Bend Dr Swift Creek Xing Asphalt 161.80 23 98 262 Y

Durham::Swift Cree::18717 South Bend Dr Swift Creek Xing Asphalt 1288.02 23 100 192 Y

Durham::Swift Cree::18718 Nordstrom Dr Glorious Sunset Ln Asphalt 532.41 23 100 240 Y

Durham::Swift Cree::18719 Glorious Sunset Ln Hite Bluffs Ct Asphalt 373.46 25 100 208 Y

Durham::Swift Cree::18720 Hite Bluffs Ct Swift Creek Xing Asphalt 1715.34 23 100 217 Y

Durham::Swindell C::17933 Pattersons Mill Rd Cul‐De‐Sac Asphalt 159.13 19 74 367 Y

Durham::Sybil Dr::14798 Hursey St Carolyn Dr Asphalt 473.38 28 23 284 Y

Durham::Sybil Dr::14893 Carolyn Dr Nantuckett Av Asphalt 703.88 29 45 254 Y

Durham::Sybil Dr::14913 Nantuckett Av Carolyn Dr Asphalt 208.05 30 36 401 Y

Durham::Sycamore S::14820 Kent St Rosedale Av Asphalt 730.68 31 94 219 Y

Durham::Sycamore S::14837 Cedar St University Dr Asphalt 952.21 29 92 276 Y

Durham::Sycamore S::17465 Morristown Cir Moores Creek Rd Asphalt 548.70 28 69 270 Y

Durham::Sycamore S::17466 Moores Creek Rd Cumberland Dr Asphalt 606.21 23 79 214 Y

Durham::Sycamore S::17486 American Dr Morristown Cir Asphalt 345.95 28 54 197 Y

Durham::Sydenham R::16927 Herndon Rd Cul‐De‐Sac Asphalt 649.40 26 81 287 Y

Durham::Sylvan Rd::13520 Cul‐De‐Sac Swift Ave Asphalt 375.66 28 86 442 Y

Durham::Sylvias Ct::18094 Cul‐De‐Sac Nobel Dr Asphalt 30.98 68 79 190 Y

Durham::Sylvias Ct::18095 Nobel Dr Northlake Dr Asphalt 671.10 22 93 186 Y

Durham::Synnotts P::11522 Cabes Mill Rd Rose Of Sharon Rd Asphalt 451.58 26 87 208 Y

Durham::Synnotts P::11533 Hillandale Rd Cabes Mill Rd Asphalt 925.42 25 81 237 Y

Durham::Syracuse P::12827 Lindmont Ave Cul‐De‐Sac Asphalt 531.08 23 90 316 Y

Durham::Syston Ct::17334 Oxfordshire Ln Cul‐De‐Sac Asphalt 180.18 20 54 283 Y

Durham::Tabernacle::18409 Token House Rd Cul‐De‐Sac Asphalt 274.28 28 94 405 Y

Durham::Tacoma Ct::11226 Mystic Dr Cul De Sac Asphalt 157.05 19 62 369 Y

Durham::Tahoe Dr::18992 Lakeshore Dr Shasta Ct Asphalt 210.47 22 23 411 Y

Durham::Tahoe Dr::18994 Shasta Ct Ringwood Ct Asphalt 223.04 26 29 456 Y

Durham::Tahoe Dr::18998 Ringwood Ct Highrock Ct Asphalt 167.86 26 87 293 Y

Durham::Tahoe Dr::19003 Highrock Ct Hanska Ct Asphalt 174.58 26 88 234 Y

Durham::Tahoe Dr::19013 Geneva Ct Lakeshore Dr Asphalt 550.62 22 26 365 Y

Durham::Tahoe Dr::19019 Hanska Ct Drysdale Ct Asphalt 469.99 26 40 245 Y

Durham::Tahoe Dr::19029 Chelan Ct Geneva Ct Asphalt 344.16 22 28 345 Y

Durham::Tahoe Dr::19033 Drysdale Ct Forest Ridge Dr Asphalt 221.42 26 85 243 Y

Durham::Tahoe Dr::19046 Forest Ridge Dr Flagstaff Ct Asphalt 218.23 26 35 300 Y

Durham::Tahoe Dr::19048 Ontario Ct Chelan Ct Asphalt 332.81 22 36 351 Y

Durham::Tahoe Dr::19063 Superior Ct Ontario Ct Asphalt 286.87 22 22 364 Y

Durham::Tahoe Dr::19073 Flagstaff Ct Ozark Ct Asphalt 451.25 26 29 204 Y

Durham::Tahoe Dr::19078 Ozark Ct Woodlake Dr Asphalt 290.31 26 30 360 Y

Durham::Tahoe Dr::19082 Woodlake Dr Rose Bay Ct Asphalt 227.34 22 86 269 Y
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Durham::Tahoe Dr::19084 Rose Bay Ct Superior Ct Asphalt 473.60 22 95 197 Y

Durham::Talcott Dr::12565 Cauldwell Ln Virginia Dare Ct Asphalt 654.48 28 64 253 Y

Durham::Talcott Dr::12566 Virginia Dare Ct American Dr Asphalt 312.31 28 64 218 Y

Durham::Talcott Dr::12597 Valley Forge Rd Cauldwell Ln Asphalt 333.81 28 91 225 Y

Durham::Talcott Dr::12639 Gorham Pl Valley Forge Rd Asphalt 751.60 28 77 209 Y

Durham::Talcott Dr::12656 Constitution Dr Gorham Pl Asphalt 495.68 29 79 256 Y

Durham::Talcott Dr::12668 Kismet Dr Westfield Dr Asphalt 394.66 23 91 281 Y

Durham::Talcott Dr::12687 Westfield Dr Constitution Dr Asphalt 889.74 26 80 221 Y

Durham::Talford Av::17533 S Roxboro St Wadsworth Av Asphalt 244.10 28 77 543 Y

Durham::Tall Leaf::18047 Lakeview Rd Cul‐De‐Sac Asphalt 318.53 21 93 316 Y

Durham::Tall Oaks::16252 Striding Ridge Ct Hitching Rack Ct Asphalt 162.69 30 41 198 Y

Durham::Tall Oaks::16257 Cobble Glen Ct Striding Ridge Ct Asphalt 246.46 30 34 379 Y

Durham::Tall Oaks::16272 Gray Fox Ct Cobble Glen Ct Asphalt 149.01 30 47 327 Y

Durham::Tall Oaks::16277 Midpines Ct Gray Fox Ct Asphalt 150.57 29 90 280 Y

Durham::Tall Oaks::16280 Hitching Rack Ct Brightleaf Ct Asphalt 366.88 30 92 306 Y

Durham::Tall Oaks::16298 Cook Rd Midpines Ct Asphalt 428.90 32 88 228 Y

Durham::Tall Oaks::16348 Brightleaf Ct Fortunes Ridge Dr Asphalt 802.18 31 92 209 Y

Durham::Tampa Ave::12304 Sovereign St End Of Street Asphalt 291.66 24 91 209 Y

Durham::Tampa Ave::12337 Drake Av Sovereign St Asphalt 434.39 19 86 288 Y

Durham::Tampa Ave::12396 Indian Tr Drake Av Asphalt 528.85 18 62 264 Y

Durham::Tanager Tr::16104 Cardinal Dr End Of Street Asphalt 267.89 26 76 174 Y

Durham::Tanager Tr::19720 Cardinal Dr End Of Street Asphalt 159.81 30 68 203 Y

Durham::Tanglewood::14662 Welcome Dr Friendship Rd Asphalt 423.26 21 79 217 Y

Durham::Tanglewood::14668 Tryon Rd Welcome Dr Asphalt 417.31 19 56 367 Y

Durham::Tanglewood::14680 End Of Street Rolling Hill Rd Asphalt 421.75 29 65 458 Y

Durham::Tanglewood::14731 Rolling Hill Rd Ridge Rd Asphalt 472.06 29 53 346 Y

Durham::Tannenbaum::18134 Cumberland Dr Wusket Ln Asphalt 261.92 20 95 178 Y

Durham::Tanners Mi::18494 September Dr Cul‐De‐Sac Asphalt 490.50 28 95 167 Y

Durham::Tanners Mi::18496 S Mineral Springs Rd September Dr Asphalt 184.75 28 95 364 Y

Durham::Tanners Mi::18594 October Dr S Mineral Springs Rd Asphalt 213.92 28 94 276 Y

Durham::Tanners Mi::18596 Spacious Skies Ln October Dr Asphalt 201.06 30 94 272 Y

Durham::Tanners Mi::18638 Spacious Skies Ln October Dr Asphalt 608.88 28 95 203 Y

Durham::Tanners Mi::18639 Thoughtful Spot Ln Spacious Skies Ln Asphalt 105.30 28 71 526 Y

Durham::Tanners Mi::18664 E Horseshoe Rd Thoughtful Spot Ln Asphalt 234.50 28 99 278 Y

Durham::Tanners Mi::18666 Thoughtful Spot Ln Spacious Skies Ln Asphalt 218.87 28 100 320 Y

Durham::Tanyard Ct::16796 Beecham Wy Cul De Sac Asphalt 248.43 28 58 340 Y

Durham::Tapestry T::16039 Alderbrook Ln Conklin Dr Asphalt 283.91 22 72 245 Y

Durham::Tapestry T::16049 Conklin Dr Gaithers Pointe Dr Asphalt 611.00 23 26 297 Y

Durham::Tapestry T::17670 Cul De Sac Alderbrook Ln Asphalt 175.25 18 72 426 Y

Durham::Tarawa Ter::12707 Tarawa Ter Cul‐De‐Sac Asphalt 95.93 22 87 414 Y

Durham::Tarawa Ter::12708 Tarawa Ter Cul‐De‐Sac Asphalt 95.97 26 57 494 Y

Durham::Tarawa Ter::12728 American Dr Tarawa Te Asphalt 260.92 21 81 247 Y

Durham::Tarik Dr::15656 Dixon Rd Mossdale Av Asphalt 412.42 26 94 229 Y

Durham::Tarik Dr::18123 Mossdale Ave End Of Street Asphalt 229.48 22 39 284 Y

Durham::Tarra Pl::16331 Garrett Rd Cul‐De‐Sac Asphalt 244.38 24 35 284 Y

Durham::Tarrywood::13532 Gladstone Dr Cul De Sac Asphalt 163.52 20 27 651 Y

Durham::Tartan Ct::11755 Rowemont Dr Cul‐De‐Sac Asphalt 151.39 27 93 212 Y

Durham::Taulton Ct::15331 Cottonwood Dr Cul‐De‐Sac Asphalt 302.24 23 90 350 Y

Durham::Taylor Hal::17899 Cul‐De‐Sac Mill Hill Ln Asphalt 69.88 36 56 698 Y

Durham::Taylor Hal::18037 Yale Ln Mill Hill Asphalt 745.07 21 82 261 Y

Durham::Taylor Hal::18181 Yale Ln Cul‐De‐Sac Asphalt 698.57 22 90 311 Y

Durham::Taylor St::13919 N Elizabeth St Hopkins St Asphalt 252.83 24 61 295 Y

Durham::Taylor St::13957 Hopkins St N Elm St Asphalt 799.79 28 59 223 Y

Durham::Taylor St::14011 N Elm St N Alston Av Asphalt 415.88 37 91 166 Y

Durham::Taylor St::14048 N Alston Av N Holman St Asphalt 417.73 37 100 309 Y

Durham::Taylor St::14128 N Guthrie Av N Briggs Av Asphalt 426.50 29 29 547 Y

Durham::Taylor St::14133 N Driver St N Guthrie Av Asphalt 592.65 29 84 220 Y

Durham::Taylor St::14135 Cherry Grove St N Driver St Asphalt 316.88 27 74 233 Y

Durham::Taylor St::14136 N Maple St Cherry Grove St Asphalt 348.50 28 29 457 Y

Durham::Taylor St::14141 Eastway Ave N Hyde Park Ave Asphalt 420.89 28 55 238 Y

Durham::Taylor St::14142 N Hyde Park Av N Maple St Asphalt 362.18 25 79 267 Y

Durham::Taylor St::14146 N Briggs Av Raynor St Asphalt 473.31 26 92 286 Y

Durham::Taylor St::14153 Raynor St Gary St Asphalt 732.40 35 63 244 Y

Durham::Taylor St::17159 Gary St End Of Street Asphalt 318.71 35 83 193 Y

Durham::Taylor St::18102 N Holman St N Blacknall St Asphalt 299.44 28 100 322 Y

Durham::Taylor St::18103 N Blacknall St Eastway Ave Asphalt 282.31 25 25 266 Y

Durham::Taylor St::19350 N Elizabeth St Hopkins St Asphalt 148.12 30 33 230 Y

Durham::Teahouse C::17818 Marena Pl Cul‐De‐Sac Asphalt 264.84 20 87 256 Y

Durham::Teakwood C::16388 Fortunes Ridge Dr Cul‐De‐Sac Asphalt 236.33 29 95 351 Y

Durham::Technology::11689 Medical Park Dr Danube Ln Asphalt 1505.22 28 49 227 Y

Durham::Technology::11702 Ben Franklin Bv Medical Park Dr Asphalt 292.00 38 22 404 Y

Durham::Technology::19767 Medical Park Dr Danube Ln Asphalt 221.95 36 27 219 Y

Durham::Teermark L::17961 Shuford Dr Morehead Hill Ct Asphalt 250.57 29 95 326 Y

Durham::Teermark L::17966 Morehead Hill Ct Brodgen Ln Asphalt 144.31 30 93 486 Y

Durham::Teermark L::18279 Cul‐De‐Sac Shuford Dr Asphalt 222.96 21 84 282 Y

Durham::Temple Ln::16928 Revere Rd End Of Cul‐De‐Sac Asphalt 506.00 28 29 239 Y

Durham::Tennessee::18126 Genlee Dr Miller Dr Asphalt 826.70 23 93 210 Y

Durham::Tennessee::18127 Miller Dr Cul‐De‐Sac Asphalt 154.74 28 92 316 Y

Durham::Tennis Clu::18280 Copper Leaf Pkwy Cul‐De‐Sac Asphalt 256.44 23 95 200 Y

Durham::Tennwood C::11073 Stonebridge Dr Stoneglen Ct Asphalt 1618.53 31 59 322 Y

Durham::Tennwood C::11078 Stoneglen Ct Cul‐De‐Sac Asphalt 833.85 29 42 399 Y

Durham::Tennyson P::12314 Lorain Av Cul De Sac Asphalt 210.94 30 61 498 Y

Durham::Tenure Cir::16956 Chancellors Ridge Dr College Av Asphalt 409.12 25 92 280 Y

Durham::Texanna Ci::15720 Selby Av Cul De Sac Asphalt 154.37 20 81 636 Y

Durham::Thackeray::15815 St Marks Rd Cul‐De‐Sac Asphalt 182.39 29 51 339 Y

Durham::Thames Ave::11539 Marne Ave Cul‐De‐Sac Asphalt 157.11 29 23 328 Y
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Durham::Thames Ave::11565 Horton Rd Marne Av Asphalt 473.99 29 88 179 Y

Durham::Thaxton Pl::15972 Cherry Blossom Cr S Roxboro St Asphalt 197.78 28 88 275 Y

Durham::Thebes Pl::13672 Greyson Dr Cul De Sac Asphalt 201.74 23 87 253 Y

Durham::Thelma St::12080 Raven St Dearborn Dr Asphalt 477.20 28 56 242 Y

Durham::Thelma St::12150 Dearborn Dr Raven St Asphalt 1627.81 29 84 212 Y

Durham::Thensia Ct::14157 Cul De Sac Phauff Ct Asphalt 79.57 36 28 314 Y

Durham::Theodore L::15638 End Of Street Kristy Pl Asphalt 205.44 19 87 604 Y

Durham::Theodore L::15663 Kristy Pl Jane Ln Asphalt 494.26 20 87 306 Y

Durham::Theodore L::17096 Jane Ln Cul‐De‐Sac Asphalt 191.78 24 81 230 Y

Durham::Theresa St::15184 W Weaver St W Alton St Asphalt 441.75 30 83 185 Y

Durham::Thetford R::16105 Amesbury Ln Pittsford Pl Asphalt 639.40 28 78 275 Y

Durham::Thetford R::16106 Pittsford Pl Cobscook Dr Asphalt 697.89 28 74 284 Y

Durham::Thetford R::16114 Marydell Ln Amesbury Ln Asphalt 308.87 28 87 279 Y

Durham::Thetford R::16188 Swarthmore Rd Marydell Ln Asphalt 889.48 28 81 307 Y

Durham::Thetford R::17816 Cobscook Dr Woodberry Rd Asphalt 222.38 28 83 464 Y

Durham::Third Fork::15684 End Of Street Archdale Dr Asphalt 1252.98 20 94 154 Y

Durham::Third Fork::19770 End Of Street Archdale Dr Asphalt 142.19 22 78 570 Y

Durham::Thistlecon::15404 Bexley Av Prentiss Pl Asphalt 254.55 31 66 293 Y

Durham::Thistlecon::15435 Prentiss Pl Manchester Dr Asphalt 332.64 30 64 258 Y

Durham::Thistleroc::13835 Marbrey Dr Cul De Sac Asphalt 327.87 24 36 439 Y

Durham::Thistleroc::13881 N Berrymeadow Ln Marbrey Dr Asphalt 427.64 24 30 464 Y

Durham::Thistleroc::13942 Sugar Maple Ct N Berrymeadow Ln Asphalt 316.88 25 31 371 Y

Durham::Thistleroc::13983 W Lillyfield Ct Sugar Maple Ct Asphalt 309.35 25 50 336 Y

Durham::Thistleroc::14052 Armitage Dr W Lillyfield Ct Asphalt 330.35 26 46 312 Y

Durham::Thomas St::15956 Angier Av Bethesda Av Asphalt 342.80 17 72 278 Y

Durham::Thompsonvi::18242 South Bend Dr Cul‐De‐Sac Asphalt 576.67 20 95 197 Y

Durham::Thoreau Dr::17405 Lumley Rd Brimmer St Asphalt 697.62 27 74 157 Y

Durham::Thoreau Dr::17407 Brimmer St Beacon Pl Asphalt 310.13 26 68 176 Y

Durham::Thoreau Dr::17409 Thoreau Dr Castlewell Pl Asphalt 320.44 22 69 199 Y

Durham::Thoreau Dr::17410 Castlewell Pl Cul‐De‐Sac Asphalt 182.38 22 73 182 Y

Durham::Thorn Broo::14602 Oak Grove Pkwy Cul‐De‐Sac Asphalt 136.00 24 52 224 Y

Durham::Thorn Crof::16629 Shallowford Ln Cul De Sac Asphalt 176.52 36 67 546 Y

Durham::Thornblade::18028 Cul‐De‐Sac Stonebridge Dr Asphalt 231.75 26 31 248 Y

Durham::Thorne Rid::16450 Briarfield Ct Cul‐De‐Sac Asphalt 297.19 26 60 371 Y

Durham::Thorne Rid::16452 Highgate Dr Briarfield Ct Asphalt 287.94 26 36 362 Y

Durham::Thorne St::12504 E Ellerbee St E Lavender Av Asphalt 583.77 29 34 451 Y

Durham::Thorne St::12546 E Club Bv E Ellerbee St Asphalt 378.06 30 62 331 Y

Durham::Thorngate::18421 Willowcrest Rd Cul‐De‐Sac Asphalt 212.05 29 95 283 Y

Durham::Thornwood::13818 Diamond Ct Quartz Dr Asphalt 339.64 22 89 289 Y

Durham::Thornwood::13819 Quartz Dr Cul‐De‐Sac Asphalt 263.37 22 92 422 Y

Durham::Thornwood::18010 Obsidian Way Pvmt Chg Asphalt 113.26 22 93 657 Y

Durham::Thornwood::18011 End Of Phased Construction Diamond Ct Asphalt 152.86 22 86 368 Y

Durham::Thornwood::18013 Grandview Dr Obsidian Way Asphalt 516.94 30 31 361 Y

Durham::Thorton Ct::17412 Skybrook Ln Cul‐De‐Sac Asphalt 183.54 20 80 286 Y

Durham::Thoughtful::18665 Tanners Mill Dr Cul‐De‐Sac Asphalt 570.98 28 100 135 Y

Durham::Tiffany Pl::11598 Peppertree St Cul De Sac Asphalt 95.23 29 77 776 Y

Durham::Timber Pl::12066 Weeping St Cul‐De‐Sac Asphalt 310.33 23 31 244 Y

Durham::Timber Wol::16859 Panthers Run Dr Hunting Chase Asphalt 368.21 23 49 260 Y

Durham::Timber Wol::17118 Hunting Chase Ramcat Rd Asphalt 335.50 23 87 328 Y

Durham::Timber Wol::17119 Ramcat Rd Cul‐De‐Sac Asphalt 770.74 23 80 332 Y

Durham::Timbercree::11201 Stardust Dr Cul De Sac Asphalt 228.48 22 30 455 Y

Durham::Timbercree::11205 Dead End Stardust Dr Asphalt 192.79 23 31 748 Y

Durham::Timbermill::18969 Logger Ct Lacy Rd Asphalt 257.42 18 78 206 Y

Durham::Timbermill::18972 Carpenter Fletcher Rd Logger Ct Asphalt 236.99 18 90 299 Y

Durham::Timmons Dr::16785 Mccormick Rd Mccormick Rd Asphalt 1062.74 29 65 244 Y

Durham::Timothy Av::15631 Fayetteville St Arlington St Asphalt 155.13 29 78 410 Y

Durham::Timothy Av::15634 Arlington St Facade St Asphalt 882.46 28 32 441 Y

Durham::Tin Barn P::11634 Trail Wood Dr Cul De Sac Asphalt 741.40 28 60 208 Y

Durham::Tinsbury P::16186 Wiltshire Pl Cul‐De‐Sac Asphalt 591.21 26 26 216 Y

Durham::Tippecanoe::19010 Bridgeport Dr Cul‐De‐Sac Asphalt 135.64 22 95 261 Y

Durham::Tipperary::16748 Mccormick Rd Cul De Sac Asphalt 542.47 26 93 188 Y

Durham::Tipton St::12211 E Channing Av E Delafield Av Asphalt 213.59 30 36 357 Y

Durham::Tisdale St::14949 Montgomery St Wade Rd Asphalt 1020.27 29 59 509 Y

Durham::Tocuvan Pl::17400 Myers Park Dr Cul De Sac Asphalt 192.66 30 87 374 Y

Durham::Token Hous::18408 Tabernacle Ct Cul‐De‐Sac Asphalt 681.23 28 93 204 Y

Durham::Token Hous::18412 Daneborg Rd Tabernacle Ct Asphalt 363.70 29 91 228 Y

Durham::Toms Rock::17355 Catamount Ct Locust Hollow Ln Asphalt 339.53 19 86 195 Y

Durham::Tonbridge::15718 Cambridge Rd Dover Rd Asphalt 765.27 21 92 235 Y

Durham::Topaz Ct::13930 Quartz Dr Cul‐De‐Sac Asphalt 378.39 22 88 235 Y

Durham::Topeka Ct::16215 Nantahala Dr Cul‐De‐Sac Asphalt 120.92 34 75 268 Y

Durham::Toroella S::11583 Garcia Av Valley Dr Asphalt 807.82 28 54 406 Y

Durham::Torpoint R::18762 So‐Hi Dr Newent Ct Asphalt 427.73 28 100 235 Y

Durham::Torpoint R::18765 Churment Ct Dead End Asphalt 179.33 30 100 302 Y

Durham::Torpoint R::18766 Navan Glass Dr Churment Ct Asphalt 251.36 28 100 225 Y

Durham::Torpoint R::18768 Newent Ct Navan Glass Dr Asphalt 89.13 26 100 345 Y

Durham::Torpoint R::18827 Newent Ct Navan Glass Dr Asphalt 61.83 28 100 309 Y

Durham::Torredge R::11093 Snow Hill Rd Cul‐De‐Sac Asphalt 1451.53 30 90 136 Y

Durham::Torrey Hei::18364 Evanston Ave Evanston Ave Asphalt 1260.87 22 93 199 Y

Durham::Tower Blvd::15104 Pickett Rd Conifer Glen Ln Asphalt 268.52 27 69 153 Y

Durham::Tower Blvd::15221 Conifer Glen Ln Ramp Asphalt 531.63 28 77 202 Y

Durham::Tower Blvd::15245 Ramp Chapel Hill Bv Asphalt 229.29 50 87 239 Y

Durham::Tower Blvd::15264 Chapel Hill Bv Service Rd Durham‐Chapel Hill Blvd Asphalt 188.72 51 93 517 Y

Durham::Tower Blvd::19549 Conifer Glen Ln Ramp Asphalt 241.45 43 67 300 Y

Durham::Townsend S::11615 Calumet Dr Stadium Dr Asphalt 465.63 29 49 305 Y

Durham::Townsend S::11629 Wyldewood Rd Calumet Dr Asphalt 289.15 28 33 472 Y

Durham::Townsend S::11647 Penzance Av Wyldewood Rd Asphalt 457.42 29 90 231 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Townsend S::11656 Chalk Level Rd Penzance Av Asphalt 236.12 28 37 350 Y

Durham::Trafalgar::15985 Rugby Rd Cul‐De‐Sac Asphalt 309.63 24 29 481 Y

Durham::Trail 23::15912 End Of Street Surrey Green Ln Asphalt 1152.52 24 91 191 Y

Durham::Trail Wood::11612 Gray Bluff Pl Springhouse Pl Asphalt 490.46 29 86 191 Y

Durham::Trail Wood::11619 Sagewood Pl Gray Bluff Pl Asphalt 507.39 27 92 116 Y

Durham::Trail Wood::11633 Tin Barn Pl Sagewood Pl Asphalt 481.83 28 90 136 Y

Durham::Trail Wood::11637 Springhouse Pl Bittersweet Dr Asphalt 470.48 28 70 304 Y

Durham::Trail Wood::11643 Trail Wood Dr Tin Barn Pl Asphalt 255.33 28 40 343 Y

Durham::Trail Wood::11667 Bittersweet Dr Croasdaile Farm Pw Asphalt 1128.92 28 63 191 Y

Durham::Trail Wood::11724 Copley Mountain Dr Jewel Flower Pl Asphalt 730.68 28 95 198 Y

Durham::Trail Wood::11740 Pine Top Pl End Pvmt Asphalt 408.25 28 38 281 Y

Durham::Trail Wood::11782 Foxwood Pl Pine Top Pl Asphalt 649.05 28 57 187 Y

Durham::Trail Wood::11859 Dairy Pond Pl Foxwood Pl Asphalt 709.63 29 94 167 Y

Durham::Trail Wood::11921 Cedar Ridge Wy Dairy Pond Pl Asphalt 1253.78 28 28 231 Y

Durham::Trail Wood::11932 Cedar Ridge Wy Brookside Pl Asphalt 507.83 28 29 405 Y

Durham::Trail Wood::11949 Croasdaile Farm Pw Cedar Ridge Wy Asphalt 248.25 27 30 317 Y

Durham::Trail Wood::11989 Barn View Pl Croasdaile Farm Pw Asphalt 355.34 30 65 404 Y

Durham::Trail Wood::12007 Cul De Sac Barn View Pl Asphalt 105.91 46 42 402 Y

Durham::Trail Wood::18524 Trail Wood Dr Bronze Leaf Pl Asphalt 313.29 28 70 312 Y

Durham::Trail Wood::18525 Bronze Leaf Pl Copley Mountain Dr Asphalt 838.31 28 95 164 Y

Durham::Trail Wood::18526 Jewel Flower Pl Trail Wood Dr Asphalt 287.80 28 95 239 Y

Durham::Trail Wood::19405 Springhouse Pl Bittersweet Dr Asphalt 333.58 24 42 257 Y

Durham::Tralea Dr::15668 Arlington St Fayetteville St Asphalt 195.69 30 91 488 Y

Durham::Tralea Dr::15682 Bonsell Pl Arlington St Asphalt 248.25 28 70 488 Y

Durham::Tralea Dr::15711 Four Seasons Dr Bonsell Pl Asphalt 439.83 29 90 478 Y

Durham::Tranquil R::15896 Buxton St Larchwood Dr Asphalt 1216.50 28 23 458 Y

Durham::Travis Cir::16751 Revere Rd Revere Rd Asphalt 499.83 22 67 342 Y

Durham::Treeline D::11729 Stadium Dr Cul‐De‐Sac Asphalt 521.36 28 64 323 Y

Durham::Treetop Dr::11216 Crestview Dr Cheryl Av Asphalt 460.29 19 74 221 Y

Durham::Tremont Dr::12657 Cul De Sac Morreene Rd Asphalt 294.79 29 25 614 Y

Durham::Tremont Dr::12658 Morreene Rd Hillgrand Dr Asphalt 416.67 28 66 297 Y

Durham::Tremont Dr::12716 Hillgrand Dr Inwood Dr Asphalt 642.51 28 58 286 Y

Durham::Tremont Dr::12720 Inwood Dr Hillgrand Dr Asphalt 343.76 31 80 202 Y

Durham::Trent Dr::12948 Hillsborough Rd Oakland Av Asphalt 371.06 29 47 369 Y

Durham::Trent Dr::12972 Edmund St Hillsborough Rd Asphalt 355.01 28 71 327 Y

Durham::Trent Dr::12995 W Main St Edmund St Asphalt 364.87 29 68 261 Y

Durham::Trent Dr::13082 Durham Freeway Ramp Elba St Asphalt 62.52 31 39 800 Y

Durham::Trent Dr::13128 Erwin Rd Ramp Asphalt 376.32 45 87 306 Y

Durham::Trent Dr::19535 Erwin Rd Ramp Asphalt 76.43 85 37 330 Y

Durham::Trenton Rd::18388 City Limits Yale Ln Asphalt 1135.25 29 78 218 Y

Durham::Trentwood::13292 Goldendale Dr Cul‐De‐Sac Asphalt 107.77 24 49 750 Y

Durham::Trescott D::15248 Vestrial Ln Cul‐De‐Sac Asphalt 472.92 23 79 261 Y

Durham::Trevor Cir::11423 Bartlett Dr Cul‐De‐Sac Asphalt 325.39 20 76 284 Y

Durham::Trevor Cir::11435 Bartlett Dr Bartlett Dr Asphalt 770.55 20 51 275 Y

Durham::Trevor Cir::11454 Landis Dr Bartlett Dr Asphalt 455.28 20 27 264 Y

Durham::Treyburn P::11017 Old Trail Dr Orange Factory Asphalt 616.99 55 44 165 Y

Durham::Treyburn P::17661 Vintage Hill Pkwy Lakeside Ln Asphalt 670.00 22 92 148 Y

Durham::Treyburn P::17662 Lakeside Ln Cul‐De‐Sac Asphalt 595.95 22 86 166 Y

Durham::Trident Pl::15658 Cul‐De‐Sac Arlington St Asphalt 384.89 28 80 323 Y

Durham::Trillium C::11036 Loblolly Dr Cul‐De‐Sac Asphalt 316.03 23 91 270 Y

Durham::Trimble Ct::12204 Strebor St Cul De Sac Asphalt 173.87 30 40 367 Y

Durham::Trinity He::13023 Green St Cul‐De‐Sac Concrete 541.42 12 81 166 Y

Durham::Trinity He::13047 Green St Asbury Methodist Parking Lot Concrete 432.52 12 57 147 Y

Durham::Trinness D::15755 Halsey Pl Puller Ct Asphalt 208.59 30 11 358 Y

Durham::Trinness D::15803 Puller Ct Cook Rd Asphalt 800.06 29 22 363 Y

Durham::Tripoli Dr::15732 Willowdale Dr Jamaica Pl Asphalt 171.50 30 45 525 Y

Durham::Tripoli Dr::15780 Jamaica Pl Cook Rd Asphalt 507.56 29 48 358 Y

Durham::Trolley Ct::18267 Mainline Sta Cul‐De‐Sac Asphalt 142.81 30 91 151 Y

Durham::Trotter Ri::16383 Livingstone Pl Cobblestone Pl Asphalt 291.31 28 47 635 Y

Durham::Trotter Ri::16386 Garrett Rd Livingstone Pl Asphalt 461.57 34 47 213 Y

Durham::Trotter Ri::16399 Cobblestone Pl Cotswold Pl Asphalt 351.98 28 22 421 Y

Durham::Trotter Ri::16405 Cotswold Pl Livingstone Pl Asphalt 796.45 28 44 432 Y

Durham::Trotter Ri::16406 Livingstone Pl Cul‐De‐Sac Asphalt 428.64 26 93 298 Y

Durham::Trotter Ri::19322 Garrett Rd Livingstone Pl Asphalt 279.55 43 29 309 Y

Durham::Troy St::14927 End Of Street Bowen St Asphalt 794.69 29 91 208 Y

Durham::Truce St::14521 Harvard Ave End Of Street Asphalt 315.04 16 85 566 Y

Durham::Truman St::15153 End Of Street Lakeland St Asphalt 213.80 30 76 546 Y

Durham::Truman St::15163 Lakeland St Wabash St Asphalt 443.28 30 91 131 Y

Durham::Truman St::15177 Wabash St Ridgeway Av Asphalt 661.10 30 76 180 Y

Durham::Trump Ct::16434 Pickford Pl Cul De Sac Asphalt 98.40 21 21 405 Y

Durham::Truss Way::18085 Framer Ln Cul‐De‐Sac Asphalt 78.42 31 91 301 Y

Durham::Truss Way::18086 Jigsaw Dr Framer Ln Asphalt 782.37 23 90 178 Y

Durham::Trustee St::16948 Chancellors Ridge Dr Chancellors Ridge Dr Asphalt 388.86 24 70 336 Y

Durham::Tryon Rd::14304 Friendship Rd Ridge Rd Asphalt 572.52 21 92 214 Y

Durham::Tryon Rd::14317 Welcome Dr Friendship Rd Asphalt 400.95 19 83 310 Y

Durham::Tryon Rd::14667 Tanglewood Dr Welcome Dr Asphalt 2097.59 20 93 205 Y

Durham::Tuckawanna::14227 S Joyland St S Adams St Asphalt 736.31 25 80 272 Y

Durham::Tucker St::13398 Dowd St Lyric St Asphalt 469.66 27 90 163 Y

Durham::Tuggle St::18863 Barbee Rd Lacy Rd Asphalt 751.78 26 89 333 Y

Durham::Tulip Popl::17842 Tulip Poplar Cir Panther Creek Pkwy Asphalt 529.20 28 70 213 Y

Durham::Tulip Popl::17843 Cul‐De‐Sac Broomstraw Ct Asphalt 182.27 24 85 315 Y

Durham::Tulip Popl::17844 Broomstraw Ct Cherrybark Dr Asphalt 184.60 28 56 264 Y

Durham::Tulip Popl::18070 Panther Creek Pkwy Cherrybark Dr Asphalt 761.89 28 90 141 Y

Durham::Tulip Tree::11035 Loblolly Dr Cul‐De‐Sac Asphalt 322.76 26 93 110 Y

Durham::Tumlin Ct::13500 Gladstone Dr Cul De Sac Asphalt 185.98 19 35 630 Y

Durham::Tunstall W::18645 Horne Creek Dr Hooper Pl Asphalt 614.10 28 94 156 Y
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Durham::Tunstall W::18650 Hooper Pl Lincoln Mill Dr Asphalt 308.42 28 95 207 Y

Durham::Turmeric L::17168 Coriander Ct Cilantro Ct Asphalt 620.98 22 80 272 Y

Durham::Turmeric L::17169 Cilantro Ct Fayetteville St Asphalt 185.58 22 78 540 Y

Durham::Turmeric L::18157 Lemongrass Ln 709 Turmeric Ln Asphalt 828.48 23 89 210 Y

Durham::Turmeric L::18159 Coral Dr Lemongrass Ln Asphalt 397.12 23 92 264 Y

Durham::Turmeric L::18667 709 Turmeric Ln Coriander Ct Asphalt 423.24 23 93 281 Y

Durham::Turnberry::11069 Vintage Hill Dr Chevoit Ct Asphalt 298.89 32 91 168 Y

Durham::Turnberry::11076 Chevoit Ct Vintage Hill Dr Asphalt 1438.60 30 92 160 Y

Durham::Turnberry::11080 Turnberry Cr Vintage Hill Ct Asphalt 266.74 26 51 800 Y

Durham::Turner St::18755 Leonard Dr Magnolia Tree Ln Asphalt 187.58 22 95 370 Y

Durham::Turning Le::11198 Yellowwood Ln Autumn Ridge Dr Asphalt 720.35 19 71 346 Y

Durham::Turquoise::17607 Obsidian Way Quartz Dr Asphalt 605.86 20 100 136 Y

Durham::Turquoise::17608 Quartz Dr Cul‐De‐Sac Asphalt 193.48 21 99 136 Y

Durham::Turrentine::12005 Crutchfield St W Carver St Asphalt 474.08 29 91 275 Y

Durham::Twin Creek::16554 Stirrup Creek D Cul De Sac Asphalt 823.44 37 67 187 Y

Durham::Twin Oaks::11117 Charleston Dr Vicksburg Ln Asphalt 407.91 18 82 149 Y

Durham::Twin Oaks::11118 Natchez Wy Charleston Dr Asphalt 399.14 20 76 171 Y

Durham::Twin Oaks::11120 Plantation Dr Natchez Wy Asphalt 770.72 20 89 226 Y

Durham::Twinleaf P::11990 Wild Meadow Dr Cul De Sac Asphalt 514.58 31 30 266 Y

Durham::Tyler Ct::12803 Englewood Av Cul De Sac Asphalt 185.58 26 32 729 Y

Durham::Tyler Ct::12821 Cul De Sac Englewood Av Asphalt 212.93 25 25 516 Y

Durham::Underwood::13716 Duke University Rd Jackson St Asphalt 563.65 27 46 343 Y

Durham::Underwood::13763 Jackson St Cul‐De‐Sac Asphalt 373.45 26 68 247 Y

Durham::United Dr::18853 Progress Pl Industry Ln Asphalt 118.37 30 69 365 Y

Durham::United Dr::18854 Fayetteville St Progress Pl Asphalt 948.01 30 60 279 Y

Durham::United Dr::18855 United Dr Cul‐De‐Sac Asphalt 692.85 30 79 162 Y

Durham::University::15358 Old Chapel Hill Rd Weymouth St Asphalt 1029.82 61 69 179 Y

Durham::University::15390 Weymouth St Myra St Asphalt 1067.64 61 65 166 Y

Durham::University::15409 Myra St Shannon Rd Asphalt 698.89 61 63 251 Y

Durham::University::15486 Shannon Rd Westgate Dr Asphalt 1577.29 61 46 264 Y

Durham::University::15509 Westgate Dr Lyckan Pw Asphalt 457.09 61 65 225 Y

Durham::University::15532 Lyckan Pw Mlk Bv Asphalt 504.64 81 75 259 Y

Durham::University::15569 Mlk Bv Larchmont Rd Asphalt 424.05 82 72 418 Y

Durham::University::15596 Larchmont Rd Snowcrest Tr Asphalt 734.95 72 76 192 Y

Durham::University::15675 Snowcrest Tr University Pl Asphalt 1935.39 56 47 161 Y

Durham::University::15804 University Pl Old Chapel Hill Rd Asphalt 1255.57 54 48 212 Y

Durham::University::19827 University Pl Old Chapel Hill Rd Asphalt 397.68 64 84 587 Y

Durham::Upchurch C::14833 Wade Rd Cul De Sac Asphalt 307.11 29 78 290 Y

Durham::Upton Ct::16623 Basil Dr Cul‐De‐Sac Asphalt 293.10 24 83 385 Y

Durham::Urban Ave::13097 Watts St N Buchanan Bv Asphalt 364.50 28 53 243 Y

Durham::Urban Ave::13098 N Gregson St Watts St Asphalt 856.25 29 90 299 Y

Durham::Urban Ave::13099 N Duke St N Gregson St Asphalt 779.50 29 89 217 Y

Durham::Utah St::15438 Fayetteville St Atlantic St Asphalt 349.19 31 77 241 Y

Durham::Uzzle St::18866 Barbee Rd Lacy Rd Asphalt 775.07 26 72 269 Y

Durham::Vale St::14561 S Plum St Vine St Asphalt 402.67 31 80 142 Y

Durham::Vale St::14604 Vine St Clay St Asphalt 500.31 31 89 182 Y

Durham::Valley Dr::11552 Holt School Rd Williams Wy Asphalt 1197.95 30 39 371 Y

Durham::Valley Dr::11555 Sanderson Dr Casa St Asphalt 284.50 30 60 248 Y

Durham::Valley Dr::11556 Casa St Toroella St Asphalt 296.76 30 79 410 Y

Durham::Valley Dr::11557 Toroella St Lauren Ln Asphalt 199.00 30 62 307 Y

Durham::Valley Dr::11559 Lauren Ln Sanderson Dr Asphalt 946.11 30 31 272 Y

Durham::Valley Dr::11560 Williams Wy Sanderson Dr Asphalt 402.61 29 68 254 Y

Durham::Valley For::12642 Bunker Hill Pl American Dr Asphalt 565.48 28 81 259 Y

Durham::Valley For::12647 Talcott Dr Kinsey Ct Asphalt 734.62 29 59 278 Y

Durham::Valley For::12652 Kinsey Ct Bunker Hill Pl Asphalt 433.24 28 79 294 Y

Durham::Valley Rid::16160 Cedar Glen Dr Bridgewood Dr Asphalt 303.34 29 77 273 Y

Durham::Valley Rid::16163 Cul‐De‐Sac Cedar Glen Dr Asphalt 285.16 28 59 413 Y

Durham::Valley Rid::16166 Bridgewood Dr Wavecrest Ct Asphalt 339.54 30 58 353 Y

Durham::Valley Rid::16183 Barnsdale Ct S Roxboro St Asphalt 227.03 30 85 251 Y

Durham::Valley Run::15542 Valley Run Valley Run Asphalt 1994.19 30 90 176 Y

Durham::Valley Run::15549 Bonaparte Way Valley Run Asphalt 249.78 32 51 420 Y

Durham::Valley Run::15582 Old Chapel Hill Rd Bonaparte Wy Asphalt 958.82 29 93 260 Y

Durham::Valley Spr::11580 Forrestdale Dr Rose Rd Asphalt 327.65 22 54 179 Y

Durham::Valley Spr::11672 Rose Of Sharon Rd Forrestdale Dr Asphalt 1841.45 20 71 193 Y

Durham::Valley Spr::18582 Rose Rd End Of Pavement Asphalt 638.26 21 50 247 Y

Durham::Valley Spr::18837 Rose Of Sharon Rd Forrestdale Dr Asphalt 318.07 20 100 165 Y

Durham::Valley Spr::19470 Rose Of Sharon Rd Forrestdale Dr Asphalt 155.13 38 94 346 Y

Durham::Valleymede::18115 N/A Rockywalk Ct Asphalt 204.85 22 85 275 Y

Durham::Valleymede::18116 Rockywalk Ct Fenwick Pkwy Asphalt 773.53 22 89 169 Y

Durham::Vandalia P::11195 Cul De Sac Stardust Dr Asphalt 448.70 22 75 244 Y

Durham::Vanderbilt::11913 Greenwich Pl Cul De Sac Asphalt 170.56 26 89 245 Y

Durham::Vanderbilt::11914 Cul De Sac Greenwich Pl Asphalt 272.91 24 88 298 Y

Durham::Vandora Pl::14470 Stonegate Dr Cul De Sac Asphalt 269.74 22 96 233 Y

Durham::Vanguard C::19117 Vanguard Pl Cul‐De‐Sac Asphalt 212.25 20 63 314 Y

Durham::Vanguard P::19105 Loyal Av Vanguard Ct Asphalt 419.41 20 78 222 Y

Durham::Vanguard P::19106 Vanguard Pl Cul‐De‐Sac Asphalt 221.16 20 95 167 Y

Durham::Venetia Cv::15138 Southshore Pkwy Cul‐De‐Sac Asphalt 82.44 32 19 310 Y

Durham::Ventana Ct::11007 Old Trail Dr Cul‐De‐Sac Asphalt 122.26 22 36 479 Y

Durham::Ventoria R::18164 Briardale Ln City Limits Asphalt 228.71 21 26 411 Y

Durham::Venus Dr::13661 Mars Ct Kerrigan Ct Asphalt 587.45 22 81 247 Y

Durham::Venus Dr::13677 Chance Rd Mars Ct Asphalt 250.57 22 36 448 Y

Durham::Venus Dr::13711 Cul‐De‐Sac Chance Rd Asphalt 375.38 22 93 161 Y

Durham::Vermel Ct::14144 Cul De Sac Jenee Ln Asphalt 81.58 24 9 800 Y

Durham::Versailles::11491 Argonne Dr Chateau Rd Asphalt 524.16 25 90 174 Y

Durham::Vesson Ave::14544 Chapel Hill Rd Anderson St Asphalt 692.11 29 81 216 Y

Durham::Vesson Ave::14632 Anderson St Mcgehee St Asphalt 860.04 35 78 242 Y
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Durham::Vesson Ave::14663 Mcgehee St Cul‐De‐Sac Asphalt 272.74 18 91 414 Y

Durham::Vestavia D::17806 Vestavia Dr Carpenter Rd Asphalt 427.69 23 68 300 Y

Durham::Vestavia D::19600 Vestavia Dr Carpenter Rd Asphalt 69.23 38 45 354 Y

Durham::Vestavia D::19601 Vestavia Dr Carpenter Rd Asphalt 218.21 42 50 233 Y

Durham::Vestrial L::15234 Nichols Farm Dr Trescott Dr Asphalt 204.75 24 73 423 Y

Durham::Vestrial L::15250 Trescott Dr Gunston Ln Asphalt 186.27 23 71 286 Y

Durham::Vestrial L::15275 Gunston Ln Afton Pl Asphalt 252.53 23 32 306 Y

Durham::Vestrial L::15292 Afton Pl Cul‐De‐Sac Asphalt 263.05 23 52 327 Y

Durham::Vickery Hi::18365 Westgrove Ct Westgrove Ct Asphalt 374.42 20 94 188 Y

Durham::Vicksburg::11116 Goodwin Rd Twin Oak Dr Asphalt 460.41 20 37 292 Y

Durham::Vicksburg::11126 Twin Oak Dr Dead End Asphalt 436.01 20 61 197 Y

Durham::Victor Ave::15468 Mossdale Av Alsey Pl Asphalt 532.54 28 44 309 Y

Durham::Victor Ave::15502 Alsey Pl Hornbuckle Pl Asphalt 461.32 28 44 419 Y

Durham::Victor Ave::15522 Hornbuckle Pl Sherbon Dr Asphalt 355.61 28 55 312 Y

Durham::Victoria D::16259 Glendarion Dr Blakeford Dr Asphalt 573.14 26 32 457 Y

Durham::Victorian::18206 Victorian Oaks Dr Victorian Oaks Dr Asphalt 372.02 24 86 404 Y

Durham::Victorian::18207 Promenade Ct Victorian Oaks Dr Asphalt 584.65 28 95 202 Y

Durham::Victorian::18208 Victorian Oaks Dr Victorian Oaks Dr Asphalt 370.34 21 95 338 Y

Durham::Victorian::18209 Morningside Dr Kinney Glenn Ct Asphalt 309.48 28 95 273 Y

Durham::Victorian::18443 Cook Rd Promenade Ct Asphalt 516.32 30 94 264 Y

Durham::Victorian::18444 Victorian Oaks Dr Baronet Ct Asphalt 210.49 29 95 163 Y

Durham::Victorian::18445 Baronet Ct Shadow Hawk Dr Asphalt 202.03 30 94 293 Y

Durham::Victorian::18588 Morningside Dr Shadow Hawk Dr Asphalt 309.17 29 95 254 Y

Durham::Victorian::18590 Kinney Glenn Ct Morningside Dr Asphalt 295.56 29 95 264 Y

Durham::Victorian::18597 Baronet Ct Shadow Hawk Dr Asphalt 92.94 28 94 293 Y

Durham::Victorian::18598 Shadow Hawk Dr Morningside Dr Asphalt 304.13 28 95 200 Y

Durham::Victory Bl::17657 Nicklaus Dr Guess Rd Asphalt 336.90 28 48 398 Y

Durham::Victory Bl::17751 Skyler Ln Nicklaus Dr Asphalt 520.76 28 84 249 Y

Durham::Vienna Dr::18256 Summer Storm Dr Cul‐De‐Sac Asphalt 215.83 30 48 631 Y

Durham::Villa Dr::11065 Old Trail Dr Villa Dr Asphalt 178.41 29 32 421 Y

Durham::Villa Dr::11070 Villa Dr Cul‐De‐Sac Asphalt 1079.80 26 77 264 Y

Durham::Villa Dr::19830 Old Trail Dr Villa Dr Asphalt 147.93 25 35 385 Y

Durham::Vine St::14526 Angier Av Carden Aly Asphalt 191.72 28 71 276 Y

Durham::Vine St::14560 Carden Aly Vale St Asphalt 188.20 28 50 196 Y

Durham::Vineyard S::14863 Nation Av Chapel Hill Rd Asphalt 358.48 22 38 617 Y

Durham::Vineyard S::14879 Legion Av Nation Av Asphalt 352.33 19 93 293 Y

Durham::Vineyard S::14900 Sarah Av Legion Av Asphalt 347.24 31 88 285 Y

Durham::Vinson Pl::12562 Mckinley St Cul De Sac Asphalt 176.71 24 39 618 Y

Durham::Vintage Hi::11038 Johnstone Ct Lincolnshire Ct Asphalt 335.77 31 41 292 Y

Durham::Vintage Hi::11047 Summerville Ln Johnstone Ct Asphalt 409.94 33 37 274 Y

Durham::Vintage Hi::11048 Vintage Hill Pw Summerville Ln Asphalt 259.98 36 61 350 Y

Durham::Vintage Hi::11049 East Pointe Dr Vintage Hill Dr Asphalt 466.36 44 91 182 Y

Durham::Vintage Hi::11050 Lincolnshire Ct Sutherland Ct Asphalt 772.27 33 95 135 Y

Durham::Vintage Hi::11052 Woodhall Ln East Pointe Dr Asphalt 847.37 42 91 191 Y

Durham::Vintage Hi::11054 Sutherland Ct Fairway Ln Asphalt 677.47 33 31 321 Y

Durham::Vintage Hi::11057 Rhododendron Dr Woodhall Ln Asphalt 1247.89 27 87 151 Y

Durham::Vintage Hi::11067 Fairway Ln Turnberry Cr Asphalt 1274.19 33 88 183 Y

Durham::Vintage Hi::11077 Turnberry Cr Turnberry Cr Asphalt 1393.79 32 36 306 Y

Durham::Vintage Hi::11079 Turnberry Cir Cul‐De‐Sac Asphalt 1312.82 28 86 175 Y

Durham::Vintage Hi::11082 Champions Pointe Dr Fairwoods Dr Asphalt 2137.48 22 53 201 Y

Durham::Vintage Hi::11084 Sawmill Creek Pkwy Champions Pointe Dr Asphalt 572.34 41 90 184 Y

Durham::Vintage Hi::17183 Beg Median Sawmill Creek P Asphalt 510.01 36 34 269 Y

Durham::Vintage Hi::17184 Wright Hill Dr Beg Of Median Asphalt 1959.16 24 40 245 Y

Durham::Vintage Hi::17663 Snowhill Dr End Of Construction Asphalt 197.85 26 85 340 Y

Durham::Vintage Hi::17851 Fairwoods Dr Rhododendron Dr Asphalt 738.06 30 90 178 Y

Durham::Vintage Hi::17854 Fairwoods Dr Fairwoods Dr Asphalt 1834.78 35 85 123 Y

Durham::Vintage Hi::18041 Snowhill Dr Cabin Branch Dr Asphalt 1783.92 24 80 165 Y

Durham::Vintage Hi::18042 Cabin Branch Dr Treyburn Point Dr Asphalt 363.51 24 83 250 Y

Durham::Vintage Hi::18566 Old Trail Dr Vintage Hill Pkwy Asphalt 204.35 30 45 294 Y

Durham::Vintage Hi::18567 Vintage Hill Dr Treyburn Pkwy Asphalt 209.97 29 35 394 Y

Durham::Vintage Hi::18568 Vintage Hill Pkwy Old Trail Dr Asphalt 220.24 29 80 240 Y

Durham::Vintage Hi::18569 Old Trail Dr Vintage Hill Dr Asphalt 213.68 29 46 319 Y

Durham::Vintage Hi::19491 Beg Median Sawmill Creek P Asphalt 185.56 39 51 307 Y

Durham::Vintage Hi::19500 Champions Pointe Dr Fairwoods Dr Asphalt 1310.50 35 33 252 Y

Durham::Vintage Hi::19829 Vintage Hill Pw Summerville Ln Asphalt 138.81 39 91 206 Y

Durham::Vintage Hi::19831 Sawmill Creek Pkwy Champions Pointe Dr Asphalt 128.14 36 76 217 Y

Durham::Vintage Ho::18604 Cottonseed Way Laurel Mist Way Asphalt 625.37 22 100 177 Y

Durham::Vintage Ho::18607 Laurel Mist Way Hiddenbrook Dr Asphalt 319.70 23 89 358 Y

Durham::Violet St::13412 Evelyn St Fay St Asphalt 284.72 25 86 231 Y

Durham::Virgie St::12825 W Knox St Englewood Av Asphalt 591.25 29 77 336 Y

Durham::Virgie St::12935 Green St W Knox St Asphalt 786.88 30 64 330 Y

Durham::Virginia A::12574 Wilson St Pershing St Asphalt 348.77 30 47 644 Y

Durham::Virginia A::12618 Woodrow St Wilson St Asphalt 351.81 29 90 288 Y

Durham::Virginia A::12661 W Club Bv Woodrow St Asphalt 453.71 28 35 442 Y

Durham::Virginia A::12736 Englewood Av W Club Bv Asphalt 599.69 28 87 263 Y

Durham::Virginia C::18725 Bloomsbury Manor Dr Carolina Arbors Dr Asphalt 705.28 28 95 265 Y

Durham::Virginia D::12581 Talcott Dr Cul De Sac Asphalt 234.02 26 36 527 Y

Durham::Vista St::12909 E Knox St Knox Cr Asphalt 107.22 52 54 516 Y

Durham::Vista St::12994 E Markham Av E Knox St Asphalt 558.19 26 51 688 Y

Durham::Vista St::19518 E Markham Av E Knox St Asphalt 100.96 53 59 721 Y

Durham::Vistawood::16213 Cul De Sac Starcross Ln Asphalt 400.04 22 88 468 Y

Durham::Vistawood::16242 Starcross Ln Carolwood Ln Asphalt 265.34 23 88 329 Y

Durham::Vistawood::16263 Carolwood Ln S Roxboro St Asphalt 209.90 24 93 200 Y

Durham::Vivaldi Dr::11110 Long Crescent Dr Walsenburg Dr Asphalt 830.44 21 40 245 Y

Durham::Vivaldi Dr::11121 Biltmore Pl Long Crescent Dr Asphalt 378.15 22 26 460 Y

Durham::Vivaldi Dr::11123 Drayton Ct Biltmore Pl Asphalt 158.49 23 22 338 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Vivaldi Dr::11129 Amador Pl Drayton Ct Asphalt 287.70 21 24 255 Y

Durham::Vivaldi Dr::11130 End Of Street Amador Pl Asphalt 168.16 22 29 299 Y

Durham::Vivian St::13814 S Mangum St Blackwell St Asphalt 399.03 27 65 345 Y

Durham::Vivian St::19632 S Mangum St Blackwell St Asphalt 57.46 26 92 502 Y

Durham::Vivian St::19633 S Mangum St Blackwell St Asphalt 84.15 36 93 178 Y

Durham::Voyager Pl::11377 Country Club Dr Cul‐De‐Sac Asphalt 650.25 22 88 182 Y

Durham::W Alton St::15078 Dallas St S Roxboro St Asphalt 351.73 31 92 148 Y

Durham::W Alton St::15185 Theresa St End Of Street Asphalt 326.87 32 58 185 Y

Durham::W Alton St::15223 Otis St Theresa St Asphalt 331.13 30 90 258 Y

Durham::W Bayberry::16531 Winterberry Ridge Dr Cul‐De‐Sac Asphalt 291.17 27 83 218 Y

Durham::W Bridlewo::16462 Barkridge Ct Cul‐De‐Sac Asphalt 321.32 32 55 312 Y

Durham::W Bridlewo::16465 Autumn Woods Dr Barkridge Ct Asphalt 201.22 30 95 363 Y

Durham::W Britania::12152 E Britania Av End Pvmt Asphalt 454.90 18 71 610 Y

Durham::W Carver S::11861 Rose Of Sharon Rd Daile Ct Asphalt 594.86 23 75 193 Y

Durham::W Channing::12195 E Channing Av Farthing St Asphalt 422.36 30 84 262 Y

Durham::W Chapel H::13602 S Great Jones St W Main St Asphalt 370.83 30 84 273 Y

Durham::W Chapel H::13623 Kent St Gerard St Asphalt 447.24 39 76 230 Y

Durham::W Chapel H::13624 Gerard St Brewster St Asphalt 64.13 44 66 241 Y

Durham::W Chapel H::13626 Brewster St Estes St Asphalt 217.33 40 56 274 Y

Durham::W Chapel H::13627 Estes St Maplewood Ave Asphalt 328.42 40 49 266 Y

Durham::W Club Blv::12577 Farthing St Shenandoah Av Asphalt 348.89 29 65 197 Y

Durham::W Club Blv::12598 Shenandoah Av Acadia St Asphalt 301.14 30 77 187 Y

Durham::W Club Blv::12610 Acadia St Glendale Av Asphalt 405.92 30 78 217 Y

Durham::W Club Blv::12643 Glendale Av I85 Asphalt 800.80 34 76 205 Y

Durham::W Club Blv::12648 I85 S I85 N Asphalt 78.99 34 97 188 Y

Durham::W Club Blv::12654 Georgia Av Hillandale Rd Asphalt 647.44 39 57 194 Y

Durham::W Club Blv::12660 Alabama Av Georgia Av Asphalt 671.05 40 57 186 Y

Durham::W Club Blv::12662 Virginia Av Alabama Av Asphalt 624.58 39 49 254 Y

Durham::W Club Blv::12664 Oakland Av Virginia Av Asphalt 203.77 40 48 411 Y

Durham::W Club Blv::12666 Oval Dr Oakland Av Asphalt 261.65 28 62 336 Y

Durham::W Club Blv::12673 Carolina Av Oval Dr Asphalt 324.06 31 48 210 Y

Durham::W Club Blv::12675 Maryland Av Carolina Av Asphalt 922.59 39 63 243 Y

Durham::W Club Blv::12676 Ninth St Maryland Av Asphalt 203.81 40 53 246 Y

Durham::W Club Blv::12677 Iredell St Ninth St Asphalt 360.21 40 64 255 Y

Durham::W Club Blv::12678 I85 Washington St Asphalt 508.72 35 54 328 Y

Durham::W Club Blv::12680 Broad St Iredell St Asphalt 353.66 39 60 278 Y

Durham::W Club Blv::12684 Clarendon St Broad St Asphalt 361.48 42 72 237 Y

Durham::W Club Blv::12686 Sedgefield St Clarendon St Asphalt 207.52 30 69 197 Y

Durham::W Club Blv::12689 Berkeley St Sedgefield St Asphalt 366.78 29 45 216 Y

Durham::W Club Blv::12690 Onslow St Berkeley St Asphalt 360.18 30 43 457 Y

Durham::W Club Blv::12692 Lancaster St Onslow St Asphalt 197.47 30 53 259 Y

Durham::W Club Blv::12693 N Gregson St Dollar Av Asphalt 181.20 65 57 330 Y

Durham::W Club Blv::12694 Dollar Av Watts St Asphalt 242.66 56 59 403 Y

Durham::W Club Blv::12696 N Buchanan Bv Lancaster St Asphalt 358.42 53 65 278 Y

Durham::W Club Blv::12697 Watts St N Buchanan Bv Asphalt 156.77 59 49 350 Y

Durham::W Club Blv::12698 Norton St N Gregson St Asphalt 223.23 56 67 280 Y

Durham::W Club Blv::12699 N Duke St Norton St Asphalt 444.62 56 65 248 Y

Durham::W Club Blv::12700 Woodland Dr N Duke St Asphalt 287.29 51 47 370 Y

Durham::W Club Blv::12702 Ruffin St Woodland Dr Asphalt 384.33 44 55 359 Y

Durham::W Club Blv::12703 Washington St Dexter St Asphalt 426.23 43 74 245 Y

Durham::W Club Blv::12705 Dexter St Ruffin St Asphalt 421.28 43 62 271 Y

Durham::W Club Blv::19501 Oakland Av Virginia Av Asphalt 202.53 31 70 218 Y

Durham::W Club Blv::19502 Carolina Av Oval Dr Asphalt 301.64 38 55 174 Y

Durham::W Club Blv::19503 Sedgefield St Clarendon St Asphalt 143.16 35 42 327 Y

Durham::W Club Blv::19504 Lancaster St Onslow St Asphalt 162.02 33 72 191 Y

Durham::W Club Blv::19505 Watts St N Buchanan Bv Asphalt 156.52 68 60 387 Y

Durham::W Club Blv::19506 Watts St N Buchanan Bv Asphalt 43.23 45 74 359 Y

Durham::W Club Blv::19507 Dollar Av Watts St Asphalt 109.32 64 77 149 Y

Durham::W Club Blv::19508 N Gregson St Dollar Av Asphalt 76.05 54 64 275 Y

Durham::W Club Blv::19509 N Gregson St Dollar Av Asphalt 93.28 71 88 248 Y

Durham::W Club Blv::19510 Norton St N Gregson St Asphalt 178.57 64 75 308 Y

Durham::W Club Blv::19511 Woodland Dr N Duke St Asphalt 74.92 45 66 385 Y

Durham::W Corporat::13301 Fuller St N Duke St Asphalt 363.53 30 100 398 Y

Durham::W Corporat::13307 Liggett St Fuller St Asphalt 332.84 34 31 448 Y

Durham::W Corporat::13318 Morris St Liggett St Asphalt 96.86 37 95 484 Y

Durham::W Corporat::13322 North St Madison St Asphalt 351.05 29 100 Y Construction

Durham::W Corporat::13324 Madison St Rigsbee Av Asphalt 285.92 29 100 Y Construction

Durham::W Corporat::13326 Rigsbee Av Foster St Asphalt 417.17 28 100 Y Construction

Durham::W Corporat::13329 Foster St Roney St Asphalt 219.17 30 77 458 Y

Durham::W Corporat::13330 Roney St Morris St Asphalt 218.64 30 92 358 Y

Durham::W Corporat::13350 Glendale Av North St Asphalt 799.02 28 100 Y Construction

Durham::W Corporat::19439 Roney St Morris St Asphalt 95.17 45 91 192 Y

Durham::W Corporat::19442 Morris St Liggett St Asphalt 85.71 60 88 374 Y

Durham::W Corporat::19443 Roney St Morris St Asphalt 74.31 73 94 211 Y

Durham::W Delafiel::17228 E Delafield Av Farthing St Asphalt 434.23 20 44 348 Y

Durham::W Delafiel::17229 Farthing St Shenandoah Av Asphalt 438.68 29 42 223 Y

Durham::W Edgewood::12295 E Edgewood Dr Shenandoah Av Asphalt 425.13 28 92 214 Y

Durham::W Enterpri::14465 South St Fargo St Asphalt 345.35 35 26 276 Y

Durham::W Enterpri::14468 Scout Dr South St Asphalt 383.50 35 38 333 Y

Durham::W Enterpri::14496 Fargo St W Overhill Te Asphalt 807.29 38 41 462 Y

Durham::W Forest H::17239 University Dr Hermitage Ct Asphalt 320.74 26 42 324 Y

Durham::W Forest H::17240 Hermitage Ct Fairview St Asphalt 1177.72 24 46 328 Y

Durham::W Forest H::17241 Fairview St Westwood Dr Asphalt 274.51 31 49 351 Y

Durham::W Forest H::17242 Westwood Dr Ward St Asphalt 578.01 23 34 368 Y

Durham::W Forest H::17565 W Forest Hills Blvd Oak Dr Asphalt 809.18 23 41 338 Y

Durham::W Forest H::17566 Oak Dr University Dr Asphalt 247.35 26 56 336 Y
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Durham::W Geer St::13256 Glendale Av North St Asphalt 564.56 30 56 308 Y

Durham::W Geer St::13258 N Mangum St Glendale Av Asphalt 412.40 27 42 413 Y

Durham::W Geer St::13259 North St Madison St Asphalt 348.03 28 67 220 Y

Durham::W Geer St::13260 Madison St Rigsbee Av Asphalt 276.02 29 64 280 Y

Durham::W Geer St::13261 Rigsbee Av Foster St Asphalt 402.15 31 63 416 Y

Durham::W Geer St::13263 Foster St Washington St Asphalt 498.80 40 52 230 Y

Durham::W Gleewood::19060 Loyal Av Circle Asphalt 202.39 20 47 430 Y

Durham::W Knox St::12823 Carolina Av Hale St Asphalt 337.16 29 81 368 Y

Durham::W Knox St::12826 Virgie St Carolina Av Asphalt 367.96 36 65 392 Y

Durham::W Knox St::12828 Edith St Virgie St Asphalt 372.62 36 89 343 Y

Durham::W Knox St::12830 Ninth St Edith St Asphalt 169.64 27 91 250 Y

Durham::W Knox St::12836 Oakland Av Alabama Av Asphalt 594.27 27 79 201 Y

Durham::W Knox St::12841 Rosehill Av Oakland Av Asphalt 356.95 28 91 232 Y

Durham::W Knox St::12845 Hale St Rosehill Av Asphalt 345.81 28 91 769 Y

Durham::W Knox St::12853 Iredell St Ninth St Asphalt 358.93 36 32 494 Y

Durham::W Knox St::12854 Broad St Iredell St Asphalt 358.10 35 67 397 Y

Durham::W Knox St::12857 Clarendon St Broad St Asphalt 363.84 27 42 602 Y

Durham::W Knox St::12859 Sedgefield St Clarendon St Asphalt 357.45 29 92 382 Y

Durham::W Knox St::12861 Berkeley St Sedgefield St Asphalt 358.57 30 85 256 Y

Durham::W Knox St::12863 Onslow St Berkeley St Asphalt 361.51 30 89 264 Y

Durham::W Knox St::12866 Lancaster St Onslow St Asphalt 180.84 31 78 266 Y

Durham::W Knox St::12868 N Buchanan Blvd Lancaster St Asphalt 355.43 30 87 308 Y

Durham::W Knox St::12873 Alabama Av Hillsborough Rd Asphalt 348.91 29 45 285 Y

Durham::W Knox St::12874 N Gregson St Dollar Av Asphalt 425.52 28 88 329 Y

Durham::W Knox St::12879 Norton St N Gregson St Asphalt 446.16 28 86 446 Y

Durham::W Knox St::12881 N Duke St Norton St Asphalt 354.52 28 91 280 Y

Durham::W Knox St::12884 Woodland Dr N Duke St Asphalt 360.52 29 75 302 Y

Durham::W Knox St::12887 Ruffin St Woodland Dr Asphalt 388.67 29 91 271 Y

Durham::W Knox St::12889 Arbor St Ruffin St Asphalt 816.02 29 91 309 Y

Durham::W Knox St::12891 Washington St Arbor St Asphalt 388.00 28 92 356 Y

Durham::W Knox St::12893 Edgevale Rd Washington St Asphalt 524.33 28 29 391 Y

Durham::W Knox St::12895 Glendale Av Edgevale Rd Asphalt 365.25 29 27 385 Y

Durham::W Knox St::12897 Acadia St Glendale Av Asphalt 469.05 29 91 260 Y

Durham::W Knox St::12921 N Mangum St Acadia St Asphalt 689.11 28 57 737 Y

Durham::W Knox St::19423 Lancaster St Onslow St Asphalt 178.51 30 82 167 Y

Durham::W Knox St::19424 Ninth St Edith St Asphalt 135.22 30 90 435 Y

Durham::W Knox St::19425 Ninth St Edith St Asphalt 73.56 60 88 542 Y

Durham::W Knox St::19515 Watts St N Buchanan Bv Asphalt 352.07 30 94 333 Y

Durham::W Knox St::19516 Dollar Av Watts St Asphalt 354.79 30 91 247 Y

Durham::W Lakewood::17246 Arnette Av Carroll St Asphalt 678.89 30 64 390 Y

Durham::W Lakewood::17247 Shepherd St Arnette Av Asphalt 355.90 29 25 247 Y

Durham::W Lakewood::17248 Vickers Av Shepherd St Asphalt 357.26 29 42 369 Y

Durham::W Lakewood::17249 Hill St Vickers Av Asphalt 361.54 27 32 304 Y

Durham::W Lakewood::17250 S Duke St Hill St Asphalt 455.52 28 63 285 Y

Durham::W Lakewood::17251 W Lakewood Ave S Duke St Asphalt 173.95 28 19 800 Y

Durham::W Lakewood::17252 James St Chapel Hill Rd Asphalt 221.95 35 73 335 Y

Durham::W Lakewood::17253 Ripley St James St Asphalt 339.52 28 67 326 Y

Durham::W Lakewood::17254 Carroll St Huntington Av Asphalt 411.33 27 72 269 Y

Durham::W Lakewood::17255 Rosedale Av Ripley St Asphalt 678.66 28 65 283 Y

Durham::W Lakewood::17256 Kent St Rosedale Ave Asphalt 491.34 28 49 350 Y

Durham::W Lakewood::17257 Huntington Av Forestview St Asphalt 208.73 27 44 474 Y

Durham::W Lakewood::17258 Cornell St Kent St Asphalt 192.90 28 61 263 Y

Durham::W Lakewood::17259 Forestview St Cornell St Asphalt 333.34 30 50 341 Y

Durham::W Lakewood::19462 James St Chapel Hill Rd Asphalt 176.95 28 56 280 Y

Durham::W Lavender::12437 Farthing St Shenandoah Av Asphalt 507.94 27 80 328 Y

Durham::W Lavender::12441 Shenandoah Av Elgin St Asphalt 397.01 29 72 309 Y

Durham::W Lavender::12457 Elgin St Acadia St Asphalt 368.50 28 87 265 Y

Durham::W Lavender::12512 Acadia St Glendale Av Asphalt 700.99 34 76 185 Y

Durham::W Lilyfiel::13984 Thistlerock Ln Cul De Sac Asphalt 137.45 23 28 265 Y

Durham::W Lynch St::13157 N Mangum St Glendale Av Asphalt 681.57 27 75 568 Y

Durham::W Main St::12923 Hicks St Hillsborough Rd Asphalt 1196.40 32 70 206 Y

Durham::W Main St::12996 Trent Dr Hicks St Asphalt 612.40 30 63 267 Y

Durham::W Main St::13074 Warner St Trent Dr Asphalt 606.19 31 53 203 Y

Durham::W Main St::13122 Fifteenth St Warner St Asphalt 646.74 30 44 216 Y

Durham::W Main St::13150 Rutherford St Fifteenth St Asphalt 420.48 50 58 273 Y

Durham::W Main St::13178 Ninth St Rutherford St Asphalt 534.83 45 72 268 Y

Durham::W Main St::13600 E Chapel Hill St N Great Jones St Asphalt 276.46 29 70 352 Y

Durham::W Main St::13670 Market St W Chapel Hill St Asphalt 621.08 32 66 320 Y

Durham::W Main St::13684 N Corcoran St Market St Asphalt 215.02 27 58 347 Y

Durham::W Main St::13738 N Mangum St N Corcoran St Asphalt 393.23 33 80 398 Y

Durham::W Main St::19407 Hicks St Hillsborough Rd Asphalt 178.77 45 77 259 Y

Durham::W Main St::19408 Ninth St Rutherford St Asphalt 761.73 61 67 122 Y

Durham::W Main St::19409 Ninth St Rutherford St Asphalt 467.64 62 77 126 Y

Durham::W Main St::19453 E Chapel Hill St N Great Jones St Asphalt 161.79 22 62 395 Y

Durham::W Markham::13020 Glendale Av Edgevale Rd Asphalt 371.55 28 67 707 Y

Durham::W Markham::13028 Edgevale Rd Washington St Asphalt 743.53 30 55 362 Y

Durham::W Markham::13035 Iredell St Ninth St Asphalt 361.63 35 33 378 Y

Durham::W Markham::13037 Acadia St Glendale Av Asphalt 464.39 28 60 219 Y

Durham::W Markham::13039 N Gregson St Watts St Asphalt 834.49 30 46 458 Y

Durham::W Markham::13041 Broad St Iredell St Asphalt 359.91 32 44 494 Y

Durham::W Markham::13042 N Duke St N Gregson St Asphalt 785.77 28 52 284 Y

Durham::W Markham::13043 Washington St Rand St Asphalt 678.57 28 52 420 Y

Durham::W Markham::13044 Rand St N Duke St Asphalt 1060.78 30 66 351 Y

Durham::W Markham::13046 Clarendon St Broad St Asphalt 362.07 30 42 274 Y

Durham::W Markham::13048 #30 Aly Acadia St Asphalt 212.74 30 60 345 Y

Durham::W Markham::13050 Sedgefield St Clarendon St Asphalt 353.43 29 50 207 Y
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Durham::W Markham::13053 Berkeley St Sedgefield St Asphalt 363.96 29 48 379 Y

Durham::W Markham::13056 Onslow St Berkeley St Asphalt 358.72 31 42 307 Y

Durham::W Markham::13059 N Mangum St #30 Aly Asphalt 198.40 30 58 308 Y

Durham::W Markham::13062 Lancaster St Onslow St Asphalt 359.66 28 46 257 Y

Durham::W Markham::13064 Watts St N Buchanan Bv Asphalt 135.17 38 32 224 Y

Durham::W Markham::13066 N Buchanan Blvd Lancaster St Asphalt 356.68 26 46 326 Y

Durham::W Markham::19513 Watts St N Buchanan Bv Asphalt 133.77 44 33 676 Y

Durham::W Markham::19514 Watts St N Buchanan Bv Asphalt 109.82 38 49 360 Y

Durham::W Maynard::12318 End Of Street N Duke St Asphalt 430.18 30 92 287 Y

Durham::W Maynard::12319 W Maynard Ave End Of Street Asphalt 298.77 28 93 582 Y

Durham::W Maynard::12323 E Maynard Av Shenandoah Av Asphalt 455.45 27 56 485 Y

Durham::W Maynard::12329 Shenandoah Av Elgin St Asphalt 393.56 26 35 305 Y

Durham::W Maynard::12332 Elgin St Butner St Asphalt 398.69 29 77 341 Y

Durham::W Maynard::12335 Butner St Herring Bv Asphalt 657.43 26 89 199 Y

Durham::W Murray A::12244 Lednum St Broad St Asphalt 825.93 27 54 360 Y

Durham::W Murray A::12251 Wilbon St Lednum St Asphalt 578.24 18 60 339 Y

Durham::W Murray A::12254 N Duke St Wilbon St Asphalt 406.74 32 52 319 Y

Durham::W Murray A::12256 Glendale Av N Duke St Asphalt 349.89 34 44 407 Y

Durham::W Murray A::12257 E Murray Av Shenandoah Av Asphalt 429.16 30 56 470 Y

Durham::W Murray A::12265 Herring Bv Glendale Av Asphalt 2273.93 32 62 250 Y

Durham::W Murray A::12267 Shenandoah Av Elgin St Asphalt 400.89 30 36 512 Y

Durham::W Murray A::12269 Elgin St Herring Bv Asphalt 223.37 30 33 249 Y

Durham::W Murray A::19739 Wilbon St Lednum St Asphalt 252.94 26 67 302 Y

Durham::W Parrish::13657 N Corcoran St Market St Asphalt 203.50 28 93 598 Y

Durham::W Parrish::13686 Orange St N Corcoran St Asphalt 293.44 17 99 513 Y

Durham::W Parrish::13688 N Mangum St Orange St Asphalt 52.84 21 92 406 Y

Durham::W Parrish::19824 Orange St N Corcoran St Asphalt 130.38 29 87 277 Y

Durham::W Peabody::13463 S Gregson St W Main St Asphalt 1394.15 30 87 317 Y

Durham::W Peabody::13512 S Duke St S Gregson St Asphalt 456.20 30 79 425 Y

Durham::W Pettigre::13191 Case St Erwin Rd Asphalt 234.64 30 63 250 Y

Durham::W Pettigre::13218 Broad St Case St Asphalt 549.59 30 47 279 Y

Durham::W Pettigre::13229 Powe St Broad St Asphalt 568.34 31 46 200 Y

Durham::W Pettigre::13252 Rowan St Powe St Asphalt 427.61 32 71 200 Y

Durham::W Pettigre::13254 Campus Dr Rowan St Asphalt 65.15 30 66 328 Y

Durham::W Pettigre::13470 Wilkerson Av S Gregson St Asphalt 271.53 29 65 235 Y

Durham::W Pettigre::13778 S Mangum St S Corcoran St Asphalt 484.59 40 60 376 Y

Durham::W Pettigre::17193 Julian Carr St W Chapel Hill St Asphalt 1378.13 30 51 353 Y

Durham::W Pettigre::18835 Dead End Wilkerson Av Asphalt 47.69 28 40 688 Y

Durham::W Piedmont::14418 South St Fargo St Asphalt 375.04 24 62 594 Y

Durham::W Piedmont::14423 Scout Dr South St Asphalt 352.27 22 78 387 Y

Durham::W Pilot St::15272 Otis St White Oak Av Asphalt 448.09 29 79 227 Y

Durham::W Seeman S::13180 N Mangum St Glendale Av Asphalt 610.32 24 56 512 Y

Durham::W Seminary::13466 Rigsbee Av Foster St Asphalt 297.89 33 59 473 Y

Durham::W Seminary::13522 N Mangum St Rigsbee Av Asphalt 362.02 26 58 351 Y

Durham::W Seminary::19445 Rigsbee Av Foster St Asphalt 72.59 33 36 561 Y

Durham::W Seminary::19446 Rigsbee Av Foster St Asphalt 119.48 22 48 800 Y

Durham::W Seminary::19447 N Mangum St Rigsbee Av Asphalt 318.11 26 52 452 Y

Durham::W Trinity::13197 Watts St N Buchanan Bv Asphalt 355.13 39 62 271 Y

Durham::W Trinity::13198 N Gregson St Watts St Asphalt 854.89 28 90 290 Y

Durham::W Trinity::13199 N Duke St N Gregson St Asphalt 521.21 30 61 373 Y

Durham::W Trinity::13201 Orient St N Duke St Asphalt 331.44 30 57 442 Y

Durham::W Trinity::13203 Washington St Orient St Asphalt 243.65 30 42 550 Y

Durham::W Trinity::13206 Foster St Washington St Asphalt 183.16 42 42 321 Y

Durham::W Trinity::13207 North St North St Asphalt 214.68 28 36 384 Y

Durham::W Trinity::13208 North St Foster St Asphalt 785.63 28 44 250 Y

Durham::W Trinity::13209 Bay St North St Asphalt 316.10 28 59 261 Y

Durham::W Trinity::13212 Glendale Av Bay St Asphalt 274.07 28 46 404 Y

Durham::W Trinity::13213 N Mangum St Glendale Av Asphalt 539.84 27 52 221 Y

Durham::W Trinity::19433 Orient St N Duke St Asphalt 155.37 34 43 312 Y

Durham::W Trinity::19434 N Duke St N Gregson St Asphalt 254.67 33 68 343 Y

Durham::W Trinity::19435 Orient St N Duke St Asphalt 143.09 45 71 553 Y

Durham::W Trinity::19436 Orient St N Duke St Asphalt 205.74 40 64 223 Y

Durham::W Umstead::14581 South St Fargo St Asphalt 356.61 23 24 313 Y

Durham::W Weaver S::15195 Otis St Theresa St Asphalt 329.09 31 92 171 Y

Durham::W Weaver S::18006 Theresa St Dallas St Asphalt 628.06 30 86 217 Y

Durham::W Wilson S::12588 Georgia Av Hillandale Rd Asphalt 964.15 32 66 252 Y

Durham::W Woodridg::15089 University Dr Pineview Rd Asphalt 978.43 25 84 318 Y

Durham::W Woodridg::15170 Pineview Rd W Cornwallis Rd Asphalt 788.36 22 80 347 Y

Durham::W Woodrow::12630 Georgia Av Hillandale Rd Asphalt 723.37 30 75 230 Y

Durham::W Wyndham::11703 Cole Mill Rd Bramerton Ct Asphalt 776.49 28 57 248 Y

Durham::W Wyndham::11734 Bramerton Ct Yorkshire Dr Asphalt 728.20 27 40 251 Y

Durham::W Wyndham::11742 Yorkshire Dr West Wyndham Ln Asphalt 117.42 34 47 293 Y

Durham::Wa Wa Ave::14775 Huron St Chapel Hill Rd Asphalt 1051.95 18 89 243 Y

Durham::Wabash St::14982 S Plum St Ridgeway Av Asphalt 243.95 26 43 323 Y

Durham::Wabash St::15050 Ridgeway Av E Lawson St Asphalt 610.91 27 83 278 Y

Durham::Wabash St::15090 E Lawson St Dayton St Asphalt 319.84 31 52 536 Y

Durham::Wabash St::15162 Dayton St Truman St Asphalt 501.02 28 71 183 Y

Durham::Wabash St::15229 Truman St End Of Street Asphalt 444.74 30 52 279 Y

Durham::Wabash St::19283 S Plum St Ridgeway Av Asphalt 195.36 26 51 464 Y

Durham::Waconda Ct::19124 Chesden Dr Cul‐De‐Sac Asphalt 165.39 22 28 746 Y

Durham::Waddell Ct::17953 Baxter St Pattersons Mill Rd Asphalt 791.95 21 95 245 Y

Durham::Waddell Ct::17955 Cul‐De‐Sac Baxter St Asphalt 491.73 28 88 281 Y

Durham::Wade Rd::14828 W Cornwallis Rd Upchurch Cr Asphalt 730.31 29 79 212 Y

Durham::Wade Rd::14932 Upchurch Cr Harvey Pl Asphalt 838.27 29 87 311 Y

Durham::Wade Rd::14950 Harvey Pl Tisdale St Asphalt 214.97 30 72 356 Y

Durham::Wade Rd::14992 Tisdale St Pickett Rd Asphalt 440.81 30 86 288 Y
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Durham::Wadesboro::15070 Dead End Lynn Rd Asphalt 985.86 29 84 195 Y

Durham::Wadsworth::17531 Talford Av End Of Street Asphalt 108.39 24 94 355 Y

Durham::Wadsworth::17532 End Of Street Talford Ave Asphalt 285.95 23 82 272 Y

Durham::Wagoner St::12390 Delaware Av Guess Rd Asphalt 170.13 29 79 300 Y

Durham::Wagoner St::12411 Maryland Av Delaware Ave Asphalt 278.34 26 76 294 Y

Durham::Wake Pl::13368 Gurley St N Elizabeth St Asphalt 495.29 16 45 183 Y

Durham::Wakerobin::11347 Omega Rd Cul‐De‐Sac Asphalt 178.04 27 48 223 Y

Durham::Walkenwood::18977 Hemmingwood Dr Cul‐De‐Sac Asphalt 198.55 22 71 309 Y

Durham::Walker St::14062 Hood St Newman St Asphalt 195.97 28 85 377 Y

Durham::Walker St::14147 End Of Street Kingston Mill Ct Asphalt 251.37 28 81 250 Y

Durham::Walker St::14208 Kingston Mill Ct S Elm St Asphalt 323.56 27 57 460 Y

Durham::Wall St::14055 N Elm St N Alston Av Asphalt 413.40 24 90 747 Y

Durham::Wall St::14094 N Alston Av N Holman St Asphalt 345.94 26 80 339 Y

Durham::Wallace St::14608 Rosedale Av Blount St Asphalt 471.11 31 95 176 Y

Durham::Wallingfor::16330 Powderhill Pl Cul‐De‐Sac Asphalt 707.13 24 81 258 Y

Durham::Wallingfor::17743 Livingstone Pl Powderhill Pl Asphalt 313.20 24 87 302 Y

Durham::Walnut Cov::19055 Bridgeport Dr Mountain Island Dr Asphalt 294.62 22 41 151 Y

Durham::Walnut Cov::19072 Mountain Island Dr Kerr Ct Asphalt 225.81 22 34 503 Y

Durham::Walnut Cov::19079 Kerr Ct Cul‐De‐Sac Asphalt 149.08 22 93 237 Y

Durham::Walnut St::12357 Carolina Av Sovereign St Asphalt 959.37 30 81 219 Y

Durham::Walsenburg::11097 Milton Rd Gamble Ct Asphalt 216.22 22 51 446 Y

Durham::Walsenburg::11098 Gamble Ct Briana Dr Asphalt 242.28 20 34 403 Y

Durham::Walsenburg::11100 Devereaux Ln Briana Dr Asphalt 152.64 22 51 352 Y

Durham::Walsenburg::11102 Vivaldi Dr Devereaux Ln Asphalt 330.04 21 45 307 Y

Durham::Walsenburg::11103 Vivaldi Dr Ph2 Asphalt 202.90 22 69 328 Y

Durham::Walsenburg::18343 Briana Dr Moonbeam Ct Asphalt 577.02 22 95 155 Y

Durham::Walsenburg::18352 Ph2 Briana Dr Asphalt 289.02 21 95 248 Y

Durham::Walsenburg::18353 Moonbeam Ct Willow Dr Asphalt 255.91 22 94 206 Y

Durham::Walton St::14377 Wedgedale Av Cushman St Asphalt 303.85 30 88 305 Y

Durham::Walton St::14419 Cushman St Midgette Pl Asphalt 373.84 29 60 297 Y

Durham::Walton St::14503 Midgette Pl Nordis Av Asphalt 440.68 29 93 242 Y

Durham::Walton St::14612 Nordis Av Cushman St Asphalt 810.97 29 87 213 Y

Durham::Walton St::14613 Cushman St Kramer Pl Asphalt 593.97 30 46 271 Y

Durham::Walton St::17161 Kramer Pl Wedgedale Av Asphalt 272.04 30 36 254 Y

Durham::Wanda Ridg::11404 Lochaven Dr Kinlock Dr Asphalt 1494.74 17 81 154 Y

Durham::Warbler Ln::11315 Lazyriver Dr Cul‐De‐Sac Asphalt 626.64 22 79 205 Y

Durham::Ward St::14553 Huron St Chapel Hill Rd Asphalt 380.48 36 85 243 Y

Durham::Ward St::14610 Wallace St Huron St Asphalt 575.16 36 83 170 Y

Durham::Ward St::14625 Chester Springs Rd Wallace St Asphalt 138.73 35 84 188 Y

Durham::Ward St::14660 James St Chester Springs Rd Asphalt 485.71 36 93 202 Y

Durham::Ward St::14691 Rosedale Av James St Asphalt 919.83 38 81 223 Y

Durham::Ward St::14695 Moreland Av Rosedale Av Asphalt 404.03 38 89 268 Y

Durham::Ward St::14697 Kent St Moreland Av Asphalt 399.30 37 73 366 Y

Durham::Ward St::14699 W Forest Hills Bv Westwood Dr Asphalt 451.76 30 73 453 Y

Durham::Ward St::14701 Westwood Dr Kent St Asphalt 319.11 29 94 261 Y

Durham::Ware Creek::18152 Lyon Farm Dr Cul‐De‐Sac Asphalt 176.01 20 72 324 Y

Durham::Waring St::12223 Da Vinci St Hinson Dr Asphalt 1133.43 30 33 442 Y

Durham::Waring St::12239 Hinson Dr Da Vinci St Asphalt 702.94 30 70 335 Y

Durham::Warren St::11517 Kilburn Ln Cul De Sac Asphalt 129.53 24 87 492 Y

Durham::Warren St::11528 Northwood Hills Av Kilburn Ln Asphalt 231.66 24 87 457 Y

Durham::Washington::12481 Colgate St Glendale Av Asphalt 116.86 19 36 378 Y

Durham::Washington::12536 Ruby St Colgate St Asphalt 324.38 29 40 360 Y

Durham::Washington::12617 I85 Ruby St Asphalt 728.50 40 64 206 Y

Durham::Washington::12679 W Club Bv I85 Asphalt 440.18 42 57 247 Y

Durham::Washington::12726 Brookline St W Club Bv Asphalt 422.33 44 83 185 Y

Durham::Washington::12805 Englewood Av Brookline St Asphalt 606.16 42 55 205 Y

Durham::Washington::12842 Everett Pl Englewood Av Asphalt 328.74 35 67 258 Y

Durham::Washington::12890 W Knox St Everett Pl Asphalt 323.01 35 62 245 Y

Durham::Washington::12934 Clark St W Knox St Asphalt 319.15 33 38 300 Y

Durham::Washington::12980 Green St Clark St Asphalt 347.06 35 47 209 Y

Durham::Washington::13029 W Markham Av Green St Asphalt 399.10 40 49 291 Y

Durham::Washington::13081 Macon St W Markham Av Asphalt 323.74 38 64 320 Y

Durham::Washington::13103 Urban Av Macon St Asphalt 191.86 35 48 423 Y

Durham::Washington::13142 Dacian Av Rail Rd Crossing Asphalt 419.45 37 40 238 Y

Durham::Washington::13173 Monmouth Av Dacian Av Asphalt 412.28 36 48 251 Y

Durham::Washington::13202 W Trinity Av Monmouth Av Asphalt 250.19 35 37 389 Y

Durham::Washington::13264 W Geer St W Trinity Av Asphalt 710.93 42 66 204 Y

Durham::Washington::13276 Morris St W Geer St Asphalt 222.90 39 37 333 Y

Durham::Washington::18509 End Of Street Ruby St Asphalt 373.63 26 33 457 Y

Durham::Washington::18623 I85 I85 Concrete 342.02 42 97 167 Y

Durham::Washington::19437 W Trinity Av Monmouth Av Asphalt 211.20 18 56 285 Y

Durham::Washington::19847 Ruby St Colgate St Asphalt 110.93 30 61 800 Y

Durham::Watauga Ct::16802 Mccormick Rd Cul‐De‐Sac Asphalt 162.67 33 46 279 Y

Durham::Water Gard::17351 Morrell Ln Cul‐De‐Sac Asphalt 241.72 25 86 365 Y

Durham::Water Ston::17708 Lady Slipper Ln Glenn Rd Asphalt 245.99 28 67 321 Y

Durham::Water Ston::18131 Ridge Rd Cul‐De‐Sac Asphalt 245.49 20 92 215 Y

Durham::Waterbury::15317 Pepperidge Dr Garrett Rd Asphalt 386.97 21 36 465 Y

Durham::Waterbury::15318 Westcrest Dr Yorkshire St Asphalt 1043.87 19 35 448 Y

Durham::Wateredge::15680 Deep Wood Cr Deep Wood Cr Asphalt 418.04 22 89 243 Y

Durham::Wateree Dr::19022 Bridgeport Dr Rattan Bay Ct Asphalt 619.97 22 28 320 Y

Durham::Waterford::16792 Limerick Ln Mccormick Rd Asphalt 347.40 32 81 313 Y

Durham::Wateroaks::15109 Guy Walker Wy Spiralwood Pl Asphalt 215.05 24 71 358 Y

Durham::Wateroaks::15142 Spiralwood Pl Cul‐De‐Sac Asphalt 286.41 23 58 323 Y

Durham::Waterview::15261 Guy Walker Way Cul‐De‐Sac Asphalt 180.70 24 53 755 Y

Durham::Watkins Rd::17294 Honeycutt Dr Witherspoon Blvd Asphalt 594.76 21 96 236 Y

Durham::Watkins Rd::17817 Honeycutt Dr Witherspoon Bv Asphalt 580.61 21 93 209 Y
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Durham::Watson Rd::12800 E Geer St Linda Dr Asphalt 942.87 20 85 163 Y

Durham::Watson Rd::12850 Linda Dr Lindmont Av Asphalt 435.26 19 41 402 Y

Durham::Watson Rd::12919 Lindmont Av Winburn Av Asphalt 514.17 20 28 263 Y

Durham::Watts St::12781 Englewood Av W Club Bv Asphalt 678.12 26 84 247 Y

Durham::Watts St::12871 W Knox St Englewood Av Asphalt 662.26 28 91 214 Y

Durham::Watts St::12911 Demerius St W Knox St Asphalt 335.72 30 62 292 Y

Durham::Watts St::12965 Green St Demerius St Asphalt 323.85 30 69 358 Y

Durham::Watts St::12971 Green St Green St Asphalt 106.40 26 67 276 Y

Durham::Watts St::13038 W Markham Av Green St Asphalt 426.65 29 59 354 Y

Durham::Watts St::13096 Urban Av W Markham Av Asphalt 442.64 28 68 262 Y

Durham::Watts St::13136 Dacian Ave Urban Av Asphalt 196.69 30 55 414 Y

Durham::Watts St::13169 Monmouth Ave Dacian Av Asphalt 189.94 26 37 683 Y

Durham::Watts St::13196 W Trinity Ave Monmouth Av Asphalt 203.89 28 46 464 Y

Durham::Watts St::13223 Minerva Ave W Trinity Ave Asphalt 195.42 27 85 235 Y

Durham::Watts St::13272 Gloria Ave Minerva Av Asphalt 190.61 29 85 316 Y

Durham::Watts St::13308 Lamond Ave Gloria Av Asphalt 213.12 29 68 497 Y

Durham::Watts St::13355 W Morgan St Lamond Av Asphalt 321.92 29 98 343 Y

Durham::Watts St::19427 Dacian Ave Urban Av Asphalt 185.33 30 55 287 Y

Durham::Watts St::19428 Monmouth Ave Dacian Av Asphalt 186.95 28 60 458 Y

Durham::Watts St::19429 W Trinity Ave Monmouth Av Asphalt 200.55 29 65 454 Y

Durham::Watts St::19430 Minerva Ave W Trinity Ave Asphalt 189.95 28 80 289 Y

Durham::Watts St::19431 Gloria Ave Minerva Av Asphalt 185.52 30 82 800 Y

Durham::Watts St::19432 Lamond Ave Gloria Av Asphalt 208.22 28 70 602 Y

Durham::Wavecrest::16173 Valley Ridge Dr Cul‐De‐Sac Asphalt 242.58 23 54 602 Y

Durham::Wayne Cir::15344 E Weaver St Cul De Sac Asphalt 437.51 31 77 182 Y

Durham::Wayne St::18945 Wortley Dr Ebon Rd Asphalt 1257.19 18 74 225 Y

Durham::Wayside Pl::12294 Medord Rd Cul‐De‐Sac Asphalt 210.75 30 84 293 Y

Durham::Waystone P::13821 Stonelick Dr Cul De Sac Asphalt 443.22 23 34 256 Y

Durham::Weather St::17138 Pebblestone Dr Dead End Asphalt 151.52 29 88 399 Y

Durham::Weather St::17523 Magna Dr Pebblestone Dr Asphalt 260.29 28 88 276 Y

Durham::Weatherby::14113 Clayton Rd Linville Ct Asphalt 306.15 29 43 381 Y

Durham::Weatherby::14162 Linville Ct Chadbourne Dr Asphalt 350.90 28 33 392 Y

Durham::Weatherby::14187 Maymount Dr End Of Street Asphalt 165.65 28 73 741 Y

Durham::Weatherby::14203 Chadbourne Dr Sutton Pl Asphalt 335.37 28 58 267 Y

Durham::Weatherby::14217 Plumtree Ct Maymount Dr Asphalt 302.91 28 27 430 Y

Durham::Weatherby::14221 Sutton Pl Plumtree Ct Asphalt 476.41 28 67 265 Y

Durham::Weathervan::17735 Hillview Dr Red Sage Ct Asphalt 385.70 24 95 220 Y

Durham::Weathervan::17736 Red Sage Ct Rondelay Dr Asphalt 675.93 23 95 144 Y

Durham::Webb Cir::12986 Shirley St Cul De Sac Asphalt 168.51 27 86 297 Y

Durham::Weber Ct::13111 Bowler Dr Dead End Asphalt 121.32 22 92 220 Y

Durham::Webster Ct::11907 East Oak Dr Cul De Sac Asphalt 106.68 36 47 456 Y

Durham::Weck Dr::16457 T W Alexander Dr End Of Street Maint Asphalt 2009.68 23 41 257 Y

Durham::Weck Dr::19706 T W Alexander Dr End Of Street Maint Asphalt 185.26 48 61 551 Y

Durham::Wedgedale::14262 Howlett Pl S Joyland St Asphalt 388.16 28 87 270 Y

Durham::Wedgedale::14273 Cul‐De‐Sac Howlett Pl Asphalt 158.67 30 71 540 Y

Durham::Wedgedale::14297 S Joyland St S Adams St Asphalt 694.51 29 55 192 Y

Durham::Wedgedale::14320 Hickory Glen Ln Ruby Ridge Rd Asphalt 457.28 28 26 318 Y

Durham::Wedgedale::14322 Woodcrest St Hickory Glen Ln Asphalt 393.24 29 75 351 Y

Durham::Wedgedale::14324 S Adams St Woodcrest St Asphalt 572.67 31 76 236 Y

Durham::Wedgedale::14333 Rummel St Walton St Asphalt 644.36 31 52 219 Y

Durham::Wedgedale::17160 Walton St Lynn Rd Asphalt 315.60 32 43 272 Y

Durham::Wedgedale::17162 Manson Pl Walton St Asphalt 351.60 31 44 194 Y

Durham::Wedgedale::17164 Walton St Manson Pl Asphalt 1177.95 32 29 258 Y

Durham::Wedgedale::17627 Ruby Ridge Rd Cul De Sac Asphalt 146.37 30 72 635 Y

Durham::Wedgewood::19100 Henner Pl Lake Elton Rd Asphalt 589.93 20 92 180 Y

Durham::Wedgewood::19104 Shannas Wy Henner Pl Asphalt 519.72 20 48 425 Y

Durham::Wedgewood::19107 Carpenter Fletcher Rd Shannas Way Asphalt 978.33 20 31 252 Y

Durham::Weeping Be::16967 Piperwood Ct Cul De Sac Asphalt 280.29 28 85 517 Y

Durham::Weeping St::12045 Marsh Ct Sundial Cr Asphalt 599.92 22 57 197 Y

Durham::Weeping St::12065 Timber Pl Marsh Ct Asphalt 238.91 22 64 285 Y

Durham::Weeping St::12092 Sundial Cr Timber Pl Asphalt 288.21 24 52 146 Y

Durham::Weeping Wi::17470 Sun Dried Ct Felicia St Asphalt 476.86 22 84 181 Y

Durham::Weeping Wi::17477 Geranium St Sun Dried Ct Asphalt 248.79 21 92 209 Y

Durham::Weeping Wi::17480 Denfield St Crimson Clover Ct Asphalt 1072.13 22 74 217 Y

Durham::Weeping Wi::17481 Crimson Clover Ct Big Leaf Wy Asphalt 394.12 22 80 177 Y

Durham::Weeping Wi::17482 Big Leaf Way Geranium St Asphalt 282.29 22 88 222 Y

Durham::Welch Pl::15356 Hearthside St Cul‐De‐Sac Asphalt 192.97 28 69 222 Y

Durham::Welcome Ci::14182 Welcome Cir Eastis Dr Asphalt 337.62 20 85 430 Y

Durham::Welcome Ci::14183 Eastis Dr Welcome Cr Asphalt 1271.75 21 62 639 Y

Durham::Welcome Ci::14234 Welcome Cir W Cornwallis Rd Asphalt 276.71 20 36 194 Y

Durham::Welcome Dr::14316 Welcome Cr Tryon Rd Asphalt 523.70 22 64 643 Y

Durham::Welcome Dr::14661 Tryon Rd Tanglewood Dr Asphalt 1786.57 19 71 293 Y

Durham::Weldon Ter::14702 Owen St E Ashe St Asphalt 319.63 28 61 441 Y

Durham::Weldon Ter::14745 Closed Owen St Asphalt 1426.29 30 84 198 Y

Durham::Welkin Ct::19025 Cul‐De‐Sac Penrith Dr Asphalt 662.42 22 44 314 Y

Durham::Welkin Ct::19061 Penrith Dr Cul‐De‐Sac Asphalt 608.19 22 65 293 Y

Durham::Wellingham::16631 Hidcote Cr Hardwick Dr Asphalt 875.22 29 90 263 Y

Durham::Wellingham::16638 Basil Dr Scotney Cr Asphalt 238.54 30 43 325 Y

Durham::Wellingham::16642 Hardwick Dr Basil Dr Asphalt 1038.18 30 42 458 Y

Durham::Wellingham::17440 Boulder Rd Hidcote Cr Asphalt 692.93 30 89 201 Y

Durham::Wellingham::17441 Cul De Sac Winding Arch Dr Asphalt 97.81 26 44 758 Y

Durham::Wellingham::17442 Winding Arch Dr Boulder Rd Asphalt 127.40 43 27 780 Y

Durham::Wellingham::19319 Boulder Rd Hidcote Cr Asphalt 55.89 45 80 556 Y

Durham::Wellingham::19320 Boulder Rd Hidcote Cr Asphalt 218.35 34 95 220 Y

Durham::Wellington::11504 N Roxboro St Holt School Rd Asphalt 452.62 19 39 278 Y

Durham::Wellington::11507 Rhew Dr David St Asphalt 445.83 18 79 283 Y
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Durham::Wellington::11508 Holt School Rd Rhew Dr Asphalt 446.01 19 40 316 Y

Durham::Wellington::19584 N Roxboro St Holt School Rd Asphalt 185.34 25 52 611 Y

Durham::Wellons Dr::13785 Fidelity Dr Hardee St Asphalt 837.07 28 92 232 Y

Durham::Wells St::14346 Forestview St Cornell St Asphalt 400.40 28 54 470 Y

Durham::Wells St::14352 Carroll St Forestview St Asphalt 532.68 29 41 449 Y

Durham::Wells St::14356 Arnette Av Carroll St Asphalt 703.64 30 88 232 Y

Durham::Wells St::14358 Shepherd St Arnette Av Asphalt 356.68 29 34 364 Y

Durham::Wells St::14366 Vickers Av Shepherd St Asphalt 355.36 28 56 215 Y

Durham::Wembley Ct::12505 American Dr Cul De Sac Asphalt 181.75 26 65 309 Y

Durham::Wenonah Wa::16867 Mill Ct Solo Cv Asphalt 469.39 30 86 220 Y

Durham::Wenonah Wa::16876 Seaton Rd Mill Ct Asphalt 345.28 29 71 338 Y

Durham::Wenonah Wa::16878 Grandale Dr Seaton Rd Asphalt 738.03 30 53 344 Y

Durham::Wenonah Wa::16880 Solo Cv Cul‐De‐Sac Asphalt 101.14 34 27 327 Y

Durham::Wensley Dr::11300 Reigal Wood Rd Mandel Rd Asphalt 681.75 20 60 189 Y

Durham::Wentworth::15953 Carlisle Dr St Marks Rd Asphalt 980.73 28 55 334 Y

Durham::Wesleywood::18262 Weston Downs Dr Cul‐De‐Sac Asphalt 586.98 28 94 184 Y

Durham::Weslyn Tra::14618 Lynnwood Valley Ct Carylynn Ct Asphalt 284.39 22 80 333 Y

Durham::Weslyn Tra::14620 Carylynn Ct Cul‐De‐Sac Asphalt 336.77 22 29 416 Y

Durham::Weslyn Tra::14646 Oak Grove Pw Lynnwood Valley Ct Asphalt 283.36 24 34 335 Y

Durham::West Haven::12031 Kimball Dr Cul De Sac Asphalt 343.71 26 63 257 Y

Durham::West Hills::12108 Sparger Rd Sparwood Dr Asphalt 524.11 20 58 302 Y

Durham::West Hills::12121 Sparwood Dr Gate Hill Rd Asphalt 323.10 20 76 298 Y

Durham::West Hills::12122 Gate Hill Rd Dellwood Dr Asphalt 201.55 18 73 423 Y

Durham::West Hills::18560 Dellwood Dr End Of Street Asphalt 202.50 20 89 211 Y

Durham::Westbury P::15725 Brookhaven Dr Cul‐De‐Sac Asphalt 195.56 30 68 348 Y

Durham::Westcheste::15851 Colville Rd Pilling Pl Asphalt 382.59 28 49 370 Y

Durham::Westcheste::15865 Pilling Pl Chippenham Rd Asphalt 285.15 30 50 400 Y

Durham::Westcheste::15887 Chippenham Rd Roswell Ct Asphalt 311.20 31 28 501 Y

Durham::Westcheste::15923 Roswell Ct Northampton Rd Asphalt 733.07 28 72 262 Y

Durham::Western Pa::12153 Operations Dr Cul De Sac Asphalt 496.43 29 35 265 Y

Durham::Westfield::12669 Talcott Dr Constitution Dr Asphalt 1081.69 25 79 212 Y

Durham::Westfield::12747 American Dr Talcott Dr Asphalt 700.52 23 34 359 Y

Durham::Westgate D::15487 Chapel Hill Bv Service Rd University Dr Asphalt 1494.94 61 54 178 Y

Durham::Westgate D::19557 Chapel Hill Bv Service Rd University Dr Asphalt 227.59 62 62 210 Y

Durham::Westglen R::14973 Pinafore Dr Pickett Rd Asphalt 1171.64 22 93 253 Y

Durham::Westgrove::18363 Evanston Ave Evanston Ave Asphalt 845.86 20 89 254 Y

Durham::Westgrove::18370 Evanston Ave Vickery Hill Ct Asphalt 488.05 22 92 176 Y

Durham::Westgrove::18371 Vickery Hill Ct Vickery Hill Ct Asphalt 339.60 22 95 170 Y

Durham::Westgrove::18372 Vickery Hill Ct Cul‐De‐Sac Asphalt 145.94 22 91 307 Y

Durham::Weston Dow::18263 Wesleywood Dr Pope Rd Asphalt 147.29 42 85 454 Y

Durham::Weston Dow::18264 Marena Pl Myra Glen Pl Asphalt 100.22 30 81 393 Y

Durham::Weston Dow::18296 Marena Pl Wesleywood Dr Asphalt 374.25 28 95 238 Y

Durham::Weston Dow::18483 Myra Glen Pl Ephesus Church Rd Asphalt 595.13 27 95 205 Y

Durham::Weston Dow::18484 Marena Pl Myra Glen Pl Asphalt 237.60 29 95 200 Y

Durham::Weston Dow::19263 Wesleywood Dr Pope Rd Asphalt 130.13 34 95 239 Y

Durham::Weston Dow::19264 Myra Glen Pl Ephesus Church Rd Asphalt 139.00 36 93 410 Y

Durham::Weston Dow::19265 Myra Glen Pl Ephesus Church Rd Asphalt 168.22 38 90 384 Y

Durham::Westover R::15808 St Marks Rd Windsor Wy Asphalt 1581.69 24 87 196 Y

Durham::Westover R::15810 Links Cr St Marks Rd Asphalt 153.14 29 76 298 Y

Durham::Westover R::15880 Somerset Dr Links Cr Asphalt 1094.39 26 42 251 Y

Durham::Westover R::15881 Cornwall Rd Darby Rd Asphalt 494.84 21 88 332 Y

Durham::Westover R::15893 Darby Rd Churchill Cr Asphalt 645.61 20 36 537 Y

Durham::Westover R::15894 Churchill Cr Somerset Dr Asphalt 435.17 19 68 209 Y

Durham::Westover R::19775 Cornwall Rd Darby Rd Asphalt 90.89 48 52 305 Y

Durham::Westridge::16530 Basswood Dr Aurora Ct Asphalt 330.47 29 83 296 Y

Durham::Westridge::16539 Aurora Ct Falling Water Dr Asphalt 413.24 29 83 149 Y

Durham::Westridge::16541 Pointe View Ct Cul‐De‐Sac Asphalt 183.63 28 79 297 Y

Durham::Westridge::16542 Falling Water Dr Pointe View Ct Asphalt 573.19 29 86 252 Y

Durham::Westwood D::14700 Ward St W Forest Hills Bv Asphalt 733.74 30 93 234 Y

Durham::Wetherburn::13718 Grandview Dr Cul De Sac Asphalt 467.33 22 89 213 Y

Durham::Wexford Dr::16299 Glendarion Dr Cul‐De‐Sac Asphalt 295.67 26 95 275 Y

Durham::Weymouth S::18333 Mayfair St Chapel Hill Bv Service Rd Asphalt 362.52 30 27 285 Y

Durham::Wheat Mill::11405 Wheat Mill Rd Cul‐De‐Sac Asphalt 289.23 30 100 244 Y

Durham::Wheat Mill::11410 Old Well St Whippoorwill St Asphalt 1245.78 30 100 133 Y

Durham::Wheaton Rd::11616 Calumet Dr Horton Rd Asphalt 459.04 33 36 332 Y

Durham::Wheatstone::11263 Stephens Ln Cul De Sac Asphalt 151.56 20 34 289 Y

Durham::Wheeling C::19188 Forge Rd Cul‐De‐Sac Asphalt 628.15 22 69 274 Y

Durham::Whippoorwi::11391 Red Carriage Av Hedgerow Pl Asphalt 552.24 28 100 169 Y

Durham::Whippoorwi::11406 Wheat Mill Rd Red Carriage Av Asphalt 427.42 30 100 160 Y

Durham::Whippoorwi::11417 Old Barn Av Wheat Mill Rd Asphalt 533.96 28 98 207 Y

Durham::Whippoorwi::11424 Saddle Ridge Av Old Barn Av Asphalt 568.39 30 100 174 Y

Durham::Whippoorwi::11428 Old Orchard Av Saddle Ridge Av Asphalt 438.19 30 100 145 Y

Durham::Whippoorwi::11459 Fieldstone Pl Old Orchard Av Asphalt 874.69 30 89 234 Y

Durham::Whippoorwi::11475 Seven Oaks Rd Fieldstone Pl Asphalt 507.69 29 100 182 Y

Durham::Whispering::17795 Serenity Ct Golden Meadow Ct Asphalt 504.95 23 78 319 Y

Durham::Whispering::17796 Red Bird Dr Serenity Ct Asphalt 399.45 23 81 307 Y

Durham::Whispering::17829 Cul‐De‐Sac Spring Water Ln Asphalt 259.64 30 93 197 Y

Durham::Whispering::17832 Spring Water Ln Sassafras Hill St Asphalt 475.44 29 83 182 Y

Durham::Whispering::17834 Sassafras Hill St Snow Hill Rd Asphalt 180.25 28 74 323 Y

Durham::Whispering::18338 Cul‐De‐Sac Red Bird Dr Asphalt 303.70 23 84 324 Y

Durham::Whispering::18448 Golden Meadow Ct Cardinal Lake Dr Asphalt 86.12 29 61 354 Y

Durham::Whispering::19605 Golden Meadow Ct Cardinal Lake Dr Asphalt 51.86 23 93 740 Y

Durham::Whispering::19608 Golden Meadow Ct Cardinal Lake Dr Asphalt 37.34 30 66 549 Y

Durham::Whisperwoo::16953 Cul De Sac Solitude Wy Asphalt 728.55 25 90 323 Y

Durham::Whisperwoo::16961 Solitude Wy Rustic Wood Ln Asphalt 318.02 31 62 355 Y

Durham::Whisperwoo::16968 Rustic Wood Ln Clubstone Ct Asphalt 313.76 29 30 431 Y
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Durham::Whisperwoo::16976 Clubstone Ct Beech Slope Wy Asphalt 295.00 27 58 439 Y

Durham::Whisperwoo::16986 Beech Slope Wy Gingerwood Ln Asphalt 268.59 28 51 381 Y

Durham::Whisperwoo::16997 Gingerwood Ln Haventree Rd Asphalt 411.05 29 61 418 Y

Durham::Whisperwoo::17005 Haventree Rd Cul De Sac Asphalt 174.86 28 30 800 Y

Durham::Whistler W::13801 Marbrey Dr Cul De Sac Asphalt 234.27 23 27 510 Y

Durham::Whitburn P::14880 Colony Rd Pilton Pl Asphalt 263.40 22 71 342 Y

Durham::Whitburn P::14897 Witburn St Cul De Sac Asphalt 107.56 29 50 377 Y

Durham::White Ash::18527 Rose Of Sharon Rd Cul‐De‐Sac Asphalt 368.37 24 65 278 Y

Durham::White Dove::17452 Cedar Grove Dr Cul‐De‐Sac Asphalt 111.41 24 82 280 Y

Durham::White Oak::15225 W Pilot St Dallas St Asphalt 199.37 29 55 284 Y

Durham::White Oak::15226 Red Oak Av W Pilot St Asphalt 391.12 29 54 342 Y

Durham::White Oak::15230 Dallas St End Of Street Asphalt 90.26 30 40 437 Y

Durham::White Run::17641 Paces Ferry Dr Cul‐De‐Sac Asphalt 149.75 20 85 463 Y

Durham::White Spru::18302 Pear Tree Ln Cul‐De‐Sac Asphalt 575.11 22 95 184 Y

Durham::White Will::18396 Wild Sage Way Cul‐De‐Sac Asphalt 318.80 20 100 216 Y

Durham::Whitley Dr::15045 Arrington St Stuart Dr Asphalt 992.02 31 89 185 Y

Durham::Whitley Dr::15083 Stuart Dr End Of Street Asphalt 277.45 30 89 166 Y

Durham::Whitney Ln::19193 Claire Ct Pebble Creek Cn Asphalt 472.01 26 75 332 Y

Durham::Whitney Ln::19195 Cul‐De‐Sac Claire Ct Asphalt 458.53 26 70 285 Y

Durham::Whitney Ln::19198 Pebble Creek Xing Cul‐De‐Sac Asphalt 960.02 26 73 310 Y

Durham::Wicker Ct::17913 Paces Ferry Dr Cul‐De‐Sac Asphalt 156.83 20 93 350 Y

Durham::Wickersham::16090 Wynmore Dr Cul‐De‐Sac Asphalt 138.46 24 26 486 Y

Durham::Wickersham::16118 Carlton Crossing Dr Wynmore Dr Asphalt 345.41 22 28 359 Y

Durham::Wicklow Ln::16903 Pelham Rd Cul De Sac Asphalt 763.51 27 35 389 Y

Durham::Wilbon St::12250 W Murray Av N Duke St Asphalt 953.76 30 91 207 Y

Durham::Wild Flowe::17066 Carlton Crossing Dr Shadow Rock Ln Concrete 330.73 12 89 184 Y

Durham::Wild Goose::11351 Country Club Dr Cul‐De‐Sac Asphalt 204.52 22 82 554 Y

Durham::Wild Meado::11960 Circle Mayapple Pl Asphalt 599.47 36 92 217 Y

Durham::Wild Meado::11984 Mayapple Pl Hayfield Dr Asphalt 315.89 28 31 269 Y

Durham::Wild Meado::11991 Hayfield Dr Twinleaf Pl Asphalt 338.41 28 88 312 Y

Durham::Wild Meado::11992 Twinleaf Pl Windflower Pl Asphalt 440.14 28 43 259 Y

Durham::Wild Meado::12003 Windflower Pl Stoneybrook Dr Asphalt 264.62 30 48 411 Y

Durham::Wild Sage::18395 Holly Blossom Dr White Willow Ct Asphalt 318.49 21 100 271 Y

Durham::Wild Sage::18404 White Willow Ct Cul‐De‐Sac Asphalt 117.43 20 100 422 Y

Durham::Wildberry::12350 Neal Rd Astor Ct Asphalt 245.15 30 75 205 Y

Durham::Wildberry::12407 Astor Ct Quintin Pl Asphalt 418.51 28 54 237 Y

Durham::Wildberry::12473 Quintin Pl Prestwick Pl Asphalt 786.99 29 88 210 Y

Durham::Wildberry::12488 Prestwick Pl Georgetown Ct Asphalt 167.14 28 91 307 Y

Durham::Wildberry::12493 Georgetown Ct Georgetown Ct Asphalt 98.60 28 88 342 Y

Durham::Wildberry::12498 Georgetown Ct Finley St Asphalt 84.76 29 78 278 Y

Durham::Wildberry::19469 Neal Rd Astor Ct Asphalt 115.24 37 68 531 Y

Durham::Wilderness::11445 Quail Hunt Cr Woodcliff Cr Asphalt 254.44 25 36 341 Y

Durham::Wilderness::11448 Woodcliff Cr Foxlair Ct Asphalt 346.25 24 52 208 Y

Durham::Wilderness::11449 Foxlair Ct Park Overlook Dr Asphalt 406.02 24 38 229 Y

Durham::Wilderness::11463 Deerchase Wynd Quail Hunt Cr Asphalt 341.45 25 35 292 Y

Durham::Wilderness::11478 Elk Ridge Rd Deerchase Wynd Asphalt 498.06 24 44 240 Y

Durham::Wildwood D::11382 Lochaven Dr Kinlock Dr Asphalt 1127.48 15 43 190 Y

Durham::Wildwood D::11387 Stillview Dr Brooklane Dr Asphalt 411.23 18 40 286 Y

Durham::Wildwood D::11388 Brooklane Dr Lochaven Dr Asphalt 409.63 19 83 257 Y

Durham::Wildwood D::19487 Lochaven Dr Kinlock Dr Asphalt 368.02 19 55 205 Y

Durham::Wiley Ave::12229 Barry St Dearborn Dr Asphalt 354.51 24 84 209 Y

Durham::Wiley Ave::12230 Royal Dr Barry St Asphalt 343.90 23 88 246 Y

Durham::Wilkerson::13445 Rome Av Gattis St Asphalt 134.60 36 82 404 Y

Durham::Wilkerson::13447 S Buchanan Bv Rome Av Asphalt 851.13 34 79 287 Y

Durham::Willard St::13701 W Chapel Hill St Jackson St Asphalt 540.64 35 52 296 Y

Durham::Willard St::13748 Jackson St Yancey St Asphalt 312.32 35 23 374 Y

Durham::Willard St::17194 Yancey St Jackie Robinson Dr Asphalt 621.19 35 41 280 Y

Durham::Willard St::19459 Yancey St Jackie Robinson Dr Asphalt 473.55 46 50 261 Y

Durham::William Pe::11827 Ben Franklin Blvd Patrick Henry D Asphalt 367.19 50 78 175 Y

Durham::William Pe::11855 N Roxboro St Patrick Henry Dr Asphalt 396.79 50 30 364 Y

Durham::William Pe::17749 Ben Franklin Blvd Dead End Asphalt 308.04 41 93 382 Y

Durham::William Pe::19753 N Roxboro St Patrick Henry Dr Asphalt 57.33 25 72 410 Y

Durham::William Pe::19754 Ben Franklin Blvd Patrick Henry D Asphalt 57.14 25 81 400 Y

Durham::William Pe::19763 Ben Franklin Blvd Dead End Asphalt 185.42 54 68 419 Y

Durham::William Vi::13692 W Chapel Hill St Jackson St Asphalt 526.69 30 72 255 Y

Durham::Williams W::11553 Valley Dr Cul De Sac Asphalt 334.23 24 93 349 Y

Durham::Williamsbu::15642 Bettie Ln End Pvmt Asphalt 963.31 34 79 163 Y

Durham::Williamsbu::15667 Old Chapel Hill Rd Bettie Ln Asphalt 802.13 38 58 215 Y

Durham::Willis Ct::13091 Faucette Ave Cul‐De‐Sac Asphalt 499.82 25 25 249 Y

Durham::Willoughby::19096 Chesden Dr Cul‐De‐Sac Asphalt 101.03 22 24 650 Y

Durham::Willow Bri::16141 Hope Valley Rd Cul‐De‐Sac Asphalt 462.29 24 95 272 Y

Durham::Willow Poi::16371 Sweet Clover Ct Cul‐De‐Sac Asphalt 308.66 23 86 393 Y

Durham::Willowbroo::14705 Cayman Ct Briarhaven Dr Asphalt 186.11 24 41 457 Y

Durham::Willowbroo::14726 Oak Grove Pw Cayman Ct Asphalt 175.37 22 38 287 Y

Durham::Willowcres::18222 Ashton Gln Windrush Ln Asphalt 303.48 28 72 194 Y

Durham::Willowcres::18224 Windrush Ln Cul‐De‐Sac Asphalt 414.41 28 86 226 Y

Durham::Willowcres::18225 Elmsford St Ashton Gln Asphalt 167.58 28 94 249 Y

Durham::Willowcres::18423 Thorngate Rd Elmsford St Asphalt 186.71 29 86 289 Y

Durham::Willowcres::18425 Peninsula Ct Glenview Ln Asphalt 324.68 30 92 313 Y

Durham::Willowcres::18431 Glenview Ln Olde Union Ct Asphalt 286.37 29 88 320 Y

Durham::Willowcres::18432 Olde Union Ct Thorngate Rd Asphalt 204.23 28 85 288 Y

Durham::Willowcres::18433 Elmsford St Ashton Gln Asphalt 168.68 30 89 249 Y

Durham::Willowcres::18797 Peninsula Ct Glenview Ln Asphalt 130.26 30 95 482 Y

Durham::Willowdale::15687 Sprucewood Dr Beechwood Dr Asphalt 411.12 30 63 467 Y

Durham::Willowdale::15688 Beechwood Dr Kanewood Dr Asphalt 410.53 30 80 358 Y

Durham::Willowdale::15691 Kanewood Dr Cedarwood Dr Asphalt 358.75 30 79 348 Y
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Durham::Willowdale::15694 Cedarwood Dr Driftwood Dr Asphalt 360.14 30 86 347 Y

Durham::Willowdale::15716 Driftwood Dr Tripoli Dr Asphalt 822.21 29 91 347 Y

Durham::Willowdale::15763 Tripoli Dr Cook Rd Asphalt 862.61 32 89 206 Y

Durham::Willowspri::16607 Falconbridge Rd Cul‐De‐Sac Asphalt 432.14 30 72 231 Y

Durham::Wilshire D::14979 Forest Wood Dr Chantilly Pl Asphalt 1051.86 30 91 198 Y

Durham::Wilshire D::15023 Chantilly Pl Chase St Asphalt 409.58 31 91 271 Y

Durham::Wilshire D::15049 Chase St Cul De Sac Asphalt 287.33 31 26 258 Y

Durham::Wilson St::12575 Virginia Av Alabama Av Asphalt 624.21 31 41 606 Y

Durham::Wilson St::12580 Oakland Av Virginia Av Asphalt 495.27 29 60 714 Y

Durham::Wilson St::12591 Carolina Av Oakland Av Asphalt 797.85 30 32 699 Y

Durham::Wilson St::12596 Maryland Av Carolina Av Asphalt 893.63 30 71 317 Y

Durham::Wiltshire::16147 Spring Meadow Dr Tinsbury Pl Asphalt 161.26 22 32 507 Y

Durham::Wiltshire::16170 Tinsbury Pl Cul‐De‐Sac Asphalt 264.17 23 25 463 Y

Durham::Winburn Av::12918 Watson Rd Syracuse St Asphalt 873.36 20 68 322 Y

Durham::Winchester::15661 Winchester Ct Cul‐De‐Sac Asphalt 249.94 24 35 463 Y

Durham::Winchester::15662 Winchester Ct Cul‐De‐Sac Asphalt 210.15 25 82 306 Y

Durham::Winchester::15664 Shrewsbury St Winchester Ct Asphalt 322.26 24 62 272 Y

Durham::Windcourt::19170 Windcrest Rd Cul De Sac Asphalt 87.31 58 39 438 Y

Durham::Windcrest::18882 Windcourt Pl Castell Dr Asphalt 659.25 22 25 412 Y

Durham::Windcrest::18883 Castell Dr Yellowstone Dr Asphalt 975.48 24 47 262 Y

Durham::Windcrest::18884 Yellowstone Dr Barbee Rd Asphalt 482.35 32 47 251 Y

Durham::Windcrest::18885 Guilford Pl Windcourt Pl Asphalt 316.26 22 22 432 Y

Durham::Windcrest::18886 Brevard Ct Guilford Pl Asphalt 338.98 22 51 354 Y

Durham::Windcrest::18889 Crooked Creek Pw Brevard Ct Asphalt 247.62 22 18 506 Y

Durham::Windcrest::18892 Forge Rd Crooked Creek Pw Asphalt 520.01 22 92 209 Y

Durham::Windermere::17260 Infinity Rd Ravenglass Way Asphalt 508.74 23 94 235 Y

Durham::Windermere::19489 Ravenglass Way Frederick Dr Asphalt 205.21 23 93 226 Y

Durham::Windflower::11993 Wild Meadow Dr Cul De Sac Asphalt 514.41 28 55 291 Y

Durham::Windgate D::12130 Guernsdel St Stoneybrook Dr Asphalt 390.12 30 87 160 Y

Durham::Windgate D::12177 Medford Rd Guernsdel St Asphalt 975.97 29 80 153 Y

Durham::Winding Ar::17435 Guilder Cv Somerknoll Dr Asphalt 416.02 22 25 590 Y

Durham::Winding Ar::17436 Herndon Rd Guilder Cv Asphalt 578.11 25 32 413 Y

Durham::Winding Ar::17443 Wellingham Dr Loganbury Ln Asphalt 398.05 30 79 418 Y

Durham::Winding Ar::17445 Loganbury Ln Draebury Ln Asphalt 332.01 29 92 345 Y

Durham::Winding Ar::17446 Draebury Ln Caverstone Ln Asphalt 298.58 29 49 378 Y

Durham::Winding Ar::17447 Caverstone Ln Herndon Rd Asphalt 251.62 31 55 584 Y

Durham::Winding Wa::15722 Old Chapel Hill Rd Deep Wood Cr Asphalt 852.00 22 86 200 Y

Durham::Windrow Pl::11969 Brookside Pl Cul De Sac Asphalt 217.75 29 28 520 Y

Durham::Windrush L::18221 Willowcrest Rd Ashton Gln Asphalt 1224.11 29 93 169 Y

Durham::Windrush L::18223 Ashton Gln Callandale Ln Asphalt 348.25 29 91 213 Y

Durham::Windrush L::18502 Ashton Gln Callandale Ln Asphalt 383.56 28 95 199 Y

Durham::Windrush L::18503 Callandale Ln S Mineral Springs Rd Asphalt 603.51 29 94 151 Y

Durham::Windrush L::19668 Callandale Ln S Mineral Springs Rd Asphalt 250.14 36 95 202 Y

Durham::Windsor Gl::14741 Oak Grove Pkwy Cul‐De‐Sac Asphalt 415.03 25 93 419 Y

Durham::Windsor Wa::15723 Old Chapel Hill Rd Westover Rd Asphalt 511.86 36 69 197 Y

Durham::Windsor Wa::15739 Westover Rd Devon Rd Asphalt 167.82 30 74 287 Y

Durham::Windy Hill::16407 Willa Wy Lumley Rd Asphalt 1447.67 19 79 227 Y

Durham::Windyrush::16081 Spring Meadow Dr Cul‐De‐Sac Asphalt 175.31 28 30 684 Y

Durham::Wineberry::16778 Limerick Ln Smoke Ridge Ct Asphalt 327.28 31 79 206 Y

Durham::Wineberry::16816 Smoke Ridge Ct Grandale Dr Asphalt 513.22 29 72 314 Y

Durham::Wineberry::16821 Grandale Dr Middlebury Ct Asphalt 224.07 30 68 301 Y

Durham::Wineberry::16830 Middlebury Ct Covewood Ct Asphalt 205.69 28 74 244 Y

Durham::Wineberry::16843 Covewood Ct Stinhurst Dr Asphalt 411.25 29 77 275 Y

Durham::Wineberry::16871 Stinhurst Dr Cul‐De‐Sac Asphalt 555.54 26 83 284 Y

Durham::Winfield D::15316 Westcrest St Pepperidge Dr Asphalt 1055.52 22 58 403 Y

Durham::Winifred D::18780 Crown Pkwy Shakespeare Dr Asphalt 389.90 24 95 173 Y

Durham::Winnabow C::14027 Maymount Dr Cul‐De‐Sac Asphalt 277.30 22 76 344 Y

Durham::Winrock Pl::18513 Cul‐De‐Sac Horsebarn Dr Asphalt 399.83 28 95 207 Y

Durham::Winrock Pl::18523 Horsebarn Dr Cul‐De‐Sac Asphalt 221.21 28 91 125 Y

Durham::Winslow Pl::16819 Fenton Pl Cul‐De‐Sac Asphalt 115.93 38 76 362 Y

Durham::Winslow Pl::16828 Downing Creek Pw Fenton Pl Asphalt 398.83 24 87 208 Y

Durham::Winston Rd::11750 Reta Rd Fairfield Rd Asphalt 641.85 27 55 301 Y

Durham::Winston Rd::11790 Diane St Reta Rd Asphalt 539.26 26 65 332 Y

Durham::Winston Rd::11845 Frasier St Diane St Asphalt 451.57 28 81 369 Y

Durham::Winston Rd::11886 Newsom St Frasier St Asphalt 504.45 28 22 397 Y

Durham::Winston Rd::11938 W Carver St Newsom St Asphalt 518.90 29 86 349 Y

Durham::Winterberr::16524 E Bayberry Ct Sandstone Ridge Dr Asphalt 321.66 32 90 321 Y

Durham::Winterberr::16527 Woodcroft Pw Strawberry Ridge Ln Asphalt 700.96 31 90 144 Y

Durham::Winterberr::16535 Strawberry Ridge Ln E Bayberry Ct Asphalt 1127.65 32 93 170 Y

Durham::Winterfiel::12036 Goldenrod Pl Cul De Sac Asphalt 176.58 28 30 439 Y

Durham::Wintergree::15519 Cul‐De‐Sac Crowell St Asphalt 272.45 30 90 209 Y

Durham::Wintergree::15554 Crowell St Emerson Pl Asphalt 450.62 30 94 169 Y

Durham::Wintergree::15583 Emerson Pl S Alston Av Asphalt 647.91 30 90 202 Y

Durham::Winters Ln::12553 Mountainview Av Rosemary Av Asphalt 363.12 30 92 195 Y

Durham::Winthrop C::16254 Cul‐De‐Sac Dorchester Dr Asphalt 349.22 26 73 304 Y

Durham::Winthrop C::16261 Dorchester Dr Cul‐De‐Sac Asphalt 457.08 19 31 369 Y

Durham::Winton Rd::15527 Hope Valley Rd Cul‐De‐Sac Asphalt 692.45 24 60 327 Y

Durham::Winton Rd::15536 Dixon Rd End Of Street Asphalt 1433.29 30 40 390 Y

Durham::Winward Po::14953 Northlake Dr Spinnaker Ct Asphalt 141.96 24 25 188 Y

Durham::Winward Po::15000 Spinnaker Ct North Waters Edge Dr Asphalt 450.02 24 88 243 Y

Durham::Wise Pl::15541 Crowell St Cul De Sac Asphalt 135.76 32 68 214 Y

Durham::Withers Ct::14341 Old Fayettevill Dead End Asphalt 130.22 30 64 246 Y

Durham::Witherspoo::17311 Southwest Durham Dr Watkins Rd Asphalt 528.79 58 77 298 Y

Durham::Witherspoo::17312 Watkins Rd Mcfarland Dr Asphalt 410.15 54 71 211 Y

Durham::Witherspoo::17313 Mcfarland Dr Danziger Dr Asphalt 374.35 59 61 373 Y

Durham::Witherspoo::19269 Mcfarland Dr Danziger Dr Asphalt 63.13 15 43 642 Y
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Durham::Witherspoo::19270 Mcfarland Dr Danziger Dr Asphalt 298.42 53 36 440 Y

Durham::Womble Cir::14858 Montgomery St Cul‐De‐Sac Asphalt 195.32 29 93 452 Y

Durham::Wood Chape::17821 Cottendale Dr Cul‐De‐Sac Asphalt 394.76 20 95 293 Y

Durham::Wood Chape::17822 Angier Ave Cottendale Dr Asphalt 613.44 27 80 197 Y

Durham::Wood Duck::16974 Piperwood Ct Cul De Sac Asphalt 170.01 28 81 454 Y

Durham::Wood Lily::17012 Haventree Rd Cul De Sac Asphalt 185.95 27 48 428 Y

Durham::Wood Meado::17820 Cottendale Dr Cottendale Dr Asphalt 704.35 19 87 247 Y

Durham::Wood Valle::16180 Sugar Creek Ct Cul‐De‐Sac Asphalt 261.07 30 76 362 Y

Durham::Wood Valle::16197 Arborfield Ln Sugar Creek Ct Asphalt 264.08 30 50 800 Y

Durham::Wood Valle::16238 Sabre Ct Arborfield Ln Asphalt 404.11 30 56 459 Y

Durham::Wood Valle::16258 Cul‐De‐Sac Sabre Ct Asphalt 186.13 32 43 503 Y

Durham::Woodbark L::13453 Alma St End Of Street Asphalt 190.00 18 96 235 Y

Durham::Woodberry::16006 Cul‐De‐Sac Crown Hill Dr Asphalt 368.15 21 92 292 Y

Durham::Woodberry::16036 Crown Hill Dr Kelly Dr Asphalt 431.34 22 87 283 Y

Durham::Woodberry::16066 Kelly Dr Colorado Av Asphalt 600.26 21 66 277 Y

Durham::Woodberry::16088 Colorado Av Pavillion Pl Asphalt 377.72 19 59 218 Y

Durham::Woodberry::16109 Pavillion Pl Thetford Rd Asphalt 266.86 18 48 221 Y

Durham::Woodberry::16171 Thetford Rd Edenton Ln Asphalt 695.28 19 54 238 Y

Durham::Woodberry::16217 Edenton Ln New Bern Pl Asphalt 467.47 19 91 216 Y

Durham::Woodberry::16251 New Bern Pl End Of Street Asphalt 251.06 20 81 231 Y

Durham::Woodbine C::16538 Highgate Dr Cul‐De‐Sac Asphalt 244.73 30 93 214 Y

Durham::Woodburn R::14571 Spencer St Montgomery St Asphalt 426.01 32 72 195 Y

Durham::Woodburn R::14575 Montgomery St Heath Pl Asphalt 1128.80 31 75 248 Y

Durham::Woodburn R::14579 Academy Rd Mcdowell Rd Asphalt 402.04 32 81 284 Y

Durham::Woodburn R::14585 Heath Pl Learned Pl Asphalt 126.83 30 86 350 Y

Durham::Woodburn R::14588 Mcdowell Rd Sevier St Asphalt 558.66 32 85 246 Y

Durham::Woodburn R::14590 Sevier St Spencer St Asphalt 487.86 31 71 226 Y

Durham::Woodburn R::14635 Learned Pl Scott Pl Asphalt 286.85 30 95 191 Y

Durham::Woodburn R::14673 Circle Dr Academy Rd Asphalt 613.67 24 90 258 Y

Durham::Woodburn R::14678 Scott Pl W Cornwallis Rd Asphalt 233.96 31 95 345 Y

Durham::Woodburn R::14789 Dogwood Rd Circle Dr Asphalt 822.56 24 93 243 Y

Durham::Woodburn R::18572 Woodburn Rd Woodburn Rd Asphalt 319.19 33 74 223 Y

Durham::Woodcliff::11443 Cul De Sac Wilderness Rd Asphalt 521.56 22 56 206 Y

Durham::Woodcreek::18243 South Bend Dr Cul‐De‐Sac Asphalt 100.34 34 94 467 Y

Durham::Woodcroft::16475 Fortunes Ridge Dr St Giles Dr Asphalt 448.64 35 100 177 Y

Durham::Woodcroft::16476 Highgate Dr Autumn Woods Dr Asphalt 613.83 34 100 195 Y

Durham::Woodcroft::16482 Fayetteville St Fortunes Ridge Dr Asphalt 296.43 44 99 251 Y

Durham::Woodcroft::16484 Weathersfield Dr Highgate Dr Asphalt 318.98 34 100 183 Y

Durham::Woodcroft::16490 Kingsmount Ct Weathersfield Dr Asphalt 413.95 22 100 136 Y

Durham::Woodcroft::16496 Nuttree Wy St Giles Dr Asphalt 462.08 25 100 164 Y

Durham::Woodcroft::16498 Autumn Woods Dr Winterberry Ridge Dr Asphalt 769.03 24 100 93 Y

Durham::Woodcroft::16504 St Giles Dr Parsons Chase Ln Asphalt 129.19 21 99 144 Y

Durham::Woodcroft::16506 Highgate Dr Kingsmount Ct Asphalt 417.56 34 88 207 Y

Durham::Woodcroft::16510 Sandstone Ridge Dr Hope Valley Rd Asphalt 431.18 36 100 186 Y

Durham::Woodcroft::16511 Winterberry Ridge Dr Sandstone Ridge Dr Asphalt 645.27 24 100 147 Y

Durham::Woodcroft::16513 Basswood Dr Highgate Dr Asphalt 526.46 32 93 248 Y

Durham::Woodcroft::16515 Parsons Chase Ln Legacy Ln Asphalt 556.43 22 99 99 Y

Durham::Woodcroft::16516 Legacy Ln Basswood Dr Asphalt 355.53 25 99 394 Y

Durham::Woodcroft::19383 Sandstone Ridge Dr Hope Valley Rd Asphalt 167.21 28 100 146 Y

Durham::Woodcroft::19384 Sandstone Ridge Dr Hope Valley Rd Asphalt 1052.06 22 100 96 Y

Durham::Woodcroft::19385 Highgate Dr Autumn Woods Dr Asphalt 183.62 24 99 147 Y

Durham::Woodcroft::19386 Weathersfield Dr Highgate Dr Asphalt 225.10 24 100 102 Y

Durham::Woodcroft::19387 Highgate Dr Kingsmount Ct Asphalt 428.81 24 100 106 Y

Durham::Woodcroft::19390 Highgate Dr Kingsmount Ct Asphalt 66.98 18 82 479 Y

Durham::Woodcroft::19391 Basswood Dr Highgate Dr Asphalt 60.95 18 89 475 Y

Durham::Woodcroft::19400 Fayetteville St Fortunes Ridge Dr Asphalt 211.72 60 88 366 Y

Durham::Woodcroft::19401 Nuttree Wy St Giles Dr Asphalt 189.34 24 99 119 Y

Durham::Woodcroft::19787 Sandstone Ridge Dr Hope Valley Rd Asphalt 351.85 33 100 192 Y

Durham::Woodcroft::19788 Sandstone Ridge Dr Hope Valley Rd Asphalt 207.13 49 100 274 Y

Durham::Woodcroft::19789 Sandstone Ridge Dr Hope Valley Rd Asphalt 292.86 46 100 149 Y

Durham::Woodgreen::17363 Woodside Park Ln Stadium Dr Asphalt 182.86 22 21 276 Y

Durham::Woodgreen::17368 Moorgate Av Woodside Park Ln Asphalt 412.42 23 67 258 Y

Durham::Woodgreen::17370 Maple Ridge Dr Moorgate Av Asphalt 561.72 23 40 328 Y

Durham::Woodgreen::17371 Cul‐De‐Sac Maple Ridge Dr Asphalt 210.71 20 77 102 Y

Durham::Woodgrove::16070 Cottendale Dr End Of Street Asphalt 434.95 27 48 278 Y

Durham::Woodhall L::11051 Vintage Hill Pw East Pointe Dr Asphalt 843.07 29 44 291 Y

Durham::Woodhill C::16108 Cul‐De‐Sac Greyfield Blvd Asphalt 170.05 30 39 481 Y

Durham::Woodlake D::19094 Chesden Dr Tahoe Dr Asphalt 294.88 26 16 360 Y

Durham::Woodlake D::19103 Briarwick Ct Briarwick Ct Asphalt 313.41 26 35 383 Y

Durham::Woodlake D::19113 Drummond Ct Chesden Dr Asphalt 273.51 26 59 230 Y

Durham::Woodlake D::19114 Lure Ct Drummond Ct Asphalt 51.98 26 37 346 Y

Durham::Woodlake D::19121 Casabelle Ct Lure Ct Asphalt 248.86 26 47 298 Y

Durham::Woodlake D::19129 E Woodcroft Pw Casabelle Ct Asphalt 549.28 26 59 213 Y

Durham::Woodland D::12757 Englewood Av W Club Bv Asphalt 536.51 28 86 231 Y

Durham::Woodland D::12883 W Knox St Englewood Av Asphalt 884.26 28 83 330 Y

Durham::Woodland P::13439 Alpha Dr Chance Rd Asphalt 300.22 28 87 252 Y

Durham::Woodland P::13443 Chance Rd Dairy Rd Asphalt 233.94 30 33 277 Y

Durham::Woodland P::13444 End Of Street Alpha Dr Asphalt 387.41 30 36 328 Y

Durham::Woodland P::13450 Dairy Rd Adler Ct Asphalt 233.05 33 34 272 Y

Durham::Woodland P::13543 Adler Ct Reams Pl Asphalt 587.61 28 88 196 Y

Durham::Woodland P::13577 Reams Pl Kerrigan Ct Asphalt 335.99 28 31 304 Y

Durham::Woodland P::13589 Kerrigan Ct Clayton Rd Asphalt 373.11 28 95 245 Y

Durham::Woodmont D::12173 Strebor St Marlowe Dr Asphalt 1162.89 30 87 224 Y

Durham::Woodmont D::12205 North Pointe Dr Strebor St Asphalt 309.21 34 94 249 Y

Durham::Woodrow St::12619 Virginia Av Alabama Av Asphalt 623.00 30 66 482 Y

Durham::Woodrow St::12625 Oakland Av Virginia Av Asphalt 495.15 29 81 275 Y



PID From Tottenham Ln Pavement Type Length Width Condition IRI Collected DTS Notes

Durham::Woodrow St::12628 Carolina Av Oakland Av Asphalt 799.25 30 74 259 Y

Durham::Woodrow St::12635 Maryland Av Carolina Av Asphalt 907.70 29 52 348 Y

Durham::Woods St::15115 End Maint Angier Av Asphalt 481.93 23 93 188 Y

Durham::Woodsage L::17002 Cul De Sac Haventree Rd Asphalt 232.19 27 46 483 Y

Durham::Woodsdale::17975 Cul‐De‐Sac Prospect Pkwy Asphalt 461.69 19 93 251 Y

Durham::Woodsdale::17977 Prospect Pkwy Mebane Ln Asphalt 311.73 30 95 140 Y

Durham::Woodsdale::17980 Hackney Ln Cul‐De‐Sac Asphalt 109.53 28 95 560 Y

Durham::Woodsdale::17994 Mebane Ln Morrow Ln Asphalt 568.78 28 94 201 Y

Durham::Woodsdale::17995 Morrow Ln Hackney Ln Asphalt 198.70 28 94 181 Y

Durham::Woodsey Ct::17885 Ember Dr Cul‐De‐Sac Asphalt 130.95 20 87 362 Y

Durham::Woodside P::17356 Cul‐De‐Sac Parsons Green Ct Asphalt 216.61 28 88 186 Y

Durham::Woodside P::17364 Burnt Oak Ln Woodgreen Dr Asphalt 569.80 25 68 260 Y

Durham::Woodside P::17365 Parsons Green Ct W Prop 821 Woodside Park Ln Asphalt 574.05 28 91 202 Y

Durham::Woodside P::17366 Moorgate Ave Burnt Oak Ln Asphalt 442.16 28 77 225 Y

Durham::Woodside P::18618 W Prop 821 Woodside Park Ln Moorgate Ave Asphalt 120.56 28 75 222 Y

Durham::Woodtrelli::17331 Ashburn Ln Cul‐De‐Sac Asphalt 619.87 22 95 210 Y

Durham::Woodview D::12423 East Hudson Ave Cul‐De‐Sac Asphalt 269.38 27 23 476 Y

Durham::Woodview D::12495 Ruby St East Hudson Av Asphalt 688.36 27 24 315 Y

Durham::Woodward L::16064 Ascott Way Cul‐De‐Sac Asphalt 217.54 26 45 326 Y

Durham::Wooten Ct::17934 Pattersons Mill Rd Cul‐De‐Sac Asphalt 230.80 19 95 218 Y

Durham::Worcester::16175 Amesbury Ln Cul‐De‐Sac Asphalt 237.21 23 50 448 Y

Durham::Worth St::14087 Belt St N Elm St Asphalt 364.22 26 67 137 Y

Durham::Worth St::14124 N Elm St N Alston Av Asphalt 410.25 19 67 800 Y

Durham::Worth St::14168 N Alston Av N Holman St Asphalt 405.78 27 88 170 Y

Durham::Wortley Dr::18857 Fayetteville St Wayne St Asphalt 858.81 32 38 275 Y

Durham::Wortley Dr::18858 Wayne St Barbee Rd Asphalt 496.49 32 29 268 Y

Durham::Wright Hil::17544 Cabin Branch Dr Cabin Branch Dr Asphalt 1381.74 23 93 306 Y

Durham::Wrightwood::14272 Dwire Pl Academy Rd Asphalt 1201.68 31 54 413 Y

Durham::Wrightwood::14286 Anderson St Pierce St Asphalt 633.03 30 58 307 Y

Durham::Wrightwood::14287 Pierce St Dwire Pl Asphalt 399.09 32 33 464 Y

Durham::Wyeth Ave::15431 E Pilot St Jesmond St Asphalt 642.46 30 76 191 Y

Durham::Wyeth Ave::15446 Jesmond St Cul‐De‐Sac Asphalt 117.74 30 71 291 Y

Durham::Wyldewood::11630 Townsend St Stadium Dr Asphalt 344.32 30 31 371 Y

Durham::Wyldewood::11632 Penzance Av Townsend St Asphalt 618.56 29 25 320 Y

Durham::Wyldewood::11636 Shaftsbury St Penzance Av Asphalt 488.58 30 32 332 Y

Durham::Wyldewood::11639 Portsmouth St Shaftsbury St Asphalt 355.51 29 45 292 Y

Durham::Wyldewood::11640 Horton Rd Aucuba Ct Asphalt 274.13 30 61 241 Y

Durham::Wyldewood::11641 Aucuba Ct Portsmouth St Asphalt 351.43 30 67 418 Y

Durham::Wyldewood::11650 Stadium Dr New Castle Rd Asphalt 1282.84 30 82 179 Y

Durham::Wyldewood::11651 New Castle Rd Dead End Asphalt 49.42 29 91 800 Y

Durham::Wyman Pl::15558 Crowell St Cul‐De‐Sac Asphalt 134.80 30 55 376 Y

Durham::Wyndham Pl::12466 American Dr Cul De Sac Asphalt 295.94 24 62 371 Y

Durham::Wynfair Dr::16290 Sturbridge Dr Kettering Dr Asphalt 267.61 26 33 159 Y

Durham::Wynford Dr::17839 Malvern Rd Garrett Rd Asphalt 805.89 24 84 339 Y

Durham::Wynford Pl::16250 Garrett Rd Cul‐De‐Sac Asphalt 292.79 24 47 800 Y

Durham::Wynmore Dr::16091 Wickersham Dr Cul‐De‐Sac Asphalt 328.98 22 100 411 Y

Durham::Wynn Rd::15927 Nc 55 Hwy End Of Street Asphalt 1272.81 22 90 248 Y

Durham::Wythebrook::16382 Chesnutt Bluffs Ln Cul‐De‐Sac Asphalt 591.42 24 55 361 Y

Durham::Yadkin St::15365 Person St Cul‐De‐Sac Asphalt 384.81 30 63 277 Y

Durham::Yale Ln::17467 Trenton Rd Taylor Hall Pl Asphalt 510.26 22 84 214 Y

Durham::Yale Ln::18036 Mill Hill Ln Trenton Rd Asphalt 517.01 23 93 239 Y

Durham::Yancey St::13749 Willard St S Duke St Asphalt 361.89 35 35 361 Y

Durham::Yancey St::13777 S Buchanan Bv Carroll St Asphalt 199.50 22 74 348 Y

Durham::Yancey St::13780 Arnette Av S Buchanan Bv Asphalt 250.64 24 67 636 Y

Durham::Yancey St::13781 Gordon St Cul‐De‐Sac Asphalt 252.75 27 26 394 Y

Durham::Yancey St::13782 S Duke St Gordon St Asphalt 269.63 27 21 448 Y

Durham::Yancey St::13784 Shepherd St Arnette Av Asphalt 346.13 28 79 800 Y

Durham::Yancey St::13787 Vickers Ave Shepherd St Asphalt 416.28 28 90 346 Y

Durham::Yarmouth P::16377 Livingstone Pl Cul‐De‐Sac Asphalt 213.46 24 29 361 Y

Durham::Yarrow Dr::13303 Goldendale Dr Dead End Asphalt 106.00 26 94 261 Y

Durham::Yellowston::18895 Windcrest Rd Forge Rd Asphalt 1051.27 22 53 300 Y

Durham::Yellowwood::11172 Yellowwood Ln Cul‐De‐Sac Asphalt 561.48 21 67 234 Y

Durham::Yellowwood::11192 Autumn Ridge Dr Turning Leaf Ln Asphalt 360.26 20 66 228 Y

Durham::York Ct::11804 Glasgow St Cul‐De‐Sac Asphalt 149.63 26 72 437 Y

Durham::York Woods::11683 Strayhorn Rd Cole Mill Rd Asphalt 163.54 23 65 280 Y

Durham::York Woods::11686 Strayhorn Rd Cul‐De‐Sac Asphalt 340.94 21 45 416 Y

Durham::Yorkdale C::15332 Oxford Dr Cul‐De‐Sac Asphalt 676.87 22 42 375 Y

Durham::Yorkfield::18931 Yorktown Ave Cul‐De‐Sac Asphalt 855.50 22 23 214 Y

Durham::Yorkshire::11719 Dula St Stradbrooke Ct Asphalt 215.05 28 96 238 Y

Durham::Yorkshire::11722 W Wyndham Ln Dula St Asphalt 287.49 30 73 288 Y

Durham::Yorkshire::18311 Stradbrooke Ct Yorkshire Dr Asphalt 299.24 30 93 250 Y

Durham::Yorktown A::18930 E Cornwallis Rd Yorkfield Ct Asphalt 230.31 26 51 231 Y

Durham::Yorktown A::18932 Yorkfield Ct Tarleton West Asphalt 447.12 26 56 309 Y

Durham::Yorktown A::18934 Tarleton West Tarleton East Asphalt 153.11 26 62 239 Y

Durham::Yorktown A::18935 Tarleton East Martin Luther King Jr Pw Asphalt 147.02 26 54 346 Y

Durham::Yorktown A::18937 Martin Luther King Jr Pw Balfour West Asphalt 294.70 26 39 311 Y

Durham::Yorktown A::18940 Balfour West Abercromby Dr Asphalt 342.24 26 94 186 Y

Durham::Yorktown A::18942 Abercromby Dr Kirkland Run Asphalt 272.40 26 67 308 Y

Durham::Yorktown A::19200 Kirkland Run Odyssey Dr Asphalt 775.89 26 68 155 Y

Durham::Yosemite C::18888 Castell Dr Cul De Sac Asphalt 457.19 22 27 298 Y

Durham::Young Ave::14400 E Main St Angier Av Asphalt 448.46 24 81 448 Y

Durham::Zelko Ct::12901 Crest St Cul De Sac Asphalt 472.48 29 43 539 Y

Durham::Zenith Pl::11673 Cul De Sac Cannon Dr Asphalt 659.77 23 28 295 Y

Durham::Zepher Pl::15706 Delray St Cul‐De‐Sac Asphalt 167.05 31 54 380 Y

Durham::Zumwalt Ct::17935 Cul‐De‐Sac Eagle Lodge Ln Asphalt 162.36 19 94 321 Y
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